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‘of New York ‘ ‘ 1 
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7 Claims. (Cl. 154—106) 

This invention relates to pile fabrics, such as are em 
ployed as ‘floor coverings, and is concerned‘ more par 
ticularly with a novel method whereby pile fabric suitable 
for ?oor covering use, in which the pile has sunken or 
depressed areas determined by a pattern and giving the 
pile a ‘carved or embossed ‘appearance, which canmbe 
easily and. rapidly produced without the use of expensive 
equipment. 
At the present time, designs may be formed in the 

pile of carpet fabrics in a number of ways, as, for ex~ 
ample, the fabric may be woven with a pile of tufts of 
a uniform height and the tufts in areas determined by 
the ‘pattern may be cut by hand to reduce their height. 
The cost of the labor in thus forming designs by clipping 
the tufts‘ is so great that the method described is seldom 
u‘sed except on fabrics of the best grades. An‘alternative 
method of forming designs in the pile of fabrics woven 
on Wilton looms equipped with pile wires and a jacquard 

, mechanism involves failing ‘to raise yarns over the wires 
at points determined by the pattern, so that tufts are 
omitted at such points to produce line designs. Also, 
by the use of special wires on a Wilton ‘loom with a 
‘jacquard mechanism and by employing a number of ‘ 
frames of pile yarn, it is possible to form the pile .of 
‘loops of different heights and thus produce fabrics of 
attractive appearance. However, looms equipped with a 
jacquard mechanism cannot be run as fast as looms weav 
ing plain goods, so that the cost of production of fabrics 
on s‘uch jacquard looms is relatively high. ‘ 

Carpet fabrics can be produced at relatively low cost 
by weaving on tapestry or velvet looms or by passing yarns 
through a backing fabric on a sewing machine to‘ leave 
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projecting pile elements but, up to the present, it has not ‘ 
been possible to give the pile of such fabrics the appear 
time of‘ having been carved or embossed except by the 
expensive hand clipping operation mentioned ‘above. As 
a result, such relatively ‘inexpensive fabrics are open to 
the objection that the pile is of somewhat ‘monotonous 
appearance‘. ‘ i ‘ 

The present invention is directed to a no‘vel method 
of producing pile fabric of attractive carved or embossed 
appearance rapidly and at low cost.‘ The starting mate 
rial of the new product is basically a woven or sewn tufted ‘ 
fabric with a‘ pile of uniform height, and designs are 
formed in‘the pile by causing areas thereof determined 
by the pattern to be depressed below the surface of the 
pile in compacted condition and held together by a bind 
ing agent. The agent used is a ?nely divided potentially 
adhesive material and, in the production of the new fabric, 
the line material or powder is distributed through the pile 
of the fabric and the pile in selected areas is depressed 
and compacted and the powder within the pile in such 
areas is simultaneously activated. The activation of the 
material causes it to bind the compacted portions of the 
pile in their positions below the surface of'the ‘pile, so 
that the desired carved or embossed surface effects are 
obtained.‘ Preferably, the binding agent'is a thermo 
plastic material and it is, activated ‘by inserting heated 
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elements into the pile in areas in accordance with the 
pattern. ‘ 

For a better understanding of the invention, reference 
may be made‘ to ‘the accompanying drawings, in which 

Fig. l is a diagrammatic vertical‘ sectional view of an 
apparatus, which may be used in practicing themethod 
of the invention; ‘ . ‘ 

Fig 2 is a plan‘view on an‘ enlarged scale of a portion 
of the apparatus; ‘ i 

Fig. 3 is a fragmentary sectional View on an enlarged 
scale‘on the line 3~‘—3 of Fig. 1; ‘ 

Fig. 4 is a perspective view showing the action of the 
embossing roller of the apparatus; - ‘ 

Fig. 5 is a view in side elevation showing the action of 
the embossing roller; and t 

Fig. 6 is a sectional view of the ?nished fabric. 
In the practice of the method of the invention by means 

of the apparatus shown in Fig. 1, the pile fabric used 
is one having a pile of uniform height and the fabric 
may be a sewn tufted fabric or a woven fabric. The 
fabric 10 shown is of the sewn tufted type and it includes 
a woven backing sheet 11 of cotton, burlap, etc., through 
which pile yarns have been inserted by a needle to pro 
vide a pile 12 formed of elements 12a illustrated as tufts. 
The ‘fabric is drawn from a supply roll 13 and passes 
into a chamber 14, within which it is led beneath a guide 

15, up and over the top of a suction intake 16, and 
downwardly to a guide roller 17. The suction intake 
has a narrow top extending the full width of the fabric 
and it is connected‘ to a header 16a, which is in turn 
connected to the inlet of a blower or fan. The rollers 
15 17 are relatively closely spaced, so that the fabric 
changes ‘direction abruptly over the top of the intake 16 
and the pile is opened up and its elements are spread 
apart. A potentially adhesive material in ?nely‘divided 
condition is introduced into the opened pile and, for this 
purpose, a supply of the powder is discharged from a 
vessel 18 having discharge nozzles. l9lying directly above 
intake 16. ‘ The powder is drawn down into the pile by 
the suction applied‘at the intake and the powder is fed 
at such a‘rate as to permeate the pile with some of the 
powder also covering the top surface of the pile. Beyond 
the roller 17, the fabric is subjected to a localized vibra 
tion by means of a polygonal driven roller 18', which 
lies in contact with the under surface of the fabric and 
is rotated at such a speedas to subject the fabric to a 

‘ plurality of blows over lines lying close together. The 
. combined action of the suction intake and the vibrating 
roller 18 causes the 
the backing 11. I 

The fabric issuing from the chamber 14 passes be 
neath a guide roller 19' and thence between roller 20 and 
a heated roller 21 with embossing elements or blades 22 
thereon. In the passage of the fabric between rollers 24) 
and 21, the projections 22 depress and compact portions 
‘12b of the pile, with which the outer faces of the projec 
tions come in contact. The fabric travels. with roller 21 
through an angle of about‘ 90° and, as it passes under the 
roller, it is supported from beneath by a roller 23. In 
its travel with roller 21, the hot embossing projections 22 
raise the temperature of the potentially adhesive material 
in the depressed portions 12b of the pile, until the mate 
rial becomes adhesive and, binds the depressed portions 
together. 

‘ The portions 12!) of the pile depressedtby the embossing 
projections 22 are not subjected to any substantial pres~ 
sure and, to insure this result, the surface of roll 21_be— 
tween the projections 22 is so spaced from rolls 20 and 
23 and the height of the projections 22 is such that the 
outer faces of the projections‘ are spaced from rolls 20 
and 23 by a distance a (Fig.5), which‘ is greater than the 

Also, the distance between 

powder to penetrate the pile down to 
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the surface of roll 21‘ ‘between the projections 22 and the 
rolls-20 and 23 is greater than the thickness b of the fabric 
and the height of projections 22 is less than the thicknessv 
of‘thefabric with the result that the top surface of the 
pile ‘is: spaced from the surface of roll 21 between ele 
ments 22 by a distance c. This insures that the adhesive 
powder on the top of the pile will not be heated to such 
a temperature that it will soften and adhere to the pile. 
The fabric leaving rollers 21, 23 enters an exhaust I 

chamber 24 containing a suction nozzle 25 lying close to 
the surface of the fabric and connected to a suction line 
26. A polygonal vibrating roller 27 is mounted within 
chamber 24 directly beneath nozzle 25 and the combined 
act-ion of the vacuum and agitation removes the adhesive 
powder from those portions of the pile lying outside the 
areas depressed‘by projections 22. If desired, a rotary 
brush, for acting on they pile to remove the adhesive 
powder, may'also be provided in chamber 24. 
The fabric issuing from the chamber 24 is given a 

normal ?nishing treatment, which involves subjecting the 
fabric to the action of steam jets. For this purpose, the 
fabric is passed through a chamber 28 containing a trans 
verse header 29 supplied with steam through a pipe 30 
and having a plurality of nozzle openings, through which 
the steam is directed upon the surface of the fabric, ex 
cess steam being removed from the chamber through an 
exhaust line 31. The steaming action causes the tufts 
adjacent the depressed areas 32 in the pile to bend over, 
so that the edges of the grooves in the pile leading to 
the depressed areas appear to be bevelled off as indicated 
‘at 33. 

The fabric issuing from the steam chamber passes into 
a dryer 34, which is of conventional construction, and 
comprises a chamber 35 provided with steam coils 36 near 
its'bottom and having louver openings 37. The fabric 
entering the dryer passes over a roller 38, and is then 
led over a series of rollers 39, between which lengths 
of the fabric hang in festoons 40. From the last roller 
39, the fabric travels to a guide roller 41 adjacent an 
exit opening from the dryer. The dryer is provided with 
exhaust openings 42 near its top leading to a suction duct 
43 connected to a fan, which functions to maintain a cur 
rent of air through the drying chamber during the drying 
operation. 

In Fig. 2, there is shown an embossing roller 44 hav 
ing embossing elements 45 mounted thereon to produce 
the pattern illustrated in the section 46 of the fabric lying 
at the right of the roller. The roller has hollow trunnions 
47 connected through glands 48 to a steam supply line 49 
and, an exhaust line 50, respectively. The steam is sup 
plied to the roller at a pressure sufficient to maintain the 
elements 45 at the temperature required to soften the 
adhesive powder within the pile and to render it effective. 
The potentially adhesive material employed in the prac 

tice of the method is a material, which is insoluble in water 
and in common organic solvents and is preferably a 
thermoplastic resin. The material used should become 
tacky at a temperature which is not suf?ciently high to do 
damage to the ?bers, of which the pile yarns are spun, 
and it should be able to withstand the temperature in the 
drying chamber without losing its binding action. The 
lower the temperature, at which the material becomes 
‘tacky, the faster the material can be brought to tacky 
condition and the more rapid can be the progress of the 
fabric through the apparatus. A thermoplastic resin, 
which is satisfactory’ for the purpose, isa form of vinyl 
chloride sold commercially under the name Fibravyl, this 
material having an adhesivepoint of about 170° F. and a 
melting point of about 210° F. Other thermoplastic 
resins suitable for use in the process include the copolymer 
of polyvinyl chloride and polyvinylacetate, known com 
merciallysas Vinyon .HH, polystyrene, vthe .copolymer of 
polyvinyliclene chloride and vinyl. chloride, known com 
mercially vas Saran,‘ .etc. 
Since theeleincnts of :the pile ‘depressed .by the blades 
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or projections 22 on the embossing roller 21 are held 
down by the action of the adhesive and not by any con 
stituent of the pile yarns, it is immaterial what ?bers are 
used in the pile yarns of the fabric being treated. Ac 
cordingly, the fabrics, with which the method may be used, 
may have a pile made of yarns spun from any of the 

I ordinary ?bers, including wool, cotton, viscose rayon, 
acetate, Saran, nylon, etc., and blends of such ?bers. In 
the embossing operation carried on with the height of 
the projections such as to depress and compact the pile 
in the desired areas but without applying substantial pres 
sure to ‘the depressed pile elements, little power is re 
quired to rotate the embossing roller 21 and the secondary 
rollers 20 and 23 and they may be driven by a small elec~ 
tric motor connected thereto in any suitable way. 

Since the potentially-adhesive material is applied to the 
pile elements in ?nely-divided, solid form, it will not, 
when it reaches the bases of the pile tufts, penetrate into 
the backing ‘sheet. Thus, upon activation it will hold the 
pile elements in a compacted condition contiguous the 
backing but will not‘ penetrate into the backing. Hence, 
the binding element does not appreciably stiffen the back 
ing sheet nor otherwise aifect its physical characteristics. 
The apparatus for practicing the method, which has 

been illustrated and described, comprises a roll, which is 
steam heated and has embossing projections thereon of 
such height in relation to the height of the pile elements 
of the fabric to be treated that areas of the pile can be 
depressed by the projections without adjacent areas of 
the pile coming into contact with the roll and being 
heated thereby. As an alternative, the embossing roll 
may have electrical resistance heating elements, prefer 
ably of the enclosed type, mounted on its surface in ac 
cordance with the pattern and insulated from the roll. 
Theresistance elements may be mounted in cavities in 
the surface of the roll so as to lie ?ush with or project 
beyond the surface to the desired extent. The roll may 
be ‘hollow and kept cool by passage of a coolant through 
it, so that, even though those portions of the pile outside 
the areas to be depressed, come into contact with the roll 
between the resistance elements, the adhesive material. 
in such portions of the pile will not be activated. 

I claim: 
1. A method of producing pattern effects in the pile of a 

densely woven carpet having pile elements in close contact 
which comprises advancing the carpet lengthwise, abrupt 
ly changing the direction of travel of the carpet during its 
advancement to cause the free ends of the pile elements .to 
spread apart and to open up, discharging a potentially 
adhesive powder into the open pile, depressing the pile 
in certain areas determined by a pattern and simultaneous_ 
ly activating the adhesive material within the pile in said 
areas to cause it to bind together the ‘depressed portions 
of the pile while maintaining the top of the pile in the 
contiguous areas substantially free from depression and 
the potential adhesive in said contiguous areas substam 
tially free from activation. 

2. vA method of producing pattern effects in the pile of 
a carpet as set forth in claim 1 in which suction is applied 
to the back of the carpet along the line of abrupt change 
in direction to draw the powder into the pile. 

3. A method of producing pattern effects in the pile 
of a densely woven carpet having pile elements in close 
contact whichcomprises advancing the carpet lengthwise, 
and, while the, carpet is advancing, abruptly changing 
the direction of‘travel of the carpet to cause the free ends 
of the pile elements to spread apart and to open up the 
pile, discharging a thermoplastic powder into the open 
pile, applying suction to the back of the carpet along 
the line of abrupt change in direction to draw the powder 
into the pile, depressing the pile in ‘certain areas deter 
mined by a pattern and simultaneously heating the powder 
within the pile in ‘said areas to cause it to bind together 
the depressed portions .of the pile while maintaining the 
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top of the pile in the contiguous areas substantially free 
from depression and heating. 

4. A method of producing pattern effects in the pile 
of a densely woven carpet having pile elements in close 
contact which comprises distributing a thermoplastic ma 
terial in ?nely-divided condition through the pile in a di 
rection towards the base of the carpet, thereafter bring 
ing the pile in contact with embossing portions only of a 
heated embossing roll, pressing the carpet against said 
portions of the embossing roll to depress the pile elements 
in the areas opposite said portions against the backing of 
the carpet, simultaneously advancingrsaid carpet around 
a substantial portion of said embossing roll while rotat 
ing said roll in such timed relation with the advancement 
of the carpet that said embossing portions are maintained 
in contact with said areas of the pile‘ elements during a 
substantial extent of the advancement of the carpet with 
out relative motion with respect to said areas, whereby 
a substantial period of time is provided for heating of the 
thermoplastic material in said areasiof the pile while 
simultaneously pressing the pile in said areas against the 
carpet backing, the areas of the pile contiguous to said 
areas being maintained substantially‘free from depres 
sion as the carpet advances around said embossing roll 
and the thermoplastic material in said contiguous areas 
being maintained in a substantially non-activated state. 

5. A method as set forth in claim 4 in which, during 
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the distributing of the thermoplastic material through the 
pile, the pile is opened by spreading apart the elements 
thereof. 

6. A method as set forth in claim 5 in which the spread 
ing apart of the pile elements is obtained by bending 
the carpet along a line and suction is applied to the back 
of the carpet along the line of bending. 

7. A method as set forth in claim 6 in which the carpet, 
after having the thermoplastic material distributed into 
the pile thereof and before the pile is brought into con 
tact with the embossing roll, is agitated locally to cause 
the ?nely-divided thermoplastic material to be better dis 
tributed throughout the pile. 
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