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“This inventioh relates in ‘general ‘to containers or cans 
‘fabricated.orconstituted, at least in major part, from 
'o'ellulose ?brous web body stock or ‘similar materials. 
The invention ‘is more ‘speci?cally addressed to container 
‘or can bodies incorporating a reinforced butt seam joint 

,w’e'en inarginaledges of a relatively inexpensive ?brous 
ease sheet of web ‘body material. 
The ?brous‘container art has been plagued with a seri 

ous problem in attaching the normally employed rigid 
and semi-‘rigid ‘end closures to tubular ?brous container 
bodies as a result of the inherent tendency of such ?exible 
bodies ‘to spring out of their intended cross-sectional 
shape at ‘the time they are dischrged from the usual in 
‘terifor supporting mechanism, such as a mandrel or horn, 
e'ver which the tubular bodies have been shaped and ad 
hesiyely seamed; ~ 
7 ‘ The problem and the number of rejects of containers 
attributable thereto are a function of the “life” or spring 
r' ss of the fibrous web material or body stock consti 
rating ‘the base sheet of ‘the container body. This is mani 
festhythe ‘exhibited tendency ‘of the web base sheet to 
‘resist permanent deformation. This inherent tendency 
or inclination of the contaiherbodies to spring out of 
their intended cross-sectional shape is most noticeable in 
the area where the edges of the base sheet of ?brous ma 

‘ are joined and particularly so when the edges are 
hfleu__ tained in butting relationship, as distinguished from 
overlapping lap seam jointure of the edges of the ?brous 
base ‘sheet. When the marginal edges of the ?brous base 
'sheet are butted to form a butt scam in a container body, 
‘the, jointthus ‘formed is generally secured by means of an 
adhered layer of relatively thin ?exible material having 
a marginal portion adjacent at least one of its own edges 
‘iive’rlyi'n‘g ‘the joint between the butted edges of the base 
‘sheet. This overlying or overlapping layer is frequently 
‘the only means for securing the butted edges of the base 
sheet together. Since this overlapping layer generally 
honsti'tutes either the outer layer of the container, where 
its function is_'primarily one of appearance, or the inner 
layer, where its function affords moistureeproo?ng, cor~ 
i'osion resistance properties, and the like, it may comprise 
appropriately prepared kraft paper, metallic foils, or 
" ani'c ?lm materials, such as cellophane or polyethylene, 

V or equivalent ?exible materials. All of these materials, 
:while they may have good appearance, ‘resistance to ‘mois 
ture ‘and corrosion, andhigh tensile strength and other 
‘desirable mechanical ‘properties, are still relatively ?ex 
ible, particularly when‘used in relatively thin gauges, as 
‘dictated by manufacturing economics. Because of its 

‘ ?exibility, the butt joint overlapping layer has difficulty 
.ih couhteracting the tendency of the base sheet to spring 
but of ‘shape at the butted joints in tubular container 
bodies. I _ V v _ 

Therefore, a primary object of the invention is the 
provision of tubular containers or can bodies made from 
‘relatively inexpensive cellulose ?brous natural or syn 
thetic materials, exhibiting a relatively high degree of 
~springiness or tendency to ?ght permanent deformation, 
incorporating one or more butt seams in their fabrication 

- and laminated to one or more thin, ?exible covering lay 
ers, which container structures maintain their intended 

. cross-sectional, shape after fabrication. 
Another object of the invention is the provision of a 
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tubular bori'tainei' or can body made from a base sheet of 
relatively inexpensive chip board, which is longitudinally 
bent into substantially circular con?guration with its ‘edges 
in butting relationship, covered with a layer or lamina of 
relatively thin ?exible sheet material, a portion of which 
overlies the butted edges ofrthe chip board and which 
container maintains its cross-sectional con?guration after 
fabrication. , _ g 

It has been discovered that containers characte'riied 
by having satisfactory permanent cross-sectional shape or 
con?guration may be constructed from inexpensive bas’e 
sheettof cellulose ?brous material with butted ‘edges lath" 
inated to a thin gauge, ?exible, relatively inexpensive 
overlapping layer by the addition of one or more strips 
of reinforcing material interposed between the overlap‘; 
ping layer and base sheet on one side of the butting ‘edges 
and extending into overlapping relationship with the sur 
face of the laminated stock on the other side of the butting 
edges of the container, while positioned so as to be non 
exposed in the ?nished container ‘structure. The rein 
forcing strip, or strips in the case of a laminated rein~ 
forcing strip, need be of only such width as to cover a 
elatively narrow marginal area or portion on either side 
of the butted edges of the base material. Furthermore, 
because the reinforcing strip member is invisible in the 
?nished product it can be made of less expensive ma 
terial than the overlapping layer, if said ‘overlapping layer 
is intended to hey the outer exposed orvisible surface of 
the container. On the other hand, if the over-lapping 
layer is intended to constitute the inner surface ofthe 
container and is selected from a ?exible material which 
is impervious to liquids, resistant to corrosion, Or exhibits 
some other desirable property in terms of thecontjents 
of the ‘container, which materials would, generally speak 
ing, be more expensive than those not having these prop 
erties, it would still not be necessary to make the rein 
forcing strip of the same ‘expensive material, since it still 
would be concealed and not be exposed to the contents 
of the container. , V j j , 

Regardless of the location of the reinforcing strip, it 
has been found that its disposition along the butting 
edges of the scam in the tubular container body imparts 
rigidity and stiffness to the butt joint in a transverse di 
rection across the joint, as well asin the axial direction 
of the joint. Furthermore, the presence of the rein 
forcing strip permits ‘a reduction in the ‘gauge of the re 
maining laminae employed in fabricating the container 
bodies. V H , ,_ 4 , l , _ 

The above and otherfeatures. and advantages of the 
invention, including‘yvarious novel details‘ of construction 
and combinations of parts, will now be more particularly 
described with reference to the accompanying drawings, 
and pointed out in the appended claims. ' 

In the drawings: ‘ . 

FIG. 1 somewhat schematically portrays, in perspec 
tive view, the formation by lamination of a composite 
unitary ?exible web stock employable in a preferred ‘em 
bodiment and practice of the invention; ’ ' 

FIG. 2 represents a fragmentary sectional viewfof the 
composite Web stock taken on the line 2-—2 of FIG. 1'; 
FIG. 3 illustrates a fragmentary exaggerated endv view 

of a tubular container or can ‘body, incorporating ‘the 
preferred butt seamjoihtof the invention, with the over 
lap at the joint disposed on the outer surface of the eon 
tainer body; I , _ 

FFG. 4 is a view similar to FIG. 3 with the overlap at 
the joint disposed on the inner surface of the container 
body; and 

FIG. 5 shows a fragmentary external view of a com 
pleted container, with parts broken away in section to 
more clearly illustrate an attached end cover. 

Referring to ‘the illustrations appended hereto, and gen 
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erally described above, the composite web stock, from 
which tubular container bodies of the invention may be 
fabricated, preferably comprises a continuous base sheet 
10 of ?brous material, such as chip board, recognized as 
a relatively inexpensive ?exible material having notice 
able springiness or inclination to resist permanent defor 
mation. Since, in the preferred practice of the inven 
tion, a container or can body will be formed by curling 
or bending the base sheet 10 about an axis parallel tojits 
edges 12 and 14, with said edges disposed in abutting 
relationship, the distance between these edges, i.e. the 
width of base sheet 10, will be selected in accordance 
with the approximate desired girth of the container.. It 
will be understood, in this connection, that the container 
body may be of any desirable tubular cross-sectional 
shape, not necessarily circular, and may also incorporate 
more than one butt seam in its construction, in which 
latter case two or more widths of the base sheet 10 
would be employed with butt joint construction between 
abutting edges thereof. 

At ‘least one sheet or lamina 16 of ?exible material is 
adhesively secured to a major planar surface area of the 
base sheet 10 and purposely extended beyond one mar 
ginal edge 14 thereof. The sheet 16 may be selected from 
a wide variety of commercially available materials, such 
as calendered kraft paper, metallic foils and organic ?lm 
materials, such as continuous ?lm layers of cellophane 
and polyethylene and the like. The materials mentioned 
for the lamina 16 are merely representative and not ex 
pressive of limiting the scope of the invention, any mate 
rial in ?exible sheet or lamina form exhibiting sufficient 
tensile strength and gauge thickness for the purpose in 
tended being satisfactory. 
A signi?cant feature of the invention lies in the pro 

vision of a stiffening and reinforcing strip or tape 18 be 
tween the base sheet 10 and the lamina or layer 16 applied 
adjacent the marginal edge 14 of the base sheet 10, shown 
to best advantage in FIGS. 1 and 2. The reinforcing strip 
18 may be selected of the same material as the sheet or 
lamina 16 and is adhesively attached to both the base 
sheet 10 and lamina 16. It will be observed that the out 
wardly extending marginal edge of the reinforcing strip 
18 preferably falls or lies between the outwardly extend 
ing marginal edge of the sheet 16 and marginal edge 14 
of the base sheet 10, the other marginal edge of strip 18 
preferably extending inwardly beyond the edge 14 a dis 
tance equal to approximately half the width of the strip 
18, thus providing an overhanging or outwardly extending 
marginal edge portion of the lamina 16. 

In the preferred practice of the invention, a second 
lamina or layer 20, coextensive with and adhesively at 
tached to the outwardly disposed area of the major 
planar surface of the sheet 16, is employed. ‘Where kraft 
paper has been selected for the sheet 16, the exposed 
sheet or lamina Z0 is preferably selected in the form of 
a metallic foil, such as aluminum foil. 
On reference to FIGS. 3 and 4, it will be observed 

that the butting marginal edges 12--14 of the base sheet 
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10 are secured by means of the marginally extending ' 
layers or lamina 16 and 20 and reinforcing strip 18 in 
overlapping relationship in respect to the outer layer 20 
on the opposite side of the butt seam joint in the con 
tainer bodies illustrated therein. The only difference be 
tween FIGS. 3 and 4 lies in the relative position of the 
layers 16 and 20, and reinforcing strip 18, in respect to 
the interior or exterior of the can bodies illustrated 
therein. Otherwise, it is to be observed that the rein 
forcing strip 18 is completely enclosed beneath the out~ 
wardly extending overhanging marginal edge portions 
of the layers 16 and 20 to completely seal and conceal 
the reinforcing strip 18 over the entire length of the 
joint. Any suitable commercial adhesive may be em 
ployed to se ure the overlapping contacting surfaces be 
tween ‘the exposed liner 20 and overlying reinforcing 
strip 18 in completing the ‘butt seam joints in the tubular 
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container bodies (FIGS. 3 and 4), a heat-meltable or 
thermoplastic type adhesive cement having been found 
commercially satisfactory for this purpose. ' 

Preformed ?brous or metal end closures 22, preferably 
of the drop center variety and having an inverted chan 
nel-shaped body-engaging perimetrical ?ange 24, have 
been employed successfully with tubular container bodies 
fabricated in accordance with the invention, the end 
closures being crimped into engagement'with the walls of 
the container body, with or without the application of 
an adhesive cement betwen the contacting surfaces of the 
invertedchannel-shaped ?ange 24 and end Wall of the 
container body enclosed within the same. 

In respect to adhesives useful in fabricating the com 
posite ?exible web stock of FIGS. 1 and 2 of the inven 
tion, it has been discovered that any one or several com 
mercially available adhesives, including casein, asphaltum, 
animal and vegetable type room temperature setting 
glues, as well as thermally activated and meltable type 
adhesives, may be employed. Similar adhesives may be 
employed in the butt seam of the tubular container body, 
and if desired, as a supplementary precaution in securing 
the end closures on their complementary tubular con 
tainer or can bodies. 

Exemplary of the practice and container structures of 
the invention, a, commercially successful ?brous con 
tainer, for packaging a well known brand of household 
cleaning powder, is being regularly fabricated from a 
base sheet 10 of 30 point chip board, lamina 16 of 60 
pound natural kraft paper, reinforcing strip 18 of the 
same grade and weight of kraft paper, and an outer 
aluminum foil layer 20 of 0.00035 inch gauge thickness. 
Having thus described the preferred essential features 

and manner of practicing the invention, what is requested 
is that Letters Patent be granted von the novel inventions 
hereinafter de?ned, as follows. 

I claim: 
1. A tubular container body formed from ?brous body 

sheet bent to desired cross-sectional shape and incorporat 
ing a butt seam joint between adjacently disposed, marginal 
edges of the body sheet, said body sheet being character 
ized by springiness against permanent deformation and 
being provided with a layer of thin ?exible material lami 
nated to a major surface area of the body sheet on either 
side of the joint, a reinforcing strip interposed between 
the body sheet and surface of the laminating layer facing 
the same along one marginal edge of the joint and ex 
tending into overlapping relationship in respect to the 
opposite surface of the laminating layer on the opposite 
side of the joint, and said reinforcing strip being adhe 
siveiy secured on both sides of the butt seam joint. ' 

2. A tubular container body formed from ?brous body 
sheet bent to desired cross-sectional shape and incorporat 
ing a butt seam joint between adjacently disposed marginal 
edges of the body sheet, said body sheet being character 
ized by springiness against permanent deformation and 
being provided with a layer of thin ?exible material lami 
nated to the same major surface area of the body sheet 
on either side of the joint, a reinforcing strip interposed 
between the body sheet and surface of the'larninating 
layer facing the same along one marginal edge of the 
joint and extending across the joint into overlapping rela 
tionship in respect to the opposite surface of the laminat 
ing layer on the opposite side of the joint, said overlap 
ping laminating layer extending beyond the extending 
marginal edge of the reinforcing strip and contacting the 
underlying laminating layer beyond the extending marginal 
edge of the reinforcing strip on the opposite side of the 
joint to thereby completely conceal the reinforcing strip 
over the entire length of the joint, and said laminating 
layers and reinforcing strip being adhcsively'secured ‘in 
respect to each other ‘and the body sheet. ' 

3. A tubular container body formed from ?brous body 
sheet characterized by springiness against permanent de 
formation and bent to incorporate a butt seam joint be 



3,004,694: 

tween adjacently disposed marginal edges of the body 
sheet exhibiting a tendency to spring open at the butt 
seam joint, a thin ?exible layer laminated to major sur 
face areas of the body sheet on either side of the joint, 
a reinforcing strip interposed and adhesively secured be 
tween the surfaces of the laminating layer and body sheet 
facing each other on one side of the joint and extending 
into overlying relationship with the opposite surface of the 
laminating layer on the opposite side of the joint to 
which it is adhesively secured, and said laminating l-ayer 
overlying the rein-forcing strip extending beyond the mar 
ginal edge thereof and across the joint into adhesive Kat 
tachment to the laminating layer underlying the reinforc 
ing strip. 

4. A tubular container body formed from ?brous body 
sheet formed by bending to desired cross-sectional shape 
and incorporating at least one butt seam joint between 
abutting gauge thickness marginal edges of the body 
sheet, said body sheet being characterized by springiness 
and inherent tendency to spring open at the butt seam 
joint, a thin ?exible sheet of kraft paper laminated to 
the body sheet over major surface areas thereof on either 
side of the joint, said laminating kraft paper sheet ex~ 
tending outwardly beyond the marginal abutting edge of 
the body sheet incorporated in the joint on one side there 
of and coincident with the marginal abutting edge of the 
body sheet in the joint on the opposite side thereof, a 
narrow reinforcing strip of kraft paper interposed be 
tween the body sheet and laminating kraft paper sheet and 
spanning the abutting marginal edges of the body sheet 
in the joint, said reinforcing strip of ‘kraft paper being 
interposed between the surfaces of the laminating kr-aft 
paper sheet and body sheet facing each other on that 
side of the joint where the laminating kraft paper is ex 
tended outwardly beyond the marginal edge of the body 
sheet in the joint, and otherwise overlapping the opposite 
surface of the laminating kraft paper on the opposite 
side of the joint, said reinforcing strip of kraft paper being 
adhesively secured over its coextensive surfaces in con 
tact with the body sheet and laminating kraft paper sheet, 
and said laminating-kraft paper sheet in its outwardly 
extending marginal edge area being dimension-ally selected 
to completely conceal the reinforcing strip of kraft paper 
over the entire length of the joint. 

5. A tubular container body formed from ?brous body 
sheet formed by bending to desired cross~sectional shape 
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and incorporating at least one but-t seam joint between 
‘abutting gauge thickness marginal edges of the body 
sheet, said body sheet being characterized by springiness 
and inherent tendency to spring open at the butt seam 
joint, a thin ?exible sheet of kraft paper laminated to 
the body sheet over major surface areas thereof on either 
side of the joint, said laminating kraft paper sheet extend~ 
ing outwardly beyond the marginal abutting edge of the 
body sheet incorporated in the joint on one side thereof 
and coincident with marginal abutting edge of the body 
sheet in the joint on the opposite side thereof, a layer of 
thin ?exible metallic foil coextensive with and adhesively 
attached to the surface of the laminating kraft paper 
sheet remote from the body sheet, a narrow reinforcing 
strip of kraft paper interposed between the body sheet 
and laminating kraft paper sheet and spanning the abut 
ting marginal edges of the body sheet in the joint, said 
reinforcing strip of kraft paper being interposed between 
the surfaces of the laminating kraft paper sheet and body 
sheet facing each other on that side of the joint where the 
laminating kraft paper is extended outwardly beyond the 
marginal edge of the body sheet in the joint and other 
Wise overlapping the metallic foil layer on the opposite 
side of the joint, said reinforcing strip of kraft paper being 
adhesively secured over its coextensive facing surfaces in 
contact with the body sheet and laminating kra?t paper 
sheet, and said laminating kraft paper sheet and. metallic 
foil layer in their coextensive outwardly extending mar 
ginal edge areas being dimensionally selected to com 
pletely conceal the reinforcing strip of kraft paper in 
unitary adhesive securement over the entire length of 
the joint. , 
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