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This invention relates generally to the manufacture of 
paper, and has particular reference to paper composed of 
synthetic ?bers. Coordinately, the invention relates to an 
improved binder which makes it possible and commer 
cially practical to make such paper on standard paper 
making machines and in accordance with conventional 
paper-making techniques. 
A primary problem in the manufacture of paper made 

wholly from synthetic ?bers is the inability of such ?bers 
to form secure inter-?ber bonds. This problem is par 
ticularly acute in the manufacture of light-Weight papers. 

It has been found that thermoplastic polymer latices 
are potentially useful bonding agents for organic syn 
thetic ?ber papers. One suggested method is the spray 
ing of the latex on the wet ?ber web While the web is 
carried on the forming wire of the paper-making machine. 
A critical problem in drying is presented, since the latex 
has a tendency to cause the web to adhere to the drying 
roller. Furthermore, the formation of steam by evapo 
ration of the Water phase of the latex as the Web passes 
over the drying roller causes the latex to flow to the 
upper surface of the sheet. This results in a ?nished 
paper having all the latex binder on one surface thereof 
and consequently possessing very poor binding qualities 
on the other surface. In order to overcome this di?iculty 
it is necessary to make substantial departures from the 
conventional paper-making process and to use cumber 
some mechanical procedures. 

Another method proposed by the prior art is to pre 
cipitate the polymer on the surface of the synthetic ?bers 
prior to forming the ?bers into a web. This is done by 
various “beater saturation” techniques which are Well 
established in the manufacture of latex treated papers 
made from natural cellulosic ?bers. Due to the fact that 
the synthetic ?bers are rod-like in shape and their sur 
faces are smooth and relatively hydrophobic they pre 
sent poor surfaces for the depositon of polymer latices. 
Attempts to deposit polymers on such ?bers in any sub 
stantial amount frequently resulted in free resin particles 
which were unattached to the ?ber and caused wire clog 
ging and sticking to the dryers and felts, etc. In addi 
tion, synthetic ?bers coated in this manner also tend to 
form large ?ber clumps or “ropes” in the ?ber slurry, 
which makes paper-making di?icult or impossible. More 
over even if the paper is ?nally formed and dried, an 
insu?icient amount of polymer deposits on the ?ber and 
consequently the resultant paper has poor wet strength 
and the like. 
One of the objects of the invention is to provide a 

?brous binder of novel character Whose utilization makes 
it possible to bind together in the form of a paper web 
synthetic ?bers which are incapable by themselves to 
bond together to an adequate self-sustaining degree. 

Another objective is to provide an improved all-syn 
thetic paper which incorporates this binder and whose 
primary synthetic ?bers are consequently securely bonded 
together. 
By the practice of this invention, papers of excellent 

strength, both in the wet Web and in the dry sheet, can 
be produced; and it is possible and practical to manu 
facture strong highly useful light-weight synthetic ?ber 
papers at relatively low cost and by conventional paper 
making procedures. ~ . 
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It is among the more particular objects of this inven 

tion to provide a binder which will cause normally non 
binding ?bers to cling together both in the wet web and 
the dry sheet. 

It is further among the objects of this invention to 
provide a means whereby paper may be manufactured en 
tirely from synthetic fibers Without signi?cantly altering 
the texture, appearance and other physical properties of 
the primary ?bers themselves; and to provide a paper 
made wholly of synthetic ?bers in which the thermal, 
chemical, and electrical properties can be maintained 
within a desirable range. 
The invention is predicated upon the use of a special 

binder composed of thin hydrophilic ?bers heavily coated 
with thermo-plastic polymers having wet tack. Among 
the polymers found suitable for this purpose are poly 
acrylic esters, polyacrylonitriles, polyvinyl chlorides, poly 
vinyl acetates, and nitrile rubbers. 
A simpli?ed ?ow diagram of the improved paper 

m-aking procedure is as follows: 

Thermoplastic Latex 

polymer latex T F‘ coagulants 

Slurry of glass ?bers 

Slurry of primary ?bers Slurry of ?bers 
incapable by themselves of having adherent 
forming inter-?ber bonds resinous coating 

Mixed slurry 

Formation of Web by conventional 
paper-making techniques 

Dehydration to form paper 

While, generally speaking, any hydrophilic ?ber or 
mixture of such ?bers is satisfactory, best results have 
been obtained with ?bers composed of glass and having 
diameters of less than about 2.5 microns. The ?ber di 
ameter should be as small as possible; however, eco 
nomic and other considerations dictate a preferred range 
of from 0.2 to 1.5 microns. 
The polymer-?ber ratio should be somewhat below 

complete saturation of the ?ber by the polymer and gen 
erally from 2 to 25 parts iby weight of polymer to 1 part 
by weight of the glass or other hydrophilic ?ber. Best 
results are obtained with from 3 to ~10 parts of polymer 
to 1 part of hydrophilic ?ber. 
The ‘binder contemplated by this invention is prepared 

by slurrying hydrophilic ?bers (such as glass or rayon) 
in water, and introducing into the slurry an anionic aque 
ous dispersion of thermo-plastic polymer. Precipitation 
of the polymer onto the hydrophilic ?ber is accomplished 
by introducing a precipitating agent such as alum, or 
various cationic resins such as urea-formaldehyde and 
melamine-formaldehyde. ' 

It has been found desirable to agitate or beat the in 
itial hydrophilic ?ber slurry to aid in the production of a 
uniform dispersion of these ?bers prior to the intro 
duction of the polymer dispersion. ' 

In manufacturing a paper, the binder as described is 
admixed in the desired proportion with a slurry of the 
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primary synthetic ?bers. The combined slurry is then 
introducedinto the head box’ of a suitable paper-making 
machine and is formed into paper by conventional and 
well-known processes. Among the primary synthetic 
?bers found suitable are acrylics, polyesters, polyamides 
and're'generated celluloses. ’ ' ' 

The use of the improved binder results in su?‘icient 
?ber bonding on the wire of the paper-making machine 
to provide excellent wet Web strength, and it has been 
found that the bonding increases as the sheet passes 
through the dryer section of the machine. Further in 
creases in strength may be obtained by. calendering, heat 
treating or combinations thereof. ' 
A wide range of different properties of the paper manu 

factured‘ by the use of’the present invention can be ob 
tained by’judicious selection of primary ?ber or ?bers, 
and of the polymer or polymers employed in the binder; 
alsoby varying the ?ber-to-binder' ratio, and the ?nish 
ing treatment. The ratio of‘primary (non-binding) ?bers 
to the binder (resin-coated) ?bers may vary from 1:2 
to 32:1. Best results are attained when there are be 
tween one and four parts of primary ?bers for each part 
of the binder. As an example of the result that may 
be achieved are papers composed entirely of synthetic 
?bers, Weighing less than V2 ounce per square yard, and 
having tensile strengths as high as 6,000 pounds per square 
inch. ' 

Aqueous dispersions of'acrylonitrile and acrylic ester 
polymers have been found to be particularly satisfactory 
in the preparation of this binder. The polymer must 
be such that it will form a strongly adherent coating on 
the glass or other hydrophilic ?bers and will have a sul? 
cient degree of wet tack to adhere to the adjacent pri 
mary ?bers as the Web is formed on the paper-making 
machine Wire. On the other hand'the wet: tack must 
not be so great that ?ber. clumps are formed in the dilute 
suspension. Additionally, the polymer must be capable 
of forming strong permanent bonds with the primary 
?bers themselves after drying has taken place. 
The following speci?c examples are indicative of the 

breadth and scope of this invention: 

Example 1 
One part by weight of glass ?bers having an average 

diameter of about 0.5 micron isaslurried in about 800 
parts of water in a beater, with the Water temperature 
at about 10° C. With the beater roll in the raised posi 
tion, the slurry is circulated until the glass ?bers are 
uniformly, dispersed. An amount of Rhoplex ER equiv 
alent to 6.3 parts by weight of latex solids is added and 
mixed thoroughly with the glass ?bers and 2.5 parts by 
weight of 10% alum solution are added. (R-hoplex ER 
is Rohm and Haas Company’s trademark for an anionic 
polyacrylic ester latex having av shear modulus of 60 kg. 
per sq. cm. at 10" C., 7 kg. per sq. cm. at30° C. and 
4 kg. per, sq. cm. at 50° C.) Circulation is continued 
until precipitation of the latex is completed and a uni 
form dispersion of polymer-coated glass ?bers is ob 
tained. This :slurry of ?brous binder is then admixed 
with a second'slurry containing-12.5 parts of Orlon cut 
to a length of about 14 inch. ' (Orlon is E. I. du Pont de 

' Nemours & Co. trademark for its linear polyacrylonitrile 
‘ ?ber.) The combined slurry is sheeted and dried on a 
paper machine. The ?nal product is a thin, highly porous 
paper weighing 0.36'02. per square yard and having a 
tensile strength of 0.5 lb. per. inch of width. After light 
calendering at 200° F., the tensile strength of this paper 
increases to 1.2 lbs. per inch and, after calendering through 
two nips at 300° F., the tensile strength is 2.2 lbs. per 
inch. . 7 

Example 2 
One part of glass ?bers having an average diameter 

of about 0.5 micron is slurried in about 250 parts of 
water in- an agitated vessel, with the water temperature 
at about 70° C. The slurry. is violently. agitated until 
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4 
the glass ?bers are uniformly dispersed. Three tenths 
part (dry basis) of Uformite 700 is added and the pH 
is adjusted to about 4 with sulfuric acid. (Uformite 
700 is Rohm & Haas’ trade mark for cationic urea 
formaldehyde resin containing about 19% nitrogen.) An 
amount of Cypel su?‘icient to provide 6 parts of latex 
solids is diluted with several volumes of Water and added 
to the glass ?ber slurry. (Cypel is American Cyanamid 
Company’s acrylonitrile polymer latex containing 43 to 
45% solids by weight and having a pH of 9 to 10.5, 
viscosity 40 to 80‘ cp. and with a particle size less than 1 

7 micron.) Agitation is continued until precipitation of 
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the latex on the glass ?bers is completed and a uniform 
dispersion of polymer coated ?bers is obtained. This 
?brous binder'slurry is then admixed with a second slurry 
containing 8.8 parts of Orlon cut to a length of about 1,41 
inch. The combined slurry is sheeted and dried on a 
paper machine. The ?nal product weighs 8 oz. per square 
yard and after hot calendering has a tensile strength of 
70 lbs. per inch. - 

Example 3 

One part of glass ?bers having an average diameter 
of about.0.5 micron is slurried in about 250 parts of 
water in an agitated vessel, with the water temperature 
at about 70° C. The slurry is violently agitated until 
the glass ?bers are uniformly dispersed. Three tenths 
part (dry basis) of Uformite 700 is added and the pH 
is adjusted to about 4 with sulfuric acid. An amount of 
Rhoplex AC-55 equivalentto 5 parts by weight of latex 
solids. and an amount of Rhoplex B-85 equivalent to 1 
part by weight of latex solids are mixed, diluted with 
several volumes of Water, and added to the glass slurry. 
(Rhoplex AC—55 is Rohm & Haas Company’s trademark 
for an acrylic ester polymer in aqueous emulsion form 
containing 54 to' 55% solids. and having a pH of 9.0 to 
9.5; and Rhoplex B~85 is Rohm & Haas Company’s trade 
mark -for an acrylic ester polymer latex containing 38% 
solids and having a pH. of 9.5 to 10. The former is a 
soft latex while the latter is a hard latex.) 

Agitation is continued until precipitation of the latex 
on the glass ?bers is completed and a uniform dispersion 
of polymer coated ?bers is obtained. This ?brous binder 
slurry is admixed With a second slurry containing 14.6 
parts of regenerated cellulose ?bers cut to a length of 
about %. inch. The combined slurry is sheeted and dried 
on a paper machine. The ?nal product is a thin, highly 

. porous paper Weighing 0.4 oz. per square yard and hav 
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ing a tensile strength after hot calendering of 2.2 lbs. per 
inch. 

Example 4 
A binder is formed as in Example 3, except that the 

parts by Weight of the Rhoplex AC-55 and Rhoplex B~ 
85 are respectively 4.8 and 1.2. This ?brous binder 
slurry is admixed with a second slurry containing 12.2 
parts of Dacron cut to a length of about 14 inch. (Da 
cron is E. I; duPont’s trademark for a terephthalic acid 
ethylene glycol copolymer.) The combined slurry is 
sheeted and driedon a paper machine. The ?nal prod 
uct is a thick, bulky paper weighing 6 oz. per square 
yard. 

Example 5 

A binder is formed as in Example 2 and the binder 
slurry is then admixed with a second slurry containing 
10 parts of nylon ?ber cut to a length of about M4 inch. 
The combined slurry is sheeted and dried on a paper ma 
chine. The ?nal product weighs 1.2 oz. per square yard 
and after hot calendering has a tensile strength of 2 lbs. 
per inch. 

Example 6. 
One part of glass ?bers having an average diameter of 

about 1/2 micron is slurried in about 250 parts of water 
in an agitated vessel, with the water temperature at about 
70° C. The slurry is violently agitated until the glass 
?bers are uniformly dispersed. Two-tenths part (dry 
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basis) of Uforrnite 700 is added and the pH is adjusted 
to about 4 with sulfuric acid. An amount of Lecton 
RC-6302 su?icient to provide 6 parts of latex solids is 
diluted with several volumes of Water and added to the 
glass ?ber slurry. (Lecton RC—6302 is E. I. duPont’s 
trademark for an acrylic dispersion containing 32.5% 
solids by Weight, having a pH of 3.5, viscosity 5 cp., and 
a particle size of approximately 0.11 micron.) Agita 
tion is continued until precipitation of the latex on the 
glass ?bers is completed and a uniform dispersion of 
polymer coated ?bers is obtained. This ?brous binder 
slurry is then admixed with a second slurry containing 
10 parts of Orlon cut to a length of about 1A inch. The 
combined slurry is sheeted and dried on a paper ma 
chine. The ?nal product weighs 1.2 oz. per square yard 
and after hot calendering has a tensile strength of 6.5 
lbs. per inch. 

Example 7 
A binder is formed as in Example 6 except that four 

tenths of a part (dry basis) of Uforrnite 700 is used in 
stead of two-tenths of a part. After the combined slurry 
formed as in Example 6 is sheeted and dried on a paper 
machine, the ?nal product weighs 1.2 oz. per square yard, 
and after hot calendering has a tensile strength of 6.5 lbs. 
per inch. 

Example 8 

A binder is formed as in Example 6, except that three 
tenths of a part of Parez 607 acid colloid is used in place 
of the Uformite 700, and the pH is adjusted to 4 with hy 
drochloric acid. Suf?cient of the Lecton RC-6302 is 
used to provide 8 parts of latex solids. (Parez 607 is 
American Cyanamid’s trademark for trimethylol mel 
amine.) This ?brous binder slurry is then admixed with 
a second slurry containing 13.3 parts of Orlon cut to a 
length of about 1%; inch. The combined slurry is sheeted 
and dried on a paper machine. The ?nal product weighs 
1.2 oz. per square yard and the uncalendered paper has 
a tensile strength of 4.5 lbs. per inch. 

Example 9 
A binder is formed as in Example 8, except that three 

tenths of a part of Uformite 467 is used instead of the 
Parez 607. (Uforrnite 467 is Rohm & Haas’ trademark 
for anionic urea-formaldehyde resin.) The pH is ad— 
justed to about 4 with alum. This ?brous binder slurry 
is then admixed with a second slurry containing 13.3 
parts of Orlon cut to a length of about 1%; inch. The 
combined slurry is sheeted and dried on a paper machine. 
The ?nal product weighs 1.2 oz. per square yard and 
after hot calendering has a tensile strength of 6 lbs. per 
inch. 

Example 10 
A binder is formed as in Example 8, except that three 

tenths of a part of Uforrnite 700 is used instead of the 
Parez 607, and the pH is adjusted with sulfuric acid. 
The Lecton RC-6302 isv used to an extent equivalent to 
10 parts of latex solids. The slurry of ?brous binder 
is admixed with a second slurry containing 16 parts of 
Orlon, cut to a length of about 1A inch. The combined 
slurry is sheeted and dried on a paper machine. The 
?nal product weighs 1.2 oz. per square yard and after 
hot calendering has a tensile strength of 6.5 lbs. per inch. 

Example 11 

A binder is formed as in Example 10, except that the 
glass ?bers have an average diameter of about 2 microns, 
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and the Lecton RC-6302 is sui?cient to provide 6 parts _ 
of latex solids. The ?brous binder slurry is then ad 
mixed with a second slurry containing 10 parts of Orlon, 
cut to a length of about 1%: inch. The combined slurry 
is sheeted and dried on a paper machine. The ?nal prod 
uct weighs 1.2 oz. per square yard and after hot calender 
ing has a tensile strength of 8 lbs. per inch. 
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Example 12 

One part by weight of glass ?bers having an average 
diameter of about 0.5 micron is slurried in about 250 
parts of water in an agitated vessel, with the water tem 
perature at about 70° C. The slurry is violently agitated 
until the glass ?bers are uniformly dispersed. An amount 
of Rhoplex ER equivalent to 2 parts of latex solids is 
added and mixed with the glass ?bers, and 2 parts by 
weight of 10% alum solution is added. (Rhoplex ER is 
Rohm & Haas Ccrnpany’s trademark for an acrylic ester 
polymer whose shear modulus (kg. per sq. cm.) is 4 at 
50° C., 7 at 30° C., 60 at 10° C., and 300 at 3° C.), 
Agitation is continued until precipitation of the resin on 
the glass ?bers is completed and a uniform dispersion of 
polymer coated glass ?bers is obtained. This ?brous 
binder slurry is admixed with a second slurry containing 
10 parts of Orlon cut to a length of about 14 inch. The 
combined slurry is sheeted and dried on a paper ma 
chine. The ?nal product Weighs 1 oz. per square yard 
and after hot calendering has a tensile strength of 2.8 
lbs. per inch. 

Example 13 
A binder is formed as in Example 12, except that glass 

?bers are used having an average diameter of 0.1 micron. 
The Rhoplex ER is used in an amount equivalent to 25 
parts of latex solids, and 5 parts by weight of the alum 
solution is added. This ?brous binder slurry is admixed 
with a second slurry containing 10 parts of Orlon cut 
to a length of about 1%; inch. The combined slurry is 
sheeted and dried on a paper machine. The ?nal prod— 
uct weighs 0.6 oz. per square yard and after hot calender 
ing has a tensile strength of 3.6 lbs. per inch. 

Example 14 

One part of glass ?bers having an average diameter 
of about 1/2 micron is slurried in about 250 parts of wa 
ter in an agitated vessel, with the Water temperature at 
about 70° C. The slurry is violently agitated until the 
glass ?bers are uniformly dispersed. Three-tenths part 
(dry basis) of Uformite 700 is added and the pH is ad 
justed to about 4 with sulfuric acid. An amount of Rho 
plex AC-55 equivalent to 4.5 parts of latex solids and 
an amount of Rhoplex B-85 equivalent to 1.5 parts of 
latex solids are mixed, diluted with several volumes of 
water, and added to the glass ?ber slurry. Agitation is 
continued until precipitation of the latex on the glass 
?bers is completed and a uniform dispersion of polymer 
coated ?bers is obtained. This ?brous binder slurry is 
then admixed with a second slurry containing 3.7 parts 
of Orion cut to a length of about Mt inch. The com 
bined slurry is sheeted and dried on a'paper machine. 
The ?nal product Weighs 1.1 oz. per square yard and 
after hot calendering has a tensile strength of 5 lbs. per 
inch. 

Example 15 
The binder of Example 14 is ‘formed, except that Lecton 

RC-6302 is used, equivalent to 8 parts of ‘latex solids, 
instead of the combined Rhoplex compounds. The ?brous 
binder slurry is then admixed with a second slurry con 
taining 45 parts of Orlon cut to a length of about 1%; 
inch. The com-bined slurry is sheeted and dried on a 
paper machine. The ?nal product is a soft, porous struc 
ture Weighing 4 oz. per square yard. 

Example 16 

The binder of Example 14 is formed, using Hycar 1852 
equivalent to 6 parts ‘of latex solids, instead of the ‘Rho 
plex ingredients. (Hycar 1852 is B. F. Goodrich Chemi 
cal Company’s trademark for butadiene-acrylonitrile poly 
mer latex containing 38 to 42% solids by weight, and hav 
ing a pH of greater than 9.0.) This ?brous slurry is then 
admixed with a second slurry containing 10 parts of Orlon 
cut to a length of about 1/1 inch. The combined slurry 
is sheeted and dried on a paper machine. The ?nal prod 
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not weighs 1.2 oz. per square yard and after hot calender 
ing has a tensile strength of 4:5'lbs. per inch. 

Example 17 

.Abinder is r-formed as in Example 14, in which the v 
:Rhoplex is replaced-by IEver?ex B equivalent to 6 parts of 
latex solids. (.Ever?ex B is Dewey & Almy Chemical 
‘Company’s trademark for a polyvinyl acetate latex con 
taining 54 to 56% solids-by weight, and having a pH 
of 4.0 to ‘6.5, viscosity 1,000 to v1,400 cp. anda particle 
diameter .of less than 2 microns.) The ?brous binder 
slurry is then admixed with a second slurry containing 10 
parts ofOrloncut toa length of about 1%; inch. The com 
bined slurry vis sheeted and dried on a paper machine. 
The ?nal product weighs .9 oz. per square yard and after 
hot ‘calendering has a tensile strength of 4.3 lbsuper inch. 

Example 18 

-A-binder is ‘formed-as inExample 14, the 'Rhop'lex‘being 
replaced by (icon ‘576 inlan amount equivalent to 6 parts 

(Geon 576 is-B. F. Goodrich Chemical 
Company’s trademark for polyvinyl chloridelatex con 
taining 54 to 56.5% ‘solids by weight and having a pH 
of 8.0 and a; viscosity of 27~t~o 47 cp. This latex contains 
35 parts of dioctylphthalra-te per 1.00 par-ts of resin.) The 
?brous binder slurry is then admixed with a second slurry 
containing 10 parts of Orlon cut to a length of about 1A 
‘inch. The combined slurry is sheeted and dried on a 
paper machine. The ?nal product weighs 1.2 oz. per 
square yard and after hot calendering has a tensile 
strengthof 6 lbs. per inch. 7 

Example’ 19 
A binder is prepared as in Example 14. This ?brous 

binder slurry is then ‘admixed with a second slurry con 
taining 236 parts of Orion ?bers cut to a length of about 
1A inch. The combined slurry is sheeted and'dried‘on 
a paper machine. The ?nal product weighs’ 2.2 oz. per 
square ‘yard and, ‘after hot calendering, has a ‘tensile 
strength of 2.8 lbs. per inch.‘ ' ' 

lt-will'be understood that many of the details set forth 
in these examples, and other ‘details herein alluded toifor 
‘the purpose of explaining the invention, may be modi?ed 
in various respects without necessarily departing from 
the spirit and scope of the invention. Therefore, except 
as otherwise speci?ed, or as set'forth in'the appended 
claims, it is intended that the foregoing vdescriptive'par 
ticulars .be interpreted inan illustrative manner and not 
in a limiting sense. 

‘What is claimed is: V 
1.‘ A paper composed primarily of synthetic ?bers in 

capable by themselves of bonding together in the ‘form 
of a self-sustaining web, said paper containing uniformly 
distributedglass ?bers having diameters less than about 
2.5 microns and coated with a thermoplastic polymer of 
good wet tack quality in ‘the ratio of 2 to 25 parts by 
weight of coating to 1 part by weight of glass ?bers, said 
coated ?bers serving as a binder for the non-bonding pri 
mary ?bers. ‘ 

2. A paper according to claim 1 wherein said non-bond 
ing ?bers are taken from the class consisting of acrylics, 
polyesters, polyamides andregenerated celluloses. 

3. Ar-paper according toclaiin 1 wherein the glass ?bers 
have diameters from 0.2 to 1.5 microns. 

4. A paper according to claim 1 wherein the coating 
on the glass ?bers is present in the ratio of 3 to 10 parts 
by weight of coating to 'lpart by weight of glass ?bers. 

'5. A paper according to claim 1 wherein the ratio of 
non-bonding ?bers to coated glass ?bers is from 1:2 to 
32:1. 

6., A paper according to claim 1 wherein the ratio of 
non-bonding ?bers ‘to coated vglass ?bers is from 1:1 to 
4: 1. 

7. ‘A process of forming a paper composed of primary 
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,?bers incapable by, themselves of bonding together in the 
'form of a self-sustaining web, which consists in pre 
liminarily coating separate glass ?bers having diameters 
less than about 25 microns with an adherent resinous 
coating'of good wet tack quality in the ratioof -2 to 25 
parts by Weight of coating to 1 part by weight of glass 
?bers, introducingand mixing a slurry of said coated ?bers 
into a slurry containing the primary ?bers of which the 
paper is to be made, forming a web of the resultant mix 
ture, and dehydrating it to convert it into a self-sustaining 
paper. , 

8. A process according to claim 7 wherein said coating 
is taken from the class consisting of polyacrylic esters, 
polyacrylonitri‘les, polyvinyl ‘chlorides, polyvinyl acetates 
and nitrile rubbers. 

'9. A process of forming a paper according to claim 7 
wherein the glass ‘?bers have diameters from 0.2-to 1.5 
microns. 

10. A process of forming a paper according to claim 7 
wherein the coating is appliedtothe glass ?bers in the 
ratio of 3 to 10 parts by weight of coating to 1 part by 
weight of glass ?bers. . 

11. A binder for use in the manufacture of a paper 
composed of ?bers incapable by themselves of ‘bonding 
together to‘an adequate self-sustaining degree, consisting 
of a dilute aqueous slurry of separate glass ?bers having 
diameters less than about 2.5 microns, each glass ?ber 
being coated with a thermoplastic polymer having wet 
tack, the polymer-?ber ratio ‘being from 2 to'25 parts by 
weight of polymer to 1 part by weight of the glass ?bers. 

, 12. -A binder'according to claim 11, wherein‘said poly 
mer is taken from the class consisting of polyacrylic esters, 

' polyacrylonitriles, polyvinyl chlorides, polyvinyl acetates, 
and nitrile rubbers. 

13. A binder according to'claim 11 wherein the diam 
eters of said glass ?bers are from 0.2 to 1.5 microns. 

14. A binder according to claim 11 wherein the poly 
mer-‘?ber ratio is from'3 to 10 parts-by weight of polymer 
to 1 part by weight of, the glass ?bers. 

15. A process for the preparation of a binder for use 
in the manufacture ofpaper composed of ?bersincapable 
by themselves of bonding together to an adequate self 
sustainingidegree, comprising the formation of a dilute 
aqueous slurry of glass ?bers having diameters less than 
about 2.5 \microns, agitating said slurry to separate and 
uniformly disperse said ?bers,'then introducinglinto said 
slurry an anionic aqueous-dispersion of avthermoplastic 
polymer having wet tack, said aqueous dispersion ofpoly 
mer being added in an amount sufficient to provide a 
polymeré?ber ratio of 2 'to.25 parts by weight of polymer 
to 1 part by weight of the glass ?bers, and precipitating 
said polymer on said glass ?bers by addition of a pre 
cipitating agent. 

16. A process accordingto claim 15 wherein the ther 
moplastic polymer is taken from the class consisting of 
polyacrylic esters, polyacrylonitriles, polyvinyl chlorides, 
polyvinyl acetates and Initrile rubbers. 

17. .A process according to claim 15 wherein said pre 
cipitating'agent is taken from the class consisting of alum, 
cationic urea formaldehyde resins, and cationic melamine 
vformaldehyde ‘resins. 

18. A process according'to claim 15 wherein the diam 
eters of said glass ?bers are from 0.2 to 1.5 microns. 

19. A process according-to claim 15 wherein said aque 
ous dispersion ofpolymerrisradded in an amount su?icient 
to provide ‘a polymer-?ber ratioof 3 to 10 parts by weight 
of polymer to 1 part by weight of the glass ?bers. 
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