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This invention relates to a process for producing a modi 
?ed viscose having improved properties. More particu 
larly it relates to the simultaneous cyanoethylation and 
xanthantion of alkali cellulose. 
The usual method for cyanoethylating cellulose involves 

treating an alkaline suspension of cellulose with acryloni 
trile dissolved in the alkaline solution. This procedure 
uses comparatively large amounts of acrylonitrile and re 
sults in waste liquors which must be subjected to recovery 
treatments to reduce acrylonitrile and alkali losses. Vis 
cose has been cyanoethylated by adding acrylonitrile di 
rectly to viscose. However, large amounts of acryloni 
trile are consumed by the by-product sulfur compounds 
present in the viscose. \ 

It is an object of this invention to provide a viscose 
material having an accelerated aging rate. 

It is another object of this invention to provide cyano 
ethylated viscose produced with less acrylonitrile than 
that previously produced. 

It is a further object of this invention to provide a 
method for cyanoethylating alkali cellulose which uses 
less acrylonitrile and eliminates the necessity for recovery 
treatments of Waste liquors. 

It is still another object of this invention to provide a 
method for the production of cellulose articles having 
improved properties such as luster and clarity. 

It is a still further object of this invention to provide 
a method for the production of cellulose ?bers having 
improved extensibility and a smoother cross section, to 
gether with increased dye af?nity. _ 

It is a still further object of this invention to provide 
soluble regenerated viscose ?bers with considerable reduc 
tion in the amount of carbon bisul?de used for xanthating. 

These and other objects are accomplished in accordance 
with the present invention which broadly includes a meth 
od for preparing a modi?ed viscose which comprises react 
ing alkali cellulose with from 01% to 60%, based on the 
weight of the cellulose, of acrylonitrile and from 20 to 
60% , based on the weight of the cellulose, of carbon bisul 
?de, and dissolving the reacted cellulose in a dilute alkali 
solution. It is preferred, for a viscose used for spinning 
hydrophobic ?bers, that less than 1% acrylonitrile be used 
with from 25 to 35% carbon bisul?de. However, for a 
process wherein the amount of carbon bisul?de used for 
xanthating the alkali cellulose is advantageously reduced, 
large amounts of acrylonitrile, up to about 60%, can be 
used to replace much of the carbon bisul?de. Regen 
erated articles formed from viscose prepared with large 
amounts of acrylonitrile are highly water-soluble. 

It is theorized that the acrylonitrile reacts with the 
cellulose to form cyanoethylated cellulose; this swells the 
material and lets the carbon bisul?de in between the cellu 
lose chains so that it reacts or xanthates faster. 

This invention also includes a method of forming shaped 
cellulosic articles by ?rst preparing a modi?ed viscose as 
described above, forming the viscose into a shaped article, 
and then regenerating the viscose to produce the ?nished 
article. In the formation of cellulosic ?bers from the 
cyanoethylated viscose, the viscose should be prepared 
with less than 1% acrylonitrile based on the cellulose. 
This viscose can be spun into ?laments which are stretched 
to from 25 to 75% of their original length. The stretched 
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?bers are then hot water washed in a relaxed state and 
dried to produce excellent crimped ?bers. 
The following is an example demonstrating the method 

of preparing a modi?ed viscose and the method of produc 
ing ?bers from the viscose. 

Example I 
Alkali cellulose is charged as usual into a churn used for 

xantthation. Carbon bisul?de containing a predetermined 
amount of acrylonitrile is added to the churn to yield 30% 
carbon bisul?de and .25% acrylonitrile based on the 
weight of cellulose in the alkali crumbs. After simul 
taneously xanthating and cyanoethylating the alkali 
crumbs for a period of 11/2 hours, the reacted cellulose is 
dissolving in dilute sodium hydroxide to form a viscose 
containing 8.6% cellulose and 6.4% sodium hydroxide. 

This viscose was used to spin 15 denier per ?lament 
?bers from a coagulating and regenerating bath contain 
ing 7.2% sulfuric acid; 1% Zinc sulfate and 20% sodium 
sulfate at 50° C. bath temperature, using a spinning speed 
of 80 meters per minute and a bath immersion of 32 
inches. After leaving the bath the ?laments in the form 
of a ?ber were stretched 40% of their original length, then 
relaxed in hot water, where the ?bers developed an ex 
cellent crimp. The extensibility of the ?nished ?ber pro~ 
duced by this method is considerably higher than that 
produced in a similar manner from viscose prepared from 
a non-cyanoethylated cellulose xanthate. Other prop 
erties such as cross section, water retention and dye af? 
ni-ty are also modi?ed. 
A modi?ed viscose produced in the same manner as 

described above but aged for 48 hours produced a ?ber 
having a still better crimp and improved luster. Gen 
erally ?bers produced with the modi?ed viscose had a 
?rmer hand, better crimp, more luster and a less milky 
appearance than ?ber spun with conventional viscose. 
The improved ?ber also had greater soil resistance and 
its crush recovery was almost 10% greater than the con 
ventional ?ber. 

Example II 

A viscose solution was prepared by reacting alkali cellu 
lose prepared as described in Example I with 24%, based 
on the weight of the cellulose, of carbon bisul?de and 
60%, based on the weight of cellulose, of acrylonitrile. 
A yarn was spun from this viscose which swelled greatly 
in water. 

Trial viscoses were prepared by reacting alkali cellulose 
with various mixtures of acrylonitrile and carbon bisul— 
?de where the amounts of the acrylonitrile component 
varied from 60% down to 076%, based on the weight of 
the cellulose, and the amount of carbon bisul?de was 
maintained at 30%. Acrylonitrile, even at .076% accel 
erated the aging of the viscose greatly as determined by 
the sodium chcloride salt test. For higher concentrations 
of acrylonitrile the strength and extensibility of spun yarn 
produced therewith is lowered. Thus, for carpet ?bers 
and the like, viscose prepared with the smaller percentages 
of acrylonitrile is preferred. 

Various changes and modi?cations may be made in 
practicing the invention without departing from the spirit 
and scope thereof and, therefore, the invention is not to 
be limited except as de?ned in the appended claims. 

I claim: 
1. A method for preparing a modi?ed viscose which 

comprises reacting alkali cellulose with a mixture con 
taining from 0.01 to 60% of acrylonitrile and from 20 to 
60% of carbon bisul?de, said percentage amounts being 
based on the weight of the cellulose, and dissolving the 
reacted cellulose in a dilute aqueous solution of alkali 
hydroxide. 

2. The method of claim 1 wherein less than 1% acry 
lonitrile is used. 
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3. The method of claim 1 wherein over 1% acryloni 
trile is used. 

4. A method of forming shaped cellulosic articles which 
comprises reacting alkali cellulose with a mixture contain 
ing from 0.01 to 60% of acrylonitrile and from 20 to 60% 
of carbon bisul?de, said percentage amounts based on the 
weight of the cellulose, dissolving the reacted cellulose 
in dilute alkali to form viscose, forming the viscose into 
a shaped article, and regenerating the viscose article. 

5. A method of forming shaped cellulosic articles which 
comprises reacting alkali cellulose with a mixture contain 
ing from 0.01 to 1% of acrylonitrile and from 25 to 35% 
of carbon bisul?de, said percentage amounts based on the 
weight of the cellulose, dissolving the reacted cellulose in 
dilute alkali to form viscose, forming the viscose into a 15 
shaped article, and regenerating the viscose article. 
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A 
6. The method of claim 5 wherein the shaped article is 

a ?lament. 
7. The method of claim 6 wherein the regenerated ?la 

ment is stretched to from 25 to 75 % of its original length, 
5 relaxed in hot water and dried. 
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