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This invention relates to non-linear electrical resistance 
elements, that is, resistance elements which have a non 
linear voltage-current characteristic. 

Such resistance elements for use with voltages greater 
than, say, 25 volts are Well-known and usually consist of 
a quantity of discrete particles of silicon carbide or other 
such non-linear resistance material (that is material the 
electrical resistance of which varies with variation in ap 
plied voltage) in combination with a ceramic binder. 
One well-known type is known under the registered trade 
mark “Metrosil” and its electrical characteristic may be 
expressed in the form: 

I and V are the current through and voltage across the 
resistance element respectively, the index ,8 is characteristic 
of the material from which the resistance element is made, 
and the constant K depends upon the shape and size of 
the resistance element as well as on the material. In prac 
tice, the voltage at any current density is proportional to 
the thickness of the resistance element and the current at 
any voltage gradient is proportional to the area of the 
resistance element. The most common form of this type 
of resistance element is a disc and the lower the voltage, 
the thinner the disc is required to be. 

Resistance elements of this type are usually manufac 
tured by pressing a mixture of granules of silicon carbide 
or other such material and a ceramic material into the 
form of a disc which is then sintered. However, such 
resistance elements designed for low voltage applications 
are rather fragile. For example, for use at 25 volts the 
disc may be only 0.02” thick. For very low voltage ap 
plications the disc will comprise a single layer of a ?nite 
number of silicon carbide or other such granules and this 
precludes the use of a ceramic binder on the grounds of 
extreme fragility. 

It is an object of the present invention to provide an 
improved method of manufacturing a non-linear resist 
ance element which is suitable for use with low voltages 
(e.g. voltages of the order of 1A to 5 volts). 
According to the invention, such method consists in 

constraining a single layer of granules of silicon carbide 
or other such non-linear resistance material in a lamina 
of electrically insulating material with granules exposed 
at both surfaces of the lamina, and applying to each of 
these surfaces an electrically conductive member contact— 
ing the exposed portions of the granules thereat. 
The invention may be performed in a variety of ways, 

?ve examples of the preparation of the lamina referred 
to being as follows: 

(1) The granules are spread in a single layer on a 
lamina of electrically insulating material, such as poly 
thene, which can be penetrated by the granules by ap 
plication of su?icient pressure to the latter, and pressure 
is applied in any suitable manner to the granules to cause 
them to penetrate the lamina to an extent such that por 
tions of the granules are exposed at both surfaces thereof. 

(2) A lamina of electrically insulating material, such 
as polyethylene, which can be made deformable by heat 
ing, is placed on a sheet of resilient material such as 
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rubber, the granules are spread in a single layer on the 
lamina, and a further sheet of resilient material is placed 
over the layer of granules. The “sandwich” thus con 
stituted is heated until the lamina become deformable and 
then suf?cient pressure is applied to opposite sides of the 
sandwich to cause the granules to embed themselves in 
the deformable lamina, except for portions of the gran 
ules which are pressed into the sheets of resilient mate 
rial. These sheets are then removed leaving such por 
tions of the granules exposed at opposite sides of the 
lamina. 

(3) A layer of the granules is held under pressure 
between two supporting surfaces of rubber or other re 
silient material, the pressure being such that portions of 
the granules are embedded therein. A suitable resinous 
material, such as “Araldite D,” is then deposited round 
the granules,'as by vacuum impregnation, and after sol 
idi?cation of the resinous material into a lamina with the 
granules partially embedded therein, the supporting sur 
faces are removed leaving those portions of the granules 
which were pressed into them exposed on opposite sides 
of the lamina. 

(4) A quantity of a suitable material (again such as 
“Araldite D”) is mixed with the granules and then set to 
form a lamina no thicker than the depth of a layer of the 
granules. Both surfaces of the lamina are then teased or 
ground to expose portions of the granules at these 
surfaces. 

(5) A single layer of the granules is contained between 
two laminae of electrically insulating material having an 
adhesive substance on their facing surfaces. Su?'icient 
pressure is then applied to the outside surfaces of the 
laminae for the granules to penetrate them so that por 
tions of the granules are exposed at their outside surfaces. 
The applied pressure also causes the two laminae to 
adhere together so that they constitute a composite 
laminae having portions of the granules exposed at both 
surfaces thereof. 

In each of the foregoing ways the lamina of electrically 
insulating material containing granules of silicon carbide 
or other such non-linear resistance material may be pre 
pared in a shape appropriate for incorporation in a volt 
age dependent resistor, or it may be subsequently cut to 
a suitable shape or have suitably shaped parts cut or 
stamped out from it. 
To form the ?nal non-linear resistance element the 

shaped lamina may be constrained between electrodes 
constituted by rigid electrically conducting pressure plates 
of brass or other suitable conductive material which con 
tact with the exposed portions of the granules at its op 
posite surfaces. Alternatively, the surfaces of the lamina 
may be at least partially covered with a conductive coat 
ing constituting the electrodes. Where the lamina is 
shaped after being formed, such coating may be applied 
either before or after shaping. 

In order that the invention may be more fully under 
stood reference will now be made by way of example to 
the accompanying drawing in which, on an enlarged scale: 

FIGS. 1 and 2 illustrate examples of non-linear resist 
ance elements provided with rigid plate electrodes; and 
FIGS. 3 and 4 illustrate examples of non-linear resist 

ance elements provided with electrodes constituted by con 
ductive coatings. 

In each of these examples the lamina of electrically 
insulating material constraining a layer of granules of 
silicon carbide or other such material would be made in 
accordance with the invention, for instance by any of the 
?ve particular ways just mentioned. 

Referring to FIG. 1, a ?nite number of granules 1 of 
silicon carbide or other such material are constrained as 
a single layer in a lamina 2 of electrically insulating ma 
terial with portions of the granules exposed at both sur 
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faces of the lamina 2. The lamina 2 is held between two 
facing electrical conducting surfaces presented by a pair 
of juxtaposed rigid met-al discs 3a, 3b, these surfaces con 
tacting the exposed portions of the granules 1. The edges 
of the lower disc 3b are bent over to enclose the lamina 
2 and to maintain the metal discs 3a, 3b in position: the 
top disc 3a and the rim of the lower disc 3b are electrie 
cally insulated from each other by an annular insulating 
Washer 4. Electrical contact with the resistance element 
thus formed can be made by conventional means such 
as spring contacts, tags, etc. (not shown). 
The resistance element shown in FIG. 2 also includes 

a pair of juxtaposed rigid metal discs 3a’, 3])’ between 
which is clamped a lamina 2 of electrically insulating 
material constraining a single layer of granules 1 of sili 
con carbide or other such material. In this instance the 
lamina 2 and the metal discs 3a, 3b have a central aper 
ture and the metal discs 3a, 3b are maintained in posi 
tion by means of a bolt 5 inserted through the central 
aperture and locked by nuts 6. Insulating spacers 7 in 
sulate the bolt 5 from the lamina 2 and discs 3a, 3b. 
The voltage resistance characteristic of a non-linear 

resistance as exempli?ed in FIGS. 1 and 2 is determined 
by the number of granules per unit area and the pressure 
applied by the metal discs. Thus where this lamina con 
straining the granules is to be prepared, in conformity 
with the invention, by either of the ways (1) and (2) 
previously discussed the preparation may be facilitated 
if the surface of the lamina in which the granules are 
spaced is previously coated with a viscous substance 
which will retain the granules in position. Also, in the 
case of these two examples the granules may be embedded 
in the lamina by the mechanical pressure applied during 
assembly to their metal disc electrodes. 
As indicated earlier the electrodes of a non-linear re 

sistance element made in accordance with the invention are 
not necessarily rigid pressure plates, but may be applied 
to the prepared lamina in the form of a conductive coat 
ing. This alternative is illustrated in FIG. 3, in which a 
lamina 2 of electrically insulating material in strip form 
has granules 1 of silicon carbide or other such material 
embedded only along a central portion thereof. 
The reference numeral 8 denotes a conductive coating 

covering the area ABCD on one surface of the lamina 2, 
and the reference numeral 9 denotes a conductive coating 
covering the area WXYZ on the other surface. Indi 
vidual non-linear resistance sheets may then be cut from 
the strip as shown by the lines PP’, QQ’. For any one 
grade of resistance material the voltage resistance char 
acteristic would be determined by the number of granules 
per unit area and by the distance between the two lines 
PP’, QQ' 

In section a resistance element thus produced would 
‘be as shown in FIG. 4 in which 2 is the lamina of electri 
cally insulating material, 1 is the layer of granules of sili 
con carbide or other such material constrained therein, 
and 8 and 9 are the conductive coatings which act as elec 
trodes to which electrical connections may be attached 
in any known way, for instance, by soldering. 

Instead of the lamina strip having granules embedded 
in a continuous section along its centre, the granules may 
be embedded there in isolated groups in order to facilitate 
cutting the lamina up into individual resistance elements. 
A non-linear resistance element manufactured in ac 

cordance with the invention may be encapsulated in a 
suitable resin. . 

Although the term “single layer of granules” has been 
used throughout the speci?cation by reason that the char 
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acteristics of a non-linear resistance element manufactured 
in accordance with the invention are determined ‘by those 
granules which have exposedportions of both sides of the 
lamina of electrically insulating material, it is to be ap 
preciated that in practice some of the exposed granules 
may overlie others that may be completely embedded 
within the lamina: the above term is therefore intended 
to be construed accordingly without departure from the 
spirit of the invention. 
What we claim is: 
1. A method of manufacturing a non-linear resistance 

element comprising the steps of constraining a single 
layer of discrete granules of a non-linear resistance ma 
terial in a lamina of electrically insulating material which 
is su?iciently thin so that each of at least a substantial 
number of said discrete granules is exposed at both sur 
faces of the lamina, and applying an electrically con 
ductive member to each of these surfaces to contact ex 
posed portions of the granules thereat, wherein said lamina 
with said single layer of discrete granules constrained 
therein is prepared by holding a single layer of the gran 
ules under pressure between two supporting surfaces of 
resilient material, the pressure being such that portions 
of oppositely facing surfaces of each of at least a substan 
tial number of the granules are embedded in the support 
ing surfaces, depositing resinous material round the gran 
ules, causing the resinous material to set to form the 
lamina with the granules partially embedded therein, and 
removing the supporting surfaces to leave those por 
tions of the granules which were pressed into them 
exposed on opposite sides of the lamina. 

2. A method of manufacturing a non-linear resistance 
element according to claim 1, wherein said granules are 
silicon carbide granules and wherein each of said two 
electrically conductive members is a rigid electrically 
conductive pressure plate pressed into electrical contact 
with the exposed portions of the granules at the side of 
the lamina to which it is applied and there secured in posi 
tion. 

3. A method of manufacturing a non-linear resistance 
element according to claim 1 wherein said granules are 
silicon carbide granules and wherein said two electri 
cally conductive members are electrically conductive coat 
ings applied over the surfaces of said lamina in electrical 
contact with the exposed portions of the granules thereat. 
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