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4 Claims. ((31. 340-9) 

This invention pertains to improvements in under 
water sound transducers, and more particularly to im 
provements in transducers of the extensional flexural type. 
Prior art extensional-flexural type transducers generally 
comprise a compliant tube having an elliptical cross 
section. A suitable driving member is mounted within 
the compliant tube so that the plane of the driving mem 
ber is coplaner with the plane of the major axis of the 
elliptical compliant tube, the ends of the driving member 
being attached to the inner walls of the elliptical com 
pliant tube in a suitable manner. The driving member 
operates in an extensional mode, that is, it expands and 
contracts along the major axis of the ellipse, thereby ap 
plying forces to the surfaces of the compliant tube gen 
erally perpendicular to the plane of the driving member. 
When the driving member expands, the major axis of the 
elliptical tube is increased, while the minor axis is de 
creased, while when the driving member contracts, the 
major axis decreases while the minor axis increases. In 
other words, the expansion and contraction of the driv 
ing member causes a ?exing of the surfaces of the com 
pliant tube generally parallel with the plane of the driv 
ing'member. 

Since, when the driving member expands, the minor 
axis of the cross-section of the elliptical compliant tube 
decreases, or in other words, the surfaces of the compliant 
tube generally parallel to the driving member move to 
ward each other, a negative pressure, negative with re 
spect to the static equilibrium pressure, occurs in the 
Water adjacent these surfaces. At the same time, expan 
sion of the driving member increases the major axis of 
the cross-section of the elliptical compliant tube and the 
surfaces of the compliant tube generally perpendicular to 
the driving member move away from each other thereby 
creating a pressure in the water adjacent these surfaces. 
The pressure being positive with respect to the static 
equilibrium pressure. The negative pressure created in 
the water adjacent the surfaces parallel to the driving 
member is partially cancelled by the positive pressure 
created in the water adjacent the surfaces perpendicular 
to the driving member. This pressure cancellation de 
creases the e?iciency of the transducer. 
The present invention, on the other hand, pertains to 

an extensional-?exural type transducer wherein this pres 
sure cancellation, or out of phase operation of adjacent 
transducer surfaces, is eliminated. 

In a broad sense, the invention comprises a compliant 
tube having two opposing major surfaces and two op 
posing minor surfaces. A driving member, having op 
posing end members operable to expand and contract 
along an axis, is mounted in the compliant tube with the 
end members of the drivinglmember rigidly attached to 
the inner faces of the opposing minor surfaces. The 
major surfaces of the compliant tube are concave with 
respect to the axis of the driving member. 
The driving member operates in an extenisonal mode, 

that is, it expands and contracts along its axis thereby 
applying forces to the minor surfaces of the compliant 
tube. When the driving member expands, the distance 
between the minor surfaces is increased, while when the 
driving member contracts, the distance between the minor 
surfaces decreases. 

Since the major surfaces are concave with respect to the 
axis of the driving member, the expansion of the driving 
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member causes the distance between the major surfaces to 
increase, while the contraction of the driving member 
causes the distance between the minor surfaces to de 
crease. In other words, the distance between the minor 
surfaces and the distance between the major surfaces both 
increase when the driving member expands, and both de 
crease when the driving member contracts. The expan 
sion and contraction of the driving member causes a 
positive pressure to occur in the water adjacent to the 
minor surfaces, and at the same time, causes a positive 
pressure to occur in the water adjacent to the major 
surfaces. Therefore, the pressure cancellation caused 
by the out of phase operation of the major and minor 
surfaces, as described in conjunction with the prior art 
device, is minimized. 

It is one object of this invention, therefore, to provide 
an improved extensional-?exural transducer. 
Another object of this invention is to provide an exten 

sional-?exural transducer which has increased e?iciency. 
A further object of this invention is to provide an ex 

tensional-?exural transducer which has opposing major 
surfaces concave with respect to the extensional axis of 
a driving member. 
These and other objects of this invention will become 

apparent to those skilled in the art upon consideration 
of the accompanying speci?cation, claims, and drawings 
of which: 
FIGURE 1 shows a pictorial view of the transducer 

of the present invention; 
FIGURE 2 is a section view of the transducer of FIG 

URE 1; 
‘ FIGURE 3 is a section view of an embodiment of this 
invention using a bender type driving elements; 
FIGURE 4 is a section view of an embodiment of this 

invention having a single radiating surface; 
FIGURE 5 is a pictorial view of a cylindrical embodi 

ment of the present inveniton; and 
FIGURE 6 is a section view of the transducer shown 

in FIGURE 5. 
Referring to FIGURES 1 and 2, there is shown a 

transducer 10 having a tubular member 11. Tubular 
body member 11 has opposing major surfaces 12 and 
opposing minor surfaces 13. A cross-sectional axis 14, of 
tubular body member 11 intersects opposing minor sur 
faces 13 and is equidistant from opposing major surfaces 
12. Opposing surfaces 12, of body member 11, are con 
cave with respect to axis 14. 
A driving member 15 comprises a first and second crys 

tal stack, each containing a plurality of polarized crystals 
17, such as polarized barium titanate crystals. The crystal 
stacks are formed by bonding adjacent crystals to opposite 
sides of a beryllium copper insert by means of a conduct 
ing adhesive. Each crystal stack has an axis running in 
a direction such that the axis intersects each of the crystals 
of the ?rst and second crystal stacks. The crystals of each 
crystal stack are polarized in a direction parallel to the axis 
of the crystal stack, however, adjacent crystals of each 
crystal stack are polarized in opposite directions. The 
crystal stacks are bonded to opposite sides of a rectangular 
cross-section center post 20. Center post 20- has a circular 
aperture 21 therethrough, the axis of aperture 241 being co 
axial with a longitudinal axis .22 of body member 12. 
Longitudinal axis 22 is the axis of symmetry of body mem 
ber \12 and is equidistant from the opposing surfaces ‘12 
and the opposing surface 13. 
An insulating member 23 is bonded to the free ends 

of each of the crystal stacks. The driving member 15 is 
mounted inside tubular body member 11, and positioned 
so that the axis of the crystal stacks are coaxial with axis 
14. The free ends of insulating members 23 are bonded 
to the inner faces of opposing surfaces ‘13 by a suitable 
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bonding material 24. Alternate beryllium copper inserts 
between adjacent crystals of each of the crystal stacks are 
connected to electrical conductors 26 and 27, respectively. 
A bottom plate 30 and a rubber gasket, or other suitable 
sealing material ‘31, are mounted at the bottom of trans 
ducer 10, contiguous with one edge of tubular body mem 
ber 11. 
A top plate 3-2 and a rubber gasket 3-3 are mounted at 

the top of transducer 10, contiguous with the other edge 
of tubular body member 12. Bottom plate 30 and top 
plate 32 each have an aperture therethrough, the axis of 
the apertures being coaxial with the longitudinal axis ‘22 
of body member 11. A mounting bolt 35 passes through 
the aperture in bottom plate 30, through aperture 21 in 
center post 29, and through the aperture in top plate 3-2, 
and is threadably engaged with a nut 36. The mounting 
bolt 35 and nut 36 secure the top plate 32 and the bottom 
plate 30 to transducer 10, and also cause the plates to 
compress the rubber gaskets 33 and 31, respectively, there 
by forming a water tight seal for the interior of tubular 
body member 11. 

Electrical conductor 27 is connected to an electrical 
connector 37, which is mounted to top plate 32, while elec 
trical conductor 26 is connected to an electrical connector 
38, which is also mounted to top plate 32. 

Operation 
In normal operation, electrical connectors 37 and 38 

are connected to an alternating source of energizing poten 
tial. When the energizing source is of a polarity such that 
electrical conductor 37 is positive with respect to electri 
cal conductor 38, an electric ?eld is applied across each 
of the crystals 17 of driving member '15. The electric ?eld 
applied across the crystals 17 is in the same direction as 
the polarization of each of the crystals. Therefore, the 
crystals expand in their direction of polarization. When 
the crystals expand, forces are applied to the inner faces 
of opposing surfaces 13, tending to push surfaces 13 fur 
ther away from each other. As opposing surfaces 13 move 
away from each other, forces are applied to opposing sur 
faces 12, causing these members to move away from each 
other. Similarly, when the energizing potential source 
is of a polarity such that electrical conductor 38 is posi 
tive with respect to electrical conductor 37, an electric 
field will be applied to each of the crystals 17 in a direc 
tion opposite to the direction of polarization of the crys 
tals. When an electric field is applied to the crystals 17 
in a direction opposite to their direction of polarization, 
the crystals contract, and opposing surfaces 13 are moved 
closer together. When the distance between opposing sur 
faces 16 decreases, a force is applied to opposing surfaces 
12, causing the distance between these surfaces to decrease 
also. 
As can be seen from the description, since opposing sur 

faces ‘12 are concave with respect to axis 14, the move 
ment of opposing surfaces 12 and opposing surfaces 13, 
due to the expansion and contraction of driving member 
15, are in phase and hence the pressure conditions set up 
in the water surrounding transducer ‘10 are the same adja 
cent to the surfaces 12 as they are adjacent to the surfaces 
13. Therefore, the pressure cancellation is minimized and 
the transducer ei?ciency increases. 

Structure of FIGURE 3 

Referring to FIGURE .3, there is shown a cross-sectional 
view of another embodiment of the present invention. The 
structure of FIGURE 3 is generally the same as that 
shown in FIGURES 1 and 2, the difference being in the 
type of driving member utilized. The structure of FIG 
URE 3 which is similar to that shown in FIGURES 1 and 
2 is given the same numerical designation. 
A driving element 40 of the transducer con?guration of 

FIGURE 3 includes a ?rst bender element 41, and a sub 
stantially identical bender element 42. ‘Bender element 411 
comprises a ?rst polarized crystal 413 and a second polar 
ized crystal 44. Crystals 43 and 44 are bonded back-to 
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back to form a crystal module 45. A plurality of crystal 
modules, similar to crystal module 45, are connected to 
form a ?rst crystal stack by bonding each crystal module, 
by means of a conductive adhesive, to a beryllium copper 
insert 46 between each module. A second crystal stack 
is constructed in substantially the same manner as the ?rst 
crystal stack. The ?rst and second crystal stacks are 
bonded to opposite sides of a rectangular cross-section 
center post 50‘, the crystal stacks being aligned along an 
axis 51. Center post 50 has a circular aperture there 
through, the axis of the aperture being actually aligned 
with axis 14. 
An insulating member 52 is bonded to the free ends of 

each of the crystal stacks. 
Crystals 43 and 44, of crystal module 45, are both 

polarized in a direction parallel to axis 51, however, crys 
tal 43 is polarized in a direction opposite to crystal 44. 
In a similar manner, the crystals in each crystal module 
are oppositely polarized. In addition, the crystals of each 
crystal module are polarized in a direction opposite to the 
adjacent crystal in adjacent crystal modules. Alternate 
beryllium copper inserts 46, between adjacent crystal 
modules, are connected to electrical conductors 53 and 
54, respectively. Bender element 42, as explained previ 
ously, is constructed in a maner substantially identical to 
bender element 41. 

Bender elements 41 and 42 are mounted inside tubular 
member 11, the axis 51 of bender elements 41 and 42 
being perpendicular to axis 14. Insulating end members 
52, at each end of bender element 41, are bonded to the 
inner face at one end of opposing major surfaces 12 by 
means of a suitable adhesive material, while insulating 
end members 52 at each end of bender element 42, are 
bonded to the inner face at the other end of opposing 
major surfaces 12. 
A rigid connecting member 57 passes through the aper 

tures of center posts 50 of each bender elements 41 and 
42, and is attached to each of the bender elements by a 
suitable means, in this case being threadably engaged with 
nuts 58. Rigid member 57 holds the center posts of 
bender elements 41 and 42 a ?xed distance apart. 

In operation, an alternating electric signal is applied to 
the conductors 53 and 54, and this electric signal applies 
an elecric ?eld across each of the crystals of the bender 
elements. Assume that the electric signal applied from 
conductors 53 and 54 to beryllium copper inserts 46 is 
such that the electric ?eld applied to crystal 43, of crystal 
module 45, is in the direction of polarization of crystal 
43, while the electric signal applied to crystal 44 is in a 
direction opposite the direction of polarization. In this 
case, crystal 43 will expand while crystal 44 will con 
tract. Each of the crystals in adjacent crystal modules in 
the same row as crystal 43, is polarized such that when 
the instantaneous ?eld applied to crystal 43 is of a di 
rection such that crystal 43 tends to expand, then all of 
the crystals in this row tend to expand, while the crystals 
in the same row as crystal 44 tend to contract when crys 
tal 44 contracts. Since all of the crystals in the crystal 
row 43 tend to expand, while all of the crystals in the 
crystal row 44 tend to contract, it can be seen that the 
bender element 41 will bend or ?ex. In a similar manner, 
an alternating electric signal applied to bender element 42 
causes this bender element to bend or ?ex. Since the 
center posts of bender elements 41 and 42 are held a ?xed 
distance apart, by means of rigid member 57, the ends 
of bender elements 41 and 42 will ?ex relative to their 
center posts 50. 
The alternating electric signals applied to bender ele 

ments 41 and 42 are such that the ?exing of bender ele 
ment 41 is out of phase with the ?exing of bender ele 
ment 42. In other Words, the ends of bender elements 
41 and 42 move away from each other, or toward each 
other depending upon the polarity of the alternating ener 
gizing signals. Since the ends of bender elements 41 and 
42 are rigidly attached to the inside face of major surface 
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members 12, ‘of tubular member 11, the ?exing of the 
bender elements applies forces to the major surface ele 
ments 12, and causes these surface member to ?ex. 
As explained previously, since major surface elements 

12 are concave, relative to axis 14, the pressures created 
in the water surrounding major surfaces 12 will be in 
phase with the pressures created in the water surround 
ing minor surfaces 13, and hence, pressure cancellation 
is minimized and the transducer efficiency is increased. 

Structure 0]‘ FIGURE 4 

FIGURE 4 shows another embodiment of the present 
invention. The transducer of FIGURE 4 comprises a 
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housing member 68 having a generally bell shaped cross- - 
section, housing member 68 having a ?rst divergent side 
61 and a second divergent side 62. The divergent end of 
housing 60 is closed by means of a ?exible surface mem 
ber 63, member 63 being concave with respect to the in 
terior of housing 60. 
A bottom plate 65 and a suitable sealing material such , 

as a rubber gasket, 66, are connected to the bottom of 
housing 60, and form a water tight seal. Similarly, a top 
plate and rubber gasket (not shown) are connected to the 
top of housing 60 to form a water tight seal. 
A driving member 68 comprises a crystal stack con 

taining a plurality of polarized crystals, such as polarized 
barium titanate crystals, 69. The crystal stack is formed 
by bonding adjacent crystals to opposite sides of beryl 
lium copper inserts 70, by means of a conducting adhe 
sive. The crystal stack has an axis 71 intersecting each 
of the polarized crystals 70. Each crystal 70 of driv 
ing member 68 is polarized in a direction parallel to axis 
71, however, adjacent crystals of the crystal stack are 
polarized in opposite directions. 
End members 72 are bonded to opposite ends of the 

crystal stack. Alternate beryllium copper inserts 70 be— 
tween adjacent crystals are connected to electrical con 
ductors 73 and 74, respectively. 

Driving member 68 is mounted inside housing mem 
ber 60, the axis 71 of driving member 68 being generally 
parallel to ?exible surface member 63. The end mem 
bers 72 of driving member 68 are attached to the inner 
faces of divergent side surfaces 61 and 62, respectively, 
by means of a suitable bonding material 76. 

In operation eelctrical conductors 73 and 74 are con 
nected to an alternating source of energizing potential. 
When the energizing force is of a polarity such that the 
electric ?eld applied to polarized crystal 69, on the same 
direction as the polarization of each of the crystals, the 
crystals expand and a force is applied to the divergent 
side members 61 and 62 tending to force these side mem 
bers further apart. The movement of side members 61 
and 62 applies forces to the ends of surface member 63, 
causing member 63 to move in an ‘outward direction. 
When the polarity of the alternating energizing signal 
applied to conductors 73 and 74 is-such that the electric 
?elds applied to crystals 69 are in a direction opposite to 
the direction of polarization of the crystals, the crystals 
contract and forces are applied to the divergent side 
members 61 and 62, tending to move these side members 
closer together. As side members 61 and 62 move closer 
together, forces are ‘applied to the ?exible surface mem 
ber 63, causing this member to move inward. Thus, it 
can be seen that the operation of the driving member 68 
in expanding and contracting, causes a ?exing of the 
surface member 63. As ?exing member 63 vibrates, or 
?exes, acoustic energy is transmitted through the sur 
rounding acoustic medium. 

Structure of FIGURES 5 and 6 

FIGURES 5 and 6 show a cylindrical transducer uti 
lizing the principle of the present invention. Referring 
to FIGURES 5 and 6, a transducer 80 comprises a circu— 
lar bottom plate 81 and a circular top plate 82, the di 
ameters of plates 81 and 82 being substantially the same. 
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Top plate 82 has a ?rst electrical connector 83 and a sec 
ond electrical connector 84 mounted thereon. A ?exible 
cylindrical surface member 85 has a diameter substan 
tially the same as the diameter of top and bottom plates 
82 and 81, the sides of cylindrical member 85 being con 
cave, with respect to the cylindrical axis 86. 

Cylindrical member 85 has a plurality of slots or 
grooves 87 in the surface thereof, the slots being gener 
ally parallel to the axis 86, and spaced around the pe 
niphery of member 85. 

Av cylindrical sleeve or boot 88, having substantially 
the same diameter as cylindrical member 85, is inserted 
inside of member 85 and is coaxial therewith. 
A driving member 90 comprises a plurality of polar 

ized crystals, for example, polarized barium titanate or 
lead zirconate crystals, 91. The crystals 90 are assem 
bled to form a crystal stack by bond-ing adjacent crystals 
to oposite sides of beryllium copper inserts, or other 
suitable conducting materials, 92. Each of the crystals 
is polarized in a direction parallel to the axis of the 
crystal stack, however, adjacent crystals are polarized 
in opposite directions. Insulating end members 93 are 
bonded to opposing ends of the crystal stack by means 
of a suitable bonding material. 

Circular bottom plate 81 is mounted in one end of 
the cylindrical rubber boot 88 and cylindrical surface 
member 85, the surface member 85 and boo-t 88 1being 
attached to the periphery of circular bottom plate 81 
by means of a plurality of bolts 95 passing through the 
cylindrical member 85 and boot 88 and threadably en 
gaging with bottom plate 81. Similarly, circular top 
plate 82 is mounted in the other end of cylindrical boot 
88, and cylindrical surface member 85. A plurality of 
bolts 96 pass through surface member 85 and boot 88, 
and threadably engage with the periphery of top member 
82. 

Driving member 90 is mounted inside cylindrical sur 
face member 85 and the insulating end members 93, of 
driving member 90, are rigidly connected to the inner 
faces of top and bottom plates 82 and 81 by means of a 
suitable bonding material 97, the axis of the crystal 
stack being coaxial with the axis 86 1of cylindrical mem 
ber 85. 

Alternate beryllium copper inserts 92, between adja 
cent crystals of driving member 90, are connected to 
electrical conductors 98 and 99, respectively. Electrical 
conductor 98 is connected to electrical conductor 83, 
while electrical conductor 99 is connected to electrical 
conductor84. . 

The driving member 90, of transducer 80, operates in 
a manner similar to the driving members previously de 
scribed; that is, when an alternating electric signal is 
applied to electrical connectors 83 and 84, the driving 
member 90 will expand and contract along axis 86. The 
expansion of driving member 90 along axis 86 will cause 
the top plate 82 and the bottom plate 81 to move further 
apart, while the contraction of driving member 90, along 
axis 86, will cause top plate 82 and bottom plate 81 
to move closer together. The movement of top and bot 
tom plates 82 and 81 respectively, will cause the ?ex 
ible cylindrical member 85 to ?ex or vibrate, thereby 
generating an acoustic wave in the surrounding acoustic 
medium. The slots 87, in the face of cylindrical mem 
ber 85, allow radial motion of member 85 without buck 
ling of the entire tube. 

It is to be understood that while I have shown speci?c 
embodiments of my invention, that this is for the purpose 
of illustration only, and that my invention is to be lim 
ited solely by the scope of the appended claims. 

I claim as my invention: 
1. A transducer comprising: 
a hollow resilient housing having an axis, said hous 

ing having a chamber therein and having a front 
surface concave with respect to said axis and a back 
surface concave with respect to said axis; 
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a ?rst ?exing driving member connected between said 
concave front surface and said concave back sur 
face; 

a second ?exing driving member connected between 

8 
signal to operate in a ?exural mode with respect to an 
axis den?ed by a line running from one end to the 
other end of said second driving member; 

means mounting said second driving member in said 
said concave front surface and said concave back 5 hollow compliant tube at the other end thereof op 
surface, said second driving member being spaced posite said ?rst member, said second driving mem 
apart from said ?rst driving member; ber abutting said hollow complaint tube at the ap 

a rigid member connected between said ?rst driving proximate junctions between said two opposing con 
member and said second driving member; cave major surfaces and the other one of said two 

?rst energizing means connected to said ?rst driving 10 opposing convex minor surfaces; 
member to cause said ?rst driving member to ?ex a rigid member connected between said ?rst and sec 
in the direction of said axis; and 0nd driving members; and 

second energizing means connected to said second driv- means for supplying energizing signals to said ?rst and 
ing member to cause said second driving member second driving member to ?ex said driving members i 
to ?ex in the direction of said axis, the ?exing of 15 in opposing directions simultaneously to provide ?ex 
said second driving member being 180° out of phase ural-extensional vibrations in said compliant tube. 
with the ?exing of said ?rst driving member. 4. Extensional-?exural transducer means comprising, 

2. A transducer comprising: in combination: 
a resilient concave cylindrical housing having a cham- a hollow compliant tube having two opposing convex 

ber therein, said cylindrical housing having a plu— 20 relatively in?exible minor surfaces and two oppos~ 
rality of longitudinal slits spaced around the circum- ing concave ?exible major surfaces; 
ference thereof; driving member means energizable by an alternating 

a ?rst end plate mounted in said cylinder to close one signal to operate in an extensional mode with respect 
end thereof; to an axis de?ned by a line running from one end 

a second end plate mounted in said cylinder to close 25 to the other end of said driving member; 
the other end thereof; means mounting said driving member in said hollow 

a signal driving member mounted in said chamber and complaint tube at the ends thereof said member abut 
abutting said ?rst end plate and said second end ting to said two opposing convex minor surfaces; 
plate; and and 

signal supplying means for supplying a signal to said 30 means for supplying energizing signals to said driving 
driving member, the driving member operating in re- member means to extend said driving member means 
sponse thereto to apply forces to said ?rst end plate thereby extending said two convex surfaces in an 
and said second end plate thereby causing said con- outward direction and simultaneously ?exing two op 
cave cylindrical housing to ?ex. posing concave major surfaces in an outward direc 

3. Extensional-?exural transducer means comprising, 35 tion. 
in combination; 

a hollow compliant tube having two opposing convex Refefe?ces Cited by the Examine!‘ 
relatively in?exible minor surfaces and two opposing UNITED STATES PATENTS 
concave ?exible major surfaces; q 

a ?rst driving member energizable by an alternating 49 Eayes """""""""" " 340—9 
. . . , , eterson. 

signal to operate in a ?exural mode with respect to 2 870 521 1/1959 R d - k 
. . . , , u me . 

an axis de?ned by a line running from one end to 2,930,912 3/1960 Millen 

the other ePd 0f _Sa1d ?r5t'f11"_1V1I1g membef; . $021,504 2/1962 Toujis _____________ __ 340___8 
means mounting said ?rst driving member in‘sardihol- 4,) 3,025’3 59 3/1962 Schilling et aL 

low compliant tube at one end thereof, said driving ‘ 1054334 9/ 1952 parssinen et aL ____ __ 340__10 
member abutting said hollow compliant tube at the 
approximate junctions between said two opposing 
concave major surfaces and one of said two op 
posing convex minor surfaces; 50 

a second driving member energizable by an alternating 
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