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Joseph C. Peterson, 3260 Melbourne Lane, 

Indianapolis, Ind. 46208 
Filed July 6, 1965, Ser. No. 480,216 

3 Claims. (Cl. 252-149) 
This application is a continuation-in-part of my copend 

ing application Ser. No. 285,060, filed June 3, 1963, now 
abandoned. 

This invention relates to inhibitor composition for acid 
solutions employed in the surface treatment of metals, 
and more particularly to special formulations for these 
inhibitor compositions. 
The treatment of metal surfaces with strong acids for 

the purpose of removing metal oxides and scale, is gen 
erally referred to as “pickling,” and “pickling” is one 
method of preparing a metal surface for processes such 
as electrodeposition, chemical coating and machining. In 
a pickling process, a metal object containing, for example, 
a high percentage of iron, is immersed in an aqueous acid 
bath, commonly called “pickling liquor.” On immersion, 
the metal oxide, iron oxide in this instance, and scale are 
removed by direct attack of the acid on points on the 
metal surface at which the iron oxide or scale attaches. 

Deposits of oxide and scale are usually quite pervious 
to the constituents of the pickling liquor, and slough off 
rapidly because of the action of the acid. Of course, at 
the same time that the pickling liquor is attacking the 
metal surface directly beneath the unwanted coating, it is 
also attacking the already clear metal surfaces and dis 
solving oif appreciable quantities of metal. Furthermore, 
acid is used up needlessly in this type of chemical process. 
In order to prevent such attack on clean metal, pickling 
inhibitors are generally added to the pickling liquor. 
Each type of pickling inhibitors slows down acid attack 
on clean surfaces only more than acid attack on scaled 
surfaces. Thus, the rate of scale removal by pickling is 
substantially the same as without the inhibitor, while the 
loss of metal by‘ solution in acid is decreased. Many 
of the more successful pickling inhibitors are ore organic 
sulfur compounds, particularly mercaptans. ' 

There are, however, other problems which occur in a 
pickling operation besides dissolution of metal from clean 
surfaces. For example, the attack of acid on metal to 

, produce a metal salt plus hydrogen naturally results in a 
loss of acid by entrainment with the escaping hydrogen. 
Acid can also be lost by fuming, particularly nitric acid. 
Thus, it is apparent that, even with an excellent pickling 
inhibitor, there are many practical considerations which 
must be taken care of before the entire pickling process 
can be operated in an economical fashion. 

It is an object of this invention to provide a pickling 
inhibitor formulation which reduces acid consumption 
either by metal attack fuming or entrain-ment, which 
decreases heat loss from the bath, which effectively pre 
-vents acid attack on bright metal, which is effective in 
low concentration and which is economical to use. Other 
objects of this invention will become apparent from the 
following description: 
FIGS. 1 to 5 inclusive represent corrosion charts which 

will be referred to hereinafter. 
In fulfillment of the above and other objects, this in 

vention provides a pickling inhibitor -formulation com 
prising a dialkyl thiourea, a polyoxyethylene glycol ester 
of a resin acid mixture derived from tall oil, an alkoxyl 
ated quaternery ammonium compound, propylene glycol, 
a nonylphenol polyoxyethylene ether, and water. 
The polyoxyethylene glycol ester of the resin acid mix 

ture, one of the constituents of my novel pickling inhibitor 
formulation, is represented by the following formula: 
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wherein n is a number from 6-20, preferably 1S', and RE 
is the residue of a resin acid of the group consisting of 
dextropimaric, levopimaric, abietic, isodextropimaric, di 
hydroabietic, tetrahydroabietic, dehydroabietic, and neo 
abietic acids. The structures of these acids are fully dis 
closed in Vol. III of “The Terpenes” by Samonson and 
Barton, Cambridge, 1952. Typical polyoxyethylene esters 
of resin acids include compounds with the following 
¿for-mulas: 

H ( 14`O abietate 
H( O-CHz-CHz-O) 16-0- levopimarate 
H ( O-CHz-CHz--O ) 8-0- ne oabietate 

I prefer to use a commercially available mixture of 
resin acids derived from hydrolysis of tall oil rather 
than a pure resin acid to esterify the polyoxyethylene 
glycol, which part of the molecule is also usually derived 
from a commercial mixture in which one >given molecular 
species predominates, I-IO(‘CH2-CH2-O)8H 
or 

Another of the ingredients of the novel pickling in 
hibitor formulation provided by this invention is lan alkox 
ylated quaternary ammonium `derivative which can be 
represented as follows: 

R R"0) H + \ ß y 
/N\ X 

R’ (R”O)„H 

wherein R is an aliphatic hydrocarbon radical contain 
ing from 6 to 22 carbon atoms, R’ is a lower alkyl radi 
cal, R" is ethylene, 1,2-propylene or trimethy-lene, X 
is an anion and y and z are positive integers having a sum 
total in the range 2-50. In the above formula, the term 
“lower alkyl” means alkyl radicals having less than four 
carbon atoms such as methyl, ethyl and propy-l. Like 

i vwise, the term “aliphatic” includes alkyl, cycloalkyl, al 

40 

kylene, cycloalkylene and alkynyl radicals such as, for 
example, cyclohexyl, cyclooctenyl, hexyl, dodecyl, un` 
decenyl, bicyclooctenyl, tetradecynyl, octynylnonyl and 
the like. The anion represented by X can be any anion 
including inorganic ions such as chloride, bromide, lino 
ride, phosphate, sulfate and the like as well as organic 
anions such as p-toluenesulfonate, trichloroacetate and 
the like. However, anions of strong acids having a 
pKa=2 or less are preferred. In general, the precise 

' ï nature of the anion is not critical inasmuch as the quater 
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nary ammonium compounds are strong electrolytes and 
ionizes substantially completely in solution. A typical 
alkoxylated quaternary ammonium derivative has the fol 
lowing formula: 

The dialkyl thioureas which are useful in preparing my 
novel formulation can be represented by the following 
formula: 

wherein alk and alk' are alkyl groups of from 1-5 carbon 
atoms including such groups as methyl, ethyl, n-propyl, 
n-butyl, sec-butyl, isobutyl, isoamyl, n-amyl, etc. The 
above thioureas may be either symmetrically or unsym 
rnetrically substituted with alkyl groups. The preferred 
group of thioureas are those in which the su-m of the car 
bon atoms in alk and alk’ is from 2-8. 
The non-ionic surfactant constituent of the novel formu 

lations of this inveniton can be any of the commonly 
used surfactants readily available from commercial sup 
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pliers. I prefer to use, however, a nonylphenol poly 
ethyleneglycol ether in which the polyethyleneglycol chain 
contains from 6 to 15 (preferably 13) moles of ethylene 
oxy residues per nonyl phenol residue. 

Typical nonylphenol polyethylerieglycol ethers include 
compounds of the following structures: 

My preferred formulations cont-ain the above con 
stituents in percentages by volume, each of the ingredients 
being present in an amount equal to at least 0.75% by 
volume of the whole composition. 

Percent 
Dialkylthiourea _____________________ __ 3.5 to 5.0 
Ethoxylated quaternary ammonium 'halide _ 10.5 to 14.0 
Polyoxyethylene glycolester of resin acid _ .75 to 1.0 
Nonylphenol polyet-hylene glycol ether ___ 15 to 20 
Propylene glycol ____________________ __ 50 to 60 
Water ____________________________ __ 10‘ to 15 

Formulations coming within the above range include the 
following: 

50% propylene glycol 
10% water 

(II)- 3.5% di-isobutyl urea 
10.5‘7 CzoHia (CHn-CHr-0)!4H + 

° \ / 
/N\ NO-a 

02H5 (CHn-CHn0)i4H' ' 

H-(O-CHi-CIL)ia--O-dextropimarate 
propylerie glycol 
water 

11% 

1% 
60% 
15% 

Although the above formulas are preferred ones, the 
actual operative ratios of dialkyl lthiourea to alkyloxylated 
quaternary ammonium halide can vary from 1 to 9 to 1 
to 1. 

In actual use, a pickling inhibitor formulation falling 
within the ranges listed above is added to a pickling bath 
so as to priovide from about .01% to about .03% of the 
dialkyl thiourea in the bath. Thus from about 0.2 to 
about 9 volumes of pickling formulation are added per 
100 volumes of acid bath. Our novel inhibitor formula 
tion can be used with various acids including sulfuric 
acid, hydrochloric acid, acetic acid, perchloric acid, phos 
phoric acid, sulfamic acid and the like. My novel in 
hibitor formulations are also eiîective with mixtures of 
the above acids. Concentrations of acid in the acid bath 
can vary from about 1% to about 15% by Weight and 
bath temperatures can vary from about 50° to about 
210° F. Among the metals whose corrosion rate in an 
acid pickling bath can be decreased by the addition to 
the bath of a pickling inhibitor formulation provided by 
this invention are included: mild steel, stainless steel, 
aluminum, copper, cast iron, zinc, high carbon, rephos 
phorized steel and the like. 
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This invention is further illustrated by the following 

specific examples: 
EXAMPLE 1 

Corrosion test on low carbon wire 

One hundred and two cubic centimeters of aqueous 
12% 66° Bé. sulfuric acid was poured into each of two 
beakers. 0.03 gram of the following pickling inhibitor 
:compositions was added to beaker #1: 50 parts propyl 
ene glycol, 10 parts Water, 20 parts of 

wherein RE is a resin acid derived from tall oil by hy 
droylsis and 14 parts of a polyoxyetliylated quaternary 
ammonium halide corresponding to the formula 

CzHs (CH2CH20)15H 
Beaker #2 was kept as a control beaker. The two beakers 
were heated to 200° F. Three pieces of six inch long 
low carbon steel wire were added to each beaker and the 
wire pieces were pickled for 30 minutes. At the end 
of this time, the acid was poured off and diluted to its 
original volume of 102 cc. The diluted solutions were 
then titrated for acid and iron content. Table 1 gives the 
results of this experiment. 

TABLE 1 

Beaker 1 Beaker 2 

Amount of inhibitor added (g.) .............. __ 0.08 None 
Original vol. (ce. ______________________ ._ 102 102 
Vol. after Àpickling (cc )_ _ 82 70 
Evaporation loss (ce.)_____ _ 2O 32 
Evaporation loss (percent) __- 19. 6 31. 3 
Amount of iron in final soluti (percent). ___- 0. 032 9. 936 
Amount oi acid in original solution (percent)__ 12.0 12.0 
Amount of acid in final solution (percent) .-.__ 11.7 10. 2 
Percent acid used ___________________________ ._ 2. 5 15.0 

EXAMPLE 2 
Corrosion test on low carbon wire‘ 

An experiment similar to Example 1 was carried out 
using 100 cc. of aqueous 10% 66° Bé sulfuric acid. 0.06 
gram of the pickling inhibitor from Example 1 was 
added to beaker #1. Both beakers were heated to 180° 
F. Three six-inch pieces of low carbon steel Wire were` 
added to each beaker and the wire was pickled for thirty 
minutes. After the end of the pickling period, the acid 
was poured off and diluted to its original volume. Table 
2 gives the results of this experiment. 

TABLE 2 

Beaker 1 Beaker 2 

Amount of inhibitor added (g.) ______________ ._ 0. 06 None 
Original volume (ce.) ___________________ _- 100 100 
Vol. after pickling (ce.) ...... __ 85 75 
Evaporation loss (cc.) _______ __ 15 25 
Evaporation loss (percent) ____________ _- 15 25 
Amount of iron in final solution (percent _ 0.025 0. 62 
Amount of acid in original solution (percent)__ 10.0 10. 0 
Amount of acid in final solution (percent). _ ___ 9. 9 8.9 
Amount of acid used (percent) ______________ __ 1.01 11.0 

FIGURES 1-5 graph the corrosion rate of mild steel 
or stainless steel in sulfuric or phosphoric acid versus the 
percent inhibitor concentration. The inhibitor employed 
Was the same as that used in Example 1. 
The invention claimed is: 
1. A pickling inhibitor formulation consisting of the 

following ingredients: 
(a) a dialkyl thiourea wherein the alkyl groups have 
from 1-5 carbon atoms, 



5 
(b) an alkoxylated quaternary ammonium salt of the 
formula 

R (R"o),H + 

i \N/ il» R'/ \<R"o),H 
wherein R is an aliphatic hydrocarbon radical hav~ 
ing from 6-22 carbon atoms, R' is a lower alkyl 
radical having from one to four carbon atoms; R” 
is a member of the group consisting of ethylene, 
1,2-propylene and trimethylene; X* is chloride, 
bromide, fluoride, phosphate, sulfate, p-toluene, 0r 
trichloroacetate; and y and z are positive integers 
whose sum lies in the range 28-32, 

(c) a polyoxyethylene glycol esteriñed with isodextro 
pi-maric, dihydroabietic, tetrahydroabietic, dehydro 
abietic, abietic, neoabietic, dextropimaric or lcv-opi 
maric acids having from 6-20 oxyethylene residues 
in the ester portion of said molecule. 

(d) a nonyl phenol polyoxyethylene ether having from 
6-15 ethyleneoxy residues in the polyoxy ethylene 
glycol chain, and 

(e) propylene glycol, each of the -above ingredients 
being present in an amount equal to at least 0.75% 
by volume of the whole composition. 

2. A pickling inhibitor formulation consisting of: 
(a) from 3.5-5.0% by volume of a dialkyl thiourea 
wherein the alkyl groups have from 1-5 carbon 
atoms, 

(b) from 10S-14.0% `by volume of an alkoxylated 
quaternary ammonium salt of the formula: 

R' (R”0),H 

wherein R is an aliphatic hydrocarbon radical hav 
ing from 6-22 carbon atoms; R’ is a lower alkyl 
radical having from one to four carbon atoms; R" 
is a member of the group consisting of ethylene, 1,2 
propylene, and trimethylene; X- is chloride, bromide, 
fluoride, phosphate, sulfate, p-toluene sulfonate, or 
trichloroacetate; and y and z are positive integers 
whose sum lies in the range 28-32, 

(c) from 0.75-1.0% by volume of a polyoxyethylene 
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glycol ester of a resin acid of the group consisting 
of abietic, neoabietic, dextropimaric, isodextropi 
marie, dehydroabietic, tetrahydroabietic, dehydro 
abietic, and levopimaric acids, 

(d) from 15-20% by volume of a nonyl phenol poly 
ethylene glycol ether having 6-15 ethyleneoxy resi 
dues per nonyl phenol residue, 

(e) from 50-60% yby volume of propylene glycol, and 
(f) from 10-l5% by volume of water. 
3. A pickling inhibitor formulation consisting of : 
(a) 5% by volume of dibutyl thiourea, 
(b) 14% by volume of an ethoxylated quaternary am 
monium halide of the formula: 

(c) 1% by volume of a compound of the formula 
H(O-CH2-CH2)15-O-RE wherein RE is a mem 
ber of the group consisting of abietic, neoabietic, 
dextropimaric, isodeXtropi-maric, dihydroabietic, tet 
rahydroabietic, dehydroabietic and levopimaric acids, 

(d) 20% by volume >of a compound represented by 
the formula: 

(e) 50% by volume of propylene glycol, and 
(f) 10% by volume of water. 
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