
SePt- 26, 1967 _ N. w. F. PHILLIPS ETAL 3,343,946 

METHOD AND APPARATUS FOR CONVERTER RESIDUE DISCHARGE 

Filed Feb. 5, 1965 2 sheets-sheet 1 

4- PURGE GAS 
—=P IN or OUT 

“ ' <—STEAMYor WATER 

EXHAUST GAS f _:' 1 

WATER 

//V VE/V 70%?5 
Norman 1/14 F Phill/ps 
Freder/t/r lM/l/am Sou/ham 

By 
msowzm, . 

Affomey 



Sept. 26, 1967 N. w. F. PHILLIPS ETAL - 3,343,946 

METHOD AND APPARATUS FOR CONVERTER RESIDUE DISCHARGE 

Filed Feb. 5, 1965 . 2 Sheets-Sheet 2 

EXHAUSTGAS PURGE GAS 
t; lNorOUT 

‘ STEAMor ' 

— E WATER 

F/ G - 2 ' I //v VE/Vm/PS 
Norman W F Phi/lips > 

F/eder/t/r W/W/bm Sour/70m 

Afforney 



United States Patent 0 
1 

3,343,946 
METHOD AND APPARATUS FOR CONVERTER 

RESIDUE DISCHARGE 
Norman W. F. Phillips and Frederick William Sontham, 

Arvida, Quebec, Canada, assignor to Aluminium 
Laboratories Limited, Montreal, Quebec, Canada, a cor 
poration of Canada 

Filed Feb. 3, 1965, Ser. No. 429,995 
14 Claims. (Cl. 75-68) 

This invention relates to the so-called subhalide dis 
tillation of aluminum from alloys or like metallic mate 
rials containing aluminum together with other metals. In 
particular, the invention relates to methods for discharg 
ing, from an aluminum subhalide distillation system, ma 
terials constituting the solid residue of such alloys which 
remains after extraction of aluminum therefrom in the 
system. 
The production of puri?ed aluminum metal from crude 

aluminum-containing alloys by subhalide (e.g. mono 
chloride) distillation, as disclosed for example in United 
States Patent No. 2,937,082, involves exposure of the al 
loy to normal aluminum halide (e.g. alumnium trichlo 
ride, A1013) in gaseous state, at an elevated temperature. 
The aluminum in the alloy reacts with the halide gas to 
form the corresponding subhalide of aluminum, as a gas, 
which is withdrawn and subjected to further treatment to 
yield puri?ed aluminum metal. Thus, by way of exam 
ple, the crude alloy obtained by direct reduction of baux 
ite or other aluminum ore, containing aluminum, iron, 
and other elements, may be ehated, eg to a temperature 
ranging upwardly from about 1000° C., and exposed to 
aluminum trichloride gas whereby the aluminum in the 
alloy reacts with the gas to form aluminum monochloride 
gas (i.e. AlCl). 
The foregoing operation, in accordance with pres 

ently preferred practice, is performed in a suitable 
converter or furnace having an upright con?ned chamber 
to Iwhich the alloy is charged in granular form, viz. as 
?ne particles, granules or lumps ranging e.g. up to 3 
inches in size, to provide a granular mass of alloy sub 
stantially ?lling the chamber. This mass, heated to the 
aforementioned temperature as by electric current passed 
therethrough between suitably disposed electrodes in the 
converter, is exposed to a continuous ?ow of pre-heated 
aluminum trichloride gas which passes upwardly through 
the alloy mass in the chamber from a gas inlet near the 
lower end of the chamber. The aluminum monochloride 
gas produced in the chamber, together with the unreacted 
portion of the introduced trichloride gas, is withdrawn 
through a gas outlet located near the upper end of the 
chamber for treatment to decompose the monochloride 
gas to yield aluminum trichloride gas and the desired 
puri?ed product aluminum metal. 

In continuous operation of the converter, successive 
quantities of fresh (i.e. unreacted) granular alloy are sup 
plied to the top of the alloy mass in the chamber and suc 
cessive quantities of the alloy are correspondingly with 
drawn from the lower end of the mass, so that the intro 
duced alloy moves downwardly through the chamber 
while being progressively depleted of aluminum by re 
action with the trichloride gas ?ow therein. The allow at 
the lower end of the mass is thus a spent residue, i.e. sub 
stantially exhausted of aluminum, and has a composition 
typically in the following range of proportions: 

Percent 
Iron _ ____ ___ 50-70 

Aluminum 3-15 
Silicon __________________________________ __ 5-15 

Titanium 3-8 
Carbon _ 7-12 
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Withdrawal of this residue from the converter cham 
ber is conveniently accomplished by suitable mechanical 
means such as a rotary extractor cone positioned at the 
?oor of the converter chamber to engage the lower end 
of the alloy mass and arranged to expel the residue, in 
the form of lumps and granules, through one or more 
residue outlet openings in the wall of the converter. For 
the sake of conevnience and economy of operation it is de 
sirable that the expelled residue be delivered to the open 
air for disposal; this is particularly true in the case of con 
tinuous operation of a subhalide system on any substan 
tial scale, since such operation involves the successive ex 
pulsion of large quantities of the residue from the con 
verter chamber of the system. In eifecting such transfer of 
residue, however, it is necessary to prevent ?ow of gas 
between the converter chamber and the ‘air. Gas pressure 
in the converter is ordinarily somewhat higher than at 
mospheric pressure. If the residue discharge outlet pro 
vided a path for escape of converter gas to the atmosphere, 
substantial losses of aluminum halide gas from the sub 
halide distillation system would occur, a consequence 
obviously undesirable from the standpoint of economy; 
moreover, air might enter the converter chamber, where 
it would interfere with the desired converter operation. 
To prevent such gas ?ow it has been proposed to pass 

the residue expelled from the converter through a suc 
cession of purged hoppers separated by gas-tight valves. 
However, it is found that the severe conditions (including 
high temperature, abrasive dust and frequent operation) 
to which the valves are subjected tend to produce rela 
tively rapid deterioration of the sealing surfaces of the 
valves. 

It is accordingly an object of the present invention to 
provide a method of discharging residue alloy from a 
subhalide converter, which prevents loss of aluminum 
halide gas from the converter in a manner eliminating the 
necessity for passing the residue through valves or other 
mechanical sealing means. A further object is to provide 
procedures for elTecting transfer of residue alloy from a 
subhalide converter to the air and concomitantly water 
cooling the residue to facilitate handling thereof, in a 
manner which affords assured prevention of gas com 
munication between the converter chamber and the 
ambient atmosphere and which also prevents contact be 
tween aluminum halide gas from the converter chamber 
and the water employed in cooling the residue, without 
necessitating passage of the residue through valves or 
other mechanical sealing means. 
To these and other ends, the process of the present in 

vention in a broad sense contemplates discharging the 
residue alloy through the converter residue outlet opening 
or openings into a laterally con?ned passage e.-g. extending 
downwardly therefrom, and advancing the residue through 
the passage while exposing the residue to water in liquid 
and/or vapor state at a locality in the passage spaced 
from the converter region, to e?ect generation of gas (by 
reaction of the water with water-active constituents of the 
residue) and thereby to provide an atmosphere or ?ow of 
such gas which extends through the passage to encounter 
aluminum halide gas entering the passage from the con 
verter and acts as a purge to oppose ?ow of the halide 
gas through the passage. 

In this connection it may be explained that residue 
alloy as discharged from a subhalide converter contains 
aluminum combined with carbon as aluminum carbide, 
which reacts with water to form methane: 

The residue also ordinarily contains some uncombined 
aluminum, which reacts with water to form hydrogen: > 
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Thus exposure of the residue to water or Water vapor 
generates gas, of which the major constituent is methane 
but which also includes some hydrogen. These gases are 
suitable for the purge atmosphere in the passage, since 
they are chemically inert with respect to the aluminum 
halide gas and the aluminum of the alloy in the converter. 
The amount of such gases produced in the passage in the 
present process is dependent, inter alia, on the amount 
of water or water vapor supplied to the residue, the pro 
portion of aluminum (both free and combined) in the 
residue, the duration of water-residue contact, and the 
temperature at which such contact occurs. 

Further in accordance with the invention, the lumps 
and granules of residue lalloy descending through the 
passage are advanced through an intermediate or lower 
portion of the passage (herein termed the water vapor 
reacting zone) at a nate controlled to maintain such 
portion ?lled with a column of the residue to a predeter 
mined level therein; and the water and/ or water vapor 
are supplied to the residue in the passage in or below this 
water vapor reacting zone, so that water vapor rising in 
the passage from the locality of water (or water vapor) 
introduction passes through the column of residue together 
with the produced purge gas. The residue column, it may 
be explained, is freely permeable to gas, and hence the 
purge gas produced in or below the column extends 
through the column to the passage portion above the 
aforementioned predetermined level, Where it encounters 
aluminum halide gas from the converter. Such retention 
of the residue as a column in the water vapor reacting 
zone ensures substantially complete reaction of the water 
vapor rising therethrough, by providing a relatively long 
vapor-residue contact time with thorough exposure of the 
vapor to the residue. Also, the residue in the water vapor 
reacting zone is still at a comparatively high temperature 
and this temperature condition further contributes to 
completeness of reaction of water vapor in the column. 
With such operation, a purge atmosphere comprising 

methane together with some hydrogen is provided (i.e. 
by water~residue reaction as already described) extending 
through and above the residue column in the passage, and 
in the passage portion above the water vapor reacting 
zone this purge atmosphere is essentially free of water 
vapor. Such freedom from moisture is very desirable, 
since the purge gas, as stated, encounters aluminum halide 
gas from the converter in the upper portion of the passage; 
if water vapor reached the latter passage portion it would 
react with the aluminum halide ‘gas to form acid (e.g. 
hydrochloric acid, when the aluminum halide gas is 
aluminum trichloride), creating an undesirable corrosive 
condition in the passage. 
By appropriate selection of operating conditions, the 

generation of purge gas in the lower portions of the 
passage may be made su?icient to prevent any signi?cant 
downflow of aluminum halide gas from the converter 
beyond the upper portion of the passage (i.e. the portion 
above the water-vapor-reacting zone). Alternatively, if 
su?icient gas for this purpose is not generated in the 
passage, the gas produced in the passage may be aug 
mented by introducing additional purge gas (e.g. methane 
and/ or hydrogen) to the passage from an external source, 
to provide a purge atmosphere effective to block down 
?ow of halide gas beyond such upper passage portion. 
In either event, the process of the invention thus provides 
discharge of residue alloy from the subhalide converter 
while preventing loss of aluminum halide gas from the 
converter in any progressive or continuing sense, yet with 
out the necessity of passing the residue through valves or 
other mechanical sealing means that would be subject to 
deterioration under the conditions involved in residue dis 
charge operation. 

In_ an important speci?c aspect the invention particular 
ly contempates effecting transfer of residue alloy from 
the discharge passage to the air through a so-called water 
seal. For such transfer, the passage extends downwardly 
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4 
into a body of water, opening into the water at a level 
far enough below the water surface so that water stands 
in the lower end of the passage, i.e. providing a water seal 
at the lower end of the passage for assured prevention of 
gas ?ow into or out of this passage end. The afore 
mentioned water vapor reacting zone is located some 
what above the level of water in the passage, and the 
residue alloy descends therefrom through the passage into 
the body of water. In a portion of the passage intermedi 
ate the water vapor reacting zone and the water level in 
the passage the descending residue is cooled, as by sprays 
of water directed into the path of the residue, so that it 
enters the body of water at a reduced temperature. The 
residue may be withdrawn from the body of water direct 
ly to the open air, for disposal as desired. 

In this way, transfer of residue to the air is effected 
without any gas communication between the converter 
and the atmosphere, and, again, without the use of valves 
or other mechanical sealing means; the purge atmosphere 
in the passage prevents flow of aluminum halide gas from 
the converter to the water seal, and the water seal pre 
vents gas flow between the passage and the air, thus con 
tributing to maintenance of the requisite purge atmos 
phere in the passage. Prevention of access of aluminum 
halide gas to the water seal is very important, since if the 
halide gas reached the seal it would dissolve in the water 
(resulting in loss of halide gas from the distillation sys 
tem) and would also create corrosive conditions in the 
seal. 

In the procedures just described, the residue is exposed 
to water or water vapor, with resultant production of 
purge gas, in three zones of the passage successively 
traversed by the descending residue: the aforementioned 
water vapor reacting zone; the passage portion in which 
the residue is cooled, herein termed the cooling zone; 
and the terminal portion of the path of residue descent, 
extending below the water level in the passage and herein 
termed the water seal zone. Speci?cally, in the latter two 
zones some generation of purge gas (i.e. methane, to 
gether with hydrogen) occurs due to reaction of residue 
constituents with the cooling spray and the body of water. 
This gas is saturated with Water vapor from the cooling 
spray and the latter body; the water vapor rises through 
the passage to the water vapor reacting zone where it is 
essentially completely reacted (producing additional 
methane and hydrogen) by exposure to the column of 
alloy therein, so that the purge atmosphere above the 
latter zone is essentially moisture-free as desired. 
The extent of purge gas production and water vapor 

evolution in and below the cooling zone is dependent on 
conditions of operation, particularly including the rapidity 
and extent of cooling. In some instances, the purge gas 
generated in the cooling zone and water seal zone( together 
with that generated in the water vapor reacting zone by 
reaction of the water vapor rising from the cooling zone) 
may be sufficient to provide the requisite purge atmos-v 
phere for preventing down~?ow of aluminum halide gas 
beyond the upper portion of the passage. However, it is 
presently preferred to eifect very rapid and extensive 
cooling in the cooling zone so that relatively little vapo 
ration occurs therein, .and to generate the major portion 
of the purge atmosphere in the water vapor reacting zone 
by supplying steam or Water directly to the latter zone 
from an external source. Close control of the generation 
of purge gas in response to changing conditions (such as 
change in aluminum content of the residue alloy, which 
aifects purge gas production) can thereby be effected in 
a facile and convenient manner, i.e. by regulating the 
supply of steam. 

Further features and advantages of the invention will 
be apparent from the detailed description hereinbelow set 
forth, together with the accompanying drawings, wherein: 

FIG. 1 is a view in vertical section, largely diagram 
matic, of one example of apparatus with which the process 
of the invention may be performed; and 
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FIG. 2 is a view in vertical section, also largely diagram 
matic, of another example of apparatus arranged ‘for 
performance of the present process. 

Referring ?rst to FIG. 1, the apparatus there shown 
is arranged to e?ect discharge of residue alloy from 
the converter of an aluminum subhalide distillation sys 
tem. The converter, may, for example, be of a conven~ 
tionally proposed type having an upright chamber in 
which a mass of granular aluminum-containing alloy is 
heated electrically, e.g. to a temperature above about 1000° 
C., and exposed to a ?ow of aluminum trichloride gas for 
reaction of aluminum in the alloy with the trichloride gas 
to produce gaseous aluminum monochloride. The trichlo 
ride gas is supplied in continuous flow to the lower part 
of the converter chamber; the produced monochloride gas, 
together with unreacted trichloride gas, is withdrawn from 
the upper part of the chamber for further treatment in a 
decomposer region to decompose the monochloride into 
aluminum trichloride gas and puri?ed aluminum metal, 
and the trichloride gas is recirculated from the latter region 
to the converter chamber for re-use thereon. Fresh alloy 
is introduced in successive increments to the upper end 
of the converter chamber, and successive quantities of 
alloy are expelled from the lower end of the chamber, so 
that the alloy traverses the chamber in a downward direc 
tion as it is progressively depleted of aluminum. 
The lower portion of a subhalide converter of the 

foregoing type is shown at 10 in FIG. 1 in fragmentary 
elevation-a1 sectional view, with the converter chamber 
11 illustrated as ?lled with a granular alloy mass 12. It 
will be understood that the chamber 11 contains an atmos 
phere of aluminum trichloride gas, at a pressure typically 
higher than 1 atm., and that the lower end of the alloy 
mass (i.e. the portion shown) comprises aluminum-lean 
residue alloy ready for discharge. Removal of this residue 
may be effected by means of an upright extractor cone 
14 positioned at the floor of the converter chamber to en 
gage the lower end of the alloy mass and rotated by suit 
able means (not shown) so as to expel the residue through 
discharge aperture structure (here for simplicity shown 
as a single aperture 16 opening at one side of the con 
verter) while breaking up any agglomerates of mutually 
adherent residue granules that may have for-med in the 
mass, i.e. to enable expulsion thereof through the aper 
ture 16. The lower end of the mass 12 may be cooled, in 
accordance with procedures heretofore proposed, as by‘ 
heat exchange with a relatively cool supplemental ?ow 
of trichloride gas introduced to the lower end of the con 
verter through suitable means (not shown), e.g. to cool 
the residue to an exit temperature between about 300° 
C. and about 600° C. It will be understood, of course, 
that the above-described details of converter structure, 
cone, discharge aperture con?guration and the like are 
shown and set forth for illustrative purposes only, and 
that the present invention may be employed with alter 
native forms of such structures and devices, e.g. in asso 
ciation with converter discharge apertures ‘of annular or 
other con?guration. 
As employed with the converter 10, the discharge ap 

paratus shown in FIG. 1 includes an upright elongated 
hollow shaft or pipe 18, having an upper cylindrical sec 
tion 19 and a lower cylindrical section 20, larger in diam 
eter than the section 19, joined by a downwardly ?aring 
frusto-conical section '21. The upper end of the pipe 18 
communicates with the converter discharge aperture 16, 
so as to receive residue alloy expelled through the latter 
aperture. The lower end of the pipe 18 opens into a hous 
ing 22; a rotary table feeder 23 is positioned immediately 
beneath the open pipe end in the housing 22 to receive 
residue alloy advancing downwardly through the pipe 
18 from the aperture 16. 

This feeder 23, which may be entirely conventional 
in structure and operation, is rotated by suitable means 
(not shown) to carry the residue received thereon past 
a stationary peripheral plough 23a which is disposed to 
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6 
scrape the residue from the feeder into the upper end of 
a further upright pipe 24. The pipe 24 extends down 
wardly from the housing 22 into a body of water 25 
contained in a downwardly tapering closed tank 26; specif 
ically, the pipe 24 opens into the tank 26 at a level su?i~ 
ciently far below the water level in the tank so that 
water stands in the lower end of pipe 24 to a level indi 
cated at 30. Level 30 is lower than level 28 because the 
pressure in pipe 18, housing 22 and pipe 24 corresponds 
to gas pressure in the converter chamber 11, which as 
stated is ordinarily above atmospheric pressure, while the 
gas pressure in tank 26 ordinarily equals atmospheric 
pressure. 

In the illustrated arrangement, the pipe 18, housing 
22, and pipe 24 together constitute a continuous, laterally 
con?ned (i.e. gas-tight) passage for advance of residue 
alloy from the converter discharge aperture 16 into the 
body of water 25; the water level 30 in pipe 24 provides 
a water seal effective to prevent flow of gas either into 
or out of the lower end of the passage. The apparatus 
further includes means, shown schematically as spray 
heads 32, positioned in the pipe 24 at a substantial dis 
tance above the water level 30 for directing sprays of 
water onto the residue alloy descending in the latter pipe, 
water being supplied to the spray head-s through conduits 
34. In addition, a conduit 35 controlled by a valve 36 
opens into the lower portion of the pipe section 20 for 
effecting supply of steam or water to the section 20; and 
a conduit 37 con-trolled by a valve 38 communicates with 
the upper portion of pipe section 20 for supplying purge 
gas to, or withdrawing purge gas from, the pipe 18. 

Residue delivered into the body of water 25 through 
pipe 24 is discharged from the tank 26 by an upwardly 
inclined screw conveyor 40, driven by suitable means (not 
shown) and having a housing 42. The lower end of the 
screw conveyor opens into the body of water 25 below 
the lower end of pipe 24, to receive residue alloy ac 
cumulating at the bottom of tank 26; the upper end of 
the screw convey-or opens at a locality above and external 
to the tank, to discharge the residue to the open air. 
The tank 26 is also provided with an exhaust duct 
45 (opening into the tank above the water level 28 
therein) for venting to the atmosphere gases generated 
in the tank by reaction of the water with the residue 
alloy. ' 

In performing the process of the present invention with 
the foregoing apparatus, ‘residue alloy in the form of 
lumps and granules e.g. at a temperature between about 
300° C. and about 600° C. is expelled by the cone 14 
from the converter 10 into the upper end of the pipe 
18 and falls freely through the upper section 19 into 
the lower section 20. Initially the residue is permitted 
to accumulate in the section 20, Le. on and above the 
table feeder 23, until the section 20 is ?lled to a pre 
determined level adjacent its upper extremity with a 
loose, gas-permeable body or column 47 of the residue 
lumps and granules. Thereafter the feeder 23 is ro 
tated, to withdraw residue from the lower end of 
the section 20 and thus to effect downward advance of 
the residue in the column 47, at a rate controlled to main 
tain the top of the column at such predetermined level, 
i.e. to maintain the section 20 substantially ?lled with this 
column of relatively hot residue expelled from the con 
verter. 
From the pipe section 20, the residue is delivered by 

table feeder 23 to the pipe 24 and falls freely there 
through into the water in the tank 26. As the residue 
descends through the portion of the latter pipe extend 
ing between the spray heads 32 and the water level 30, it 
comes into contact with the cooling sprays of water from 
the spray heads 32 and is thus cooled before it enters 
the body of water at the lower end of the pipe 24. The 
residue accumulatesin the tank 26 below the pipe 24 
and is discharged from the tank to the open air by the 
screw conveyor 40, eg for removal to a disposal area 
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as by means of a conveyor belt 48. Water is withdrawn 
from the tank 26 through conduit 49, and may be cooled 
and returned to the system through conduits 34. 

In the pipe 24, gas (principally methane, as explained 
above, together with some hydrogen) is generated upon 
contact of the residue with the cooling sprays, by reac 
tion of the water-active constituents of the residue. Fur 
ther generation of such gas occurs by reaction of water 
and residue constituents in the body of water 25; as Will 
be appreciated, some of the gas produced in the body of 
water passes into the pipe 24 and the remainder passes 
into the upper region of the tank 26 from which it is 
discharged to the atmospher through exhaust duct 45 
The gas thus produced in pipe 24 is saturated with Wa 

ter vapor from the cooling sprays and the body of Water 
25; the amount of such water vapor present in the gas 
is dependent on the vapor pressure (and thus on the 
temperature) of the water in the pipe 24. As the pro 
duced gas containing water vapor rises in the residue dis 
charge passage to and through the pipe section 20, the 
water vapor reacts with the hot residue in the column 
47 to produce further quantities of methane and hydro 
gen. Retention of the heated residue as a column in the 
section 20 affords a contact time su?icient for substan— 
tially complete reaction of the water vapor so that the 
atmosphere in the pipe 18 above the column 47 is es 
sentially free of water vapor. 
Accordingly it will be seen that the residue descend 

ing in the discharge passage de?ned by pipe 18, hous 
ing 22 and pipe 24 successively traverses a water vapor 
reacting zone, a cooling zone, and a water seal zone, and 
that in each of these zones methane and hydrogen gas is 
produced by contact of the residue With water or water 
vapor. More particularly, the pipe section 20 ?lled with 
the column 47 constitutes the water vapor reacting zone 
of the passage; the portion of pipe 24 between the spray 
heads 32 and water level 30 is the cooling zone; and the 
portion of the path of residue descent extending below 
the water level 30 is the water seal zone. 
Aluminum trichloride gas from the converter enters 

the upper pipe section 19 through the discharge aperture 
16. In the section 19, the trichloride encounters the 
methane and hydrogen gases produced in the pipe 24 and 
the column 47, and rising therefrom through and above 
the column; since these gases above the column 47 are 
essentially water-free, as stated, no signi?cant formation 
of hydrochloric acid occurs upon contact of the gases 
with the trichloride in the section 19. However, if the tri 
chloride gas reached the water vapor in and below the 
column 47, acid formation would occur, creating a cor 
rosive condition; and if the trichloride gas descended to 
the body of water 25, it would not only react therewith 
to produce further acid but would also dissolve in the 
water, resulting in loss of trichloride from the subhalide 
distillation system. 
To prevent access of the aluminum trichloride gas to 

the water vapor in and below the pipe section 20 or to 
the body of water 25, a purge atmosphere effective to 
prevent down?ow of trichloride gas beyond the section 19 
is established and maintained in the residue discharge pas 
sage. This atmosphere is provided at least in part by the 
generation of methane and hydrogen in the pipe 24 and 
column 47. Depending upon operating conditions, as 
hereinafter further explained, the production of methane 
and hydrogen gas in the cooling and Water seal zones in 
pipe 24 as described above (together with the production 
of such gases in the column 47 by reaction of water 
vapor from the pipe 24) may provide the full amount of 
purge gas required for this purpose, or indeed in some 
circumstances may provide an excess of purge gas; in the 
latter case, the excess purge gas is withdrawn from the 
pipe 18 through conduit 37. In other circumstances, the 
amount of gases thus produced may be insufficient to 
block down?ow of trichloride gas beyond the section 19 
and in this event additional purge gas as needed to pro 
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8 
vide the requisite purge atmosphere may be supplied to 
the pipe 18 through the conduit 37. The supplied gas may 
be hydrogen and/ or methane (which are ordinarily avail— 
able from other parts of the subhalide distillation sys 
tem), or other gas or gases inert with respect to the 
aluminum trichloride gas and the aluminum in the alloy 
in the converter. 
The rate of production of gas in the cooling and ‘water 

seal zones is dependent in particular on the content of 
aluminum carbide and free aluminum in the residue, and 
the temperature to which the residue is cooled in the cool 
ing zone. Under ordinary operating conditions, if the lat 
ter temperature is above 60° C., the amount of water 
vapor rising through the discharge passage is excessive 
and production of methane in the passage is much larger 
than required; accordingly it is presently preferred to cool 
the residue in the pipe 24 (i.e. by means of the cooling 
sprays) at least to about 60° C. With cooling of the resi 
due to between about 50° C. and about 60° C., if the resi 
due is rich in aluminum carbide (as in the case of residue 
expelled from the converter during start-up of the sub 
halide distillation system) more than enough purge gas 
to block .down?ow of aluminum trichloride from the con 
verter may be produced in the pipe 24; on the other hand, 
if the residue is highly extracted, i.e. very low in aluminum 
content, production of purge gas (with cooling of the 
residue to the latter temperature range) may be insui? 
cient to block such down?ow. When the residue is cooled 
to a temperature below about 50° 0., gas production in 
the pipe 24 becomes negligible in the case of most resi 
dues. 
Thus the purge atmosphere required in the passage to 

prevent down?ow of aluminum trichloride gas beyond the 
pipe section '19 can be provided ‘by generation of gas in 
the pipe 24 as described above, with addition or removal 
of purge gas through conduit 37 as necessary to compen~ 
sate for particular conditions (such as proportionate 
aluminum content in the residue) providing low or high 
rates of gas production in the pipe 24. 

Alternatively, and preferably for ease of control of 
purge gas production, the cooling operation in the pipe 24 
may be performed under such conditions that very little 
vaporization or generation of gas occurs therein, i.e. by 
providing water sprays effective to cool the residue rapid 
ly to a temperature for example somewhat below 50° C. 
The purge atmosphere is then provided by supplying 
steam to the lower portion of the water vapor reacting 
zone in the pipe section 20 through conduit 35. This 
steam, rising through the column 47, reacts ‘with the hot 
residue in the column to produce methane and hydrogen. 
Speci?cally, the steam is supplied at such rate as to pro 
vide su?icient generation of these gases in the column to 
establish and maintain in the discharge passage a purge 
atmosphere effective to prevent down?ow of trichloride 
gas beyond the pipe section 19; the rate of steam supply 
is also controlled to ensure essentially complete reaction 
of the steam in the column (so that the gas above the 
column is essentially moisture-free) and to prevent exces 
sive generation of purge gas in the column. The steam 
supply rate can readily be regulated by adjustment of the 
valve 36, e.g. in accordance with variation in the alumi 
num content of the residue or other factors affecting 
generation of purge gas in the column 47, thereby enabling 
close control of the production of purge gas. 
As another way of supplying steam to the water vapor 

reacting zone, water (i.e. in liquid state) may be intro 
duced through conduit 35, in place of steam as described 
above. Upon contact with the hot residue alloy in the pipe 
section 20, this water evaporates, generating steam which 
rises through the column 47 and reacts with the residue 
to produce methane and hydrogen. The desired control 
of production of purge gas in this instance is effected by 
regulating the rate of supply of water through conduit 35. 

It will be understood that the dimensions of the pipe 
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section 20 and the vertical extent of the column 47 therein 
(determined by the rate of rotation of the feeder 23) are 
selected to provide a suf?cient body of residue to ensure 
the desired essentially complete reaction of water vapor 
rising from the pipe 24, and also, in the case of purge 
gas generation by supply of steam as just described, to 
enable production of the requisite purge gas. 
The purge atmosphere in the residue discharge passage, 

established in any of the foregoing ways, extends through 
the passage from the water level 30 upwardly through 
the column 47 and into the pipe section 19 where, as 
stated, it encounters and balances the aluminum trichlo 
ride atmosphere of the converter to block down?ow of tri 
chloride beyond the latter section; as will be apparent, 
the pressure of this purge atmosphere throughout the 
passage is substantially equal to the trichloride gas pres 
sure in the converter. Preferably the gas-balancing sec 
tion of the passage (i.e. the pipe portion between the 
aperture 16 and the water vapor reacting zone in column 
47) is of substantial vertical extent to allow for variations 
in the level at which the gases balance due to pressure 
variations in the system. 

It will further be apparent that there is some ?ow of 
purge gas from the discharge passage into the converter 
through aperture 16. It is desirable to minimize such 
flow of purge gas into the converter, by providing a purge 
supply not substantially more than sufficient to balance 
the trichloride gas in the pipe section 19, since the purge 
gas dilutes the trichloride gas ?ow in the converter; how 
ever, as methane and hydrogen are chemically inert with 
respect to aluminum trichloride gas and aluminum, no 
adverse reactions are produced by presence of such gases 
in the converter. The methane reacts in the converter to 
yield hydrogen which passes (together with the hydrogen 
constituent of the purge gas) from the converter in the 
outlet gas ?ow, and this hydrogen may be removed from 
the circulating trichloride flow of the subhalide distilla 
tion system at any convenient point therein, e.g. down 
stream of the aforementioned decomposer region, to pre 
vent buildup of hydrogen content in the circulating ?ow. 
Another arrangement of apparatus with which the pres 

ent process may be practiced is illustrated diagrammatical 
ly in FIG. 2. This apparatus, like that of FIG. 1, is shown 
as associated with a subhalide converter 10 of the type 
already described, and includes a vertical hollow shaft or 
pipe 18 communicating at its upper end with the converter 
residue discharge aperture 16 to receive residue lumps and 
granules expelled from the lower end of the alloy mass 
12 in the converter chamber 11 by the extractor. cone 14. 
As in FIG. 1, the pipe 18 has an upper cylindrical section 
19 and a lower cylindrical section 20 (larger in diameter 
than the section 19) joined by a downwardly ?aring frusto 
conical section 21. 
The apparatus of FIG. 2 further includes a downward 

ly tapering closed tank 50 containing a body of water 51. 
Integral with the tank structure, and extending downward 
ly from the central portion of the top of the tank into the 
body of water 51, is an axially vertical pipe 52 which is 
open at both ends and has a lower cylindrical portion 53 
of internal diameter e.g. about equal to the diameter of 
the pipe section 20. The upper portion 54 of the pipe 52 
?ares outwardly to provide a region above the cylindrical 
portion 53 of upwardly increasing diameter larger than 
the diameter of the portion 53. 
The pipe 18 opens downwardly into the pipe 52 and 

is in coaxial relation thereto, so that residue alloy de 
scending in the pipe 18 advances into the cylindrical pipe 
portion 53. As shown, the lower end of the pipe 18 ex 
tends into the region de?ned by the portion 54 of pipe 
52 but is spaced away from the latter pipe portion to 
provide an annular opening 55 between the pipe 18 and 
the pipe portion 54. Surrounding the lower extremity of 
the pipe 18 is an annular perforated conduit 57 which is 
adapted to direct a spray of water (supplied to the con— 
duit 57 through inlet conduit 58) into the opening 55 and 
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thus into the path of residue descending from the pipe 
18 to the pipe portion 53. The opening 55 and annular 
conduit 57 are enclosed by a suitable housing 61} extend 
ing between the pipe 18 and the top of the tank 50 to 
prevent escape of gases from the pipe 18 and pipe portion 
53 through the opening 55. 

Accordingly it will be seen that the pipe 18 and pipe 
52 in cooperation with the housing 60 de?ne a continu 
ous, laterally con?ned (i.e. gas-tight) passage for advance 
of a residue alloy from the converted discharge aperture 
16 into the body of water 51. The pipe 52 opens down 
wardly into the water at a level sufficiently far below the 
level of water 62 in the tank 50 so that water stands in 
the lower portion 53 of pipe 52 to a level 64 therein pro 
viding a water seal effective to prevent ?ow of gas either 
into or out of the lower end of the pipe 52. As in the ap 
paratus of FIG. 1, the level 64 is ordinarily lower than the 
level 62 because the gas pressure in the pipe 52 corre 
sponds to that in the converter, which is ordinarily higher 
than ambient atmospheric pressure, whereas the pressure 
in tank 58 is substantially equal to atmosphere pressure. 

The apparatus of FIG. 2 also includes a bucket eleva 
tor 66, e.g. of conventional design and powered by suit 
able means (not shown), which extends from a locality 
in the tank 58 below the pipe 52, through an opening 67 
in the top of the tank, and is adapted to transport the 
residue from the body of water 51 to a locality external 
to the tank for discharge into the open air. Again as in 
the apparatus of FIG. 1, a conduit 35 opening into the 
lower portion of the shaft section'20 and controlled by a 
valve 36 is provided for supplying steam or water to the 
section 2%); and a conduit 37 controlled by a valve 38 and 
opening into the pipe 18 adjacent the upper portion of the 
section 20 is provided for supplying purge gas to, or re 
moving purge gas from the pipe 18. Gases evolved in the 
tank 50 are vented to the atmosphere through an exhaust 
duct 68. 

In the process of the invention as performed with the 
apparatus of FIG. 2, residue alloy expelled from the con 
verter 10 is initially allowed to accumulate in the dis 
charge passage de?ned by pipe 18 and pipe 52, in and 
above the water in tank 50, until the passage is ?lled with 
a loose, gas~permeable body or column 65! of the residue 
to a predetermined level substantially above the water 
level 64, i.e. to a level adjacent the upper extremity of 
shaft section 20. The bucket elevator 66 is then operated 
to withdraw the residue from the lower end of column 
69 in the tank 50 at a rate controlled to maintain the 
discharge passage ?lled with the column 69 of residue 
lumps and granules extending from the tank 50 upwardly 
through the pipe 52 and pipe section 20 to the afore 
mentioned level. In this way, the residue expelled from 
the converter is advanced downwardly through the dis 
charge passage into the body of water 51 and is trans-, 
ferred therefrom to the open air by the bucket elevator, 
e.g. for removal to a disposal area by a conveyor belt 70. 
Water is withdrawn from the tank 50 through conduit 
71, for cooling and recirculation to the system through 
conduit 58. 
As in FIG. 1, the residue thus descending in the dis 

charge passage successively traverses a water vapor re 
acting zone, a cooling zone, and a water seal zone. Speci 
?cally, the water vapor reacting zone of the passage is 
the pipe section 20 containing the upper portion of column 
69, in which the residue is at a relatively high tempera 
ture. The cooling zone is the portion of pipe 52 extend 
ing between the annular opening 55 and the water level 
64; as the residue traverses this zone in the column 69 it 
is cooled by contact with sprays of water from the an 
nular conduit 57, i.e. before it enters the body of water. 
The portion of the path of residue descent extending be 
low the water level 64 constitutes the water seal zone. 
Methane, together with some hydrogen, is produced in the 
cooling and water seal zones by reaction of the cooling 
sprays and the body of water 51 with water-active con 
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stituents of the residue; this gas is saturated with water 
vapor (from the body of water and the cooling sprays), 
which rises with the gas through the water vapor react 
ing zone and is essentially completely reacted with the 
residue therein so that the gas in the pipe section 19 above 
the latter zone is essentially free of water vapor. 
To prevent down?ow of aluminum trichloride gas from 

the converter beyond the pipe section 19, a purge atmos 
phere effective to block such down?ow is established and 
maintained in the discharge passage, extending from the 
water level 64 through the column 69 and into the pipe 
section 19 where it encounters the halide gas from the 
converter. As in the apparatus of FIG. 1, this purge at 
mosphere may be provided by the methane and hydrogen 
gases produced in the cooling and water seal zones, with 
addition or removal of purge gas through the conduit 37 
as necessary to compensate for inadequate or excessive 
generation of such gas; or alternatively the residue may 
be rapidly cooled by the cooling sprays to a comparatively 
low temperature (e.g. below 50° C.) at which very little 
vaporization or generation of gas occurs, and the major 
portion of the purge atmosphere may in such case be 
provided by supplying steam (or water) to the lower por 
tion of pipe section 20 through conduit 35 for reaction 
with the hot residue in the column 69 to produce methane 
and hydrogen. As will therefore now be understood, the 
performance of the present process in the apparatus of 
FIG. 2 is essentially as described above in connection with 
FIG. 1, except that in the system of FIG. 2 the residue 
column extends downwardly beyond the water vapor re 
acting zone into and through the cooling and water seal 
zones of the discharge passage; the water vapor reacting 
zone is, accordingly, contiguous to the cooling zone; and 
the level of the column in the shaft section 20 is controlled 
by the rate of discharge of residue from the tank 50. 
The following example, employing apparatus of the 

type shown in FIG. 2, will serve further to illustrate the 
performance of the process of the present invention: 

Residue alloy, in the form of granules and larger lumps 
ranging e.g. up to 3 inches in size, is expelled at a rate of 
3 tons per hour into the upper end of the discharge passage 
of the apparatus from the converter of a subhalide distilla 
tion system. The latter system produces 3 tons per hour 
of aluminum metal; 30 tons per hour of aluminum tri 
chloride gas are supplied to the converter, for operation 
at a conversion of 0.25 (i.e. 25% of the supplied gas being 
converted to aluminum monochloride by reaction with 
aluminum in the converter alloy charge). 
The residue, descending in the discharge passage, is ad 

vanced through a water vapor reacting zone and a cooling 
zone into a water seal zone provided by a body of Water 
in a closed tank at the lower end of the passage, and is 
discharged from the tank to the open air at a rate of 3 
tons per hour, in such manner as to maintain in the pas 
sage a column of the residue extending upwardly from 
the lower end of the passage through the water vapor re 
acting zone. In and below the latter zone, the discharge 
passage has a diameter of 18 inches; the total combined 
vertical extent of the cooling zone and water seal zone in 
this passage is about 20 feet. The operating pressure in 
the passage is between 1.2 and 1.5 atm., and hence the 
Water level in the tank (i.e. outside the passage) may be 
up to 15 feet higher than that in the passage. 
The descending residue is cooled by sprays of water in 

the cooling zone; the temperature of these sprays and of 
the water in the tank is maintained at 60° C. Methane, 
together with some hydrogen, is produced in the cooling 
and water seal zones of the passage at a rate dependent 
on the aluminum content of the residue. With residue from 
which up to about 90% of the available aluminum has 
been extracted in the converter, the rate of methane pro 
duction in the discharge passage is approximately 400 
s.c.f.h. (standard cubic feet per hour); in the case of resi 
due from which more than 90% of the aluminum has 
been extracted, the rate of methane production is lower, 
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e.g. decreasing to less than 20% of the aforementioned 
value. Gas is produced in the tank (outside the discharge 
passage) at approximately the same rate as in the passage 
and is vented from the tank to the atmosphere. 
The gas thus produced in the cooling and water seal 

zones is saturated with water vapor at the temperature 
of operation therein (i.e. 60° C.). At the latter tempera 
ture the partial pressure of water is about 150 mm. of 
mercury. As the gas rises in the passage, the water vapor 
is removed by reaction with the residue in the column in 
the water vapor reacting zone such residue being at a 
temperature of about 200° C.; a ?ve-foot depth (vertical 
extent) of the residue column in the water vapor reacting 
Zone is effective to remove substantially all the moisture 
in the gas. 
An upward ?ow of approximately 150 s.c.f.h. of purge 

gas in the discharge passage is required to prevent down 
?ow of aluminum trichloride gas from the converter into 
the water vapor reacting zone. The gas-balancing portion 
of the discharge passage (i.e. the passage portion extend 
ing between the converter outlet and the latter zone) is 
about 10 feet in height, to allow for the effect of pressure 
variations in the system. Purge gas passing upwardly 
through the balancing portion enters the converter where 
it reacts to form hydrogen, providing in the converter at 
mosphere a hydrogen content of about 0.2 mol percent 
which is subsequently removed from the recirculating tri 
chloride ?ow of the subhalide distillation system. 
With residue from which up to about 90% of the avail 

able aluminum has been removed, the rate of methane 
production (as set forth above) is about 250 s.c.f.h. greater 
than necessary to prevent down?ow of aluminum trichlo 
ride gas; in such case, the excess purge gas is withdrawn 
from the lower end of the gas-balancing portion of the 
discharge passage. With residue from which 95% of the 
aluminum has been removed, the rate of methane pro 
duction is only about 80 s.c.f.h., which is less than that 
necessary to balance the trichloride gas; addition of an 
approximately equal amount (80 s.c.f.h.) of hydrogen as 
purge gas at the lower end of the gas-balancing portion 
of the discharge passage satisfactorily prevents access of 
aluminum trichloride to the water vapor reacting zone. 

It is to be understood that the invention is not limited 
to the procedures and embodiments hereinabove specif 
ically set forth, but may be carried out in other ways 
without departure from its spirit. 
We claim: 
.1. In a method of removing residue alloy from an 

aluminum subhalide distillation system having a converter 
region wherein said alloy is heated and exposed to alu 
minum halide gas, the steps of advancing successive quan— 
tities of said residue alloy from said converter region into 
and through a laterally con?ned passage and supplying 
purge gas to said passage to provide a purge atmosphere 
extending through said passage to encounter aluminum 
halide gas entering said passage from said converter re 
gion, and e?ective to prevent flow of aluminum halide gas 
from said converter region ‘beyond a predetermined ?rst 
locality in said passage, said step of supplying purge gas 
including exposing said alloy to water at a second locality 
in said passage, spaced from said ?rst locality in the di 
rection of advance of said alloy, to produce gas provid 
ing at least a part of said purge atmosphere by reaction 
of the water with water-active constituents of the alloy. 

2. In a method of removing residue alloy from an 
aluminum subhalide distillation system having a converter 
region wherein said alloy is heated and exposed to alu 
minum halide gas, the steps of advancing successive quan 
titles of said residue alloy from said converter region 
into and through a laterally con?ned passage so that a 
gas-permeable column of said alloy is maintained in at 
least a portion of said passage intermediate ?rst and sec 
ond localities therein successively traversed by said alloy, 
and supplying purge gas to said passage to provide a purge 
atmosphere extending through said passage to encounter 
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aluminum halide gas entering said passage from said con 
verter region and effective to prevent ?ow of aluminum 
halide gas from said converter region beyond said ?rst 
locality in said passage, said step of supplying purge gas 
including exposing said alloy to water at said second 
locality in said passage to produce gas providing at least 
a part of said purge atmosphere by reaction of the water 
with water-active constituents of the alloy, said last-men 
tioned ‘gas advancing in said passage from said second 
locality through said column toward said converter region 
together with water vapor, and said column providing a 
mass of alloy intermediate said ?rst and second localities 
su?icient to e?ect essentially complete removal of water 
vapor from said last-mentioned gas advancing there 
through, by reaction of said water vapor ‘with water-active 
constituents of the alloy in said mass. 

3. In a method of removing residue alloy from an 
aluminum subhalide distillation system having a converter 
region wherein said alloy is heated and exposed to alu 
minum halide gas, the steps of discharging successive 
quantities of said residue alloy from said converter region 
into a laterally con?ned passage extending downwardly 
from said converter region, advancing said quantities of 
‘alloy downwardly through said passage so that a gas 
permeable column of said alloy is maintained in ‘at least 
a portion of said passage ?lling said passage portion at 
least to a predetermined level therein, and supplying 
purge gas to said passage to provide a purge atmosphere 
extending through said passage to encounter aluminum 
halide gas entering said passage from said converter re 
gion and effective to prevent down?ow of aluminum 
halide gas from said converter region to said predeter 
mined level in said passage, said step of supplying purge 
gas including exposing said alloy to water at a locality 
in said passage below said predetermined level to produce 
gas providing at least a part of said purge atmosphere by 
reaction of the water with water-active constituents of the 
alloy, said last-mentioned gas rising through said column 
together with water vapor, and said column providing a 
mass of alloy intermediate said last-mentioned locality 
and said predetermined level su?icient to effect essentially 
complete removal of water vapor from said last-men 
tioned gas rising therethrough, by reaction of the water 
vapor with water-active constituents of the alloy in said 
mass. 

4. 'In a method of removing granular residue alloy 
from an aluminum subhalide distillation system having a 
converter region wherein said alloy is heated and exposed 
to aluminum halide gas, the steps of discharging succes 
sive quantities of said granular residue alloy from said 
converter region into a laterally con?ned passage extend 
ing downwardly from said converter region, advancing 
said quantities of alloy downwardly through said passage 
so that a gas-permeable column of said alloy is main 
tained in at least a portion of said passage ?lling said 
passage portion at least to a predetermined level therein 
spaced downwardly from said converter region, and ex 
posing said alloy to water at a locality in said passage 
below said predetermined level to produce purge gas, by 
reaction of the water with water-active constituents of the 
alloy, providing a purge atmosphere extending through 
said passage above said predetermined level to encounter 
aluminum halide gas entering said passage from said con 
verter region and effective to prevent down?ow of alu 
minum halide gas from said converter region to said pre 
determined level in said passage, said purge gas rising 
through said column together with water vapor, and said 
column providing amass of alloy intermediate said last 
mentioned locality and said predetermined level su?icient 
to effect essentially complete removal of water vapor from 
said last-mentioned gas rising therethrough, by reaction 
of the water vapor with water-active constituents of the 
alloy in said mass. 

‘5. A method according to claim 4, wherein said step 
of exposing said alloy to water comprises introducing 
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steam to said passage at said locality to provide an up 
ward flow of steam through said column for reaction of 
said steam with water-active constituents of the alloy in 
said column to produce said purge gas, said steam being 
introduced to said passage at a rate selected to provide 
sufficient production of gas in said column to prevent 
down?ow of aluminum halide gas from said converter 
region to said predetermined level in said passage. 

6. In a method of removing residue alloy from an 
aluminum subhalide distillation system having a converter 
region wherein said alloy is heated and exposed to alumi 
num halide gas, the steps of discharging successive quan 
tities of said residue alloy from said converter region into 
a laterally con?ned passage extending downwardly there 
from, advancing said quantities of alloy downwardly 
through said passage so that at least a portion of said 
passage is maintained ?lled with a gas-permeable column 
of said alloy at least to a predetermined level therein, and 
delivering said quantities of alloy into a body of water 
maintained at ‘the lower end of said passage and providing 
a water seal in said passage at a locality below said pre 
determined level, while maintaining in said passage a 
purge atmosphere extending through said passage to en 
counter aluminum halide gas entering said passage from 
said converter region and effective to prevent down?ow of 
said aluminum halide gas to said predetermined level, at 
least a part of said atmosphere being provided by gas 
produced by reaction of water with Water-active constit 
uents of said alloy in said passage below said predeter 
mined level, said last-mentioned gas rising in said passage 
through said column together with water vapor, and said 
column providing a mass of alloy intermediate said last 
mentioned locality and said predetermined level su?icient 
to effect essentially complete removal of water vapor from 
the gas rising therethrough, by reaction of the water 
vapor with water-active constituents of the alloy in said 
mass. 

7. In a method of removing residue alloy from an 
aluminum subhalide distillation system having a converter 
region wherein said alloy is heated and exposed to alumi 
num halide gas, the steps of discharging successive quan 
tities of said residue alloy from said converter region into 
a laterally con?ned passage extending downwardly there 
from, advancing said quantities of alloy downwardly 
through said passage so that at least a portion of said 
passage is maintained ?lled with a gas-permeable column 
of said alloy at least to a predetermined level the-rein, de 
livering said quantities of alloy into a body of water 
maintained at the lower end of said passage and provid 
ing a water seal in said passage at a ?rst locality below 
said predetermined level, and directing sprays of water into 
the path of said alloy in said passage at a second locality 
intermediate said predetermined level and said ?rst locality‘ 
for contact with said alloy to cool said alloy, while main 
taining in said passage a purge atmosphere extending 
through said passage to encounter aluminum halide gas 
entering said passage from said converter region and e?ec 
tive to prevent down?ow of said aluminum halide gas to 
said predetermined level, at least a part of said atmosphere 
being provided by gas produced by reaction of said sprays 
of water and said body of water with water-active con 
stituents of said alloy, said last~mentioned gas rising in 
said passage through said column together with water 
vapor, and said column providing a mass of alloy inter 
mediate said second locality and said predetermined level 
suf?cient to effect essentially complete removal of water 
vapor from the gas rising therethrough, by reaction of the 
water vapor with water-active constituents of the alloy in 
said mass. 

8. In a method of removing granular residue alloy from 
an aluminum subhalide distillation system having a con 
verter region wherein said alloy is heated and exposed to 

- aluminum halide gas, the steps of discharging successive 

75 
Quantities of said granular alloy from said converter region 
into a laterally con?ned passage extending downwardly 
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therefrom into a body of Water maintained at the lower 
end of said passage and providing in said passage a water 
seal at a ?rst locality adjacent said lower end thereof, ad 
vancing said quantities of alloy downwardly through a 
portion of said passage intermediate said converter region 
and said ?rst locality at a rate controlled to maintain said 
passage portion ?lled with a gas-permeable column of 
said alloy at least to a predetermined level therein spaced 
downwardly from said converter region, delivering said 
alloy from said passage portion into said body of water, 
directing sprays of water into the path of said alloy in said 
passage at a second locality intermediate said ?rst locality 
and said predetermined level for contact with said alloy 
to cool said alloy, said sprays of water and said body of 
water being at a temperature of not more than about 60° 
C., while ‘maintaining in said passage a purge atmosphere 
extending through said passage to encounter aluminum 
halide gas entering said passage from said converter region 
and e?ective to prevent down?ow of said aluminum halide 
gas to said predetermined level, at least a part of said 
atmosphere being provided by gas produced by reaction 
of water with water-active constituents of said alloy in 
said passage below said predetermined level, said last 
mentioned gas rising in said passage ‘through said column 
together with water vapor, and said column providing a 
mass of alloy intermediate said second locality and said 
predetermined level su?icient to effect essentially com 
plete removal of water vapor from the gas rising there 
through, by reaction of the water vapor with water-active 
constituents of the alloy in said mass. 

9. A method according to claim 8, wherein the tem 
perature of said sprays of water and said body of water is 
in a range ‘between about 50° C. and about 60° C., and 
wherein at least a substantial part of said purge atmos 
phere is provided by gas produced by reaction of said 
sprays of water and said body of water with water-active 
constituents of said alloy. 

10. A method according to claim 9 including the step 
of withdrawing purge gas from said passage, to prevent 
buildup of excess purge gas in said passage, upon produc 
tion of gas in said passage at a rate in excess of that neces 
sary to prevent down?ow of said aluminum halide gas to 
said predetermined level. 

11. A method according to claim 8, wherein said step 
of maintaining said purge atmosphere in said passage in 
cludes the step of introducing to said passage a ?ow of 
purge gas inert with respect to aluminum and to said alumi 
num halide to augment the gas produced in said passage. 

12. A method according to claim 8 wherein said sprays 
of water and said body of water are provided at a tem 
perature for cooling the alloy descending in said passage 
without substantial production of gas upon contact of 
said sprays of water and said body of water with the alloy 
descending in said passage, and wherein said step of main 
taining said passage ?lled with said purge atmosphere 
comprises supplying steam to said passage at a third 
locality intermediate said predetermined level and said 
?rst locality to provide an upward ?ow of steam through 
said column for reaction of said steam with water-active 
constituents of the alloy in said column to produce gas 
providing said purge atmosphere, said steam being in 
troduced to said passage at a‘ rate selected to provide 
sufficient production of gas in said column to prevent 
down?ow of said aluminum halide gas to said prede 
termined level. 

13. In a method of removing granular residue alloy 
from an aluminum subhalide distillation system having 
a converter region wherein said alloy is heated and ex 
posed to aluminum halide gas, the steps of discharging 
successive quantities of said granular alloy from said 
converter region into a laterally con?ned passage having 
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an upper portion extending downwardly from said- con 
verter region and a lower portion extending downwardly 
from said upper portion, transferring said alloy from the 
lower end of said upper portion to the upper end of 
said lower portion at a rate controlled to maintain said 
upper portion ?lled with a gas-permeable column of 
said alloy at least to a predetermined level therein spaced 
downwardly from said converter region delivering said 
alloy through said lower portion into a body of water 
maintained at the lower end of said lower portion and 
providing a Water seal in said lower portion at a ?rst 
locality adjacent said lower end thereof, and directing 
sprays of water into the path of said alloy in said lower 
portion at a second locality above said ?rst locality for 
contact with said alloy to cool said alloy, while main 
taining in said passage a purge atmosphere extending 
through said passage to encounter aluminum halide gas 
entering said passage from said said converter region and 
effective to prevent down?ow of said aluminum halide 
gas to said predetermined level, at least a part of said 
atmosphere being provided by gas produced by reaction 
of said sprays of water and said body of water with water 
active constituents of said alloy, said last-mentioned gas 
rising in said passage through said column together with 
water vapor, and said column providing a mass of alloy 
below said predetermined level in said upper passage por 
tion su?‘icient to effect essentially complete removal of 
water vapor from the gas rising therethrough, by reaction 
of the water vapor with water-active constituents of the 
alloy in said mass. 

14. In a method of removing granular residue alloy 
from an aluminum subhalide distillation system having 
a converter region wherein said alloy is heated and ex 
posed to aluminum halide gas, the steps of discharging 
successive quantities of said granular alloy from said 
converter region into a laterally con?ned passage extend 
ing downwardly therefrom into a body of Water main 
tained at the lower end of said passage and providing in 
said passage a water seal at a ?rst locality adjacent said 
lower passage end, for delivery of said alloy into said 
body of water, withdrawing said alloy from said body of 
water at the lower end of said passage at a rate controlled 
to maintain said passage ?lled with a gas~perrneable 
column of said alloy at least to a predetermined level 
therein above said ?rst locality, and directing sprays of 
water into said column at a second locality intermediate 
said ?rst locality and said predetermined level for cool 
ing said alloy, while maintaining in said passage a purge 
atmosphere extending through said passage to encounter 
aluminum halide gas entering said passage from said con 
verter region and eiiective to prevent down?ow of said 
aluminum halide gas to said predetermined level, at least 
a part of said atmosphere being provided by gas produced 
by reaction of said sprays of water and said body of 
water with water-active constituents of said alloy, said 
last-mentioned gas rising in said passage through said 
column together with water vapor, and said column pro 
viding a mass of alloy intermediate said second locality 
and said predetermined level sui?cient to etfect essen 
tially complete removal of water vapor from the gas 
rising therethrough, by reaction of the water vapor with 
water-active constituents of the alloy in said mass. 
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