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This invention relates to sized ?brous products such 
as cellulosic pulp, paper, cardboard, textile threads, fabrics 
and the like. This invention provides new sized products 
and process for preparing them. , 

It has been found, according to this'invention that 
?brous materials, particularly ?bers of cellulose and the 
like, may be advantageously sized by ‘applying to the 
?brous material a compound of the formula 

wherein R is any organic hydrocarbon hydrophobic group, 
and n is selected from an integer consisting of 0 and 2, 
and then drying the thus treated ?brous material. These 
Z-chloroethyl sul?des, and sulfones may applied by any 
convenient method known to those skilled in the sizing 
art but they are most conveniently applied in water-im 
miscible organic solvent solutions emulsi?ed aqueous or 
dispersions su?icient to impart from about 0.1 to aout 5% 
or more by weight based on the weight of the dry ?ber 
of the sulfur compound used. Not all sul?de, or sulfones 
are useful for this purpose but these compounds have 
been found to be ef?cient sizing agents at these low con 
centrations. For example, the hydroxyethyl and vinyl sul 
?des, sulfones are surprisingly much less effective as siz 
ing agents than the above described 2-chloroethyl sul?des, 
and sulfones. Higher concentrations of these sulfur com? 
pounds could also be applied to ?brous material if de 
sired but for most practical purposes, higher concentra 
tions are not generally needed. Lower concentrations 
of the sizing agent than those stated above could also 
be used to impart at least a degree of water repellant 
improvement but the range indicated is preferred. 
The 2~chloroethyl hydrophobic sul?des, and sulfones 

which I have found to be useful for sizing ?brous ma 
terials, particularly cellulosic ?brous materials include 
those in which the hydrophobic group is a higher alkyl 
having at least about 10 carbon atoms, e.g., decyl, un 
decyl, dodecyl, tridecyl, tetradecyl, pentadecyl, hexa 
decyl, heptadecyl, octadecyl, tetracosyl, and pentacosyl 
and higher alkyl up to about 40 carbon atoms if desired, 
although those having up to about 25 carbon atoms are 
preferred, the corresponding alkenyl groups having from 
10 to about 40 carbon atoms, a few examples of which 
are decenyl, tri-decenyl, heptadecenyl, octadecenyl, eicosen 
yl, tricosenyl, etc., the alkylphenyl and alkyldsubstituted cy 
cloalkyl having at least about 8 carbon atoms in the 
alkyl groups attached to the phenyl or cycloalkyl group, 
e.g., octylphenyl, dinonylphenyl, dodecylphenyl, tridecyl 
phenyl, pentadecylphenyl, octadecylphenyl, heneicosyl 
phenyl, nonylcyclopropyl, dodecylcyclobutyl, tridecylcy 
clopentyl, tetradecylcyclohexyl, pentadecylcycloheptyl, 
octadecylcyclohexyl, etc., and any of such alkyl, alkenyl, 
alkylphenyl and alkylcycloalkyl, 2-chlor0ethyl sul?de, or 
sulfone compounds containing non-interfering inert sub 
stituents. Inert substituents which may be present include 
groups such as carboalkoxy, alkyloxy, aryloxy, arylalkyl 
oxy, keto(carbonyl, tertiary amide, halogen attached to 
aromatic carbons, or alphat-ic heterocyclic groups, i.e., 
aliphatic heterocyclic groups, i.e., heterocyclic radicals 
containing no benzene-type unsaturation. The heterocyclic 
radical may be saturated or unsaturated. Types of radicals 
which should not be present to any substantial extent 
in the hydrophobic group are exempli?ed by hydroxyl 
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2 
groups, primary and secondary amino groups, labile 
halogens, amide groups having amido hydrogen, and 
carboxyl or other acidic groups. Those skilled in the art 
will be aware of the types of hydrophobic groups which 
may be used in these Z-chloroethyl sul?de, andrsulfone 
compounds if undesired side reactions are to be avoided. 

These sul?de, and sulfone compounds can be used as 
single pure compounds for the purpose of this invention. 
However, in commercial practice, 2-chloroethyl sul?de, 
and sulfone compounds containing, e.g., mixed hydro 
phobic alkyl, mixed alkenyl and alkyl, alkylphenyl, or 
alkyl, and alkyl-substituted cycloalkyl groups may con 
veniently be used. Mixtures of sul?des, and sulfones are 
also useful. ' 

For some applications of these materials to some cellu 
losic ?brous, increased sizing eifectiveness is noted when 
these 2-chloroethyl sul?de, and sulfones are applied to 
the ?brous substrate admixed with or simultaneously with 
a basic material such as an alkali metal hydroxide in 
an amount su?‘icient to e?ect the sizing on the basic 
side of the pH range, that is, above pH 7. When this 
procedure is contemplated the base used will usually be 
sodium hydroxide because it is most readily available 
and the most economical one to use. However, it is under 
stood that other basic materials such as potassium hy 
droxide, lime, hydrated lime, calcium hydroxide, and 
other alkali metal and alkaline earth metal bases and 
basic salts could be used if desired. 
The su?de, and sulfone materials may be applied to 

?brous substrates to impart sizing thereto in any con 
ventional manner. The ?brous material in the form of 
cellulosic pulp, ?nished paper sheets or paper board, or 
paper product, textile ?ber, thread, yarn, or fabric may 
be simply dipped into a water-immiscible organic solvent 
solution of the Z-chloroethyl sul?de, or sulfone, and 
then dried in any convenient manner. The term “drying” 
and‘ its various adjective, verb, and participle forms, are 
used herein to include curing of the treated ?brous sub 
strate to give a ?nished sized ?brous product. The 
amount of the 2-chloroethyl sul?de, or sulfone retained 
by the ?brous substrate can be controlled by the con 
centration of the treating solution and the degree of 
squeezing or pressing of the dipped ?brous material be 
fore drying. 

This invention also contemplates the use of these sizing 
agents in conjunction with agents designed to increase re 
tention of the sizing agents by the ?brous substrate such 
as cellulosic ?bers. Useful auxiliary agents of this type 
inslude cationic starch, a good example of which is a 
modi?ed cornstarch having a nitrogen content of about 
0.25 percent, sold under the tradename “Cato 8” by Na 
tional Starch Products Company. When from about 0.1% 
to about 0.5% by weight, based on the weight of the 
?brous substrate, e.g., cellulose pulp, of a cationic starch, 
such as “Cato 8” is added to the stock slurry before, after, 
or simultaneously with the sizing agent, a decided im 
provement in retention of the sizing agent is obtained. 
'The sizing agents of this invention may also be com 

bined with a cationic emulsifying agent in a water-immis~ 
cible organic solvent solution, say, at concentrations of 
from about 5 percent to 95 percent by weight of the 
sizing agent, together with a small but effective amount, 
usually in concentrations of from 1 to 5% by weight of 
a cationic surface active agent, examples of which include 
the quaternary ammonium salts of long chain amines, 
such as cetyltriethylammonium chloride, of acyl deriva 
tives of diethylethylenediamine such as the methoxysul 
fonate of oleoyldiethylmethylethylenediamine, the alkyl 
benzyldimethylammoniurn chlorides, etc., in an organic 
solvent solution, which solution emulsi?es well in and 
is diluted by the aqueous slurries or dispersions of ?brous 
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material such as cellulosic paper pulp, to which it is 
added. Solutions of high concentrations of the sizing 
agent, with or without the retention aid, may be metered 
by conventional methods to aqueous slurries of ?brous 
substrates to impart the desired low concentration of siz 
ing agent to the size ?brous materials. 
The effectiveness of these 2-chloroethyl sul?de, and 

sulfones as sizing agents is illustrated by the following 
example. 

EXAMPLE 1 

Pieces of unsized cellulosic paper were dipped into 
solutions of either n-octadecyl 2-chloroethy1 sul?de or 
n-octadecyl 2-chloroethyl sulfone in chloroform. The 
concentration of the respective sul?de or sulfone ranged 
from 0.35% by weight to 0.42% by weight. In some of 
the solutions, sodium hydroxide was added to the solution 
of the respective sul?de or sulfone in an amount equiva 
lent to 1% by weight of the solution. After the paper 
samples were dipped into the respective solutions, the 
treated papers were dried and cured by one of the follow 
ing methods: 

(A) The treated paper was placed in a forced air dry 
ing oven for 90 minutes at 105 ° C. 

(B) The treated paper was dried on the standard 
Noble-Wood handsheet paper drier. 

(C) The treated paper was placed in the forced air 
drying oven for 60 minutes at 105° C. 
Some of the treated paper samples were soaked in ace 

tone solution overnight and then re-dried before testing 
to determine the permanency of the sizing agent. 
The dried treated paper sheets were tested for sizing 

by forming a small ?at bottomed boat of the treated 
paper and ?oating the treated paper on a standard ink 
bath in a constant temperature, humidity, and pressure 
room. The time, in seconds, for the ?rst indication of 
ink appearance on the upper observed surface, is noted. 
The results of this test were as follows: 

Sizing-Ink Flotation 
Drying Method (seconds) 

Sizing Chemical and Concentration Method 

“As Is” 1 Washed 

de: ‘ 

0.42%, by Wt _________________ _. 2, 500 0 
0.42%, plus 1% NAOH___ __. 1, 800 950 

Do _________________ _. 1, 400 1, 000 
0 0 

2, 550 
2, 700 

5, 000 
1, s00 

OQWOWP 0.35% ________________________ _Q 0 
0.35%, plus 0.5% NAOH _____ __ 1, 700 

sulfone: 

1, 200 
2 3, 500 a, 000 

5, 200 4, 700 
, B, 0 >0 >0 

o _______________________ _. 

0.35%, plus 0.5% NAOH _____ __ 
Control 3 _____________________ .. 

1 “As Is” indicates that the treated paper was dried but not washed in 
acetone. 

2 In this drying step, the temperature was raised to 110° C. but was 
otherwise as described. 

3 Control indicates that an untreated piece of the same paper which 
Was immersed in Water, and dried as thesamples were dried. > 0 indicates 
practically instantaneous observation of the ink on the observed surface 
of the control paper samples. 

These data illustrate the substantial sizing effectiveness 
of these compounds on cellulosic ?brous materials. 

I claim: 
1. A ?brous product comprising cellulose ?bers having 

distributed on their surface about 0.1 percent to about 
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5 percent by weight on the dry ?bers of a compound of 
the formula 

where R is selected from the group consisting of alkyl 
groups and alkylphenyl groups having at least about 8 
carbon atoms in the alkyl moieties and n is selected from 
an integer consisting of 0 and 2. 

2. A paper produce comprising cellulose ?bers con 
taining about 0.3 percent to about 5 percent by weight 
of a sizing agent wherein the e?ective sizing agent 
is a compound of the formula 

where R is selected from the group consisting of alkyl 
groups and alkylphenyl groups having at least about 8 
carbon atoms in the alkyl moieties, and n is selected from 
an integer consisting of 0 and 2. 

3. A sized paper product as described in claim 2 
wherein the sizing agent is an alkyl 2-chloroethyl sul?de 
having at least about 8 carbon atoms in the alkyl group. 

4. A sized paper product as described in claim 2 where 
in the sizing agent is an alkyl 2-chloroethyl sulfone hav 
ing at least about 8 carbon atoms in the alkyl group. 

5. A sized paper product as described in claim 3 where 
in the sizing agent is octadecyl 2-chloroethyl sul?de. 

6. A sized paper product as described in claim 4 where 
in the sizing agent is octadecyl Z-chloroethyl sulfone. 

7. A method of preparing a sized ?brous product of 
cellulose fibers which comprises applying to the cellulose 
?brous product from about 0.1 to about 5 percent by 
weight on the dried cellulose ?bers of a sizing agent which 
is a compound of the formula 

wherein R is selected from the group consisting of alkyl. 
groups and alkylphenyl groups having at least about 8 
carbon atoms in the alkyl moieties and n is selected from 
an integer consisting of 0 and 2, and drying the thus treat 
ed cellulosic ?brous product. 

8. A method as described in claim 7 wherein the cellu 
lose ?brous product is a paper product and in the sizing 
agent R is an alkyl group having at least about 8 carbon 
atoms and n is 0. 

9. A method of preparing a sized paper product as de 
scribed in claim 8 wherein the sizing agent is octadecyl 
Z-chloroethyl sul?de. 

10. A method as described in claim 7 wherein the 
cellulose ?brous product is a paper product and in the 
sizing agent R is an alkyl group having at least about 8 
carbon atoms and n is 2. 

11. A method of preparing a sized paper product as 
described in claim 10 wherein the sizing agent is octadecyl 
Z-chloroethyl sulfone. 

12. A method as described in claim 7 wherein the siz 
ing agent is mixed with an alkali metal hydroxide prior 
to its being applied to the ?brous material. 
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