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ABSTRACT OF THE DISCLOSURE 
A method for making and a speci?c construction, of a 

munitions ignition tube. Ajcomplet-e ignition tube is a 
composite of straight and belled, tubular sections of rigid 
urethane foam reinforced, in proximity to their radially 
outer surface with a sleeve of diagonally woven strands 
of polyester ?laments. The sleeve is inserted in the mold 
and axially compressed so that it radially expands against 
the mold wall. The foam is rigidi?ed to a’ desired wall 
thickness with the sleeve thus positioned. 

Background of the invention 

As is being poignantly demonstrated during the armed 
conflicts in various spots around the world, it is too costly, 
inconvenient and in many situations highly undesirable for 
?eld artillery to use cartridge-like ammunition. A car 
tridge has the printer, propellant and projectile all con 
tained within a shell. Shells are usually made from a 
high grade brass so that it has sufficient malleability to 
withstand the severe mechanical deformation incident to 
the shaping of the shell. Not only is the brass itself ex 
pensive but so is the cost of fabricating the shell there 
from. Moreover, after the cartridge has been ?red the 
empty shell remains. 

This non-expendability of the shell has been found to 
be most undesirable, particularly for mobile artillery 
units. The ?red shell is excess baggage for the artillery 
crew, and yet, if it is discarded, it leaves a permanent cairn 
by which movements of the artillery crew can be tracked. 
Accordingly, the practice has been adopted to substitute 
dual components—i.e., a cartridge sack and a separate 
projectile—for the unitary cartridges previously used with 
small and medium sized mobile artillery pieces. 
The cartridge sack is a bag ?lled with propellant; an 

ignition tube being buried in the propellant. The ignition 
tube holds a powder ignition charge and primer which, 
in turn, ignite the propellant. Although it is permissible 
for the powder charge to ignite rather rapidly upon ex 
plosion of the primer, the direction in which, and the rate 
at which, the propellant burns is quite critical. According 
ly, the ignition tube is carefully perforated and speci?cally 
located within the cartridge sack so that the propellant is 
ignited to burn generally from the front to the rear. 
Coupled with the requirement for controlled ignition, 

the cartridge sack must be completely consumed within 
the barrel of the artillery piece. If any residue in the form 
of a hard ash remains on the interior of the barrel it 
can jam the insertion of the subsequent projectile. 
An ignition tube made from rigid polyurethane foam 

has been found capable of controlling the ignition of the 
propellant and is consumed upon ignition. However, such 
tubes have been too frangible to permit any rough han 
dling of the cartridge sack. For example, when the car 
tridge sacks are parachuted to the artillery teams, the 
ignition tubes have broken on landing. The danger can be 
insidious in that the ignition of the propellant by a broken 
tube may be improper only to the degree that the range 
of the projectile is erratic, or, more unfortunately, the 
broken tube can cause the propellant to explode, rather 
than ignite, and thereby blow the breach or cause per 
manent damage to the barrel. 
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Many attempts ‘have been made to reinforce the poly 
urethane ignition tubes, but none have been satisfactory. 
With the straight tube segments experimentation discloses 
that the reinforcement is effective only when it lies con 
tiguously to the radially outer wall. To adapt this teaching 
to a belled tube has not, however, heretofore been prac 
tical. 

Summary of the invention 

It is therefore an object of the present invention to pro 
vide an ignition tube for a cartridge sack which incor 
porates a reinforcement adjacent the radially outer surface 
thereof, irrespective of whether or not the tube is straight 
or belled. 

It is another object of the present invention to provide 
a reinforced ignition tube, as above, which leaves no res 
idual deposits of hard ash on the interior of the barrel. 

It is a further object of the present invention to provide 
an ignition tube, as above, which will afford controlled 
ignition of the propellant even after the cartridge sack 
has been roughly handled. 

These and other objects of the present invention, as well 
as the advantages thereof over existing and prior art forms, 
will be apparent in view of the following detailed de 
scription of the attached drawings and are accomplished 
by means hereinafter described and claimed. 

In general, an ignition tube embodying the concept of 
the present invention is formed from one or more sec 
tions of a hollow, generally tubular rigid foam. A rein 
forcing sleeve is encased within the foam in juxtaposi 
tion with the radially outer surface of the tube, even when 
the radially outer surface of the tube is of progressively 
varied diameter. 
The sleeve itself is preferably woven from polyester 

strands of two ?laments each. The strands are oriented 
helically of both right and left hand lay; the strands of 
opposite lay being interwoven so that the diameter of 
the sleeve increases or decreases, respectively, upon axial 
compression or elongation of the sleeve. 
The increase in diametric dimension upon axial com 

pression allows the sleeve to conform most closely to 
the outer surface of even a belled tube by simply com 
pressing the sleeve within the cavity of the mold which 
forms the tube before the foam hardens in the mold. 
One preferred embodiment of the subject ignition tube, 

together with the method by which such a tube is made, 
are shown by way of example in the accompanying draw 
ings and are described in detail without attempting to show 
all of the various forms and modi?cations in which the 
invention might be embodied; the invention being'meas 
ured by the appended claims and not by the details of 
the speci?cation. 

Description of the drawings 

FIG. 1 is a perspective view, partially cut away, of a 
cartridge sack incorporating an ignition tube embodying 
the concept of the present invention; 

FIG. 2 is a schematic side elevation, partly in section, 
of an artillery piece with the cartridge sack of FIG. 1 
received in the chamber thereof; 

FIG. 3 is an enlarged side elevation, partly in section, 
of a belled tube segment and a portion of a cylindrical 
segment; 

FIG. 4 is a further enlarged side elevation of a rein 
forcing sleeve depicting the weave thereof in greater de 
tail; 

FIG. 5 is a longitudinal section of a mold adapted for 
making a belled ignition tube segment with a cylindrical 
section of reinforcing sleeve received therein; and, 

FIG. 6 is a view similar to FIG. 5 depicting the sleeve 
in juxtaposition to the wall of the mold cavity and with 
the core positioned therein. 
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Description of the preferred embodiment 
Referring more particularly to the drawings, an igni~ 

tion tube embodying the concept of the present inven 
tion is indicated generally by the numeral 10. As is 
shown in the FIG. 1 representation, the ignition tube 
10 is buried in the propellant charge 11 contained within 
a cloth bag 12. Interiorly of the ignition tube 10‘ is the 
ignition charge 13 which is ?red by the primer 14. 
The arrangement of the primer 14, ignition charge 13, 

ignition tube 10 and propellant charge 11 are contained 
within the cloth bag 12 which is itself secured in a gen 
erally cylindrical shape by longitudinal bindings 15 and 
16 and the spaced, circumferential bindings 18 and 19. 
This entire combination is the cartridge sack 20. 
The cartridge sack 20 is a self-contained unit which 

may be stored and transported independently of the pro 
jectile until it is received within the chamber of the 
‘artillery piece. As shown in the schematic representation 
of the mobile artillery piece 21 in FIG. 2, the cartridge 
sack 20 is positioned within the chamber 22 immediately 
behind the projectile 23. In order to prevent blowing of 
the breach 24 the propellant charge must burn at a con 
trolled rate so that the resulting gases can overcome the 
static inertia of the projectile 23 and start it moving for 
wardly through the barrel 25 without building up exces 
sive chamber pressures. This controlled burning rate is 
also critical to the accuracy of the artillery piece 21. As 
such it has been found highly desirable to construct 
the ignition tube 10 from three segments: a Iearmost, 
belled and imperforate segment 28; a middle, cylindrical, 
perforate segment 29 and a forward, belled, perforate 
segment 30. 
The position and number of the perforations 31 through 

the walls of the middle and forward segments 29 and 
30, respectively, have been carefully worked out, in con 
junction with the construction and characteristics of the 
particular propellant used, so that the controlled ignition, 
or ‘burning, thereof is accomplished. These details do not 
form a part of the present invention and will, therefore, 
not be further described. 

Reference is made to the criticality of controlled igni 
tion only so it will become manifestly apparent that the 
integrity of the ignition tube 10 must be maintained 
irrespective of Whether the cartridge sack 20 is gently or 
roughly handled. The quest for a satisfactory way by 
which to reinforce ignition tubes so that they are capable 
of withstanding air-drops has been fruitless prior to the 
subject invention. 

Referring to FIG. 3, it can be seen that the rigid foam 
32 forms the substance, or body, of the tube and is rein 
forced by a sleeve 33 encased within the foam but posi 
tioned in juxtaposition to the outer surface 34 thereof. 
It should be noted that even though the rearmost and 
forward segments 28 and 30, respectively, have a cy 
lindrical portion 35 which ?ares radially outwardly 
through a transitional shoulder 36 of progressively in 
creasing diameter to a bell portion 38 of greater diameter 
than the cylindrical portion 35, the sleeve 33 is adjacent 
the entire radially outer surface 34 of both tube segments. 
The foam 32 found most suitable for use in ignition 

tubes is rigid polyurethane. Rigid urethane foams may be 
readily produced by either of two methods—the quasi~ 
prepolymer or the “one shot” method. 

In the quasi-prepolymer method the diisocyanate is 
reacted with a portion of the polyester to give a NCO 
ter-minated prepolymer. In the foaming step the prepoly 
mer is reacted with the rest of the polyester, catalyst, 
surfactant and ?uorocarbon. 
The “one shot” process is more economical in that 

no preaction step is required. This process requires, 
simply, that at least two conduits lead to the mixing 
head since all the components can ‘be premixed except 
for the diisocyanate. One apparatus particularly adapted 
for the charging of molds according to the “one shot” 
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process can be found in my United States Patent No. 
3,264,067. 

Properly to reinforce the tube, it has been found that 
a non-puckering sleeve 33 should be incorporated. More 
over, the sleeve should be of a loose weave—i.e., an open 
weave with interstices between parallel strands. An open 
weave is more suitable for the provision of the perfora 
tions 31 without the necessity of severing the strands 39. 
An open Weave is also eminently suitable for the sleeve 

33 because such a weave provides a very high adhesion 
strength between the sleeve 33 and the rigid foam 32. 
Inasmuch as the foam penetrates the interstices between 
the strands while it is foaming, the sleeve is encased 
in an homogenous mass of rigid foam. 
At least for some sizes of ignition tube the mechanical 

bonding of the foam through the interstices of the sleeve 
33 is su?icient to reinforce the tube. However, should 
additional bonding be required, the material from which 
the strands are made may itself be roughened to pro~ 
vide an additional mechanical bonding between the foam 
and the sleeve. Additionally, when little or no chemical 
bonding obtains between the strand material and the 
foam, it may be desirable, for some applications, to 
treat the sleeve with a cement to create a bond between 
the strand material and the foam. 
A weave which conforms well even to a belled tube, 

such as the segments 28 and 30, without puckering is 
shown in greater detail in FIG. 4. Strands 39R are 
helically disposed with respect to the longitudinal axis 
37 of the sleeve 33 and are of right hand lay as viewed 
in FIG. 4. The strands 39R are intertwined with strands 
39L, also helically disposed, of left hand lay. The strands 
39R are each formed from two ?laments 40 and 41, 
and the strands 39L are each formed from two ?laments 
42 and 43. 
The two ?laments in each strand 39R and 39L inter 

sect each other in a plain weave-—e.g., ?lament 40 in 
strand 39R passes over ?lament 42 and under ?lament 43 
in strand 39L while ?lament 41 in strand 39R passes 
under ?lament 42 and over ?lament 43 of strand 39L. 
The aforesaid intertwining of each strand 39R and 39L 
forms an intersection 44. 
Between consecutive intersections the two ?laments in 

the strands of each lay are themselves crossed, as at 
changeover points 45. 

Such a weave is quite stable and yet will conform ex 
actly to the contour of the outer surface 34, even when 
of progressively varied diameter, without puckering. Non 
puckering results because a sleeve so woven will expand 
radially upon axial compression and radially contract 
upon axial elongation. 

Because it is imperative that the cartridge sack and its 
contents be consumed in ?ring, the material from which 
lthe sleeve is woven must not leave a hard ash or other 
residue which could impair the insertion of the subsequent 
projectile. 

Filaments 40-40, inclusive, of linear, high polymer 
polyesters have been found to leave no undesirable resi 
due on ?ring. Polyester is the name given to the material 
produced by a process involving the esteri?cation con 
densation of dihydn'c alcohols and dicarboxylic acids. 

This reaction covers a broad range of materials but it 
is sufficient to note that the linear, high polymer polyester 
ethylene glycol terephthalate, commonly known as Da 
cron, works exceedingly well. 
The unique suitability of using a sleeve woven as shown 

and described in conjunction with FIG. 4 can be particu 
larly appreciated when the method by which the ignition 
tubes are made is known. As shown in FIG. 5, a mold 
50 is provided with a belled cavity 51 having the shape 
desired for the radially outer surface of the ignition tube 
body, or, if the ignition tube is segmented, a belled seg 
ment body. 
A section 53 of woven sleeving having a diameter less 

than the smallest diameter of the cavity 51 so that it is 
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readily insertable therein is woven to, or cut to, a length 
greater than the axial extent of the cavity. Such a section 
53 is depicted inserted in cavity 51 in FIG. 5. With the 
section 53 thus inserted it is axially compressed within 
the cavity until the section 53 has expanded sufficiently 
to adapt to and lie contiguously with the surface of the 
cavity. With very little experimentation a worker is able 
to select a section length which will exactly equal the 
axial extent of the cavity after it has been expanded to 
conform to the surfaces thereof. ' 
As shown in FIG. 6, the insertion of a core 54 into 

the mold cavity may itself provide the compression of 
the section 53 as well as de?ne the interior of the tube 
to be formed in the mold. With the sleeve section 53 
thus expanded within the mold, the foaming of the foam 
forming components charged into the mold creates the 
body of the ignition tube with the reinforcing sleeve 
encased in juxtaposition with the outer surface thereof. 

It should therefore be apparent that the objects of the 
invention have been accomplished. 
What is claimed is: 
1. An ignition tube for munitions comprising, a hol 

low, generally tubular, rigid foam body having a radial 
ly outer surface, a portion of which is of a progressively 
varied diameter, a Woven, reinforcing sleeve encased in 
said body, the weave of said sleeve having helically 
oriented strands of right hand lay intertwined with heli 
cally oriented .strands of left hand lay so that said sleeve 
is compressible axially to a greater extent where the 
diameter of the outer surface of the body portion in— 
creases to maintain the sleeve in juxtaposition with the 
radially outer surface of said tube. 

2. An ignition tube, as set forth in claim 1, in which 
the helical strands of each lay are spaced apart and each 
strand is comprised of two ?laments, the two ?laments 
in each strand of right hand lay intersecting the two ?la 
ments in each strand of left hand lay in a square weave 
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with the two ?laments in the strands of each lay them 
selves crossing between each intersection. 

3. An ignition tube, as set forth in claim 2, in which 
the rigid foam is polyurethane and the ?lament is a 
polyester. 

4. An ignition tube having a rigid foam body portion, 
said body portion being at least in part a hollow cylinder 
with a radially outer surface, a portion of which ?ares 
radially outwardly to form a bell, and including a rein 
forcing sleeve, the improvement comprising, a woven 
reinforcing sleeve, said weave being a plurality of heli 
cally oriented polyester strands of left and right hand 
lay, each strand ‘being comprised of two ?laments, the 
two ?laments in each strand of right hand lay intersect 
ing the two ?laments in each strand of left hand lay 
in a plain weave with the two ?laments in the strands 
of each lay themselves crossing between each intersec 
tion, and the sleeve being compressed axially to a greater 
degree through said bell to conform to the greater radial 
dimension, said sleeve thereby maintaining juxtaposition 
with the radially outer surface of said tube. 

5. An ignition tube, as set forth in claim 4, in which 
the rigid foam is polyurethane and the ?laments are a 
polyester mono?lament. 
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