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ABSTRACT: A tubular metal blank to be formed into a vehi 
cle steering column or other corrugated tubular product is 
?rst deformed by radially inwardly moving dies to produce a 
plurality of substantially equally spaced shallow annular 
depressions separated by slightly raised crowns. The blank is 
then axially compressed to form and close a plurality of con 
volutions under a selected load within predetermined limits 
and to a selected closed length within predetennined limits, 
the variations being dependent on the strength of the material. 
Finally, the blank is stretched, expanding the convolutions to a 
plurality of generally similar spaced corrugations, with a 
selected stretch pressure within predetermined limits and to a 
selected expanded length within predetermined limits. 1f the 
end product is used as an energy-absorbing tube, the above 
method minimizes the variations in a selected compressive 
axial load required to collapse the ?nished column. 

In another embodiment, a series of annularly spaced 
notches are cut in the convolutions after they have been com 
pressed to abutting con?guration to determine the hoop 
strains developed in the walls of the ?nished product corruga 
tions when subjected to the axial collapse loading. 
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STRETCH METHOD son MAKING A TUBULAR 

' > PRODUCT ' 

‘CROSS REFERENCE TO RELATED APPLICATIONS 

The present invention is a continuation-in-part of U5. ap 
plication Ser. No. 627,7l8, ?led Apr. 3, I967, now aban 
doned. - 

BACKGROUN D OF THE INVENTION 

1. Field Of The Invention _ 
This invention relates to methods for making a tubular an 

nularly corrugated member, and to a method of manufactur 
ing an energy-absorbing tubular member having .predictable 
collapsing characteristics when subjected to an axial compres 
sive load. 

2. Description of the Prior Art 
Tubular members having axial collapsing characteristics are 

increasingly being employed as energy absorbing structural 
members in modern automotive vehicles to transmit torsional 
or axial force between components attached to opposite end 
sections; for example, in the steering column of an automotive 
vehicle. 
When the impact of a collision or the like tends to throw the 

driver against the steering wheel or produce rearward dis 
placement of vehicle structure against the other end of the 
steering column, resultant forces will tend to collapse of the 
column. The driver of the vehicle when thrown against the 
steering wheel will experience a cushioned deceleration as the 
energy of his momentum is absorbed in the work required to 
collapse the steering column. If forces against the lower end of 
the column cause it to collapse, this will prevent the steering 
wheel from being driven back against the driver. 
There have been relatively few economical manufacturing 

techniques developed heretofor for producing a tubular 
member having sidewalls which will collapse into a predicta 
ble pattern in reaction to a predetermined axial compressive 
force moving the ends of the tube walls toward one another. It 
is the broad purpose of the present invention to provide an im 
proved method for producing a corrugated collapsible tube of 
this character which is readily suitable in high-production 
manufacturing processes while at the same time producing a 
product having predictable energy-absorbing characteristics. 

Further, in the manufacture of corrugated tubing generally, 
there have been no methods heretofor developed for 
economically and easily controlling the length and strength 
characteristics of the ?nished product. 

SUMMARY OF THE INVENTION 

In the preferred embodiment of the present invention, a 
selected section 'of a tubular blank for use as a vehicle steering 
column or othercorrugated tubular product is ?rst deformed 
by the use of radially inwardly moving dies or the like to pro’ 
vide a plurality of substantially equally spaced shallow annular 
depressions separated by slightly raised annular crowns, this 
deformation being a factor which will determine both the 
number and the volumes of convolutions to be formed in the 
second step. 
The ends of the blank. are retained in press mandrels and the 

deformed section is axially compremed so that the deforma 
tions fold in accordion fashion to form a plurality of annular 
and adjacent closed convolutions. The pressure necessary to 
close these convolutions, and the length of the section after 

- closing, will be dependent on the material strength of the wall 
of the blank, so that the selected load and length will vary 
within predetermined limits. 

Next, the convoluted section is stretched to partially unfold 
the convolutions, forming an annularly corrugated section, 
under a stretch pressure which will vary between minimum 
and maximum limits and to‘ a length which will also vary 
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between minimum and maximum limits, the actual stretch ' 
pressure and the actual ?nished length again being determined 
by the strength of the material. However, proper balancing of 
the stretch pressure and length variations will produce a 75 

2 
?nished product having a proper length within allowable 
tolerances and will be such that a predictable axial compres 
sive force encountered in the event of a collision or the like 
will cause controlled collapse of the corrugated section, so 
that it can act predictably as an energy-absorbing device for 
use as a vehicle steering column or the like. For any axial ' 
forces below that predicted, the column will be substantially 
rigid and capable of performing in its intended fashion as, for 
example, in steering the vehicle. 

In a collision or the_like, if the vehicle driver is thrown 
against the steering wheel with suf?cient force, or if vehicle 
structure buckles to exert such forces against the lower end of 
the steering column, it will then collapse, the kinetic energy 
producing the collapse being absorbed in the work of deform 
ing the corrugations as the tube ends approach one another. 
The rate at which the opposite tube ends move toward one 
another is related to the circumferential or hoop strains 
developed in the annular ridges of the corrugations. 

In an optional method of forming, the blank is compressed 
further in the second step to ?atten the annular walls of the 
adjacent convolutions against each other. Then, before 
stretching, a series of annularly spaced notches are cut across 
the outer periphery of the collapsed convolutions. The ?nal 
tubular section after stretching then has a pattern of apertures 
in the partially unfolded corrugations which reduce the mag 
nitude of the hoop stresses, depending on the depth and 
number of notches, thereby reducing the magnitude of the 
axial force required to initiate the collapsing movement This 
step provides a means for additionally closely controlling the 
axial strength of the tube. The walls of the corrugations in this 
type of tube will take a more angular con?guration than in the 
previously described embodiment. 
The preformed tubular blank may be deformed into a series 

of annular corrugations successively having gradually reduced 
major diameters. This can be done by spacing the preliminary 
depressions, formed in the ?rst die operation, successively 
closer from one end to the other. Thus, the corrugations of the 
?nished tubular member will tend to collapse in a progressive 
pattern as distinguished from a random or uncontrolled pat 
tern which would be the case with equally spaced corruga 
tions. 

It is therefore a general object of the present invention to 
provide a method for making a tubular product having a pre 
dictable collapsing characteristic by applying a compressive 
axial force to a tubular blank sufficient to move the opposite 
ends of the blank toward one another so that the tube wall col 
lapses into a predetermined convoluted pattern and then ap 
plying a selected tensile axial force within limits to the col 
lapsed blank so that the convoluted section is partially un 
folded to a selected axial length within limits. 

' Further objects and advantages of the present invention will 
be ‘apparent to one skilled in the art to which the invention 
pertains upon reference to the following detailed description. ’ 

DESCRIPTION OF THE DRAWINGS 

A more complete understanding ‘of the invention may be _ 
had by reference to the accompanying drawings illustrating 
preferred embodiments of the invention in which like 
reference characters refer to like parts throughout the several 
views and in which: 

FIG. 1 is a diagrammatic cross-sectional view illustrating a 
preferred method of preforming a_ tubular blank; 

FIG. 2 is a longitudinal cross~sectional view illustrating the 
preforming operation; 

FIG. 3 is a longitudinal cross-sectional view illustrating the 
step of applying an axial compressive force to collapse the wall 
of the preformed tubular blank into a convoluted con?gura 
tion; . 

FIG. 4 is a longitudinal cross-sectional view illustrating the 
step of stretching and partially unfolding the convolutions to 
the ?nished corrugated length; 
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FIG. 5 is a longitudinal cross-sectional view illustrating an 

alternative step of fully collapsing the convolutions formed in. 
the tubulariblank; ' , - ' 

FIG. 6 is a cross‘sectional view taken substantially on the 
line 6-6 of FIG. 5 and illustrating the~collapsed tubular blank 
provided with a series of annularly spaced notches; 
' ' FIG. 7 is a longitudinal elevational view illustrating the tu 

. bular section of FIG. 5 after stretching; 
FIG. 8'is a longitudinal cross-sectional view showing a tubu 

' lar blank initially deformed to provide progressively closer 
spaced depressions; I 

FIG. 9 is a longitudinal cross-sectional view showing the 
blank of Flg. 3 after compression and expansion to its ?nal 
form; > - 

FIG. I0 is a close variation diagram for the collapsed tubu 
lar section; and , , ' 

FIG. III is a stretch variation diagram for the expanded tu 
bular section. 

DESCRIPTION oF TI-IE'PREFERRED EMBODIMENTS 
Referring ?rst to FIGS. l and 2, the preferred method of 

practicing the ?rst step of invention comprises providing a tu 
bular metal blank It) having sidewalls deformed so that the ap 
plication of an axial compressive force on the opposite ends 
causes the blank 10 to collapse in a predetermined pattern. 

' For purposes of illustration, the preformed blank 10 is made 
by radially converging a set of dies I2 thereon to simultane 
ously engage the outer wall surface and deform it into a con 
tinuous series of shallow annular depressions 14 substantially 
equally spaced by slightly raised annular crowns 16. 
Preferably the dies 12 deform the sidewalls of the blank 10 in 
a single stroke. The compressive force applied by the dies 12 is 
su?icient to deform the walls of the tube It) as‘shown, but in 
sufficient to produce a thinning or uneven metal forging of the 
tube walls. _ ‘ 

The blank lltl is preferably formed with undeformed end 
sections 18. The next step comprises applying by means of 
press mandrels 20 an axial compression to the end sections 18 
so that they are forced toward one another as indicated by the 
directional arrows of FIG. 3, causing the crowns 16 to radially 
enlarge as they fold about their major diameter and move axi 
ally toward one another until they abut to form the plurality of 
convolutions as shown, having substantially equal volumes, 
the depressions 14} forming similar inner diameter convolu-~ 
tions as shown. 

Next, as shown in FIG. 4, a stretch pressure -is applied to the 
opposite end sections lb of the blank 110 so that they are 
pulled away from one another, partially unfolding the con: 
volutions until they assume the predetermined corrugated 

_ con?guration indicated. 
The stretch pressure used to expand the blank to its ?nished 

' ' .form will be the determining factor in predetermining that 
force which will produce a controlled collapse if the column is 
later subjected to impacts from a collision or the like, and the 
way in" which stretch pressure and length variations are 
balanced to minimize collapse load variations will be ex 
plained in relation to FIGS. It) and 11. 

FIGS. 5, 6 and 7 illustrate an alternative method of practic 
ing the invention to additionally control the magnitude of the 
hoop strains developed-in each of the corrugations when the 
tubular'member w is subjected to an axial collapsing force. 
As shown in FIG. 5, the convolutions formed from the crowns 

. 16 are completely collapsed by compressing of the press man- ' 
drels 20 until the adjacent convolute surfaces are in full face 
to-face abutment and disposed substantially in a plane normal 
to the axis of the blank 10. 

While the blank I10 is so compressed, a series of preferably 
3 equally annularly spaced notches 22 are cut across the outer 
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peripheries of each convolution by any suitable cutting tool to ‘ 
a predetermined radial depth as shown in FIG. 6. The notches 

' :22‘ provide a series of discontinuities in the convolutions 
which radially enlarge when the expanding stretch pressure is 75 

force necessary to initiate collapse of the ?nished column is 
available. 
The blank I0 is ?nally axially stretched and takes the con 

?guration shown in FIG. 7 after the notching step to produce a 
?nished column similar to that illustrated in FIG. 4, but with a 
carefully selected pattern of apertures provided in the corru 
gations, which in the present case are of'a more angular na 
ture. 

FIG. 8 illustrates in exaggerated form another preferred 
method of forming a blank It) in which the shallow annular 
depressions 14 are spaced successively closer from left to right 
by forming progressively axially shorter raised crowns 16. 
After the compression and the expansion steps, the successive 
corrugations from left to right will consequently have progres 
sively smaller volumes as seen in FIG. 9 and will vary in their 
resistance to collapse if later subjected to the axial forces 
resulting from impacts of collision or the like. In such event 
the corrugations will collapse progressively from the relatively 
weaker corrugations on the left to the relatively stronger cor 
rugations on the right. In actual practice, the difference in 
spacing of successive depressions will be very slight but for 
clarity the drawing illustrates rather radical successively 
diminishing spacings, and the depressions and intermediate 
crowns are of exaggerated radial dimensions. 

FIG. 10 is a close variation diagram showing the com 
pressed blank 10 of FIG. 3 in which: 
CL is the center length relative to the left end of the com 

pressed blank section to which a mean material would com 
press at a selected close pressure, ' 

I’‘ is the length to which the strongest material could be 
compressed at such selected close pressure, ' 

P2 is the length to which the weakest material could be com 
pressed at such selected close-pressure, 

Ll is the maximum length to which the strongest material 
will actually be compressed, 

I.2 is the minimum length to which the weakest material will 
actually be compressed, ' ' ' 

V, is the differential between the P1 and L‘ lengths, and 
V2 is the di?erential between the P, am, L2 lengths. 
FIG. I1 is a stretch variation diagram showing the ?nally ex 

panded blank 10 of FIG. 4 in which: 
CL is the length relative to the left end of the expanded 

blank section to which a means material would be expanded at 
a selected stretch pressure to predetennine the desired col 
lapse load, > ' 

P3 is the length to which the strongest material could be ex 
panded at such selected stretch pressure, 

ll’4 is the length to which the weakest material could be ex 
panded at such selected stretch pressure, 

I.a is the minimum length to which the strongest material 
will actually be expanded, 

L; is the maximum length to which the weakest material will 
actually be expanded, 
Va is the differential between the P3 and L3 lengths, and 
V4 is the differential between the P4 and L4 lengths. 
Since L, and L, are balanced about C," collapse load varia 

tions will thus be minimized. ‘ 
It will be apparent that, to establish this desired collapse 

load as an inherent characteristic of the ?nished product, the 
close and stretch pressures will be determined on develop 
ment over a full range of material variables, with the con 
voluted length variations chosen to cpmpensate for the physi 
cal variations of different blank materials, thus minimizing 
collapse load variables. 7 
Depending on the material uses, the ?nished length of the 

blank can be predetermined within allowable tolerances, and 
that force which will be required to produce a controlled col 
lapse of the column can be predetermined by proper selection 
of close and stretch pressures, within tolerable limits. 
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The above described system for determining pressures and 
lengths is an economical method for developing ,_a tubular 
product to be used as a vehicle steering column with walls hav 
ing a carefully controlled axial strength. . 

Although I have described only a few'embodiments of my 
invention, it is to be understood that various changes and 
modi?cations can be made therein without departing from the 
spirit of the invention as expressed in the scope of the ap 
pended claims. 

lclaim: ‘ 

l. A method for making a tubular member, comprising the 
steps of: 

a. providing a tubular blank with an intermediate section 
deformable symmetrically about its axis into a predictable 
number of longitudinally adjacent corrugations, ‘ 

- b. applying a selected axial compression force within 
predetermined limits to said section deforming same into 
adjacent annular convolutions; and to move the adjacent 

' convolutions into close face to face contact to form sub 
stantially ?at abutting wall sections, 

. cutting out annularly spaced notches across the adjacent 
annular convolutions at such time as the wall sections of 
the annular adjacent convolutions are in abutting contact; 

. subsequently applying a predetermined axial tension to 
said convoluted section to partially expand said con 
voluted section to an approximately selected ?nished cor~ 
rugated length, whereby on applying said axial tension ex 
pansion said convolutions of said wall sections will take 
substantially equal angular positions relative to the tube 
axis and will meet to form angular edges having alternate 
lesser and greater diameters. 

2. The method as de?ned in claim 1 wherein the predeter 
mined tension is selected within minimum and maximum 
limits to substantially predetermine the compressive axial load 
which would subsequently be required to collapse said section 
when used as an energy absorbing column; 

3. The method as de?ned in claim 1 wherein the step of 
providing said tubular blank with a deformable intermediate 
section comprises converging preformed dies radially in 

. wardly on said section to impress on said blank a plurality of 
axially spaced shallow annular depressions ‘ separated by 
slightly raised annular crowns thereby de?ning the number 
and volumes of the later formed corrugations. 

4. The method as de?ned in claim 1 wherein the step of ap 
plying axial compression comprises applying a selected com 
pressive force within predetermined limits to move the ad 
jacent convolutions into contact to form alternate radially in 
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6 
wardly and outwardly facing annular looped wall sections hav 
ing respectively lesser and greater diameters. 

5. The method as de?ned in claim 1 and in which the 
number and extent of said notches controls the circum 
ferential hoop strains in said corrugations to predeterrnine 
that axial compressive force which would later be required to 
collapse said section when used as an energy-absorbing 
column. 

6. A method for making a tubular. member of selected 
material comprising the steps of: 

a. preforming a tubular blank to'predetermine the number 
y and volumes of to be formed annular convolutions, 

b. axially compressing said blank under a selected closing 
load within predetermined limits and to a selected closed 
length within predetermined limits, the variation depend 
ing on the strength of the material, to form a plurality of 
adjacent annular convolutions, the selected closing load 
being su?icient to ?atten said convolutions such that 
when said convolutions are later expanded, corrugations 
formed by such expansion will meet at annular substan 
tially sharp angles, 

c. cutting a selected number of annularly spaced notches to 
selected depths across the outer diameters _of the ?at 
tened convolutions, 

. subsequently axially stretching said blank. with a selected 

stretch pressure within irlaredeterrnined limits'and'to a selected expanded lengt s within predetermined limits, 
the variations depending upon the strength of the materi 
al, to partially unfold the convolutions forming a plurality 
of adjacent annular corrugations, said expanded member 
having apertures formed by said last-mentioned cutting 
step .in which said apertures reduce the hoop strains of 
said corrugations to predetermined values when sub 
jected to a collapse load. 

7. The method as de?ned in claim 6 wherein the preforming 
step comprises forming a plurality of shallow annular depres 
sions in said blank spaced by slightly raised annular crowns. 

8. The method as de?ned in claim 7 wherein said depres 
sions are equally spaced whereby the later formed convolu 
tions will be of substantially equal dimensions. ’ 

9. The method as de?ned in claim 7 wherein said depres 
sions are unequally spaced whereby the later formed convolu 
tions will be of different diameters. 

10. The method as de?ned in claim 9 wherein said depres 
sions are successively lesser spaced from one end to the other 
of said blank. ’ 


