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DISPOSABLE COVERING _ 

Jack K. Zisblatt, Fort Lee, N.J., assignor of a fractional 
part interest to Allison C. Collard, New York, N.Y. 
Continuation-impart of application Ser. No. 768,439, 

Oct. 17, 1968. This application Sept. 15, 1969, Ser. 
No. 857,809 

Int. Cl. B32b 3/10; C093 7/04 
U.S. Cl. 161-109 14 Claims 

ABSTRACT OF THE DISCLOSURE 

A disposable covering such as an antimacassar for the 
protection of beds, sofas and chairs COIlSlS'UHg'Of non 
woven fabric material having one or more adhesive strips 
disposed along one or more of its surfaces, and containing 
a backing strip or adhesive release for covering the adhe 
sive until the non-woven, disposable fabric is ready for 
use. The covering may serve as a headrest cover, or a 
mattress cover, and after use, may easily be removed from 
the article of furniture without leaving behind any of its 
adhesive backing. 

This is a continuation-in-part of application Ser. No. 
768,439, ?led on Oct. 17, 1968 now abandoned. 

This invention relates to a disposable cover consisting 
of a non-woven fabric covering for being secured to beds, 
chairs, and other articles of furniture. 
More speci?cally, this invention relates to a disposable, 

non-woven fabric covering which includes an adhesive for 
temporarily securing the covering to articles of furniture 
until they become soiled so that it may be easily removed 
from the furniture Without leaving any trace of adhesive. 

Conventional coverings for articles of furniture such 
as chairs, beds, and sofas and the like, have generally con 
sisted of a woven cloth fabric, which is secured ‘by fas 
teners, or other mechanical means to the furniture. When 
these coverings become soiled, they require laundering 
before they can be reused. In commercial travel vehicles 
where large numbers of seats are utilized, it has become 
popular to employ disposable headrest covers which are 
secured by some form of mechanical fastening device to 
the top of the seat. Early securing devices for headrest 
covers utilized mechanical clips and fasteners which se 
cured an edge of the covers to the back side of the head 
rest. After repeated use, the mechanical fasteners which 
were built into the chairs often failed, and required the 
chair to be taken out of service. Later, attempts to get 
away from mechanical fasteners for headrest covers uti 
lized “Velcro,” a material consisting of an irregular loose 
looped pile, randomly formed, which was adapted to grip 
a base material consisting of a plurality of closely spaced 
upstanding hooks formed of a resilient ?exible material. 
However, repeated use of “Velcro” fasteners, particularly 
for headrest covers of airline seats, has caused not only 
the fabric covering of the seat to tear, but also has resulted 
in the partial destruction of the upstanding hooks of the 
fastener. 

Accordingly, the present invention provides a dispos 
able, non—woven fabric cover for the headrest of a chair, 
the mattress of a bed, or a sheet for a bed which employs 
an adhesive fastening means that does not destroy or mate 
rially alter the furniture to which it is attached. 
A non-woven fabric is considered as a structure pro 

duced by bonding or the interlocking of ?bers, or both, 
accomplished by mechanical, chemical, thermal, or sol 
vent means and combinations thereof. 
The invention also permits repeated cover replacement 

since each new covering contains a fresh adhesive strip 
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for holding the cover to the furniture. The adhesive strip 
which is applied along the edges of the cover is designed 
to release from the fabric of the furniture to which it is 
applied when the soiled cover is removed, without leaving 
any adhesive marks, or marring the upholstery. In one 
embodiment of the invention, the adhesive 'strip may con 
sist of a pressure sensitive transfer tape applied along one 
or more edges or surfaces of the non-woven, disposable 
cover, and provided with a non-adhesive backing strip for 
protecting its adhesive surface until the cover is ready for 
use. When the device of the invention is utilized as a 
headrest cover, it ?nds particular application to the seats 
of airlines and busses, since it can be quickly installed and 
disassembled between trips. When the non-woven dis 
posable cover is utilized as a mattress cover, or bed 
sheet, it ?nds particular application in hospitals and 
doctors’ offices since it can easily and quickly be replaced 
to make ready for the reception of another patient. 

1 In several other embodiments of the invention, the 
adhesive backing strip may be permanently secured to one 
edge of the covering and folded over upon the adhesive 
area so that when the covering is ready to be applied to 
an article of furniture, the edge of the covering can be 
unfolded to expose the adhesive while retaining its adhe 
sive backing. In still a further embodiment, the edge of 
the covering may be perforated to expose the adhesive 
so that the covering can be applied. to articles of furniture 
by pressing the adhesive through the perforations into 
contact with the surface of the furniture articles. 

It is therefore an object according to the present inven 
tion to provide a disposable, non-woven covering for 
beds, sofas and chairs and the l' e which may easily be 
secured and removed from the fabric of these articles. 

It is another object according to the present invention 
to provide a disposable covering for furniture articles 
which may be quickly assembled and disassembled with 
?ut marring the fabric, vinyl, or upholstery of the furni 
ure. 

_ It is still another object according to the present inven 
tion to provide a disposable non-woven covering for beds, 
sofas, and chairs which is simple in design, inexpensive 
to manufacture, and reliable in operation. 

Other objects and features of the present invention will 
become apparent from the following detailed description 
considered in connection with the accompanying draw 
ings, which disclose several embodiments of the present 
invention. It should be understood, however, that the 
drawmgs are designed for the purpose of illustration only, 
and not as a de?nition of the limits of the invention. 

In the drawings, wherein similar reference characters 
denote similar elements throughout the several views: 
FIG. 1 is a plan view of one embodiment of the 

disposable non-woven covering according to the inven 
tion utilized as a headrest cover for a seat; 
FIG. 2 is a plan view disclosing the application of the 

cover of FIG. 1 onto the headrest of a conventional seat; 
FIG. 3 is a cross-sectional view taken along section 

3-3 of FIG. 2; 
FIG. 4 is a plan view of another embodiment of the 

cover of the invention utilized as a mattress cover; 
FIG. 5 is a plan view of the application of the cover 

ings of FIG. 4 and 7 onto the mattress of a bed; 
FIG. 6 is a cross-sectional view taken along section 

6-6 of FIG. 5; 
FIG. 7 is a plan view of a bed sheet according to the 

invention; 
FIGS. 8 and 8a disclose a disposable covering having 

its backing strip folded over both sides of one edge of 
the covering so that the strip can be lifted off one side 
and applied to an article; 
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FIGS. 9 and 9a disclose a covering folded over upon 

a backing strip along one edge of the covering so that 
the edge can be opened up exposing its adhesive for 
application to an article of furniture; 

FIGS. 10 and 10a disclose one edge of a covering 
folded over upon itself to enclose a release coating to 
cover its adhesive so that when it is opened, the adhesive 
becomes exposed for attachment to an article of furniture; 

FIG. 11 discloses a group of disposable coverings which 
are stacked upon each other in readiness for application; 
FIG. -12 discloses a disposable covering having a 

plurality of apertures for exposing its adhesive; 
FIG. 13 discloses another form of covering capable 

of being removed from a stack; and 
FIG. 14 discloses another embodiment of the inven~ 

tion in a form of an improved mattress covering; and 
FIG. 15 is a cross-sectional view of a disposable cover 

ing having an adhesive on one side and a release agent 
on its opposite side. 

Referring to FIGS. 1-3, there is shown a ?rst embodi— 
ment according to the invention of a covering 10, con 
structed from a non-woven fabric material such as a 
paper product resembling the texture of cloth. Along the 
top edge of disposable covering 10 is applied an adhesive 
strip 11 which may in one embodiment consist of a pres 
sure sensitive transfer tape having adhesive surfaces on 
both sides. One adhesive surface secures the tape along 
the top edge of covering 10. The second adhesive surface 
which is exposed, is covered by a backing strip 12 con 
structed from a plastic coated paper. Backing strip 12 
will easily peel away from adhesive strip 11, when cover 
10 is ready to be applied. 
The back rest 13 of chair 15 as shown in FIG. 2 is 

upholstered over its headrest portion 14. It is customary 
to protect the upholstery of the headrest with a cloth 
cover secured over top portion 14. As shown in the 
cross-sectional view of FIG. 3, disposable covering 10‘, 
having its backing strip 12 removed, is applied to head 
rest 14 of chair 15. The exposed adhesive of strip 11 is 
pressed against the fabric or upholstery of top portion 
14 so as to maintain covering 10 in a ?xed, non-adjustable 
position, in order to withstand the movement of persons 
using chair 15. Adhesive strip 11 is translucent, and not 
visible from the front side of covering 10 so that the 
cover appears to be ?oating freely on headrest 14 of 
chair 15. Adhesive of strip 11 has a greater adherence 
to the non-woven ?bers of fabric covering 10 than to the 
fabric, upholstery, or vinyl covering of headrest 14 of 
chair 15. Therefore, after headrest covering 10 has be~ 
come soiled, it can easily be peeled away from headrest 14 
without leaving any traces of adhesive. Moreover, the ad 
hesiveness of strip 11 is not so destructively strong as to 
pull away any part of the surface of the vinyl, upholstery, 
or fabric covering of headrest 14. 

Referring to FIGS. 4-6, there is shown a mattress 
cover 22 which may be constructed from the same dis 
posable non-woven fabric as covering 10. An adhesive 
strip 24 is mounted on one side substantially along the 
four edges of covering 22 and protected by backing strips 
23, similar to backing strip 12 of covering 10. Disposable 
mattress cover 22 is constructed only slightly larger than 
mattress 21, so that its edges containing adhesive strip 
24 can be folded against the sides of mattress 21 in con 
tact with its fabric body. Adhesive strips 24 are positioned 
and secured to mattress cover 22 beneath each of the 
backing strips 23 and end strips 29. At the corners of 
mattress cover 22 are shown in dotted lines, the fold lines 
which will occur when the mattress cover is tucked in the 
mitered corners against the mattress. Lines 26 and 27 de?ne 
the sides of the mattress where the fold line will occur, 
and line ‘28 de?nes the fold of the resulting ?ap which will 
occur when fold lines 26 and 27 are formed on each 
corner of the mattress. After folds 26 and 27 are formed 
in mattress cover 22, the flaps, de?ned by folds 28, are 
folded over toward the adhesive strips 24 which are under 
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neath backing strips 29A. The removal of backing strips 
29A will permit the ?aps to adhere to about half of the 
adhesive strip underneath backing strip 29. The second 
portion of the end adhesive strips 24, covered by backing 
strips 29B, remain exposed in order to grip the fabric 
surface at the end of mattress 21. Therefore, each ad 
hesive strip 24 at the ends of the mattress, and covered 
by backing strip 29 serve a dual purpose of securing the 
corner ?aps de?ned by fold lines 28, and retaining cover 
22 to the ends of mattress 21. As shown in FIG. 6, mat 
tress cover 22 need only extend over one edge around 
the mattress since the strength of adhesive strips 24 is 
suf?cient to resist the movement of persons using mat 
tress 21 without becoming unfastened. 

Referring to FIGS. 5, 6, and 7, bed 20 is also shown 
having a disposable sheet 32 which includes a plurality 
of adhesive strips 34 covered by backing strips 33 and 39 
around three sides of sheet 32. Adhesive strips 34 are not 
placed on ends 31 of sheet 32 in order to permit sheet 32 
to be folded back near the head of the bed at fold line 
30. The foot of sheet 32 includes in dotted line, folds 36 
and 37 which de?ne the mitered edges of the mattress and 
fold line 38 which de?nes the fold of the flap to be tucked 
in along the sides of the mattress and secured by adhesive 
34 which is located under each of backing strips 39A. 
Sheet 32 and mattress cover 22 may, if desired, be pro 
vided with one or more holes 41 and 40 located between 
fold lines 28 or 38, and lines 27 or 37, which will permit 
the adhesive strips under backing strips 29A or 39A to 
also secure the adjoining ?ap surfaces between lines 26 
and 28, or between lines 36 and 38. Therefore, in the man 
ner similar to that described with respect to mattress cover 
22, adhesive strips 34 which are contained under back 
ing strips 39B will remain exposed after strip 39B is re 
moved in order to secure the sheet against mattress cover 
22, or the fabric of mattress 21, as shown in detail in 
FIG. 6. 
The adhesive strips which are utilized to secure disposa 

ble covering 22, and sheet 32 to the mattress of bed 20, 
produce a considerable saving in cost over the amount 
of non-woven fabric which is required by conventional 
disposable sheets. Conventional disposable sheets which 
do not contain the adhesive strips of the present invention, 
require an additional 30—40% more non-woven fabric in 
order to permit the sheets and covers to be tucked in sub 
stantially under the mattress in order to resist removal. 
The cost of adding the adhesive strips to disposable cover 
22 and sheet 32 is negligible compared to the cost of pro 
viding the additional 30~40% of non-woven fabric as in 
the case of conventional coverings. Therefore, the present 
invention provides substantial savings for hospitals, in 
stitutions and the like which utilize large quantites of 
disposable mattress covers and sheets. 

In a manner similar to that described with respect to 
headrest cover 10, mattress cover 22 and sheet 32 can 
easily be removed from mattress 21 by pulling adhesive 
strips 24 and 34 away from the fabric of the mattress. Like 
Wise, none of the adhesive remains stuck to the mattress, 
nor destructively harms the fabric surfaces of the mat 
tress. Mattress cover 22 and sheet 32 can be quickly 
changed so that bed 20 will be available without delay, 
to receive another patient. 

In some applications of the non-woven disposable 
coverings, it may be undesirable to have the backing strips 
completely removable from the covering as in FIGS. 
1~7, when the covering is made ready for use. In ap 
plications where many coverings will be simultaneously 
applied to a multitude of furniture articles, the backing 
strips may serve to contaminate and clutter the working 
area. The embodiment of FIGS. 8-14 are therefore de~ 
signed to retain the backing strips or releasing agents to 
the covering after the adhesive has been exposed. There 
fore, in these embodiments, a further adhesive is pro 
vided for retaining the backing strips or releasing agent to 
the headrest at all times. 
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Referring to FIGS. 8 and 8a, there is shown a disposa 

ble covering 50 constructed from non-woven material and 
having adhesive surfaces 52 and 53 disposed along one of 
its edges. A backing strip 51 is folded over the exposed 
adhesive surfaces 52 and 53 for their protection. When 
covering 50 is applied to the back of a chair 14, approxi 
mately half of backing strip 51 is lifted away from cover 
ing 50 to expose adhesive surface 52 so that it may be 
secured to headrest 14. Adhesive surface 53 retains back 
ing strip 51 to covering 50 during its use. 

Referring to FIGS. 9 and 9a, there is shown a disposa 
ble non-woven covering 60 whose one end is folded over 
upon itself to include backing strip 61. Adhesive 62 
secures backing strip 61 to covering 60 while backing strip 
61 protects adhesive 63 which is secured on the surface of 
covering 60. In order to apply the covering to headrest 
14, the edge of covering 60 is opened up so that back 
ing strip 61 is removed from adhesive 63 so as to expose 
the adhesive surface to headrest 14. Backing strip 61 re 
mains secured through adhesive 62 to covering 60 while 
the covering is being used. In order to remove covering 60 
from headrest 14, it is only necessary to pull downward 
on its edge portion containing backing strip 61 in order 
to break the bond of adhesive 63. 

Referring to FIGS. 10 and 10a, covering 70 which is 
similar in construction to the previously-described cover~ 
ings is folded over at its edge and includes a silicon re 
lease agent 72 which covers over adhesive portion 73. In 
order to apply this embodiment to headrest 14, the edge 
of covering 70 is opened up so as to detach silicon release 
agent 72 from adhesive layer 73 so that the adhesive can 
be applied to headrest 14. In a manner similar to that 
described with respect to the embodiment of FIGS. 9 and 
9a, covering 70 can be removed ‘by pulling downward on 
its edge portion containing release agent 72 so as to pull 
adhesive 73 away from the surface of headrest 14. 
The embodiments of FIGS. 11, 12 and 13 have been 

constructed for stacking a plurality of coverings one upon 
the other so that when each covering is removed from the 
stack, its adhesive surface becomes immediately exposed 
so that the covering is ready to be applied. In vehicles 
designed for public transportation having a multitude of 
seats, these stacking arrangements become particularly 
advantageous since stacks having particular numbers of 
coverings equal to the number of seats in the vehicle may 
be distributed to maintenance personnel between trips or 
?ights. 

FIG. 11 discloses a plurality of non-woven disposable 
coverings 75 stacked one upon the other. Each of the 
coverings 75 includes an adhesive 76 disposed along one 
surface of its edge and covered by backing strips 77. In 
order to rapidly apply covering 75 to a plurality of head 
rest surfaces, the coverings can be removed ‘by peeling 
away their adhesive bearing edge from backing strips 77. 
FIG. 12 discloses still another embodiment of the in~ 

vention wherein at least one edge of a disposable non 
woven covering 80 includes a plurality of spaced-apart 
openings 82 which expose adhesive surfaces 83‘ through 
the openings. A backing strip 81 covers over the back 
side of the adhesives so as to permit a plurality of cover 
ings 80 to be stacked one upon the other without sticking 
together. 

In FIG. 13, non-woven disposable covering 85 includes 
on one surface along its edge, an adhesive 87. _On the 
opposite surface of the same edge, a backing strip 86 is 
secured. When a plurality of coverings 85 are stacked 
one upon the other, adhesive 87 comes in contact with 
backing strip 86 of an adjoining covering so that the cover 
ings may easily be peeled away from the stack, one at 
a time, for quick application to a head rest surface. 

FIG. 14 discloses a bedsheet covering 90 which in 
cludes adhesive surfaces 95 along at least two of its 
edges, and backing strips 94 secured to the same surface 
of the edge and folded over onto adhesives 95 to com 
pletely cover and protect the adhesive surfaces. Along the 
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6 
center of covering 90 are further included adhesive por 
tions 92 which are covered over by backing strips 91. A 
portion 93 of backing strips 91 serves as a tab for lifting 
up strip 91 away from adhesive 92. 

Referring to FIG. 15, there is shown a cross-sectional 
view of a disposable covering 96 which includes an ad 
hesive 97 disposed along one side adjacent to its end. 
On the opposite side of covering 96 and shadowing over 
‘adhesive 97 is a release agent 98 which consists of silicon, 
or any other material which is adhesive resistent. There 
fore, when a plurality of coverings 96 are stacked one 
upon the other, the adhesive of one covering will come 
into contact and cover over the release agent of a suc 
ceeding covering so that individual coverings 96 may 
easily be separated one from the other while they are 
being applied to the backs of seats. 
The disposable, non~woven fabric material may consist 

of, for example, “Fabray,” a product of the Stearns and 
Foster Company. It can be produced in a variety of de 
signs and colors and include a commercial message or 
designation, printed on one side. ‘It can also be ?re proofed 
to protect passengers traveling in commercial vehicles. 
The adhesive strips may consist of a chemical contact 

cement which is applied, along one or more edges or 
surfaces of the covers and covered by paper backing strips 
or release agents until ready for use. The adhesive strips 
can also consist of a pressure sensitive transfer tape, or 
adhesive ?lms, such as Nos. 464, 465, 466 and Y-9300 
produced by the 3M Company. US. Patent Re. 24,906 
issued on Dec. 13, 1960 and assigned to 3M Company 
discloses the particular properties of 3M type 465 tape. 
The tape consists of a normally tacky pressure-sensitive 
adhesive coated ?lm material comprising a coating of a 
copolymer of monomers consisting essentially of mono 
meric acrylic acid ester of non~tertiary alkyl alcohol, and 
at least one monomer copolymerizable with said acrylic 
acid ester and selected from the group consisting of 
acrylic acid, methacrylic acid, itaconic acid, acrylamide, 
methacrylamide, acrylonitrile, and methacrylonitrile. The 
properties of these tapes are well known and have been 
found suitable for repeated applications on disposable 
covers for chairs, sofas and beds. 

While several embodiments of the present invention 
have been shown and described, it will be understood that 
many changes and modi?cations may be made thereunto 
without departing from the spirit. and scope of the in 
vention. 
What is claimed is: 
1. A disposable cover for an article of furniture com 

prising; 
a sheet of non-woven fabric having an area sufficient 

to cover the desired surfaces of the furniture article, 
and adhering to at least one surface of said sheet 

a normally tacky pressure-sensitive adhesive coated 
film material, said material comprising a coating of 
a copolymer of monomers consisting essentially of 
monomeric acrylic acid ester of non-tertiary alkyl 
alcohol, at least one monomer copolymerizable with 
said acrylic acid ester and selected from the group 
consisting of acrylic acid, methacrylic acid, itaconic 
acid acrylamide, methacrylamide, acrylonitrile, and 
methacrylonitrile. 

2. The disposable cover as recited in claim 1, wherein 
said sheet of non-woven fabric is ?re retardant. 

3. The cover as recited in claim 1, wherein said ?lm 
of adhesive additionally comprises a backing strip de 
mountably coupled over said ?lm. 

‘4. The cover as recited in claim ‘1, wherein said non 
woven fabric is a four-sided sheet for covering a mattress 
having said adhesive ?lm disposed adjacent to, and along 
two sides and one end of said sheet. 

5. The cover as recited in claim 1, wherein said sheet 
of fabric includes a plurality of spaced-apart holes along 
a portion of. at least one of its edges to expose said ad 
hesive ?lm through the holes. 
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6. The cover as recited in claim 1, wherein said ad 

hesive ?lm comprises an adhesive strip disposed on one 
side of said fabric, and adhesive release means disposed 
on the opposite side of said fabric in overshadowing rela 
tionship with respect to said adhesive strip. 

7. The cover as recited in claim 1, wherein said non 
Woven fabric is a four-sided mattress covering having said 
adhesive ?lm disposed adjacent to and along at least a 
portion of one of its four sides. 

8. The cover as recited in claim 7, additionally com 
prising a non-adhesive backing strip demountably coupled 
over said adhesive ?lm. 

9. The cover as recited in claim 1, wherein said ad 
hesive ?lm comprises; 

a ?rst adhesive strip, 
a releasing means secured to said ?rst adhesive strip, 

and 
a second adhesive strip for being releasably coupled to 

said releasing means. 
10. The cover as recited in claim 9, wherein said re 

leasing means comprises a silicon release agent. 
11. The disposable cover as recited in claim 1, wherein 

said adhesive ?lm comprises: 
a ?rst adhesive strip, 
a backing strip secured to said ?rst adhesive strip, 
and 

a second adhesive strip for being releasably coupled 
to said backing strip. 

‘12. The cover as recited in claim 11, wherein said first 
and second adhesive strips are disposed on opposite sur 
faces along at least one edge of said fabric. 

13. The cover as recited in claim 12, wherein said ?rst 
and second adhesion strips are disposed adjacent to each 
other on the same surface along at least one edge of said 
fabric. 

14. A method of manufacturing disposable covers from 
non-woven fabric comprising the steps of; 
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depositing an adhesive ?lm along at least one portion 
of one edge of said fabric, said adhesive ?lm com 
prising a normally tacky pressure-sensitive adhesive 
coated sheet material, said material comprising a 
coating of a copolymer of monomers consisting es 
sentially of monomeric acrylic acid ester of non 
tertiary alkyl alcohol, at least one monomer copolym 
erizable with said acrylic acid ester and selected 
from the group consisting of acrylic acid, methacrylic 
acid, itaconic acid, acrylamide, methacrylamide, 
acrylonitrile, and methacrylonitrile, and 

covering said ?lm with a releasable backing strip ?rm 
ly adherently bonded thereto. 
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