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[57] ABSTRACT 

A display device in which a thin layer of a lyotropic 
nematic mesomorphic composition is utilized to dif 
fuse light from a source toward an observer by apply 
ing a suitable voltage, for example, 20 volts for a 1 mil 
layer. One form of the device transmits light through 
the layer. A second form of the device uses light dif 
fused and reflected to the observer. A preferred 
lyotropic nematic mesomorphic composition includes 
three compounds of the structural formulas 

12 Claims, 3 Drawing Figures 
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ELECTRO-OPTICAL DEVICES USING 
LYOTROPIC NEMATIC LIQUID CRYSTALS 

This invention relates to display devices and more 
particularly to electro-optical display devices utilizing a 
thin layer of a lyotropic nematic mesomorphic com 
position for diffusing light from a source. 

All matter is commonly classi?ed in one of three 
states: solid, liquid and gas. When these divisions of 
matter are re?ned it is found that certain compositions 
have transition properties which are not properly clas 
si?able in any of the foregoing broad classes. The 
isotropic liquid is generally the state referred to when 
the term liquid is used. The majority of organic and in 
organic compounds will transform from a solid, or a 
crystalline solid, to the isotropic liquid state upon 
reaching a particular temperature peculiar to a given 
solid. There are some compounds and mixtures of com 
pounds, however, which pass through an intermediate 
state between the crystalline solid and the isotropic 
liquid. Some years ago it was found that certain'com 
pounds exhibited what became to be called mesophase 
intermediate its transition from the crystalline solid to 
the isotropic liquid. Within this mesophase there are a 
number of distinguishable subphases. These are known 
as the smectic mesophase, the nematic mesophase and 
the cholesteric mesophase. The smectic mesophase is a 
turbid viscous state which has certain properties similar 
to those found in soaps. The nematic mesophase is a 
turbid state, but is also a mobile state. The nematic 
mesophase frequently appears to be “threaded” when 
viewed between crossed polaroids. The cholesteric 
mesophase is a turbid and mobile phase which exhibits 
optical characteristics quite different from those of the 
smectic and nematic mesophases. 
The majority of compositions exhibiting a 

mesomorphic phase are thermotropic. In other words, 
the mesophase is exhibited when a suitable compound 
is heated to a temperature above that at which its 
crystal lattice is stable, i.e., above its initial melting 
temperature. For example, if a crystalline solid com 
pound which is both smectogenic and nematogenic is 
heated, the compound will change from the crystalline 
state to the smectic mesophase at a ?rst given tempera 
ture. At a second higher temperature the compound 
will suddenly change states, giving rise to the nematic 
mesophase. At still a third temperature, the nematic 
mesophase of the composition will yield suddenly to 
give the isotropic liquid. These transition temperatures 
are reversible, but upon reversal are sometimes accom 
panied by supercooling. Compositions can exhibit one 
or more of the smectic, nematic and cholesteric 
mesophases. 
A second type of mesomorphism to be distinguished 

from thermotropic mesomorphism, is lyotropic 
mesomorphism. Lyotropic mesomorphism is exhibited 
when certain solvents are added to certain other com 
positions. As the solvent is added intermediate states 
arise which exhibit mesomorphic properties. An excess 
of solvent will cause the lyotropic mesophase to pass 
over to a true solution. Lyotropic mesomorphic com 
pounds also exhibit smectic and nematic properties. A 
number of known compositions will exhibit the lyotrop~ 
ic mesophase using water or other compounds as a sol 
vent. For further discussion of the mesomorphic state, 
including the smectic, nematic and cholesteric 
mesophases and the distinction between the lyotropic 
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2 
mesophase and the thermotropic mesophase, refer to 
G. W. Gray, Molecular Structure and the Properties of 
Liquid Crystals, Academic Press, lnc., New York, 
1962. For purposes of cross reference, the mesophases 
are commonly referred to as liquid crystals or as ex 
hibiting liquid crystallinity. 

It has also been known that when an electric poten 
tial is applied across a layer of a thermotropic nematic 
liquid crystal, turbulence is created in the molecular 
structure of the material. This is especially true in the 
nematic mesophase. One of the more recent disclo 
sures of the optical properties of mesomorphic com 
pounds is contained in US. Pat. No. 3,322,485. The 
patent discloses the use of organic thermotropic ne 
matic compounds for use in electro-optical display 
devices. The display device utilizes the light scattering 
effect of an organic thermotropic nematic compound 
which has a voltage impressed through or across a layer 
thereof. Several limitations however are noted in the 
patent disclosure. The patent states that only a very 
thin layer of the mesomorphic compound can be util 
ized. In addition, the patent states that the optical scat 
tering effect can only be observed when the 
mesomorphic layer is both nematic and thermotropic 
and is less than one-half millimeter in thickness. In ad 
dition, it should be noted that within the disclosure of 
the aforementioned patent no organic nematic ther 
motropic compound is disclosed which has or exhibits a 
mesophase below the temperature of 45° C. Thus, it is 
difficult to use the optical device disclosed in the afore 
mentioned patent since normal room temperature is 
well below the lower limits of 45° C. 

It is therefore desirable to develop and possess a ne 
matic mesomorphic composition which can be utilized 
as an electro-optical display screen operable at tem 
peratures normally encountered in habitable struc 
tures, i. e., temperatures near 25° C. It is furthermore 
desirable to possess a compound which will scatter light 
without maintaining an exact elevated temperature en 
vironment around the compound. This invention there 
fore provides an electro-optical display device includ 
ing a ?rst optically transmissive substrate and a ?rst op 
tically transmissive and electrically conductive coating 
on a face of the first substrate, a second substrate and 
an electrically conductive coating on a face of the 
second substrate, the substrates positioned such that 
the coatings are adjacent and substantially 
equidistantly spaced, and a light source means posi 
tioned to direct light toward the substrates, and means 
for impressing a voltage gradient between the coatings, 
the improvement comprising a lyotropic nematic 
mesomorphic composition occupying the space 
between the coatings, the composition having a 
threshold electrical ?eld which when exceeded will 
cause it to scatter light. The lyotropic nematic 
mesomorphic composition is preferably organic and is ' 
preferably nematogenic at room temperature. The in 
vention also provides a method for displaying light 
from a light source comprising the steps of directing a 
light beam at an angle toward a thin layer of a lyotropic 
nematic mesomorphic composition, and impressing a 
threshold voltage across the thin layer sufficient to 
cause the composition to scatter light. 
A better understanding of the invention can be ob 

tained by reference to the following speci?cation 
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wherein preferred embodiments of the invention are 
disclosed in conjunction with the appended drawings 
wherein: 

FIG. 1 is an exploded schematic view of a display 
device utilizing the composition of the present inven 
tion; 

FIG. 2 is a side view of a device similar to that shown 
in FIG. 1; and 

FIG. 3 is a side view of another embodiment of the 
display device of the present invention. 

Referring to FIG. 1, two substrates 10 and 12 are 
positioned substantially parallel to each other. Sub 
strate 10, shown partially broken away, is optically 
transmissive and has deposited thereon a coating 14 of 
a material which is optically transmissive and electri 
cally conductive. Optically transmissive substrate 12 
has coated thereon a plurality of electrically isolated 
electrodes 16, 18, 20, 22, 24, 26 and 28. These elec~ 
trodes are also optically transmissive and electrically 
conductive. Each of the electrodes 16 through 28 has 
attached thereto a lead 30 which is optically transmis 
sive and which has been electrically insulated by an op 
tically transmissive insulating composition. Each of the 
leads 30 is attached at the edge of substrate 12 to con 
ventional electrical leads which in turn are connected 
to switches 34 through 46 which correspond respec 
tively to electrodes 16 through 28. Switches 34 through 
46 are connected in parallel to a source 48 of electrical 
energy which is connected in series to electrically con 
ductive coating 14. Interposed between substrates l0 
and 12 is a thin layer 50 of a lyotropic nematic 
mesomorphic composition. For purposes of clarity in 
the exploded view of FIG. I, the thin layer 50 is shown 
separated from the substrates l0 and 12; however, in 
operation, the thin layer 50 is intimately contacting the 
coating 14 and the electrodes 16 through 28. The layer 
50 also, of course, contacts that portion of substrate 12 
not containing an electrode. Positioned behind sub 
strate 12 is a light source 52 which directs a light beam 
at an angle toward the rear face of substrate 12. Since 
both of the substrates and the electrode coatings 
thereon are optically transmissive, the light beam will 
normally pass through the display screen composed of 
the substrates l0 and 12, coating 14 and electrodes 16 
through 28. The source of light 52 can be any conven 
tional source including an incandescent source. The 
light beam is electrically connected to a suitable source 
58 of electrical energy. Positioned behind and spaced 
from the substrate 12 is a nonre?ective light absorbing 
substrate 60 preferably a dull black in color. 

Referring now to FIG. 2 which a side view of the ap 
paratus shown in FIG. 1, operation of the display 
device will be described. FIG. 2 differs from FIG. 1 in 
that only one electrode 20 of electrodes 16 through 28 
is illustrated. The display device is shown enclosed in 
casing 70. Like numerals are used where applicable. As 
can be seen, the thin layer 50 of a lyotropic nematic 
mesomorphic composition contacts the electrically 
conductive coating 14 and electrode 20. When switch 
36 is closed a voltage gradient is impressed through the 
layer 50 between electrode 20 and that portion of coat 
ing 14 corresponding thereto. This will cause the por 
tion of layer 50 through which the voltage gradient is 
impressed to diffuse light coming from light source 52. 
For purposes of illustration, light beam 72 is shown 
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4 
being diffused toward the eye 74 of an observer. A 
second light beam 76 which passes through the portion 
of the lyotropic nematic mesomorphic composition 
across which no voltage gradient is impressed without 
being diffused. Thus the observer is unable to see light 
from the light source in that portion of the layer. As will 
be surmised, substrate 60 is provided to eliminate inter~ 
nal re?ections from light source 52 and also to 
eliminate stray room light which might interfere with 
the display characteristics of the display screen. Refer 
ring back to FIG. 1 it will be seen that if switches 34 
and 46 are energized, a voltage gradient will be im 
pressed across layer 50 through that portion of the 
layer corresponding to electrodes 16 and 28. An ob 
server, such as observer 74 of FIG. 2, will see a numeral 
one displayed. Similarly, if all of switches 34 through 
46 are closed the observer will see the numeral eight 
displayed. 

In FIG. 3 a different embodiment of the present in 
vention is illustrated. In this embodiment optically 
transmissive substrate 10 and optically transmissive 
and electrically conductive coating 14 are constructed 
the same as above. A light source 80, connected to a 
suitable electrical energy source 82, is positioned ex 
terior of the casing 70 to direct light beams 84 and 86 
toward the lyotropic nematic mesomorphic layer 50. In 
this embodiment substrate 88 need not be optically 
transmissive. Contacting substrate 88 is a re?ective 
coating 90 onto which an electrode 20 is placed. 
Similar to the foregoing embodiment, the electrode 20 
is electrically connected through switch 36 and energy 
source 48 to coating 14. In this embodiment, light from 
source 80, for example light beam 86, strikes the 
lyotropic nematic mesomorphic layer 50 through 
which a voltage is impressed, is diffused, and is 
re?ected back toward observer 92 by re?ective coating 
90. However, light beam 84 not traversing a portion of 
the layer 50 across which an electrical ?eld is being im 
pressed is re?ected by coating 90 away from observer 
92. Thus, as above, the observer 92 will see a display 
corresponding only to the size and shape of electrode 
20. Light source 80, of course, need not be an arti?cial 
source such as shown but can be any available source 
including sunlight. 
The electrical energy or impressed voltage across the 

layer 50 must be sufficiently large to reach or exceed 
the threshold voltage at which the lyotropic nematic 
mesomorphic composition will scatter light. It has been 
found that for layers having a thickness of 1 mil the 
threshold voltage for most compositions occurs at 
around 8 volts, while best results are obtained with a 
voltage on the order of 20 volts. For best results it has 
been found that the layer should be relatively thin, 
preferably less than 20 mils thick with a layer less than 
4 mils giving most preferred and optimum results. The 
substrates 10 and 12 can be composed of any suitable 
material which is optically transmissive, for example, 
various types of glass, fused quartz, transparent varie 
ties of corundum and transparent plastics or resins. The 
term optically transmissive as used herein includes both 
transparent and translucent materials. The coating and 
electrodes which are both electrically conductive and 
optically transmissive, such as coatings l4 and elec 
trodes 16 through 28, can be composed of layers of in 
dium oxide or tin oxide deposited on the surface of the 
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respective substrates. If a re?ective surface is desired, a 
thin layer of a metallic material such as silver or alu 
minum can be deposited on a substrate such as coating 
90 on substrate 88. It is to be understood, of course, 
with reference to FIG. 3 that the re?ective coating 90 
can be placed either at the front or rear of the substrate 
88, but if placed on the front of substrate 88 as shown 
in FIG. 3, a re?ective and conductive coating must be 
electrically isolated from the electrode 20 to give the 
desired display effect. An alternate means of producing 
the desired re?ection is to eliminate the coating 90 and 
compose the electrode 20 of a suitable re?ective 
material. So doing would achieve the same result as 
that illustrated. 

Lyotropic nematic mesomorphic compositions 
which can be utilized with the present invention will in 
clude a solvent and a solute. The types of molecules 
which will form the required lyotropic mesophase are 
usually of an elongated, relatively straight and in some 
cases ?attened structure. This shape favors the parallel 
arrangement of molecules characteristic of the nematic 
mesophase. In addition these compounds preferably 
are nematogenic at room temperature, for example in 
the range of from 15“ to 30° C. Exemplary solutes are 
as follows: 

a. butyl-p-(p-ethoxyphenoxycarbonyl)phenyl car 
bonate, 

O 

b. p-(p-ethoxyphenylazo )phenyl heptanoate, 

c. p-[N-(p-methoxybenzylidene)amino1phenyl 
acetate , 

0 

d. p-(p-ethoxyphenylazo )phenyl undecylenate, 

e. 4,4'-bis(heptyloxy)azoxybenzene, 

f. p-( p-ethoxyphenylazo)phenyl hexanoate, 
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g. 4,4'-bis(pentyloxy)azoxybenzene, 

h. 4,4'-bis(hexyloxy)azoxybenzene, 

i. 4,4'-dibutoxyazoxybenzene, 

j. 4,4'-dipropoxyazoxybenzene, 

p-[N-(P-octyloxybenzylidene)amino] 
benzene, 

Other suitable solute molecules include: 
4-[(p-hexyloxycarbonyloxybenzylidene)amino]-l 

pentyloxybenzene, 
N-[p-(pentyloxycarbonyloxy)benzylidene]-p-ani~ 

sidene, 
p-[(p-butoxyphenyl)azo]phenyl butyl carbonate, 
p-( p-ethoxyphenylazo )phenyl valerate, 
p-[(p-ethoxybenzylidene)aminolphenyl acetate, 
ethyl-p-[(p-methoxybenzylidene)amino] cinnamate, 
ethyl-p-[(plethoxybenzylidene)amino] cinnamate, 

. p-[( p-methoxybenzylidene)amino]phenyl benzoate, 
4,4'-azoxydianisole, 
4,4'-azoxydiphenetole, 
N-p~methoxybenzylidene-p-phenylazoaniline, 
4,4'-azodiphenetole, 
p-methoxycinnamic acid, 
N,N’-di(p-methoxybenzylidene)a,a'-bi-p-toluidine, 
p-anisalazine, 
4-acetoxy-3-methoxycinnamic acid. 

k. n-butyl 

0578 
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Preferred solute molecules are those compounds (a) 
and (0) above, and more preferably a mixture of about 
80 weight percent (a) and about 20 weight percent (c). 

Suitable solvent molecules for use with the present 
invention can be of the general formula: 

wherein Rl and R2 are alkyl radicals, the alkyl radicals 
having from one to ?ve carbon atoms. Preferably the 
alkyl radicals have a straight chain or have a single 
methyl group branching therefrom. A preferred solvent 
is one wherein Rl is methyl and wherein R2 is n~butyl, 
1.e., 
m. p-[N-( p-methylbenzylidene)amino]n-butyl 

benzene, 

c HSQ-GIEN-QA: Hz-(C H2) 2-0 n3 

Most preferably about 60 mole percent of the solvent 
(m) is mixed with 40 mole percent of the aforemen 
tioned preferred mixture of (a) and (c) to yield a 
lyotropic nematic mesomorphic composition which ex 
hibits the nematic mesophase within the temperature 
range as follows: 

19° C. 30° C. 

Solid Nematic (_ Isotropic liquid 
— 10° C. 30° C. 

Other molecules exhibiting the long straight flattened 
structure and having a melting point preferably below 
room temperature can also be utilized within the pur 
view of the present invention. 

Various modi?cations of the foregoing description 
can be made without departing from the disclosed con 
cept. It is intended that the invention only be limited by 
the de?nition of the appended claims. 
What is claimed is: 
1. In an electro-optical display device including a 

?rst optically transmissive substrate and a ?rst optically 
transmissive and electrically conductive coating on a 
face of the ?rst substrate, a second substrate and an 
electrically conductive coating on a face of the second 
substrate, the substrates positioned such that the 
coatings are adjacent and substantially equidistantly 
spaced, a light source means positioned to direct light 
toward the substrates, and means for impressing a volt 
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age gradient between the coatings, the improvement 
comprising a lyotropic nematic mesomorphic composi 
tion occupying the space between the coatings, the 
composition having a threshold electrical ?eld which 
when exceeded will cause it to scatter light. 

2. The device of claim 1 wherein the composition is 
organic and includes a Shiff base solvent and a liquid 
crystalline solute. 

3. The device of claim 2 wherein the threshold elec 
trical field through the composition is less than about 
20 volts per mil. 

4. The device of claim 3 wherein the composition is 
nematogenic at room temperature. 

5. The device of claim 3 wherein the composition is 
nematogenic at temperatures in the range of from 15° 
to 30° C. 

6. The device of claim 1 wherein the composition 
comprises a mixture of: 

a. p-[N-(p-methyl 
benzene and 

b. a compound selected from: 
butyl-p-(p-ethoxyphenoxycarbonyl)phenyl 

bonate, 
p-(p-ethoxyphenylazo)phenyl heptanoate, 
p-[N-(p-methoxybenzylidene)amino] 

acetate, 
p-(p-ethoxyphenylazo )phenyl undecylenate, 
4,4'-bis(heptyloxy)azoxybenzene, 
p-(p-ethoxyphenylazo)phenyl hexanoate, 
4,4’-bis(pentyloxy)azoxybenzene, 
4,4’-bis(hexyloxy)azoxybenzene, 
4,4’~dibutoxyazoxybenzene, 
4,4’ -dipropoxyazoxybenzene, 
p-[N-(P-octyloxybenzylidene)amino] 

benzene, 
and a mixture thereof. 

7. The device of claim 6 wherein (b) is a mixture of: 
i. butyl-p-(p-ethoxyphenoxycarbonyl phenyl car 

bonate, and 
ii. p-[N-(p-methoxy benzylidene)amino] phenyl 

acetate. 

8. The device of claim 7 wherein the mixture com 
prises about 60 mole percent of (a) and 40 mole per 
cent of (b). 

9. The device of claim 8 wherein (b) comprises 
about 80 weight percent of (i) and about 20 weight per 

tof ' . 

Cer110. Tillie) device of claim 1 wherein the second sub 
strate is optically transmissive. 

11. The device of claim 1 wherein the second sub 
strate is capable of reflecting light. 

12. The device of claim 11 wherein the second sub 
strate has an optically re?ective coating thereon. 

* a: a: * * 

benzylidene)amino] n-butyl 

C ar 

phenyl 

n-butyl 
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