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PICKUP ELECTRODE WITH RIGID 
, ELECTROLYTE CUP 

This is a continuation of application Ser. No. 1 1,208 
?led Feb. 13, 1970. 

BACKGROUND OF THE INVENTION 

This invention relates to medical electrodes of the 
type used to detect electrical signals from the skin of a 
living subject and more particularly to the type of such 
electrode which is designed for use over several days 
without interferring with the subject’s normal activities. 
The electrode of this invention is designed for use 

with commercially available electrolytes in the form of 
electrode pastes or gels. It is known that the conductor 
portions of such electrodes should be spaced from the 
skin of the subject by the electrolyte to obtain the least 
resistance and to minimize motion artifacts or noise. 
Optimum results are obtained when the volume of elec 
trolyte and its areas of contact over the skin and the 
conductor portion of the electrode remain constant. 

Electrodes have been made with barriers to prevent 
contact between the skin and their conductor portions. 
The barriers are provided with small apertures to be 
filled with an electrolyte. Although such devices may 
minimize artifacts, they are difficult and thus costly to 
construct, and the imposition of the apertured barrier 
undesirably reduces conduction between the skin and 
the conductor portion of the electrode. 
Other electrodes have been made without any barri 

er between the skin and the electrode conductor. For 
the most part these have been designed to provide elec 
trical contact with only a very small skin area. One type 
of electrode provides for contact over a relatively large 
skin area. To obtain the necessary isolation between 
the metal conductor and the skin, these electrodes have 
a relatively high pro?le, that is, a large height to diame 
ter ratio. However, low pro?le electrodes are preferred 
to minimize the possibility of movement of the elec 
trolyte, which may cause spurious signals, and to 
minimize the inconvenience experienced by the sub 
jects wearing the electrodes. 

SUMMARY OF THE INVENTION 

The electrode of this invention is provided with a 
relatively rigid, non-conductive, low pro?le cup 
member having a convexly curved rim and placed in an 
inverted position on the skin of the subject. The cup 
member is effectively clamped to the skin by an overly 
ing elastic sheet having a pressure sensitive adhesive 
surrounding the cup member. When attached to the 
skin, the elastic sheet resiliently presses the cup 
member against the skin to firmly hold the cup member 
in a ?xed position. Separation of the elastic sheet from 
the cup member is prevented by a clamp plate posi 
tioned on top of the sheet. The conductor portion of 
the electrode includes a thin conductive plate located 
in the cavity between the cup member and the skin, the 
conductive plate abutting the base of the cup member. 
The entire cup member can be ?lled with an electrolyte 
to provide a broad area of contact over the skin. 

For simplicity of construction, the conductor com 
prises a snap fastener member projecting through the 
cup member, the carrier sheet and the clamp plate to 
hold these parts in assembled relation. Also, the clamp 
plate is preferably constructed identically to the cup 
member, both being similar to cavity washers. The con 
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2 
fronting margins of the cup member and the clamp 
plate squeeze and annular portion of the elastic sheet 
thereby to assist in holding the center portion of the 
elastic sheet under tension when the lower surface of 
the elastic sheet is adhered to the skin. 
The elastic sheet is desirably a sponge like material, , 

preferably open cell polyvinylchloride, because such 
material may be stretched in all directions and has an 
elastic character. When using open cell polyvi 
nylchloride sheet or the like it is desired that both the 
upper and lower surfaces have a relatively closed cell 
construction. A partially closed cell construction is 
desired on the lower surface to better form a barrier 
layer for receiving a pressure sensitive adhesive. The 
top surface is preferably closed cell because closed cell 
surfaces do not retain dirt as readily as open cell 
material. The relatively closed cell surfaces also con 
tribute to the elasticity of the sheet which is necessary 
to maintain the cup member pressed against the skin. A 
sheet made from open cell polyvinylchloride with par 
tially closed cell upper and lower surfaces also has the 
advantages of being inexpensive, soft to the touch and 
pleasing in appearance. Air readily passes through such 
material to ventilate the skin. When an electrode in ac 
cordance with this invention is adhered to the skin, 
even for extended periods of use, substantially the only 
sensation experienced by the subject is the tackiness of 
the adhesive. ' ' 

Generally stated, it is an object of this invention to - 
provide an improved, low-profile, inexpensive medical 
electrode and especially one for use over extended 
periods of time. Other objects and advantages will 
become apparent from the drawing and the following 
description. ' 

BRIEF DESCRIPTION OF THE DRAWING 

FIG. 1 is a perspective view of an electrode made in 
accordance with this invention shown applied to the 
hand of a subject; 

FIG. 2 is a cross sectional view of the electrode, 
taken along line 2-2 of FIG. I, applied to the skin; 

FIG. 3 is an exploded perspective view of an elec 
trode in accordance with this invention and a protec 
tive sheet for the adhesive prior to assembly of these 
parts; and 

FIG. 4 is a cross sectional view of an electrode made 
in accordance with this invention with a different type 
of protective member. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

An electrode generally designated 10 made in ac 
cordance with this invention is shown secured to the 
hand H of a subject in FIGS. 1 and 2. The electrode 10 
consists of a circular, elastic pad or sheet 12 overlying a 
centrally located, inverted cup member 14, a clamp 
plate 16 located on top of the sheet 12 in alignment 
with the inverted cup member 14, and a metallic con 
ductor formed from a male snap’ fastener member, 
generally designated 18. The annular area of the lower 
surface of the sheet 12 in surrounding relation to the 
cup member 14 is provided with a pressure sensitive 
adhesive layer 20 for attachment of the electrode 10 to 
the skin. In use, electrical signals from the skin are am 
pli?ed and sensed by apparatus (not shown) connected 
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to the snap fastener member 18 by a conductive lead 
and cooperating snap fastener member, shown by 
phantom lines 18a. The electrical path is from the skin 
through an electrolyte con?ned in a chamber or cavity 
42 enclosed by the cup member 14 and the skin, and 
thence through the snap fastener member 18. 
With reference to FIGS. 2 and 3, the cup member 14 

is in the form of ‘a cavity washer and has a circular ?at 
base 22 surrounded by an annular ?ange 24 which is 
semicircular or U-shaped in cross section. The center 
of the cup base 22 is apertured as indicated at 26. The 
cup member 14 is electrically non-conductive and can 
be vacuum formed from a relatively thin sheet of a 
suitable thermoplastic such as vinyl, linear 
polyethylene, cellulose acetate butyrate, or the like. 
The clamp plate 16 is also non-conductive and is 

preferably identically constructed to the cup member 
14 and accordingly includes a circular ?at base 28 with 
a U-shaped rim or ?ange 30 and has a central aperture 
32. As will become apparent, the shape of the clamp 
plate 16 is not critical but the shape illustrated is 
preferred because of the savings in manufacturing costs 
resulting from use of the same parts for both the cup 
member 14 and the clamp plate 16. 
The male snap fastener member 18 comprises a 

lower circular plate portion 34 from the center of 
which a hollow, open ‘ended stud 36 is formed up~ 
wardly, and an upper plate portion 38 having an up 
wardly protruding, hollow socket 40. To assemble the 
parts forming the electrode 10, the cup member 14 and 
the clamp plate 16 are ?rst centrally located and 
aligned on opposite sides of the sheet 12. The stud 36 is 
then inserted through the aperture 26, pierced through 
the center of the sheet 12 and then through the aper 
ture 32 into the socket 40. The parts of the snap 
fastener member 18 are then pressed together whereu 
pon the upper end of the stud 36 folds inwardly and its 
side walls collapse outwardly, causing the fastener 
member parts to be tightly wedged together. The snap 
fastener 18 is metal and, as well known to those skilled 
in the art, preferably has a coating or plating of silver or 
the like composition to provide a satisfactory electrical 
interface with the electrolyte con?ned in the cavity or 
chamber 42. 
The adhesive layer 20 may be applied to the lower 

surface of the sheet 12 either before or after assembly. 
After the parts are assembled and the adhesive layer 20 
applied, a protective waxed paper sheet 44 having a 
central cutout 46 for the cup member 14 is applied to 
the bottom of the sheet 12.’ The electrode 10 with the 
protective sheet 44 may then be stored until ready for 
use. An alternative arrangement is shown in FIG. 4 
wherein the cup member 14 is loaded with the elec 
trolyte at the time of assembly and a suitably formed 
plastic or paper protective sheet 48 is applied in cover 
ing relation to both the lower surface of the sheet 12 
and the cup member 14 to retain the electrolyte 
therein. Of course, the protective ‘sheet 44 or the pro 
tective sheet 48 are easily removable at the time the 
electrode 10 is to be used. ‘ 

As noted above, the metallic snap fastener 18, which 
is the only conductor portion of the electrode 10, 
should be supported away from contact with the skin. 
The area between the snap fastener 18 and the skin 
should be completely ?lled with the electrolyte. 
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4 
Further, the movement of the electrode relative to the 
skin and the electrolyte should be positively restricted. 
In addition to satisfying these requirements, the elec 
trode 10 of this invention has an unusually low pro?le. 
These characteristics result primarily from the use of 
the elastic sheet 12 and the design of the cup member 
14. ‘ 

As apparent from an inspection of FIG. 2, the 
semicircular or U-shaped flange 24 forms a convexly 
curved rim de?ning the mouth of the cup member 14 
and an outer wall, designated 50, diverging outwardly 
from the rim. The upper margin of the outer wall 50 is 
substantially coplanar with the upper surface of the 
base 26. The central portion of the elastic sheet is 
tightly compressed between the confronting base sur 
faces of the cup member 14 and the clamp plate 16. 
Accordingly, prior to attachment of the electrode 10 to 
the skin, the sheet 12 and its adhesive layer 20 are axi 
ally spaced above the rim of the cup member 14. In 
order to attach the electrode 10 to the skin, the sheet 
12 must be ?exed downwardly, whereupon the annular 
portion of the sheet 12 immediately surrounding the 
outer wall 50 is stretched to span the area between the 
upper, marginal edge of the diverging outer wall 50 and 
the portion of the skin to which the adhesive layer 20 is 
secured. Because of its elastic nature, the stretched 
portion of the sheet 12 resiliently presses the convexly 
curved rim formed by the flange 24 into the skin, creat 
ing a slight depression therein. As a result, the cup 
member 14 is ?rmly retained in sealing relation to the 
skin, thereby positively confining the electrolyte within 
the cavity or chamber 42. Also, movement of the cup 
member 14 and the electrolyte relative to the skin is 
avoided. The U-shaped ?ange has a sufficient depth to 
create a minimal, but adequate spacing between the 
skin and the conductive lower plate 34 of the snap 
fastener member 18 within the cavity 42. Because 
movements of the cup member 14 are restricted, the 
spacing between the plate portion 34 and the skin is 
maintained‘over long periods of use. 

For reasons already mentioned, the elastic sheet 12 is 
preferably formed from a foamed or open cell polyvi 
nylchloride having relatively closed cell upper and 
lower surfaces. This type of material can be obtained at 
a low cost, is suf?ciently ?exible to conform to the skin, 
and has suf?cient elasticity to press the cup member 14 
against the skin without tearing or pulling away from 
the skin. As those familiar with such material are 
aware, the two surfaces of foamed polyvinylchloride 
sheets are typically of a slightly different nature, one 
having a more closed cell construction than the other. 
Although these surfaces are interchangeable in the 
manufacture of the electrode 10, it is presently 
preferred that the more open cell surface be lower 
most. The more open cell surface is sufficiently porous 
to provide for adequate aeration or ventilation of the 
skin it covers, which is especially important for use 
over extended periods of time. Also, the more closed 
cell surface is preferably uppermost because this type 
of surface is resistant to soiling. 
The various thermoplastic materials mentioned 

above for use in forming the cup member 14 and the 
clamp plate 16 are ideal for this purpose because they 
are inexpensive, ‘non-conductive, and can easily be 
vacuum formed to the desired shape. Although of a 
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?exible nature, a thermoplastic sheet is adequately 
rigid when formed to the illustrated cup shape to 
prevent collapse of the outer wall 50 under the force of 
the stretched sheet 12. The axial spacing of the rim and 
the upper margin of the cup member 14 are thus main 
tained. A thermoplastic sheet also has a resiliency 
which assists in forming a good seal with the parts of 
the snap fastener member 18. Accordingly, the elec 
trolyte is retained entirely within the chamber 42 and 
the hollow center of the snap fastener member 18. 
Since both the cup member 14 and the clamp plate 16 
are identically constructed of sheet material, the con 
fronting margins of their outer walls compress the 
elastic sheet 12 therebetween, as indicated at 52. 
Therefore, substantially the only portion of the sheet 
12 which is stretched when applied to the skin is that 
portion between the outer wall 50 and the skin. 
An electrode in accordance with this invention has 

been made and successfully tested. The electrode had 
an overall height on the order of only 0.3 inch with the 
depth of the cup member 14 on the order of 0.094 inch 
and the elastic sheet 12 having a thickness of 0.125 
inch. The diameter of the elastic sheet 12 was 2% inch. 
The cup member 14, and accordingly the clamp 
member 16, had an overall diameter of 0.875 inch with 
the diameter of the base 22 being one-half inch. The 
lower snap fastener plate 34 had a diameter of 0.406 
inch. These dimensions are not critical. For example, 
the overall diameter of the cup member could be 
between approximately one-half inch and 1 inch with 
corresponding variations in the diameter of the cup 
base 22 and the snap fastener plate 34. Unless the cup 
member 14 is made deeper, approximately 1 inch is 
deemed to be the maximum acceptable cup diameter 
because the skin bounded by the rim of a larger diame 
ter cup member would likely engage the conductive 
plate portion 34. 
Commercially available medical grade acrylic pres 

sure sensitive adhesive was applied to the lower surface 
of the elastic sheet 12 to form the adhesive layer 20. 
Because the lower surface of the elastic sheet 12 is not 
completely impervious, some of the adhesive may have 
migrated harmlessly beyond the partially closed cell 
surface. A sufficiently small quantity of the adhesive 
was applied to avoid closing the lower surface to the 
passage of air. Of course, the adhesive layer could be 
obtained in other ways. However, the adhesive layer 20 
should be pressure sensitive so that the elastic sheet 12 
is stretched as a natural result of the pressing of the 
sheet 12 onto the skin. Also, the adhesive layer should 
not be of such a nature that it adversely affects the skin 
conforming ?exibility of the elastic sheet or that it 
closes the pores of the lower surface of the elastic sheet 
l2. 
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The diameter of the illustrated elastic sheet 12 is ap 

proximately two and one-half times the diameter of the 
cup member 14. It is preferred that the diameter of the 
carrier sheet 12 be on the order of two to three times 
the diameter of the cup member 14 to provide a broad 
skin contact area for the pressure sensitive adhesive 
layer 20. Because the carrier sheet 12 is ?exible it 
readily conforms to movements of the skin. Although 
the cup member 14 is relatively in?exible, it is suffi 
ciently firmly held against the skin by the tension in the 
stretched portion of the carrier sheet 12 that the elec 
trode of this invention can be used on subjects engaged 
in strenuous exercise. 
Although a preferred embodiment of this invention 

has been described, it will be understood that various 
changes may be made within the scope of the appended 
claims. 
Having thus described my invention, I claim: 
1. In a medical electrode, a low pro?le non-conduct 

ing, relatively rigid, collapse resistant cup member hav 
ing a base and a rim, apertured elastic sheet means con 
nected to said cup member and overlying said rim, ad 
hesive on the lower surface of said sheet means ad 
jacent and in surrounding relation to said rim, a snap 
fastener projecting through said base and supported by 
said base remote from said rim, said snap fastener pro 
jecting through an aperture in said sheet means, elec 
trolyte means contacting said snap fastener and sub 
stantially ?lling said cup member, and a removable pro 
tective cover for said adhesive. 

2. In a medical electrode, a low profile non-conduct 
ing, relatively rigid, collapse resistant cup member hav 
ing a base and a rim, sheet means connected to said cup 
member and surrounding said rim, adhesive on the 
lower surface of said sheet means adjacent said rim, a 
snap fastener projecting through said base and sup 
ported by said base remote from said rim, said snap 
fastener projecting through an aperture in said sheet 
means, and removable protective cover for said adhe 
sive. 

3. The medical electrode of claim 2 including elec 
trolyte means contacting said snap fastener and sub 
stantially ?lling the interior of said cup member. 

4. In a medical electrode, a low profile non-conduct 
ing, relatively rigid, collapse resistant cup member hav 
ing a base and a rim, sheet means connected to said cup 
member and surrounding said rim, an adhesive on the 
lower surface of said sheet means adjacent to said rim, 
a snap fastener projecting through said base and sup 
ported by said base remote from said rim, and a 
removable protective cover for said adhesive. 

5. The medical electrode of claim 4 including elec 
trolyte means contacting said snap fastener and sub 
stantially filling the interior of said cup member. 

* * * * * 
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