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[-57] ABSTRACT ' 

An interlocked g fiber structure suitable for use as 
a fence material ` 'sclosed. 
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RESIN BONDED GLASS FIBER FENCE 
This application is a continuation of copending appli 

cation, Ser. No. 780,014 filed Nov. 29, 1968, now 
abandoned. 
This invention relates to a glass fiber fence structure. 

BACKGROUND OF THE INVENTION 

A commonly used fence material is the interlinked 
wire type usually referred to as a chain link fence. This 
link fence has a number of disadvantages. For example, 
it is normally made of steel and therefore is subject to 
corrosion, particularly in environments with corrosive 
agents in the air, such as at the seashore and near indus 
trial plants which vent fumes, such as steel mills. At 
tempts have been made to overcome this problem by 
coating the steel wire with zinc, vinyl resin, or substitut 
ing aluminum wire. These solutions, despite their inher 
ently high cost, are not infallible as breaks in the wire 
coating can occur permitting corrosion to take place. 
Further, the chain link fence requires the services of 
several men and heavy equipment to install as the fence 
material must be stretched. The requirement for ten 
sioning dictates that the supporting posts must be suffi 
ciently rigid and securely anchored in the soil to resist 
the high tensile forces exerted by the fence. The chain 
link steel fence suffers a serious economic disadvan 
tage, namely, the material is heavy, thereby incurring 
significant freight charges in shipment. 
As a solution to these problems there is disclosed 

hereinafter a fence material which is formed of resin 
bonded glass filaments which are interlocked to pro 
vide great strength with a minimal quantity of glass and 
resin. The construction of the structure of this inven 
tion is such >vthat the labor and the material involved to 
produce a vfence of at least equal structural strength to 
that of a given steel chain link fence makes it economi 
cally competitive therewith. As will be detailed herein 
after, the structure of the glass filament fence is light in 
weight and flexible, permitting sections to be rolled for 
shipment, thus minimizing shipping costs. When un 
rolled, the fence section is rigid and can be readily in 
stalled by one person. The supporting fence posts, not 
being under tension, can be relatively light. 
The fence of this invention is corrosion-proof. The 

material offers many decorative advantages. For exam 
ple, it is available in a range of _colorfast hues. It may 
be opaque or by proper matching of indices of refrac 
tion between glass and resin may be made transparent. 
Light reflecting materials may be added to the resin 
and/or glass. The shape of the openings may be varied 
by varying the ratio between conjugate diagonals of the 
diamond pattern to provide barriers of architectural in 
terest. The bundles may be oriented to change the as 
pect ratio or to act as louvers. This latter construction 
is desirable in highway barrier fence, as will be de 
scribed hereinafter. 

SUMMARY OF THE INVENTION 

The bundles of resin-impregnated glass filaments are 
molded so that at the joints the glass forms a knuckle 
to mechanically interlock and resin bond transverse 
bundles at each crossing. The glass filament bundles 
and resin are compression molded by means of a pair 
of mating mold members. Bundles of glass filaments are 
laid in a herringbone pattern with at least one bundle 
captured by a pair of bundles running in a transverse 
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2 
direction. This interlocking feature provides great 
strength and insures shape retention. 

Accordingly, it is an object of this invention to pro 
vide an improved fence. 

It is a particular object of this invention to provide a 
resin bonded filament fence. 

It is a different object of this invention to provide a 
glass fiber fence with a selvage. 
A further object of this invention is to provide a fence 

which may be readily cut to size. 
Still another object of this invention is to provide a 

lightweight fence of improved construction. 
A still diñ‘erent object of this invention is to provide 

an interlocked glass filament mesh structural member.y 
These and other features, objects and advantages of 

the invention will, in part, be pointed out with particu 
larity and will, in part, become obvious from the follow 
ing more detailed description of the invention, taken in 
conjunction with the accompanying drawing which 
forms an integral part thereof. 

In the various figures of the drawing like reference 
characters designate like parts. 

BRIEF DESCRIPTION OF THE DRAWING 
FIG. l is a pictorial view of a section of the assembled 

fence material just prior to molding; 
FIG. 2’is a pictorial view of a section of the fence 

after it is completed by molding; 
FIG. 3 is a fragmentary, exploded view of a joint or 

knuckle of one embodiment of the invention; 
FIGS. 4A and 4B are sectional views of the embodi 

ment of FIG. 3 after molding and taken 90° apart; 
FIG. 5 is a fragmentary, exploded view of a joint or 

knuckle of an alternative embodiment of this invention; 
FIGS. 6A and 6B are sectional views of the embodi 

ment of FIG. 5 after molding and taken 90° apart; 
FIG. 7 is a fragmentary, exploded view of a joint or 

knuckle of still another, alternative embodiment of this 
invention; ,  

FIGS. 8A and 8B are sectional views of the embodi 
ment of FIG. 7 after molding and taken 90° apart; 
FIG. 9 is a fragmentary plan view of a ñrst portion of 

a mold used to form the present invention; 
FIG. l0 is a fragmentary plan view of a second por 

tion of a mold used to form the present invention; 
FIGS. 11A and 11B are a transverse, exploded and 

assembled sectional view of the mold portions shown in 
FIG. 9 and in FIG. l0 to illustrate flash removal means; 
FIG. l2 is a schematic elevational view of additional 

structure that may be used to fabricate a fence in ac 
cordance with this invention; 
FIG. 13 is a schematic plan view of the structure 

shown in FIG. 12; 
FIG. 14 is a schematic elevational view illustrating a 

fence according to this invention wherein one form of 
edge is provided; 
FIG. l5 is a schematic elevational view illustrating a 

fence according to this invention wherein a different 
form of edge is provided; 
FIG. I6 is a schematic elevational view illustrating a 

fence according to this invention wherein an integral 
tensioning member is included; 
FIG. 17 is a schematic plan view of a fence according 

to this invention and which is utilized as a roadway di 
vider and barrier; and 
FIG. I8 is a schematic showing of a molding fin being 

brushed off the molding by a rotary brush. 
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DESCRIPTION OF THE BEST EMBODIMENT 

Referring now to FIG. l, there is shown a fragmen 
tary section of a typical structure embodying the con 
cept of this invention. This structure is comprised of a 
plurality of longitudinal bundles of glass filaments 10 
and a plurality of transverse bundles of glass filaments 
l2. The intersections of the bundles 10 and l2 are des 
ignated as joints or knuckles 14 while the areas 
bounded by adjacent bundles 10 and l2 are designated 
as openings 16. For the purpose of this discussion the 
bundles 10 and l2 are comprised of 25,000 filaments 
each having a diameter of approximately 0.00036 
inches. After molding and as shown in FIG. 2, the longi 
tudinal bundles 10 are interlocked with transverse bun 
dles 12 at the joints 14. . 
Before continuing with the'description of this inven 

tion it should be noted that, for purposes of simplifica 
tion, the bundles l0 and 12 will bev described as being 
comprised of one or 'more bundles and to this end each 
bundle will bear a different reference character. 
However, after molding the bundles will be an homo 

geneous mass both at the joints and between adjacent 
joints even though the drawings show separate cross 
hatching. l 

FIGS. 3, 4A and 4B illustrate the preferred, minimum 
number of bundles used to form the structure shown in 
FIGS. l and 2. In this embodiment the longitudinal 
bundles 10 are formed by a pair of bundles 20 and 22 
that are in the same vertical plane. The transverse bun 
dles 12 are formed of a pair of bundles 24 and 26 that 
are also in a common vertical plane. Thus, this embodi 
ment is comprised of four bundles that alternate in di 
rection and which are interleaved at the joints that 
form the intersections. The molding operation forms 
bundles 20 and 22 into the homogeneous longitudinal 
bundles 10 while, at the same time bundles 24 and 26 
are formed into homogeneous transverse bundles 12. 
FIGS. 5, 6A and 6B illustrate an embodiment of the 

present invention wherein only three bundles, the mini 
mum number permissible, are used. In this embodiment 
each longitudinal bundle l0.' is comprised of upper and 
lower longitudinal bundles 28 and 30 between which a 
single transverse bundle 31 is sandwiched at the joints. 
Because of this arrangement the longitudinal bundles 
10’ will have a cross sectional area twice that of the 
transverse bundles l2' unless provisions in the mold 
members described subsequently are made to compen 
sate for this. v 

FIGS. 7, 8A and 8B are used to illustrate the embodi 
ment of this invention wherein an odd number of bun 
dles greater than the minimum of three are used to 
form the joints. The longitudinal bundles 10" are com 
prised of individual longitudinal bundles 32, 34 and 36 
between which individual transverse bundles 38 and 40 
of longitudinal bundles 12" are interleaved to form the 
joints. It will be appreciated that the use of an odd num~ 
ber of bundles provides a product having a somewhat 
more uniform appearance when viewed from opposite 
sides. 

In general, the greater the number of bundles the 
stronger the structure. Likewise, whereas a bundle hav 
ing a cross section of 0.015 square inch of glass has 
been found suitable for replacement of conventional 
chain link fences, where the fence is to be used as, say 
a highway lane divider and is intended to catch vehicles 
that cross the median, then a heavier construction 
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4 
would be desirable. By way of comparison a steel chain 
link fence would have tensile strength of 70,000 p.s.i. 
compared to an ultimate tensile strength of 100,000 
p.s.i. for the glass filament of equal cross section. 
An interesting aspect of the device is that it is highly 

resilient to impact, such as from a ball or other missile, 
and if the ultimate tensile strength is not exceeded will 
rebound and resume its initial condition without detri 
ment to its appearance. This is contrary to the action 
of the chain link fence which tends to permanently de 
form. ' 

A twp-part mold means used to form any of the previ 
ously described embodiments is shown in FIGS. 9, 10 
and 1 1. A female mold member 42 (FIG. 9) is provided 
with a plurality of longitudinal and transverse grooves 
44 and 46, respectively, that intersect ar recesses 48. 
Similarly, the male mold member 50 (FIG. l0) is pro 
vided with longitudinal and transverse grooves 52 and 
54, respectively, that intersect at recesses 56. It will be 
appreciated that the location and quantity of grooves 
and recesses in each mold member is identical and that 
when the longitudinal and transverse bundles l0 and l2 
respectively are deposited in the appropriate grooves in 
the female mold member 42, the bundles will cross 
each other, interleaved as described above, at the re 
cesses. Subsequent application of heat and pressure in 
a conventional manner will conform the bundles to the 
mold shape. 

Particular attention is directed to FIGS. 11A and 11B 
wherein means are provided to remove the flash that is 
normally associated with the type of molding apparatus 
described above. FIG. 11 is a transverse sectional view 
that shows a typical groove cross section defined by the 
juxtaposition of longitudinal grooves 44 and 52 in mold 
members 42 and 50, respectively. Considering first the 
mold member 42, which may be designated as a female 
mold member, the groove 44 is substantially arcuateat 
its base portion 60 and includes slightly convex side 
walls 62 that diverge upwardly. The second mold mem 
ber 50,-which may be considered as a male mold mem 
ber, is defined by an arcuate base recess 64 that termi 
nates in angled flat portions 66. Upwardly diverging 
concave walls 68 extend from the flat portions 66 to a ' 
transverse shoulder 70 that rests on the top surface of 
the first mold member 42 in the assembled condition. 
The maximum, transverse width dimension at the 

juncture 72 of flatportions 66 and concave walls 68 is 
only slightly less, say in the order of 0.00I inch, than 
the minimum-width dimension between the diverging 
convex walls 62. Thus, in effect, junctures 72 act as 
knife edges to sever the flash (FIG. 11B) that results 
from excess resin being squeezed out during molding. 
Generally the flash falls off. In the event a small tin 83 
is left it may be easily removed by running a rotary 
brush 85 over the article, as shown in FIG. 18, to flick 
the fin 83' off. 

Structure to form the fence described above is illus 
trated in FIGS. l2_and 13 and comprises a frame mem 
ber 80 that supports a first carriage 82 for longitudinal 
movement with respect thereto. The first carriage 82 
may be provided with rollers or wheels 84 that ride on 
longitudinally disposed tracks 86. Further, the first car 
riage 82 straddles the mold member 42 described pre 
viously which is positioned on a _bed 88 or a suitable 
portion of the machine frame. A second carriage 90 is 
mounted on the first carriage 82 and is movable trans 
versely with respect to the movement of the first car 
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riage. The second carriage 90 supports a plurality of 
spools 92 that define the filament supply source. The 
filament from each spool 92 is fed through its own asso 
ciated feed eye 94 that is rigidly supported on the sec 
ond movable carriage 90. Therefore, it will be seen in 
FIGS. 12 and 13 that as the first carriage 82 moves lon 
gitudinally and the second carriage 90 simultaneously 
moves transversely, then the feed eyes 94 carrying the 
filaments will move obliquely at equal and opposite an 
gles as the second carriage 90 shuttles back and forth. 
The feed eyes 94 are programmed to travel at a speed 
which will lay the filaments down in the longitudinal 
and transverse grooves described in connection with 
the mold members of FIGS. 9 and l0. The feed eyes 94 _ 
may be simply programmed by controlling the rate of 
travel of the first and second carriages 82 and 90, re 
spectively. While not illustrated in detail, any conven 
tional means may be used to actuate the carriages 82 
and 90 at the prescribed rates of speed. For example, 
the first carriage 82 may be motor driven through a 
rack and gear combination while the second carriage' 
90 may be actuated by a lead screw type of mechanism 
that is suitably‘coupled to drive motor (not shown). 
After the layup-of the filaments is completed the sec 
ond mold member is brought into engagement with the 
first mold member as described above in order to form 
the end product. _ « 
FIG. 14 illustrates a typical fence 95 formed by the 

combined motions of the carriages just described. The 
feed eyes 94, in their travel in one oblique direction, lay 
down the plurality of longitudinal bundles l0 and i'n 
their return travel in the opposite, oblique direction lay 
down a plurality of transverse bundles l2. Previously in 
the description no connection between the longitudinal 
and transverse bundles l0 and l2 was mentioned. How 
ever, by reference to FIG. 14 it will be seen that the 
juncture 96 of the two bundles 10-and l2 is a sharp cor 
ner resulting from thereverse movement of the feed 
eyes 94. Such a fence construction does not provide 
selvage. Where a more finished edge'is required in a 
fence, the carriage apparatus can be programmed to 
produce the structure shown in FIG. l5. All of the car 
riage motions described with respect to the FIG. 14 
fence are the same for the FIG. l5 fence 97 but in addi 
tion, the second carriage 90 is programmed or indexed 
to move longitudinally for a short distance at the end 
of its oblique travels in each direction. Thus, a plurality 
of longitudinal bundles 10 are laid down in a first 
oblique direction, then the second carriage 90 moves 
to lay down bundles parallel to the direction of move 
ment of the first carriage 82 to define junctures 98 be 
fore proceeding along its second oblique path of travel. 
The short parallel movement of the second carriage 90 
is repeated when the feed eyes 94 return to the oppo 
site side so that'short lengths 98 of bundles are formed 

' along the two parallel edges in order to provide selvage. 
It is to be understood that where the second carriage 90 
is programmed to lay up short lengths 98 of bundles 
parallel to the major axis of the fence, then the mold 
member must be suitably altered to accommodate 
these sections. ' 
Where N is the number of openings across the width 
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6 
of the fence, the 2N feed eyes 94 are used. Where it is 
required that selvage be included, then 2N -l- 1 feed 
eyes 94 are used. 
FIG. 16 is used to illustrate another alternative em 

bodiment of the invention wherein an elongated ten 
sioning member 100 is inserted at the juncture 96 or 98 
of the longitudinal and transverse bundles. The tension 
ing members 100 are threaded, in any suitable manner, 
between the longitudinal and transverse bundles during 
the layup. It is to be understood, ofcourse, that the 
mold members would have to be suitably formed to ac 
commodate the tensioning members which extend' the 
length of the fence. 
The vfence comprising this invention may be used as 

a roadway divider and barrier. In  FIG. 17 there is 
shown a fence l l0 having bundles of filaments 112 ori 
ented so as to change the aspect ratio or to act as lou 
vers. Thus, the headlights of vehicleVl cannot pene 
trate to the opposite roadway and interfere with the 
driving of V2. Similarly, the headlight of V2 cannot pen 
etrate the fence 110 and thereby interfere with the 
driving of V,. The mold members used to form a fence 
of this nature are provided with suitably shaped 
grooves having a length, width and depth required to 
f_orm bundles of substantially rectangular and angularly 
oriented cross section. 
Accordingly, it will be appreciated that the present 

invention provides a low cost fence of resin bonded 
glass filament bundles that is inexpensive to manufac 
ture and which may be readily installed with a mini 
mum of cost. A fence of this invention is corrosion 
proof and can be made attractive by the addition of col 
ored resin. Intersecting architectural designs may 
readily be'achieved by suitably shaping the mold mem 
bers and by programming the layup structure accord 
ingly. . 

Having thus described the best embodiment pres 
ently contemplated, it is to be understood that various 
changes and modifications may be made by those 
skilled in the art without departing from the spirit of the 

_ invention. 

I claim: 
l. A rigid, open mesh fence panel comprising a first 

plurality of spaced apart bundles of resin bonded glass 
fibers, a second plurality of spaced apart bundles of 
resin bonded glass ñbers, said first and second bundles 
traversing each other at intersections defining joint, 
each to adjacent ones of said first bundles and each to 
adjacent ones of said second bundles defining the pe 
riphery of an opening in said panel, wherein each said 
joint is comprised of at least two of said first bundles 
and at least two of said second bundles, said bundles in 
said joints being oriented in alternating layers, one of 
said plurality of bundles being oriented in substantially 
vertical planes, said vertical bundles having substan 
tially rectangular transverse cross sections, the lower 
sides of which are at an angle to the plane of said panel, 
said panel being sufficiently deformable to permit ship 
ping in rolled formed and sufficiently resilient to re 
cover to be self supporting. 
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