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[57] ABSTRACT 

A metal-ceramic tetrode or triode which comprises a 
cylindrical rod grid which is manufactured by means of 
a spark erosion process. In order to improve the me 
chanical stability of the grid and also to shift the reso 
nant frequency to higher frequencies, the grid com 
prises wide and narrow rods. Since the wide rods bend 
inwardly or outwardly during the spark erosion pro 
cess, the slots, to avoid said drawback,,adjoining the 
wide rods extend in at least one inwardly extending 
?ange of the cylinder farther in the direction normal to 
the curved surface of the cylinder than the slots present 
between the thin rods. 

5 Claims, 2 Drawing Figures 
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ELECTRIC DISCHARGE TUBE COMPRISING A 
ROI) GRID 

The invention relates to an electric discharge tube 
which comprises one or more electrodes, each consist 
ing of a hollow metal cylinder in which slots are pro 
vided by means of a spark erosion process, said slots ex 
tending in the axial direction and in at least one in 
wardly extending ?ange of the cylinder also in a direc 
tion normal to the curved surface of the cylinder. 
Such electrodes are known from the United States 

Pat. No. 2,980,984 and 3,146,515. The spark erosion 
process is comparatively cheap while nevertheless high 
requirements as regards the tolerances can be ful?lled. 

It has been found, however, that the mechanical sta 
bility of the electrode from the United States Patent 
No. 2,980,984 is insuf?cient. In the case in which the 
electrodes consist of a thinner and hence less rigid 
sheet, the mechanical stability should be increased 
since otherwise electric ?ashover occurs between the 
electrodes. _ 

It is the objectof-the invention to provide an elec 
trode of the type mentioned ‘in the preamble which has 
a sufficient stability both mechanically and electrically. 
For that purpose, the electrode according to the in 

vention comprises, in addition to the thin rods of ap 
proximately equal cross-section obtained by a spark 
erosion process, a few wider rods which serve as sup 
ports and‘ the adjacent slots of which in at least one in 
wardly extending ?ange of the cylinder extend farther 
in the direction normal to the curved surface of the cyl 
inder than the slots present between the thin rods. 
The presence of deeper slots beside the supports at 

?rst sight seems a measure which is inconsistent with 
the obtaining of a higher stability of the electrode. It 
has been found, however, that a suf?cient mechanical 
stability was obtained by the wide supports but that 
?ash-over occurred again and this time notably at the 
said supports. During the investigationvinto the ‘cause 
hereof it has been found that during the sparkaerosion 
process in which all ' the . rods are formed simulta 

neously, the‘ specific thermal load of the thin rods is 
larger than that of the wider rods. As a result of this the 
thin rods are slightly upset which again has for its result 
that the wider supports after the erosion process are 
loaded for buckling in such manner that they bend in 
wardly or outwardly. At the area of the bend, the path 
of the electric ?eld is disturbed while in addition the 
distance from the support to the nearest electrode, 
measured in the direction of bending, becomes so small 
that ?ash-over can occur between the said support and 
an adjacent electrode. 

If in at least one inwardly extending ?ange of the cyl 
inder the slots adjoiningon either side of the supports 

' extend farther in the direction normal to the curved 
surface of the cylinder than the slots present between 
the rods, it is achieved that the supports, during the 
spark erosion process, no longer bend inwardly or out 
wardly but that the comparatively larger elongation of 
the supports with respect to the rods and the associated 
buckling forces are compensated for by that part ,of the 
inwardly extending ?ange which is present between the 
farther extending slots. As a result of this, said part 
bends in the axial direction which is no objection be 
cause it lies outside the discharge space of the tube and 
therefore exerts no~ in?uence on the electric properties 
of the tube. These electric properties are not adversely 
in?uenced either by the wider supports, provided they 
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2 
are uniformly distributed on the circumference of the 
electrode. 

In spite of the deeper slots beside the supports, the 
mechanical stability of the electrode remains amply 
sufficient. In addition, the mechanical resonant fre 
quency of the electrode becomes so high as a result of 
said supports that this also is not disturbing any longer. 
The electrode according to the invention is prefera 

bly used as a control electrode in a metal-ceramic tet 
rode or triode. The shape of said control electrode 
preferably is circular cylindrical which does not mean 
that the application of the invention is restricted to said 
shape. The invention may equally successfully be used, 
for example, in a rectangular cylinder in which the grid, 
as is usual in many tubes, is formed in one or more side 
faces. It is not important either from what metal the 
hollow cylinder is manufactured. This may be, for ex 
ample, copper, molybdenum or steel. 

In general the invention may be used in those cases 
in which the above-mentioned drawbacks are to. be 
avoided. It will therefore be obvious that many applica 
tions both in and beyond the ?eld of electronics, are 
possible without departing from the scope of the inven 
tion. 

In order that the invention may be readily carried 
into effect, it will now be described in greater detail, by 
way of example, with reference to the accompanying 
drawing, in which 
FIG. 1 shows a grid for an electric discharge tube 

which comprises only a few wider supports, only one of 
which is shown; 

FIG. 2 shows an embodiment of a grid according to 
the invention. 

. Referring now to FIG. I, the hollow cylinder 1 is con 
structed as a circular cylinder. In the curved surface 3 
of the cylinder the slots 2 are formed by means of a 
spark erosion process which slots, terminate at the cir 
cular plane 4 and, as denoted by 5, extend in the radial 
direction. By providing the slots 2, the rods 6 and the 
supports 7 are formed. During the spark erosion pro 
cess the rods 6 are slightly plastically deformed, i.e., 
buckled, by thermal expansion, as a result of which the 
support 7 is loaded for buckling and, as denoted by 8, 
bends slightly outwards. The distance to the nearest 
electrode thus has become'smaller as a result of which 
electric ?ash-over will occur at 8 and the tube would 
be useful at a considerably lower voltage, which has for 
its result that the required speci?cations are no loner 
ful?lled. 

In FIG. 2, the hollow cylinder 11 which has a wall 
thickness of approximately 0.1 mm, is constructed as a 
circular cylinder. In the curved surface 13 of the cylin 
der, slots are provided by means of a spark erosion pro 
cess, which slots terminate at the circular plane 14 and, ' 
measured in the circumferential direction, have a width 
of approximately 0.17 mm. By providing said slots, the 
rods 16 and supports 17 are formed which have a width 
of approximately 0.1 mm and 1 mm, respectively. The 
slots 18 and 19 adjoining the supports 17 extend in the 
circular plane 14 in the radial direction farther than the 
slots 12 present between the rods 16. The compara 
tively larger elongation of the supports 17 relative to 
the rods 16 is compensated for in the circular plane I4 
at 10 in that the material can easily be bent in the axial 
direction at that area as a result of the deeper slots 18 
and 19. The deformation of the material at that area, 
however, lies outside the electric discharge space of the 
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tube and therefore has no in?uence on the electric 
properties of the tube. Moreover, the mechanical sta 
bility of the grid is amply sufficient in spite of the 
deeper slots 18 and 19. - 
What is claimed is: 
1. In an electric discharge tube of the type having at 

least one electrode consisting of a hollow metal cylin 
der in which slots are provided by means of a spark ero 
sion process, said slots extending in the axial direction 
and in at least one inwardly extending ?ange of the cyl 
inder also in a direction normal to the curved surface 
of the cylinder as a result of which a grid is formed 
which is constructed from thin rods of approximately 
the same cross~section, the improvement comprising 
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that in addition to the thin rods, the electrode com 
prises a few wider rods which are bounded on either 
side by two slots which extend farther in the direction 
normal to the curved surface of the cylinder than the - 

slots present between the thin rods. 
2. An electric discharge tube as claimed in claim 1 

wherein said tube is a metalceramic tetrode. 
3. An electric discharge tube as claimed in claim 1 

wherein the electrode is a control grid_ 
4. An electric discharge tube as claimed in claim 1 

wherein the hollow cylinder is a circular cylinder. 
- 5. An electric discharge tube as claimed in claim 1 
wherein said tube is a metal‘ceramic triode. 

* 1F * * * ’ 


