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[57]v ABSTRACT 
A process for forming an air-laid, nonwoven web from . 
separate supplies of individualized ?bers, such as tex 
tile and papermaking ?bers. Supplies of ?bers are fed 
to oppositely rotating lickerins that are rotated at 
speeds which are optimum for the ?bers being individ 
ualized by the lickerins. The individualized ?bers are 
doffed from the lickerins by centrifugal force and high 
velocity air streams directed against the ?bers clinging 
to the lickerin clothing. The ?bers from each supply 
are entrained in their respective air streams, which are 

impelled at high rates of speed toward each other, and 
the air streams are combined in a mixing zone. The 
doffed ?bers are given an initial trajectory as they 
leave their respective lickerins, and the inertia of the 
fibers in the air streams is sufficient to bring the fibers 
to the mixing‘ zone and effect blending of at least a 
portion of the fibers from each supply in the mixing 
zone. The combined air stream has a gas to fiber vol 
ume ratio of at least 12,000z1, so that the fibers are 
relatively widely spaced in their respective streams, as 
well as in the combined stream. In communication 
with the mixing zone is a suction actuated condensing 
means where the ?bers are deposited to produce a 
nonwoven web of ?bers, for example, an isotropic 
nonwoven web. With gas to ?ber volume ratios of be 

- tween about 12,000:1 to about 275,111:1 in the com 
bined stream, highly uniform webs can be produced at 
a high production rate up to 550 feet per minute or 
greater. 

The process can form a variety of nonwoven webs, 
using as the ?bers of these webs two different fibers of 
the same, or of different lengths. To vary the webs, a 
baffle can be interposed between the two separate air 
streams to control the location where the two air 
streams are intermixed. A novel web that can be 
produced by the process of the present invention is 
comprised of two different types of fibers, with the 
web characterized by having a predominance of one 
?ber type at one of its major faces, and a 
predominance of the other ?ber type at the other of 
its major faces. The web includes a transition between 
the faces in which the predominance of the ?bers 
decreases uniformly away from the face at which they 
predominate. 

7 Claims, 11 Drawing Figures 
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WEB FORMING PROCESS I 

This invention relates to a process and product. More 
particularly, this invention relates to an improved pro 
cess for air-laying ?bers to produce air_laid nonwoven 
webs, preferably having randomly oriented ?bers more 
or less uniformly throughout the web, so that the web 
has substantially uniform characteristics lengthwise 
and crosswise thereof; and in another aspect, the inven 
tion relates to a random nonwoven web having unique 
properties. Preferably, the web comprises a blend of 
long and short ?bers; i.e., textile length and 'papermak 
ing ?bers. ’ ' ' . ‘ 

Fibers are usually classi?ed according to length, with 
relatively long or textile length ?bers being longer than 
about one-fourth inch and generally between 1/5 and 2 
‘k inches in length. The term “long ?bers” as used 
herein, refers to textile ?bers having a length greater 
than one-fourth inch, and the ?bers may be of natural 
or synthetic origin. The term “short ?bers,” as used 
herein, refers to papermaking ?bers,‘such as wood pulp 
fibers or cotton linters having a length less than about 
one-fourth inch. >While-it is recognized that short ?bers 
are usually substantially less costly than long ?bers, it 
is also recognized in many instances that it is desirable 
to strengthen a short ?ber product by including a blend 
of long ?bers therein. 
Nonwoven materials are structures which in general 

consist of an assemblage or web of ?bers, joined ran 
domly or systematically by mechanical, chemical or 
other means. These materials are well known in the art, 
having gained considerable prominence within the last 
20 years or so in the consumer market, .the industrial 
commercial market and the hospital ?eld. For example, 
nonwoven materials are becoming increasingly impor 
tant in the textile and related ?elds, one reason being 
because of their low, cost of manufacture for a given 
coverage as compared to the cost of more conventional 
textile fabrics made by weaving, knitting or felting. 
Typical-of their use is hospital caps, dental bibs, eye 
pads, dress shields, shoe liners, shoulder pads, skirts, 
hand towels, handkerchiefs,-tapes, bags, table napkins, 
curtains, draperies, etc. Generally speaking,_nonwoven 
materialsare available today in a'wide range of fabric 
weights of from as little as about 100 grains per square 
yard to as much as about 4,000 grains or more per 
square yard. ' 

, Nonwoven materials are basically one of two types - 

oriented webs or random webs. As the name implies, 
oriented webs have the major proportion of the ?bers 
aligned predominantly in one direction,>generally the 
"machine" or long direction (MD) of the ?brous web 
so that the properties of the resulting web are asymmet 
rical or anisotropic —- i.e. conventionally the tensile 
strengths in the machine direction are generally ap 
proximately eight or'more times higher than in the 
cross. direction (CD); while on the other hand, random 
?brous nonwoven webs do not have the ?bers lying 
predominantly in any direction so that the resulting 
web'is more balanced or isotropic -- e.g‘. the tensile 
strengths in both the machine and the cross direction 
are approximately the same. As will be readily appreci 
ated, the uses of oriented nonwoven webs are quite re 
stricted as compared to random webs in that their prin 
ciple strength lies only in one direction making them 
unsuitable where a product must have good strength 
characteristics in all directions. 
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Many different processes and apparatus are known in 
the art for producing nonwoven webs; brie?y summa 
rized, they may be classi?ed as (l) mechanical tech 
niques (e.g. by carding, garnetting, ?lament winding), 
(2) extrusion techniques (e.g. ?lament extrusion), (3) 
wet laying techniques (e.g. inclined wire paper appara 
tus, cylinder paper apparatus, etc.) and (4) air-laying 
techniques. This invention concerns improvements in 
the latter classi?cation — i.e. the air-laying techniques, 
to produce improved random air-laid nonwoven mate 
rials. ‘ 

In brief summary, conventional air-laying techniques 
for producing nonwoven materials involves opening of 
?bers from a compressed state, dispersing the fibers in 
a single high velocity air stream and subsequent con 
densing (i.e. depositing)'of the ?bers onto a perforated 
cylinder or ‘wire screen or belt to produce a web. 
Thereafter, the web is generally post-treated to provide 
the required degree of coherency by one or more well 
known steps, e.g. mechanical or chemical bonding pro 
cedures. ' - 

In general, air-laying techniques of producing non 
woven webs have several advantages over other types 
of known web processes in its ability to produce a wide 
variation of lengths and ?neness of webs with a wide 
range of fabric weights, and as well to permit the-use 
of short ?bers for different types of products. 
Notwithstanding the advantages of air-laying proce 

dures, the present state of technology for producing 
random nonwoven webs, insofar as their production 
speeds are concerned, is inferior to other processes for 
producing nonwoven webs. By way of example, a 
method that has been used to blend a mixture of long 
and short ?bers into a nonwoven web of randomly ori 
ented ?bers involved the step of introducing a mixture 
of preopened long and short ?bers to a single lickerin 
where the mixtureof long and short ?bers is individu 
alized. The individual fibers, but still in admixture, are 
introduced into an air stream and conveyed to a con 

denser, where they were formed into a web. This 
method has a signi?cant disadvantage'in that in order 
to prevent degradation of the long ?bers,'it is necessary 
to operate the lickerin'at the optimum speed for the 
long-?bers, which is much below that which is optimum 
for short ?bers. vThis necessary compromise seriously 
limited the rate at which the ?bers could be processed 
through .this system and this economic disadvantage 
militates against its use. Also, this method is capable of 
producing only a single typel of‘ web, i.e., a web com— 
prised of a homogeneous blend of long and short ?bers. 
Another prior vart apparatus used to make a nonwo 

ven web that is intended to be a homogeneous mixture 
of randomly oriented long and short ?bers includes the 
use of a milling device, such as a hammer mill, to indi 
vidualize the short ?bers and a lickerin to individualize 
the long ?bers. The individualized short ?bers are en 
trained in an air stream leading to a mixing zone into 
whichthe long ?bers are introduced, where the ?bers 
are intermixed. The mixture of ?bers is deposited on a 
condenser to form a web of a random mixture of long 
and short ?bers. In these webs,'the intermixed ?bers 
are not completely homogeneously blended; in fact, in 
such webs, there is more or less of a Strati?cation of the 
?bers in layers,- with the long ?bers predominating on 
one side of the web and the short ?bers predominating 
on the other side. A particular disadvantage of this ap 
paratus was that the hammer mill did not completely 
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individualize the wood pulp ?bers and, in consequence, 
clumps of ?bers and/or “salt” resulted. Also, only a sin 
gle type of web can be produced by this approach. 
Langdon Pat. No. 3,512,218, granted May 19, 1970, 

and Wood Pat. No. 3,535,187, granted Oct. 20, 1970, 
disclose apparatus for producing layered, nonwoven 
webs, wherein the layers are apparently separated by a 
thin interface of blended ?bers from each layer. In con 
trast to the present invention, neither patent discloses 
an arrangement that is capable of producing a web of 
homogeneously blended different ?bers, e.g., textile 
length and papermaking length ?bers, or a web wherein 
one ?ber type predominates at one face of the web and 
a different ?ber type predominates at the other face of 
the web, with each ?ber type generally linearly de 
creasing in concentration at increasing distances away 
from the face at which it predominates. 
A recent development in this ?eld of air-laying webs 

has overcome a number of the aforementioned prob 
lems in the apparatus previously used and makes possi 
ble production of a nonwoven web of a homogeneous 
mixture of long and short ?bers, free from consequen 
tial amounts of clumps and salt. The apparatus and 
method of this development are described and claimed 
in a commonly owned application Ser. No. 108,547 
filed in the name of Ernest Lovgren on even date here 
with. 

In the Lovgren apparatus and process, long and short 
fibers to be blended are individualized separately and 
simultaneously by separate high speed lickerins, one 
for each type of ?ber, that are operated at speeds opti 
mum for the speci?c ?bers acted upon. For example, 
in the case of pulpboard, the lickerin is operated in the 
order of 6,000 rpm to individualize the wood pulp ? 
bers, and the long ?bers, the staple length ?bers, for ex 
ample, rayon, are individualized by the lickerin acting 
on these fibers, operated at a speed in the order of 
2,400 rpm. At a speed of 6,000 rpm, rayon ?bers are 
damaged. 

1n the Lovgren apparatus, individualized ?bers are 
doffed from their respective lickeri'ns by separate air 
streams. The ?bers are entrained in the separate air 
streams and the air streams are subsequently inter 
mixed in a mixing zone to homogeneously blend the ? 
bers entrained therein. The homogeneous blend of ti 
bers is then deposited in random fashion on a con 
denser disposed in proximity to the mixing zone. The 
air streams generated by the high speed operation of 
the lickerins and by a suction fan located in the con 
denser, which acts to draw air past the lickerins, convey 
the fibers to the condenser. 
While the Lovgren apparatus represents a substantial 

advance in the art, the apparatus has limitations in that 
it does not lend itself for use in making a wide variety 
of webs. 

In accordance with a still further recent improve 
ment, as described and claimed in a commonly owned 
application Ser. No. 108,545 ?led in the name of Allan 
Farrington on even date herewith, an extremely ?exible 
process and apparatus are described for producing a 
wide variety of nonwoven, air-laid isotropic webs made 
up of a substantially uniform mixture of long and short 
fibers, or of two different kinds of long or short ?bers. 
In accordance with the Farrington process, the follow 
ing types of webs can be produced: (1) a web com 
prised of a homogeneous blend of ?bers from two dif 
ferent ?ber sources, (2) a web having outer layers com 
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4 
prised of ?bers from two different ?ber sources and an 
intermediate layer that is a blend of the ?bers from 
each source, and (3) a web of two layers of ?bers from 
each ?ber source, with the layers being interlaced only 
at the region of their interface. 

In certain instances it is desirable to provide webs 
having different properties at their opposite faces. Two 
such types of webs have been produced by the Farring 
ton invention, as summarized in the preceding para 
graph. While such webs represent a signi?cant im 
provement over known prior art webs wherein it was 
necessary to bond two layers having different types of 
fibers in order to provide different properties at the 
faces of the web, it is desirable to provide a web with 
each face consisting of a blend of different types of ? 
bers. This latter type of web, which can be provided by 
the process of the present invention, retains the advan 
tage of being able to have different properties at oppo 
site sides of the web, since each face can have a pre 
dominance of ?bers of a type that will give a desired 
property. At the same time, this latter web can add 
those advantages that can be attributed to a blend of 
?bers at each face. 
While the Lovgren and Farrington inventions dis 

cussed above represent a marked advance in the art, at 
the air to ?ber-volume ratios utilized therein, it was not 
always possible to consistently produce high quality 
webs at high production speeds. The present invention 
remedies this need, and in this regard, it has been dis 
covered that by providing an air to ?ber volume ratio 
in the range of about l2,000:l to 275,000:l in the com 
bined air stream, extremely uniform webs can be pro 
duced at high production speeds up to 550 feet per 
minute or greater. 

In accordance with one aspect of this invention, ap 
plicants have provided an improved process for pro 
ducing random nonwoven webs by an air-laying tech 
nique which not only overcomes the problems associ 
ated'with prior art air-laying techniques, but at the 
same time, provides very advantageous features of its 
own by enabling a uniform web to be produced at high 
production rates. _ 

In accordance with a further aspect of the present in 
vention,.there is provided a novel nonwoven product 
wherein the product is characterized by having a pre 
dominance of at least one ?ber type on one face of the 
product and a predominance of at least one different 
?ber type on the other face of the product with a transi 
tion zone between the faces such that the ?ber type 
which predominates at one face diminishes in predomi 
nance, from the face at which it predominates, to the 
face at which the other ?ber type predominates. 
More particularly, in accordance with the process of 

the present invention, in air-laying processes for pre 
paring random nonwoven webs which include the steps 
of individualizing ?bers from separate ?ber sources, 
suspending the ?bers from each source in separate gas 
eous streams, impelling said gaseous streams at least 
initially toward one another and combining said 
streams to form a single combined carrier stream 
wherein the ?bers from each gaseous stream intermix 
with one another, there is provided the improvement 
which comprises providing in the combined gaseous 
carrier stream a total gas to total ?ber volume ratio of 
at least 12,000: 1 , and condensing the entrained and in 
dividualized ?bers from said combined stream to form 
a random nonwoven web. At gas to ?ber volume ratios 
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' above 12,000zl the ?bers in the individual streams are 
spaced suf?ciently from one another that if streams are 
brought together at an angle without substantial dimi 
nution in the velocity of the streams, a majority of the 
?bers in each stream can cross over the oncoming ? 
bers to produce the novel product of the present inven 
tion. ' ' ' 

In carrying out the process of the present invention, 
at least two individual and separate gaseous streams are 
employed which entrain individualized ?bers therein, 
with the individual streams ‘thereafter being combined 
at a common region to form a common gaseous carrier 
stream from which the entrained and individualized ? 
bers are condensed. Depending on the method of intro 
ducing the ?bers in each stream — asfor example by 
dof?ng the fibers from a fiber opening means, in addi 
tion to serving as a dof?ng stream each gaseous stream 
also serves as a carrier stream from which the entrained 
and individualized ?bers are subsequently condensed. 
The use of at least two gaseous streams in the process 
has been found to permit vastly improved production 
speeds amongst other advantages, either where the 
same type of ?bers are suspended in each gaseous 
stream, or where different types of ?bers are suspended 
in its different streams. Thus, with this invention, at 
least two fiber sources‘ are transported in an individu 
alized-state, each in a separate gaseous stream; and if 
desired several different ?ber sources, e.g., three or 
four, may be entrained in an individualized state in 
each separate gaseous stream, to ultimately provide 
random nonwoven webs consisting of a mixture of sev 
eral different ?ber types. ’ . 

The gaseous streams employed in the present inven 
tion may be composed of any suitable gaseous medium 
not detrimental to the ?bers; and although for econom 
ical reasons and availability the gaseous streams are 
preferably composed of atmospheric air, other gaseous 
mediums may be employed as desired. 
The step of introducing ?bers into each gaseous 

stream can, according to the process of this invention, 
be carried out by any suitable technique'commensurate 
with providing ?bers ina suspendedand substantially 
individualized state in each stream. A particularly pre 
ferred embodiment for providing suspended and indi 
vidualized ?bers for eachstream consists in providing 
a ?ber source, opening the ?bers in said fiber source by 
combing the ?bers with suitable means —- e.g., rotat 
able means such as a lickerin having ?ber opening teeth 
thereon, and doffing the opened or combed ?bers with 

and individualized ?bers; However, the opening and 
entraining of the ?bers from a ?ber source in the gas 
eous stream, may also be carried out according to other 
techniques known in the art. As used her'ein,.the term 
“individualizing” or “individualized” is used to mean 

20 

25 

135 

40 

a gaseous stream to provide in the stream suspended '50 

55 

that the ?bers are maintained in a substantially sepa- > 
rate or individual condition. However, the degree to 
which the ?bers are placed and maintained in an indi 
vidualized state may vary depending on the quality of 
the web desired; it is preferred that the degree of ?ber 
individualization be such that upon condensation, the 
product has a uniformity within the values hereinafter 
de?ned. 

In accordance with the process of the present inven 
tion, applicants have found that if the combined carrier 
stream formed by the joinder of the individual streams 
has a volume ratio of total gas to total ?ber of between 

60 

6 
about l2,000:l to about 275,000], the maximum ad 
vantages ofv the process are obtained and high quality 
random nonwoven webs are produced. To this end, 
each of the individual streams will thus possess a vol 
ume ratio of gas to ?ber, such that when these streams 
are combined, there is provided a total gas to total ?ber 
ratio within the'above range. Most desirably, the vol 
urne ratio of each individual stream is within the same 
range as the above ratio - i.e. 12,000z1 - 275,000:l. 

‘The process of the present invention, operating 
within the above and other parameters as de?ned here 
inbefore and hereinafter, contrast with conventional 
prior art techniques of forming nonwoven webs where 
very low gas-?ber volume ratios, generally well below 
5,00011, were employed. With gas-?ber volume ratios 
well below 5,000zl, the type of ?ber capable of being 
employed in such processes is very limited, in addition 
to the fact that the speed at which the nonwoven webs 
can be produced was likewise very low. In contrast, by 
employing the above volume ratios, of gas to ?ber, in 
the process of the present invention, it has been found 
that these shortcomings of the prior art, as well as oth 
ers, can be overcome to provide high quality webs. 
Thus,'within the process of the present invention, at 
volume ratios below l2,000:l (gas to fiber), web uni 
formity (as hereinafter de?ned) becomes unacceptable 
at high production rates for high quality products; 
while on the other hand, at volume ratios above 
275,0001'1 (gas to ?ber) no further bene?ts are evident 
with the degree of uniformity being substantially cons 
tant. 

Within the volume ratios of gas to fiber of the process 
of the present invention, the speci?c ratio employed 
will vary depending on ‘the type and length of ?bers 
used in the process. Thus, for example, for most com 
mercially available shorter type ?bers, lower volume 
ratios may be employed as compared to the use of sta 
ple or longer length fibers where higher volume ratios 
are desirably employed. To this end, when shorter type 
fibers form the total ?ber content of the combined 
stream, the volume ratio of gas to ?ber of the combined 
stream is at least l2,000:l to ' 15,000zl, up to 
275,00011, with each individual gaseous stream in 
which. the ?bers are suspended in an individualized 
state likewise having a similar volume ratio of gas to ? 
ber. In the case where staple or longer length fibers 
form the total ?ber content of the combined stream, 
the volume ratio of gas to ?ber in the combined stream 
preferably has a minimum of from about l5,000:l to 
18,00021, and up to 275,000:l (desirably between 
l00,000:l to 275,000zl), with each individual gaseous 
stream in which the ?bers are entrained in an individu 
alized state having a similar ratio. 

Still further, when _the combined stream contains 
short and staple or longer length ?bers, the minimum 
gas to ?ber volume-ratio, within the above limits of the 
present invention, will vary depending on the propor 
tion of each type of ?ber —- i.e. short or long, so that 
for any particular proportion the volume ratio will be 
vso chosen to satisfy the requirements. In this case also, 
the volume ratio of gas to fiber in the individual streams 
in which the different ?ber types are fluidized and in an 
individualized state, will most advantageously be within 
the above preferred minimum ratios for the respective 
?ber types. As will be understood by those skilled in 
this art, having regard to the above and subsequent 
teachings, the particular volume ratio required for the 
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combined stream, and likewise most desirably for the 
individual streams, can be determined by calculating 
the appropriate ?ber volume to arrive at the appropri 
ate gaseous volume required. > 

In carrying out the process of the present invention, 
the velocities of the individual gaseous streams and the 
combined gaseous carrier stream, may be varied within 
wide ranges depending on such factors as, for example, 
speed of web formation desired, thickness of web, the 
percentages of different ?ber types desired in the con 
densed web, the type of fiber, equipment restrictions, 
etc. In all cases, however, the velocity of each gaseous 
stream will most preferably be, at least in the area of 
?ber introduction into each stream, greater than the 
speed at which the ?bers are introduced to maintain 
the ?bers in a suspended and individualized state, and 
to prevent ?ber clumping. Thus, where the ?bers are 
being introduced in each stream by dof?ng a comb 
toothed member such as a lickerin, the velocity of the 
gaseous stream that doffs the ?bers from each lickerin 
should be greater than the speed of rotation of the lick 
erin — i.e. the speed at which the ?bers are being 
combed from the ?ber source. To this end, the velocity 
of the gaseous streams may be increased to the desired 
level in the area where the ?bers are doffed by creating 
a venturi effect in the ?ow path of the gaseous stream; 
however, it is preferred that the velocity bemaintained 
substantially constant across the width of the lickerins 
and the combined stream to achieve a uniform product. 
Following ?ber introduction, the individual gaseous 

streams, at least initially, are impelled toward one an 
other with substantial velocity, and the ?bers entrained 
in each gaseous stream have an initial trajectory that 
corresponds generally with the direction of movement 
of the individual gaseous streams, so that once the indi 
vidualized ?bers are entrained in their respective 
streams, they are also impelled toward one another. 
Subsequent to entrainment of the ?bers in their respec 
tive streams, the flow paths of the streams are con 
trolled to bring them together in a common zone to 
combine the streams into a common carrier stream. 
The gaseous streams preferably intersect one another 
in the common region at an angle of less; than 180° to 
avoid any ?ber'clumping. ' . 

The speci?c angle at which the individual gaseous 
streams intersect one another, coupled with ‘the trajec 
tory of the ?bers entrained within the streams, controls 
the type of web that will be produced when the ?bers 
are condensed from the common stream. For example, 
when the individual gaseous streams intersect one an 
other at a fairly substantial angle, e.g. 90°, since the ? 
bers entrained in each individual stream have substan 
tial kinetic energy by virtue of their mass and velocity, 
they will continue to'move generally in the direction of 
their initial trajectory. Because of the relatively large 
spacing between the ?bers at the gas to ?ber volume 
ratios of the present invention, a majority of the ?bers 
in the streams will tend to cross over the oncoming ? 
bers in the region where the individual streams are 
combined. In this manner, it has been found that, 
within the general process conditions hereinbefore and 
hereinafter described, a novel product is produced hav 
ing a predominance of at least one ?ber type at each 
face, with a transition zone of decreasing prominance 
between the respective faces of the resulting product. 
The extent to which the ?bers of each individual stream 
cross over the ?bers of the other stream determines the 
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extent to which each ?ber type predominates at the 
surface of the resulting web. Thus, the degree of cross 
over may be varied, as desired,to provide a product 
having the desired characteristics by providing suf? 
cient spacing between the ?bers in the individual gas 
eous streams,the trajectory of the ?bers, the angle and 
region of the combination of the individual streams and 
the energy imparted to the ?bers. In a preferred em‘ 
bodiment, about 55 percent to about 95 percent (by 
weight) of the ?bers in each gaseous stream cross over 
the ?bers in the other gaseous stream to thereby pro 
duce a product having a predominance of from about 
55 percent to about 95 percent of the respective ?ber 
types at each surface. 
The process of the present invention also contem 

plates the production of a web of homogeneously 
blended ?bers, i.e. a web having balanced strength 
properties in both the machine and cross directions. 
This may be accomplished with the gas-?ber volume 
ratios mentioned above by interposing a flow control 
ling member, such as a baf?e, between the individual 
gaseous streams to prevent the ?bers entrained in each 
stream from crossing over one another, and positioning 
the baf?e a suf?cient distance above the ?ber condens 
ing means to allow the ?bers to be substantially com 
pletely intermixed before they are deposited on the 
condensing means. By varying the baffle between a po 
sition wherein a majority of the ?bers in each gaseous 
stream cross over one another and a position wherein 
none of the ?bers from each stream cross over one an 

other, a wide variety of webs can be produced wherein 
the degree of concentration of the ?bers throughout 
the web can be varied and controlled. 
The degree to which different ?bers will mix for any 

given set of conditions, will depend to some extent on 
the characteristics of the ?ber types as for example, di 
ameter of the ?bers, stiffness, length, crimp and elec 
trostatic properties. The extent of mixing is also deter 
mined, to a certain extent, by the length of the flow 
path of the combined gaseous stream, as determined by 
the energy imparted to the ?bers as they are doffed. 
This energy level is created by the velocity of the indi 
vidual gaseous streams in conjunction with the velocity 
given to the ?bers by the peripheral speeds of the lick 
erins. , I v 

The step of condensing the entrained ?bers from the 
combined gaseous carrier stream may be carried out by 
conventional procedures well known to those skilled in 
the art. To this end, the combined gaseous stream con 
taining the entrained ?bers may be passed over a selec 
tively permeable cylinder (permeable to the gaseous 
stream but impermeable to the ?bers); alternatively, a 
movable wire screen or conveyor belt also permeable 
to the gaseous stream but impermeable to the ?bers , 
may be employed. The depth to which the ?bers are 
condensed or deposited from the combined stream to 
form the nonwoven web, may be varied by varying the 
speed at which the take-away means removes the con 
densed web — thus, the thickness of the web may be 
readily varied to form a random nonwoven web of a de 
sired thickness. 
Most desirably, the flow path of the combined gas 

eous stream is such that a controlled, at least generally 
(preferably substantially) uniform flow path, as op 
posed to a random uncontrolled flow path, exists across 
the width of the machine since with a random uncon 
trolled flow path it has been found that ?ber concentra 
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tion may increase to undesirable limits and in some 
cases depending on the degree of flow variation, create 
?ber concentration, which would not be acceptable for 
uniform high quality webs. 
The‘ process of the present invention may be em 

ployed to produce nonwoven materials having a very 
high degree of uniformity, as indicated by a co-ef?cient 

v of weight variation (hereinafter referred to as CV.) of 
the products. As used herein, the C.V. value of a given 
nonwoven material is de?ned as being the co-efficient 
of weight variation of the material per square foot, and 
determined by utilizing 40 equi-size % inch substan 
tially circular samples of a square foot of material, the 
samples being derived from the material on 2 inch cen 
ters (sample to sample) in a ?rst direction and on 1.5 
inch centers (sample to sample) in a second direction 
at right angles to the ?rst direction. Each circular sam 
ple is then weighed, and as well, the total weight of all 
samples; the CV; value may then be obtained by the 
following. equation: . ' 

C'V __ Standard Deviatlon of Welght 
'_ Average Weight of Total Samples X 109: % 

Thus, for any given‘ C.V. percentage, the value ob 
tained represents the percentage of weight variation or 
uniformity for any given sample of nonwoven material, 
calculated on a per square foot basis. 
With the process of the present invention, products 

having a C.V. value of less than 10 percent, and down 
to as low as 6 percent or less, can be obtained. For 
commercial reasons, the products produced [by the pro 
cess of the present invention desirably have a CV. 
value of less than about 16 percent in general, and 
where such products are used for surgical or similar 
purposes, the nonwoven materials preferably have a 
CV. value of below 10 percent and desirably 6 per 
cent. ‘ , _ 

lf textile length fibers are used in the process of the 
present invention,.the lengthof the ?bers in the con 
densed nonwoven web may be varied as desired by 
varying one or more conditions in the process._These 

25 

40 

conditions include (a) the method used to, open the ?- ' 
bers from the fiber source, (b) the rate at which the fi 
bersare opened and entrained, ,and'(c) the method ofv 
feeding the ?ber source to the ?ber opening means. 
The ?berlengths in the ?nished web mayalsovary to 
some extent, particularly at higher rates of web forma 
tion, on the rate of ‘feed of the ?bers to (c) above. 

In the case of shorter length ?bers,'s_uch as wood pulp , 
fluff, the ?ber length need, not be controlled to any 
great extent because of the inherent shortness of the 
?ber; however, in‘ the case of longer length ?bers, the 
above relationship may be varied as desired to provide 
predetermined ?ber lengths in the condensed random 
nonwoven web. _ 

At higher feed rates, the length of the ?ber in the re 
sulting condensed web has been found to‘be generally 
independent of the rate of feed of the ?ber source to 
the ?ber opening means, although at higher feed rates, 
the resulting condensed web has increasing amounts of 
nips or nodules of unopened and/or recompressed ? 
ber. Thus, the quantity of nips and nodules may be con‘ 
trolled at higher rates of feeding, where the number will 
vary according to the rate of feed to some degree. 
The physical characteristics of weight and thickness 

of the random nonwoven web produced by the process 
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may be varied as desired for a given quantity of ?bers 
being condensed, based on the web take-away speed. 
Thus, the web thickness can be increased by decreasing 
the web take-away speed and/or weight, or the web 
take-away speed may be increased by decreasing the 
weight and/or thickness. 
The present invention permits the use of a wide vari' 

ety of ?ber types, as well as mixtures of fibers, for the 
production of the random nonwoven materials. To this 
end, the- web may be composed of 100 percent “short 
” ?bers or conversely 100 percent “staple” and longer 
?bers or mixture of short and staple length fibers in any 
desired proportions. , 

The choice of ?bers used will depend on the desired 
characteristics of the product and as well, its utility. 
Thus, for example, the product may require one or 
more characteristics such as tear resistance, abrasion 
resistance, washability and stretchability, burst 
strength, absorption or nonabsorption to differnt liq 
uids, heat scalability, ability to resist delamination, etc., 
all of which will influence the type of fiber or mixture 
of ?bers to be'used. Thus, by way of specific example, 
absorbent products requiring strength characteristics 
may be a combination oftwo or more different fibers 
such as wood pulp ?bers and rayon or similar fibers in 
varying percentages. 
Likewise, again depending on the nature of the prod 

uct desired, the product may'have to possess substan- ' 
tially random characteristics as opposed to oriented 
fiber characteristics in order to provide for balanced 
properties in both the machine and cross direction for 
most uses.'For example, in the case of products in 
tended for surgical or similar uses requiring absorbency 
characteristics, such as covering layers for sanitary 
napkins, absorbent layers for surgical drapes, etc., mix~ 
tures of shorter and long fibers are normally used to 
provide improved mechanical characteristics; while in 
the case of nonwoven materials suitable for use as dis 

posable items in the ?eld of diapers, vshorter ?ber 
lengths may be employed. 
Typical of the short ?bers are wood pulp fibers from 

various types of woods, cotton linters, asbestos ?bers, 
glass ?bers‘and' the like; with wood pulp fibers being 
those which ?nd most frequent use in a large variety of 
products due to their ready availability and economical 
attributes. Typical of the staple ?bers includerboth syn 
thetic and natural ?bers',-synthetic ?bers such as cellu 
lose acetate ?bers, vinyl'chloride-vinyl acetate fibers 
(e.g. the product marketed under the trademark “VIN - 
YON”), polyamide ?bers such as NYLON 6, NYLON 
66, etc., viscose staple rayon, cupraammonium rayon 
or other regenerated cellulose ?bers including saponi 
?ed ester fibers, cellulose ester ?bers such as cellulose > 
acetate and cellulose triacetate, acrylic fibers, polyes 
ter ?bers, polyvinyl chloride ?bers, polyole?n ?bers 
such as polyethylene and plypropylene, ?uorocarbon 
?bers such as “TEFLON” and natural ?bers such as 
cotton, ?ax, jute, wool, silk, ramie or “rag,” or protein 
?bers such as “VICARA”. Combinations of any of the 
above typical short and staple or long ?bers may thus 
be employed in this invention. The denier of the ?bers 
used may vary over a wide range and may be from 1/2 
to 100 depending on the type of ?ber employed and the 
requirements of the nonwoven material. Commonly, 
when using staple ?bers such as rayon, the denier will 
vary from 0.75 to 5 or 6 denier. 
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Conventionally, the shorter type of ?bers such as 
wood pulp ?bers are commercially available for air 
laying processes in the form of pulpboards, which are 
compressed sheets of ?bers in intimate contact with 
each other. The pulpboards come in varying thick 
nesses and lengths, typical thicknesses being from one 
sixteenth of an inch to three-quarters of an inch or 
more. If desired, the starting material such as boards, 
may be comprised of a mixture of two or more different 
?bers, preferably of approximately the same length. 
Thus, by way of example, in place of utilizing a pulp 
board, a board may be of a mixture of pulp and cotton, 
asbestos ?bers, glass ?bers, etc. Thus, different proper 
ties may be imparted to the product by employing such 
combinations of ?bers. 

In the case of staple or longer length ?bers, such as 
rayon for example, they are normally commercially 
available in bale form in various ?ber lengths; and for 
use in the present invention, they are generally em 
ployed in a preopened oriented condition, termed a 
“carded web” or “carded batt” in the art. To this end, 
baled rayon can be formed into a carded batt according 
to conventional techniques known to those skilled in 
the art, which brie?y summarized, ?rst involves forma 
tion of a picker lap wherein the ?bers are formed into 
a uniform batt of generally constant weight, whereafter 
they are then carded to orient and open and comb the 
filters, and thus form the carded batt. If desired, in 
place of using a carded batt of only rayon, a mixture of 
rayon and other fibers, or for that matter a mixture of 
any two or more different ?bers can be employed 
thereby providing a product having different ?bers in 
it to impart different properties. Thus, rayon, silk ? 
bers, polyester ?bers, etc., may be formed into a carded 
batt and thus introduce into the produce such combina 
tions of ?bers as may be desired. It is not necessary that 
the staple length fibers be used in the form of a carded 
batt but could be presented to the machine by other 
means well known to those skilled in the art such as 
chute feeding. _ 

ln the case of the novel products of the present inven 
tion, the nonwoven material, in web form as produced 
by the process described herein, has conventionally a 
pair of opposed major faces. These faces, as outlined 
hereinbefore, are each characterized by having a pre 
dominance of at least one ?ber type at the respective 
face, with the transition zone between the opposed 
faces being characterized by a decreasing predomi 
nance of the respective ?ber type from the face at 
which it predominates to the opposite face of the prod 
uct. 

The preferred form of the novel products of the pres 
ent invention is where the nonwoven material is com 
prised of a majority amount by weight of a ?rst ?ber 
type or group and a minority amount, by weight of a 
second ?ber type or group interspersed and blended 
therewith with the opposed major face being comprised 
of a majority amount, by weight of the second ?ber 
type or group, and a minority amount of the ?rst ?ber 
type interspersed and blended therewith. In this pre 
ferred type of product, each ?ber type or group form 
ing the majority amount of the ?bers on each face, cal 
culated on a weight basis, is preferably present in an 
amount of from about 55‘percent to about 95 percent 
higher, desirably 60 percent to about 90 percent, with 
the minority ?ber type or group forming an amount of 
from about 45 percent to about 5 percent, or less, de 
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12 
sirably 40 percent to 10 percent. The preferred product 
includes a substantially continuous ?ber transition zone 
between each opposed face, wherein the ?ber type or 
group which predominates at a face, substantially uni 
formly diminishes on a weight basis to the other face at 
which it comprises a minority amount of the ?ber 
blend, by weight. As used herein, the percentages of 
the ?bers of each ?ber type at the opposite faces of the 
product may be determined by measuring the initial 5 
percent thickness of the web and calculating the weight 
of each ?ber type. 
By use of the term “substantially uniform” in describ 

ing the transition of each ?ber type from the opposed 
faces of the nonwoven fabric, it is meant that at any 
given point between the opposed faces, there is sub 
stantially no clear-cut or distinct line of demarcation 
between the ?bers of the fabric, when the fabric is 
viewed in cross section. 
The above novel products, made from fiber types 

such as those hereinbefore described, and wherein the 
?ber type predominating at each surface of the nonwo 
ven material is selected so as to provide desired charac 
teristics at each surface, results in unique nonwoven 
material particularly suited for applications where it is 
desired to have different functional or physical charac 
teristics on opposed sides of the material. Thus, for ex 
ample, the nonwoven product may have opposed faces 
each of which has a property such as cohesive strength, 
abrasion resistance, absorption characteristics, nonab 
sorption characteristics, etc. Accordingly, the fibers se 
lected for the nonwoven fabric will be so chosen to pro 
vide such characteristics or others as desired. In this re 
spect, similar ?ber types may be employed as, in the 
case where one ?ber has been modi?ed to change its 
physical and/or chemical characteristics. 
As mentioned above, the novel products of the pres 

ent invention, may be made from blends of two or more 
?ber types, in which the amount of each fiber in the 
blend may vary. This will in turn influence the amount 
of ?ber predominating at the respective surfaces of the 
material. Thus, for example, nonwoven products may 
be made from varying percentages of the different fi 
bers — for example, blends of 50 percent rayon ?bers 
and 50 percent pulp ?bers, or from 60%/40% rayon/ 
pulp, etc. ‘ 

The thickness and weight of the novel nonwoven 
products of the present invention, as well as those of 
the products produced in general,,will vary depending 
on conventionally commercial requirements; typically, 
they will be in the order of from about several hundred 
grains to several thousand grains per square yard, with 
a thickness of from about l/32nd to about 1 inch or 
more prior to anypost-treating operation. 

' As produced by the process of the present invention, 
the nonwoven products in general, including the novel 
nonwoven materials, are of a substantially random na 
ture at the time of web formation in the process; how 
ever, if desired, the products may be treated to provide 
any desired machine direction; cross direction 
(MDzCD) required for ?nal product usage. Thus, for 
example, the MDzCD ratio may vary between, for ex— 
ample, 1:3 to about 5:1, those products having a ratio 
of between 1:3 to about 3:1, and preferably closer to 
unity, are particularly preferred for various applica 
tions as hereinbefore and hereinafter described. 
The nonwoven webs obtained by the process of the 

present invention may be post-treated by any suitable 
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conventional technique, e.g. mechanical or chemical, 
to bond the web and provide the required strength and 
coherency characteristics for a given product. The par 
ticular type of bonding technique chosen will depend 
on various factors well-known to those skilled in the 
art, e.g. the type of ?bers, the particular use of the 
products, etc. To this end, typical of the conventional 
techniques are web saturation bonding, suction bond 
ing, foam bonding,lprint bonding, ?ber bonding, ?ber 
interlocking, spray bonding, solvent bonding, scrim 
bonding, viscose bonding, mercerization, etc. 

In the case of web saturation bonding, the nonwoven 
web is generally soaked with a solution or emulsion ad 
hesive, and thereafter, the excess ?uid is removed usu 
ally by mechanical means (e.g. squeeze rollers and/or 
vacuum), followedby evaporation. In the case of suc 
tion bonding,,a web is treated with a suitable binder by 
soaking and the excess removed by means of a vacuum 
apparatus. In'foam bonding, which is a variation of sat 
uration bonding and is particularly useful for products 
requiring good bulk and through-bonding, a foam 
binder is employed. In print bonding, generally em 
ployed where softness and absorbency is required, a 
bonding agent will be printed onto the web by e.g. gra 
vure type rolls. The web can be wet or dry when printed 
and generally the binder is a water, solvent or plastisol 
based one. - 

In ?ber bonding techniques, employed where a per 
centage of the fibers in the web are semi-soluble in cer 
tain solvents e.g. hot water, the web may be bonded by 
adhesive or by treating the web with a suitable solvent 
— e.g. polyvinyl alcohol. In a variation ‘of this proce 
dure, if the web includes thermoplastic ?bers such as 
polypropylene, vVINYON or low melting polyester, hot 
roll embossing calendars may be employed. Still fur 
ther, in other cases, a low melting spun bonded web 
may be placed between higher melting ?ber webs and 
hot calendered. Thermoplastic powders may also be 
used in this technique. ’ 

In the case of mechanical interlocking bonding tech 
niques, needle vloorns are employed, in bonding soft 
fiber webs. Boards of needles with barbs downwardly 
pointed perforate the web and entangle the layers. A 
variation of this type of ‘bonding technique is stitch 
bonding with yarn, as may. be accomplished by using an 
“ARACHNE” apparatus or with the’fibers' of the web 
itself. 
As the name implies, spray bonding techniques spray 

a binder onto the web which is subsequently passed 
into a drying chamber. This type of bonding is particu‘ 
larlyuseful where hightloft is required in products, e.g. 
which are suitable for use as air filters. Solvent bonding 
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employs a solvent, which is applied to the web to soften ' 
the ?ber surface and render it adhesive. Typical solvent 
bonding employs the use of chloral hydrate of DMSO 
(dimethylsulfoxide). ' 

In scrim bonding, a scrim layer or yarn layer act as 
carriers for a wet or thermoplastic adhesive used to 
laminate the nonwoven webs to one or more layers of 
a substrate e.g. tissue. In viscose bonding, which is a 
special case of print or saturation bonding, cellulose 
xanthate is regenerated to pure cellulose on the inner 
sections of the ?bers forming the nonwoven web. In a 
like manner, acid solutions of nylon may be regener 
ated in situ. 

In mercerization bonding techniques, nonwoven 
webs are bonded using the uncurling manner of caustic 
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solutions e.g. caustic soda on all-cotton nonwoven 
webs. The ?bers unwind to entangle each other and, 
thereafter, the resulting product is thoroughly washed. 
The above list of bonding techniques is not intended 

to be exhaustive as others known to those skilled in the 
art may be employed, e.g. bonding with the'use of high 
pressure streams of water or other fluids directed onto 
the nonwoven web to cause the fibers to interlace; or 
still further, using ultrasonic waves and laser beams. 

In' any of the above “dry” bonding techniques, the 
binder areas may be of any suitable shape and size and 

, may be continuous or discontinuous straight, sinuous, 
curved, or wavy lines; rows of polygons, circles, annuli, 
or other regular or irregularly shaped geometric ?g 
ures; all of which normally extend across the width of 
the nonwoven fabric at various angles to the long direc 
tion thereof. Speci?c examples of such binder areas are 
noted in U.S‘. Pats. Nos. 2,705,688; 2,705,687; 
2,705,498 and 3,009,822. 
The amount of binder employed will depend on the 

type of bonding technique used and depend on the type 
and quality of product desired —- i.e. the amount of 
binder add-on to the nonwoven web may be varied ac 
cording to the technique employed and will vary within 
relatively wide ranges, depending to a large extent 
upon the intended use of the nonwoven fabric, upon its 
type, weight and thickness, as well as upon the specific 
binder employed. Typically, the binder areas should 
not exceed a substantial amount of the total surface of 
the nonwoven fabric, if a soft hand, drape and other 
textile-like properties and characteristics are desired or 
required. In cases where a somewhat different hand 
and drape is acceptable, increased binder coverages of 
up to almost any value, say 50 percent or even 75 per~ 
cent, are useful. For some binders, as low as from about 
2 percent to about 20 percent by weight has been found 
sufficient; for others, as high as from about 40 percent 
to about 70 percent or more by weight has been found 
preferable. Within the more commercial aspects of the 
present invention, however, binder‘ add-ons of from 
about 3 percent to’ about 40 percent by weight are 
known in the art to be satisfactory. 
The particular type of binder ‘used may be selected 

from alarge group of binders now'known in ‘the indus 
-try for such purposes. Non-‘migratory binders, such as 
hydroxyethyl cellulose and regenerated cellulose, are 
preferred ‘inasmuch as they yield sharp and clear 
boundaries of bonded areas and unbonlded areas. Wa 
terinsoluble o'r water-insensitive binders, such as mela 
mine-formaldehyde, urea formaldehyde, or the acrylic 
resins, notably the self-cross-linking acrylic ester resin, 
are also preferredinasmuch as they are capable of 
completely resisting a subsequent aqueous rearranging 
treatment. Other binders, hwever, are also of use and 
would include polyvinyl acetate, polyvinyl chloride, co 

- polymers thereof, polyvinyl acrylate, polyethyl acry 
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late, polymethyl methacrylate, polyvinyl butyral, cellu 
lose acetate, ethyl cellulose, carboxymethyl cellulose, 
etc. 

vFollowing bonding, the nonwoven webs may be 
treated again according to conventional procedures for 
any further desired purpose, such as for decorative rea 
sons. 

Still further, the nonwoven webs may be treated with 
various types of resinous coatings according to conven 
tional techniques, or alternately by bonding the nonwo 
ven web to various substrates to provide laminates. 
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The products obtained by the process of the present 
invention, following bonding, ?nd use in various and 
diverse ?elds. Moreover, the random nonwoven webs 
will now have greater utility because of their greater 
availability, and may be used to replace oriented non 
woven webs where improved machine and cross direc 
tion strength ratios are required‘. Typical of the uses to 
which the products can be put include limited-wear 
garments such as dresses, medical and industrial ap 
parel, caps, hospital uses such as'for surgical products, 
e.g. bandages, alcohol preparation, towelling, surgical 
pad covers, sanitary products such as napkins, absor 
bent products such as diapers and diaper facings, head 
rest covers, towelling such as duster cloths, polishing 
and buffing cloths, wash cloths, wiping cloths, etc., 
consumer products such as table cloths and place mats, 
serviettes, book jackets, labels and tags, mop covers, 
cosmetic pads, ?ltration uses such as air ?ltration 
media as well as liquid ?ltration media in the chemical 
and food industries, etc. This is not exhaustive and 
many different uses are well known to those skilled in 
the art. 
The process of the present invention has many ad 

vantageous features over prior art air-laying processes 
for producing random nonwoven webs including, for 
example, the fact that it produces a random nonwoven 
web wherein the machine direction and cross direction 
strengths are in a ratio of 1:1, while at the same time, 
producing high quality webs generally of less than a 10 
percent C.V. for a given web. Still further, the advan 
tages are coupled with a very high degree of uniformity 
in web structure. The process of the present invention 
is capable of operating at speeds of up to 550 feet per 
minute or greater, depending on web thickness and 
fiber type, many times the speed associated with con 
ventional procedures for producing similar nonwoven 
webs, while varying, as desired, the ?ber length in the 
random web. The process of the present invention fur 
ther permits the use of ?bers, and mixtures of ?bers 
which were dif?cult, if not impossible, to use in con 
ventional air-laying techniques. 
The process of the present invention may be carried 

out by employing suitable apparatus providing the pre 
viously described requirements. A preferred apparatus 
for this purpose includes ( 1) two ?ber opening means, 
each comprising rotatable comb-toothed means rotat 
able about a ?xed axis with a plurality of ?ber engaging 
teeth thereon adapted to comb or open and fluidize a 
?ber source, (2) means for rotating each of said rotat 
able means, (3’) means for feeding to each of said ?ber 
opening means a source of ?bers, (4) means for estab 
lishing a gaseous dof?ng and carrier stream for each of 
said ?ber opening means, (5) means for combining the 
gaseous streams at a point downstream, in the flow di 
rection, from said ?ber feeding means, the combined 
gaseous stream having a volume of gas to total ?ber of 
at least l2,000:l, and (6) condensing means for con 
densing entrained and individualized fibers from the 
combined gaseous stream. 
The foregoing advantages and numerous other fea 

tures and advantages of the invention will be more 
readily understood and appreciated in light of the fol 
lowing speci?cation, taken in conjunction with the ac 
companying drawings, in which: 
FIG. 1 is a cross-sectional view showing the main 

components of the apparatus forming part of the in 
stant invention as taken along line l—‘of FIG. 2; 
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FIG. 2 is an end elevational view of the apparatus il 

lustrated in FIG. 1; 
FIG. 3 is a fragmentary perspective view, partially in 

section, showing a portion of the condenser; 
FIG. 4 is an enlarged sectional view taken along line 

4-4 of FIG. 3; 
FIG. 5 is a schematic view of the apparatus showing 

the baffle partially extended; 
FIG. 6 is a view showing the baffle in a more fully ex 

tended position; 
FIG. 7 is a view showing the baffle in the fully ex 

tended position wherein it is located immediately adja 
cent a condenser; 
FIG. 8 illustrates a randomly oriented, fully homoge' 

neous web; 
FIG. 9 shows a web having outer layers made of sepa 

rate fibers and an intermediate homogeneous mixture 
of the two ?bers; 
FIG. 10 is a view showing a two-layered web; and 
FIG. 11 is a web having a preponderance of a differ 

ent type of ?ber on each of the faces and a transition 
zone, such that the ?ber type which predominates at 
one face diminishes in predominance from the face at 
which it predominates to the face at which the other 
?ber type predominates. 

DETAILED DESCRIPTION OF THE INVENTION 

While this invention is susceptible of embodiment in 
many different forms, there are shown in the drawings 
and will herein be described in detail only preferred 
embodiments of the invention, with the understanding 
that the present invention is to be considered as an ex 
empli?cation of the principles of the invention and is 
not intended to limit the invention to the embodiments 
illustrated. The scope of the invention will be pointed 
out in the appended claims. 
For purposes of example, the novel-process and prod 

uct of the present invention are illustrated and de 
scribed in connection with the apparatus disclosed and 
claimed in the above-mentioned Farrington applica 
tion. Referring to FIG. 1, there is illustrated a cross 
sectional view of the web forming apparatus with parts 
broken away to show the relationship between the vari 
ous components thereof. The apparatus will'be illus 
trated and described as being used for blending wood 

' pulp ?bers and rayon, but it could obviously be used to 
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blend two different ?bers, or identical fibers. 
In the drawings, the apparatus includes a main frame 

and subframe components, which, for the sake of sim 
plicity and brevity, will be identified by reference letter 
F. 
Reference will ?rst be made to the left-hand, or wood 

pulp side of the system. 
Wood pulp is introduced into the system in the form 

of a pulpboard 310, which is directed between a plate 
311 and a wire wound feed roll 312. Connected to the 
lower part of the plate 31 l is a nose bar 313 for provid 
ing an anvil against which the pulpboard is directed 
during the individualizing step. The nose bar 313 has a 
sidewall 314 that can be made relatively flat, since due 
to the integrity of the pulpboard, it is unnecessary that 
the nose bar 313 be designed to more precisely direct 
the pulpboard to the lickerin 317 that is used to individ 
ualize the pulpboard into short ?bers. The bottom wall 
315 of the nose bar 313 is angularly disposed relative 
to the sidewall 314 and is spaced a short distance from 
the teeth 316 of the lickerin 3l7 to de?ne a passage 
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313 through which the pulpboard is moved during ‘the 
individualizing operation. The pulpboard is individu 
alized into short wood ?bers by the teeth 316 of the 
lickerin 317 acting on the pulpboard directed into posi 
tion to be contacted by the teeth by the nose bar 313. 
The feed roll 312 is journalled in a bracket 319 that 

is eccentrically mounted at 320 to permit adjustment of 
the feed roll relative to the pulp lickerin 317 and nose 
bar 313. The bracket 319 and feedvroll 312 are resil 
iently biased to direct the pulpboard toward the nose 
bar 313 by a spring 322 that is located between ‘bracket 
319 and head 324a of bolt 324 that extends through a 
hole in the bracket 319, and is secured in place in plate 
311. The pivotal movement of the bracket 319 is lim 
ited by a set screw 328 that is threaded 'into and 
through bracket 319 and engages plate 311. The spring 
322 biases feed roll 312 into contact with pulpboard 
310 to insure that the pulpboard is fed into position to 
be engaged by lickerin teeth 316. This design accom 
modates varying thicknesses of -material that can be 
used in this system. I I 

The feed roll 312 is secured to a shaft 330 that is suit 
ably supported for rotation by a variable drive means, 
a portionlof which is shown schematicallyin FIG. 2. 
The details of the drive means are not important to the 
present invention. The speed at which ‘the ‘feed roll is 
operated is determined by the rate at which pulp is to 
be fed into the system. A number of the mechanisms 
employed for supporting the rolls, lickerins, and so 
forth, are shown generally in FIG. 2 and they will be re 
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ferred to when they will aidin understanding the pres- _ 
ent invention. 

During the operation of the illustrated apparatus, the 
pulpboard 310 is fed into position to be engaged by the 
lickerin teeth 316 adjacent the nose bar 313. The lick 
erin 317 is mounted on shaft 331, which is driven at ya 
very high speed by suitable drive means to individualize 
the pulpboard into short ?bers. ‘In an exemplary em 
bodiment, the lickerin 317 is driven at a speed of 6,000 
rpm. and produces a large throughput of pulp ?bers 
without adversely affecting the ?bers. ,' 
The lickerin teeth 316 fray the pulpboard until the 

fibers are loosened therefrom, after which theteeth 
comb the short ?bers out of the board. The clothing on 
the lickerin is designed team on the particular ?ber 
and has the optimum tooth profile for the speci?c ma 
terial it is processing. Each'successive tooth has more 
opening action than the .onebefore, which facilitates 
individualizing and when operated at' an optimum 
speed greatly minimizes, if not totally prevents clumps 
and salt from being extracted from the board. 
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teeth 316 and a sidewall 333, which duct 332 leads into 
a mixing zone 3341. 

Referring now to the rayon ?berizing system which 
is illustrated on the right side of FIG. 1, there are shown 
mechanisms that control the feeding of the rayon to the 
system. A number of the mechanisms used in process 
ing the rayon are similar to those used on the pulp side 
‘of the system and where they are identical they are 
given the ‘same numbers. 
The rayon, which usually comes in the form of a 

carded batt 335, has no integrity and must be positively 
directed to the clothing of the rayon lickerin 333 to in 
sure that the rayon lickerin teeth 339 will pick the 
rayon up from a rayon source 335. To this end,the nose 
bar 336 used with the rayon Wire wound feed roll 337 
differs from the pulp nose bar 313. The nose bar 336 
is curved at 336a to essentially conform to the adjacent 
circumference of the rayon feed roll 337. The rayon fi 
bers picked up from the rayon source are positively 
maintained in position relative to the feed roll 337 until 
the ?bers are disposed immediately adjacent the teeth 
339 of the rayon lickerin 338,which teeth will then 
serve to comb the ?bers from the rayon source. The 
rayon lickerin is mounted on shaft 341,which is driven 
at a high speed by suitable drive means (not shown). A 
speed which can generally be used without seriously 
adversely affecting the ?bers is 3,000 rpm. _ 
The teeth of the rayon lickerin usually have a lower 

tooth height and pitch than the pulp lickerin. The pitch 
and height of the teeth used on the lickerin for the 
rayon may vary,good results being obtained with a 
tooth pitch of about one-eighth inch to about one 
fourth inch and a tooth height-of about one-eighth inch 
to about one-fourth inch. The angle of the teeth of the 
lickerin for the rayon may also vary, generally within 
the limits of about —lO° to about +20°. 

' The individualized rayon ?bers are then air-conveyed 
into duct. 340 located between sidewall 342 and lick 
erin 338,which duct 340 leads into mixing zone 334. 

' The randomly oriented wood pulp and rayon ?bers in 
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the mixing zone 334 are then directed through duct 
35,2 onto a condenser 350 where they form a web. - 
The movement ‘of the air streams flowing through the 

system and its actionon the'fiber particles to effect the 
dof?ng,iblending and condensing that takes place sub 
sequent to the individualizing will be covered in detail 

, hereinafter. 
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The pitch and height of the teeth used‘on the lickerin ‘ 
for the pulpboard may vary, good results being'ob 
tained with a tooth pitch of about 3/32 inch to about 
V2 inch and a tooth height of about 3/32 inch to about 
la inch. The angle of the teeth of the lickerin for the 
pulpboard may also vary, generally within the limits of 
about —l0° to about +l0°. A positive angle for the teeth 
of the pulpboard lickerin which is standard in the in 
dustry, viz,. +10°, may be used in accordance with the 
invention, but this is not preferred. In general, it is pre 
ferred that the angle of the teeth be positive and be 
below +10". 
After the wood fibers are individualized by the lick 

erin 317, they arev entrained in an air stream and di 
rected through a duct 332 formed between the lickerin 

5 5. 
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In ‘the process of the present invention, the length of 
the fibers in the condensed nonwoven web may be var 
ied as desired by varying one or more conditions in the 
process. These conditions include,(a) the method used 
to open the ?bers,as by adjusting the height and angle 
of the teeth, (b) the rate at which the ?bers are opened 
and entrained, and (c) the method and rate of feeding 
the ?ber source to the ?ber opening and entraining 
step. ' 

While the lickerins, nose bars, and ?ber receiving 
means have been shown in a ?xed position, these mech 
anisms may also be made adjustable relative to the 
frame F if this is desired. 
The doffing of the ?bers from the lickerins 317, 338, 

the air entrainment of the previously individualized ? 
bers, the conveying of the ?bers through the ducts 332, 
3410 into the mixing zone 334, and the conveying of the 
intermixed ?bers through duct 352 to condenser 350 is 
accomplished by high velocity air that is introduced 



3,768,118 
19 

into the system by being pulled in through parallel pas 
sages 334, 346 by a suction fan (not shown). 
The parallel ?ow paths 344,346 lead to lickerins 

317,338, respectively to direct the high velocity air in 
a uniform ?ow pattern against the lickerin teeth 
316,339,respectively,to doff the ?bers clinging thereto. 
The air with entrained particles therein then ?ows 
through ducts 332,340,respectively,into mixing zone 
334 from where it ?ows through duct 352 and con 
denser 350. The blended randomly oriented ?ber parti 
cles entrained in the air stream are deposited on the 
condenser in the form of a web. 
The condenser 350 on which the ?bers are formed 

into a web consists of an endless movable mesh screen 
conveyor 381 that is directed over four pulleys, 382, 
384, 386 and 388. The position of pulley 388 can be 
adjusted to provide suitable tension on the screen. The 
conveyor is driven by suitable drive means (not 
shown). The conveyor 381 slides over the housing 348, 
which contains an aperture 349, through which the air 
is sucked into the housing and through conduit 389 that 
leads to the suction fan. The speed at which the con 
denser is moved will determine the thickness of the web 
being formed. For example, the thickness of the web 
will be increased by descreasing the web take-away 
speed, and vice versa. - 

The screen conveyor 381 leads to another conveyor 
belt 390 on which the web is carried to another station 
for further processing, as by the bonding techniques 
mentioned above. 

In order to help seal off duct 352 and maximize the 
efficiency of the suction fan being used, a pair of verti 
cally extending plate members 366, 368 are employed 
to de?ne two outer wall portions of the duct 352 be 
tween the lickerins and the condenser. The lower por 
tion of the duct 352 between the plates 366, 368 and 
the condenser 350 are essentially sealed off by rollers 
369 that are rotatably mounted on pivotally mounted 
arms 370, 372 that are connected at their upper arms 
to a shaft 374. The weight of the rollers and arms tends 
to maintain the rollers in a sealing condition to mini 
mize the introduction of air between the rollers 369 
and the plates 366, 368, and condenser 3,50. 
Referring now to FIG. 4, there is illustrated a sealing 

mechanism that acts to seal the ?ow duct 352 along the 
edges of the web being formed. Oneach side, there is 
provided a ?oating seal 376 that is biased into' contact 
with the web by a spring 378. The seal 376 is recipro 
cately mounted in a recess 379 de?ned in a side plate 
380. This mechanism is duplicated on the opposite side 
to prevent introduction of air into the suction fan other 
than down through the ?ow ducts 352. 
The condition and direction of the air ?owing 

through the system has a very signi?cant effect on the 
particular webs being formed. The air should have a 
uniform ?ow pattern through the system to aid in the 
formation of a uniform web. Also, as is taught in the 
Farrington application mentioned above, the air should 
be in a turbulent condition and have a velocity greater 
than the peripheral speed of the lickerin to aid in doff 
ing the ?bers from the lickerin and to prevent ?ber 
clumping. 
The ratio between the volume of air and volume of 

?bers passed through the system also has a signi?cant 
bearing on the type of web that will be formed by the 
system. The air flow plays the important role that it 
does since it is in effect a pneumatic conveyor that de 
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posits the ?bers onto a condenser where they are 
formed into a web. The quantities of ?bers to be con 
veyed determine the amounts of air to be directed 
against the particular lickerin used for ?berizing a 
given material. Thus, for example, when forming a web 
of 90 percent (by weight) of wood pulp fibers and 10 
percent (by weight) of rayon, a substantially higher 
quantity of air is needed to convey the wood pulp ?bers 
than is needed to convey the rayon ?bers. 

In order to control the relative quantities of air di 
rected to the pulp and rayon lickerins while insuring 
that the air so introduced aids in dof?ng the ?bers from 
the lickerins, the air passages 344, 346 are appropri 
ately designed and located. 
Air passage 3.44 is vertically disposed and the lower 

end is located immediately adjacent the teeth 316 of 
the pulp lickerin 317. The webs being formed by this 
system have substantial width and thus it is important 
that the air ?ow across the axial length of the lickerin 
be uniform, so that the thickness of the web will be 
constant. Also, the air acts to more effectively doff the 
fibers from the lickerin if it is in a generally turbulent 
condition. To insure that the air is uniformly distrib 
uted across the lickerin, a wedge-shaped restrictor 
354,secured to plate 356 that forms a sidewall of pas 
sage 344,is provided at the lower end of passage 344. 
The restrictor 354 de?nes a throat 358 through which 
the air pulled through the passage 344 must pass. This 
throat portion 358 brings about a low pressure drop 
and raises the velocity of the air before it contacts the 
pulp lickerin teeth 316. The high velocity air directed 
into duct 332 from passage 344 in conjunction with the 
centrifugal forces imposed on the ?bers due to the high 
speed of rotation of the lickerin 317 doffs wood pulp 
fibers from the lickerin teeth. The air in duct 332 en 
trains the ?bers therein and conveys them to a mixing 
chamber 334. The duct 332 is directed downwardly at 
an approximately 45° angle and the high velocity air 
?owing therethrough will be directed into collision with 
the high velocity air ?owing past the rayon lickerin, the 
path of which will be described below. 

In a system where there is substantially less air 
needed to process the rayon ?bers than to process the 
wood pulp ?bers, it will be necessary to provide a sub 
stantial obstacle to the flow of air through the passage 
346 to provide for the desired unbalanced air ?ow 
through the system. 

In the passage 346, there is a restrictor provided in 
the form of an adjustable block 360, which has a sub 
stantial length and ?lls up a major part of passage 346. 
Between the plate 311 and block 360 there is de?ned 
a narrow passage 362. The block 360 severely limits 
the quantity of air ?owing into duct 34, as compared to 
the air flowing through the passage 344 and into duct 
332. The position of block 360 can be adjusted by 
mechanism 364. The width of the passageways 344, 
346 can also be adjusted by the insertion of blocks of 
varying widths therein. 
The high velocity air in duct 340 is moving faster 

than the peripheral speed of lickerin 338 and acts to 
doff the ?bers from the rayon lickerin teeth 339 and 
entrain the ?bers therein. Duct 340 is directed down 
wardly at a 45° angle with the result that the high veloc 
ity air ?owing therethrough comes into impelling rela 
tionship with the entrained wood pulp ?bers in the air 
stream moving downward through duct 332 into the 
mixing chamber 334. These air streams are moving at 
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a very high rate of speed,with the result that when these 
two streams are combined, the ?bers entrained therein 
will intermix and form a blend of randomly oriented ? 
bers as hereinafter explained in greater detail. As the 
?bers are accelerated and entrained in the air streams 
?owing through ducts 332,340, they possess substantial 

‘ kinetic energy because of their mass and velocity, and 
the inertia of the ?ber tends to keep them moving along 
a path generally in the direction of their initial trajec 
tory. The inertia effect,in cooperation with speci?c air 
to ?ber volume ratio,together with other parameters 
heretofore mentioned and the location of a flow con 
trolling member to be hereafter discussed,determines 
the degree ofblending and the speci?c type of web that 
is produced. After the streams are combined, the blend 
?bers then move down through the duct 352 onto the 
condenser 350,where a web made up of a mixture‘ of 
wood pulp and rayon ?bers is randomly oriented more 
or less uniformly throughout the web,so that the web 
has substantially uniform strength characteristics 
lengthwise and crosswise thereof. 
Many different types of webs can be produced with 

the above described type of apparatus, depending to a 
large extent upon the location of the baffle-400 and the 
speci?c air to ?ber volume ratios in the combined air 
stream. However, the major advantage of the ‘process 
of the present invention, i.e., the production of a uni 
form web at high production speeds, is independent of 
the formation of any speci?c type of web. As is de 
scribed above, with a total air to fiber volume ratio in 
thevcombined stream of between about 12,000:l to 
about 275,000zl, a uniform web can consistently be 
produced having a CV. of less than 10 percent and 
down to 6 percent, or less. With C.V. values in this 
range, an extremely uniform web is provided, which 
can be produced at high production speeds of up to 550 
feet per .minute, or greater, and the degree of unifor 
mity is independent of the speci?c type of web that is 
produced by the process. ' , . 

With the baf?e‘400 in a completely withdrawn posi 
tion, as'illustrated in FIG. 1, with the air to ?ber volume 
ratios mentioned above, it has been found that the ?- 
bers entrained in the air streams?owing through ducts 
332'and 340 continue to travel generally in the direc 
tion-of their initial trajectory by .-virtue of 'their‘inertia. 
Since the ?bers in the air streams'in ducts 332 and 340 
have a relatively large interstitial spacing in their re 
spective streams at the air to ?ber volume ratio men 
tioned above, and since the flow characteristics of the 
streams remain generally uniform, the voidages be 
tween the-individualized fibers stay approximately the 
same as the streams are combined, so that a majority 
of fibers ?owing in duct 332 tend to cross over the ? 
bers ?owing in duct 340, while a majority of the ?bers 
?owing in duct 340 tend to cross over the ?bers flowing 
in duct 332. 
With the screen 381 of the condenser 350 moving to 

the right, as indicated by the directional arrow in FIG. 
1, the product 440 (FIG. 11) produced by the process 
described in the preceding paragraph contains a pre 
dominance of rayon ?bers at the lower face 444 thereof 
and a predominance of wood pulp ?bers at the upper 
face 442 thereof, with the fibers decreasing in predomi 
nance in a direction away from the face at which they 
predominate. The transition between the opposed faces 
of the web is substantially uniform, so that in a speci?c 
example including a mixture of 50 percent (by weight) 
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pulp ?bers and 50 percent (by weight) rayon ?bers, a 
web can be obtained wherein one face of the web in 
cludes 90 percent, by weight, of pulp ?bers and 10 per 
cent, by weight, of rayon ?bers; while the other face of 
the web includes 90 percent, by weight,of rayon ?bers 
and 10 percent, by weight,of pulp ?bers. As mentioned 
above, the transition between the faces is substantially 
uniform or linear, so that the central portion of the web 
includes a 50:50 mixture by weight of pulp and rayon 
?bers. In this case, the product has randomly located 
?bers in both the X and Y axes. 

If it is desired to produce a web comprised of a homo 
geneous mixture of pulp and rayon ?bers, the baffle 
400 is moved downwardly toward screen 381 to posi 
tion the end of the baffle generally in the plane (FIG. 
5) that is de?ned by the axes of the lickerins, so as to 
signi?cantly interfere with the separate air streams 
?owing in ducts 332 and 340. With the baf?e 400 in 
this position, the ?bers entrained in the ducts-332 and 
340 are effectively prevented from crossing over one 
another. Since the baffle 400 is positioned a substantial 
distance above the screen 381, at the air to ?ber ratios 
mentioned above, the individual streams will be- com 
bined and the ?bers therein intermixed below the lower 
end of the baffle 400, and a web can be produced that 
consists of a homogeneous blend of long and short fi~ 
bers, as is shown at W in FIG. 8, which are randomly 
located in all directions, i.e., in the X, Y andZ axes. 
.By varying the baffle 400 between the position of 

FIG. 1 and FIG. 5, a wide variety of webs can be pro 
duced, since the speci?c location of the baffle will de 
termine the amount of fibers that cross over and 
thereby control the cross-sectional pro?le of the web 
within the parameters heretofore described. 
As the baf?e 400is moved further downwardly to 

ward screen 281, the degree of blending of the ?bers 
in the individual streams can be controlled so that only 
a portion of the individual streams are blended. This 
results in a web 412,v such as ‘illustrated. in FIG. 9, 
wherein the web includes a layer of long ?bers 414 at 
one face ‘and a layer 416 of‘ short ?bers at the other 
face,"with,the're being a central layer 418’ of blended 
long and short ?bers between layers 414 and 416. As 
the 'baf?e 400 is moved downwardly, intermediate 
layer 418 will become thinner and thinner, and as the 
baf?e 400 is positioned substantially immediately adja 
cent screen 381, as illustrated in FIG. 7, the individual 
streams are effectively prevented from combining with 
one another, so that a two layer web 434 (FIG. 10) is 
produced consisting essentially of a layer of long ?bers 
436 and short ?bers 438 that are interlacd at the inter 

face therebetween, H ' 

EXAMPLE 1 

This Example illustrates the production of homoge 
neous random nonwoven webs comprising an 80:20 
mixture of short pulp ?bers and staple rayon ?bers hav 
ing an average ‘rayon ?ber length of approximately 0.5 
inch. 

. The short pulp ?ber source used consisted of sul 
phate-type pulp board marketed under the trade mark 
“RAY-FLUFF-Q-FIBER” which has an average length 
of approximately 1/16 inch; the rayon ?ber source em 
ployed was rayon cards in which the average ?ber 
length was approximately 1 9/16 inches with a denier 
of 1.5. 
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Thepulp lickerin employed had a tooth angleof 1113f, 
a tooth heightlofl'i/vlé inch, and a tooth pitch of 7/16 
inch. The rayon lickerin employed had a tooth angle of 
+1 0°, a tooth height of 7/32 inch, and a tooth pitch of 
0.20 inch. Both 'lickerins were approximately 9 % 
inches in diameter and 18 inches long and lickerin 317 
was rotated at approximately 5,500 rpm, while lickerin 
338 was rotated at approximately 2,800 rpm. The lick 
erins were spaced from one another by about 1 l/é 
inches, and from duct walls 333 and 342 by about % 
inch. De?ector plates 366 and 368 were spaced from 
one another by about'4 ‘A inches. 
The pulp board and rayon card sources were fed to 

the respective lickerins under the above conditions, uti 
lizing air dof?ng and carrier streams for the ?bers 
which by adjusting the volume and velocity control 
means for the respective streams to provide an equiva 
lent volume ratio of air to ?ber of approximately 
20,000:1 for the pulp stream, and in the case of the 
rayon, a volume ratio of air to ?ber of approximately 
40,000: 1 , the combined air stream having a total air to 
total fiber value ratio of . approximately 30,000:1 
(equivalent to a weight ratio of air to ?ber of about 
24:] ). The velocity of each stream was maintained 
slightly greater than the speed of rotation of the respec 
tive lickerins. The apparatus was employed with the di 
vider plate, having a thickness of about one-quarter 
inch, positioned centrally, as in FIG. 5, to permit mix 
ing of the doffed ?bers from the respective streams. 
The web take-away mechanism of the apparatus was 

adjusted to provide a take-away speed of approxi 
mately 550 ft. per minute. 
The ?uidizing rate for the pulp board was approxi 

mately 1,000 pounds per hour over the 18 inch width 
of the condensed web and approximately 150 pounds 
per hour for the rayon source. 
The ?bers from the combined carrier stream were 

condensed on the web take-away'system, and there 
sulting web thereafter analyzed, The web was found to 
be a random nonwoven web having a weight of approx 
imately 1,400 grains per square yard with a homoge 
neous blend throughout of 80 percent by weight of pulp 
fibers and'20 percent by weight of rayon ?bers. The av 
erage length of the rayon fibers in the web was approxi 
mately 05 inch. The web had a very uniform lay, with 
a C.V. of less than 8 percent, with no ?ber clumps or 
weak spots of insuf?cient ?ber. The tensile strength 
characteristics of the web were found to provide a 
MDzCD ratio of about 1:1.‘ ' 

EXAMPLE 2 

This Example demonstrates. the production of ran 
dom nonwoven web consisting of 100 percent pulp ? 
bers. 
The procedures of Example 1 were repeated but in 

this case, the rayon lickerin was replaced with a further 
lickerin of substantially the same structure as described 
in Example 1 with respect to the pulp lickerin. 
Separate sources of identical pulp boards were fed to 

each lickerin under the above described conditions in 
Example 1 for the pulp source, with the volume of air 
to ?ber ratio for the combined stream being approxi 
mately 20,00021; each air dof?ng and carrier stream 
also having an approximate 20,000:1 ratio. 
The resulting condensed web was removed by the 

web take-away mechanism at a speed of approximately 
550 feet per minute over the 18 inch width of the web, 

24 
and the resulting web studied to determine its charac 
teristics. 

It was found that the web had an MDzCD ratio of 1:1, 
a weight of approximately 1,400 grams per square yard, 
a complete uniformity of lay with a C.V. of less than 10 
percent and with no ?ber clumps or weak spots of in 
suf?cient ?ber. 

EXAMPLE 3 

By following the procedures of Example 1, but re 
placing the pulp lickerin with an equivalent rayon lick 
erin with respect to that described in Example 1, and 
using a volume ratio of air to ?ber in the combined gas 
eous stream of approximately 40,00021, equivalent to 
a weight ratio of about 31.5:1, (each individual stream 
having a similar ratio), rayon card ?ber sources were 
fed to each lickerin. The total feed rate 215 pounds per 
hour. ' 

The speed of the web take-away mechanism was ad 
20 justed to be approximately 400 feet per minute. 
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The resulting condensed web,'having a weight of 250 
grains per square yard, was then studied and found to 
have an MDzCD ratio of 1:1 with a substantially com 
plete uniform lay, and a C.V. of about 13 percent. 

EXAMPLE 4 

The procedures of Example 3 were repeated but in 
this case the web take-away speed was adjusted to 200 
feet per minute and the feed rate was adjusted to feed 
240 pounds per hour. The resulting web had substan 
tially identical characteristics to the web described in 
Example 3 except for a web weight of 550 grains per 
square yard. 

‘EXAMPLE 5 
The procedures of Example 1 were repeated, but in 

this case, the divider plate 400 was fully withdrawn as 
illustrated in FIG. 1. In this Example, the separate 
sources of rayon and pulp fibers were employed, the 
feeding of the ?ber sources to the respective lickerins 

' was coordinated to provide a product consisting of a 
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50:50 mixture of pulp and rayon ?bers (by weight). 
The combined ?ber feed rate was 180 pounds per hour. 

In carrying out this Example, the condensed web had 
a weight of approximately 550 grains per square yard, 
and was removed from the condensation zone at ap 

‘ proximately 150 feet per minute. 
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In carrying out this Example with the divider plate 
raised so as not to interfere with the individual gaseous 
streams, and by imparting to the ?bers of the respective 
streams a high velocity (the velocity of the individual 
gaseous streams being such that they were greater than 
the peripheral speed of the liqkerins), cross-over of the 
majority of the ?bers from the individual streams, at 
the point where the streams join to form a common car 
rier stream, was observed. 

In this Example, the process employed a 70,000:l 
volume ratio of total gas to total ?ber for the combined 
stream, and as well, a similar ratio for each of the indi 
vidual streams (equivalent to a weight ratio of approxi 
mately 55:1). 
The resulting product was studied and found to con 

sist of a predominance of the rayon ?bers at one face 
of the product and a predominance of pulp ?bers at the 
opposed face of the product, with a decreasing amount 
of the pulp and rayon ?bers from the faces at which 
they predominate respectively to the opposed faces. 
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This “transition” feature was found to ‘be substantially ' 
uniform from face-to-face. The product was also found 
to have C.V. of approximately 5.8 percent, and was 
uniform in appearance. The product also had an aprox 
imate lzl MD:CD ratio. ' 

EXAMPLE 6 

The procedures of Example 5 were repeated, but in 
this case, separate sources of rayon ?ber were em 
ployed whereby each individual gaseous stream con 
tained individualized and fluidized rayon ?bers.,The 
feed rate was 120 pounds per hour. The conditions of 
Example 5 were generally employed, except that in this 
case, the combined gaseous stream, formed by the indi-_ 
vidual streams containing the rayon ?bers, had atotal 
gas to ?ber volume ratio of approximately 79.000:l, 
each'individual stream having a similar ratio (equiva 
lent to approximately 63:1 on a weight ratio basis). The 
product was removed from thecondensation zone at a 
rate of approximately l00 feet per minute. i 
A study of the product revealed that it was substan 

tially uniform, having a CV. value of approximately 
5.9 percent and a weight of approximately 469 grains 
per square, yard. The product had an approximate 
MD:CD of lzl.v . v ' 

By following the teachings of the above Example, the 
different types of rayon ?bers may be employed (eg 
of different'colors or of different characteristics) to 
provide a product having a predominance of a ?rst type 
of rayon ?ber at one face of the nonwoven material and 
at the other face a predominance of a different rayon 
fiber plate with a transition zone of the ?bers, between 
the opposed faces of the product, in which the respec 
tive types diminish in a substantially uniform manner 
from the face at ‘which the predominate to the opposed 
face. ' I ' 

We claim: , . t 

l. The method of forming a nonwoven web of ?bers 
in a ?ber depositing zone comprising the following 
steps: ' _ _ 

1. providing at least two separate sources of fibers, 
one of said sources being located upstream of an 
other source in relation to said depositing zone, 

2. feeding each ?ber source to the inlet of a con?ned 
separate ?ber flow path, each path being in com 
munication with a common ?ber mixing zone and 
each ?ber flow path having a ?ber outlet leading to 
said common ?ber mixing zone, 

3. individualizing the ?bers received from each sepa 
rate source and introducing the individualized ?_ 
bers from each separate source into one ?ber ?ow 
path through the ?ber inlet thereof, 

4. providing’a. restricted opening upstream of the 
?ber outlet of each fiber ?ow ‘path and directing a 
separate gaseous stream through each of said re-_ 
stricted openings with an impelling force to (a) en 
train the individualized ?bers in their respective 
streams while the ?bers are in their respective flow 
paths, and (b) convey the entrained ?bers with an 
impelling force beyond said outlet and toward one 
another in said mixing zone to forcibly intermingle 
at least some of the fibers in one gaseous stream 
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with at least some of the ?bers in another gaseous 
stream, 

5. applying a driving force'to said gaseous streams to 
(a) cause said gaseous streams to flow through said 
restricted openings (b) accelerate the movement of 
the entrained ?bers through their respective flow 
paths, into said mixing zone to form a single com 

, bined carrier stream, and through said mixing zone 
to the depositing zone, and (c) impart to those ? 
bers directed toward one another in said mixing 
zone suf?cient inertia to cause a majority of the ? 
bers from said one source to cross over a majority 

, of the ?bers from said another source and 
6. collecting in an upstream portion of the depositing 
zone a majority of the ?bers from said another 
source, and in a downstream portion of the deposit 
ing zone a majority of the ?bers from said one 
source to form a web of nonwoven ?bers having an 
enriched concentration of ?bers from said another 

’ source at one major face and an enriched concen 

tration of ?bers from said one source at the oppo 
site major face, the concentration of the ?bers 
from each source decreasing at increasing dis 
tances from the major face at which it is concen 
trated. ' 

2. A method as de?ned in claim 1 including the step 
of maintaining in said combined stream a total gas to 
?ber volume ratio of between about 12,000:l to about 
275,000:l.' ' 

3. A method as de?ned in claim 1 wherein the fibers 
entrained in at least one of said separate gaseous 
streams are short ?bers, and including the step of main 
taining in the stream containing said short ?bers a vol 
ume ratio of gas to ?ber of between about 12,000zl to 
about 275,000zl. v 

4. A method as de?ned in claim 1, wherein the fibers 
‘entrained in at least one of said separate gaseous 

- streams are textile length ?bers, and including the step 
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of maintaining in the stream containing said textile 
length ?bers a volume ratio of gas to ?ber of about 
15,0001 to about 275,00011. 

5. A method as de?ned in claim 1, in which short fi 
bers are entrained in one of said separate gaseous 
streams, and including the step of maintaining in said 
one stream a volume ratio of gas to fiber of between 
about l2,000:1 to about 275,000: 1 , and wherein textile 
length ?bers are entrained in the other of said separate 
gaseous ‘streams, and including the further step of 
maintaining in said other stream a volume ratio of gas 
to ?ber of between about l5,000:l to about 275,000: 1. 

6. A method as de?ned in claim 1, wherein short fi 
bers are entrained in both of said separate gaseous 
streams, and including the steps of maintaining in each 
of said separate gaseous streams a volume ratio of gas 
to ?ber of between about l2,000:1 to about 275,000: 1. 

7. A method as de?ned in claim 1, wherein textile 
length or longer ?bers are entrained in both of said sep 
arate gaseous streams, and including the steps of main 
taining in each of said separate gaseous streams a vol 
ume ratio of gas to ?ber of at least about l5,000:l to 
about 275,00011. ' 

***** 


