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' APPARATUS FOR PRODUCING NON~WOVEN 
FLEECES 

RELATED U.S. APPLICATION 

This is a continuation, of application Ser. No. 77,086, 
?led Oct. 1, 1970, now abandoned. 
This invention relates to a process for the manufac 

ture of a ?eece-like sheet having a non-woven ?brous 
’ texture from a large number of melt-spun monofila 
ments and an apparatus adapted for performing the 
said process. 

lt has been already known to try to form a non-woven ' 
?eece-like fibrous sheet by projecting a large number 
of melt-spun mono?laments by use of a pressurized 

1 gaseous fluid through a sucker upon a travelling endless 
belt or wire gauze conveyor constituting an elongated 
pervious collector. - 

A substantial difficulty will be encountered in the 
practice of the said process in that the mono?laments 
become entangled when theyare projected from the 
outlet of the sucker at a high speed upon the travelling 
collector. In order to avoid such a conventional draw 
back, it has already been proposed to separate a group 
of a large number of mono?laments at a certain later 
stage into its completely separated constituents by the 
utilization of strong repulsive forces developed by ap 
plication of a static high voltage to the ?lament group. 
Such prior proposal, when adopted, leads, however, to 
a highly complicated structure of the apparatus used 
for the manufacturing purpose, in addition to the invi 
tation of possible and dangerous hazards to the person 
nel who are engaging in the manufacture of the desired 
?brous non-woven ?eece products. According to our 
practical experiments, however, it has been ascertained 
that with use of a nozzle adapted for the above purpose 
and having a circular cross section, a larger and sub 
stantially circular distribution of the monofilaments, 
yet having a locally variable density is obtained. When 
a nozzle of rectangular cross section is used, an elon- 
gatedly elliptical fiber distribution is produced, which 
represents, however, a considerably uneven density dis 
tribution when seen in the direction along the longer 
axis ‘of the elongated ellipse. Even with best efforts, 
however, it is impossible to manufacture continuously 
a band or sheet of non-woven ?brous structure having 
a certain and well-defined width and even density. 

It is positively believed that any person skilled in the 
art has deemed that the jetting gaseous ?uid must be 
kept in the laminar state if possible during passage 
thereof through the sucker nozzle, in order to avoid the 
formation of entangles in passing monofilaments 
through the sucker, should there be no powerful and 
?ber-separating assisting auxiliary means such as the 
application of high static voltage. 
When such laminar ?ow of~thegaseous injecting me 

dium is employed, it is apparent that substantially no 
stretching action is'applied to the monofilaments as ex 
truded and being injected. According to a prior pro 
posal, therefore, a high temperature and ‘high pressure 
steam is injected at a-close .proximity to the extrusion 
spinneret and upon the ‘monofilaments as extruded, so 
as to speed up the ‘filament delivery velocity ‘for .per 
forming the desired stretching thereof, ‘the steam .in 
jecting means adopted for this purpose ‘being arranged 
around the spinneret. However, such application of 
high temperature, high pressure and high velocity 
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steam jet streams upon the mono?laments as extruded 
has invited frequent breakage of the mono?laments 
and thus, it is believed that such prior proposed ar 
rangement can not be employed in the practical manu 
facturing plants. In addition thereto, it is further be 
lieved that such application of high temperature and 
high speed steam jet streams upon the extruded mono 
?laments will substantially defer the cooling and solidi 
fication of the extruded material‘, leading to substan 
tially unfavorable results. Consumption of a large 
amount of high temperature, high pressure steam natu 
rally invites a substantial amount of addition manufac 
turing as well as investiment costs to the plant. Opera 
tion and labor costs will naturally be increased corre 
spondingly which leads to unfavorable results against 
the adoption of such proposed manufacturing plant. 

It should be noted that when obeying such improving 
prior proposals, the nature and structural ‘conditions of 
the desired non-woven ?brous products will become 
substantially inferior, especially when seen in their de 
fining con?guration and density ‘demands for the well 
re?ned band-like products having even thickness 
throughout the overall length and width of the prod 
ucts. These drawbacks would lead to inhibitingly disad 
vantageous drawbacks. 
According to a furtherimproving proposal, several 

stages of nozzles are provided in the sucker, so as to es 
tablish and maintain a nearly laminar flow of the suck 
ing and injecting gaseous medium ?owing through the 
sucker. However, according to the practical experi 
ments carried by us, it has been ascertained that by em 
ployment of such multistage-nozzled sucker, the pass 
ing mono?laments therethrough become rather more 
entangled during passage thereof through the sucker. 
In addition thereto, additional substantial cost will be 
invited by the employment of such multistage nozzle 
system. 

It should be further noted that the high speed fluid 
flow delivered from the sucker nozzle will affect the 
mono?laments delivered together with the gaseous 
?uid ?ow from‘ the same nozzle, only in an indefinite 
way so that the numerous ?laments are subjected to 
various degree of accelerating and other in?uences, es 
pecially when seen individually the ?laments under 
treatment, resulting in a more entangled state of the ?l 
aments‘as a whole. Therefore, according to the prior 
art and prior proposals, it has been vhighly difficult to 
manufacture wide-width ?brous sheets of the kind and 
nature above referred to. 
The main object of the invention is to provide a pro 

cess and apparatus for the manufacture of continuous 
fibrous band or sheet of ?eece-like non-woven struc 
ture belonging to the kind and nature above referred to 
and having a broad width amounting to 2 meters or 
more in a single treatment of a very numerous number 
of monofilaments melt-spun from a spinneret structure 
and a high operating efficiency and in an easy way. 
The basic principle of the invention for the ful?lment 

-of the aforementioned object of the invention resides 
in such that a large numberof mono?laments are melt 
spun from the corresponding number of extrusion ori 
?ces positioned in an elongated rectangular arrange 
ment having its length substantially to cover the ?brous 
band or sheet to manufacture and into an open air at 
mosphere, and then introduced into a single-nozzle 
stage sucker having a narrow slit-like passage opening 
formed vertically therethrough and positioned at a cer 
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tain-eno'ugh distance below said'extrusion ori?ces to 
coagulate at least the surfaces of the extruded mono?l 
aments, said mono?laments being introduced into and 
discharged from the sucker in the arrangement of a 
curtain and the latter being impinged only once from 
its both sides its width by a pair of jet air streams having 
such a high speed for establishing a turbulent state 
within said passage for subjecting the curtain-like ar 
ranged mono?laments to cold stretching and acceler 
ated delivery and projected together with the combined 
air jet stream upon a travelling collector of a gas pervi 
ous nature. 

According to the invention, the sucking gaseous me 
dium should be one and the same medium throughout 
the processing of the curtain mono?laments within the 
sucker, the action of. jet ‘streams upon the curtain must 
be absolutely only one. Two or more applications at 
several places selected along the passage of the mono 
r?laments invite considerable and disadvantageous en 
tangling of the ?lament. ' 

It will be easily understandable that the air jet 
streams acting upon the curtain mono?laments led 
through the. slit passage formed through a sucker must‘ 
have a predominant velocity component in the travel 
ling direction of the ?lament, while the lateral velocity 
component must be considerably smaller than the for 
mer component. On the other hand, the air jet velocity 
must be as large as possible for the continuous mono?l 
aments melt-spun, so as to improve rather favorably the 
molecular orientation of the ?laments, and at the same 
time for accelerating the travelling velocity down 
stream ‘ of the jet unit to a ' corresponding degree, 
thereby improving correspondingly the manufacturing 
ef?ciency. Further, according to common sense among 
those skilled in the arts, the air flow downstream of the 
jet unit must be as laminar as possible along the ?la 
ment passage through the sucker, in order to avoid invi 
tation of agitation effect upon the travelling ?lament 
and at the same time for the prevention of formation of 

. filaments entangling. Therefore, it has been a. standard 
practice to try to satisfy these contradicting require 
mentsto a satisfying degree. The invention is based 
upon a novel technical idea which is,~indeed, in com 
plete oposition to the said traditional concept owned by 
the technicians in the ?eld of the vtextile industry. Ac 
cording to the novel teaching of the invention, jet 
streams can be safely applied to a curtain-of mono?la 
ments only once within the interior of the sucker, even 
with a supersonic range of air jet streams, and indeed 
without fear an entangled ball formation in the manu 
factured non-woven ?brous products. 
These and further objects, features and advantages of 

the invention will become more apparent when read 
the following detailed description of the invention by 
reference to the accompanying drawings and several 
preferred numerical examples of the invention. 

In the drawings: 
FIG. 1 is a perspective view of an apparatus for carry 

ing out the process for the manufacture of fleece bands 
or sheets of non-woven nature, being based upon the 
novel teachings of the invention. 
FIG. 2 is a modi?ed apparatus from that shown in 

FIG. 1, illustrated in the similar way as before, but 
showing only essential parts of the apparatus. I ' 
FIG. 3 is an enlarged plan view of a sucker unit em 

ployed in the foregoing apparatus embodiment part 

20 

25 

30 

35 

40 

45 

60 

65 

thereof being, however,‘ omitted from the drawing for 
simplicity. 

FIG. 4 is a side view of the sucker unit shown in FIG. 
3, wherein, however, part thereof is shown in section. 

FIG. 5 is an end view of the sucker unit shown 
FIGS. 3 and 4, wherein several parts are shown in their 
section. ' 

FIG. 6 is an enlarged axial sectional view of an airin 
jection nozzle unit provided in the air sucker. 
Now referring to the accompanying drawings, a pre 

ferred embodiment of the apparatus adapted for carry- . 
ing out the manufacturing process according to this in 
vention will be described in detail hereinbelow. 

In FIG. 1, numeral 10 denotes a spinneret having a 
large number of extrusion ori?ces 11 which are ar 
ranged into an elongated rectangle, the length of which 
is selected to cover substantially the width of the non 
woven fibrous sheet 12 of ?eece-like structure to be 
manufactured, as will be described hereinafter. 
, Below the spinneret l0 and at an appreciable dis 
tance “L,” there is provided a sucker unit 13 having a 
narrow and elongated- slit ’ 14 passing. completely 
through the sucker, as is most clearly be seen from FIG, .. 
5. . 

When the veffective length of the slit 14 amounts to, 
for instance, 2 meters, it is recommendable to arrange 
the extrusion ori?ces 11 in ?ve parallel rows having a 
mutual spacing of 4 millimeters as an example, in the 
present specific embodiment, there are provided 2,500 
ori?ces 11 as a whole. 
When it is desired to use mono?laments, for instance, 

0.3-20 denier per ?lament, the said distance “L” " 
amounts to about 50-200‘ centimeters. 
From the extrusion ori?ces 11, a high polymer fused 

and consisting of, for instance, nylon 6 or —66, polyeth 
lene terephthalate, is extruded in the state of the corre 
sponding number of continuous mono?laments 15. 
Within the range of said distance “L,” the extruded ?l 
aments travel through an open air atmosphere, prefera~ 
bly having normal temperature. However, under con 
ditions, the ?laments travel zone may be con?ned by a 
certain covermeans for modifying the ambient atmo 
sphere to unelevated temperature, or so as to introduce 
therein cooled ambient air‘. Under certain operating 
conditions, the travelling ?laments can be cooled by 
being impinged upon by cooled air‘ streams. Anyhow, 
said travel region “L" is adapted for cooling the ex 
truded and travelling mono?laments 15. As was re 
ferred to above, the extruded mono?laments 15 are in 
troduced in the slit-like passage opening 14 in the form 
of a curtain. It is recommendable to provide small idle 
end zones 14a and 14b at the both extremities of the slit 
opening 14, so as to avoid the end effect, each of these 

7 idle zones amounting preferably to 20 millimeters in its 
length. As was referred'to, the length “L” is so selected _ 
that the extruded continuous mono?laments 15 can be 
solidi?ed at least at their surfaces and to lower their 
temperature to the solidifying‘ point of the ?lament ma 
terial. It is further preferable to provide 2-3 times cold 
stretch to the travelling mono?laments during the pas - 

sage thereof through the cooling and stretching zone 
“Ll-‘7 

gradually approaching mono?laments as they form the 
curtain directly before entrance into the slit opening 1‘ I 
14, as shown in FIG. 1, may preferably be selected to 

The included angle “alpha” as determined by the it 
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less than 15°. The slit opening 14 must have a length so 
as to cover the width, 2 meters in the present speci?c 
embodiment, of the ?eece band or sheet 12, while the 
width of the slit may preferably be 1-5 mm in this case, 
although it is variable with the denier per ?lament of 
the mono?laments and the required density of the 
?eece-like products 12. 
The spinning speed of the melt-spun mono?laments 

15 is generally selected to 3,000—6,000 meters per min 
ute. 

A modi?ed manufacturing arrangement from that 
shown in FIG. 1 is shown only partially in FIG. 2. In this 
modi?cation, the extrusion ori?ces l l are grouped into 
small round or elliptic groups “A, “B”, . . . “J,"v these 

groups being arranged in zigzag-shaped two rows in the 
lateral direction of the travelling pervious collector 16. 
The included angle “alpha” of the extruded monofila 
ments 15 may amount equally to the above speci?ed 
values. Other structure is same as before so that the 
corresponding constituents have been denoted with the 
respective same references as above. 
Turning again back to FIG. 1. When the above fila 

ment travel length through the air “L” is shorter than 
the above speci?ed values, the extruded mono?laments 
15 will contact with solid constituent of the‘sucker 13 
in advance of solidi?cation of the ?lament, resulting in 
development of the ?lament breakage or damage. On 
the contrary, when the length “L” is too long, a consid 
erable amount of cold stretching air jet streams forthe 
travelling filament through the sucker 13 will be neces 
sary to consume which result in a higher operating cost. 
For this reason, it is preferable that the distance “L” 
must be selected to the above specified range necessary 
for solidifying at least the surfaces of ?lamentslS upon 
passage of the through the air zone. 

In order to identify the surface solidi?cation of the 
extruded mono?laments 15 passing through the air,‘ it 
only suf?ces to observe the surface appearance of the 
?lament. If the filaments are not yet surface-solidi?ed, 
these filaments are seen as considerably transparent, 
while if the necessary solidi?cation has been attained, 
the surface appearance will be rather dull. 

In the following, the structure and function of the 
sucker unit 13 will be described in detail by reference 
to FIGS. 3 - 6. ' 

In these ?gures, numerals 20 and 21 represent com 
pressed air pipings which are pneumatically connected 
to a certain compressed air source such as a reservoir 
provided for the purpose or air compressor, although 
not shown. From these air pipings 20 and 21 extend a 
plurality of parallel branch pipes 20a and 21a, 
respectively. These branch pipes are connected to re 
spective distribution chambers 13 arranged in the inter 
ior space of the air sucker and at the both sides of the 
slit-like passage 14. It is recommendable to maintain 
the air pressure prevailing in the main air pressure dis 
tribution chambers 22 at 3-5 Kg/cmZG. 
The main air chambers 22 are pneumatically con 

nected through a plurality of axially arranged commu 
nication passages 23 running axially of the sucker to 
separated auxiliary distribution chambers 24a and 24b, 
respectively, to a jet nozzle unit 25. As seen from FIG. 

. 5, the jet nozzle unit 25, the detail structure being 
shown in FIG. 6, is arranged at an intermediate point 
of the slit passage 14. Auxiliary air distribution cham 
bers 24a and 24b have a length covering the whole 
length of the slit passage 14, the cross sectional area of 
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6 
these chambers 24a and 24b. is an elongated rectangle. 
By reference to FIG. 6, the jet nozzle unit 25 will be de 
scribed in detail hereinbelow. 
This unit 25 comprises a male component 26 and a 

female component 27 arranged axially of the slit pas 
sage l4 and in a partially overlapped manner, and the 
male component 26 is formed with a vertically and cen 
trally arranged slit passage 28 which is an extension of 
the upper part of said slit passage 14 of the sucker unit 
13. The width of this slit passage 28 is selected to the 
same size of the main slit passage 14, the former being 
an extension of the latter. The part of the mono?la 
ments curtain passing through the auxiliary passage 28 
is denoted by the same reference numeral 15 attached 
with a suffix “a.” 
At both sides, when seen in FIG. 6, of the lower end 

of the male component 26, there are formed a pair of 
nozzle openings 100 and 101, each having a consider 
able length as measured in the perpendicular direction 
to the drawing paper of FIG. 6 and amounting to the 
horizontal or lateral length “1" of the slit passage 14 
when seen in FIGS. 1, 2 and 3 in the horizontal direc 
tion. The inlet width “x” of each of these nozzle open 
ings amounts, as an example, to 0.6 millimeter and the 
outlet width “)1” to 0.1 millimeter, respectively, while 
the height “h” as measured parallel to the vertical and 
central axis of the sucker unit 13, when seen in FIG. 6, 
said coinciding with the through-passing multi?lament 
part 15a, amounts, by way of example‘in the present 
speci?c embodiment, to 4 millimeters. The inclination 
angle “beta” of each of the tapered inlet walls 100a and 
100b formed on the female component 27 amounts to 
30°. 

It should be stressed at this stage that the lowest end 
26a of the male component 26 has a strong tendency 
of reducing the size of the slit passage 15:: under the ac 
tion of compressed air pressure prevailing in the auxili 
ary chambers 24a and 24b and acting 'upon the lower 
end portion of the male component from both sides. At 
the outlet opening of‘ said passage 15a when seen hori 
zontally thereof, the opening area could be subjected 
to a bending de?ection in the cross-section reducing 
sense, when the length of the sucker inlet or the width 
of the non-woven ?brous sheet 12 amounts to 2 meters 
or more, as is the case of the present embodiment. This 
tendency will invite naturally a corresponding enlarge 
ment of the nozzle outlet opening at “y” which enlarge 
ment is, however, variable along the width of the slit 
passage 14 or 28 by virtue of the aforementioned 
bending deflection. When‘ such phenomenon should 
occur to an appreciable degree, the effect will be such 
that the nozzle effect exerted upon the travelling mono 
?laments curtain is variable and uneven when seen 
along the width thereof, resulting in substantial entan 
gling of the curtain-like arranged mono?laments and 
thus in an appreciable variation of the density of the 
non-woven ?brous sheet 12. Therefore, the lower end 
of the male component must have a substantial rigidity 
over the whole horizontal length of the slit passage 28. 
For this purpose, the thickness “t” shown in FIG. 6 in 
the present speci?c embodiment amounts at least 2 
millimeters, when the male component 26 has been 
made of common steel. With reduction of the horizon 
tal length of the slit passage 14 or 28, the dimension of 
"I" may be correspondingly reduced, and vice versa. 
For this purpose, the designer may imagine a simple 
beam having a length equivalent to the horizontal 
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length of the slit passage 28 equal to said “I” and 
loaded with an even load distributed over its whole 
length, and calculate the maximum de?ection expected 
to arise under these loading conditions. The mono?la— 
ments 15 melt-spun into the atmospheric air by extru 
sion of the spinneret 10 are introduced in the form of 
a curtain upon solidification at least of the surfaces of 
the ?lament, and then lead through the slit passage 28 
of the male component 26 downwards. The ?lament 
curtain 15a will then be subjected to the air jets at the 
jet nozzle unit 25 by being acted upon by a pair of jet 
streams delivered at the both sides of the curtain from 
jet outlets 100a and 100b, during passage through the 
sucker 13. As seen from the foregoing, each of these jet 
streams is in the form of a plate when observed in their 
general outline. By the in?uence of these jet streams, 
ambient atmospheric air is sucked from outside of the 
sucker through slit opening 14 and slit passage 28 into 
the triangular space below the jet nozzles 101 and 102 
and ‘form, a combined strongly downward. ?owing 
stream combined with jet streams delivered from the 
nozzle outlets 100a and l00b. ' 
The ?owing velocity of the jet streams from the out 

let 100a and 100k from auxiliary chambers 24a and 24b 
is so selected that it lies in the range of turbulent flow, 

- preferably in close proximity of the supersonic velocity 
range, in sharp contrast of the common sense of those 
skilled in the art. It is a rather astonishing fact that even 
with such high ‘speed jet streams, the ?lament curtain 
is not encountered with disadvantageous entangles of 
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the component ?laments. The reason is believed to re- - 
side in such that by the arrangement of mono?lament 
into a dense curtain-like arrangement, a cushioning ef 
fect is invited for the prevention of formation of the fil 
aments entanglement. The jet streams have a substan 
tial amount of a downward-directing velocity compo 
nent, thereby the curtain-like filament being subjected 
to a considerable amount of downward acceleration. ' 
For this purpose, the injection’ nozzles 100 and 101 
have each an inclination angle of to l5°—30°. 
By the application of jet streams upon the ?lament 

curtain from the both sides thereof, as above 
mentioned, ‘the extruded filaments are fed downwards 
from the spinneret into the sucker at a high speed, and 
are subjected to a considerable degree of cold stretch 
ing‘in the passage range above the jet nozzle unit. Then, 
the filament curtain is fed through the ‘slit passage 31 
formed vertically in the female component 27, through 
the lower part of the passage 14 formed vertically 
through a depending attachment component 102 com 
prised in the sucker unit 13, and discharged from the 
lower end of the last mentioned lower part of the pas 
sage 14. The thus discharged ?lament curtain is then 
guided through the open air atmosphere along a prede 
termined distance “M" shown in FIG. 1 and impinged 
upon the travelling gas-pervious collector 1.6 shaped 
into an elongated endless belt, although not specifically 
shown. 
The ?owing speed of the combined down stream of 

the jet nozzle unit .25 must preferably be selected to 
' about 2-3 times the spinning velocity, thus, in the pres 
ent specific embodiment, 6,000—18,000 meters per 
minute. This air ?ow speed within the lower part of the 
slit passage for the ?lament curtain lies far into the tur 
bulent ?ow range, but, according to the practical ex 
periment, the employment such high air flow velocity 
will contribute rather favorably to the prevention of the 
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?lament entanglement. This find is naturally contrary 
to the common sense prevailing among those skilled in 
the arts. The impinged and collected mass of the mono 
filaments constitute a continuous non-woven ?brous 
band or sheet 12 on the pervious collector 16 which 
sheet represents practically no ?laments tangles and 
represents a substantially even density of the ?laments 
and can be utilized satisfactorily as the material for the 
preparation of non-woven clothes. When these ?brous 
sheets are overlapped into a stark, a cotton-like mass 
may be obtained. The thickness of the ?eece sheet can 
be controlled by the properly modifying the feeding 
speed of the collector 16. 

in order to prevent possible disturbance in the forma 
tion of filaments upon the collector 16, it is preferable 
to keep the space below the collector at a negative 
pressure, although not speci?cally shown. 

In following, several preferred numerical examples 
will be given for better understanding of the process ac 
cording to this invention. ' 

EXAMPLE 1 
The width of the elongated slit passage 14 of the fore 

going apparatus was selected to 2 millimeters; and the 
effective horizontal length of the same was designed to 
2 meters, respectively. 
The overall number of the extrusion ori?ces 

amounted 3,000 arranged 10 rows. Ori?ce opening was 
of 0.25 millimeter diameter, while the length “L” was 
set to 500 millimeters (with a length of less than 250 
millimeters, frequent filament breakage was experi 
enced). 
The spinning material was nylon 6 which was ex 

truded in the ratev of 0.33’ grams per minute per ori?ce 
by a spinning pump. The relative'viscosity was 2.3 and 
the spinning temperature amounted to 260° C. The dis 
tance from the lower or discharge end of the sucker to 
the collector was set to 400 millimeters, the mesh of the 
collector being 40. - ‘ 

The overall vertical length of the sucker amounted to 
' 31, the upstream length measured from the top end of 
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the sucker andv the discharge end of the air jet nozzle 
unit amounted to 10 centimeters and the downstream 
length of the sucker was designed to 21 centimeters. 
Compressed air pressure prevailing in the main and 

auxiliary‘distribution chambers was 3 killograms per 
centimeter, gauge; the jet outlet at each side of the ‘fila 
ments curtain was designed to 0.1 millimeter. The jet 
stream velocity amounted nearly to the supersonic one. 
The included angle “beta" was set to 30°, while that of 
the mono?laments “alpha'” amounted to 3°. 
Jet air was fed at a rate of 20 Nm"'/min., when mea 

sured per meter of the horizontal length of the dis 
charge outlet of the jet nozzle, when considering the 
amount per jet nozzle unit as a whole. The width of the 
slit passage 28 amounted to 2 millimeters, while that of 
the passage 31 was 2.1 millimeters.‘ 
Ambientatmospheric air was sucked into the sucker 

at a rate of 20-30 percent based upon the jet air. 
Air flow velocity of 6,500 meters per minute was 

measured at the lowermost end of the sucker for a dis 
charge speed of 3,000 meters per minute of the curtain 
?laments. Therefore, it will be seen that the air dis 
charge speed amounts to 2-3 times the travelling speed 

' of the curtain filaments at the lower stage of the overall 
processing travel. 
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(The air discharge speed can be increased to about 
18,000 meters per minute. The horizontal length of the 
slit passage can be increased to about 4 meters at our 
present knowledge of the practical experience. The dis 
charging and projecting speed of the curtain ?laments 
can, in such case, be correspondingly increased). 
The ?laments curtain after stretching by application 

of jet streams from its both sides and by attaining of an 
air-rectifying effect by the curtain formation in the 
above sense could provide an ideal ?eece-like sheet on 
the gas-pervious collector and without any fear of en 
tanglement of the mono?laments. The length “M” was 
selected to 40 centimeters. Below the collector, a nega 
tive air pressure was maintained for avoiding formation 
of balled ?lament masses. The melt-spun ?laments was 
of 1 denier per ?l. 
The thickness of the ?eece sheet could be adjusted 

by modifying the travel speed of the collector. (By ap 
plication of a conventional binder resin, the ?eece 
sheet could be fabricated into a non-woven textile). 
The thus produced fleece sheet represented practi 

cally no of ?lament tangles and showed a ?brous sheet 
shaped mass consisting of an in?nite number of irregu 
lar loops of ?laments of an ideal condition as ?eece. 

When the distance “M” was increased to 70 centime 
ters, the produced ?eece showed uneven density of ?la 
ment, and had to be discarded on account of inferior 
structure incapable of being utilizing as the material for 
the production of non-woven textiles. 
With an effective width of the collector set to 2 me 

ters and employing the feed speed thereof to be 15 me 
ters per minute, the quantity of ?lament contained in 
the ?eece amounted to 33 grams per square meters. 

EXAMPLE 2 

In the foregoing example, the melt-spun ?lament was 
adjusted to 1.6 grams per ori?ce per minute, andwith 
the height “L” of 600 millimeters and the width of air 
sucker slit was designed to 3 millimeters. The quantity 
of air jets was adjusted to 25 Nmalmin. and the air pres 
sure in the distribution chambers was reduced to 2.5 
kilograms per square centimeters, gauge. The air ?ow 
velocity down stream of the air jet unit was adjusted to 
6,500 meters per minute for the travelling speed of ?la 
ment curtain was selected to 2,900 meters per minute. 
The mono?lament denier as measured at the sucker 
outlet amounted to 5. In this way, acceptabley?eece 
sheet of equally favorable nature was obtained. 

EXAMPLE 3 

Polyethylen telephtalate, having an intrinsic viscosity 
of 0.6 was melt-spun in the similar manner as was de 
scribed in the foregoing example 1, at a rate of 0.55 
milligrams per ori?ce per minute and at 285° C. The 
fed compressed air amounted in its pressure to 3 kilo~ 
grams per square centimeter and the feed rate of air jet 
was selected to 20 Nmi‘lmin. The air ?ow velocity down 
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10 
stream jet nozzle unit was 6,500 meters per minute, 
while the filament travel speed amounted to 3,300 me 
ters per minute. Horizontal length of the sucker slit was 
2 meters in lengthwhile the slit width amounted 2 milli 
meters. The number of extrusion ori?ces was 3,000, 
with ori?ce diameter of 0.25 millimeters. Under these 
conditions, acceptable ?eece sheet of favorable nature 
was obtained. Denier per filament amounted to 1.5. 
We claim: 
1. An apparatus for the manufacture of a ?eece-like 

non-woven ?ber structure in the form of a sheet com 

prising an ori?ce plate having a plurality of extrusion 
ori?ces arranged generally in an elongated rectangular 
array having a longitudinal ring substantially equal to 
the width of the ‘non-woven ?brous sheet to be manu 
factured through which an arti?cial high polymer mate 
rial is melt-spun into a corresponding array of mono?l 
aments, a sucker unit positioned below said ori?ce 
array at a suf?cient distance to allow said mono?la 
ments to solidify at least on the surfaces thereof and to 
allow said mono?laments to be stretched at least twice 
their length, said sucker unit comprising a ?rst member 
having an elongated slot extending vertically there 
through for receiving said array of mono?laments in- a 
substantially planar curtain and a second member hav 
ing an elongated slot extending therethrough in vertical 
alignment with the slot in slot in said ?rst member, the 
slot in said second member having internal walls ?aring 
outwardly adjacent the ?rst member to de?ne a V 
shaped groove, said ?rst member extending into said 
groove in closely spaced-apart relation to the walls of 
said groove to de?ne an inlet passage means on each 
side of said ?rst member, plenum chamber means dis 
posed on opposite sides of said first and second mem 
bers in communication with each of said inlet passage 
means and moving collector means disposed below said 
sucker unit for receiving said mono?lament in the form 
of a ?eece-like non-woven ?brous structure. 

2. An apparatus as set forth in claim 1 wherein the 
angle of convergence between the ori?ces along the 
longitudinal edges of said array and the vertical plane 
in which said mono?laments are disposed during pas 
sage through said slots is between 10° and 15°. 

3. An apparatus as set forth in claim 1 wherein said 
outwardly ?aring walls of said slot in said second mem 
ber are disposed at an angle of approximately 30° with 
respect to each other and the opposed walls of the por 
tion of said first member extending into said slot are 
disposed at a lesser angle with respect to each other. 

4. An apparatus as set forth in claim 1 wherein said 
first member is made of common steel and extends into 
said groove approximately one half the depth of said 
groove and is provided with walls on opposite sides of 
said slot each of which has a thickness relative to the 
length of said slot on the order of approximately 1 to 
1,000. 

* * * * * 


