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[57] ABSTRACT 
A method for coating the convex major surface of a 
curved apertured maskfor a cathode-ray tube includ 
ing coating portions substantially filling and com 
pletely closing the ?nal-sized apertures without coat 
ing the opposite concave major surface. The mask is 
rotated about an axis substantially normal to and pass 
ing through the central portion of the mask at a rota 
tion rate insufficient to cause liquid coating material 
to fly off the surface by centrifugal force, the axis 
being inclined at about 100° to 130° ‘measured from a 
vertical downward 0° reference. A stream of liquid 
material in excess'of the amount required to coat the 
mask is projected into an upward trajectory and into 
contact with the convex surface of the rotating mask. 
The stream contacts the mask on an area above the’ 
axis with the stream substantially at the top of its up 
ward trajectory, making an angle of less than 15° with 
a tangent to the contacted area. The excess liquid 
coating is allowed to drain from the rotating mask by 
gravity. After at least one revolution, the stream is re 
moved from contact with the rotating mask, and the 
mask rotation is increased to arotation rate sufficient 
to cause excess liquid to ?y off the mask surface by 
centrifugal force. 

. 7 Claima .5 Qrawing. Figures 
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METHOD FOR COATING ONLY THE CONVEX 
MAJOR SURFACE OF AN APERTURED MASK FOR 

A CATHODE-RAY TUBE . 

BACKGROUND OF THE INVENTION 
This invention relates to a novel method for coating 

a convex major surface of an apertured mask for a 
cathode-ray tube without coating the opposite concave 
major surface thereof and particularly, but not exclu 
sively, to a novel method for coating only the convex‘ 
major surface of an apertured mask for a color televi 
sion picture tube. , 

In the manufacture of an apertured-mask color tele 
vision'picture tube, it is desirable to use‘ the curved ap 
ertured mask as a photographic master to produce the 
viewing screen structure. In producing some types of 
viewing screen structures, it is necessary to reduce tem 
porarily the mask aperture size. This may be done by 
applying a coating over the apertured mask to produce 
thin membranes completely closing the mask aper 
tures. These membranes are then opened at the central 
portions thereof to produce smaller temporary aper 
tures. It is very important that the coating include thin 
membranes completely closing each aperture which 
are substantially uniform in thickness to permit the sub 
sequent production of temporary apertures of the de 
sired sizes. 

In one. prior method for producing membranes, liquid 
coating material is simultaneously applied to both 
major surfaces of an apertured mask by immersion. 
Ideally, this process produces membranes of uniform 
size closing each of the ?nal-sized apertures. In prac 
tice, the liquid material on the concave major surface 
may ?ow into and collect between the mask skirt and 
the frame. This may prevent uniform spreading of the 
liquid material on the concave major surface producing 
nonuniform membranes at some of the apertures; This 
may subsequently result in variations in the size of the 
temporary apertures produced from the nonuniform 
membranes. , 

In another prior method, liquid coating material is 
applied to only the convex major surface of the aper 
tured mask by contacting a portion of the convex major 
surface of the mask against the surface of a liquid coat-' 
ing material contained in a tank. In this prior method, 
it is necessary to contact the mask lightly against the 
liquid surface to prevent liquid ?ow through the aper 
tures. The mask is tilted and rotated at a similar light 
contact force to coat the remainder of the convex 
major surface. While this prior method can produce 
uniform coatings on the convex major surface without 
?owing through the mask apertures, it is a difficult pro 
cess to control. Variations in the'pressure of the liquid 
on the mask may force the liquid through the apertures 
and partially coat only portions of the ‘opposite concave 
majorv surface. In addition, the liquid forced through 
may collect between the mask skirt and frame as in the 
immersion method mentioned above. These and other 
effects produce nonuniform membranes and improper 
sizes of temporary apertures formed therefrom. 

' SUMMARY OF THE INVENTION 

The novel process for coating a convex major surface 
of an apertured mask for a cathode-ray tube including 
coating portions substantially ?lling and completely 
closing the ?nal-sized apertures comprises: 
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1.1 rotating said mask about an axis substantially nor 

mal to and passing through the central portion of the 
mask at a rotation rate insufficient to cause liquid coat 
ing material to ?y off the surface by centrifugal force, 
the axis being inclined at about 100° to 130° from ver 
tical, and continuing said rotating through the follow 
ing steps (2) through (6); ' 

2. projecting a stream of liquid coating material into 
an upward trajectory; , 

3. contacting the convex surface of the rotating mask 
on an area above the central axis with the stream at 
substantially the top of the upward trajectory thereof, 
the stream making an angle of less than 15° with a tan 
gent to the contacted area of the mask; ' 

. 4. continuing steps (2) and (3) through at least one 
. revolution of the mask, and the amount of contacting 
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material is in excess of the amount required to coat the . 
mask; ' 

‘5. permitting excess material to drain from the mask 
by gravity; v 

6. removing‘ the stream from contact with the sur 
face; 

7. and then increasing the rotation rate of the mask 
to cause excess liquid coating material to ?y off the 
mask surface by centrifugal force._ ' 
The novel method produces a'liquid coating only on 

the convex major surface of a curved mask. The combi- , 
nation of stream trajectory, mask rotational speed, and 
stream contact angle permitsthe mask to be‘v coated on 
the convex major surface only, including a uniform ?ll 
ing and a complete closing of the apertures.‘ The liquid 
coating material does not ?ow through the apertures, 
thereby the opposite concave major surface remains 
uncoated. This results in more uniform membranes at 
all the apertures and subsequently results in the forma 
tion of temporary apertures of desired size. The liquid 
coating material does not collect between the mask and 
the frame. Finally, the novel method is well adapted to 
continuous automated manufacturing. ‘ 

BRIEF DESCRIPTION OF DRAWINGS 
‘FIG. 1 is a sectional side elevational view of a dis 

pense station illustratinga preferred embodiment for 
practicing the novel method. I I 

FIG. 2 is a front view of. the apertured mask posi 
tioned on the dispense station of FIG. 1 as viewed per 
pendicularly to the plane of the mask illustrating the‘ 
.?ow of the liquid stream. 

‘FIG. 3 is anidealized fragmentary sectional view of 
an apertured mask. ‘ I ’ - 

FIG. 4 is the view of FIG. 2 at a later time illustrating 
the liquid stream advancement over the rotating mask. 

FIG. 5 is an idealized fragmentary sectional view of 
an apertured mask immediately after the step of coat 
ing the mask by the novel method, thecoating substan 
tially ?lling and completely closing each of the ?nal 
sized aperturesf '- ‘ 

DESCRIPTION OF THE PREFERRED 
EMBODlMENT ' ' 

FIGS. 1 and 2 illustrate an apertured-mask assembly . 
10 positioned in a dispense station 11. The mask assem- ‘ 
bly 10 is of a generallyrectangular vconfiguration and ' 
includes a mask 12, a frame 13 welded to the maskll, 
and four frame support members 14 welded tolthe 
frame 13. The mask 12 includes a curved portion 15 
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and a peripheral skirt 16 for overlapping engagement 
with the frame 13. The mask ‘12 is formed of a conduct 
ing material such as steel approximately 0.006 inch 
thick. A typical mask assembly is described in US. Pat. 
No. 3,585,431 to Kenneth A.-Long. 
Referring to FIG. 3,,the curved portion 15 of the 

mask 12 is comprised of a convex outer surface 17 and 
a concave inner surface 18 and contains an array of ? 
nal-sized apertures 19 therein. Each of the apertures 19 
shown in F IG. 3 may be of the double truncated 
spherical shape having a large-diameter, spherical 
shaped cup 20 in the convex outer surface 17 and a 
small-diameter, spherical-shaped cup 21 inthe concave 
inner surface 18. The two cups 20 and 21 intersect’ at 
a knife edge 22 (shown in FIG. 3) de?ning the ?nal 
sized aperture 19. For example, for a 25VBAP22 color 
television picture tube, the, ?nal-sized apertures 19 
have a maximum diameter ‘of about 0.013 inch at the 
knifeedge 22, about 0.021 inch at the intersection of 
the large cup>20 andthe ‘convex outer surface 17, and 
about 0.016 at the intersection of the small cup 21 and 
the concave inner surface 18. The center-to-center 
spacing of the apertures 19 is about 0.025 inch. 
The mask assembly 10 is shown in FIG. 1 positioned 

on a carrier 23 of a continuous processing‘machine 
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(not shown). The carrier 23 includes a mask holder 24, > 
rotating means (not. shown) for rotating the mask 
holder 24 about a central axis 25 and tilting means '(not 
shown) for rotating the mask holder 24 about a hori 
zontal axis 26. The mask holder’24 includes three sup 
port posts 27 for holding and orienting the mask assem 
bly 10 with ‘the central portion 28 of the mask 12 pref 
erably aligned with the central. axis 25. The . mask 
holder 24 is shown positioned at a tilt angle 29 of about 
1 10° with respect to the vertical downward position 
designated 0° tilt angle. ' ‘ . 

FIG. 1 also schematically illustrates a liquid dispense 
system 30. The dispense system 30 includes a dispense 
nozzle 31 with an ori?cehaving a diameter of about 0.5 
inch, a high~volume low-speed pump 32, a heater 33, 

' a filter 34,-a head tank 35, an over?ow line 35a, a sump 
tank 351), and a solenoid flow control valve 36. It is pre 
ferred that thehead tank 35 is positioned about 2 feet 
above the dispense nozzle 31 to supply the liquid to the 
dispense nozzle 31 at a constant head of less than 5 psi. 

limp liquid stream 37. A limp liquid stream 37 is a 
stream which flows in an upward arcing trajectory 38 
less than 10 inches in length measured along a horizon 
tal line (90° from vertical) through the ori?ce as willbe 
described. . ' 

Referring to FIG. 2, the‘ dispense nozzle 31 is posi 
tioned in front of the convex outer surface 17 of the 
mask 12. The axis 39 ofthe dispense nozzle 31 isposi 
tioned at an‘ angle 40 of about 30° from a vertical axis 
41 as viewed perpendicularly to the plane of the mask 
holder 24. Referring to FIG. 1, ‘the dispensenozzle 31 
is positioned at an acute contact angle 42 with respect ' 
to atangent line 43to the mask. 12 at the center of the 

_ contact area 44 of the liquid stream 37 with the mask 
12. The preferred contact angle 42 is about 5°. 
‘EXAMPLE: The novel method may be practiced at 

the aboveédescribed dispense station'as follows. Pro 
vide a'mask assembly 10 mounted to rotate about a 
central axis 25 normal to and passing through the cen 
tral portion 28 (shown in FIG. 2) of the mask 12. In the 
preferred method, a mask assembly 10 is positioned on 

4 . 

the mask-holder 24 with the convex outer surface 17 I 
facing towards the dispense nozzle 31 with the mask 
holder 24 and dispense nozzle 31 positioned as previ 
ously described. ' ' 

The mask holder‘24 with mask assembly 10 is rotated ' 
about the central axis 25 inclined at about 110° from 
a vertical downward 0° reference position at a rotation 
rate insu?icient to cause liquid coating material ‘to ?y 
off the convex outer surface 17 by centrifugal force. It 
is preferred that the-mask holder-24 is rotated about 
the central axis 25 at about 4 revolutions'p‘er minute in 
the direction shown by the arrow 45 (FIG. 2)‘. ‘r 1 
A stream 37 of liquid coating material is projected 

from the dispense nozzle 31 in an upward arcing trajec 
tory 38 by operating the flow control valve 36. The liq 
uid coating material is comprised preferably of an or 
ganic polymer and a vehicle therefor. It is preferred 
that the total volume of the stream of liquid coating 
material is comprised of about 15 volume percent poly 
vinyl alcohol, 75 volume percent water‘ and about 10 
volume percent ethylene glycol. It is preferred‘that the 
stream of liquid coating material have a viscosity‘ of 
about 20 to 30 centipoises. ' ' ' 

' The ori?ce of the dispense nozzle 31 directs the 
stream 37 in an upward trajectory 38. The trajectory 38 
is comprised of an upward portion 46, a top or maxi- - 

. mum height portion 47, and-a downward portion 48. 
' The preferred trajectory 38 occurs with the axis 39 of 
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the dispense nozzle 31 positioned at a 30° angle 40 with 
the vertical axis 41 and at a 5° angle 42 with the tangent ' 
line 43 as described. In the ‘preferred ‘upward trajectory 
38, the upward portion 46 .rises about 2. inches verti 
cally from a‘horizontal line 49 through the nozzle axis 
39 and the center of the ori?ce as shown by the vertical 
dimension 50 in FIG. 2. The stream 37 contacts the 

' convex outer surface 17 of the mask 12‘at thetop por 

vlt is preferred that the dispense nozzle 31 delivers a ' 

so 
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tion 47 at ashorizontal distance of about 2% inches 
measured along the horizontal line 49 as shown by the 

38 to ?ow across the horizontal line 49. The total 
length of the trajectory ‘38 is the distance‘measured 
from the center of the orifice along thehorizontal line 
49. In the preferred embodiment the total length of the‘ 
trajectory is less than 4 
sion,52 in FIG. 2. t . , _ . c _ 

Immediately upon exit from the dispense ‘nozzle 31, 
the stream 37 maintains a laminar upward ?ow without 
diverging near the beginning of the upward portion 46 
“of the trajectory 38. Near the top 47 of the trajectory 
38, and prior to contact of the stream 37 with the mask 
12, the stream 37 is diverged about twice its'previous 
width at the dispense nozzle 31. Upon contact of the 
stream 37 with thefconvex outer surface 17, the stream 
37 further diverges or spreads into a sheet of liquid 

inches as shown by. the dimen 

?owing over the convex outer’surface 17. Thesheet of ‘. ' 
. liquid then ?ows across the mask 12 in the downward 
portion 48 of the trajectory 38, and continues ?owing‘ 
downward in the direction shown by the arrows 53 in 
FIGS. 2 and 4 draining off the lowermost edge of the 

, convex outer surface 17. ' 

' The liquid coating material flows to the‘ edge of the 
convex outer surface '17 and then drains off the mask 
12 as by gravity. Some of the coating material may flow ' 
axially alongthe peripheral skirt 16 of the mask 12 and 
drain off the-sheared edge of the skirt 16 as by gravity. 
The amount of axial ?ow along the skirt 16 is deter 

first horizontal dimension '5] in‘ FIG. '2.The stream37 , 
then'falls in the downward portion 48 of the trajectory - 
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mined at least by the surface characteristics of the skirt 
16. Where the skirt surface is rough, it is believed mini 
mum axial ?ow along the skirt 16 is obtained. 
The stream 37 contacts the convex outer surface 17 

on a contact area 44 above the central portion 28 of the 
mask 12 substantially at about the top 417 of the trajec 
tory 33 substantially as shown in FIGS. 1 and 2. it is 
preferred that the contact area 441 be on a rotating por 
tion of the mask 12 about 1.0 inch vertically above the 
rotational central axis 25. 1f the stream 37 strikes less 
than 1 inch from the central axis 25 within the central 
portion 28, near the stationary rotational‘central axis 
25 of the mask 12, buildup of the liquid coating mate 
rial may occur at the central portion 28. 
The stream 37 contacts the mask 12 with substan 

tially a zero vertical velocity component perpendicular 
to the convex outer surface 17 because it contacts sub-' 
stantially at the top 47 of the trajectory 38. The hori 
zontal velocity component of the liquid stream 37 at 
the stream contact area is substantially parallel to the 
convex outer surface 17 and substantially equal to the 
rotational velocity of the convex outer surface 17 at the 
contacted area. The liquid stream 37 after contacting 
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the convex outer surface 17 generally ?ows downward . 
as by gravityvand drains off the lowest edge of the con 
vex outer surface 17 as shown by the flow arrows 53 in 
FIGS. 1 and 2. » - 

The mask rotation is continued for at least one revo 
'lution to provide a continuous coating over the outer 
convex surface 17. The rotation of the mask 12 causes 
the front edge 54 of the liquid stream 37 to advance 
over the convex outer surface 17 as shown in FIG. '4. 
The combination of the liquid stream 37 flows over the 
convex outer surface 17, and the rotational advance 
ment of the convex outer surface 17 into the liquid 
stream 37 provides a continuous coating free of voids. 
Once a void is created, a wetted path is established and 
the void is difficult to coat even on subsequent passes. 
It is therefore very desirable to apply the liquid stream 
37 in a continuous even flow at substantially uniform 
rotational speed. ' 
The stream 37 is then removed from contact with the 

mask 12 while continuing to rotate the mask 12. This 
is accomplished by operating the'?ow control valve 36 
to turn off the stream 37 flow from the dispense nozzle 
31. The rotational speed of the mask 12 is then in 
creased to cause excess coating material to ?y off the 
convex outer surface 17 by centrifugal force. Itis pre 
ferred that the rotational speed be increased to about 
75 to 200 RPM for about 1 minute. 
The mask 12 with the coating 55 (shown in FIG. 5) 

may then be dried by heating to form membranes (not 
shown) completely closing the ?nal-sized apertures 19. 
‘The mask 12 may optionally be dried and removed 

_ from the holder 24, or the holder 24 with mask 12 hav 
ing the coating 55 may be used on a continuous pro 
cessing machine where the the mask 12 is continuously 
processed to open temporary apertures smaller than 
the ?nal-sized apertures in the coating 55. 

GENERAL CONSIDERATIONS 
Althoughthe mask 12 is tilted at about 110° in the 

Example, other tilt angles may be used. The minimum 
tilt angle is where the tangent to the lowest edge of the 
mask convex outer surface 17 is substantially vertical 
or where adhesive forces permit Coanda attachment of 
the stream to the mask 12. The maximum tilt angle is 
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6 
where gravity forces on a particular viscosity liquid 
stream do not cause the stream to flow in a downward 
direction across the mask '12. The practical range of tilt 
angles with presently used masks is about 100° to 130°. 

The dispense nozzle angle 40 is also chosen to be 
about 30° for convenience in providing a limp stream 
37 ?owing in an upward trajectory 38. Again, this angle 
is important in providing the desired limp stream 37. 
The preferred angle 40 is within the range of 10° to 80°. 
An upward stream is desired to permit contact of the 
mask substantially at the top 47 of the upward trajec 
tory 38. With the stream contacting the mask 12 at the 
top 47 of the trajectory 38, vertical velocity compo 
nents normal to the convex outersurface 17 are mini 
mized. 
The contact angle 42 of the stream 37 with the mask 

12 is not critical but is preferably less than 15°. it is nec 
essary only that,lfor a particular size of ?nal-sized aper 
ture 19, the stream strike the aperture 19 indirectly. At 
a contact angle 42 near 0° (tangent to the contact area 
44) a stream 37 may have a tendency to bounce rather 
than contact and attach to the surface with a Coanda 
effect. As the angle 42 increases, the stream 37 may be 
directed into the apertures 19, enhancing the possibil 
ity of the stream 37 ?owing through the apertures 19. 
With a particular coating material, a particular contact 
angle 42 may perform better than other contact angles. 
With the aperture mask for the 25VBAP22 color tele 
vision picture tube described, the aperture proportions ‘ ' 
and spacing do not provide sufficient nonapertured sur 
face for the stream 37 to reliably attach to the surface 
17 at a coating viscosity below 20 centipoises. 
Although it is preferred that the stream 37 contact 

the mask 12 about 1.0 inch above the central axis 25, 
a practical range with presently used masks is at least 
about 0.5 to 2.5 inches. The actual distance is deter 
mined by the width, and ?ow characteristics of the 
stream 37. The main consideration is that the liquid 
coating be applied by the stream 37 in a sufficient 
amount to flow over the central portion 28 of the mask 
12 providing a coating of a desired thickness thereon. 

Although the mask is rotated at about 3 RPM in the 
Example, presently used masks may rotate within the 
range of 2 mo RPM. The speed must only be insuffi 
cient to cause the liquid coating material to ?y off the 
mask 12 by centrifugal force, permit uniform coating 
application, and provide a coating of a sufficient thick 
ness. The ?ow rate and rotational speed determine the ' 
amount of liquid coating material flowed over the mask 
12. It is necessary only that a sufficiently thick coating 
be applied since excess liquid coating material is re 
moved from the mask 12 by draining'during the high 
speed rotation. 
The liquid coating material is preferred to becom 

prised of one or more organic ?lm-forming polymeric 
materials and one or more liquid vehicles therefor. It is 
preferred that the viscosity of the liquid coating mate 
rial is in the range of 10 to 50 centipoises, the particular I 
viscosity range being determined by mask size. The ap 
erture diameter, the surface characteristics‘ of the 
mask, and the rotational speed of the mask in combina 
tion with the viscosity must be selected to prevent the 
stream 37 from ?owing through the ?nal-sized aper 
tures 19. The preferred combination of parameters pre 
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viously described provides the desired coated mask 
shown in FIG. 5. > 

The apertures are described in relation to the aper 
tured mask of a cathode-ray tube where the ?nal-sized 
apertures 19 are round. The novel method may also be 
used with masks having slot-shaped apertures, or other 
aperture shapes. 

I claim: 
1. In the manufacture of a cathode-ray tube compris 

ing a curved apertured mask having a convex major 
surface and an opposite concave major surface, the 
method of applying a coating on said convex major sur 
face to substantially ?ll and completely close the ?nal 

5 

sized apertures without coating said opposite concave ’ 
major surface comprising 

a. rotating the mask about an axis that is substantially 
normal to and passes through the central portion of 
said mask, said axis being inclined “at about 100° to 
130° from a vertical downward position, at a rota 
tion rate insu?'rcient to cause liquid coating mate 
rial to ?y off said surface by centrifugal force, and 
continuing said rotating through the following steps 
b) through f) > - 

b. projecting a stream of liquid coating material into 
an upward trajectory, said liquid coating material 
having a viscosity in the range of l0to 50 centi 
poises, 

c. contacting the convex surface of said rotating 
mask on an area above said axis with said stream 
at substantially the top of said ‘ trajectory, said 
stream making an angle of less than 15° with a tan 
gent to said convex surface, I ‘ 

d. continuing said steps b) and c) through at least one 
revolution of said mask during which the amount 
of contacted material is in excess of the amount 
needed for applying the coating, 
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e. permitting excess liquid coating material to drain 
from said rotating mask by gravity, . 

f. removing said stream from contact with said sur 
face, . ' 

g. then increasing the rotation rate of said mask to 
cause excess liquid coating material to fly off said 
convex major surface by centrifugal force, 

h. and then drying the coating material retained on 
said mask. ‘ 

2. The method defined in claim 1 wherein said stream 
is projected into said trajectory at an angle of about 10° 
to 80° with a downward vertical axis in the plane of said 
mask. 

3. The method de?ned in claim 1 wherein said stream 
is projected into said trajectory at an angle of about 30° 
with a downward vertical axis in the plane of said mask. 

4. The method de?ned inclaim 1 wherein said trajec-I 
tory is less than 4 inches in length measured along a 
horizontal line in the 'plane of said mask. 

5. The method de?ned in claim 1 wherein said area 
contacted by said stream is greater than 1.0 inch above 
said axis and less than where said stream would not 
flow downward over said convex major surface of said 
mask. ' ‘ 

6. The method de?ned in claim 1 wherein said stream 
after contact with said mask flows substantially in the 
direction of said rotation of said mask ‘and thereafter 
flows vertically downward by‘gravity forces, the edge 
of said stream ?ow continuously advancing over said 
convex major surface of said mask during said mask ro 
tation. ' 

7. The method de?ned in claim 1 wherein ‘said rota 
tion rate recited in step a) is in the range of 2 to 6 revo 
lutions per minute. , 

* ill‘ * * Ii 


