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[5 7 ] ABSTRACT 
Object of the invention is a process for preparing a vo 
luminous ?lament yarn with several loose ?lament 
ends sticking out by means of false twist texturization, 
optionally combined with a drawing process including 
the use of ?laments having-at least partially-a flex 
abrasion resistance of less than abt. 1500 revolutions, 
said ?lament yarns being fed into known false twist 
texturizing devices and texturized therein, whereby 
the ?laments having ?ex abrasion resistance values of 
less than abt. 1500 revolutions break in irregular inter 
valsrdue to the transversal stress applied within the 
texturization area, the thus obtained loose ?lament 
ends sticking out being interlaced, at least temporar 
ily, by a process for ameliorating ?lament bonding as 
well as the voluminous filament yarns produced ac 
cordingly. The process allows of the trouble-free prep 
aration of ?lament yarns being optimally texturized, 
having several loose ?lament ends sticking out, which 
excel in the uniformity of their characteristics all over 
the yarn length and which may be worked up to fab 
rics having an extremely low tendency to pilling. 

8 Claims, 2 Drawing Figures 
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VOLUMINOUS FILAMENT YARN AND PROCESS 
TO PREPARE SAME 

The normal result of a production of synthetic high 
polymer threads consists in smooth ?lament threads; 
when being submitted to further treatment, same pro 
duce correspondinglysmooth textile surfaces lacking 
the usual soft hand and the covering power of surfaces 
formed by spun ?ber yarns. Attempts to ameliorate 
these characteristics by texturizing the ?lamentthreads 
were not entirely successful. Obviously, the loose ends 
of individual ?bers play an important role for speci? 
cally evaluating the textile surfaces of spun ?ber yarns 
fabrics. , a ‘ 

The preparation of spun ?ber yarns requires many 
processing steps which imply intense wage costs. 
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Therefore, processing methods have already been de- . 
veloped which are supposed to allow the preparation of 
filament yarns with loose filament ends out of ordinary 
filament yarns, while avoiding nevertheless the cutting 
of synthetic continuous threads (?laments) to staple 
?bers and their subsequent secondary spinning. 
German “Offenlegungsschrift" l 660 606 describes 

a process for preparing such fluffy yarns, which me- 
chanically rips and unravels the surface of a drawn ?la 
ment yarn by rotatingbrushes. But this process is lim 
ited to foamed thermoplastic polymers and, obviously, 
it is applicable to coarse yarns only. 
According to British Patent 924 086 it is said to be 

possible to jointly draw ?laments of different elonga 
tion in such a way that one of the components breaks 
and thus results in the loose ends looked for.’ 

British Patent 971 573 claims a similar process, 
wherein two yarns of different elongation-at break are 
jointly submitted to a simultaneous stretching and tex~ 
turizing treatment, and whereby the drawing propor 
tion must be set in such a manner that the breaking ?la 
ments are those of the yarn having the lower elongation 
at break. Though this process results in a ?uffy yarn 
with several loose ?lament ends sticking out, it is, how 
ever, still ridden by a series of disadvantages. Since the 
effect looked for can be attained only by elongation, a 
portion of the ?laments up to their breaking point, the 
yarn‘ tension within the texturizing area cannot be 
chosen according to the optimal crimping properties. 
The yarn tension is predetermined already by the re 
quirement of breaking one of the components. 
When practicing a simultaneous drawing and textur 

izing process, the elongation occurs at the beginning of 
the heater device of the used false twist texturizing ap 
paratus. Due to the fact that this known process causes 
a portion of the ?laments to break withinthe drawing 
zone, the loose ends jam‘ the twister of the texturizing 
device again and again. Besides these processing diffi 
culties, the treatment includes still further disadvan 
tages according to the statements of British Patent 971 
573: A ?lament does not break before being over‘ 
stretched to an accordingly high extent, the area imme 
diately adjacent to the break, however is not picked up 
right away by the pre-stretch godet, so that it remains 
unstretched or, at most, only partially stretched over'a 
certain length. As a matter of fact, an irregular adsorp 
tion of dyestuff is the unavoidable consequence of an 
irregular stretching treatment, so that the woven or 
knitted fabrics made of these yarns show an uneven 
coloration. Furthermore, the ?lament yarns with sev 
eral loose ?lament ends prepared as per British Patent 
97] 573 show a strong tendency to pilling, such as itis 

2 
known from spun ?ber yarns made of synthetic high 
polymers. 
Therefore, it is the object of the present invention to 

develop an operationally safe process for preparing vo 
luminous ?lament yarns with several loose ?lament 
ends sticking out, whereby the ?laments of the yarns 
display uniform characteristics all over their length and 
whereby the crimping properties may be freely set de 
pending on the application ?eld of the yarn. The thus 
prepared ?uffy yarns should also be usable for the for 
mation of fabrics excelling in their extremely low ten 
dencyto pilling. , 
This problem could be solved by the application of a 

false twist texturation treatment, optionally combined 
with a drawing process, dealing with?lament yarns 
where at least a portion of the used ?laments have a 
?ex abrasion resistance of less than abt. 1500 revol.; 
The ?lament yarns to be treated are fed into known 
false twist texturizing apparatus and texturized, 
whereby the ?laments having the lower ?ex abrasion 
resistance are breaking in irregular intervals due to the 
transversal stress applied within the texturizing zone; 
the loose ?lament ends of the thus obtained ?lament 
yarns are then interlaced, at least temporarily, by a pro 
cessing step for amelioration of the ?lament bonding. 
Drawing 2 illustrates‘the fundamental structure of 

the ?lament yarns according to the invention. 
7 For the preparation of the fluffy yarns according to 

i the invention all continuous ?laments may be used that 
30 consist, at least partially, of ?laments either having ini 

tially a su'f?ciently low ?ex abrasion resistance of less 
‘ than 1,500 revol., or the ?ex abrasion resistance of 
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‘which may be brought down to this level by known 
methods. Best suited are ?laments which have a flex 
abrasion resistance of less than abt. 1000 revol. and es 
pecially those of less than 500 revol. The value of the 
?ex abrasion resistance in?uences the number of the 
loose ?lament ends sticking out which are produced in 
course of the process as per the invention, whereby the 
?lament having the lower ?ex abrasion resistance does 
break easier while being exposed to the transversal 
stress of the texturizing area. However, the number of 
the loose ?lament ends may also be in?uenced by set 
ting the portion of ?laments with a lower ?ex abrasion 
resistance used in the total ?lamentyarn. Depending 
on a reduction of the ?ex abrasion resistance, the ten 
dency to pilling of the woven and knitted fabrics is also 
decreasing substantially; however, as the ‘term “?ex 
abrasion" already implies, it is not normally possible to ‘ 
produce or to use practically useful ?lament yarns hav 
ing a ?ex abrasion resistance of e.g. Zero. But is is pos 
sible to use ?laments having a ?ex abrasion resistance 
of eg as little at 5 revol. in cases, where especially 
strict requirements are set up concerning the lack of 
tendency to pilling of certain or knitted fabrics. 
Measuring the ?ex abrasion resistance is executed by 

means of the ?ex abrasion device as described, for ‘in 
stance, by Grunewald in “Chemiefasern 12 (1962), pg. 
853”. By “revol”, i.e., revolutions, are used herein is 
meant_ cycles. This is clearly understood to one skilled 
:in‘the art, andqalso fromntheproperfy of ?ex’ abrasion 
resistance in connection with which the term is used 
as well as from the device employed in measuring said 
property as described in said publication just cited in 
the paragraph. Filaments having a reduced ?ex abra 
sion resistance, but a good linear strength (in the longi 
tudinal sense of the fiber) may, for instance, be ob 
tained‘fro'm synthetic highpolymers by using poly 



3 
merizates with a suf?ciently low molecular weight; as 
examples may,.l?99_i£§§.h9re thaptqdusts assprdinstg 
ljeutsche Auslegeschrift 1278688. In the case of 
threads made of polyethyleneterephthalate, for in 
stance, the following proportions between ?ex abra~ 
sion resistance and average molecular weight could 
be found: A ?ex abrasion resistance of 1,500 revol. is 
linked to an average molecular weight abt. 12 500, 
whilst ?ex abrasion resistance values of less than 10 
revol. may be linked to average molecular weights of 
abt. 8,000. Polyethyleneterephthalate threads having 
so low a molecular weight cannot bemelt-spun any 
longer at an economically reasonable rate due to the 
low melt'viscosity of the polymers, but they may be 
prepared of polymers according to German Auslege 
schrift 1237 727, Deutsche Auslegeschrift 1273 123 
or Deutsche Auslegeschrift 1720 647. 

Threads of linear polymers which may partially be 
treated in a permanently cross-linked fashion can as 
well have a reduced ?ex abrasion resistance. There 
fore, same are also well suitable for being processed ac 
cording to the invention, within the said ranges of ?ex 
abrasion resistancevalues. 
Depending on the application, all of the ?laments of 

the filament yarn may have the lower ?ex abrasion re 
sistance of less than 1,500 revol. looked for, so that 
they may yield ?lament ends -— or only a portion of the 
filaments does possess these properties, while the rest 
shows a high ?ex abrasion resistance so that it does not 
break while being exposed to the transversal stress in 
the texturization area. In the ?rst case, the ?laments 
have to be interlaced slightly tighter for attaining a suf 
ficient strength of the yarn, whilst in the latter case the 
continuous ?laments guarantee anyway a suf?cient 
strength of the yarn. Filament yarns composed — in the 
proportion of 7:3 to 3:7 — of ?laments having a lower 
?ex abrasion resistance (less than 1,500 revol.) 
blended with ?laments having a ?ex abrasion resistance 
of 1,500 and ‘higher (e.g. 3,000 revol.), formed woven 
and knitted fabrics which excelled in a particularly at 
tractive appearance and remarkable wear. It is also 
possible to choose freely — depending on the speci?c 
application field ~— the titer and the pro?le of the ?la 
ments, as well as the number of the filaments, which 
means the total titer of the ?lament yarn. In most of the 
cases the titer will remain within the range of from 1 to 
15 dtex per ?lament and below 300 dtex for the yarn, 
as it is usual for textile application purposes, but it may 
as well be set at a higher level for special purposes such 
as decorative fabrics. The upper limit is, at most, given ' 
by the texturization process. ln case that different ?la 
ments are worked up into one yarn, their titers and 
cross sections may differ as well, of course. In case that 
the ?laments are also made of different raw materials, 
their various characteristic may well be utilized for fur 
ther effects, such as different shrinkage or bicompo 
neat-threads may result in additional bulk effects, dif 
ferent adsorption of dyestuffs may lead to mixture yarn 
or coloured twist yarn effects or the‘ use of ?ame-proof 
or ?ame-retarding yarn components may produce ?la 
ment yarns of ameliorated ?ame resistance. On the 
other hand, it is alsopossible to modify the dyeing qual 
ities of the filaments in an appropriate manner so that 
uniform coloration may take place. Since the process 
according to the invention draws the ?laments evenly 
before breaking them, a uniform coloration all over 
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4 
their length - including the loose ?lament ends —- is 
guaranteed, in contradiction to the known processing 
methods which provoke the‘ breaking of the ?laments 
by over stretching same in the stretching area. 
A preferred embodiment of the invention are volumi 

nous ?lament yarns of component blends. which show 
different individual titers and the loose ?lament ends of 
which are formed by the yarn component having the 
lowest individual titer. 

Generally, it is useful to blend the individual compo 
nents when processing ?laments into one ?lament yarn. 
This blending may take place, depending on the spe 
ci?c conditions, in anyone of the different processing 
stages. For example, both of the two kinds of ?laments 
may be spun by means of one same spinning nozzle, or 
of two adjacent spinning nozzles, such as described by 
British Patent 1208 801. But it is also possible to ply the 
various types of ?laments while passing the stretching 
area. A better blending may, in any case, be encour 
aged by interlacing or applying an electrostatic charge. 
When choosing the false twist texturization accord 

ing to the process of the invention, the usually pre~ 
ferred devices are false twist spindles, since the turning 
around on the spindle favors even better the formation 
of ?lament ends than the torsion stress alone occuring 
during the frictional texturization. The number ‘of the 
loose ?lament ends is also in?uenced, for instance, by 
the texturization parameters temperature, yarn tension 
upstream and downstream the spindle, coating prod 
uct, number of spindle revolutions, travel speed of the 
yarn as well as by the shape and surface characteristics 
of the spindle. 1 , 

Breaking of the ?laments with reduced ?ex abrasion 
resistance takes place in irregular intervals under appli 
cation of the usual texturization parameters, but the re 
sult is an even and not periodical distribution of the 
loose ?lament ends all over the total length of the fila 
ment yarn. In contradiction to the afore said, the hith 
erto known processing methods for the preparation of 
?uffy yarns, which induce the ?laments to break by 
overstretching while being drawn, easily causes a plu 
rality of ?lament ends to break simultaneously and thus 
leads —— at least — to an irregular accumulation of the 
loose ?lament ends sticking out. All the ?lament yarns 
that may be submitted to a false twist process while 
being texturized are suitable for use in the process ac 
cording to the invention. These yarns may be com 
posed, i.e., of highmolecular polyamides, polyesters, 
polyole?ns, polyacryl-nitriles, celluloses or thread 
forming copolymers or derivatives of these materials. 
A preferred embodiment of the invention for produc 

_ ing ?lament yarns consisting of polyester ?laments is 
the simultaneously executed drawing and texturizing 
process of undrawn spinning materials (threads), 
whereby especially the use of undrawn, pre-orientated 
polyester ?laments according to the U.S. Patent appli 
cation Ser. No. 338,312 may give optimal texturization 
results. 
The drawing proportion, that is the proportion of the 

initial speed to the ?nal speed of the yarns in the false 
twist texturization apparatus has to be chosen so as to 
draw all the ?laments completely. When different ?la 
ments are utilized, efforts have to be made by the 
choice of different pre-orientations to adapt, as far as 
possible, the drawing proportions of all ?laments to 
each other. This is the only possibility that guarantees - 
the all-over uniform drawing of all the ?laments over 
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their total length, and thus to guarantee an even ad 
sorptionof dyestuff. 
The process according to the invention does not in 

sist in imparting to the fed-in spinning yarns a ?ex abra 
sion resistance of less than e.g. 1,500 revol. already be 
fore the combined drawing and texturization,v in case 
that undrawn or partially drawn ?lament yarns are uti 
lized. However, the reduction ’— according to‘the in 
vention —— of the ?ex abrasion resistance of at least one 
titer of the ?laments cannot be dispensed with at the 
moment of the yarn reaching the twister of the used 
false twist device. After being texturized the broken ?le 
ament ends are partially still sticking out far of the ?la 
ment yarn, so that they have to be interlaced at least 
temporarily before being submitted to further treat 
ment. For this purpose are suitable all known process 
methods for amelioration of the ?lament bonding such 
as treatment by sizing or twisting of the yarn.v But in 
general the application of a twist onto the ?uffy ?la 
ment yarn is not so much preferred, since this high cost 
implying processing step is responsible for a loss of vol 
ume of the ?lament yarns. A preferred method for 
ameliorating the ?lament bonding is to interlace the 
threads immediately after their having left the false 
twist texturization. The’interlacing by gas-blasting re 
places generally more and more the twist process when 
preparing synthetic threads, since this gas-blasting may 
take vplace at high turnover speeds and continuously 
following other processing stages. U.S. Pat. No. 2985 
995 e.g. describes interlacing devices. The open struc 
ture of the voluminous ?lament yarns may well be en 
tirely preserved, if interlacing of the ?lament ends may 
be produced by application of a size which can be 
washed out again after weaving or knitting. 
The voluminous ?lament yarns with loose ?lament 

ends sticking out according to the process of the inven 
tion show their superiority in course of their further 
treatment especially by the high degree of levelness of 
all their textile technological properties-all over the 
length of the yarn. These yarns display a distinctly 
higher volume — compared to the usual texturized ?la 
mentyarns -' having also a considerably higher cover 
ing power. Therefore, it is possible to produce the same 
individual impression of a speci?c material already at 
a noticeably reduced weight per square meter. How 
ever, the most remarkable quality of the fabrics formed 
by the ?lament yarns of the invention is their extremely 
low tendency to pilling. ' 
The known high tendency to pilling of spun ?ber 

yarns made of synthetic fibers could be checked and 
brought down to an acceptable level by developing so 
called “low-pilling” types of ?bers (cf. to this subject 
e.g. “P.Braun, Chemiefasern/Textilindustrie 1972, pg. 
537 to 540"). It was found, surprisingly, that the yarns 
according to the invention ~ despite their great vol 
ume and the general lack of yarn torsion — could be 
worked up to fabri'cs, the tendency to pilling of which 
did not even reach that of the most pill-lacking spun 
fiber yarns known to the art. 
The tendency to pilling of surfaces was tested by the 

Random Tumble Pilling Tester (cf. e.g. Baird, Legere, 
,Standley in “Textile Research Journal” 26 (1956), pg. 
731 and ASTM standards on textile materials 1961, pg: 
552). The tendency to pilling was evaluated visually by 
application of“Reutlinger Pillgrade" (synopsis of. e.g. 
Grunewald in Chemiefaser ( 12) 1968, pg. 936). 

20 

6 
The ?ex abrasion resistance was determined, as said 

before, by means of a ?ex abrasion device, whereby the 
?laments to be examined are loaded with 0,45 g/dtex, 
the diameter of the wire being 0,02 mm up to 6,7 dtex 
0,04 mm up to 13 dtex and 0,05 mm for even higer ti‘ 
ters, ?exing takes place at an angle of 1 10° at a speed 
of 126 revol/min. ' 
The following examples illustrate the invention: 

EXAMPLE 1 

According to the process of the invention a fluffy 
yarn as blended yarn has been produced, made up of 
12 continuous ?laments having the titer dtex 5,5 
(“yarn component dtex 67 f 12“) and of 40 ?laments 
having the titer dtex 1,7 (“yarn component dtex 67 f 
40") with loose ?lament ends sticking out. 
The yarn component 67 f 12 consisted of a polye 

thyleneterephthalate of the relative viscosity 11,-”: 1,81 
(measured at a solution of l g in 100 ml of a mixture 
of phenol-tetrachloroethane, weight proportion 3:2 at 
25°C). The polymer material for the yarn component 

a 67 f40 was prepared similar to example 1 of German 
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Auslegeschrift l 720 647, whereby the 2,4 g of zinc ac 
etate were replaced by 3,1 g of manganese acetate and 
whereby the quantity of the trimethoxysilanethane 
phosphonic acid-diethylester was increased from 48 g 
to 72 g. ' 

The two polymer materials were spun in one spinning 
nozzle according to U.S. Pat. No. 2 398 729 at a tem 
perature of 290°C and the spinning threads'fed in and 
taken up at a speed of 1400 m/min. The relative viscos 
ity of the spinning threads amounted to 1,80 to 1,56. 
Thevelongation at break of the ?laments amounted to 
310 percent for the coarse titers and 375 percent for 
the ?netiter ?laments — at room temperature, the dou 
ble refractions of the ?laments amounted to 9,3 or 6,6 
10*‘. 
The blended yarn obtained was submitted to a simul~ 

tane'ous draw-texturization in a false twist texturizing 
apparatus with false twist spindle having a'sapphire 
center pin. The feed-in speed was 57 m/min the output 
speed was 166 m/min corresponding to a stretch 
proportion of 122,90. The yarn was ?rst directed in the 
texturization device over a contact heater 1 m long, 
having a surfacial temperature of 190°C, the distance 
between the contact heater and the spindle was 15 cm. 
A false twist was imparted to the ?lament yarn of 

2,700 revol/m. The ?lament yarn was interlaced in a 
gas jet after having left the texturizing device, and then 
rolled up. _ 

The obtained voluminous’ ?lament yarn showed an 
average of two loose ?lament ends per cm of yarn 
length. This fact allows to estimate an average “staple 
length” of abt. 40 cm, considering the 40 individual ?l 
aments of the yarn component 67 f 40. The broken ?la 
ment ends showed a ?ex abrasion resistance of 350 
revol., whilst the ?laments of the other yarn component 
(67 f 12) showed a ?ex abrasion resistance of 3,630 
revol (in each case is given the average out of 25 mea 
surings). 

EXAMPLE 2 

A ?lament yarn of the total titer of dtex 135 f52 ac 
cording to example 1 had been worked up to a fabric 
with linen weave in warp and weft, the weight per sq.m 
was 106 g. The fabric was ?nished as usual, i.e. washed, 
dried, dyed (90 minutes at 125°C) and set (156°) and 
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then submitted in this condition to a pilling test by the 
Random Tumble Pillinger Tester. FIG. 1, line A repre~ 
sents the values measured. 
For comparison’s sake fabrics have been used made 

of ?ber yarn, in one case a material made of a low 
pilling polyester type, whereby the used polymer mate 
rial was that ofv example 1, (of the yarn component 67 
f40); The ?ber yarn with N,,, 70/1 and a twist of 980 
rev/m was composed of spun ?bers having the individ 
ual titer dtex 1,7/40 mm, the ?ex abrasion resistance 
was that of the yarn component 67 f40 of example 1. 
This ?ber yarn was worked up in the same manner to 
a fabric of'linen weave having the same weight per sq.m 
and being finished identically. The obtaining pilling line 
was shown with “B” in FIG. 1. ' 
A further comparison was made on the basis of a 

fiber yarn made of normal polyester as per the yarn 
component 67f 12 of example 1. The material showed 
approximately the same ?ex abrasion resistance of abt. 
3 800 revol., was -— however —— corresponding exactly 
to the aforedescribed spun ?ber yarn of the low pilling 
type. Similar fabrics were also made of this material 
and their pilling properties tested (line C in FIG. 1). 
As the lines of FIG. 1 demonstrate, comparative test 

C under the chosen test conditions (?ber yarn made of 
' normal polyethylen-terephthalate) shows a strong ten 
dency to pilling, which climbs fast to value 7 (heavily 
pilled, shape of the pill mostly ripe) during the test and 
then remains on this level. Contradictory to these re 
sults, a fabric made of low-pilling polyethylene 
terephthalate-?ber yarn shows —- after having passed 
an initial maximum -, stable values of the test grade 1, 

. i.e. only roughened, ?uffy, ?brous (line B). Fabrics 
made of the voluminous ?lament yarn according to the 
invention having individual ?lament ends, at the begin- 
ning of the-pilling test also shows ?rst a climbing line, 
but already one hour of test time later it dropped back 
Zero, that means that the test fabric did not show any 
modifications later on. 
Double-sided circular knit goods (lap Rodier) having 

a weight p/sq.m of abt. 173 g/sq.m each have also been 
produced of the ?lament yarns of example 1 as well as 
ofthe ?ber yarn speci?ed above, and submitted to cor 
responding pilling tests. The pilling curves obtained for 
these knit goods were exactly of the same direction as 
the line of FIG. 1. 
The fabrics produced of the voluminous ?lament 

yarns according to the invention showed remarkable 
differences concerning covering power, volume and 
purity of the appearance compared to those made of 
fiber yarns, at the same weight per square meter. All 
the criterions could be much better evaluated via the 
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fabrics formed by voluminous ?lament yarns according . 
to the invention. 

EXAMPLE 3 

The undrawn blended ?lament yarn according to ex 
ample l was submitted to a so-.called sequence texturi 
zation process. The drawing of the yarn occurs between 
two feed-in devices at speeds of 48 and 166 m/min. 
over a pin heated to 90°C.. The yarn, immediately after 
the drawingprocess still entirely free of loose or broken 
ends, was then directly fed into a continuously working 
false twist apparatus, the same embodiment as speci 
fied in expl. l. The yarn was charged with a false twist 
of 2,700 r/m and after having left the texturization de 
vice the yarn is treated with a sizing product of acrylic 
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acid ethylester, acrylic acid amide and acrylic acid so 
dium salt for amelioration of the ?lament bonding. The 
size coating amounted to abt. 10wt‘/¢. The obtained vo 
luminous ?lament yarn having several loose ?lament 
ends sticking outshowed abt. 2 ?lament ends per cm 
of yarn length. ' 

EXAMPLE 4 

According to‘ a further operational variation of the 
invention the ?lament yarn had been produced in such 
a way, that the two blended yarn components were 
spun separately, plyed in a draw'twister and then tex 
turized. The spun material was polyethylene 
terephthalate, as described in example 1, at a tempera 
ture of 290°C. The yarn component for producing dtex 
67f 12 was rolled up at a melt output of 35,5 g/min at 
a speed of 2 400 m/min., whilst the yarn component for 
dtex 67 f 40 was rolled up at a melt output of 32,5 
g/min at a speed of 2,200 m/min. 
The two spinning bobbins were fed into a known 

draw-twister and jointly drawn at a drawing proportion 
of 1:2,2 over a heated pin,'a surfacial temperature of 
100°C and an adjacent heater plate having a tempera 
ture of 165°C. The two yarn components were plyed on 
the draw-twister, the obtained blended yarn showed a 
twist of 20 r/m, loose ends of individual ?laments could 
not be observed. 
A separate measuring-of textile values showed for 

dtex 67f 12 a strength of 36,5 g/tex at a torsion of 27 
percent and a ?ex abrasion resistance of 3,800 rev., 
whilst the yarn component 67 f40 had a strength of 27 
g/tex at 32 percent of torsion and a ?ex abrasion resis 
tance of 415 rev. 

The blended yarn was fed into a known false twist 
texturizing device with a false twist spindle and textur 
ized at a feed-in speed of 147,5 m/min, a contact heater 
temperature of 190°C and a false twist of 2,300 twist 
per meter. At an output speed of the false twist device, 
being situated 1 percent below the input-speed, a 
thread tension of 25 g upstream the texturizing spindle 
with sapphire center pin and of 55 g downstream the 
spindle had been measured. The obtained voluminous, 
highly elastic ?lament yarn showed not only a crimped, 
but also an excellent ?ber-like character due to the nu 
merous loose ?lament ends sticking out having an indi 
vidual titer of dtex 1,7. 
We claim: 
1. Process for preparing a voluminous ?lament yarn 

with several loose ?lament ends sticking out by means 
of false twist texturization including the use of fila 
ments having ~— at least partially-a ?ex abrasion resis 
tance of less than vabout 1,500 cycles, said ?lament 
yarns being fed into known false twist texturizing de 
vices and texturized therein, whereby the ?laments 
having ?ex abrasion resistance values of less than about 
1,500 cycles break in irregular intervals due to the 
transversal stress applied within the texturization area, 
interlacing the thus. obtained loose ?lament ends stick 
ing out, at least temporarily. ' 

2. process according to claim 1, wherein the ?lament 
yarns used consist — at least partially — of ?laments 
made of thread-forming synthetic highpolymers. 

3. Process according to claim 1, wherein at least part 
of the ?laments used have a ?ex abrasion resistance of 
less than about 1,000 cycles. 
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4. Process according to claim 1, wherein at least part 
of the ?laments used have a ?ex abrasion resistance of 
less than about 500 cycles. 

5. Process according to claim 1, wherein the ?lament 
yarns used consist of thread-forming highmolecular 
polyesters. ' 

6. Process according to claim 1, wherein the ?lament 
yarns used consist of unstretched or partially stretched 
?lament yarns, being composed of thread-forming syn- ' 
thetic high-polymers and wherein these ?lament yarns 
are simultaneously stretched and false twist texturized. 

7. Process according to claim 1’, wherein the false 
twist texturization is performed by means of a false 
twist spindle. ' 
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8. Process for preparing a voluminous ?lament yarn 

with several loose ?lament ends sticking out by means 
of a drawing process carried out prior to or simulta 
neously with false twist texturization, including the use 
of ?laments having — at least partially — a ?ex abra 
sion resistance of less than about 1,500 cycles, said ?la 
ment yarns being fed into known false twist texturizing 
devices and texturized therein, whereby the ?laments 
having ?ex abrasion resistance values of less than about 
1,500 cycles break in irregular intervals due to the 
transversal stress applied within the texturization area, 
interlacing the thus obtained loose ?lament ends stick~ 
ing out, at least temporarily. 

* * * * >l< 


