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[57] ABSTRACT 
Sutures are provided with long-lasting biocidal proper 
ties against both gram-negative and gram-positive bac 
teria by incorporating substantially water-insoluble 
salts of an acid antibiotic and a basic antibiotic into 
the body of the suture. The sutures can be prepared 
by sequentially impregnating the sutures with aqueous 
solutions of the respective antibiotics or by ?rst form 
ing the water-soluble salt of the antibiotic and impreg 
nating the suture with an organic solution of the wa 
ter-insoluble salt. 

8 Claims, N0 Drawings 
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SUTURES HAVING LONG-LASTING BIOCIDAL 
PROPERTIES 

This is a continuation in part of my US. application 
Ser. No. 851,739 ?led Aug. 20, 1969, now abandoned, 
which in turn is a continuation in part of application 
Ser. No. 648,247, ?led June 23, 1967, now abandoned. 
The present invention relates to sutures having long 

lasting anti-bacterial properties and to methods of pro 
viding such sutures. 
There have been several attempts to provide anti 

bacterial material in sutures. For example, US. Pat. 
Nos. 86 l ,23 l , and 2,751,910 relate to providing germi 
cidal sutures. 

Also, antibiotics have been previously employed to 
coat or impregnate various textile materials in order to 
induce therein bactericidal properties. As noted in U.S. 
Pat. No. 2,830,011 to Parker et al, however, except for 
neomycin such materials have been limited to single 
use purposes and have been discarded or thrown away 
following such single use. The reason for this was the 
fact that the antibiotics were not sufficiently stable or 
substantive and consequently could not remain in ac 
tive acti-bacterial form therein following cleaning oper 
ations prior to reuse. Consequently, use of antibiotics 
as impregnants has been limited and their commercial 
acceptance has not been as widespread as their charac 
teristics indicate. 

it is thus desirable that the biocides should be tena 
ciously held by the suture to prevent repid leaching and 
yet the biocide cannot be so intimately held that its an 
ti-bacterial activity is lost. The problem in the art has 
been to provide feasible techniques to make sutures 
with long-lasting anti-bacterial properties. 
Sutures having long-lasting biocidal properties are 

provided according to the invention by providing uni 
formily throughout the body of the suturela substan 
tially water-insoluble salt of an acid antibiotic and basic 
antibiotic. The bactericide is actually incorporated 
within the body of the suture and is not merely depos 
ited on the surface thereof. The insoluble anti-bacterial 
salts of the invention comprise a cation of a basic anti 
biotic and an anion of an acid antibiotic and have been 
found surprisingly to provide long-lasting effectiveness 
against both gram-positive and gram-negative bacteria 
despite their high water-insolubility. In general, the sol 
ubility in water at 25°C of the antibiotic salts of the in 
vention does not exceed about 4.0 mg. per ml. and 
preferably does not exceed 2.0 mg. per ml. in fact, the 
particularly preferred antibiotic salts of the invention 
have a solubility of less than 1.0 mg. per ml. yet exhibit 
extraordinary effectiveness against both gram-positive 
and gram-negative bacteria. While the biocidal materi 
als are substantially insoluble in water, they are gener 
ally soluble in organic solvents (e.g. methyl and ethyl 
alcohol, ether, ethyl acetate, benzene, chloroform, ace 
tone, dimethylsulfoxide and other common organic sol 
vents) and can generally be dissolved in aqueous or 
ganic solvents. 
Thus, in accordance with the present invention a per 

sistent reservoir of a water-insoluble agent is estab 
lished within the suture which offers broad spectrum 
antibiotic activity.‘ _ , 

Suitable basic antibiotics which may be used to form 
the substantially water-insoluble salts of the invention 
include those classi?ed as polypeptides, sugars and 
bases. Among the polypeptides may be mentioned bac 
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2 
itracin, polymyxins, tyrothricin and vancomycin. Sug 
ars include neomycin, erythromycin, streptomycin, 
vancomycin and nystatin. Bases include cycloserine, 
tetracycline, aureomycin and terramycin. The pre 
ferred basic antibiotics are gentamicin and polymixin 
B. 

Illustrative of suitable acid antibiotics are penicillins, 
fumagillin and cephalosporins such as cephalolexin, 
cephaloglycin, cephaloridine and cephalothin. The 
term “penicillins” as used herein means acid antibiotics 
which are structurally o-substituted penicillanic acids 
such as Penicillins G, N, O and V, nafcillin, methicillin. 
oxacillin and the like. 
Both the cation of the basic antibiotic and the anion 

of the acid antibiotic are conveniently provided in 
aqueous solutions of the respective antibiotics or their 
water-soluble addition salts. Mineral acid salts of the 
basic antibiotic are particularly good sources for the 
cations whereas the alkali metal, e.g. Na and K salts of 
the acid antibiotic are preferred sources for the anions. 
Preparation of the substantially water-insoluble salt is 
simply accomplished by combining these aqueous solu 
tions of the cations and anions to form the salt which 
will precipitate. 
The long'lasting anti-bacterial materials mentioned 

above can, according to the invention, be provided in 
situ in any suture material which is swellable but not it 
self particularly soluble in the solution employed for 
the impregnation. The substrate is simply contacted 
with a solution of the water-insoluble anti-bacterial salt 
in a solvent such as an organic solvent or which is also 
a swelling agent for the suture. In this manner the sol— 
vent swells the suture and the solvent plus salt will pen 
etrate into the body of the suture material. The solvent 
can then be removed by evaporation, extraction, etc., 
and the salt will remain incorporated into the body of 
the suture. This impregnation procedure offers a con 
venient method of introducing a water-insoluble bac 
tericide into the body of the suture that remains sur 
prisingly effective against both gram-positive and gram 
negative bacteria. In addition, this method offers the 
additional advantages of enabling precise determina 
tion of the concentrations of each antibiotic present in 
the suture. An alternative method of introducing the 
insoluble germicide into the suture comprises deposit 
ing the salt in situ by sequentially treating the suture 
with a solution of the acid antibiotic and a solution of 
the basic antibiotic solution or vice versa. This method 
has been surprisingly found to incorporate higher con 
centrations of the second added antibiotic in a single 
impregnation than can be obtained by an impregnation 
with the same antibiotic alone, that is, without the pre~ 
viously added antibiotic. In either case, the solutions 
will include a swelling agent which enhances impregna 
tion into the suture. The swelling agent may be water 
or an organic solvent. The solutions can be heated to 
aid impregnation provided that the biocides are not de 
stroyed by such heat. 
The invention is further illustrated in the examples 

which follow. 7 

EXAMPLE I 

Twenty-?ve yards of size 2/0 surgical silk sutures are 
measured out and vacuum dried for 3 hours at 100°F. 
The dry weight of the suture is taken and the suture is 
immersed in a 10 percent aqueous solution of gentami- ' 
cin sulfate maintained at approximately 100°F for 
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about 8 to 24 hours. After this treatment the suture is 
removed from the oven and blotted to remove excess 
water. The suture is then vacuum dried at l00°F for 16 
to 24 hours and its dry weight taken to determine the 
mg/yd pickup. 
The resulting suture is then subjected to a second 

treatment comprising immersing the suture in a 10 per 
cent aqueous solution of sodium oxacillin maintained 
at 100°F for a period of 2-4 hours. The drying process 
described above is repeated and the mg/yd pickup is 
calculated. 
The results of the above described treatments are set 

forth in the following Table I. 

Table l 

Antibiotic Gentamicin Sulfate 
% aq. 

Suture size 2/0 
mg/yd. pickup 2.6 
Antibiotic Sodium oxacillin 

10% aq. 
mg/yd. pickup 3.0 
Total mg/yd. pickup 5.6 

The aqueous solution employed in the above treat 
ments are each capable of swelling the silk suture and 
an intra-fibrillar precipitate of gentamicin oxacillinate 
is thus formed well within the body of the suture. The 
precipitate is then held tenaciously within the body of 
the suture such that it is very resistant to the leaching 
action of body ?uids and this provides a persistant res 
ervoir for both the gentamicin and the oxacillin antibi 
otics. It is also resistant to repeated washings and thus 
provides sutures which are persistently effective against 
gram negative and gram positive bacteria even after re— 
peated washings. 
For comparison, a similar suture is subjected to im 

pregnation with a 10 percent aqueous solution of so 
dium oxacillin alone. The pick up of oxacillin in the su 
ture is found to be 0.4 mg/yd. Comparing the oxacillin 
pickup in this suture with that of the method of the 
present invention shows that the method of the present 
invention is capable of introducing larger amounts of 
the second added antibiotic in a single impregnation. 

EXAMPLE I] 

The procedure of Example I is repeated substituting 
polymyxin B sulfate for gentamicin sulfate to provide 
a silk suture having incorporated therein polymyxin B 
oxacillinate. The results of the treatments are summa 
rized in the following Table 2. 

Table 2 

Antibiotic Polymyxin B Sulfate 
l0% aq. 

Suture size 2/0 
mg/yd. pickup 0.35 
Antibiotic Sodium Oxacillin 

10'71 aq. 
mg/yd. pickup 4.2 

4.55 Total mg/yd. pickup 

Comparing the pickup of oxacillin in this example 
with the pickup of oxacillin by impregnations with a 10 
percent aqueous solution of sodium oxacillin shown in 
Example I demonstrates that sutures having greater 
amounts of the second added antibiotic can be pro 
vided. 
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EXAMPLE III 

The procedure of Example I is repeated substituting 
sodium cephalothin for sodium oxacillin to provide a 
suture having incorporated therein polymyxin B ceph~ 
alothinate. The results of the impregnations are sum 
marized below in Table 3: 

Table 3 

Antibiotic Polymyxin B Sulfate 
I071 ag. 

Suture size 2/0 
mg/yd. pickup 10.6 
Antibiotic Sodium Cephalothinatc 

10% aq. 
mg/yd. pickup 16.3 
Total mg/yd. pickup 26.9 

For comparison, a similar suture is subjected to im 
pregnation with a 10 percent aqueous solution of so 
dium cephalothin along. The highest level of sodium 
cephalothin that is incorporated in the suture is 1.0 
mg/yd. 

EXAMPLE IV 

Substantially water-insoluble polymyxin B oxacilli 
nate is ?rst prepared by mixing together at room tem 
perature a 10 percent aqueous solution of polymyxin B . 
sulfate and a 10 percent aqueous solution of sodium ox 
acillin. The resulting precipitate of polymyxin B oxacil 
linate is recovered and dissolved in 75/25 ethyl al 
cohol/water. 
20 yards of surgical silk suture size 2/0 is predried in 

a vacuum oven at 100°F for 3 hours. The dry weight of 
the suture is determined and it is placed in the satu 
rated solution of polymyxin B oxacillinate for 2 hours. 
A platform is used to cover precipitate in the treating 
container in order to avoid surface crust on the suture. 
The suture is then removed from the solution, the ex 
cess solution blotted off and the suture vacuum dried 
for 16 hours at 100°F. The pickup of polymyxin B ox 
acillinate is found to be 1.2 mg/yd. 

EXAMPLE V 

Gentamicin oxacillinate is prepared as described in 
Example III by substituting gentamicin sulfate for 
polym xin B sulfate. A size 2/0 braided Dacron polyes 
ter (polyethylene terephthalate) surgical suture having 
incorporated therein gentamicin oxacillinate is pre 
pared by following the impregnation procedure de 
scribed in Example IV. 
The suture material can be natural, such as silk, gut 

and cotton, or synthetic such as regenerated cellulose, 
cellulose esters, polyamides, polyacrylics, polyesters, 
polyvinyls and polyole?ns. 

Several of the anti-bacterial salts of the invention 
have virtually unmeasurable solubility in water. How 
ever, sutures provided with these salts exhibit long 
lasting anti-bacterial activity. Therefore, it is consid 
ered appropriate to include within the meaning of sub 
stantially insoluble, those materials which have a solu 
bility in water which ranges from substantially unde 
tectable to about 4.0 mg per ml at 25°C. 
The amount of insoluble compound provided in the 

suture can vary widely and large amounts can be pro 
vided by repeating the impregnation process. Anti 
bacterial activity is achieved with very small amounts 
of material. In general, the amount of antibacterial ma 
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terial in the suture will depend upon the intended use, 
and in general, up to 25 or even 50 percent by weight 
based on the suture material is contemplated. The min 
imum amount of biocide is largely a matter of choice, 
but trace amounts and amounts as low as l.() percent 
or 0.1 percent by weight, based on the weight of the su 
ture, are effective. Although more anti-bacterial mate 
rial can be provided in some cases, it is generally not 
practical to do so since lesser amounts achieve the de 
sired persistent anti-bacterial action and the preferred 
amount of anti-bacterial material for sutures is there 
fore between 0.1 and 20 percent by weight based on 
the weight of the suture material. 
The persistent anti-bacterial activity of sutures pro 

vided with insoluble biodical salts according to the in 
vention is demonstrated by placing sutures prepared 
according to the invention as shown in the foregoing 
examples, in contact with organism such as Bacillus 
subtilis, Escherichia coli or Staphlococcus aureus. 
Even after repeated washings, the area around a silk su 
ture containing the bactericides of the invention will 
remain clear of the organism whereas no inhibition 
thereof is noted when placing a similarly washed thread 
originally treated with an individual antibiotic in the 
same environment. Similarly, the persistent anti 
bacterial nature of the suture is illustrated by in vivo 
testings in mice. Silk sutures treated according to the 
invention, after being implanted in mice for ?ve days, 
show no growth of organisms when removed and 
placed in a culture medium. 
The sutures to which the invention relates are, with 

the exception of the long-lasting biocides incorporated 
therein, of conventional configuration and materials. 
The sutures are generally sterilized and may be at 
tached to suture needles in the usual manner and pack 
aged in a sterile condition. 

Particularly good results have been achieved with in 
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6 
soluble salts formed from gentamicin and penicillins, 
particularly the synthetic penicillins effective against 
gram-positive bacteria such as nafcillin, methicillin and 
oxacillin. The gentamicin cation is effective against 
pseudomonads and proteus and the synthetic penicil 
lins are effective against penicillin resistant strains of 
staphglcocci. When provided in a suture according to 
the present invention, the antimicrobial results are ex 
cellent and there is substantially no tissue reaction. 

It is claimed: 
1. A surgical suture having long-lasting bactericidal 

properties comprising a suture strand having incorpo 
rated substantially uniformly within the body thereof 
throughout its length an effective amount of a substan 
tially water-insoluble salt of a penicillin and a basic an 
tibiotic selected from the group consisting of gentami 
cin and a polymyxin, said substantially water-insoluble 
salt being held tenaciously in said suture strand to pro 
vide a long-lasting source of both said antibiotics. 

2. The surgical suture of claim 1 wherein the basic 
antibiotic is gentamicin. 

3. The surgical suture of claim 1 wherein the basic 
antibiotic is a polymyxin. 

4. The surgical suture of claim 1 wherein the basic 
antibiotic is polymyxin B. 

5. The surgical suture of claim 4 wherein the penicil 
lin is oxacillin. 

6. The surgical suture of claim 1 wherein the substan 
tially water-insoluble salt is a'salt of gentamicin and ox 
acillin. . 

7. The surgical suture of claim 1 wherein the substan 
tially water-insoluble salt is a salt of polymyxin and oxa 
cillin. 

8. The surgical suture of claim 1 wherein the suture 
is of a material selected from silk and gut. 

* >l< * * * 


