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CERAMIC DECALCOMANIAS INCLUDING 
DESIGN LAYER FREE OF GLASS 

This is a continuation of application Ser. No. 193,153 
?led Oct. 27, 1971 now U.S. Pat. No. 3,769,055. 

BRIEF SUMMARY OF THE INVENTION 

The present invention relates to a method of prepar 
ing an overglaze ceramic decalcomania or decal by wet 
printing a design layer, free of glass, on a backing sheet 
and separately ‘depositing a protective coating of 
prefused glass flux on the wet design layer. 

BACKGROUND OF THE INVENTION 

A decal usually is comprised of a multi-layer struc 
ture including a backing, a design layer and a protec 
tive layer applied over the design layer. The colors in 
the design layer are formed from inorganic pigments or 
oxides. A layer facilitating release of the backing from 
the design may be interposed between the backing 
layer and the design layer.‘ 
A number of different types of decals are used at 

present in the pottery industry to apply patterns to ce 
ramic ware. One of these is the so-called “underglaze” 
decal. This type of decal is applied to the ware after the 
ware has been formed but before it is glazed. Thereaf 
ter, a glaze is applied over the ware and decal. This 
glaze consists of a vitreous coating. The coating is 
formed directly from raw materials so ‘that a very high 
temperature must be used in ?ring the ware to form the 
glass. The result of this process is a protective coating 
over the pigment such that the pigment will not be sub 
ject to chemical and mechanical attack such as pro 
duced by modern chemical detergents and mechanical 
washing devices. However, the use of such a high tem 
perature as is necessary to form the glaze destroys the 
color value of many of the pigments that would be pre 
ferred to produce the desired colors. In addition, the 
glaze may be somewhat opaque so that the designs of 
the decal are obscured. It will be appreciated from the 
foregoing that this underglaze ceramic decal is limited 
in application. 
As a result of these limitations, the so-called “over 

glaze” decals were developed. That is, decals which are 
applied to the ware after the high temperature glaze has 
been put on. These overglaze decals can generally be 
divided into two classes —- silk screen decals and litho 
graphic decals. . ' 

In the silk screen process a silk screen template or 
stencil is placed over the surface on which pigment is 
to be deposited and the pigment applied through the 
screen. If the decal were of the “water mount” or “slide 
off” type, the surface on which the pigment is applied 
would be the layer on water soluble gum which has 
been placed over a paper backing. In this process a rel 
atively thick layer of pigment is deposited over the en 
tire surface covered by the stencil. In order to increase 
the permanence of the design in the silk screen decal, 
a quantity of powdered low melting point glass may be 
mixed with the pigment so that when the pattern is set 
by the application of heat this powdered glass will fuse 
and become a part of the pattern itself. The silk screen 
decals, however, like the underglaze decals, are subject 
to a number of limitations. For example, the ?ne and 
clear cut designs and, tonal variations available in the 
lithographic process cannot be obtained by the silk 
screen process. Also, the thicker pattern which results 
from this process is not always desirable. Because of 
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these limitations lithographic decals are widely used in 
the industry. 

Lithographic decals are formed by printing a layer of 
the desired pattern for one pigment in a clear varnish 
and then dusting the pigment over the entire sheet in 
a lithographic process. The sheet is then cleaned leav 
ing pigment only where the varnish is. The sheet is then 
permitted to dry. If other colors are desired, the forego 
ing process must be repeated for each color. It will be 
appreciated that a large proportion of pigment is 
wasted in this process because it is dusted over the en 
tire sheet and a great deal is not recovered in the clean 
ing process. A great deal less is required in the method 
of the present invention because pigment is only 
printed on these areas where it is desired. 
Kane, U.S. Pat. No. 2,734, 840, discloses a litho 

graphic decal which is strongly resistant to chemical 
and mechanical attack and which is made by dusting a 
mixture of powdered glass and solid pigment powder or 
solid pigment globules on a backing sheet containing an 
adhesive such as a gum or varnish to form a dry design 
layer thereon and thereafter covering the pigment-glass 
design layer with a layer of powdered low melting point 
glass. Conventional wet printing techniques such as off 
set printing cannot be employed to form the dry design 
layer disclosed by Kane. If the pigment-glass mixtures 
of Kane are employed in a wet printing medium, the 
presence of the glass with the pigment dilutes the color 
value of the pigment. Excessively large amounts of pig 
ment would be required to compensate for color dilu 
tion, the result of which would be the formation of ex 
cessively thick design layers, which serve no useful pur 
pose. In addition, spreading of the color by means of 
printing rollers, employed in wet printing techniques, is 
dif?cult because of the present of relatively large glass 
particles. 

British Pat. No. 1,094,104 to Johnson, Matthey & 
Co. discloses a ceramic pigment transfer and method 
for making the same wherein an ink comprising a print 
ing medium or varnish incorporating a ceramic pig 
ment is applied to a backing sheet and a covering layer 
‘of an adhesion-promoting ?ux of glass-forming constit 
uents is applied over the pigment layer. The covering 
layer is adapted to fuse to form an outer protective 
layer when ?red. The flux of glass-forming constituents 
is said to include constituents adapted to form a lead 
borosilicate glass, such as lead oxide, boric acid and sil 
ica. 

It has been found that where glass-forming constitu 
ents, such as lead oxide, boric acid and silica, are 
coated on the pigment layer and fired, these glass 
forming constituents each have a different melting 
point and therefore melt at different times on the pig 
ment layer, causing the pigment layer to become 
spotty. It is only after all of these glass-forming constit 
uents melt and chemically react that glass is, in fact, 
formed. However, by this time it is too late and the de 
sign is already discolored. The problem of discoloration 
of the design or pigment layer is inherent in the process 
of this British patent. . 

Lawrence, U.S. Pat. No. 2,008,763, discloses a trans 
fer or decal substitute wherein a design is applied to a 
base by means of a marking composition comprised of 
gum dammar (70 parts), castor oil (20 parts), kerosene 
(40 parts) and boiled lenseed oil (20 parts) and which 
can contain a metallic pigment. After the marking is 
applied to the base, the marking may be dusted with a 
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non-fusible bronze powder which clings to the moist 
design. The marking is then allowed to dry at room 
temperature by evaporation of the kerosene. The trans 
fer thereby produced has the inherent limitation that 
the non-fusible bronze powder layer could mask orv in 
terfere with the marking if a metallic pigment other 
then bronze is employed ‘in the marking. These decals 
are not ceramic decals. ' - ' 

OBJECTS 
It is, accordingly, an object of the present invention 

to provide an improved method for printing a decal. 
Another object is to provide a method for forming an 
improved overglaze decal which requires less pigment. 
Still another object is to provide a faster, more eco-' 
nomical method for preparing a decal. A further object 
is to provide an improved method for applying a v?ux 
layer to the design layer of a decal. These and other ob 
jects of the present invention will be, apparent from the 
following description. . . ' - 

DETAILED DESCRIPTION OF THE INVENTION 
In accordance with the present invention, there is 

provided a method for the preparation of an overglaze 
ceramic decalcomania, whichcomprises forming a wet 
ink formulation free of glass and comprising an oxide 
coloring agent and a liquid printing medium or vehicle 
such as a drying oil, varnish or resin, wet printing the 
wet ink formulation on a decalcomania backing sheet 
to form a wet design layer thereon free of glass, and 
separately depositing on the wet design layer a protec 
tive coating in the form of a prefused glass flux. If de 
sired, the, prefused glass flux layer may be initially de 
posited on the backing sheet and the wet design layer 
wet printed on the glass layer. When the backing sheet 
containing the wet design layer and protective coating 
is positioned on a glazed piece of ware and tired, the 
protective coating of prefused glass ?ux fuses and 
tightly binds the design layer to the ware. .: 
When wet printing the wet ink formulation on the 

decalcomania backing sheet, a relatively thin design 
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layer is formed which may be of any color of any de- I‘ '~ 
sired intensity. The design layer should have a thick- ' 
ness within the range of from about 3 .to about 
8 microns and preferably from about 2 to about 6 
vmicrons. ~ . 

The wet design layer can be foremd in accordance 
with the invention employing only a fraction (for exam 
ple from 1/20 to H5) of the pigment as would be re 
quired in prior art processes wherein dry or solid pig 
ments plus glass is employed to obtain the same inten~ 
sity of color as obtained in such processes. Accord 
ingly, the use of wet printing results in a process which 
is far and away more efficient than prior art processes 
as exemplified by the Kane patent mentioned hereto 
fore. 

that it does not interfere with or mask the colors of the 
design layer. The prefused glass ?ux may include a me 
tallic oxide. The metallic oxide would be present in an 
amount within the range of from about 1 to about 8 
percent by weight. ' 
An amount of the prefused glass flux should be de 

posited on the wet design layer so that the protective 
glass coating thereafter formed will have a thickness 
within the range of from about 6 to about 28 microns 
and preferably from about 9 to about 20 microns. Thus, 
the ratio of thickness of the glass protective coating to 
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The prefused glass ?ux protective layer is colorless so ' 
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4 
the design layer should “be within ‘the rangQ-cf from 
about 3:1 to about 3%:1 and preferably from about 2:1 
to about21/2:l. . ,, . > ~ 

The decal of the present invention may be provided 
with any suitable backing, such as a dry strippable 
backing or a solvent mount or a water mount slide-off 
decal. ‘The backing may be of paper. or other. suitable 
material such as, for example, plastic or fabric. _ 
~ The ,wet designlayer may be applied to the backing 
as one or morelayers of an ink comprising an oxide col 
orant and a printing medium or vehicle without a glass 
?ux or binder. The ink should contain from about 30 
to about 60 percent by weight and preferably from 
about 35. to about .45 percent by weight oxidecolorant. 
The printing medium or vehicle may be formed, for ex 
ample, from one or_rn_ore of such materials as drying 
oils, varnishes, or resins. Some examples of suitable res 
ins are, alkyds, phenolics, urea-formaldehydes, mela 
mine-formaldehydes, polyesters, melamine alkyds, vi 
nyls, and acrylics. Various additives maybe incorpo 
rated intothe behicles, for example, dryers, promotors, 
and/or accelerators. - . I 1 . 

The coloring agents of the design layer‘ comprise ce 
ramic pigments, havingan average particle size within 
the range of from about 0.5 to'about 2 microns which 
are incorporated into thebinder'or vehicle. Preferably, 
the. pigments are metallic oxides of fine particle size, 
such as of an average particle of less than about l.-mi 
cron..v The pigments which may be usedand the manner 
of their use are known to those skilled in the art. The 
oxides .of the following elements are mentioned merely 
by way of example of some suitable ceramic-pigments 
and the colors obtainable therefrom: - 

Oxide of Color 

Fe, Cr, Zn Brown 
Co, _Al Blue 
Cl‘ ' ‘Green 

PB, Sb, .Cd Yellow 
Cd, Se, S Red 

As known to those skilled in ‘the art, the composition 
of the vehicle or binder of the design layer is varied de 
pending upon the oxide or oxides used as coloring 
agent. No glass is present in the design layer. While the 
ink formulation must be varied depending upon the ox 
ides employed, as is known to those-skilled in the art, 
some typical ink formulations wherein the parts are ex 
pressed as parts by weight'are as follows: 

INGREDIENT 

Gel No. 100 (linseed-alkyd resin varnish 
gelled by aluminum octoate, supplied 
by Zobel Co.) 1 Y - 

Linseed No. 4 (linseed oil of 62.1 
stokes viscosity) 

Linseed No. l (linseed oil of 14.4 
stokes viscosity) . . 

Lead Drier ' 2 
Manganese Drier ' - > 2 

Oxide (pigment) 
Aroplaz 2506 (alkyd resin supplied 

by Archer-Daniels) 
Aroplaz 1274 (alkyd resin supplied 

by Archer-Daniels) , 
Pu?'o No. 2 (thixotropic control agent 

supplied by Mooney 
Petroleum Jelly 
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The coating or layer of powdered glass may be a low 
melting point glass or a high melting point glass having 
an average particle size within the range of from about 
4 to about 12 microns. The essential requirement is 
that the glass should fuse at the ?ring temperature em 
ployed to bond the design to the ware. A low melting 
point glass may be composed essentially of powdered 
pre-fused lead bore-silicate glass which may also con 
tain increments of one or more of the oxides of lithium, 
sodium, potassium, magnesium, calcium, aluminum, 
cadmium, zirconium or titanium. 
A pre-fused flux may, for example, be formed ac 

cording to the following formulation: 

INGREDIENT % BY WEIGHT 

lead oxide 50 
boric acid 30 
silica 19 
alumina 1 
zirconia trace 
titania trace 

According to the present invention new and im 
proved printing procedures are obtainable. It is possi 
ble to wet print the design according to conventional 
printing techniques such as by screen printing or offset 
lithography and then to apply over the wet design a 
prefused glass flux to permit fusion of the design to a 
ceramic surface. The ?ux may be applied over the de 
sign by various methods, such as, silk screening, offset 
printing, or by printing a clear ?lm over the design and 
then dusting a prefused flux over the film. If desired, 
the dusting operation may be eliminated by incorporat 
ing the flux into a film such as a printing varnish, oil or 
resin. 

It is also possible to print the design as above and to 
dust a prefused flux over each color as each color is 
printed. In this way a separate step of applying flux over 
the entire design is eliminated. The flux that is picked 
up by the tacky varnish will enable the ceramic 
calcined pigment to fuse to the ceramic surface. This 
procedure also prevents offsetting of the ink when the 
printed designs are stacked or piled on top of one an 
other. 

It is also possible to print a prefused flux (either as a 
dust or as a moist coating) on an adhesive-coated pa 
per, such as paper coated with gum arabic and dextrin. 
The flux coated paper is then overprinted with the pig 
mented vehicle or design. It is then possible, if desired 
to overprint the design with another flux whereby the 
design is sandwiched between two flux prints. 

It is also possible to silk screen a white color on an 
adhesive-coated paper and then to print the design, for 
example by offset printing, on top of the white color by 
use of a wet print. (It is not possible to dust the design 
in the form of a dry powder as the dust would cling to 
the white leaving a stain on the non-design portion of 
the decal after ?ring.) Such a design can be ?red on a 
transparent glass. The white background is necessary 
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since offset printing does not deposit sufficient color to 
provide opaqueness on transparent glass. In place of 
the white color, it is also possible to employ a silk 
screen flux. 

A further advantage of the method invention is that 
the decal thereby produced can include dark colors 
printed on lighter colors, which is not now possible. 

It will be appreciated that the present description has 
been by way of example only and is not intended as a 
limitation to the scope of the invention. 
What is claimed is: 
1. A ceramic decalcomania adapted to be applied to 

a vitreous surface comprising a decalcomania backing 
sheet, a design layer comprised of one or more ceramic 
oxide pigments free of glass disposed on said backing 
sheet, and a layer of protective coating consisting es 
sentially of prefused glass flux, disposed on said design 
layer, which prefused glass ?ux is adapted to fuse and 
tightly bind the design layer to a ware and does not 
mask the color of the design layer. 

2. The decalcomania as de?ned in claim 1 wherein 
said protective coating is colorless. 

3. The decalcomania as defined in claim 1 wherein 
said design layer comprises oxide colorants in a wet 
printing medium of drying oils, varnishes, or resins. 

4. The decalcomania as de?ned in claim 1 wherein 
said protective coating consists essentially of prefused 
glass and pigment, prefused glass in printing varnish or 
prefused glass and pigment in printing varnish. 

5. The decalcomania as de?ned in claim 1 wherein 
said design layer has a thickness within the range of 
from about 2 to about 8 microns. 

6. The decalcomania as de?ned in claim 1 wherein 
the ratio of thicknesses of the protective coating to the 
design layer is within the range of from about 2:1 to 
about 35:1. 

7. The decalcomania as defined in claim 1 formed by 
the process which comprises forming a wet ink formu 
lation free of glass and comprising a liquid printing me 
dium or vehicle and an oxide coloring agent, wet print 
ing said wet ink formulation on a decalcomania back 
ing sheet to form a wet design layer thereon free of 
glass, and separately depositing on said wet design layer 
a colorless protective coating consisting essentially of 
a prefused glass flux, so that when the backing sheet 
having deposited thereon the wet design layer and pro 
tective coating is positioned on a glazed piece of ware 

, and ?red, the protective coating of prefused glass ?ux 
fuses and tightly binds the design layer to the ware and 
does not mask the color of the design layer. 

8. The decalcomania in accordance with claim 7 
which comprises forming the wet ink formulation by 
mixing the coloring agent in a wet printing medium of 
drying oils, varnishes or resins. 

9. The decalcomania in accordance with claim 7, 
wherein the protective coating comprises prefused 
glass ?ux alone, prefused glass flux with pigment, and 
/or prefused glass ?ux with pigment in printing varnish. 

* * * * * 


