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[57] ABSTRACI‘ 
Corrosion of metal workpieces by water-based syn 
thetic metalworking ?uids is inhibited by a small but 
effective amount of a corrosion inhibitor consisting 
essentially of a molybdate compound and a compound 
selected from the group consisting of nitrites, borates, 
alkanolamines, amine borates, amine salts of unsaturated 
,fatty acids, alkanolamine sarcosinates, alkanolamine 
phosphates, and alkali, morpholine, and alkanolamine 
salts of arylsulfonamido carboxylic acids. 

3 Claims, No Drawings 
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USING MOLYBDATES TO INHIBIT CORROSION 
IN WATER-BASED METALWORKING FLUIDS 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
This invention relates to metalworking ?uids, which 

are employed during metal machining operations such 
as drilling, cutting, turning and grinding‘. The ?uid 
serves to lubricate and cool the tool and workpiece. 
Heat and friction which can cause severe tool wear and 
distortion of the workpiece are minimized by the ?uid. 
The fluid also serves to ?ush chips and particles of 
metal from the machined area. Typically, these func 
tions are carried out during the machining operation by 
directing the metalworking ?uid onto the surface being 
machined, whereafter the ?uid ?ows into a reservoir or 
sump and is recycled by a pump to again impinge onto 
the metal surface. Metalworking fluids can be nonaque 
ous oils, oil-water emulsions, and aqueous solutions. 
The latter two are considered water-based metalwork 
ing ?uids for the purposes of the present invention. 
The conditions under which metal machining opera 

tions are carried out favor corrosion of the machined 
metal surfaces, tooling and other machine elements 
during and following the machining operation. The risk 
of corrosion is particularly severe when the metalwork 
ing ?uid is water-based, that is, an aqueous solution or 
an oil—water emulsion. For this reason, the water-based 
metalworking ?uids will usually contain small amounts 
of one or more corrosion inhibitors. In addition to the 
lubricating, cooling and corrosion-inhibiting functions, 
the metalworking ?uid should possess to as great a 
degree as possible the following important qualities: it 
should be usable with all metals it might contact, both 
ferrous and nonferrous, and it should preferably protect 
all such metals against corrosion; the ?uid should be 
non-foaming, and any foam formed during use should 
decay rapidly; the ?uid should not be opaque, and it 
should preferably be transparent so that the machine 
operator can easily view the work area; the ?uid should 
be useful when subjected to dilution with water of high 
hardness as well as low hardness content; it should not 
cause dermatitis or present any other hazards to the 
health of the machine operator; and preferably it should 
be disposable by discharge into a sewer. 
A widely used corrosion inhibitor for water-based 

metalworking ?uids is a mixture of an alkanolamine 
such as triethanolamine (“TEA”) and a nitrite com 
pound, typically an alkali nitrite such as sodium nitrite. 
Typically, the TEA is present in the ?uid in amounts of 
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about 0.02 to about 0.8 wt. % together with sodium _ 
nitrite in amounts from about 0.8 to about 0.02 wt. %, 
such that the ratio of TEA to sodium nitrite is about 
1:40 to about 40:1 by weight. 
There is interest in decreasing the necessary concen 

trations of TEA and nitrites in metalworking ?uids 
while maintaining or improving corrosion inhibition, 
and there is a need for a corrosion inhibitor to replace 
the TEA-nitrite corrosion-inhibition system in ‘water 
based metalworking ?uids. Such a corrosion inhibitor 
should be readily available, relatively inexpensive and 
should not pose health or safety hazards. 
Some substances have been introduced as alternative 

corrosion inhibitors to the TEA-nitrite corrosion inhibi 
tion system but their corrosion inhibiting effectiveness 
is generally acknowledged to be less than that of the 
TEA-nitrite system and they are usually required to be 
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2 
used at higher concentrations for comparable protec 
tion of ferrous metals. In addition, some of these alterna 
tive corrosion inhibitors do not protect nonferrous met 
als from corrosion. 

2. Description of the Prior Art 
The molybdate anion (MoO4—2) has been described 

to inhibit corrosion in certain applications but the prior 
art has not recognized or suggested that particular 
molybdate-based corrosion-inhibiting ?uids of the pres 
ent invention. For instance, molybdates have been dis 
closed to inhibit corrosion in alcohol-based antifreeze 
solutions in U.S. Pat. No. 2,147,409, which discloses the 
utility of 0.05 to 1% of molybdate, and in US. Pat. No. 
2,147,395, which discloses the utility of 0.05 to 1% of 
molybdate and 0.05 to 1% of nitrite. Molybdates have 
also been described as inhibiting corrosion of ore grind 
ing mill liners and balls, and molybdates have been 
added as corrosion inhibitors to cooling tower waters, 
hydraulic ?uids, and paints. These disclosures do not 
recognize the particular aspects of the present invention 
in water-based metalworking ?uids. 
West German published patent application No. 

2,351,274 discloses aqeuous metalworking ?uids con 
taining a metallic salt of an anion selected from a list of 
some 24 different anions. The list includes molybdates 
and such anions as sulfates, sul?des, bromides, iodides, 
chlorides, and ?uorides. The ?uids contain from 1 to 2 
wt. % of the anhydrous salt or 1.5 to 6 wt. % of the salt 
with water of crystallization, and the ?uids may also 
contain from 0.2 to 30 wt. % of corrosion inhibitors 
such as alkali nitrite or triethanolamine. This disclosure 
relates only to the cooling function of the ?uid, to in 
crease tool life, and does not mention the corrosion 
inhibiting properties of any of the disclosed ?uid com 
ponent other than the nitrite and triethanolamine, both 
of which inhibitors are known to the art. Indeed, many 
of the anions in the disclosed list, such as sulfates, sul 
tides and halides, are known to be highly corrosive. 
Thus, their inclusion in a metalworking ?uid is unlikely 
to inhibit corrosion. This disclosure therefore does not 
suggest any corrosion inhibition by any of the disclosed 
anions (other than the nitrite) in a water-based metal-, 
working ?uid. 

SUMMARY OF THE INVENTION 

Stated generally, the present invention is a water 
based metalworking ?uid which inhibits corrosion of 
metal surfaces which the ?uid contacts during a metal 
working operation, the ?uid containing dissolved 
therein a small but effective amount to inhibit corrosion 
of said metal surfaces by said ?uid of a corrosion inhibi 
tor consisting essentially of a molybdate compound and 
one or more compounds selected from the group con 
sisting of nitrites, borates, alkanolamines, amine borates, 
amine salts of unsaturated fatty acids, alkanolamine 

_ sarcosinates, alkanolamine phosphates, and alkali, mor 
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pholine, and alkanolamine salts of arylsulfonamido car 
boxylic acids. 
The invention also comprises a process for inhibiting 

corrosion of a metal surface by a water-based metal 
working ?uid which contacts the surface while the 
surface is subjected to a metalworking operation, the 
process comprising contacting the surface with a water 
based metalworking fluid containing dissolved therein a 
small but effective amount of a corrosion inhibitor con 
sisting essentially of a molybdate compound and one or 
more compounds selected from the group consisting of 
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nitrites, borates, alkanolamines, amine borates, amine 
salts of unsaturated fatty acids, alkanolamine sarcosin 
ates, alkanolamine phosphates, and alkali, morpholine, 
and alkanolamine salts of arylsulfonamido carboxylic 
acids. 

DETAILED DESCRIPTION OF THE 
INVENTION 

As indicated, the present invention comprises a wa 
ter-based metalworking ?uid which inhibits corrosion 
of the surfaces of metal workpieces, tooling and ma 
chine elements during and following metal machining 
operations such as drilling, cutting, turning and grind 
ing. The invention applies not only to the fluids but also 
to concentrated formulations which are subsequently 
diluted by the user to arrive at a ?uid of the desired 
concentration and corrosion-inhibiting activity. Typi 
cally, concentrated formulations are prepared which 
are diluted by about 5:1 to 300:1 by volume with water 
before use, in metalworking operation. The corrosion 
inhibitor concentrations disclosed herein are those in 
the ?uid as it is ready to use in the metalworking opera 
tion. 
The invention is applicable to metalworking ?uids 

which are aqueous solutions, and is also applicable to 
metalworking ?uids which are oil-water emulsions such 
as emulsions in water of about 1 to about 45 wt. % of an 
oil such as paraf?nic or naphthenic mineral oil,.sperm‘ 
oil, lard oil, vegetable fats or oils, and fatty acid esters of 
animal or vegetable fats or oils, together with optional 
emulsifying agents such as petroleum sulfonates, amine 

. soaps, rosin soaps, naphthenic acids, and optional lubri 
cating agents such as the sulfur, chlorine or phospho 
rous products available for this purpose. 
The ?uids of the present invention are useful in inhib 

iting corrosion in metalworking operations of ferrous 
metals and nonferrous metals such as copper or cupre 
ous metals, aluminum and zinc. In all applications they 
can be prepared having the important qualities enumer 
ated above. It has been found that the addition of one or 
more molybdate compounds, that is, compounds such 
as sodium molybdate which supply the desired amount 
of molybdate (M00472) in water, to metalworking 
?uids containing the corrosion inhibitors described 
below reduces the amount needed of such inhibitors. 

It‘ has been discovered that the presence of a small 
amount of molybdate, together with a second com 
pound or combination of compounds chosen from a 
group of compounds discussed below, when solubilized 
in a water-based metalworking ?uid, gives an unex 
pected degree of corrosion inhibition of the surfaces of 
the metalworking piece, tool and machine elements. 
This is a particularly surprising discovery because mo 
lybdate compounds used separately without the pres 
ence of the second compound are not as effective for 
corrosion inhibition in the concentrations discussed 
here when used in metalworking operations on grey 
cast iron. 
A satisfactory molybdate compound is any which 

will solubilize in water to the extent necessary to make 
available molybdate anions in the concentration ‘dis 
closed here. Particularly advantageous molybdate com 
pounds are sodium molybdate or sodium molybdate 
dihydrate, which are available commercially and are 
readily soluble in water. While the water-based metal 
working ?uid can contain M00472 anion at a concen 
tration from about 0.03 to 1.3 wt. % or sodium molyb 
date dihydrate at from about 0.05 to 2.0 wt. %, it is 
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preferred to employ 0.07 to 0.66 wt. % of the molybdate 
anion or sodium molybdate dihydrate at from 0.1 to 1.0 
wt. %'for effective corrosion inhibition and efficient 
reagent consumption. Surprisingly, satisfactory corro 
sion inhibition is exhibited with MoO4-2 concentrations 
of 0.3 wt. % or‘less, or sodium molybdate dihydrate 
concentrations of 0.5 wt. % or less. 
The group of compounds one or more of which are 

incorporated into water-based metalworking ?uids to 
gether'with the molybdate compound includes nitrites, 
borates, alkanolamines, amine borates, amine salts of 
unsaturated fatty acids, alkanolamine sarcosinates, alka 
nolamine phosphates, and alkali, morpholine, and alka 
nolamine salts of arylsulfonamido carboxylic acids. 
Particular compounds which are suitable are set forth 
below. 
The nitrites can be supplied by sodium nitrite 

(NaNO2) or other nitrite compounds soluble in water. 
When the corrosion inhibitor of the metalworking ?uid 
of the present invention is molybdate plus nitrite, the ' 
concentration of nitrite in the ?uid is about 0.02 to about 
1.5 wt. %, and advantageously about 0.02 to about 1.0 
wt. %. Surprisingly, very satisfactory corrosion inhibi 
tion is exhibited by metalworking ?uids within the 
scope of the present invention containing only very 
small amounts of nitrite, that is, less than about 0.5 wt. 
% and even about 4.0 wt. % or less. 
The borate which is used in combination with molyb 

date in the present invention can be supplied by sodium 
tetraborate or as a water soluble metaborate or orthobo 
rate compound. When the corrosion inhibitor in the 
metalworking ?uid of the present invention is molyb 
date plus borate, the concentration of borate in the ?uid 
is about 0.05 to about 1.5 wt. % and advantageously 
about 0.05 to about 1.0 wt. %. 

Alkanolamines which are used in combination with 
molybdate in the present invention include mono-, di 
and triethanolamine, or a combination of two or all 
three of these alkanolamines. When the corrosion inhib 
itor in the metalworking ?uid of the present invention is 
molybdate plus alkanolamine, the concentration of alka 
nolamine in the ?uid is about 0.02 to about 1.5 wt. %, 
and advantageously about 0.1 to about 1.0 wt. %. Sur 
prisingly, very satisfactory corrosion inhibition is exhib 
ited by metalworking ?uids within the scope of the 
present invention containing only small amounts of 
alkanolamine, that is, about 0.5 wt. % or less and even 
less than about 0.4‘ wt. %. 
The amine borates used in combination with molyb 

date in the present invention comprise compounds 
wherein the borate is an addition compound or salt of an 
amine which is substituted with from 1 to 3_ aliphatic 
radicals. Each aliphatic radical contains from 1 to 4 
carbon atoms and is either unsubstituted or substituted 
with one or more hydroxyl groups. Examples of suit 
able amine borates include alkanolamine borates such as 
mono-, di- and triethanolamine borates. When the cor 
rosion inhibitor in the metalworking ?uid of the present 
invention is molybdate plus amine borate, the concen 
tration of amine borate in the ?uid is about 0.1 to about 
2.0 wt. %, and advantageously about 0.1 to about 1.5 
wt. %. Surprisingly, very satisfactory corrosion inhibi 
tion is exhibited by metalworking ?uids within the 
scope of the present invention containing about 0.5 wt. 
% or less of amine borate. 
The amine salts of unsaturated fatty acids which are 

used in combination with molybdates in the present 
invention, comprise amine-fatty acid compounds in 
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which the amine-is ‘substituted with ~1 t0~3~ aliphatic 
radicals. Each aliphatic radical contains 1 to 4 carbon, 
atoms and is either unsubstituted or substituted with one 
or more hydroxyl groups. The unsaturated fatty. acid ~ _ 
portion of the compound contains 18 to 22 carbon 
atoms. Satisfactory fatty acids include oleic, linoleic, 
linolenic and ricinoleic acids. A particularly advanta 
geous amine-fatty acid compound in the practice of this 
invention is triethanolamine oleate. When the corrosion 
inhibitor in the metalworking ?uid of the present inven 
tion is molybdate plus an amine salt of an unsaturated 
fatty acid as described herein, the concentration of the ‘ 
amine salt of the unsaturated fatty acid is about 0.1 to 
about 2.0 wt. %, and advantageously about 0.1 to about 
1.5 wt. %, and can surprisingly be as low as about 0.1 to 
about 0.5 wt. %. 
The alkanolamine sarcosinates that can be used in 

combination with molybdate in the present invention 
include triethanolamine N-lauroyl sarcosinate and 
mono-, di- and triethanolamine sarcosinate. When the 
corrosion inhibitor in‘the metalworking ?uid of the 
present invention is molybdate plus alkanolamine sarco 
sinate, the concentration of the alkanolamine sarcosin 
ate in the fluid is about 0.1 to about 1.5 wt. % and ad 
v'antageously about 0.1"to about 1.0 wt. %. 
The alkanolamine phosphates that can be used in 

combination with molybdate in‘ the present invention 
can be supplied as mono-,‘ di- and triethanolamine phos 
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phate. When the corrosion inhibitor in the metalwork- ' 
ing ?uid of the present invention is molybdate and alka 
nolamine phosphate, the concentration of the alkanola-' 
mine phosphate in the ?uid is about 0.1 to about 1.5 wt. 
%, advantageously about 0.1 to about 1.0 wt. %, and 
surprisingly effective corrosion inhibition can be 
achieved within the present invention with as little as up 
to about 0.5 wt. %. ‘ 

Water-soluble, alkali, morpholine and mono», di- or 
triethanolamine salts of arylsulfonarnido carboxylic 
acids ‘can also be used in combination with molybdates 
in the present invention. When the corrosion inhibitor 
in the metalworking ?uid of [the presentlinvention is 
molybdate plus the alkali, morpholine or alkanolamine, 
salt of arylsulfonarnido carboxylic acid, the concentra 
tion of the latter salt isabout 0.1 to about ‘1.5 wt. % and 
advantageously about 0.1 to about 1.0 wt. %, and sur< 
prisingly effective at about 0.1 to about 0.5 wt. %. 

It should also be noted that the corrosion inhibiting 
?uid of the present invention also includes ?uids con 
taining molybdate plus compounds selected from two 
or more of the groups of compounds discussed above 
(such as, molybdate-nitriteralkanolamine; molybdate-p 
fatty acid amincamine borate; and the three-component 
corrosion inhibiting systems shown in the Examples). 
When compounds from, more than one of the groups 

I discussed above are combined with molybdate in a 
metalworking ?uid according to the present invention,. 
each compound can be used in an amount falling within 
the range corresponding to that compound as set forth 
in the foregoing paragraphs. 
For each of the above corrosion inhibiting metal 

working fluids, the presence of the molybdate unex 
pectedly enhances the corrosion inhibition effectiveness 
of the other corrosion inhibiting compound or com 
pounds in the metalworking ?uid. Furthermore, the 
other compound or compounds unexpectedly enhances 
the corrosion inhibition effect of the molybdate com 
pound. Thus, it is believed that the corrosion inhibition 
effectiveness of the present invention represents a syn 
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6 
ergistic combinationof the corrosion inhibiting compo 
nents which are combined-in the‘ fluid. 

Other optional additives familiar to those skilled in 
this art can be incorporated in the metalworking ?uids 
prepared in accordance with the present invention 
without impairing the corrosion inhibiting effectiveness 
of the invention. Such additives include, for instance, 
biocidally active agents, lubricity agents, anti-foaming 
agents, dispersants and wetting agents. In addition, for a 
metalworking‘ ?uid which is to be used to inhibit corro 
sion of aluminum surfaces in metalworking operations, 
it is often desirable to incorporate into the ?uid chro 
mate‘ion, in an amount such as about 0.01 to about 0.1 
wt. % effective to further protect the aluminum surface 
against corrosion. 
The pH of the metalworking ?uid of this invention is 

generally in the range of about 8 to about 10, and advan 
tageously about 8.5 to about 9.5 for effective corrosion 
inhibition. The natural pH of the combination of corro 
sion inhibitor compounds and optional additives in the 
metalworking ?uid is usually in this range. However, if 
the ?uid is below about pH 8 or above about pH 10, 
alkaline or acidic water-soluble, non-corrosive sub 
stances are incorporated in the fluid to adjust vthe pH 
range to between about 8 to about l0.‘v " ‘ 

The invention will be described in the ‘following ex 
amples, which are for illustrative purposes and should 
not be‘inter‘pret'ed as limiting the scope of the ‘present 
invention. 

EXAMPLE 1 

The corrosivity of a given ?uid formulation for iron 
was determined by a cast iron chips corrosion test 
which was speci?cally designed to evaluatethe corro 
sion protection afforded by metalworking ?uids. This 
test uses gray cast iron chips, produced by the dry 
shaper machining of a gray cast ‘iron ingot, which were 

1 cleaned in acetone and then dried. About 8 g of dry 
chips are placed in a 50 ml glass beaker and covered 
with 30 ml of the test ?uid for 15 minutes. The ?uid is 
then decanted and the wet chips are spread uniformly 
on a 9 cm Whatman No. l ?lter paper on a glass plate.' 
The chips, paper and plate assembly is transferred to a 
closed cabinet maintained at a relative humidity of 80 to 
90% at room temperature. After 4 hours, the wet chips 
are discarded and the ?lter paper is dried under ambient 
conditions. The extent of rust spotting on the paper is 
used to measure the corrosivity of the ?uid. A corrosiv 
ity rating of l is given for‘ no rust spotting, a rating of 2 
is'given for slight: spotting, and a rating of 3 is given for 
gross rusting of ‘the chips. Tests are performed in tripli 
cat'e for each ?uid and results are averaged. The fluids 
~were made up by adding given amounts of one or more 
compounds to_ given amounts of synthetic low hardness 

_ water of high chloride and sulfate concentrations, simu 
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lating a relatively highly corrosive water supply. The 
composition of this water is given in Table I. 

TABLE I 

Low Hardness Water 

Component Concentration, mg/l 
Chloride (as Cl—) 250 
Sulfate (as S04—7-) 520 
Calcium (as CaCO3) 25 
Magnesium (as CaCO3) 15 
Sodium Bicarbonate‘ 170 
Sodium Carbonate* 25 



- Sodium nitrite 
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TABLE I-continued 
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failure of the ?uid tested to inhibit corrosion. Table III 
reports the results of this corrosivity test. 

TABLE III 

Fluid corrosivity to Metal Coupons 
Compound 7 Concentration, wt. % 

Sodium molybdate dihydrate 0.5 0.3 0.2 0.5 0.5 0.5 
Sodium nitrite 0.8 0.4 0.8 0.4 
Triethanolamine 0.4 0.4 0.2 
Monoethanolamine borate 1.0 0.5 
Sodium benzenesulfonamido acetate 1.0 0.5 
Triethanolamine~N-lauroyl sarcosinate » 1.0 0.5 

Fluid effect on metal coupons: 
Pass = +, Fail : — 

Low carbon steel + + + — + + — + + + — + 

Aluminum + _ + - — + - - _ + - + 

Hot-dip galvanized zinc + - + - - + + + + + - + 

Copper + + + —— + + — + + + + + 

Brass (70 Cu-30 Zn) + + + - + + — + + + + + 

Low Hardness Water 

Concentration, mg/l 

Balance 

Component 

Deionized Water 

‘to buffer water to pH 8.5 

20 

The following Table II correlates the amount(s) of 
corrosion inhibiting components with the corrosivity 25 
rating obtained in the cast iron chips corrosion test 
described above. 

We claim: 
1. A metalworking ?uid comprising an aqueous solu- ' 

tion or an oil-water emulsion, which inhibits corrosion 
of metal surfaces which the ?uid contacts during a 
metalworking operation, the ?uid having a pH value 
between about 8 and about 10 and containing dissolved 
in water a corrosion inhibitor consisting essentially of 
about 0.5% by weight monoethanolamine borate and 
about 0.3% by weight MoO4-2 anion. 

TABLE II 
Cast Iron Chips Corrosion Test 

Compound 
Sodium molybdate dihydrate 0.5 0.3 0.2 

0.8 0.4 _ 0.8 0.4 

Triethanolamine 0.4 0.4 0.2 
Sodium tetraborate decahydrate 
Monoethanolamine borate 
Triethanolamine oleate 
Triethanolamine-N-lauroyl sarcosinate 
Triethanolamine phosphate 
Sodium benzenesulfonamido acetate , 

CORROSIVITY RATING 3 2 l 3 2 1 

EXAMPLE 2 

The corrosivity of metalworking ?uids against alumi 
num, steel, hot-dip galvanized zinc, copper, and brass 45 
(70 Cu/3O Zn) was determined by polishing, scrubbing 
and drying coupons (70X l2><2 mm) of the particular 
metal, and then placing the coupon vertically ina glass 
vial containing suf?cient test ?uid to cover about half 
the coupon. The vial is stoppered, inverted several 50 
times to completely wet the coupon, and then allowed 
to stand for 48 hours at room temperature with the 
stopper removed. The coupon is then removed, rinsed 
with methanol, dried without wiping, and visually com 
pared with a similarly polished but untested coupon of 55 
the same metal. A surface change or color change at or 
below the atmosphere-?uid interface is reported as a 
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Concentration, wt. % 

0.2 0.5 0.5 0.5 0.5 0.3 0.5 

1.0 0.3 0.3 

1.01.005 
323132323313312 

2. A metalworking ?uid comprising an aqueous solu 
tion or an oil-water emulsion, which inhibits corrosion 
of metal surfaces which the ?uid contacts during a 
metalworking operation, the ?uid having a pH value 
between about 8 and about 10 and containing dissolved 
in water a corrosion inhibitor consisting essentially of 
about 1% by weight triethanolamine oleate and about 
0.6% by weight M004"2 anion. ' 

3. A metalworking ?uid comprising an aqueous solu 
tion or oil-water emulsion, which inhibits corrosion of 
metal surfaces which the ?uid contacts during a metal 
working operation, the ?uid having a pH value between 
about 8 and about 10 and containing dissolved in water 
a corrosion inhibitor consisting essentially of about 
0.5% triethanolamine phosphate and about 0.3% by 
weight M004“2 anion. ' 

* Ill * * * 


