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PLEATED FILTER ELEMENT AND INTEGRAL 
SHIELD AND METHOD FOR MAKING SAME 

This is a continuation, of application Ser. No. 
182,909, ?led Sept. 20, 1980 and now abandoned. 
The invention relates to a pleated paper ?lter element 

having an integral ?uid-permeable shield formed on at 
least one of its faces. 

Fluid ?lters which employ pleated paper ?lter media 
are known in the ?ltering art. A persistent problem in 
this art is the provision of support to the ?lter media. 
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Without such support, the ?lter media is easily dis- _ 
placed from its pleated, uniformly spaced con?guration 
by the pressure differential established across the media 
incident to the ?ow of ?uid therethrough. Movement of 
the ?lter element pleats can result in one or more pleats 
collapsing upon their neighboring pleats. Collapse of 
?lter element pleats upon neighboring pleats reduces 
the area available for ?uid ?ow through the ?lter ele 
ment. A reduction in the area available for ?uid flow 
through the ?lter element increases thepressure differ 
ential across the ?lter element. The effect of the col 
lapse of ?lter element pleats is cumulative. Increased 
pressure difference across the ?lter element leads to 
further collapse and to a further increased pressure 
differential. 

Filter elements are known in accordance with the 
US. Pat. Nos. 3,189,179 and 3,392,843 to McMichael 
and to Mumby, respectively, in which strips or beads of 
adhesive are applied to the ?lter element transversely to 
the direction of the pleat folds to support and space 
apart the pleats. 
With ?lter elements of the type illustrated in the 

McMichael and Mumby patents, the paper ?lter media 
receives only localized support and the adhesive ren 
ders a portion-of the ?lter media impervious to ?uid so 
that the area available for ?uid ?ltering is reduced. 
The invention as claimed is intended to remedy the 

drawbacks of prior ?lter elements by providing a 
pleated paper ?lter element in which the pleats are 
maintained in their uniformly spaced relationship and 
resist collapse due to the ?uid pressure difference cre 
ated across the ?lter media incident to the flow of fluid 
therethrough. A ?uid-permeable shield is bonded on 
one face of the ?lter element. The folds of the ?lter 
media are embedded into the shield. Because the shield 
is formed of shape-retaining plastic, the shield supports 
and spaces apart the folds of the ?lter media. The shield 
extends longitudinally along the folds of the ?lter media 
to provide substantially continuous support to the ?lter 
media folds. 
The advantages offered by the invention are mainly 

that the ?lter media receives support entirely along the 
length of the pleat folds; the ?uid-permeable shield is 
formed integrally with the ?lter element without the 
use of adhesives; the shield does not signi?cantly reduce 
the area of ?lter media available for ?uid ?ltering; and 
the media and shield form a unitary structure with good 
resistance to abrasion and damage during manufacture 
and use. 
Two ways of carrying out the invention are described 

in detail below with reference to drawings which illus 
trate only these two speci?c embodiments, in which: 
FIG. 1 is a perspective view of a ?lter element ac 

cording to my invention with a portion hereof broken 
away for purposes of illustration. 
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2 
FIG.' 2 is a fragmentary sectional view taken along 

the line 2-2 of FIG. 1. 
FIG. 3 is a diagrammatic representation of my 

method for making ?lter elements according to my 
invention. 
FIG. 4 is a longitudinal sectional view of the mold 

taken along line 4-4 of FIG. 3. 
FIG. 5 is an enlarged sectional view of an encircled 

portion of FIG. 4 and is illustrated with a pleated ?lter 
media sheet in the mold preparatory to the formation of 
a shield on the sheet. 
FIG. 6' is a fragmentary perspective view of a mold 

and pleated sheet of paper ?lter media for use in making 
another embodiment of my invention. 
Turning now to the drawings, FIG. 1 illustrates a 

?lter element 10 according to my invention. Filter ele 
ment 10 includes a sheet of ?lter paper 12 having a 
multiplicity of spaced-apart parallel folds 14 therein. 
The folds 14 in ?lter paper 12 are successivelytdisposed 
in opposite directions so that the sheet of ?lter paper 12 
is pleated.‘ Between the folds 14, the ?lter paper 12 is 
substantially straight so that the pleats are V-shaped. 
The pleated sheet of ?lter paper 12 is rolled to form a 
hollow cylinder with the folds 14 parallel to the axis of 
the cylinder. A ?uid-permeable shield 16 circumscribes 
the cylinder ‘of ?lter paper. Shield 16 extends longitudi 
nally from one end of the cylinder of ?lter paper to the 
other end of the cylinder. A multiplicity of perforations 
18 are de?ned by shield 16 so that ?uid may flow 
through the perforations 18. 
As is best illustrated by FIG. 2, the outer folds 14 of 

the ?lter paper 12 are embedded into the shield 16. The 
shield 16 is formed of shape-retaining cellular polyure 
thane plastic so that the shield 16 is structurally self-sup 
porting. Because the polyurethane plastic of shield .16 
bonds to the outer folds 14 of the ?lter paper 12, the 
?lter paper is supported by the shield 16. As will be 
hereinafter explained, the shield 16is bonded to the 
?lter paper 12 without the use of an adhesive or bond 
ing agent to hold the shield and the ?lter paper to 
gether. ' > 

FIGS. 3, 4 and 5 illustrate one method by which 
shield 16 is formed in situ upon the cylinder of ?lter 
paper'lZ. . 

FIG.'8 illustrates a pleated and rolled sheet of ?lter 
paper 12 preparatory to its insertion into the cavity 20 
of a mold 22. Mold 22 is carried by a machine (not 
shown) which provides for the rotation of the mold 22 
about its cylindrical axis, as is'illustrated by arrow A, 
viewing FIG. 3. 

Turning now to'FIG. 4, it will be seen that the mold 
22 includes an elongated cylindrical wall 24. At the 
ends of the mold are circumferentially continuous annu 
lar ?anges or dikes 26 extending radially inward from 
the wall 24. The wall 24 and the dikes 26 cooperate to 
de?ne a circumferentially-extending basin, or recepta 
cle 28, within the mold-22. The basin 28 is capable of 
receiving and retaining a liquid therein. A multiplicity 
of projections 30 extend radially inward from the wall 
24- into the ‘cavity 20 of the mold 22. The projections 
terminate infree ends 32. It will be understood that 
when the mold 22 is rotated about its cylindrical axis, a 
liquid may be introduced into the basin 28 de?ned 
therein. The liquid will distribute itself eventually about 
the circumference and along the length of the basin 28 
because of the gravitational and centrifugal forces act~ 
ing upon the liquid as the liquid spins with the rotating 
mold 22. . 
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FIG. 5 illustrates the encircled portion of FIG. 4 to 
an enlarged scale. A foamable liquid plastic material 34 
is evenly distributed in the basin 28 of mold 22. The 
plastic material 34 is one of a number of types of foam 
able liquid plastics which are well known to those 
skilled in the art. For example, the plastic material 34 
may be polyester resin plus aromatic diisocyanate, 
which together form a resin prepolymer. The resin 
prepolymer reacts with water to form a urethane poly 
mer which is cellular. The reaction of the resin prepoly 
mer with water produces bubbles of carbon dioxide gas 
in the urethane polymer so that the volume of the ure 
thane polymer is increased by the gas bubbles. Addi 
tionally, the reaction of the resin prepolymer with 
water polymerizes the prepolymer so that the expanded 
cellular polymer is a shape-retaining solid. FIG. 5 fur 
ther illustrates a pleated and rolled sheet of ?lter paper 
12 inserted into the cavity 20 of the mold 22. The outer 
folds 14 of the ?lter paper 12 rest upon the free ends 32 
of the projections 30 so that the ?lter paper is spaced 
from the liquid plastic 34. Because the chemical reac 
tion between the resin prepolymer and the water does 
not start immediately when the resin prepolymer and 
water are mixed, the mixture is introduced into the basin 
of mold 22 as a liquid and the liquid plastic is distributed 
as the mold spins. The pleated and rolled sheet of ?lter 
paper 12 is inserted into the cavity 20 of the mold 22 
before the liquid plastic 34 begins to foam. When the 
liquid plastic foams, it expands in volume and contacts 
the outer folds 14 of ?lter paper 12. While foaming, the 
plastic 34 is effective to bond to the ?lter paper 12. The 
volume of liquid plastic material which is introduced 
into the basin 28 of the mold 22 is selected so that the 
expanded plastic touches the outer folds 14 of the ?lter 
paper 12. Consequently, the outer folds 14 of the ?lter 
media 12 embed themselves into the foaming plastic 
material. Upon solidi?cation, the foamed plastic mate 
rial forms the shield 16 on the ?lter element 10. The 
projections 30 cause the shield 16 to be formed with 
perforations 18 therein. 
Those skilled in the manufacturing arts will recognize 

that mold 22 is provided with means (not shown) which 
provide for the release of the ?nished ?lter element 10 
from the cavity 20 of the mold 22. Means for releasing 
a part from a mold cavity are well known to those 
skilled in the art. For example, the mold may be seg~ 
mented to allow separation of the component parts of 
the mold along radial planes which are parallel to the 
cylindrical axis of the mold. 
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4 
paper by the use of the mold illustrated by FIG. 3. The 
?nished ?lter element combines the advantages of both 
inner and outer support to the ?lter paper. 
The use of a ?lter element according to my invention 

corresponds to the use of ?lter elements now in the art. 
The ?lter element may be incorporated into a dispos 
able cartridge or it may be employed in a cannister. It 
will be further understood that the foamed plastic mate 
rial used to form the shield on the ?lter element may be 
of an open-celled character. ()pen-celled foamed plas 
tics are inherently ?uid-permeable so that perforations 
in the shield are not necessary to allow fluid flow 
through the shield. 

I claim: 
1. An integral ?lter element comprising: 
a sheet of ?ltering media, said ?ltering media sheet 

having a multiplicity of substantially parallel elon 
gated folds therein, said folds being successively 
disposed in opposite directions to provide a plural 
ity of elongated V-shaped pleats in said ?ltering 
media sheet, said pleats de?ning like-disposed 
folds, said sheet being joined at its ends and rolled 
to de?ne an annular ?lter having inner and outer 
diameters with its pleats parallel to the axis of the 
annulus so that the pleats de?ne inner and outer 
apexes at respectively the inner and outer diame 
ters of said annular ?lter; and 

a ?uid-permeable, shape-retaining, structurally self 
supporting shield circumscribing the outside of said 
annular ?lter and integrally bonded to the like-dis 
posed folds of said ?ltering media sheet, said shield 
being formed of a shape-retaining, structurally 
self-supporting, fluid permeable cellular plastic and 
laterally extending from one like-disposed fold to 
the next adjacent like-disposed fold so as to space 
apart said folds, said shield further extending longi 
tudinally along said like-disposed folds and provid 
ing a substantially continuous bond between said 
shield and said like-disposed folds to restrain like 
disposed folds from movement relative to said 
shield, saidbond being formed by partially embed 
ding the outer apex of each V-shaped pleat into 
said shield during the transition of the shield from 
a foamed liquid to said shape-retaining solid, the 
portion of each pleat between the inner and outer 
apexes thereof being unsupported by said shield. 

2. The invention of claim 1 wherein said cellular 
plastic is a polyurethane compound. a 

3. The method of making a ?lter element character 
FIG. 6 illustrates a mold 122 and a pleated sheet of 50 ized by the steps of: 

?lter paper 112 for use in making another embodiment 
of my invention. The ?lter element is to be ?at rather 
than cylindrical. Consequently, the mold 122 is of a 
planar design. The mold 122 includes a bottom wall 124 
and peripheral dikes 126. The wall 124 and the dikes 126 
cooperate to de?ne a basin 128. Projections 130 extend 
upward from the wall 124 and terminate in free ends 
132. A foamable liquid plastic is introduced into the 
basin 128 of the mold 122. The sheet of pleated ?lter 
paper 112 is placed upon the free ends 132 of the projec 
tions 130. When the liquid plastic foams and solidi?es, a 
shield is formed on the pleated sheet of ?lter paper 112, 
as has been explained with regard to the embodiment of 
the invention illustrated by FIGS. 1-5. 
Those skilled in the art will recognize that a planar 

?lter element made with the mold illustrated by FIG. 6 
may be rolled with the shield 16 innermost. Another 
shield may then be formed on the outside of the ?lter 
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providing a cylindrical receptacle having inwardly 
facing annular ?anges to de?ne a circumferentially 
extending basin; 

placing liquid plastic material of a foamable character 
in said receptacle; 

rotating said cylindrical receptacle about its longitu 
dinal axis to distribute said plastic material evenly 
about the inner cylindrical surface of said basin; 

suspending a paper ?lter media having a plurality of 
V-shaped pleats radially within said receptacle and 
spaced a selected distance from said liquid plastic 
material; 

foaming said plastic material and expanding its vol 
ume so that said plastic material contacts said ?lter 
media at the apex of each V-shaped pleat to embed 
each pleat therein; and 

solidifying said plastic material into an annular shape 
retaining solid such that said ?lter media is inte 
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grally bonded to said plastic and forms a unitary 
structure. 

4. The invention of claim 3 including the step of form 
ing multiple perforations through the plastic material. 

5. The invention of claim 3 wherein said receptacle 
includes a multiplicity of projections for spacing said 
?lter media away from said foamable liquid plastic, said 
projections forming perforations in the solidi?ed plastic 
so that the solidi?ed plastic is ?uid-permeable. 

6. An integral ?lter element comprising: 
a sheet of ?ltering media, said ?ltering media sheet 

having a multiplicity of substantially parallel elon 
gated folds therein, said folds being successively 
disposed in opposite directions to provide a plural 
ity of elongated V-shaped pleats in said ?ltering 
media sheet, said pleats de?ning like-disposed 
folds, said sheet being joined at its ends and rolled 
to de?ne an annular ?lter with its pleats parallel to 
the axis of the annulus; and 
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6 
a ?uid-permeable, shape-retaining, structurally self 

supporting shield circumscribing the outside of said 
annular ?lter and integrally bonded to the like-dis 
posed folds of said ?ltering media sheet, said shield 
being formed of a shape-retaining, structurally 
self-supporting, fluidpermeable cellular plastic and 
laterally extending from one like‘disposed fold to 
the next adjacent like-disposed fold so as to space 
apart said folds, said shield further extending longi 
tudinally along said like-disposed folds and provid 
ing a substantially continuous bond between said 
shield and said like-disposed folds to restrain like 
disposed folds from movement relative to said 
shield, said bond being formed by partially embed 
ding the apex of each V-shaped pleat into said 
shield during the transition of the shield from a 
foamed liquid to said shape-retaining solid, said 
shield being of a closed-cell character, said shield 
including a multiplicity of perforations there 
through. 

* * * * * 


