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[57] ABSTRACT 

A seal for preventing leakage around a rotary shaft 
extending through a structural casing comprising an 
annular stationary rigid seal secured to the structural 
casing for surrounding the rotary shaft. The stationary 
rigid seal has a smooth sealing surface for establishing a 
seal, and a resilient rotary seal adapted to be secured to 
‘the rotary shaft and having an annular projecting edge 
for contacting the smooth sealing surface under a biased 
pressure to form a seal in conjunction therewith. The 
projecting edge is formed by the convergence of inner 
and outer forward surfaces. A radial surface extends to‘ 
the inner concentric forward surface from a torque 
point at its forward cylindrical base. An outer rearward 
surface extends to the outer concentric forward surface 
from a pivot point at its rearward cylindrical base. The 
outer forward surface forms an angle with the central 
axis of the seal in a plane through the central axis of the 
seal of from 40° to 60°. The inner concentric forward 
surface and the outer rearward surface forms angles 
with the central axis of the seal in a plane through the 
central axis of the seal which are individually within the 
range of from 45° to 60". A line extending in a plane 
through the central axis of the seal from the pivot point 
to the projecting edge is within the range of from 16° to 
21°. 

10 Claims, 3 Drawing Sheets 
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1 

RESILIENT ROTARY SEAL WITH PROJECTING 
EDGE 

RELATIONSHIP TO COPENDING 
APPLICATIONS 

This application is a continuation-in-part of copend 
ing applications Ser. No. 07/973,108 ?led Nov. 6, 1992, 
pending Ser. No. 07/875,889 ?led Apr. 29, 1992(aban 
doned), Ser. No. 07/ 868,080 ?led Apr. 13, 1992(aban 
doned), Ser. No. 07/735,920 ?led Jul. 25, 1991 (aban 
doned) and Ser. No. O7/738,007 ?led Jul. 30, 1991(aban 
cloned), the latter two of which, in turn, are continua 
tions-in-part of application Ser. No. (17/595,420 ?led 
Oct. 11, 1990, now abandoned. The entire contents of 
all of the above applications are hereby incorporated by 
reference. 

FIELD OF THE INVENTION 

This invention relates to scaling devices for rotating 
shafts and more particularly to seals located between a 
rotating shaft and a housing of a pump, pressure vessel 
or the like in which ?uid is contained under pressure. 
Such ?uids may include liquids, gases, or slurries in 
cluding ?uids containing corrosive chemicals. 

BACKGROUND OF THE INVENTION 

In industries with manufacturing processes involving 
?uids, numerous pumps and other rotary shaft devices 
are required for the transport and handling of fluids 
such as slurries and chemical solutions. The ?ushing 
water requirements of these seals for seal lubrication 
and radical or fugitive emission suppression greatly 
increased operational water requirements and increased 
the volumes of liquid wastes requiring treatment to 
remove environmental pollutants. 
Our rotary seals are developed to solve these prob 

lems. These seals are believed to rely on mixed bound 
ary asperity lubrication between a resilient seal member 
and a hard smooth surface of an opposed sealing mem 
ber, the pressure at the contact surface between these 
two members being suf?cient to minimize ?ow of liquid 
between their sealing faces. The normally high friction 
between such elastomeric materials and hard surfaces 
would appear to so severely limit the useful life of such 
seals that they would not be practical. One would ex 
pect that a significant ?ow of liquid lubricants would be 
required to reduce this friction. 
We found that if the contact area of the resilient mem 

ber was minimized, the resilient materials at the contact 
area were stress hardened, the polymeric components 
were aligned in a direction parallel to the hard sealing 
surface, and heat transfer elements were provided to 
remove heat from the sealing contact surfaces, the life 
of such seals was greatly extended and satisfy industrial 
requirements, without conventional thin ?lm liquid 
lubrication. These “dry faced” seals required negligible 
flow of product for lubrication, unlike conventional 
mechanical seals. The liquid product in the stuf?ng box 
has a primary function of removing heat. Remaining 
heat is removed by conduction through the stationary 
sealing member. 

OBJECTS AND SUMMARY OF THE 
INVENTION 

It is a principal object of this invention to provide a 
modi?cation of the shape of the resilient rotary sealing 
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component which provides a more continuous pressure 
at the sealing surfaces. 

It is another object of this invention to provide a dry 
face seal with a long operational life without requiring 
?ushing liquid lubrication during operation, and which 
can be used with rotary pumps and other devices oper 
ating with all types of liquids and suspensions. 

It is a further object of this invention to provide a dry 
face seal which reduces the volume of water used in 
manufacturing facilities and released therefrom into the 
environment, and which can be used with liquids con 
taining or producing gaseous components without re 
leasing hazardous amounts of the gaseous components 
into the environment. 

It is a still further object of this invention to provide 
liquid between tandem rotary seals according to this 
invention, the liquid providing the functions of remov 
ing heat from the seals, seal lubrication, and a further 
barrier to escape of gaseous components. 

In summary, the rotary seal combination of this in 
vention for preventing leakage around a rotary shaft 
extending through a structural casing comprises an 
annular stationary rigid seal secured to the structural 
casing for surrounding the rotary shaft. The stationary 
rigid seal has a smooth sealing surface for establishing a 
seal, and a resilient rotary seal adapted to be secured to 
the rotary shaft and having an annular projecting edge 
means for contacting the smooth sealing surface under a 
biased pressure to form a seal in conjunction therewith. 
The projecting edge means is formed by the conver 
gence of inner and outer forward surfaces. A radial 
surface extends to the inner forward surface from a 
torque point at its forward cylindrical base. An outer 
rearward surface extends to the outer forward surface 
from a pivot point at its rearward cylindrical base. 
The outer forward surface forms an angle, E, with 

the central axis of the seal in a plane through the central 
axis of the seal of from 40° to 60°. The inner concentric 
forward surface and the outer rearward surface forms 
angles with the central axis of the seal in a plane 
through the central axis of the seal which are individu 
ally within the range of from 45° to 60°. A line extend 
ing in a plane through the central axis of the seal from 
the pivot point to the projecting edge means, G, is 
within the range of from 16° to 21°. 

Preferably, the resilient rotary seal comprises a car 
bon ?lled thermally resistant polymer composition hav 
ing a durometer hardness of at least 85. 

Optimally, the radial distance in a plane perpendicu 
lar to the axis of the rotary seal from the projecting edge 
means and a line parallel to the axis of the rotary seal 
through the torque point, D, is determined by the for 
mula: 

wherein 
'y is from 1.7 to 2.5, 
8 is from 0.014 to 0.021, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
Optimally, the distance in a plane perpendicular to 

the axis of the rotary seal of a line perpendicular to the 
outer rearward surface extending therefrom to the 
torque point, T, is determined by the formula: 

T: a + BID 
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wherein 
a is from 3.2 to 3.6, 
B is from 0 to 0.040, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
The resilient rotary seal is also an aspect of this inven 
tion. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a prospective view of a sealing device em 
bodying the principles of the present invention, shown 
assembled and ready for installation. 
FIG. 2 is a view in elevation and in section taken 

along the line 2—2 in FIG. 1. 
FIG. 3 is a fragmentary cross-section of a rotary seal 

of this invention. 

DETAILED DESCRIPTION OF THE 
INVENTION 

The devices of this invention are suitable for use with 
rotary shaft devices used in process and mining indus 
tries. For purposes of example and not by way of limita 
tion, the invention is described hereinafter using an 
embodiment which is particularly adapted for use with 
slurry pumps. The same basic con?gurations can be 
used for other pumps used in chemical manufacturing, 
and other industries requiring pumping of suspensions 
and chemical process solutions. 
The term “breaking elongation”, as used herein, is 

de?ned as the percentage of stretch under tension of an 
elastomer from its relaxed condition to its breaking 
point. 

Seals known prior to our inventions require a con 
stant and substantial ?ow of liquid between sealing 
surfaces. The seals of this invention comprises a ?at, 
annular smooth rigid surface and an opposed annular 
resilient projection which forms a seal therewith. One 
of the sealing components rotates, and the other is sta 
tionary. In the seals of this invention, negligible ?ow of 
lubricating and cooling liquid takes place from one side, 
through and between, to the other side of the sealing 
surfaces during normal operation of the seal. Hence, the 
seals of this invention are described as “dry face seals”. 
The term “dry face seal”, as used herein, is de?ned to 
denote seals which are characterized by the absence of 
any signi?cant ?ow of liquid through the seal during 
normal operation, and little, if any, of liquid from one 
side of the seal is detectable on the other side. Since the 
seals of this invention are in constant contact with liq 
uid, however, minute amounts of liquid may be present 
between the sealing surfaces, and this liquid, if present, 
may be involved in an asperity lubrication or elastohy 
drodynamic lubrication of the seals. The invention and 
the term “dry face seal” is intended to include seals of 
the structure described herein whether or not liquid is 
present between the sealing surfaces during normal 
operation. 

Referring to FIGS. 1-2 of the drawings, FIG. 1 is a 
prospective view of a sealing device embodying the 
principles of the present invention, shown assembled 
and ready for installation. FIG. 2 is a view in elevation 
and in section taken along the line 2—2 in FIG. 1. 

In general, the rotary seal device 10 comprises an 
annular plate-like housing or gland 12 through which 
extends a sleeve 14 that is adapted to be mounted, ?xed 
to a pump shaft which is rotatable about it axis. The 
annular housing 12 is attached to a wall in a pump hous 
ing, stuffing box or a similar structure by means of bolts 
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4 
which may extend through holes or slots 16 in an area 
near the periphery of the housing. A gasket 17 is pro 
vided to seal the plate-like housing 12 against leakage. 

Sleeve 14 can be made of any material which pro 
vides the requisite physical properties and chemical 
resistance, has a high operating temperature rating and 
is easily machined to close tolerance. An example of a 
suitable material having these properties is polytetra?u 
oroethylene (PTFE). 

Referring to FIG. 2, the sleeve 14 has a groove 18 
which accommodates and retains an annular rotary seal 
member 20 (“rotary seal”) having a base 22 which seats 
in the groove 18. 
The rotary seal has a proximal edge 75 which abuts 

an annular stationary ring seal member or seat 26. This 
stationary ring seal 26 is mounted and retained in an 
annular receptor de?ned by a cylindrical surface 32 and 
an annular backing surface 33 of the housing 12. 
The stationary seal 26 has a rectangular cross-section. 

It has an inner cylindrical surface 28 having substan 
tially the same radius as the adjacent cylindrical surface 
30 of the housing 12. It has an outer surface which is 
dimensioned to abut the inner ?ange surfaces 31 and 
housing surfaces 32 and 33. Q-ring 36 is positioned in an 
annular recess defined by the gasket 17 and annular 
surfaces 35 and 37 of the housing 12. The O-ring 36 is 
pressed against the outer surface 39 of the stationary 
ring seal and housing surfaces 35 and 37, preventing 
passage of liquid between the ring seal 26 and the hous 
ing 12. 
The stationary seal 26 is made of a corrosion resistant, 

hard material which will maintain a smooth surface in 
continued use. A preferred stationary seal material is 
silicon carbide. 
An annular end portion 40 of the housing 12 has an 

outer radial ?ange 42 with an inner diameter which is 
the same as that for the stationary seal 26. The outer 
?ange 42 and opposing wall of housing gland 12 de?nes 
a groove 44 in the housing gland for receiving one end 
of a series of clip spacers 46. The clip spacers are prefer 
ably made of a hard relatively rigid plastic material such 
as nylon. As described hereinafter, the spacers 46 are 
used to maintain a pre-load on the rotary seal 20. They 
are located at four or six circumferentially spaced apart 
locations on the sealing device 10 as shown in FIG. 1. 
Each clip spacer 46 has a transverse groove 48 for re 
ceiving the outer radial ?ange 42 and a pair of opposed 
ridge members 41 and 43 defining the groove. The 
spacers 46 are attached to and extend over a sleeve 
collar 50. The sleeve collar 50 is preferably made of a 
metal material such as stainless steel and ?ts around an 
end ?ange 52 of the sleeve 14. A series of threaded holes 
53 are provided at 90° spaced apart locations on the 
sleeve collar and each preload spacer clip 46 is retained 
thereto by a cap screw 54. Between the cap screws are 
a second series of threaded holes 56 which extend radi 
ally inwardly to the outer surface of the sleeve 14. Set 
screws 58 within the holes 56 are advanced after the 
sealing device 10 is installed to secure the sleeve to a 
pump shaft 60 as shown in FIG. 2. 

In the distal end of the internal wall of sleeve 14, 
groove 62 is provided for retaining an O-ring 64. This 
O-ring provides a fluid seal between the sleeve 14 and 
the shaft 60 when inserted therethrough. The groove 62 
is spaced back from the inner end of the sleeve 14 by at 
least 0.10 in. so that the hydraulic force of the liquid 
within the casing in a typical installation will not spread 
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the front edge of the sleeve 63 and allow leakage along 
the pump shaft. 
The rotary seal 20 is an important element of the 

sealing device 10 because it provides for effective seal 
ing between it and the stationary seal 26 for long peri 
ods of relative movement between these two elements. 
FIG. 3 is a fragmentary cross-sectional view of the 

rotary sealing element 20. The physical properties, con 
?guration and angular dimensions of the rotary seal are 
important aspects of this invention, cooperating to pro 
vide optimum operation and durability of the seals. In 
FIG. 3, the annular rotary seal 20 has a back surface 80 
exposed to a pump chamber. Outer rearward surface 80 
extends from footing corner or pivot point 82 to the 
outer seal edge 88, pivot point 82 being the intersection 
of surface 80 with cylindrical surface 84. Cylindrical 
surface 84 is flush with the sleeve surface 86. The seal’s 
forward surface comprises outer forward surface 90, 
forming an Angle E with a line parallel to the central 
axis of the rotary seal, and sloping from the outer edge 
88 to the forward edge 75. The forward surface of the 
rotary seal also includes an inner forward surface 92 
which extends backward from the forward protruding 
edge 75, preferably approximately parallel to surface 80, 
to the surface 94. Surfaces 90 and 92 converge to form 
annular projection 15. Forward surface 94 falls in a 
plane perpendicular to the central axis of the seal and 
extends to surface 96, a cylindrical surface which is 
flush with the sleeve surface 86. The torque corner 98 is 
the intersection of the surfaces 94 and 96. The surface 
92, in a plane through the central axis of the seal, de?nes 
a slope which forms an Angle F with a projection of 
surface 96. A line from the protruding edge 75 to the 
opposite footing comer 82 of the seal forms an Angle G 
with a line parallel to the central axis of the seal. 
The thickness T, in millimeters, is the length of a 

straight line normal to surface 80 to torque corner 98 in 
a plane through the central axis of the seal. The opti 
mum thickness T can be determined by the following 
formula wherein I.D. is the inner diameter of annular 
projection 75 in millimeters: 

The distance D is the length, in millimeters, of a 
straight line normal to the central axis of the seal from 
protruding edge 75 to the surface of axially concentric 
cylindrical extension of the surface 96 through torque 
point 98 in a plane through the seal central axis. The 
optimum distance D can be determined by the follow 
ing formula wherein ID. is as de?ned above: 

Preferred values for the angles E, F and G, and the 
variables a, B, 'y and 67 are shown in the following 
table. Values for an optimum example for D, T, and the 
angles E, F, and G are also shown. 

TABLE 
Variable Range Optimum Example 

I.D. 66.4 mm 
D 3.05 mm 
E 40°-60“ 60° 
F 45°-60° 45° 
G l6°-2l° 18.4° 
T 3.97 mm 
a. 3.0-3.6 

B 0-0.04 
'y 1.7-2.5 
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6 
TABLE-continued 

Variable Range Optimum Example 
6 0.0l4»0.021 

The rotary seal 20 comprises an elastomeric polymer 
having the chemical and thermal resistance and the 
mechanical properties required for the environment to 
which it is exposed in use. The seal should have a break 
ing elongation of at least 100 percent and up to 150 
percent. For most industrial applications for pumping 
slurries and aqueous suspensions, the breaking elonga 
tion should be from about 100 up to about 150 percent. 
The durometer hardness of the seal composition should 
be from about 85 to about 95 and preferably from about 
90 up to about 95. 
The composition of the elastomeric polymer compo 

nent is selected to provide resistance to thermal degra 
dation and an optimum service in the particular envi 
ronment to which the seal will be exposed. One suitable 
elastomeric polymer is AFLAS (Asahi Glass Co, Inc.), 
a peroxide cured copolymer of tetrafluoroethylene and 
propylene. Other suitable elastomeric polymers include 
FKM-Tetrapolymer and base resistant F KM polymers 
(Macrotech/CDI, Humble, Tex.). The durometer hard 
ness of the polymeric composition can be adjusted by 
intermixing the polymer with a requisite quantity of a 
?nely divided carbon filler such as Austin Black. 
A critical aspect of the elastomeric seal is the extent it 

is stretched in the direction parallel to the seal surface of 
the opposed stationary, rigid seal. The stretching should 
be suf?cient to substantially reduce the coef?cient of 
friction between the sealing surfaces. The stretching 
stress hardens the projecting edge of the resilient seal, 
aligns the polymeric components of the seal in a direc 
tion parallel to the seal surface and reduces irregular 
ities in the sealing surface of the' seal, thereby reducing 
the coef?cient of friction between the sealing surfaces. 
The preferred extent of stretching is at least 20 percent 
up to less than 40 percent of the breaking elongation of 
the seal material. Referring to FIG. 2, the resilient seal 
is maintained in the desired stretched condition by the 
selected inner diameter dimension of the seat 18. 
Stretching the annular seal in its circumferential direc 
tion produces a corresponding reduction in the width of 
the seal which must be adjusted by the width of the 
surface of the seat 18. The seal is positioned in this seat 
by stretching it, sliding it along the sleeve to its position 
in the seat 18 and relaxing the seal, permitting it to 
contract to ?t securely in the seat 18. 

Because the surfaces 90 and 92 converge to form the 
projecting edge 75, circumferential stretching of the 
resilient seal by increasing the seal diameter in the direc 
tion I.D. concentrates stress hardening at the edge 75, 
greatly reducing the coef?cient of friction between the 
sealing surfaces 75 and 28. 
A seal is established by the pressure of the leading 

edge 75 against the opposing face of the rigid sealing 
element 28. It is critical that this pressure he suf?cient to 
effect a seal therebetween under operating conditions of 
the seal but which will not produce suf?cient heat of 
friction to cause signi?cant chemical changes in the 
projecting edge of the resilient seal. This is a critical 
adjustment, for excessive pressure will produce exces 
sive friction, heat and sealing surface destruction. The 
pressure selected, however, should be suf?cient to 
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maintain the sealing engagement continuously during 
operation of the machinery being sealed. 
The heat of friction unavoidable produced at the 

sealing surface is dissipated by the liquid being pro 
cessed and the material of construction of the rigid seal 
40 and the rigid seal housing 14. It is thus critical that 
the equipment be started with liquid in the pumping 
chamber to dissipate the initial heat generated in the seal 
face. 
The radial width of the sealing surface produced by 

compression of the annular projection 75 by the oppos 
ing surface of element 28 is preferably the minimum 
radial with which is sufficient to maintain a seal. Exces 
sive width and surface area of contact between the seals 
produces excessive heat, increasing the risk of seal de 
struction. The desirable sealing surface width for most 
applications should be less than 2 mm. 
To those skilled in the art to which this invention 

relates, many changes in construction and widely differ 
ing embodiments and applications of the invention will 
make themselves know without departing from the 
spirit and scope of the invention. The disclosure and the 
description herein are purely illustrative and are not 
intended to be in any sense limiting. 
We claim: 
1. A seal for preventing leakage around a rotary shaft 

extending through a structural casing comprising an 
annular stationary rigid seal secured to the structural 
casing for surrounding the rotary shaft, the stationary 
rigid seal having a smooth sealing surface for establish 
ing a seal, and a resilient rotary seal adapted to be se 
cured to the rotary shaft and having an annular project 
ing edge means for contacting the smooth sealing sur 
face under a biased pressure to form a seal in conjunc 
tion therewith, the projecting edge means being formed 
by the convergence of inner and outer forward surfaces 
of said resilient rotary seal, a radial surface of said resil 
ient rotary seal extending to the inner forward surface 
from a torque point at its forward cylindrical base, an 
outer rearward surface of said resilient rotary seal ex 
tending to the outer forward surface from a pivot point 
at its rearward cylindrical base, the outer forward sur 
face forming an angle, E, with a central axis of the seal 
in a plane through the central axis of the seal of from 40° 
to 60° the inner forward surface and the outer rearward 
surface forming angles with the central axis of the seal 
in a plane through the central axis of the seal which are 
individually within the range of from 45° to 60° and a 
line extending in a plane through the central axis of the 
seal from the pivot point to the projecting edge means, 
G, being within the range of from 16° to 21°. 

2. A seal of claim 1 wherein the resilient rotary seal 
comprising a carbon ?lled thermally resistant polymer 
composition having a durometer hardness of at least 85. 

3. A seal of claim 1 wherein the radial distance in a 
plane perpendicular to the axis of the rotary seal from 
the projecting edge means and a line parallel to the axis 
of the rotary seal through the torque point, D, is deter 
mined by the formula: 

wherein 
'y is from 1.7 to 2.5, 
8 is from 0.014 to 0,021, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
4. A seal of claim 1 wherein the distance in a plane 

perpendicular to the axis of the rotary seal of a line 
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8 
perpendicular to the outer rearward surface extending 
therefrom to the torque point, T, is determined by the 
formula: 

wherein 
a is from 3.2 to 3.6, 
,8 is from O to 0.040, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
5. A seal of claim 4 wherein the radial distance in a 

plane perpendicular to the axis of the rotary seal from 
the projecting edge means and a line parallel to the axis 
of the rotary seal through the torque point, D, is deter 
mined by the formula: 

wherein 
)1 is from 1.7 to 2.5, 
6 is from 0.014 to 0.021, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
6. A resilient rotary seal adapted to be secured to a 

rotary shaft and having an annular projecting edge 
means for contacting a smooth sealing surface under a 
biased pressure to form a seal in conjunction therewith, 
the projecting edge means being formed by the conver 
gence of inner and outer forward surfaces of said resil 
ient rotary seal, a radial surface of said resilient rotary 
seal extending to the inner forward surface from a 
torque point at its forward cylindrical base, an outer 
rearward surface of said resilient rotary seal extending 
to the outer forward surface from a pivot point at its 
rearward cylindrical base, the outer forward surface 
forming an angle, E, with a central axis of the seal in a 
plane through the central axis of the seal of from 40° to 
60° the inner forward surface and the outer rearward 
surface forming angles with the central axis of the seal 
in a plane through the central axis of the seal which are 
individually within the range of from 45° to 60°, and a 
line extending in a plane through the central axis of the 
seal from a pivot point to the projecting edge means, G, 
being within the range of from 16° to 21°. 

7. A resilient rotary seal of claim 6 wherein the resil 
ient 

rotary seal comprising a carbon ?lled thermally resis 
tant 

polymer composition having a durometer hardness of 
at least 85. 

8. A resilient rotary seal of claim 6 wherein the radial 
distance in a plane perpendicular to the axis of the ro 
tary seal from the projecting edge means and a line 
parallel to the axis of the rotary seal through the torque 
point, D, is determined by the formula: 

wherein 
8 is from 1.7 to 2.5, 
8 is from 0.014 to 0.021, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
9. A seal of claim 6 wherein the distance in a plane 

perpendicular to the axis of the rotary seal of a line 
perpendicular to the outer rearward surface extending 
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therefrom to the torque point, T, is determined by the 
formula: 

T= a + BID 

wherein 
a is from 3.2 to 3.6, 
B is from 0 to 0.040, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
10. A resilient rotary seal of claim 9 wherein the 

radial distance in a plane perpendicular to the axis of the 
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rotary seal from the projecting edge means and a line 
parallel to the axis of the rotary seal through the torque 
point, D, is determined by the formula: 

wherein 
'y is from 1.7 to 2.5, 
8 is from 0.014 to 0.021, and 
ID is the inner diameter of the proximal sealing edge, 

in millimeters. 
* * * * * 


