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[57] ABSTRACT 

A process for preparing a tetrakis?uorophenylborate which 
is useful as a catalyst component for the polymerization of 
ole?ns or as a raw material for synthesizing the same, 
efficiently at a high productivity per unit amount of a solvent 
and at a high yield. A mixed solvent of ether and an aliphatic 
hydrocarbon is used as a reaction solvent for preparing 
tetrakisphenylborate according to the following reaction 
formula, 

4M“—C6Y35+BCl3->M4B(C5Y35)4 

wherein M4 is an alkali or alkaline earth metal, or represents 
R62Al, wherein R6 is an alkyl group, and Y3 is a hydrogen 
atom or a halogen atom. 

8 Claims, N0 Drawings 
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PROCESS FOR PRODUCING 
TETRAKISFLOROPHENYLBORATE 

This application is a Continuation of application Ser. No. 
08/ 193,008, ?led on Feb. 17, 1994, now abandoned, ?led as 
lntemational Application Number PCT/JP93/00837, ?led 
Jun. 12, 1993. 

FIELD OF THE INVENTION 

The present invention relates to an improvement in a 
process for preparing a tetrakisphenylborate, and, more 
particularly, to a process for preparing a tetrakisphenylbo 
rate, particularly a tetrakis?uorophenylborate, which is 
highly pure, has a superior ole?n polymerization activity, 
and is useful as a catalyst component for the polymerization 
of ole?ns, such as ot-ole?ns and styrene monomers, or as a 
raw material for synthesizing the same, efficiently at a high 
productivity per unit amount of a solvent and at a high yield. 

BACKGROUND ART 

Catalysts consisting of a zirconium compound and alu 
minoxane are known to exhibit a high polymerization activ 
ity in the polymerization of ole?ns, such as ot-ole?ns (J apa 
nese Patent Application Laid-open (kokai) No. 19309/1983). 
This method has a drawback in that a su?icient activity 
cannot be obtained unless expensive alurninoxane is used at 
a high ratio for a transition metal compound. In addition, not 
only preparing aluminoxane involves danger because of use 
of highly reactive trimethylaluminum to be reacted with 
water, but also its isolation from the reaction product as a 
single substance is di?icult. Thus, controlling the catalyst for 
preparing a product with a stable quality has been di?icult. 
A method of using a homogeneous polymerization cata 

lyst containing a reaction product of a transition metal 
compound, a coordination complex compound, and an 
organo-aluminum compound, as a major component, has 
been disclosed (Japanese Patent Application Laid-open 
(kokai) No. 207704/ 1991). As the coordination complex 
compound, a compound which can form an ionic complex 
by the reaction with a transition metal compound is used. 
Tetrakisphenylborate compounds are known as typical com 
pounds among such coordination complex compounds. 

This homogeneous catalyst containing the reaction prod 
uct of such a tetrakisphenylborate complex compound and a 
transition metal compound as a major component is eco 
nomical, because it requires no use of or only a small amount 
of expensive components such as aluminoxane. In addition, 
this catalyst can e?iciently produce polymers having various 
characteristics. Because of these reasons, its active use as a 
catalyst for the polymerization of ole?ns, such as ot-ole?ns 
and styrene monomers, is recently ongoing. 
As raw materials for the synthesis of said tetrakisphe 

nylborate complex compounds, tetrakisphenylborates, for 
example, lithium(penta?uorophenyl)borate [Li[B(C6F5)4]], 
can be used. A process according to the following reaction 
formulas is known as a process for preparing these tetrak 
isphenylborates [J . Organometal Chem, 2, 245—250 
(1964)]. 
BrC6F5+n-BuLi—>LiC6FS (in pentane, —78° C.) 

This process has drawbacks in that a complicated proce 
dure is required for the synthesis of the ?nal product, 
Li[B(C6F5)4], after isolation of the intermediate product, 
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2 
B(C6F5)3, and further that the reaction is delayed and the 
yield is reduced due to the reaction which takes place 
between solid LiC6F5, which is produced by the use of 
pentane as a solvent, and liquid BCl3. 

Another process, in which the reaction proceeds accord 
ing to the following formulas, has been reported [Report 
from Asahi Glass Co., Ltd., Industrial Technology Motiva 
tion Institution, 42, 137 (1983)]. 

However, this process has a drawback of a low yield 
because of the use of ether as a solvent with which BCl3 
produces a complex, which is insoluble in ether. 

DISCLOSURE OF THE INVENTION 

According to the present invention, a process for prepar 
ing a tetrakis?uorophenylborate is provided, which com~ 
prises a ?rst step in which the following reactions (1) and (2) 
are carried out in sequence and a second step in which the 
following reactions (3) and (4) are canied out in sequence, 
First Step: 

Second Step: 

MZCSY‘5+B(C6Y15)3—>M2B(C6Y15)4 (4) 

wherein X1 and X2 individually represent a halogen atom; Y 
represents a hydrogen atom or a ?uorine atom, provided that 
2 to 5 Ys among ?ve Ys are ?uorine atoms; R1 and R2 
individually indicate an alkyl group or an aryl group; and M1 
and M2 individually are an alkali or alkaline earth metal, or 
represent R32Al, provided that R3 is an alkyl group; and 
wherein the molar ratio of M1C6Y15 and BXZ3 in the above 
reaction of formula (2) is 3/25 §M1C6Y15/BX23§3/ 1.05. 

Further, a process for preparing a tetrakis?uorophenylbo 
rate is provided, which comprises carrying out the following 
reactions (5) and (6) in sequence using an aliphatic hydro 
carbon solvent. 

4M3C5Y25+BCl3—>M3B(C6Y25)4+3M3Cl3 (6) 

wherein X3 represents a halogen atom; Y2 represents a 
hydrogen atom or a ?uorine atom, provided that 2 to 5 Yzs 
among ?ve Yzs are ?uorine atoms; R4 indicates an alkyl 
group or an aryl group; and M3 is an alkali or alkaline earth 
metal, or represents RSZAI, provided that R5 is an alkyl 
group. 

Still further, a process for preparing a tetrakisphenylbo 
rate is provided, which comprises carrying out the following 
reaction (7), 

4M“—C6Y35+BC13—>M4B(C6Y35)4 (7) 

wherein M4 is an alkali or alkaline earth metal, or represents 
R?zAl, provided that R6 is an alkyl group, and Y3 represents 
a hydrogen atom or a halogen atom, in a mixed solvent of 
ether and an aliphatic hydrocarbon. 

Furthermore, a process for preparing a tetrakis?uorophe 
nylborate is provided, which comprises adding a hydrocar 
bon solvent to the tetrakis?uorophenylborate to which a 
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Lewis base is coordinated and removing the Lewis base by 
concentrating or drying it under reduced pressure. 

Provided also is a process for preparing a tetrakis?uo 
rophenylborate, wherein said tetrakis?uorophenylboratc to 
which a Lewis base is coordinated is a compound produced 
by said process. 

Further provided is a process for the puri?cation of a 
tetrakislluorophcnylborate, which comprises dissolving the 
tetraldsfluorophenylborate in a solvent having an SP value of 
15 or larger and 30 or smaller and depositing it from water 
or an aliphatic hydrocarbon solvent. 

Still further provided is a process for the puri?cation of a 
tetralds?uorophenylborate, wherein said tetrakis?uorophe 
nylborate which is to be puri?ed is the tetrakis?uorophe 
nylborate prepared by said process. 

Lithium tetralds(penta?uorophenyDborate, sodium tet 
rakis(penta?uorophenyl)borate, diisobutylaluminum tetrak 
is(penta?uorophenyl)borate, diethylaluminum tetrakis(pen 
ta?uorophenyl)borate, and the like are given as examples of 
the tetrakisphenylborates obtained by the process of the 
present invention. These borates are suitable for use as a 
coordination complex compound, which is a catalyst com 
ponent for the synthesis of ole?n polymerization, or as a raw 
material for the synthesis of this coordination complex 
compound. For example, these are used as a raw material for 
the synthesis of the following coordination complex com 
pounds: 
triethylammonium tetrakis(penta?uorophenyl)borate, 
tri-n-butylanrmonium tetrakis(penta?uorophenyl)borate, 
triphenylammonium tetrakis(penta?uorophenyl)borate, 
tetrabutylammonium tetrakis(penta?uorophenyDborate, 
(tetraethylammonium)tetrakis(penta?uorophenyl)borate, 
[methyltri(n-butyl)ammonium]tetrakis(penta?uorophe 

nyl)borate, 
[benzyltri(n-butyl)ammonium]tetrakis(penta?uorophe 

nyl)borate, 
methyldiphenylammonium 

rate, 
methyltriphenylammonium tetrakis(penta?uorophenyl)bo 

rate, 
dimethyldiphenylammonium 

nyl)borate, 
anilinium tetrakis(penta?uorophenyDborate, 
(N-methylanilinium)tetrakis(penta?uorophenyDborate, 
(N ,N-dimethylanilinium)tetrakis(penta?uorophenyl)borate, 
(N ,N,N-trimethylanilinium)tetrak 

is(penta?uorophenyl)borate, 
(m-nitroanilinium)tetrakis(penta?uorophenyl)borate, 
(p-bromoanilinium)tetrakis(penta?uorophenyl)borate, 
pyridinium tetrakis(penta?uorophenyl)borate, 
(p-cyanopyridinium)tetrakis(penta?uorophenyDborate, 
(N-methylpyridinium)tetrakis(penta?uorophenyl)borate, 
(N-benzylpyridinium)tetrakis(penta?uorophenyDborate, 
(o-cyano-N-methylpyridinium)tetrakis(pen 

ta?uorophenyDborate, 
(p-cyano-N-methylpyridinium)tetrakis(pen 

ta?uorophenyDborate, 
(p-cyano-N—benzylpyridinium)tetrakis(pen 

ta?uorophenyl)borate, 
trimethylsulfonium tetrakis(penta?uorophenyl)borate, 
benzyldimethylsulfoniurn tetrakis(penta?uorophenyDbo 

rate, 
tetraphenylphosphonium tetrakis(penta?uorophenyl)borate, 
triphenylphosphonium tetrakis(penta?uorophenyl)borate, 
ferrocenium tetrakis(penta?uorophenyl)borate, 
(1,1 '-dimethylferrocenium)tetrak 

is(penta?uorophenyl)borate, 

tetrakis(penta?uorophenyl)bo 

tetrakis(penta?uorophe 
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decamethylferrocenium tetrakis(penta?uorophenyl)borate, 
acetylferrocenium tetrakis(penta?uorophenyl)borate, 
formylferrocenium tetrakis(penta?uorophenyl)borate, 
cyanoferrocenium tetrakis(penta?uorophenyl)borate, 
silver tetrakis(penta?uorophenyl)borate, 
trytyl tetrakis(pentafluorophenyl)borate, 
(tetraphenylporphyrine manganese)tetrakis(penta?uo 

rophenyl)borate, 
(tetraphenylporphyrine iron chloride)tctrakis(penta?uo 

rophenyl)borate, 
(tetraphenylporphyrine zinc)tetrakis(penta?uorophe 

nyl)borate, 
and the like. 
The speci?c embodiments of the present invention will be 

illustrated in detail hereinafter as ?rst to seven inventions in 
sequence. 
1. First Invention 
The ?rst invention (a process) comprises, as mentioned 

above, a ?rst step in which the aforementioned reactions (1) 
and (2) are carried out in sequence and a second step in 
which the aforementioned reactions (3) and (4) are carried 
out in sequence, and is characterized in that the molar ratio 
of M1C6Y15 and BX23 in the reaction of formula (2) is 
3/2.5§M1C6Y15/BX23§3/1.05. 

Here, given as halogen atoms for X1 in X1C6Y15 used in 
the reaction of formula (1) are iodine, bromine, chlorine, 
?uorine, and the like, with preferred halogen atoms being 
bromine or chlorine. 3,5-Di?uorophenyl group, 3,4,5-trif 
luorophenyl group, penta?uorophenyl group, and the like 
are given as C6Y15, with penta?uorophenyl group being 
preferred. Given as alkyl groups for R1 in RIM1 used in 
reaction (1) are C1—C2O alkyl groups, such as methyl, 
n-butyl, sec-butyl, tert-butyl, and isobutyl groups; as aryl 
groups are C6—C20 aryl groups, such as phenyl group; and as 
alkali metals or alkaline earth metals for M1 are lithium, 
sodium, potassium, and magnesium bromide. As alkyl 
groups for R3, given are the same alkyl groups for R1. As 
R32Al, diisobutylaluminum, diethylaluminum, and the like 
are given. 

Also, given as halogen atoms for X2 in BX23 used in the 
reaction of formula (2) are iodine, bromine, chlorine, ?uo 
rine, and the like. BX23 may contain an electron donating 
complex, such as tri?uoroboranediethyl ether complex 
(BFB-OEtQ). 

Speci?cally, as XlC6Y15, bromopenta?uorobenzene, 
chloropenta?uorobenzene, bromo-3,5-di?uorobenzene, and 
the like; as RlMl, n-butyl lithium, methyl lithium sec-butyl 
lithium, triisobutyl aluminum, and the like; and as BX23, 
boron trichloride, boron tribrornide, boron tri?uoride, boron 
tri?uoride—diethyl ether complex, and the like, can be pref 
erably used. 

Although there are no speci?c limitations to the methods 
and conditions for carrying out the reactions of formulas (l) 
and (2), for example, the following methods and conditions 
can be adopted. 
Reaction of formula (1) 

First, a solvent (hereinafter a solvent used in reactions of 
formulas (l) and (2) are called solvent (a)) and 3x mol of 
X1C6Y15 are mixed. Linear or cyclic aliphatic hydrocarbons, 
such as pentane, hexane, and cyclohexane, are preferably 
used as solvent (a). The ratio of X1C6Y15 to solvent (21) 
(X1C6Y15/solvent (a)) is preferably 0.1—l mol/litter. 

Next, the mixture of solvent (a) and X1C6Y15 is cooled to 
—30° C. or lower, preferably to —60° C. or lower, and a 
solution of 2.7x—3.6x mol of RIM1 dissolved in solvent (a) 
is added to this mixture while stirring. In this instance, the 
ratio of RIM1 for solvent (a) in this solution (RlMllsolvent 
(a)) is preferably 0.5-3 mol/litter. 
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Then, the mixture is stirred for a prescribed period of time 
(normally about 2 hours) while maintaining the above 
temperature to produce M1C6Y15 and RlX1 in solvent (a). 
Reaction of formula (2) 
A solution of l.0x—2.5x mol of BX23 dissolved in solvent 

(a) is added to said solvent (a) in which MICGYI5 and RlX1 
have been produced. In this instance, the ratio of BXZ3 to 
solvent (a) in said solution (BX23/solvent (a)) is preferably 
0.1 mol/litter or greater. 

Thereafter, the mixture is stirred for a prescribed period of 
time (normally about 2 hours) while maintaining the above 
temperature to produce B(C6Y‘5)3 in solvent (a). 
Isolation of B(C6Y15)3 
Upon completion of the reaction of formula (2), beside 

B(C6Y15)3, there are by-products in solution (a), such as 
BX23, BXZZCGYIS, BX2(C6Y15)2, M‘XZ, RlXl, and 
M1[B(C6Y15)4]. Therefore, solvent (a) is cooled to —30° C. 
or lower, preferably to —60° C. or lower, and ?ltered to 
separate these by-products. BX23, BX22C6Y1 5, 
BX2B(C6Y15)3, M1[B(C6Y15)4], and M‘X2 (M1: an alkali 
metal) can be removed as a solid phase by this procedure. 

Next, solvent (a) is added to the solid phase thus obtained. 
In this instance, the amount of solvent (a) to be added to the 
solid phase is preferably such that the amount of B(C6Y15)3 
in solvent (a) (B(C6Y15)3/solvent (a)) is 0.1-l mol/litter. 

Thereafter, the temperature of solvent (a) is raised to —20° 
to 30° C. preferably —l0° to 20° C. and the solvent (a) is 
separated by ?ltration. B(C6Y15)3 is isolated in the liquid 
phase, and M1[B(C6Y15)4] and MX2 (M1: an alkali metal) 
are separated as the solid phase by this procedure. 

In the reaction of formula (3), the same compound as used 
the reaction of formula (1) is used as X1C6Y15. As R2 and 
M2 in RZM2 used for the reaction of formula (3), the same 
groups as previously given for R1 and M1 are respectively 
used. 

Speci?cally, n-butyl lithium, methyl lithium, sec-butyl 
lithium, triisobutyl aluminum, and the like can be preferably 
used as the RZMZ. 

Although there are no speci?c limitations to the methods 
and conditions for carrying out the reactions of formulas (3) 
and (4), the following methods and conditions can be 
adopted. 
Reaction of formula (3) 

First, a solvent (hereinafter a solvent mixed with XlC?Yl5 
in reaction of formula (3) is called solvent (b)) and y mol of 
X‘C6Y15 are mixed. Although there are no speci?c limita 
tions to the solvent (b) used here, it is necessary that the 
solvent dissolve M2C6Y15. Ether-type solvents, such as 
diethyl ether and tetrahydrofuran, are preferable. A prefer 
able amount of solvent (b) used is such that the ratio by 
volume of solvent (a) containing B(C6Y15)3, used in the ?rst 
step, to solvent (b) (solvent (a)/solvent (b)) is 1/ l—l00/ 1, and 
particularly 5/1-10/1. 

Next, the mixture of solvent (b) and XlC?Yl5 is cooled to 
—30° C. or lower, preferably to —60° C. or lower, and a 
solution of 0.9y—l.2y mol of RM1 dissolved in a solvent 
((hereinafter a solvent mixed with RIM1 in the reaction of 
formula (3) is called solvent (0)) is added to this mixture 
while stirring. In this instance, the ratio of RM1 to solvent 
(c) in this solution (RlMllsolvent (c)) is preferably 0.5-3 
mol/litter. As solvent (0), the same solvents used as solvent 
(a) are given as examples. Then, the mixture is stirred for a 
prescribed period of time (normally about 30 minutes) while 
maintaining the above temperature, to produce M2C6Y15 
and RZX1 in a mixed solvent of solvent (b) and solvent (c). 
Reaction of formula (4) 
A mixed solution of solvent (b) and solvent (c) in which 

M2C6Y15 and RZX1 have been produced according to the 
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6 
reaction of formula (3) is cooled to —30° C. or lower, 
preferably to —60° C. or lower, and this solution is added to 
a solution of B(C6Y15)3 dissolved in solvent (a), which has 
been isolated in the ?rst step, at a temperature of —20° to 30° 
C., preferably —l0° to 20° C. 

Thereafter, the mixture is stirred for a prescribed period of 
time (normally about 30 minutes) at a temperature of —20° 
to 30° C., preferably —10° to 20° C. A complex of 
M2B(C6Y15)4 and solvent (b) is deposited as a solid by this 
procedure. The solid complex, [M2B(C6Y15)4]-[solvent (b)], 
is collected by removing the solvent by ?ltration. 
The ?uorine-substituted tetraphenylborate obtained by the 

process of the present invention may be a compound to 
which a solvent used in the synthesis or the puri?cation has 
been coordinated. 

Both the above reactions of formulas (3) and (4) are 
preferably carried out in an inert gas stream. 
The yield of the com lex [M2B(C6Y15)4]-[solvent (b)] (2 

mol) (based on B(C6Y 5)3 (y mol): (Z/y)><l00%) is 55% or 
higher according to this embodiment. 
The overall yield of the complex [M2B(C6Y15)4]-[solvent 

(b)] (2 mol) (based on XlC?Yl5 (x mol): (z/x)><l00%) is 
normally 30% or higher according to this embodiment. 

In this ?rst invention the molar ratio of MICGYSIBXZ3 
should be 3/2.5 to 3/ 1.05 in the above reaction of formula 
(2), and, preferably, B(C6Y5)3 is puri?ed by removing 
by-products from the reaction nrixture obtained by the 
reaction of formula (2), and this puri?ed compound is used 
in the subsequent reaction of formula (4). This procedure 
ensures the efficient preparation of M2B(C6Y5)4 at a high 
yield of 30% or higher based on XlC?Ys, as mentioned 
above. On the other hand, when the amount of M1C6Y15/ 
3X23 (in molar ratio) is outside the above range, it is difficult 
to obtain the ?uorine-substituted tetraphenylborate at a high 
yield. A more preferable range of MICGYSIBXZ3 (molar 
ratio) is 3/2.0 to O—3/1.l. 
2. Second Invention 
The second invention (a process) comprises, as mentioned 

above, carrying out the aforementioned reactions (5) and (6) 
in sequence using an aliphatic hydrocarbon solvent as a 
reaction solvent. 

In this instance, given as halogen atoms for X3 in 
X3C6Y25 used in the reaction of formula (5) are iodine, 
bromine, chlorine, ?uorine, and the like, with preferred 
halogen atoms being bromine or chlorine. 2-Fluorophenyl 
group, 3-?uorophenyl group, 4-?uorophenyl group, 3,5 
di?uorophenyl group, 2,4-di?uorophenyl group, 2,5-di?uo 
rophenyl group, 3,4,5-tri?uorophenyl group, penta?uo 
rophenyl group, 3,5-bis(tri?uoromethyl)phenyl group, and 
the like are given as examples of CGYZS, with penta?uo 
rophenyl group being preferred. Given as examples of alkyl 
groups for R4 in R“M3 used in the reaction of formula (5) are 
CFC20 alkyl groups, such as methyl, n-butyl, sec-butyl, 
tert-butyl, and isobutyl groups; as aryl groups for R4 are 
C6—C20 aryl groups, such as phenyl group; and as alkali 
metals or alkaline earth metals for M3 are lithium, sodium, 
potassium, and magnesium bromide, with lithium being 
particularly preferred. As alkyl groups for R3, given are the 
same alkyl groups for R4, and as R32Al, diisobutylalumi 
num, diethylaluminum, and the like are given as examples. 

Speci?cally, as X3C6Y25, bromopenta?uorobenzene, 
chloropenta?uorobenzene, bromo-3,5-di?uorobenzene, 
bromo-3,5-bis(tri?uoromethyDbenzene, and the like; and as 
R4M°, n-butyl lithium, tert-butyl lithium, methyl lithium, 
sec-butyl lithium, tn'isobutyl aluminum, and the like, can be 
preferably used. 

Although there are no speci?c limitations to the method 
and conditions for carrying out the reactions of formulas (5) 
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and (6), for example, the following method and conditions 
can be adopted. 
Reaction of formula (5) 

First, a solvent (a) (hereinafter a solvent used in reactions 
of formulas (5) and (6) is called solvent (a)) and 4x mol of 
X3C6Y25 are mixed. 

Next, a solution of 3.6x—4.8x mol of R“M3 dissolved in 
solvent (a) is added to the mixture of solvent (a) and 
X3C6Y25. 

Then, the mixture is stirred for a prescribed period of time 
(normally about 2 hours) while maintaining the above 
temperature to produce M3C6Y2S and R“X3 in solvent (a). 
Reaction of formula (6) 
A solution of 0.9x to 1.1x mole of BX43, for example, 

BCl3, dissolved in solvent (a), is added to solvent (a) in 
which M3C6Y25 and R4X3 have been produced (—30° C. or 
lower, preferably —60° C. or lower). It is desirable that the 
ratio of solvent (a) to BCl3, (BCl3/solvent (a)), in said 
solution be 0.1 mol/litter or more. 

Thereafter, the mixture is stirred for a prescribed period of 
time (normally about two hours) while maintaining the 
above temperature, to produce M3B(C6Y25)4 in solvent (a). 

After the completion of the reaction of formula (6), the 
temperature of solvent (a) is raised to 0° to 30° C., preferably 
0° to 20° C., and the solvent (a) is separated by ?ltration. 
The tetrakisfluorophenylborate obtained by the process of 

the present invention may be a compound to which a solvent 
used in the synthesis or the puri?cation has been coordi 
nated. 
The yield of the complex [M3B(C6Y25)4]-[so1vent (d)] (y 

mol) (based on B(C6Y25)3 (x mol): (y/x)><l00%) is 30% or 
higher according to this embodiment. 
3. Third Invention 
The third invention (a process), as mentioned above, is 

characterized by using a mixed solvent of ether and an 
aliphatic hydrocarbon as a reaction solvent when carrying 
out the reaction of formula (7). 

In the third invention, M4—C6Y35 and boron trichloride 
(BCl3) are reacted in the solvent to produce a tetrakisphe 
nylborate, which consists of M4B(C6Y35)4. M4 in 
M4—C6Y35, which is a part of the raw materials, is an alkali 
metal such as lithium, sodium, or potassium; an alkaline 
earth metal such as calcium, magnesium, and strontium; or 
a group R2Al (R is an alkyl group, especially a C1—C8 alkyl 
group), with a preferred group being an alkali metal, in 
particular, lithium. Although Y3 represents a hydrogen atom 
or a halogen atom, at least one of Y3s is preferably a halogen 
atom, in particular a ?uorine atom. Given as preferred 
examples of M“—C6Y35 are M4—-C6F5, M4—C6HF4, 
M4—C6H2F3, M4—C6H3F2, and M4—-C6H4F. 
The method of preparing M"'——C6Y3S is not particularly 

limited and conventionally known methods can be used. 
For example, when LiC6F5 is produced as M4—C6Y35, 

BrC6FS and n-butyl lithium may be reacted in a suitable 
solvent. As a suitable solvent used here, the same a mixed 
solvent of ether and an aliphatic hydrocarbon, the same 
solvent which is described below, is advantageous from the 
aspect of the reaction. 

It is essential to use a mixed solvent of ether and an 
aliphatic hydrocarbon as a reaction solvent for the reaction 
of M“—C6Y35 and boron trichloride in the present inven 
tion. If either ether or an aliphatic hydrocarbon is used singly 
as a reaction solvent, the object of the present invention 
cannot be achieved because the yield of the target tetrak 
isphenylborate is low. 

Given as examples of ethers are aliphatic ethers such as 
diethyl ether, dipropyl ether, propyl methyl ether, propyl 
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8 
ethyl ether, dibutyl ether, butyl methyl ether, butyl ethyl 
ether, and butyl propyl ether. Either one of them may be used 
singly or two or more of them may be used in combination. 
On the other hand, given as examples of aliphatic hydro 
carbons are C5--C12 paraf?ns, such as pentane and hexane; 
and C5—C8 cyclopara?ins, such as cyclohexane and cyclo 
heptanc. They may be used either singly or two or more of 
them may be used in combination. 

Although there are no particular limitations to the pro 
portion of said ethers and aliphatic hydrocarbons, it is 
desirable that the ratio by weight be in the range of 100:1 to 
1:100, The amount of ethers mixed is advantageously 
equimolar to or greater than boron trichloride. 
A reaction temperature below —20° C. may be used 

without speci?c limitation, with a temperature —50° C. or 
below being preferred. Although there are no particular 
restrictions to the reaction pressure, the reaction in an inert 
gas atmosphere, such as a nitrogen gas atmosphere, is 
preferred. 

Tetrakisphenylborate consisting of M4B(C6Y35), wherein 
M4 and Y are the same as de?ned above, can be obtained 
at a high yield in this manner. Ionic complexes between an 
isomer, such as B(C6F5)4—-, B(C6HF4)4—-, B(C6H2F3)4—, 
B(C6H3F2)4—, and B(C6HF4)4—, or the like, and an alkali 
metal, an alkaline earth metal, or R2Al (wherein R is an alkyl 
group) are given as speci?c examples of said tetrakisphe 
nylborate. 
4. Fourth Invention 
The fourth invention (a process), as mentioned above, is 

characterized by adding a hydrocarbon solvent to a tetrak 
is?uorophenylborate to which a Lewis base is coordinated 
and removing the Lewis base by concentrating or drying it 
under reduced pressure. 

Here, the Lewis base (L) which is coordinated to the 
tetralds?uorophenylborate and which is to be removed by 
the process means a compound containing an element which 
comprises a lone pair, such as oxygen, sulfur, nitrogen, and 
phosphorus. 

Given as speci?c examples of such Lewis bases are, as 
those containing oxygen, methanol, ethanol, diethyl ether, 
tetrahydrofuran, acetone, ethyl acetate, and methyl ethyl 
ketone; as those containing sulfur, diethyl thioether, tetrahy 
drothiophene, and dimethylsulfoxide; as those containing 
nitrogen, triethylamine, dimethylaniline, pyridine, piperi 
dine, and acetonitrile; and as those containing phosphoms, 
triethylphosphine and trimethylphosphine. 

Although there are no speci?c limitations as to the hydro 
carbon solvents used when the Lewis base is removed by 
concentration or drying under reduced pressure, those hav 
ing a boiling point of 80° C. or higher and 180° C. or lower 
are preferred. 

Speci?cally, aromatic compounds, such as benzene, tolu 
ene, xylenes, trimethylbenzenes, and ethylbenzenes; and 
aliphatic hydrocarbons, such as hexane and heptane, are 
given, with preferred solvents being toluene and xylenes. 
The solvent can be suitably selected depending on the 

types of Lewis bases which are coordinated. 
Regarding the conditions under which the concentration 

or the drying under reduced pressure is carried out are 
pressure of 1 mmHg or below, preferably 0.5 mmHg or 
below, and a temperature of —20° C. to 100° C., preferably 
0° C. to 80° C. 

This concentration or drying under reduced pressure may 
be carried out only once or may be repeated two or more 
times. The quantity of the solvent is preferably reduced to 1/2 
by the concentration or the drying. 
The proportion in molar ratio of the tetrakis?uorophe 

nylborate and the hydrocarbon solvent used in this invention 
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(hydrocarbon solvent/tetrakis?uorophenylborate) is 10 to 
1,000, and preferably 50 to 200. 

Further, it is desirable that the purity of the tetrakis?uo 
rophenylborate obtained by this invention satisfy the 
inequality 0§Lewis acid/tetrakis?uorophenylborateé0.5, 
and preferably OéLewis acid/tetralds?uorophenylbo 
rate<0.l. 
5. Fifth Invention 
The ?fth invention (a process), as mentioned above, is 

characterized by using the tetrakis?uorophenylborate pre 
pared in either one of processes of the ?rst to third inven 
tions as the material for the fourth invention. 
6. Sixth Invention 
The sixth invention (a puri?cation process), as mentioned 

above, is characterized by dissolving a tetrakis?uorophe 
nylborate in a solvent having an SP value of 15 or larger and 
30 or smaller and depositing it from water or an aliphatic 
hydrocarbon solvent. 

Tetrakislluorophenylborates immediately after the synthe 
sis are colored and contain residual salts. Because of this, 
they cause problems, such as coloration of the polymer, 
corrosion of molds when the polymer is molded, and the 
like, if they are used as are. This sixth invention relates to a 
puri?cation process for the tetrakis?uorophenylborates by 
removing impurities therefrom. 

Illustrating the sixth invention in detail, a tetrakis?uo 
rophenylborate after the synthesis contains by-products, 
including salts such as lithium chloride, and decomposed 
substances such as n-butyl lithium, LiC6F5, B(C6F5)3, and 
MgBrCGFS. In this invention, in order to remove these 
impurities the tetrakis?uorophenylborate as produced is ?rst 
dissolved in a solvent having an SP value of 15 or larger and 
30 or smaller. Used as this solvent are ethers, such as diethyl 
ether, dibutyl ether, ethyl butyl ether, methyl butyl ether, and 
tetrahydrofuran; alcohols, such as methanol, ethanol, pro 
panol, and buthanol; ketones, such as acetone, methyl ethyl 
ketone, or diethyl ketone; and halogenated hydrocarbons, 
such as dichloromethane, chloroform, ehloroethane, dichlo 
roethane, and trichloroethane. Two or more of these solvents 
may be used together. Then, the tetrakis?uorophenylborate 
is deposited from water or an aliphatic hydrocarbon solvent. 
7. Seventh Invention 
The seventh invention (a puri?cation process), as men 

tioned above, is characterized by using the tetrakis?uo 
rophenylborate prepared either the process of the fourth or 
?fth invention as the material for the sixth invention. 
As illustrated above, the processes for the preparation and 

puri?cation of a tetralds?uorophenylborate of the present 
invention can produce a high purity tetrakisphenylborate, 
especially a high purity tetrakis?uorophenylborate, having a 
superior ole?n polymerization activity and useful as a cata 
lyst component for the polymerization of ole?ns or as a raw 
material for synthesizing the same, e?iciently at a high 
productivity per unit amount of a solvent and at a high yield. 

BEST MODE FOR CARRYING OUT THE 
INVENTION 

The present invention will be illustrated in detail by way 
of examples, which shall not be limiting of the present 
invention. 

EXAMPLE 1 

Lithium tetrakis(penta?uorophenyl)borate was synthe 
sized by the following ?rst and second steps. All the 
following steps were carried out under a nitrogen gas stream. 
(I) Synthesis of tris(penta?uorophenyl)boron (the ?rst step) 
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10 
24.7 g of bromopenta?uorobenzene (BrC6F5) (EW. 

246.97, 0.1 mol) and 500 ml of dry hexane were mixed and 
cooled to —70° C. To the mixture was added slowly and 
dropwise a solution of 0.1 mol of n-butyl lithium in hexane 
(1.5 mol/l) while stirring. The stirring was continued at ~70° 
C. for two hours to react the mixture. 

Then, a solution of 0.04 mol of boron trichloride dis 
solved in hexane (1.35 mol/l) was rapidly added dropwise to 
the reaction solution. The stirring was continued at ~70° C. 
for two hours to react the mixture. 
The reaction solution was ?ltered at —70° C. to remove the 

hexane layer (in which impurities were dissolved). 500 ml of 
hexane was added to the solid thus obtained and the mixture 
was allowed to come to the room temperature. 12.1 g of 
tris(penta?uorophenyl)boron (B(C6F5)3) was contained in 
the hexane layer (containing no impurities dissolved) 
obtained by the further removal of a solid (yield based on 
BrC6F5: 71%). 
(II) Synthesis of lithium tetrakis(penta?uorophenyhborate 
(the second step) 

5.85 g (0.0237 mol) of bromopenta?uorobenzene and 100 
ml of dry diethyl ether were mixed and cooled to —70° C. To 
the mixture was added slowly and dropwise a solution of 
0.0237 mol of n-butyl lithium in hexane (1.5 mol/l) while 
stirring. The stirring was continued at —70° C. for 30 rrrinutes 
to react the mixture. 

Then, the reaction solution (—70° C.) was slowly added 
dropwise to a solution of 12.1 g of tris(penta?uorophenyl 
)boron, obtained in (1) above, dissolved in hexane (500 ml, 
room temperature) and the mixture was stirred for 30 
minutes at room temperature. 17.1 g of a white solid of 
lithium tetrakis(penta?uorophenyl)borate-diethyl ether 
complex (LiB(C6F5)4'OEt2) was obtained by removing the 
solvent and drying the residue under reduced pressure 
(yield: 95%). 
The lithium tetrakis(penta?uorophenyl)borate-diethyl 

ether complex was obtained by steps (I) and (II) at an overall 
yield of 67.5% based on the raw material BrC6F5. 
(III) Synthesis of dimethylanilinium tetrakis(penta?uo 
rophenyl)borate 

2 g (2.92><10_3 mol) of the lithium tetrakis(penta?uo 
rOphenyDborate-diethyl ether complex was dissolved in 70 
ml of water and 0.44 g (2.78><10_3 mol) of dimethyla 
nilinium chloride was added to the solution, followed by 
stirring at room temperature for one hour. The solid thus 
obtained was thoroughly washed with water and hexane. 
The above solid was dissolved in 20 ml of acetone, and 

this acetone solution was poured into a large quantity of 
water to re-precipitate the solid. The solid component was 
collected by ?ltration. 10 ml of dry toluene was added to the 
solid component and the mixture was dried under reduced 
pressure, to obtain 2.01 g of dimethylanilinium tetrakis(pen 
ta?uorophenybborate ([PhNMe2H][B(C6F5)4]) (yield: 
86%). No Lewis base was coordinated to this complex. 
(IV) Polymerization using dimethylanilinium tetrakis(pen 
ta?uorophenyl)borate 

400 ml of toluene and 4x104‘ mol of triisobutyl aluminum 
(2 mol/l toluene solution) was thoroughly stirred in an 
autoclave. To the autoclave were charged 1x10‘5 mol of 
isopropylidene(cyclopentadienyl-9-?uorenyl)zirconium 
dichloride (0.01 mol/l toluene solution) and lXlO_5 mol of 
dimethylanilinium tetrakis(penta?uorophenyl)borate 
obtained in (1) above (0.01 mol/l toluene solution) in 
sequence, and the mixture was thoroughly stirred. 

Next, propylene was continuously fed to the autoclave at 
25° C. at a constant propylene pressure of 3 kglcmz, and 
reacted for one hour. After the completion of the reaction, 
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the catalyst was deactivated by the addition of methanol. 
The resulting reaction mixture was ?ltered and dried under 
reduced pressure to obtain 54.5 g of syndiotactic polypro 
pylene. The polymerization activity was 59.7 kg/g-Zr and 
5.05 kg/g-Al. 
The melting point of the polymer measured by the dif 

ferential scanning calorimeter was 132° C., and the weight 
average molecular weight and the number average molecu 
lar weight as determined by the gel permeation chromatog 
raphy based on polystyrene were 6.0><104 and 27x10“, 
respectively. Tacticity determined by 13C-NMR at rnr 
(racerni pentad) was 88%. 

Comparative Example 1 

(I) 2 g of lithium tetrakis(penta?uorophenyl)borate-di 
ethyl ether complex (2.92><lO_3 mol) obtained in Example 1, 
(II), was dissolved in 70 ml of water. 0.44 g (2.78><10_3 mol) 
of dimethylanilinium chloride was added to the solution and 
the mixture was stirred at room temperature for one hour. 
The solid thus obtained was thoroughly washed with water 
and hexane, and dried under reduced pressure. lH-NMR was 
measured on the solid thus obtained to con?rm that this solid 
was an about 1:1 complex of dimethylanilinium tetrak 
is(penta?uorophenyl)borate and diethyl ether. The yield was 
2.3 g (2.66><10—3 mol). 

(II) 400 ml of toluene and 4x104‘ mol of triisobutyl 
aluminum (2 mol/l toluene solution) were thoroughly stirred 
in an autoclave. To the autoclave were charged 1><10_S mol 
of isopropylidene(cyclopentadienyl-9-?uorenyl)zirconium 
dichloride (0,01 mol/l toluene solution) and l><10*5 mol of 
dimethylanilinium tetrakis(penta?uorophenyl)borate-ethyl 
ether complex obtained in (1) above (0.01 mol/l toluene 
solution) in sequence, and the mixture was thoroughly 
stirred. 

Next, propylene was continuously fed to the autoclave at 
a temperature of 25° C. or below at a constant propylene 
pressure of 3 kg/cm2,and reacted for one hour. After the 
completion of the reaction, the catalyst was deactivated by 
the addition of methanol. The resulting reaction mixture was 
?ltered and dried under reduced pressure to obtain 22.2 g of 
syndiotactic polypropylene. The polymerization activity was 
24.3 kg/g-Zr and 2.06 kg/g-Al. 

Comparative Example 2 

(l) 2 g of lithium tetrakis(penta?uorophenyl)borate-di 
ethyl ether complex (2.92><10“3 mol) obtained in Example 1, 
(H), was dissolved in 70 ml of water. 0.44 g (2.78X10_3 mol) 
of dimethylanilinium chloride was added to the solution and 
the mixture was stirred at room temperature for one hour. 
The solid thus obtained was thoroughly washed with water 
and hexane. This solid was dissolved in 20 ml of acetone, 
and the acetone solution was poured into a large quantity of 
water to re-precipitate the solid. The solid component was 
collected by ?ltration and thoroughly dried under reduced 
pressure. 1H-NMR was measured on the solid thus obtained 
to con?rm that this solid was an about 1:1 complex of 
dimethylanilinium tetrakis(penta?uorophenyDborate and 
acetone. The yield was 2.2 g (2.57X10'3 mol). 

(II) 400 ml of toluene and 4><lO_4 mol of triisobutyl 
aluminum (2 mol/l toluene solution) were thoroughly stirred 
in an autoclave. To the autoclave were charged l><10“5 mol 
of isopropylidene(cyclopentadienyl-9-?uorenyl)zirconium 
dichloride (0.01 mol/l toluene solution) and 1><10'5 mol of 
dimethylanilinium tetrakis(penta?uorophenyDborate-ac 
etone complex obtained in (1) above (0.01 mol/l toluene 
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12 
solution) in sequence, and the mixture was thoroughly 
stirred. 

Next, propylene was continuously fed to the autoclave at 
a temperature of 250 C. or below at a constant propylene 
pressure of 3 kg/cmZ, and reacted for one hour. After the 
completion of the reaction, the catalyst was deactivated by 
the addition of methanol. The resulting reaction mixture was 
?ltered and dried under reduced pressure to obtain 27.6 g of 
syndiotactic polypropylene. The polymerization activity was 
30.2 kg/g-Zr and 2.56 kg/g-Al. 

EXAMPLE 2 

Production of lithium tetra(penta?uorophenyl)borate 
180 ml of dry hexane, 180 ml of diethyl ether, and 24.7 

g (0.1 mol) of bromopenta?uorobenzene were charged into 
a reaction vessel, which had been displaced by nitrogen, and 
the mixture was cooled to —70° C., followed by the addition 
of 0.1 mol of n-butyl lithium dropwise while stirring. Then, 
0.025 mol of boron trichloride was added dropwise at —70° 
C. The temperature was slowly raised to the room tempera 
ture. The precipitate was collected by ?ltration, washed with 
hexane, and dried to obtain 0.023 mol of Li[B(C6F5)4] 
'O(C2H5)2 containing LiCl. The yield based on bromopen— 
ta?uorobenzene was 92%. 

Comparative Example 3 

The same procedure as in Example 2 was carried out, 
except that 360 ml of dry diethyl ether was used instead of 
180 ml of dry hexane and 180 ml of diethyl ether. 0.016 mol 
of Li[B(C6E5)4]'O(C2H5)2 was thus obtained. The yield 
based on bromopenta?uorobenzene was 64%. 

EXAMPLE 3 

Production of lithium tetra(penta?uorophenyDborate 
40 ml of dry hexane, 320 m1 of diethyl ether, and 24.7 g 

(0.1 mol) of bromopenta?uorobenzene were charged into a 
reaction vessel, which had been displaced by nitrogen, and 
the mixture was cooled to —70° C., followed by the addition 
of 0.1 mol of n-butyl lithium dropwise while stirring. Then, 
0.025 mol of boron trichloride was added dropwise at —70° 
C. The temperature was slowly raised to the room tempera 
ture. The precipitate was collected by ?ltration, washed with 
hexane, and dried to obtain 0.022 mol of Li[B(C6F5)4] 
'O(C2H5)2 containing LiCl. The yield based on bromopen 
ta?uorobenzene was 88%. 

EXAMPLE 4 

Production of lithium tetra(penta?uorophenyl)borate 
340 ml of dry hexane, 20 ml of diethyl ether, and 24.7 g 

(0.1 mol) of bromopenta?uorobenzene were charged into a 
reaction vessel, which had been displaced by nitrogen, and 
the mixture was cooled to —70° C., followed by the addition 
of 0.1 mol of n-butyl lithium dropwise while stirring. Then, 
0.025 mol of boron trichloride was added dropwise at —70° 
C. The temperature was slowly raised to the room tempera 
ture. The precipitate was collected by ?ltration, washed with 
hexane, and dried to obtain 0.020 mol of Li[B(C6F5)4] 
'O(C2H5)2 containing LiCl. The yield based on bromopen 
ta?uorobenzene was 80%. 

EXAMPLE 5 

The same procedure as in Example 4 was carried out, 
except that 340 ml of dry pentane, instead of dry hexane, and 
20 ml of diisopropyl ether, instead of diethyl ether, were 
used, obtain 0.021 mol of Li[B(C6F5)4]'O(C3H7)2. The yield 
based on bromopenta?uorobenzene was 84%. 
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EXAMPLE 6 

Synthesis and puri?cation of dimethylanilinium tetra(pen— 
ta?uorophenyl)borate 

1000 ml of diethyl ether and 49.4 g (0.4 mol) of bro 
mopentalluorobenzene were charged into a reaction vessel 
which was displaced by nitrogen, and the mixture was 
cooled to —70° C., followed by the addition of 0.4 mol of 
n-butyl lithium dropwise while stirring. Then, 0.10 mol of 
boron trichloride was added dropwise at —70° C. The 
temperature was slowly raised to the room temperature. The 
precipitate was collected by ?ltration, washed with hexane, 
and dissolved into 200 ml of water. To this solution was 
added dropwise a solution of 0.10 mol of dimethylanilinium 
chloride dissolved in 50 ml of water to obtain 79 g of crude 
dimethylanilinium tetra(penta?uorophenyl)borate. 

50 g of the crude dimethylanilinium tetra(penta?uorophe 
nyl)boratc was dissolved in 20 ml of methanol and the 
solution was added dropwise to 500 ml of water. 46 g of 
puri?ed white dimethylanilinium tetra(penta?uorophe 
nyl)borate was obtained by drying the product under 
vacuum. 

EXAMPLE 7 

Polymerization of styrene 
6 l of styrene was charged into a 101 container which was 

dried and displaced with nitrogen, and heated to 70° C. To 
this was added a solution of 9 rnrnol of triisobutyl aluminum, 
150 pmol of puri?ed dimethylanilinium tetra(penta?uo 
rophenyl)borate, and 150 umol of pentamethylcyclopenta 
dienyltitaniumtrimethoxide dissolved in 75 n11 of toluene, 
and the polymerization was carried out for 2 hours. The 
reaction was terminated by the addition of 1 l of methanol. 
Methanol was removed by ?ltration, and the produced 
polymer was dried under vacuum at 150° C. for 5 hours to 
obtain 4.1 kg of a polymer product. 

This polymer was melted at 290° C. and injection molded 
100 times using a mold made of iron at 140° C. The mold 
was allowed to leave for one day at RH 50% to con?rm that 
no corrosion was produced. The molded product has an Y.I. 
value of 19. 

Comparative Example 3 

Styrene was polymerized in the same manner as in 
Comparative Example 2, except that crude dimethyla 
nilinium tetra(penta?uorophenyl)borate was used, to obtain 
4.0 kg of a polymer product. This polymer was injection 
molded. Corrosion was found in the mold. The Y.I value of 
the molded product was 25. 

INDUSTRIAL APPLICABILITY 

As illustrated above, tetrakisphenylborate obtained by the 
preparation and puri?cation processes of the present inven 
tion is useful as a catalyst component for the polymerization 
of ole?ns, such as ot-ole?ns and styrene monomers, or as a 
raw material for synthesizing the same. In particular, the 
tetralds?uorophenylborate obtained by the present invention 
is excellent in its ole?n polymerization activity, and owing 
to its high purity, is especially useful as a catalyst component 
for the polymerization of ole?ns or as a raw material for 
synthesizing the same. 
We claim: 
1. A process for preparing a tetrakis?uorophenylborate 

which comprises a ?rst step in which the following reactions 
(1) and (2) are carried out in sequence and a second step in 
which the following reactions (3) and (4) are carried out in 
sequence, 
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wherein X1 and X2 individually represent a halogen atom; Y 
represents a hydrogen atom or a ?uorine atom, provided that 
2 to 5 Ys among ?ve Ys are ?uorine atoms; R1 and R2 
individually indicate an alkyl group or an aryl group; and M1 
and M2 individually are an alkali or alkaline earth metal, or 
represent R32Al, provided that R3 is an alkyl group; and 
wherein the molar ratio of M1C6Y15 and BX23 in said 
reaction (2) is 3/2.5§M1C6Y15/BX23§3/1.05. 

2. A process for preparing a tetrakis?uorophenylborate 
which comprises carrying out the following reactions (5) 
and (6) in sequence using an aliphatic hydrocarbon solvent, 

4M3C6Y25+BCl3—>M3B(C6Y25)4+3M3Cl3 (6) 

wherein X3 represents a halogen atom; Y2 represents a 
hydrogen atom or a ?uorine atom, provided that 2 to 5 Yzs 
among ?ve Yzs are ?uorine atoms; R4 indicates an alkyl 
group or an aryl group; and M3 is an alkali or alkaline earth 
metal, or represents R52Al, wherein R5 is an alkyl group. 

3. A process for preparing a tetrakisphenylborate which 
comprises carrying out the following reaction (7), 

4M4—C5Y35+BCl3—>M4B(C6Y35)4 (7), 

wherein M4 is an alkali or alkaline earth metal, or represents 
R62Al, wherein R6 is an alkyl group, and Y3 represents a 
hydrogen atom or a-halogen atom, in a mixed solvent of 
ether and an aliphatic hydrocarbon. 

4. A process for preparing a tetrakis?uorophenylborate 
comprising, adding a hydrocarbon solvent to the tetrakis 
?uorophenylborate to which a Lewis base is coordinated, 
and removing the Lewis base by concentrating or drying it 
under reduced pressure. 

5. The process for preparing a tetrakis?uorophenylborate 
according to claim 4, wherein said tetrakis?uorophenylbo 
rate to which a Lewis base is coordinated is the tetrakis 
?uorophenylborate prepared by either one of the processes 
de?ned in claims 1—3. 

6. A process for the puri?cation of a tetrakis?uorophe~ 
nylborate, which comprises dissolving the tetrakis?uo 
rophenylborate in a solvent selected from the group con~ 
sisting of ethers, ketones, alcohols and halogenated 
hydrocarbons, said solvent having an SP value of 15 or 
larger and 30 or smaller and depositing it from water or an 
aliphatic hydrocarbon solvent. 

7. The process of claim 4, further comprising a puri?ca 
tion step, which comprises dissolving the tetrakis?uorophe 
nylborate in a solvent having an SP value of 15 or larger and 
30 or smaller and depositing it from water or an aliphatic 
hydrocarbon solvent. 

8. The process of claim 5, further comprising a puri?ca 
tion step, which comprises dissolving the tetrakis?uorophe 
nylborate in a solvent having an SP value of 15 or larger and 
30 or smaller and depositing it from water or an aliphatic 
hydrocarbon solvent. 
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