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[57] ABSTRACT 

This invention provides a phase modulator comprising an 
electro-optically rotatable smectic liquid crystal half-wave 
retarder in combination with a cholesteric liquid crystal 
circular polarizer. Rotation of the half-wave retarder varies 
the phase delay of the modulator. A polarizing interferom— 
eter is provided utilizing the phase modulator of this inven 
tion in combination with a second cholesten'c circular polar 
izer and a linear polarizer. A tunable Fabry-Perot resonator 
which does not require ordinary mirrors is provided utilizing 
the phase modulator of this invention in combination with a 
second cholesteric circular polarizer. 

36 Claims, 11 Drawing Sheets 
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LIQUID CRYSTAL PHASE MODULATOR 
USING CHOLESTERIC CIRCULAR 

POLARIZERS 

FIELD OF THE INVENTION 

This invention relates to phase modulation by smectic 
liquid crystals in combination with cholesteric liquid 
crystals. and to polarizing interferometers and Fabry-Perot 
resonators utilizing liquid crystal phase modulation. 

BACKGROUND OF THE INVENTION 

Optical phase modulation is utilized in a myriad of 
devices for application in spectroscopy. ellipsometry, 
displays. beam steering. diffractive optics spatial light 
modulation. switches. tunable ?lters and optical signal pro 
cessing. Phase shifting can be provided by nematic liquid 
crystals upon application of an electric ?eld. However. the 
response times are on the order of milliseconds. Chiral 
smectic liquid crystals (CSLCs) provide response times on 
the order of microseconds. However. in planar aligned cells 
(smectic layers oriented perpendicular to the substrate 
walls). application of an electric ?eld perpendicular to the 
cell walls reorients the molecular directors in a plane parallel 
to the cell Walls. providing electro-optic rotation of the optic 
axis of the cell. but not providing variable birefringence. 
Thus planar-aligned CSLCs cannot. on their own. provide 
analog phase modulation. 

Phase modulation can be achieved with a planar-aligned 
CSLC quarter-half-quarter variable retarder. comprising a 
CSLC rotatable half-wave plate and two passive quarter 
wave plates positioned in series with and on either side of 
the half-wave plate (Sharp et al. in U.S. patent application 
Ser. No. 792.284). For linearly polarized light the polariza 
tion is preserved and pure phase modulation is achieved 
when the quarter-wave plates are oriented at 45° to the axis 
of polarization. For an orientation of the optic axis of the 
half-wave plate at an electro-optically rotatable angle or with 
respect to the polarization, the phase shift is 20.. 

Variable retardance can also be provided by CSLCs in the 
homeotropic alignment. wherein the smectic layers are par 
allel to the cell walls (Sharp et al. in U.S. patent application 
Ser. No. 792.284). Application of an electric ?eld parallel to 
the cell walls rotates the molecular directors in a plane 
perpendicular to the cell walls. This provides variable retar 
dance with a ?xed orientation of the optic axis. In this 
respect. homeotropically aligned CSLCs are similar in func 
tion to nematic liquid crystals, but with at least two orders 
in magnitude shorter response times. Because of the use of 
lateral electrodes. the aperture of homeotropically aligned 
cells is limited. 
One particular application of phase modulators is within 

a Fabry-Perot etalon. In a Fabry-Perot resonance cavity, 
transmission depends on satisfying the resonance condition 
that the round-trip phase delay equal an integral number of 
wavelengths of intracavity light. At resonance the re?ected 
waves from each pass through the cavity interfere construc 
tively and the light is transmitted. Tuning the phase delay 
within the cavity tunes the resonant wavelengths of light. A 
Fabry-Perot cavity requires two re?ective surfaces. Typi 
cally these are ordinary mirrors comprised of dielectric 
stacks which add to the fabrication complexity and expense 
of the modulator. 

SUMIMARY OF THE INVENTION 

This invention provides a smectic liquid crystal phase 
modulator comprising an electro-optically rotatable smectic 
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2 
liquid crystal half-wave retarder in combination with a 
cholesteric liquid crystal circular polarizer (CCP). For cir 
cularly polarized light incident on the half-wave plate. the 
device is a re?ection-mode phase modulator. 

AFabry-Perot resonator with tunable intra~cavity phase is 
further provided by this invention. The resonator comprises 
the phase modulator of this invention in combination with a 
second CCP. of opposite handedness from the ?rst CCP. 
positioned on the opposite side of the half-wave plate from 
the ?rst CCP. Re?ection by the CCPs is used to create a 
resonance cavity without the need for separate mirrors. thus 
providing an advantage in simplicity and economy over 
tunable Fabry-Perot resonators known in the art. This inven 
tion also includes re?ection-mode and polarization 
independent embodiments of the Fabry-Perot resonator. 
Also described is a Fabry-Perot interferometer employing 
one ordinary mirror and one CCP. An ordinary mirror is one, 
such as a dielectric stack or metal. which changes the 
handedness of circularly polarized light on re?ection. 

This invention further provides a polarizing interferom 
eter comprising the phase modulator of this invention in 
combination with a linear polarizer and a second CCP. of the 
same handedness as the ?rst CCP. positioned on the opposite 
side of the half-wave plate from the ?rst CCP. The polarizing 
interferometer can be used as a Lyot-type polarization 
interference ?lter. 
To generate circularly polarized light incident on the 

phase modulator and to linearly analyze light re?ected from 
the modulator. a linear polarizer and a quarter-wave plate 
oriented at i45° to the polarizer can be used in combination 
with the phase modulator. Use of this con?guration in an 
optically addressed spatial light modulator (SLM) is illus 
trated in this invention. 
The liquid crystal cells utilized in this invention have 

optic axes which are rotatable upon application of an electric 
?eld. This function can be provided by many smectic liquid 
crystal cells known in the art. For example. discrete switch 
ing between two or more orientations of the half-wave plate 
can be provided by planar-aligned SmC* or antiferroelectric 
liquid crystal cells. For analog phase tuning. planar-aligned 
SmA* or distorted helix ferroelectric (DHF) liquid crystal 
cells can be used. The liquid crystals can be dispersed in a 
polymer. To increase the tuning range. more than one 
smectic liquid crystal cell can be used in series. preferably 
with optic axes rotatable in opposite directions. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a phase modulator comprising a smectic liquid 
crystal half-wave plate and a cholesteric circular polarizer. 

FIG. 2 is a phase modulator comprising a pair of smectic 
liquid crystal half-wave plates and a cholesteric circular 
polarizer. 

FIG. 3 is the phase modulator of FIG. 1 in combination 
with a circular polarizer comprising a linear polarizer and a 
quarter-wave plate. 

FIG. 4 is one pixel of an optically addressed spatial light 
modulator utilizing the phase modulator of FIG. 1. 

FIG. 5 is a phase modulator for unpolarized light utilizing 
two of the phase modulators of FIG. 1 in series. 

FIG. 6 is a re?ection mode complex amplitude modulator 
employing a smectic liquid crystal half-wave plate sand 
wiched between two cholesteric circular polarizers. 

FIG. 7 is a polarizing interferometer comprising the 
complex amplitude modulator of FIG. 6 in combination with 
a linear polarizer. 
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FIG. 8 is a polarizing interferometer using the liquid 
crystal phase modulator in combination with a linear polar 
izer and an ordinary mirror. 

FIG. 9 is a transmission-re?ection mode Fabry-Perot 
resonator comprising a smectic liquid crystal half-wave 
plate sandwiched between two partially re?ecting choles 
teric circular polarizers. 

FIG. 10 is a transmission spectrum of the ?lter of FIG. 9 
for left-handed input light 

FIG. 11, comprising FIGS. Ila-11d, shows the transmis 
sion spectra of the ?lter of FIG. 9 for right-handed input 
light, with the liquid crystal half-wave retarder at various 
orientations, 0t. 

FIG. 12 is a re?ection-only mode Fabry-Perot resonator 
comprising a smectic liquid crystal quarter-wave retarder 
and a cholesteric circular polarizer. 

FIG. 13 is a polarization-independent modulator compris 
ing two Fabry-Perot resonators in series. 

FIG. 14 is two cascaded Fabry-Perot resonators which 
share a cholesteric circular polarizer between them. 

FIG. 15, comprising FIGS. 15a-b, is two nested Fabry 
Perot resonators using a single liquid crystal half-wave 
retarder in transmission mode (FIG. 15a) and in re?ection 
mode (FIG. 15b). 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

Cholesteric liquid crystals are characterized by a helicalv 
pitch, which is the distance through the ?lm required for the 
molecular directors to trace a full 360° cycle. Re?ection of 
light is observed when the handedness of the incident 
polarization matches the helical sense of the cholesteric and 
when the wavelength (7») divided by the refractive index (n) 
of the cholesteric, is approximately equal to the pitch (p). 
Cholesteric liquid crystals can form cholesteric circular 
polarizers which break polarized or unpolarized light into 
right-handed and left-handed circularly polarized compo 
nents. The component with the same handedness as the 
cholesteric is re?ected when the wavelength falls within the 
re?ection band, and transmitted at other wavelengths. The 
component with opposite handedness is transmitted at all 
wavelengths. In contrast to re?ection from ordinary mirrors, 
the re?ected light does not undergo a 180° phase shift. 

Liquid crystal molecules can be linked as a side chain to 
a polymer backbone to produce structures with the optical 
properties of liquid crystals and the glassy state of polymers. 
Cholesteric liquid crystal side chain polymers can be pro 
duced in a glassy state. The polymer can also be coated on 
a variety of surfaces. 

Referring now to the drawings, like reference numerals 
identify like elements and the same reference numeral 
appearing in more than one drawing refers to the same 
element. The term position refers to the position of an 
element with respect to the light propagation axis (2 axis). 
Orientation refers to the orientation, with respect to the y 
axis, of the projection of the optic axis in the plane orthogo 
nal to the light propagation axis (x-y plane). Rotation of the 
optic axis of planar aligned SmA* and SmC* liquid crystals 
falls approximately within the x—y plane. One skilled in the 
art can adapt these devices to light at non-normal incidence 
or to orientations not in the plane orthogonal to the light 
propagation axis. 

Linear polarizers are represented by an arrow showing the 
axis of polarization or, fora polarizer orthogonal to the plane 
of the paper, by a dot within a circle within a rectangular 
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4 
box. Cholesteric circular polarizers are represented by boxes 
with the handedness of the re?ection band listed at the top. 
The handedness of a CCP refers to the handedness which is 
re?ected. 

Retarders are represented by boxes with the retardance 
listed at the top and the orientation of the optic axis listed at 
the bottom. Arotatable retarder is a retarder with a rotatable 
orientation of the optic axis. Smectic liquid crystal retarders 
are labeled LC at the top and have a rotatable orientation or. 
A laboratory frame is required to define the angle 0L. For 
circularly polarized light. the polarization does not provide 
a physical reference for a cartesian coordinate system in 
which to de?ne (1. The 2 axis is de?ned herein as the light 
propagation axis, and the orientation of the y axis is arbi 
trary. The angle or and the orientation of the optical elements 
are de?ned with respect to the y axis. and both the input and 
output phase are referenced to the chosen laboratory frame. 
Since the measurable quantity is the change in phase, as 
opposed to the absolute phase, the arbitrary orientation of 
the y axis is irrelevant to the measured relative phase delay. 

Arrows drawn between the optical elements illustrate 
light propagation in the devices. They are not part of the 
devices and exemplify, but do not limit. the manner in which 
the devices can be used. The polarization of the light is 
written above the arrow. using RH for right-handed circular 
polarization, LH for left-handed circular polarization. and x 
or y for linear polarization along the x or y axis, respectively. 
The term right-handed light is used for right-handed circu 
larly polarized light. When the polarization is not speci?ed 
the light is either unpolarized or has an arbitrary polariza 
tion. The term general polarization refers to light with an 
arbitrary elliptical polarization and is used to distinguish 
over light of a speci?c polarization. The variable retardance 
of the light due to modulation by the smectic liquid crystal 
cells is Written below the arrow. The constant absolute phase 
change due to the optical elements is not included. For 
clarity, the incident and re?ected rays are generally shown 
spatially separated; in fact, they can overlap. 

In the illustrated devices, the optical elements are opti 
cally coupled in series. Elements are referred to as optically 
coupled when a light propagation axis traverses them. Trans 
mission mode refers to light output at the opposite end from 
the incident light and re?ection mode refers to light output 
at the same end. 

The phase modulators of this invention exploit the retar 
dance of circularly polarized light by a half-wave plate. 
When circularly polarized light encounters a wave plate with 
?xed half-wave retardance and rotatable orientation, it accu 
mulates a phase delay which is a function of the orientation. 
This is demonstrated with Jones matrix algebra as follows. 
The operation of a half-wave retarder with optic axis ori 
ented at angle or on right-handed circular polarized light is 
expressed as the product of the Jones matrix for the retarder 
and the Jones vector for the light: 

Thus right-handed light accumulates a ?xed 1t/2 absolute 
phase delay, a variable 20c relative phase delay, and is 
converted to left-handed light. Conversely, left-handed light 
acquires —2ot relative phase and is converted to right-handed 
light. 
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The phase modulator of this invention (FIG. 1) comprises 
smectic liquid crystal rotatable half-wave retarder 10 and 
left-handed CCP 20. Upon application of an electric ?eld to 
the liquid crystal cell. the optic axis rotates by an angle or. 
The electric ?eld can be applied by any electrode con?gu 
ration which produces an electric ?eld with a component 
perpendicular to the cell walls. For incident right-handed 
circularly polarized light. the phase modulator operates in 
re?ection-mode as follows. Liquid crystal half-wave plate 
10 switches the handedness of the incident light and pro 
vides a 2oz phase delay. Left-handed CCP 20 re?ects the 
left-handed light while preserving its handedness. For the 
light propagating in the reverse direction. the relative ori 
entation of half-wave plate 10 is —Ot. Thus. the re?ected 
left-handed light is converted to right-handed light by half 
wave plate 10 and accumulates an additional 2(1 phase delay. 
The modulated light exits the device as right-handed circu 
larly polarized light with a variable 40c phase delay. In 
addition the modulator provides a ?xed absolute phase delay 

Liquid crystal cell 10 is a half-wave retarder for the 
modulated light. If the light has a range of wavelengths. the 
retarder is preferably an achromatic or zero-order half-wave 
retarder. Cholesteric circular polarizer 20 has a re?ection 
band which includes the range of wavelengths of modulated 
light. To increase the operating wavelength range. multiple 
CCPs with different re?ection bands can be used 

For general polarized light. the phase modulator of FIG. 
1 is both a circular polarizer and a phase modulator. General 
polarized light incident on liquid crystal half-wave plate 10 
can be resolved into left-handed and right-handed compo 
nents. The right-handed component is modulated as 
described above and exits in the re?ected direction with 
right-handed circular polarization and a phase delay of 40L. 
The left-handed component is converted into right-handed 
light by the half-wave plate and is consequently transmitted 
by left-handed CCP 20. 

Similarly. for unpolarized light incident on the half-wave 
plate. the phase modulator of FIG. 1 is both a circular 
polarizer and a phase modulator. The incident light remains 
unpolarized after passing through half-wave plate 10. CCP 
20 circularly polarizes the light and re?ects a left-handed 
circularly polarized beam. The re?ected left-handed beam 
receives a 20c phase delay from half-wave plate 10 and exits 
as right-handed circular polarized light. 
For general polarized light incident on CCP 20, as 

opposed to on half-wave plate 10. the left-handed compo 
nent is re?ected by the CCP and the right-handed component 
is coupled into the device. This component receives a —20t 
phase delay from half-wave plate 10 and is converted to 
left-handed light. which exits the device without re?ection. 
Similarly, for unpolarized light incident on CCP 20 a portion 
is converted into right-handed light. which is switched to 
left-handed light and receives a —-2ot phase delay from 
half-wave plate 10. 

In the methods described above for using the phase 
modulator of FIG. 1. the common aspects of the function are 
that CCP 20 circularly polarizes or circularly analyzes light. 
and that half-wave plate 10 imparts a phase delay to circu 
larly polarized light. where the phase delay is a function of 
the tunable orientation or of the half-wave plate. 
With currently available SmA* liquid crystals the maxi 

mum tilt angle available is approximately ?5°, providing a 
maximum or of 50°. Thus the maximum phase retardation 
available with the modulator of FIG. 1 is 40t=200°. which is 
greater than 1:. To achieve a full 211'. modulation. a compound 
half-wave retarder. comprising two liquid crystal half-wave 
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6 
plates in series. can be employed. as shown in FIG. 2. Liquid 
crystal half-wave plate 10 is oriented at or and liquid crystal 
ha1f~wave plate 11 is oriented at -ot. The liquid crystal cells 
are followed by right-handed CCP 21. For right-handed 
incident light. the phase modulator of FIG. 2 operates in 
re?ection-mode to provide Set phase delay as shown. Note 
that because the additional half-wave plate reverses the 
handedness of light at the CCP. element 21 is a right-handed 
rather than a left-handed CCP. 
An exemplary phase modulator as in FIG. 1 was con 

structed using a BDH 764E (British Drug House) 1.85 pm 
thick cell in the SmA* phase as a zero~order half-wave plate. 
The cell was operated at room temperature. at which the 
maximum tilt angle is i12° and the maximum rotation is 
ot=24°. Aleft-handed CCP was formed from a low molecular 
weight liquid crystal composed of a nematic compound ZLI 
2140-100 (Merck) and a levo chiral dopant ZLI 811 
(Merck). The device was approximately 8 microns thick and 
re?ected left-hand circularly polarized light over the wave 
length band 618 nm to 638 nm. Linearly polarized HeNe 
laser light at 632.8 nm was incident on the half-wave 
retarder and the SmA* tilt angle was varied by applying a 10 
V amplitude sinusoidal ?eld at 1 Hz frequency. The fre 
quency can be increased to over 50 kHz. but for observation 
purposes 1 Hz was used. The phase shift in the modulated 
beam varied in proportion to the applied ?eld and the 
maximum phase shift was measured by interference with a 
reference beam to be approximately 79°. Since the phase 
shift of the device is 401., this corresponds to 0t=20°. which 
corresponds to a maximum tilt angle of i10°, within the 
experimental accuracy of the expected value for this SmA* 
material. 
The liquid crystal cells of this invention can alternatively 

be constructed within an optical ?ber waveguide having an 
active liquid crystal core. as described in U.S. patent appli 
cation Ser. No. 019.856. ?led Feb. 19. 1993. which is hereby 
incorporated by reference in its entirety herein. The choles 
teric liquid crystals can also be contained within the core of 
an optical ?ber. Polymeric CCPs can be positioned on the 
ends of optical ?bers, or within the core. 
The phase modulator is illustrated in FIGS. 1 and 2 with 

circularly polarized light. The device can also include a 
means for providing circularly polarized light. as illustrated 
in FIG. 3. Linear polarizer 40 polarizes incident light along 
the y axis. Quarter-wave plate 30 is oriented at —1r/4 to 
convert the linearly polarized light into right-handed circu 
larly polarized light. An orientation of +7r/4 is used when 
left-handed light is required. Liquid crystal half-wave plate 
10 and CCP 20 operate as described above. On the re?ected 
pass. quarter-wave plate 30 converts the phase modulated 
right-handed light back into linear light. which is then 
transmitted by the linear polarizer. 

Application of the phase modulator of this invention in an 
optically addressed light modulator is illustrated in FIG. 4. 
It exploits the ability of CCP 20 to re?ect a left-handed 
modulated beam and simultaneously transmit a right-handed 
addressing signal to a photo-sensor. In this ?gure. light 
propagation path 1 represents the path of both the incoming 
beam and the re?ected. modulated. beam. Light propagation 
path 2 represents the optical addressing signal. The two lines 
can be spatially overlapping but are shown separated for 
illustration. Cube beamsplitter 45 couples both beams 1 and 
2 into the phase modulator. For unpolarized input light. cube 
45 can be a polarizing beamsplitter. Quarter-wave plate 31 
converts the light into circularly polarized beams of opposite 
handedness. Beam 1 is converted into right-handed light by 
the quarter-wave plate. It then receives a 40! phase delay 
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from the phase modulator comprising liquid crystal half 
wave plate 10 and CCP 20. The phase modulated light is 
re?ected out of‘ the device, along path 1, through quarter 
wave plate 31 and cube 45. In contrast, optical addressing 
beam 2 is converted into left-handed light by quarter-wave 
plate 31. Half-wave plate 10 reverses the polarity to right 
handed light, which is transmitted by left-handed CCP 20 
onto photosensor 50. Alternatively. addressing beam 2 can 
have a wavelength outside of the re?ection band of CCP 20 
so that it is transmitted to sensor 50 regardless of its 
polarization. In another alternative con?guration, the 
addressing beam impinges directly onto sensor 50 from the 
back side of the array. Sensor 50 is electronically connected 
with liquid crystal half-wave plate 10, to vary oz in response 
to the addressing signal. The photosensor can be. for 
example, an amorphous semiconductor (such as a—Si:H, 
CdS, CdSe) in a photodiode or photoconductor 
con?guration. a crystalline semiconductor such as GaAs or 
silicon, or a lII-V multiple quantum well detector. The 
optically addressed modulator of FIG. 4 can be a single pixel 
in a multiple pixel spatial light modulator. 
A polarization-independent embodiment of the phase 

modulator is illustrated in FIG. 5. It utilizes a ?rst phase 
modulator. comprised of liquid crystal half-wave plate 10a 
and CCP 20a, in series with a second phase modulator, 
comprised of liquid crystal half-wave plate 10b and CCP 
20b. Unpolarized light incident on half-wave plate 10a 
remains unpolarized. CCP 20a circularly polarizes the light 
and re?ects the left-handed component while transmitting 
the right-handed component. The re?ected, left-handed. 
component is converted to right-handed light by half-wave 
plate 10a and accumulates 20L of phase. The right-handed 
component, which was transmitted by CCP 20a, is converted 
to left-handed light and receives 2or phase delay from 
half-wave plate 10b. CCP 20b re?ects the light back through 
half-wave plate 10b, where it is converted to right-handed 
light and accumulates an additional 20L phase delay. CCP 
20a transmits this light back to half-wave plate 10a, which 
converts is to left-handed light and provides —20r of phase. 
Thus the net tunable phase delay for both the right-handed 
and the left-handed components is 2oz. However, the com 
ponent which is transmitted through CCP 20a has travelled 
a longer path, through more optical elements, than the 
component which is re?ected by CCP 20a. In order for the 
two beams to emerge with the same phase delay, the ?xed 
absolute phase accumulated between CCPs 20a and 2012 
must equal an integral number of half-wavelengths (<I>=m7t/ 
2), so that the round trip transit provides and integral number 
of wavelengths of phase delay. 

Addition of a second left-handed CCP to the phase 
modulator of this invention provides a complex amplitude 
modulator of polarized or unpolarized light, as shown in 
FIG. 6. Incoming light is circularly polarized by left-handed 
CCP 22 and the left-handed component is re?ected while the 
right-handed component is transmitted. The right-handed 
component accumulates 40L phase delay from the re?ection 
mode phase modulator comprised of liquid crystal half-wave 
plate 10 and left-handed CCP 20, and is transmitted back 
through left-handed CCP 22. In this device the left-handed 
and right-handed components of the incident light acquire 
di?‘erent phase delays, changing the state of polarization 
modulation rather than pure phase modulation. 
The complex amplitude modulator of FIG. 6 used in 

combination with a linear polarizer provides the polarizing 
interferometer of FIG. 7. Linear polarizer 42 provides x 
polarized light to left-handed CCP 22. The CCP decomposes 
it into a left-handed component, which is re?ected, and a 
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8 
right-handed component. which is transmitted. The compo 
nents are of equal magnitude. ‘The right-handed component 
receives 40L phase delay from the re?ection-mode phase 
modulator comprising liquid crystal half-wave plate 10 and 
left-handed CCP 20. The left-handed component, E1, and the 
phase delayed right-handed component. E2, interfere at 
polarizer 42 to produce an x polarized output beam. The 
electric ?elds E1 and E2 are 

l Wit-2 
1 .A 

, y 8:14am], \l—2 ] 
The x component of the sum of the E1 and E2 is 

The transmitted intensity is lExlz, 

where (I) is the absolute phase of the path from CCP 22 to 
CCP 20. Electro-optic control of angle 0L tunes the wave 
length of the transmission peaks. 
A polarizing interferometer of this invention was con 

structed using a BDH 764E (British Drug House) liquid 
crystal cell. The cell thickness was 1.85 pm and the liquid 
crystal was planar aligned in the SmA* phase. Two left 
handed CCPs were fabricated by polymerizing a mixture 
made from Wacker LC Silicones CC4039L and C4070L. 
The ?lms were approximately 17 and 20 microns thick. 
These ?lms exhibit selective re?ection of left-hand polarized 
light over the wavelength band 600 nm to 660 nm. A 
dichroic sheet polarizer was used. As expected, illumination 
with a HeNe laser at 632.8 nm produced a transmission 
function showing interference fringes. 'Ihe fringe period was 
15 mm. A 40 V peak to peak sinusoidal voltage at a 
frequency of 0.5 Hz was applied to the SmA* liquid crystal 
cell at room temperature, and the fringes were observed to 
move in an analog fashion with a maximum shift of 4 mm. 
This corresponds to a phase modulation of 96 degrees, 
which corresponds to a total rotation of the molecular 
director of 0b=24°. 
The polarizing interferometer of this invention can be 

used as the basis for a variety of interference ?lters. For 
example, a birefringent element can be positioned between 
polarizer 42 and CCP 22. A birefringent element with 
wavelength dependent retardance can be oriented at 45° to 
the polarizer. Multiple polarizing interferometers of this 
invention can be connected in series. 
An embodiment of a polarizing interferometer using an 

ordinary mirror in combination with the phase modulator is 
illustrated in FIG. 8. Light received on polarizer 42 becomes 
linearly polarized along the x-axis, which is equivalent to a 
combination of right- and left-handed beams. The right 
handed beam is phase modulated by rotatable liquid crystal 
half-wave plate 10 in combination with left-handed CCP 20, 
as shown in FIG. 1, and emerges with right-handed circular 
polarization and with 40c phase delay (E2 in drawing). The 
left-handed beam received on half-wave plate 10 is con 
verted to right-handed light and acquires a —2or phase delay. 
The beam is transmitted by left-handed CCP 20 and then 
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re?ected back and forth between CCP 20 and ordinary 
mirror 65. The handedness is preserved on re?ection from 
the cholesteric but is reversed on re?ection from the ordi 
nary mirror. After the second re?ection from mirror 65 the 
beam is right-handed and is therefore transmitted by CCP 
20. It acquires another —2ot phase delay from half-wave plate 
10 and becomes left-handed (E1 in the drawing). This 
component also has acquired an additional ?xed phase delay 
from the re?ections between CCP 20 and mirror 65. As in 
the interferometer of FIG. 7. beams E1 and E2 interfere at 
polarizer 42 and emerge as an x-polarized beam with a 
transmission spectrum which is a function of or. In this 
embodiment the phase difference between E1 and E2 is 80L. 
as compared with 40. in FIG. 7. 

Another way to understand the device of FIG. 8 is as a 
selective color ?lter comprising a pair of polarization rota 
tors. The polarization of the x-polarized light transmitted by 
polarizer 42 is rotated by 20L by half-wave plate 10 and 
remains linearly polarized. The left-handed component of 
this light is re?ected by CCP 20 and the right-handed 
component is transmitted by CCP 20 and then re?ected back 
and forth between CCP 20 and mirror 65 until a right-handed 
beam is transmitted through CCP 20. The left- and right 
handed beams re?ected onto half-wave plate 10 are equiva 
lent to a linearly polarized beam with an angular orientation 
which is dependent on the relative phase delays of the two 
components, which in turn is a function of the wavelength 
of light. Each wavelength of light has its polarization 
oriented at a different angle. which makes a fan of colors. 
Half-wave plate 10 selects which wavelength is transmitted 
by rotating the selected wavelength onto the x-axis and 
through polarizer 42. 

Mirror 65 in FIG. 8 can be replaced by a right-handed 
CCP. The CCP can provide the same function of receiving 
a right-handed beams and returning a right-handed beam 
VVrth the CCP this is accomplished in a single re?ection. as 
compared to three re?ections in the embodiment utilizing an 
ordinary mirror. To increase the operative spectral range of 
the ?lter. CCP 20 can be a stack of cholesteric layers with 
differing re?ection bands. 
By exploiting the re?ection provided by CCPs. a Fabry 

Perot resonator can be constructed using the phase modu 
lator of this invention without the use of ordinary mirrors 
(FIG. 9). Smectic liquid crystal half-wave plate 10 is posi 
tioned between CCPs 20 and 23, of opposite handedness. To 
form the resonator of this invention, the re?ectivity of the 
CCPs is typically in the range 85-95%. The Fabry-Perot 
cavity optimally transmits those wavelengths which expe 
rience a round-trip phase delay through the cavity equal to 
an integral number of wavelengths. Electro-optic rotation of 
the smectic liquid crystal wave-plate varies the intra-cavity 
phase delay and thus tunes the resonant wavelength. For 
monochromatic incident light the resonator is an amplitude 
modulator. and for polychromatic incident light it is a 
tunable wavelength ?lter. 
The operation of the resonator of FIG. 9 is as follows. 

Right-handed light is received on right-handed CCP 23 with 
re?ectivity R. When the incident light is not at the cavity 
resonance wavelength. only l-R of the light is transmitted by 
CCP 23. but at resonance essentially all of the light is 
coupled into the cavity. Half-Wave plate 10 reverses the 
polarization to left-handed and adds 20. phase delay. CCP 20 
re?ects R of the light and preserves the handedness. A 
second pass through half-wave plate 10 reverses the optical 
?eld’s polarization back to right-handed and adds 2(1 more 
phase delay. The round-trip phase delay is thus 40t+2<l). 
where (I) is the ?xed absolute phase delay of the cavity. R of 
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10 
the right-handed light returning to CCP 23 is re?ected back 
to half-wave plate 10. and the light continues to have 
multiple internal passes through the cavity. accumulating 
40t+2¢l> phase with each round trip. For light on resonance. 
the left-handed rays at CCP 20 constructively interfere and 
are coupled out of the cavity as left-handed light. Rotation 
of the liquid crystal retarder tunes the resonance condition 
and thus varies the amplitude of light of a given wavelength 
which is transmitted and. for polychromatic light. varies 
which wavelengths of light are transmitted. 
The Fabry-Perot resonator of this invention can be a 

compact device with a small cavity length. Polymeric CCPs 
can be directly applied to the substrates which form the cell 
walls of the liquid crystal half-wave plate. Each cell wall 
substrate can. for example. be coated with a polymeric CCP. 
followed by a transparent electrode. followed by a planar 
alignment layer. Alternatively. the electrode can be on the 
substrate with the CCP on top of it. An isotropic spacer can 
also be included within the cavity to increase the optical path 
length. This provides great ?exibility in tailoring the free 
spectral range of the device to a particular application. 
The optical properties of the cholesteric Fabry-Perot ?lter 

are modeled as follows. In general. the complex transmis~ 
sion of a Fabry-Perot etalon is given by: 

F‘JQ" (1-7 r_Q_r2+Q+ )_1t1+ Eq- 1 

where t1_2 and r1_2 are the complex transmission and re?ec 
tion of the ?rst and second partial re?ectors. Q is the Jones 
matrix for the intracavity structure using a circular basis. and 
I is the identity matrix. The positive/negative superscript 
corresponds to the matrix for a positive/negative traveling 
?eld. 
Due to the circular eigenstates of cholesteric liquid crystal 

?lms. it is most convenient to analyze the Fabry-Perot using 
circular Jones matrices. The intracavity structure is simply a 
half-wave retarder with a voltage dependent orientation. 

where (l) is the single-pass absolute phase of the cavity. and 
or is the orientation of the optic axis. 
The input and output partial re?ectors are assumed to be 

left- and right-handed cholesteric ?lms. respectively. with 
identical re?ectivity. R. It is not required that r1=r2=R. but it 
is used in this derivation to simplify the mathematics. The 
matrices describing the transmission of the mirrors are 

Eq.2 

21+=(\l1_R 0)7t2+:(1 0 Eda 0 1 0 1-K 

and those describing the re?ection are given by 

__ W0 _ 0 O r1 —( 0 0 .If- (N72- , 

where any phase accumulated on re?ection from each mirror 
is assumed to be included in the single-pass cavity phase. 4). 

Substitution of Eqs. 2-4 into the general transmission 
function of Eq. 1 yields the matrix. 

where, 
amt-2 0‘) 

7 In: 
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-continued 
and. 

t l — Rleiima) 
tLR = . 

1 - ReKM) 

Using Eq. 5. a Jones matrix can be derived which propagates 
the power transmitted in left/right handed polarizations 

where TRL is tRL times its Hermitian conjugate, and 

PL 
PR 

0 TRL 
TLR 0 

Tm = l, 
and, 

and, 

(1 — R): 

The above result has important implications that warrant 
some discussion. Since terms only appear in the off 
diagonal, light which enters in one handedness exits the 
structure with the opposite handedness. This is of course a 
consequence of the action of the half-wave retarder. Another 
important point is that right-handed incident light is fully 
transmitted by the structure with only a handedness change. 
This results from the fact that cholesteric ?lms are polar 
ization sensitive mirrors and are key to producing a polar 
ization insensitive Fabry-Perot ?lter, as described below. 
Finally, the left-handed component is seen to be transmitted 
with the usual Fabry-Perot transmission function, where the 
resonant wavelength is a function of the half-wave retarder 
orientation or. 

In order to verify that the above equations are accurate, 
the 4X4 matrix formalism of Berreman was used to model 
the structure. First, the behavior of the cholesteric was 
modeled by approximating the helical structure with a series 
of linear retarders. The orientation of each retarder complies 
with the pitch of the material, and the birefringence is that 
provided by the manufacturer. The number of retarders 
required to accurately approximate the analog winding of 
the molecules was 12 layers per pitch. Twelve pitches were 
required to achieve a 95% re?ectance. The above results 
were borne out as shown in FIGS. 10 and 11a, where 
right-handed light is fully transmitted and left-handed light 
exhibits ?ne resonance peaks. 

Using exact 4X4 matrix methods, the transmission for 
incident left-handed light as a function of the orientation of 
the half-wave retarder was calculated. The results of FIG. 11 
verify that the wavelength of peak transmission is shifted, 
where FSR/2 of tuning is achieved using a 22.5-degree tilt 
analog material. 
A re?ection-mode, asymmetric, Fabry-Perot resonator is 

illustrated in FIG. 12. The resonator provides phase modu 
lation for monochromatic or polychromatic light. Right 
handed light is coupled into the resonator through right 
handed CCP 23. Instead of the liquid crystal half-wave plate 
used in the transmission-mode resonator. the re?ection 
mode resonator uses liquid crystal quarter-wave plate 12 in 
combination with re?ector 60. The re?ector can be a mirror 
or other re?ecting means. The re?ectivity of the re?ector is 
approximately 100%. A forward and return pass through 
quarter-wave plate 12 provides a half-wave retardance. This 
half-wave retardance reverses the handedness of the polar 
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12 
ized light. Re?ection from mirror 60 also reverses the 
handedness. so the re?ected light is restored to right 
handedness with 2(1. phase delay. Thus, the re?ection-mode 
resonator provides half the round-trip phase delay of the 
transmission-mode resonator and provides an output with 
the same handedness as the input. 
The re?ection-mode only resonator provides phase-only 

modulation of an incident optical beam. To optimize phase 
modulation, CCP 23 is a partial re?ector. For SmA* the 
re?ectivity is typically 50-70%. For a CCP with a pitch of 
400 nm. approximately ?ve pitches are required to re?ect 
60% of light of the correct handedness. 
A signi?cant problem with liquid crystal Fabry-Perot 

?lters is their polarization dependence. Polarization 
independent modulators. which provide the same modula 
tion for all polarizations of incident light. can employ two 
resonators in parallel. The embodiments of FIGS. 9 and 12 
modulate right-handed incident light. Substituting left 
handed CCPs for right-handed CCPs and vice-versa creates 
resonators for left-handed light. For a parallel polarization 
independent modulator. incident light of any arbitrary polar 
ization is resolved into a linear combination of right-handed 
and left-handed components. for example by utilizing a 
birefringent element to spatially separate x and y linear 
polarized light and a quarter-wave plate at i1r/4 to convert 
the linear light to right-handed and left-handed circular light. 
The two circular components are then coupled into resona 
tors for the appropriate handedness, and recombined at the 
output. 

Constructing a series polarization-independent modulator 
is not possible with the liquid crystal Fabry-Perot ?lters 
lmown in the art. A single slab of homogeneous nematic 
material contained between mirrors produces two indepen 
dent transmission spectra. The extraordinary linear eigen 
state is tunable with the application of an electric ?eld, while 
the ordinary transmission spectrum is passive. 
Consequently, devices cannot be cascaded which indepen 
dently act on orthogonal polarizations. 
The series device of this invention allows polarization 

independent operation by taking advantage of the fact that 
the mirrors are polarization sensitive. Unlike a usual nematic 
Fabry-Perot ?lter, the cholesteric device has no passive 
ordinary spectrum accompanying the active spectrum. 
Consequently, the ?lter acts on one polarization and fully 
transmits the orthogonal polarization, as demonstrated in 
FIG. 10. A polarization-independent modulator of this 
invention is constructed by cascading two transmission 
mode resonators, both for the same handedness, in series. 
The polarization-independent modulator of FIG. 13 com 
prises two resonators, R1 and R2. for right-handed light, as 
shown in FIG. 9, in series. In FIGS. 13-15, dotted lines with 
double arrows indicate multiple re?ections within a resona 
tor and solid lines with single arrows indicate a single pass 
along a light propagation axis. Light of an arbitrary polar 
ization is equivalent to a linear combination of light of two 
orthogonal combinations and can thus be treated as a right 
handed and a left-handed component. The right-handed 
component incident on the ?rst resonator, R1, of the series 
device is modulated as illustrated in FIG. 9 and leaves CCP 
20a with left-handed polarization. The modulated compo 
nent is transmitted by right-handed CCP 23b, converted to 
right-handed polarization by liquid crystal half-wave 
retarder 10b, and transmitted by left-handed CCP 20b With 
out further modulation. Conversely, the left-handed compo 
nent incident on the ?rst resonator is transmitted by right 
handed CCP 23a, converted to right-handed light by half 
wave plate 10a, and transmitted by left-handed CCP 20a. 
Since the handedness is switched from left to right, a second 
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resonator for right-handed light, R2. comprising CCP 23b, 
half-wave plate 10b and CCP 20b, is positioned in series to 
modulate this component. 
The matrix associated with the cascaded structure is 

simply the power transmission matrix of Eq. 6 squared. 
given by 

where again. I is the identity matrix. This equation shows 
very clearly that the transmission of two identical cascaded 
cholesteric Fabry-Perot ?lters is polarization insensitive. 
Furthermore. these devices can be spliced together with no 
concern for relative orientation. as the eigenstates are cir 
cular. This is particularly advantageous for application to 
?ber optic switching. 
Two resonators can also be cascaded in series not to 

provide polarization independence. but to provide higher 
resolution or higher contrast modulation of a single polar 
ization component. as shown in FIG. 14. A ?rst resonator. 
R1. for right-handed light comprises CCP 23. half-wave 
plate 10. and CCP 20. Right-handed light incident on CCP 
23 is multiply re?ected and emerges from CCP 20 with 
left-handed polarization. A second resonator. R2. for left 
handed light. comprising CCP 20. half-wave plate 15 and 
CCP 25. receives the modulated light from R1 and further 
modulates it. A third resonator, R3. is formed within CCP 23 
and CCP 25. The transmission of the cascaded device is a 
function of the transmittance of the three resonators, as 
described by H. van de Stadt and J. M. Muller. J. Opt. Soc. 
Am. A. (1985) 2(8): 1363, which is hereby incorporated by 
reference in its entirety. The orientations 0L1 and (12 of liquid 
crystal half-Wave plates 10 and 15 can be independently 
controlled to tailor the transmission for high resolution or 
high contrast. 
Two resonators can be nested together and can use a 

single liquid crystal half-wave retarder (FIG. 15a). The 
nested device employs both a right-handed and a left-handed 
CCP on each side of a liquid crystal half-wave plate. 
Right-handed CCP 23, half-wave plate 10 and left-handed 
CCP 20 form R1. a resonator for right-handed light. as 
previously illustrated in FIG. 9. Similarly, left-handed CCP 
24, half-wave plate 10 and right-handed CCP 25 form R2, a 
resonator for left-handed light. In the resonator for right 
handed light. CCP 25 acts as an isotropic layer and in the 
resonator for left-handed light. CCP 23 is an isotropic layer. 
Provided the absolute phase delays of CCPs 23 and 25 are 
equal, the round-trip ?xed phase delays of the two cavities 
are equal. However. the variable phase delay of R1, acting 
on right-handed light, is +4ot and the variable phase delay of 
R2, acting on left-handed light, is —4ot. Thus the two 
polarizations can be simultaneously tuned to different ampli 
tudes or, for non-monochromatic light, to different wave 
lengths. 

FIG. 15b is a re?ection mode embodiment of FIG. 15a. 
Liquid crystal quarter-wave plate 12 and ordinary mirror 60 
replace liquid crystal half-wave plate 10. A cavity for 
right-handed light is formed by right-handed CCP 23 and 
mirror 60, while a cavity for left-handed light is formed by 
left-handed CCP 24 and mirror 60. Both the active and 
passive phase delays of the two cavities are ditferent. 
The devices described above illustrate but do not limit the 

applications of the smectic liquid crystal phase modulator of 
this invention. Many variations and extensions of these 
embodiments will be readily apparent to those skilled in the 
art. For example, in any of the embodiments a single 
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liquid-crystal half-wave plate can be replaced by two or 
more liquid crystal half-wave plates. The liquid crystal 
retarders can utilize any smectic liquid crystal with electro 
optically rotatable orientation. The orientation can be dis 
cretely tunable between two or more states or can be tuned 
in an analog manner. The liquid crystal retarders can be 
constructed with ?at plate substrates or as the active core 
within a ?ber waveguide. Devices illustrated with right 
handed light can alternatively be designed for left-handed 
light. Means for providing circularly polarized light can be 
included in the devices. Re?ection-mode only devices and 
polarization-independent devices can be constructed In the 
devices illustrated. the wavelengths of incident light fall 
within the re?ection bands of the CCPs. This can be 
achieved by using more than one CCP to cover the wave 
lengths of interest. Additionally. color ?ltering can be com 
bined with phase modulation by selecting a CCP which does 
not re?ect all incident wavelengths. These and other varia 
tions fall within the spirit and scope of this invention. 
We claim: 
1. A device comprising at least one liquid crystal optical 

modulator for receiving incident light, wherein said incident 
light can comprise ?rst and second circularly polarized 
components of opposite handedness. wherein a ?rst modu 
lator consists essentially of: 

a ?rst smectic liquid crystal half-wave retarder having a 
rotatable optic axis. for modulating the phase of the 
light as a function of the orientation of said optic axis 
of said liquid crystal; 

electric ?eld means for rotating said optic axis of said ?rst 
smectic liquid crystal half-wave retarder; 

a ?rst cholesteric liquid crystal circular polarizer of a ?rst 
handedness. optically coupled with said ?rst smectic 
liquid crystal half-wave retarder; and 

a second cholesteric liquid crystal circular polarizer of a 
second handedness. positioned on the opposite side of 
said ?rst smectic liquid crystal half-wave retarder from 
said ?rst cholesteric circular polarizer; 

wherein said ?rst cholesteric circular polarizer, said sec 
ond cholesteric circular polarizer and said ?rst liquid 
crystal half-wave retarder form a resonance cavity for 
said ?rst circularly polarized component of said inci 
dent light and do not form a resonance cavity for said 
second circularly polarized component of said incident 
light. 

2. The device of claim 1 wherein for said ?rst modulator 
the re?ectivity of said ?rst and second cholesteric circular 
polarizers is greater than 85%. 

3. The optical modulator of claim 1 wherein for said ?rst 
modulator said smectic liquid crystal is selected from the 
group consisting of planar-aligned SmA*, planar aligned 
SmC*, distorted helix ferroelectric, antiferroelectric and 
achiral ferroelectric liquid crystals. 

4. The device of claim 1 wherein for said ?rst modulator 
said smectic liquid crystal is a planar-aligned SmA* liquid 
crystal. 

5. The device of claim 1, wherein said smectic liquid 
crystal is a distorted helix ferroelectric liquid crystal. 

6. The device of claim 1 wherein for said ?rst modulator 
said ?rst and second cholesteric liquid crystals are polymeric 
cholesteric liquid crystals. 

7. The device of claim 1 wherein said device has at least 
two modulators. and wherein the second modulator com 
prises a second smectic liquid crystal half-Wave retarder 
having a rotatable optic axis and positioned on the opposite 
side of said ?rst cholesteric circular polarizer from said ?rst 
smectic liquid crystal half-wave retarder. and a third cho 
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lesteric liquid crystal circular polarizer of a third 
handedness, positioned on the opposite side of said second 
smectic liquid crystal half-wave retarder from said ?rst 
cholesteric circular polarizer. 

8. The device of claim 7 wherein said third handedness is 
opposite of said ?rst handedness. 

9. The device of claim 8 wherein said ?rst and third 
cholesteric circular polarizers form a resonance cavity for 
circularly polarized light received from said smectic liquid 
crystal half-wave retarder. 

10. The device of claim 7 wherein said ?rst and second 
smectic liquid crystal half-wave retarders are independently 
rotatable. 

11. The device of claim 1 wherein said device has at least 
two modulators. and wherein the second modulator com 
prises a third cholesteric liquid crystal circular polarizer of 
a third handedness positioned on the opposite side of said 
?rst cholesteric circular polarizer from said ?rst smectic 
liquid crystal half-wave retarder, a second smectic liquid 
crystal half-wave retarder having a rotatable optic axis and 
positioned on the opposite side of said third cholesteric 
circular polarizer from said ?rst cholesteric circular 
polarizer, and a fourth cholesteric liquid crystal circular 
polarizer of a fourth handedness positioned on the opposite 
side of said second smectic liquid crystal half-wave retarder 
from said third cholesteric circular polarizer. 

12. The device of claim 11 wherein said third handedness 
is the opposite of said ?rst handedness and wherein said 
fourth handedness is the same as said ?rst handedness. 

13. The device of claim 12 wherein said third and fourth 
cholesteric circular polarizers form a resonance cavity for 
circularly polarized light received from said ?rst cholesteric 
circular polarizer. 

14. The device of claim 13 wherein said ?rst and second 
smectic liquid crystal half-wave retarders are simulta 
neously rotatable to the same orientation as each other. 

15. The device of claim 1 wherein said device comprises 
at least two optical modulators. 

16. The device of claim 1 fm'ther comprising a third 
cholesteric liquid crystal circular polarizer of a third hand 
edness positioned between said ?rst smectic liquid crystal 
half-wave retarder and said ?rst cholesteric circular 
polarizer, and a fourth cholesteric liquid crystal circular 
polarizer of a fourth handedness positioned on the opposite 
side of said second cholesteric circular polarizer from said 
?rst smectic liquid crystal half-wave retarder. 

17. The device of claim 16 wherein said third handedness 
is the opposite of said ?rst handedness, and said fourth 
handedness is the same as said ?rst handedness. 

18. The device of claim 17 wherein said third and fourth 
cholesteric circular polarizers form a resonance cavity for 
circularly polarized light. 

19. The device of claim 1 wherein each modulator has 
said second handedness opposite said ?rst handedness. 

20. A liquid crystal optical modulator for receiving inci 
dent light, wherein said incident light comprises ?rst and 
second circularly polarized components of opposite 
handedness, comprising: 

a ?rst smectic liquid crystal half-wave retarder having a 
rotatable optic axis, for modulating the phase of the 
light as a function of the orientation of said optic axis 
of said liquid crystal; 
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16 
electric ?eld means for rotating said optic axis of said ?rst 

smectic liquid crystal half-wave retarder; 
a ?rst cholesteric liquid crystal circular polarizer of a ?rst 

handedness, optically coupled with said ?rst smectic 
liquid crystal half-wave retarder; and 

a second cholesteric liquid crystal circular polarizer of a 
second handedness, positioned on the opposite side of 
said ?rst smectic liquid crystal half-wave retarder from 
said ?rst cholesteric circular polarizer; 

wherein said ?rst cholesteric circular polarizer. said sec 
ond cholesteric circular polarizer and said ?rst liquid 
crystal half-wave retarder form a resonance cavity for 
said ?rst circularly polarized component of said inci 
dent light and do not form a resonance cavity for said 
second circularly polarized component of said incident 
light; and 

wherein said ?rst liquid crystal half-wave retarder is not 
part of another resonance cavity for said second circu 
larly polarized component of said incident light. 

21. The optical modulator of claim 20 further comprising 
a second smectic liquid crystal half-wave retarder having a 
rotatable optic axis and positioned between said ?rst smectic 
liquid crystal half-wave retarder and said second cholesteric 
circular polarizer. and wherein said ?rst handedness is the 
same as said second handedness. 

22. The optical modulator of claim 21 wherein said ?rst 
and second cholesteric circular polarizers form a resonance 
cavity for circularly polarized light incident on one of said 
cholesteric circular polarizers. said light having the same 
handedness as the cholesteric circular polarizer on which 
said light is incident. 

23. The optical modulator of claim 20 wherein the re?ec 
tivity of said ?rst and second cholesteric circular polarizers 
is greater than 85%. 

24. The optical modulator of claim 20 wherein said 
smectic liquid crystal is selected from the group consisting 
of planar-aligned SmA*, planar aligned SmC*_. distorted 
helix ferroelectric, antiferroelectric and achiral ferroelectric 
liquid crystals. 

25. The optical modulator of claim 20 wherein said 
smectic liquid crystal is a planar-aligned SmA* liquid crys 
tal. 

26. The optical modulator of claim 20 wherein said 
smectic liquid crystal is a distorted helix ferroelectric liquid 
crystal. 

27. The optical modulator of claim 20 wherein said ?rst 
and second cholesteric liquid crystals are polymeric choles 
teric liquid crystals. 

28. The optical modulator of claim 20 further comprising 
a second smectic liquid crystal half-wave retarder having a 
rotatable optic axis and positioned on the opposite side of 
said ?rst cholesteric circular polarizer from said ?rst smectic 
liquid crystal half-wave retarder, and a third cholesteric 
liquid crystal circular polarizer of a third handedness, posi 
tioned on the opposite side of said second smectic liquid 
crystal half-wave retarder from said ?rst cholesteric circular 
polarizer. 

29. The optical modulator of claim 28 wherein said third 
handedness is opposite of said ?rst handedness. 

30. The optical modulator of claim 29 wherein said ?rst 
and third cholesteric circular polarizers form a resonance 
cavity for circularly polarized light received from said 
smectic liquid crystal half-wave retarder. 




