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[57] ABSTRACT 

A process for controlling the cone tilt angle of a tilted 
smectic liquid crystal composition comprises the step of 
combining (a) at least one liquid crystal composition com 
prising at least one smectic or latent smectic liquid crystal 
compound comprising an aliphatic ?uorocarbon terminal 
portion comprising a terminal ?uoroalkyl or ?uoroether 
group and an alkylene group having at least two carbon 
atoms and containing at least one catenary ether oxygen 
atom, (ii) an aliphatic hydrocarbon terminal portion, and (iii) 
a central core connecting the terminal portions; and (b) at 
least one liquid crystal composition comprising at least one 
smectic or latent smectic liquid crystal compound; with the 
provisos that at least one of the compositions (a) and (b) 
comprises at least one chiral liquid crystal compound and 
that the combining of compositions (a) and (b) provides an 
optically active, tilted chiral smectic liquid crystal compo 
sition. The process enables control of cone tilt angle and 
thereby control of the brightness characteristics of liquid 
crystal display devices. 

11 Claims, No Drawings 
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PROCESS FOR CONTROLLING CONE TILT 
ANGLE IN MIXTURES OF SMECTIC 
LIQUID CRYSTAL COMPOUNDS 

This application is a continuation-in-part of application 
Ser. No. 08/542,179 ?led Oct. 12, 1995, now US. Pat. No. 
5,658,491. 

FIELD OF THE INVENTION 

This invention relates to a process for preparing mixtures 
of smectic or latent smectic liquid crystal compounds having 
a controlled cone tilt angle. In other aspects, this invention 
relates to ?uorinated, smectic or latent smectic liquid crystal 
compounds useful in the process; to mixtures prepared by 
the process; and to electrooptical display devices containing 
the mixtures. 

BACKGROUND OF THE INVENTION 

Devices employing liquid crystals have found use in a 
variety of electrooptical applications, in particular those 
Which require compact, energy-efficient, voltage-controlled 
light valves, e.g., Watch and calculator displays, as Well as 
the ?at-panel displays found in portable computers and 
compact televisions. Liquid crystal displays have a number 
of unique characteristics, including loW voltage and loW 
poWer of operation, Which make them the most promising of 
the non-emissive electrooptical display candidates currently 
available. 

One of the most important characteristics of a liquid 
crystal display device is its response time, i.e., the time 
required for the device to sWitch from the on (light) state to 
the off (dark) state. In a ferroelectric or anti-ferroelectric 
device, response time ('c=nsin2®/PSE) is proportional to the 
rotational viscosity (1]) of the liquid crystal compound(s) 
contained Within the device, is also proportional to the 
square of the sine of the cone tilt angle of a tilted 
smectic mesophase of the compounds, and is inversely 
proportional to the polariZation (P5) of the compounds and 
to the applied electric ?eld Thus, response time can be 
reduced by using compound(s) having high polariZations 
and/or loW viscosities and/or loW cone tilt angles, and such 
compounds are greatly desired in the art. 

Other important characteristics of a liquid crystal display 
device are its brightness and contrast ratio. High brightness 
and contrast ratios provide enhanced optical discrimination 
and vieWing ease and are therefore preferred. Brightness is 
related to the intensity of light transmitted through a device, 
Which for a surface-stabiliZed ferroelectric device (as 
described in US. Pat. No. 4,367,924, the description of 
Which is incorporated by reference herein) With tWo polar 
iZers can be represented by the equation 

Where I0=transmission through parallel polariZers, ®=liquid 
crystal cone tilt angle, An=liquid crystal birefringence, 
d=device spacing, and )»=Wavelength of light used. The 
maximum transmission is obtained When both the terms 
sin2(4®) and SIIl2(T|§AIld/>\.) are at a maximum (each term 
equals one). Since the ?rst term is at a maximum When the 
liquid crystal composition in the device has a cone tilt angle 
of 22.5 degrees, liquid crystal compounds Which have cone 
tilt angles close to 22.5 degrees (or Which can be mixed With 
other liquid crystal compounds to form compositions having 
cone tilt angles close to 22.5 degrees) are also highly desired 
in the art. 
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2 
In particular, since many ?uorine-containing liquid crys 

tal compounds have cone tilt angles Which exceed the 
optimum value of 22.5 degrees, materials and methods for 
reducing cone tilt angle are needed. Although hydrocarbon 
liquid crystal compounds have loW cone tilt angles (beloW 
22.5 degrees), they generally cannot be used for this purpose 
due to their incompatibility With ?uorine-containing liquid 
crystal compounds (Which generally leads to loss of the 
active mesophase). 

In addition to fast response times and optimiZed tilt 
angles, liquid crystal compounds should ideally possess 
broad smectic temperature ranges (to enable operation of a 
display device over a broad range of temperatures) or should 
be capable of combination With other liquid crystal com 
pounds Without adversely affecting the smectic phase behav 
ior of the base mixture. 

SUMMARY OF THE INVENTION 

It has been discovered that the cone tilt angle of certain 
?uorine-containing liquid crystal compounds can surpris 
ingly be reduced (and the smectic C mesophase often 
surprisingly broadened) by inserting an extended hydrocar 
bon ether group adjacent to a terminal ?uoroalkyl or ?uo 
roether group. It has also been discovered that such com 
pounds (as Well as those Which do not exhibit a smectic C 
mesophase) can be used in admixture With certain other 
liquid crystal compounds to control or adjust the cone tilt 
angle of the resultant mixture Without signi?cant adverse 
effect on the smectic C mesophase of the base composition. 

Thus, in one aspect, this invention provides a process for 
controlling the cone tilt angle of a tilted smectic liquid 
crystal composition While substantially maintaining or even 
improving the temperature range of the tilted smectic 
mesophase of the composition. The process comprises the 
step of combining (a) at least one liquid crystal composition 
comprising at least one smectic or latent smectic liquid 
crystal compound comprising an aliphatic ?uorocarbon 
terminal portion comprising a terminal ?uoroalkyl or ?uo 
roether group and an alkylene group having at least tWo 
carbon atoms and containing at least one catenary (i.e., 
in-chain and bonded only to carbon atoms) ether oxygen 
atom, (ii) an aliphatic hydrocarbon terminal portion, and (iii) 
a central core connecting the terminal portions; and (b) at 
least one liquid crystal composition comprising at least one 
smectic or latent smectic liquid crystal compound; With the 
provisos that at least one of the compositions (a) and (b) 
comprises at least one chiral liquid crystal compound and 
that the combining of compositions (a) and (b) provides an 
optically active, tilted chiral smectic liquid crystal compo 
sition. (Latent smectic liquid crystal compounds are those 
Which by themselves may not exhibit certain smectic 
mesophase(s), e.g., tilted smectic mesophase(s), but Which, 
When in admixture With compounds having smectic 
mesophases or With other compounds having latent smectic 
mesophases, develop or exhibit smectic mesophases under 
appropriate conditions.) Preferably, the former composition 
(s) (i.e., composition(s) (a)) are utiliZed in amount(s) such 
that the resulting combination has a cone tilt angle betWeen 
about 10 and about 35 degrees. Composition(s) (b) prefer 
ably comprise at least one ?uorine-containing liquid crystal 
compound. 
The process of the invention enables control of cone tilt 

angle and thereby control of the brightness characteristics of 
liquid crystal display devices. The process is especially 
useful for reducing cone tilt angle in mixtures of ?uorine 
containing, smectic or latent smectic liquid crystal com 
pounds (preferably compounds having ?uorinated terminal 
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portions, such as those compounds disclosed, for example, 
in Us. Pat. Nos. 4,886,619 (Janulis), 5,082,587 (Janulis), 
5,262,082 (Janulis et al.), 5,399,291 (Janulis et al.), and 
5,437,812 (Janulis et al.) and in Us. Ser. No. 08/338,957 
(Janulis et al.) and Us. Ser. No. 08/338,961 (Janulis et al.), 
as Well as compounds having at least one chiral, ?uorinated 
terminal portion). The compounds used in the process of the 
invention (in composition(s) (a)), unlike hydrocarbon liquid 
crystal compounds, in many cases shoW excellent compat 
ibility With such ?uorine-containing liquid crystal 
compounds, shoW a bene?cial effect or only a minimal 
negative effect on the smectic C temperature range of the 
resulting mixtures (even When present at high 
concentrations), and provide tilted chiral smectic mixtures 
having loW viscosity and fast electrical response times over 
broad temperature ranges. In addition, many of the com 
pounds have broad smectic C temperature ranges, making 
them useful alone, as Well as in admixture With other liquid 
crystal compounds (as dopants or as the major components), 
for electrooptical display applications. 

In other aspects, this invention also provides ?uorine 
containing, smectic or latent smectic liquid crystal com 
pounds useful in the process of the invention; mixtures 
comprising the compounds; mixtures prepared by the pro 
cess of the invention; and electrooptical display devices 
containing the compounds or the mixtures. 

DETAILED DESCRIPTION OF THE 
INVENTION 

Compositions suitable for use (as composition(s) (a)) in 
the process of the invention are liquid crystal compositions 
Which comprise at least one smectic or latent smectic liquid 
crystal compound comprising an aliphatic ?uorocarbon 
terminal portion comprising a terminal ?uoroalkyl or ?uo 
roether group and an alkylene group having at least tWo 
carbon atoms and containing at least one catenary ether 
oxygen atom, (ii) an aliphatic hydrocarbon terminal portion, 
and (iii) a central core connecting the terminal portions. 
Such smectic compounds exhibit surprisingly loWer cone tilt 
angles and, in many cases, surprisingly broader smectic C 
mesophases than corresponding compounds Which do not 
have such an alkylene group (having at least tWo carbon 
atoms and containing at least one catenary ether oxygen) in 
the aliphatic ?uorocarbon terminal portion. The aliphatic 
?uorocarbon terminal portion of the compounds can be 
represented by the formula —D—Rh—Rf, Where Rh is an 
alkylene group having at least tWo carbon atoms and con 
taining at least one catenary ether oxygen atom; Rf is 
?uoroalkyl (preferably, per?uoroalkyl) or ?uoroether 
(preferably, per?uoroether); and D is non-directionally 
selected from the group consisting of a covalent bond, 

—C(:O)O—CrH2r’ —O—CrH2r—’ —O_€CsH2sO_)? 
Cr'H2r'—> —CrH2r—> _€CsH2sO9?Cr'H2r'—> —OSO2—> 
—SO2—, —SO2—C.H2.—, 
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and combinations thereof, Where r and r‘ are independently 
integers of 0 to about 20, s is independently an integer of 1 
to about 10 for each (CSHZSO), t is an integer of 1 to about 
6, and p is an integer of 0 to about 4. When the Rf group of 
the ?uorocarbon terminal portion is per?uoroalkyl or 
per?uoroether, it can contain small amounts of residual 
carbon-bonded hydrogen atoms but is preferably completely 
?uorinated. Preferably, Rf is per?uoroalkyl or per?uoroether 
(more preferably, per?uoroether) and contains from 1 to 
about 20 carbon atoms (more preferably, from about 4 to 
about 12 carbon atoms). Rh preferably contains from 2 to 
about 12 carbon atoms (more preferably, from 2 to about 8). 
D is preferably selected from the group consisting of —O—, 
—C(=O)—, a covalent bond, and combinations thereof; 
more preferably, D is —O—. 

The central core of the compounds generally comprises at 
least one or tWo rings independently selected from the group 
consisting of aromatic, heteroaromatic, alicyclic, substituted 
aromatic, substituted heteroaromatic, and substituted alicy 
clic rings, the rings being connected one With another by a 
covalent bond or by chemical groups selected from the 
group consisting of —COO—, —COS—, —HC=N—, 
—CH=CH—, —CEC—, and —COSe—. The rings can be 
fused or non-fused. The heteroatoms Within the heteroaro 
matic rings comprise at least one atom selected from the 
group consisting of nitrogen, oxygen, and sulfur. Non 
adjacent ring carbon atoms in the alicyclic rings can be 
substituted by nitrogen, oxygen, or sulfur atoms. 

A class of liquid crystal compounds Which can be utiliZed 
(e.g., in composition(s) (a)) in the process of the present 
invention can be represented by the general formula I: 

X1 Ym Zn 

Where M, N, and P are each independently selected from the 
group consisting of 
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-continued 

@@ (no, 
Ml, OX, 

6 N 

QC» 
N\>— and O 

ik? , 

1W6 

{5% a 

a 

O 

a, b, and c are each independently Zero or an integer of from 
1 to 3, With the proviso that the sum of a+b +c be at least 1; 
each A and B are non-directionally and independently 
selected from the group consisting of a covalent bond, 

each X, Y, and Z are independently selected from the group 
consisting of —H, —Cl, —F, —Br, —I, —OH, —OCH3, 
—CH3, —CF3, —OCF3, —CN, and —NO2; 
each 1, In, and n are independently Zero or an integer of 1 to 

4; 
D is non-directionally selected from the group consisting of 
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—CH=N—, and combinations thereof, Where r and r‘ are 
independently integers of 0 to about 20, s is independently 
an integer of 1 to about 10 for each (CSHZSO), t is an integer 
of 1 to about 6, and p is an integer of 0 to about 4; 

Where each R‘ is independently selected from the group 
consisting of —Cl, —F, —CF3, —NO2, —CN, —H, 
—CqH2q+1, —O—(O=)C—CqH2q+1, —C(=O)—O— 
CqH2q+1, —Br, —OH, and —OCqH2q+1 (preferably, —H or 
—F); q‘ is independently an integer of 1 to about 20 for each 
(Cq,H2q,—O); q is an integer of 1 to about 20; W is an integer 
of 0 to about 10; v is an integer of 0 to about 6; each v‘ is 
independently an integer of 0 to about 6; g is an integer of 
1 to about 3; each D is independently and non-directionally 
selected from the group set forth for D above, With the 
proviso that the ring containing D has from about 3 to about 
10 ring atorns; each W is independently selected from the 
group consisting of N, CR‘, and SiR‘; 
Rh is an alkylene group having at least tWo carbon atoms 

(preferably, from 2 to about 12 carbon atoms; more 
preferably, from 2 to about 8) and containing at least one 
catenary ether oxygen atom; and 

Rf is ?uoroalkyl or ?uoroether (preferably, per?uoroalkyl 
or per?uoroether; more preferably, per?uoroether) and pref 
erably contains from 1 to about 20 carbon atoms (more 
preferably, from about 4 to about 12 carbon atoms). 

Particularly preferred Rh rnoieties can be represented by 
the general formula —(CSH2SO9;Cr,H2r,—, Wherein s is inde 
pendently an integer of 1 to about 10 for each (CSHZSO) 
(preferably, about 2 to about 7), t is an integer of 1 to about 
6 (preferably, 1 to about 3), and r‘ is an integer of 1 to about 
10 (preferably, 1). 

In de?ning Rf, particularly preferred ?uoroalkyl groups 
are those Which can be represented by the formula 
—CqFZqX‘, Where q is as de?ned above (and, preferably, is 
at least about 3) and X‘ is hydrogen or ?uorine. Other useful 
?uoroalkyl and ?uoroether groups are those Which can be 
represented by the formula —Rf‘—Rh‘, Where Rf‘ is a linear 
or branched, per?uorinated or partially-?uorinated alkylene 
group having from 1 to about 10 (preferably, from about 2 
to about 6) carbon atoms and optionally containing one or 
more catenary, i.e., in-chain, ether oxygen atoms, and Rh‘ is 
a linear or branched alkyl group having from 1 to about 14 
(preferably, from about 3 to about 10) carbon atoms and 
optionally containing one or more catenary ether oxygen 
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atoms. Preferably, Rf‘ is per?uorinated, both Rh‘ and Rf‘ are 
linear, and at least one of the groups Rh‘ and Rf‘ contains at 
least one catenary ether oxygen atom. More preferably, Rh‘ 
or both Rh‘ and Rf‘ contains at least one catenary ether 
oxygen atom. 

Particularly preferred per?uoroether groups are those 
Which can be represented by the formula —(CXFZXOL 
CyF2y+1, Where X is independently an integer of 1 to about 
10 for each (CXFZXO), y is an integer of 1 to about 10, and 
Z is an integer of 1 to about 10. Preferably, the per?uoroether 
group is linear, X is independently an integer of 1 to about 
8 for each (CXFZXO), y is an integer of 1 to about 6, and Z is 
an integer of 1 to about 6. 
Many of the per?uoroether group-containing liquid crys 

tal compounds used in the process of the invention When 
used alone or When mixed With each other or With other 
?uorine-containing liquid crystal compounds (preferably, 
the per?uoroether group-containing liquid crystal com 
pounds described in US. US. Pat. Nos. 5,262,082 (Janulis 
et al.) and 5,437,812 (Janulis et al.) and in US. Ser. No. 
08/338,957 (Janulis et al.) and US. Ser. No. 08/338,961 
(Janulis et al.), the descriptions of Which are incorporated 
herein by reference) exhibit a reduced temperature depen 
dence of the smectic interlayer spacing. This property pro 
vides for the spontaneous generation of a bookshelf type 
layer structure, Which is ideal for a tilted chiral smectic 
liquid crystal device. 
A preferred subclass of liquid crystal compounds for use 

in the process of the invention (e.g., in composition(s) (a)) 
are those compounds Which can be represented by formula 
I, supra, Wherein R is ?uoroether (preferably, 
per?uoroether) and Rh is represented by the directional 
general formula —(CSH2SO9;C,,H2r,—, Wherein s is indepen 
dently an integer of 2 to about 10 (preferably, 3 to about 10; 
more preferably, 3 to about 7) for each (CSHZSO), t is an 
integer of 1 to about 6 (preferably, 1 to about 3; more 
preferably, 1 to 2), and r‘ is an integer of 1 to about 10 
(preferably, 1 to about 5; more preferably, 1); With the 
proviso that the compounds exhibit at least one tilted smec 
tic mesophase. Preferably, Rh has from about 3 to about 12 
carbon atoms (more preferably from about 4 to about 8). 

Another preferred subclass of liquid crystal compounds 
for use in the process of the invention (e.g., in composition 
(s) (a)) are those compounds Which can be represented by 
formula I, supra, Wherein Rf is ?uoroether (preferably, 
per?uoroether) and Rh is represented by the directional 
general formula —(CSH2SO9;C,,H2r,—, Wherein s is indepen 
dently an integer of 3 to about 10 (preferably, 3 to about 7) 
for each (CSHZSO), t is an integer of 1 to about 6 (preferably, 
1 to about 3; more preferably, 1 to 2), and r‘ is an integer of 
1 to about 10 (preferably, 1 to about 5; more preferably, 1); 
With the proviso that the compounds do not exhibit at least 
one tilted smectic mesophase. Preferably, Rh has from about 
4 to about 12 carbon atoms (more preferably from about 4 
to about 8). 

Such preferred compounds, in general, have enhanced 
smectic mesophases and loW cone tilt angles (relative to the 
corresponding compounds Which do not contain an extended 
hydrocarbon ether group adjacent to a terminal ?uoroalkyl 
or ?uoroether group) making them useful alone, as Well as 
in admixture With other liquid crystal compounds (as 
dopants or as the major components), for electrooptical 
display applications. Mixtures of the compounds With other 
liquid crystal materials can be formulated to provide desired 
transition temperatures, broad mesophase temperature 
ranges, and reduced cone tilt angles. 

The ?uorine-containing liquid crystal compounds useful 
in carrying out the process of the invention can be prepared 
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8 
by a process comprising the steps of (a) mixing at least one 
compound represented by the formula 

<11) 

Hip/Haw]? 

With at least one compound represented by the formula 

or mixing at least one compound represented by the formula 

With at least one compound represented by the formula 

Y... Z“ 

Where M, N, P, a, b, c, A, B, X, Y, Z, l, m, n, D, R, Rh, and 
Rf are as de?ned above for formula I; and each A‘, A“, B‘, 
and B“ are independently selected from the group consisting 
of —H, —Cl, —Br, —I, —OH, —COOH, —CH(CH2OH)2, 
—SH, —SeH, —TeH, —NH2, —COCl, —CHO, 
—OSOZRf“, —OSO2CH3, —NH(C=O)OCqH2q+1, 
—NCO, —OSO2-cyclo(C6H4)—CH3, —CHZCOOH, and 
—CH(C(O)O—C qH2q+1)2, Where Rf“ is a per?uoroalkyl 
group having from 1 to about 10 carbon atoms and q is an 
integer of 0 to about 20, and With the proviso that A‘ can 
enter into an addition or condensation reaction With A“ and 
that B‘ can enter into an addition or condensation reaction 
With B“; 

and (b) alloWing compounds II and III or compounds IV 
and V to react, optionally in the presence of suitable cou 
pling agent(s), i.e., reagent(s) Which effect coupling. 

Liquid crystal compositions suitable for use (as 
composition(s) in admixture With the above-described 
liquid crystal compositions (i.e., composition(s) (a)) are 
those liquid crystal compositions Which comprise at least 
one smectic or latent smectic liquid crystal compound. At 
least one of compositions (a) and (b) must possess optical 
activity in order for the resulting combination to exhibit a 
measurable cone tilt angle in a surface-stabiliZed ferroelec 
tric liquid crystal device. 
Especially suitable compounds for use in composition(s) (b) 
are ?uorine-containing, smectic or latent smectic liquid 
crystal compounds (preferably compounds having ?uori 
nated terminal portions such as those compounds described, 
for example, in US. Pat. Nos. 4,886,619 (Janulis), 5,082, 
587 (Janulis), 5,262,082 (Janulis et al.), 5,399,291 (Janulis 
et al.), and 5,437,812 (Janulis et al.) and in Us. Ser. No. 
08/338,957 (Janulis et al.) and US. Ser. No. 08/338,961 
(Janulis et al.), the descriptions of Which are incorporated 
herein by reference, as Well as compounds having at least 
one chiral, ?uorinated terminal portion). 
The process of the invention can be carried out by 

combining composition(s) (a) and composition(s) The 
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combining or mixing of the compositions can be effected by 
introducing the compositions to a vessel, generally With 
simultaneous and/or subsequent agitation or stirring, e.g., 
roller mixing. The vessel can be either an open or a closed 
vessel of a siZe Which is suf?cient to hold both compositions 
While alloWing room for mixing. The compositions can be 
formed prior to combination With each other, or, 
alternatively, one or more of the components of either can be 
combined With one or more of the components of the other 
prior to addition of the remaining components. Any order 
and manner of combination of the components of the 
compositions is acceptable. The resulting combination is 
preferably agitated or stirred suf?ciently that a homogeneous 
mixture is achieved. This is preferably facilitated by apply 
ing sufficient heat to melt the combination or by dissolving 
the combination in a solvent, e.g., a polar aprotic solvent, 
With subsequent solvent removal, e.g., by evaporation. 

The liquid crystal compounds to be utiliZed in the process 
can be selected based upon the magnitudes of their cone tilt 
angles (or, in the case of latent smectic liquid crystal 
compounds, the magnitudes of the cone tilt angle of mix 
tures containing the latent compound(s)), Which can be 
determined by using a polariZing microscope equipped With 
a hot stage, as described beloW in the Examples. In general, 
composition (b) (generally having a greater cone tilt angle) 
can be combined With composition (a) (generally having a 
smaller cone tilt angle) to obtain a combination having a 
desired intermediate cone tilt angle. Preferably, composition 
(s) (a) are utiliZed in amount(s) such that the resulting 
combination has a cone tilt angle betWeen about 10 and 
about 35 degrees (more preferably, betWeen about 18 and 
about 26 degrees; most preferably, betWeen about 18 and 
about 23 degrees). HoWever, in some cases a cone tilt angle 
outside of these ranges may be desirable for a particular 
purpose and can be achieved by the mixing of compositions 
(a) and Net cone tilt angles Within these ranges can 
generally be achieved through an iterative process of com 
bining compositions (a) and (b) in varying ratios and mea 
suring the net cone tilt angles of the resulting combinations. 

Objects and advantages of this invention are further 
illustrated by the folloWing examples, but the particular 
materials and amounts thereof recited in these examples, as 
Well as other conditions and details, should not be construed 
to unduly limit this invention. 

In the folloWing examples, all temperatures are in degrees 
Celsius and all parts and percentages are by Weight unless 
indicated otherWise. Commercially available materials Were 
chemically transformed by reaction pathWays Well-known to 
those skilled in the art and detailed in the examples. Chemi 
cal transformations Were comprised of acylation, 
esteri?cation, etheri?cation, alkylation, and combinations 
thereof using ?uorine-containing and non?uorine 
containing reactants to provide the precursor compounds, 
Which, in turn, Were alloWed to react together to yield the 
?uorine-containing liquid crystal compounds used in the 
process of the invention. 

Liquid crystal compounds prepared as described beloW 
Were characteriZed by their melting or boiling points, and 
their structures Were con?rmed using at least one of the 
folloWing methods of analysis: high pressure liquid chro 
matography (HPLC); 13C, 1H, and 19F nuclear magnetic 
resonance (NMR); and infrared and mass spectroscopies. 

EXAMPLES 

The 5-alkyl-2-(4-hydroxyphenyl) pyrimidines used in the 
examples Were prepared essentially as described by Zaschke 
and Stolle in “Synthese niedrigschmelZender Kristallin 
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10 
Flussiger Heterocyclen; 5-n-All<yl-2-[4-n-alkanoyloxy 
phenyl]pyrimidine,” Z.Chem. 15, 441—3 (1975). (S)- and 
(R)-2-?uoro-decyl-p-toluenesulfonate Were prepared essen 
tially as described by Nohira et al. in Mol. Cryst. Liq. Cryst. 
180B, 379 (1990). Fluorinated alcohols Were prepared 
essentially as described in Us. Pat. No. 5,262,082 (J anulis 
et al.; the description of Which is incorporated herein by 
reference) by sodium borohydride reduction of the corre 
sponding per?uorinated acids (or derivatives), Which had 
been prepared by electrochemical ?uorination (ECF) or by 
direct ?uorination (using elemental ?uorine) of the corre 
sponding hydrocarbon acids (or derivatives). See, e.g., the 
description of ECF given in Us. Pat. No. 2,519,983 
(Simons), the description of Which is incorporated herein by 
reference. Direct ?uorination is described, e.g., in US. Pat. 
No. 5,362,919 (Costello et al.), the description of Which is 
also incorporated herein by reference. 
Examples 1—39 and 55—101 describe procedures for prepar 
ing liquid crystal compounds Which can be used in the 
process of this invention. (The compounds of Examples 
1—37, 55, 57—66, 68—69, 72—76, 79—80, 82—95, and 97—100 
are liquid crystal compounds of the invention.) The chemical 
structure of each compound is given in Table 1. 
Example 1 
Preparation of 5-Octyl-2-(4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)butoxy)phenyl) 
pyrimidine 
A 500 mL ?ask Was charged With 4-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromobutane (21.9 g, 38.5 mmol; prepared from 1,4 
dibromobutane and 2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol), 5-octyl-2-(4 
hydroxyphenyl)pyrimidine (10 g, 35 mmol), potassium 
carbonate (5.4 g, 39 mmol), and acetonitrile (200 mL), and 
the resulting mixture Was stirred and re?uxed overnight 
under nitrogen. Toluene (150 mL) and Water (150 mL) Were 
added to the re?uxed mixture. The resulting toluene layer 
Was collected and residual Water removed by distillation 
using a Dean-Stark apparatus. The toluene layer Was then 
?ltered through a pad of silica gel and the toluene removed 
under reduced pressure. The crude product Was further 
puri?ed by distillation using a Kugelrohr apparatus (b.p. 
210—15° C. at 0.1 torr). The resulting yield Was 14.4 g. 
Example 2 
Preparation of 5-Octyl-2-(5-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)pentyloxy)phenyl) 
pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)pentyl bromide (23.5 
g, 38.5 mmol; prepared from 1,5-dibromopentane and 2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethanol) 
With 5-octyl-2-(4-hydroxyphenyl)pyrimidine (10 g, 35 
mmol). A yield of 19.8 g Was obtained (b.p. 200—10° C. at 
0.4 torr) 
Example 3 
Preparation of 5-Octyl-2-(3-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl) 
pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 3-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propyl bromide (14.8 
g, 26.8 mmol; prepared by combining 1,3-dibromopropane 
and 2-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethanol) With 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (7.3 g, 26.8 mmol). After re?uxing for 7 hours, 
toluene and Water Were added to the resulting mixture, and 



5,928,562 
11 

the resulting organic phase Was extracted With three 30 mL 
aliquots of brine and then dried over anhydrous MgSO4. The 
organic phase Was then ?ltered, the solvent Was removed 
under reduced pressure, and the resulting material Was 
dissolved in 5 volume percent ethyl acetate/hexane. The 
resulting hexane/ethyl acetate solution Was puri?ed by ?ash 
chromatography on silica gel, and the solvent mixture Was 
removed under reduced pressure. The resulting product Was 
further puri?ed by distillation using a Kugelrohr apparatus 
to provide a yield of 14.5 g. 
Example 4 
Preparation of 5-Octyl-2-[4-(6-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5 -octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.01 g, 3.55 mmol) and 6-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromohexane (2.4 g, 4.03 mmol; prepared by combining 
1 ,6-dibromohexane and 2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol). The resulting crude 
product Was isolated and further puri?ed essentially as 
described in Example 3, eluting With 1 vol. % ethyl acetate/ 
toluene 
Example 5 
Preparation of 5-Hexyloxy-2-[4-(5-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
pentyloxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5-hexyloxy-2-(4-hydroxyphenyl) 
pyrimidine (8.0 g, 29.4 mmol) and 5-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromopentane (18.6 g, 32 mmol, Example 2). The 
resulting crude product Was isolated and further puri?ed 
essentially as described in Example 1 (bp 210—25° C. at 0.3 
torr). 
Example 6 
Preparation of 5-Heptyloxy-2-[4-(3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as described 
in Example 1 by combining 5-heptyloxy-2-(4 
hydroxyphenyl)pyrimidine (3.0 g, 10.0 mmol) and 3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromopropane (6.6 g, 12.0 mmol, Example 10). The 
product Was isolated by addition of Water (60 mL) to the 
resulting mixture, folloWed by ?ltration and recrystalliZation 
from ethanol. The recrystalliZed precipitate Was dried at 
about 130° C., and the resulting product Was further puri?ed 
by Kugelrohr distillation (b.p. 180—190° C. at 2 torr; yield 
5.6 g). 
Example 7 
Preparation of 5-Hexyloxy-2-[4-(7-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
heptyloxy)phenyl]pyrimidine 

The title compound Was prepared essentially as described 
in Example 1 by combining 5-hexyloxy-2-(4 
hydroxyphenyl)pyrimidine (3.0 g, 11.0 mmol) and 7-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromoheptane (7.7 g, 12.0 mmol; prepared by combining 
1,7-dibromoheptane With 2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol). Product Was iso 
lated by addition of Water (50 mL) to the resulting mixture, 
folloWed by ?ltration and recrystalliZation from ethanol. The 
recrystalliZed precipitate Was dried at about 130° C., and the 
resulting product Was further puri?ed by Kugelrohr distil 
lation (b.p. 210—222° C. at 0.03 torr; yield 7.3 g). 
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12 
Example 8 
Preparation of 5-Octyl-2-[4-(4-(5-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5-octa?uoropentoxy) 
butoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.0 g, 3.52 mmol) and 6-(5-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5, 
octa?uoropentyloxy)-1-bromobutane (3.07 g, 4.0 mmol; 
prepared by combining 1,4-dibromobutane and 2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5 
octa?uoropentanol). The resulting crude product Was iso 
lated and further puri?ed essentially as described in 
Example 3, eluting With 20 volume percent ethyl acetate/ 
cyclohexane, to yield 2.53 g of puri?ed product. 
Example 9 
Preparation of 5-Octyl-2-[4-(2-(6-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
ethoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.04 g, 3.64 mmol) and 2-(6-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
deca?uorohexyloxy)-1-p-toluenesulfonyl ethane (3.36 g, 
4.05 mmol; prepared by combining ethylene carbonate and 
6-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5, 
6,6-deca?uorohexanol and then preparing the 
p-toluenesulfonate from p-toluenesulfonyl chloride. The 
resulting crude product Was isolated and further puri?ed 
essentially as described in Example 3, eluting With ethyl 
acetate/hexane, to yield 2.88 g of puri?ed product. 
Example 10 
Preparation of 5-Octyl-2-[4-(3-(6-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
dodeca?uorohexyloxy)propoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (1 g, 3.51 mmol) and 3-(6-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
deca?uorohexyloxy)-1-bromopropane (3.04 g, 4.04 mmol; 
prepared by combining 1,3-dibromopropane and 2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
deca?uorohexanol). The resulting crude product Was iso 
lated and further puri?ed essentially as described in 
Example 3, eluting With 2 volume percent ethyl acetate/ 
toluene, to yield 2.68 g of puri?ed product. 
Example 11 
Preparation of 5-Octyl-2-[4-(4-(6-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
butoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.01 g, 3.56 mmol) and 4-(6-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
deca?uorohexyloxy)-1-bromobutane (3.07 g, 4.0 mmol; 
prepared by combining 1,4-dibromobutane and 2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
deca?uorohexanol). The resulting crude product Was iso 
lated and further puri?ed essentially as described in 
Example 3, eluting With 15 volume percent ethyl acetate/ 
hexane, to yield 2.3 g of puri?ed product. 
Example 12 
Preparation of 5-(2-(Ethoxy)ethoxy)-2-[4-(3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine 
A 500 mL ?ask Was charged With 5-benZyl-2-[4 

hydroxyphenyl]pyrimidine (10.0 g, 40 mmol), 3-(2-(2 



5,928,562 
13 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromopropane (24.2 g, 44 mmol, Example 3), potassium 
carbonate (6.1 g, 44 mmol), and anhydrous acetonitrile (100 
mL), and the resulting mixture Was stirred overnight at 85° 
C. under nitrogen. Water (150 mL) Was added and the 
mixture Was cooled to 5° C. and then ?ltered and dried to 
produce 5-benZyloxy-2-[4-(3-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine. This intermediate Was further puri?ed by recrys 
talliZation from acetone, and the benZyl protecting group 
Was removed by hydrogenation using Pd/C catalyst. 

The title compound Was prepared essentially as in 
Example 1 by combining 5-hydroxy-2-[4-(3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (1.0 g, 1.51 mmol,) and 
2-bromoethyl ethyl ether (0.58 g, 3.79 mmol). The resulting 
crude product Was isolated and further puri?ed essentially as 
described in Example 3, eluting With 30 volume percent 
ethyl acetate/hexane, to yield 0.76 g of puri?ed product. 
Example 13 
Preparation of 5-(2-(2-(Butoxy)ethoxy)ethoxy)-2-[4-(3-(2 
(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5-hydroxy-2-[4-(3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (1.22 g, 1.85 mmol, Example 
10) and 1-bromo-2-(2-butoxyethoxy)ethane (0.81 g, 3.62 
mmol). The resulting crude product Was isolated and further 
puri?ed essentially as described in Example 3, eluting With 
30 volume percent ethyl acetate/hexane, to yield 1.13 g of 
puri?ed product. 
Example 14 
Preparation of 5-(2-(S)?uorooctyloxy)-2-[4-(3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5-hydroxy-2-[4-(3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (5.9 g, 8.9 mmol, Example 12) 
and 2-(R)-?uorooctyl-1-p-toluenesulfonate (2.75 g, 9.5 
mmol; Which can be prepared as described by Nohira et al. 
in Mol. Cryst. Liq. Cryst. 180B, 379 (1990)). The resulting 
crude product Was isolated and further puri?ed by recrys 
talliZation from ethanol to provide a yield of 5.3 g. 
Example 15 
Preparation of 5-Hexyloxy-2-[4-(2-(2-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
ethoxy)ethoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 2-(2-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)ethoxy)ethyl bromide 
(7.7 g of 90% purity by gas chromatography 11.8 mmol) 
With 5-hexyloxy-2-(4-hydroxyphenyl)pyrimidine (3.0 g, 
11.0 mmol). The resulting product Was isolated by addition 
of Water (50 mL) to the reaction mixture, folloWed by 
?ltration and recrystalliZation from ethanol. The recrystal 
liZed precipitate Was dried at about 130° C., and the resulting 
product Was further puri?ed by distillation using a Kugel 
rohr apparatus (b.p. 185—210° C. at 0.01 torr; yield 5.6 g). 
Example 16 
Preparation of 5-Octyl-2-[4-(4-(4-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4-hexa?uorobutoxy)butoxy) 
phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 4-(4-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4-hexa?uorobutoxy)butyl bro 
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14 
mide (25.6 g, 38.5 mmol; prepared by combining 1,4 
dibromobutane and 2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol) With 5-octyl-2-(4 
hydroxyphenyl)pyrimidine (10 g, 35 mmol). The resulting 
product Was further puri?ed by recrystalliZation from 
heptane, folloWed by Kugelrohr distillation (b.p. 200—210° 
C. at 0.4 torr; yield of 20.4 g). 
Example 17 
Preparation of 5 -Hexyloxy-2-[4-(3-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 3-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)-1-chloropropane 
(4.5 g, 11.7 mmol; prepared by combining 1-bromo-3 
chloropropane With 3-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol) With 5-hexyloxy-2 
(4-hydroxyphenyl)pyrimidine (3.0 g, 11.0 mmol). The 
resulting product Was isolated by addition of Water (50 mL) 
to the reaction mixture, folloWed by ?ltration and recrystal 
liZation from ethanol. The recrystalliZed precipitate Was 
dried at about 130° C., and the resulting product Was further 
puri?ed by distillation using a Kugelrohr apparatus (b.p. 
180—183° C. at 0.1 torr; yield of 3.9 g). 
Example 18 
Preparation of 5-Octyl-2-[4-(3-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (2.0 g, 7.3 mmol), 3-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)-1-bromopropane 
(3.38 g, 7.47 mmol; prepared by combining 1,3 
dibromopropane With 3-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol), and potassium car 
bonate (1.16 g, 8.43 mmol) in acetonitrile (20 mL) and 
re?uxing the resulting mixture under nitrogen overnight. 
The mixture Was cooled and ?ltered, and the resulting solids 
Were Washed With toluene (50 mL). The toluene Was then 
removed under reduced pressure, and the resulting Waxy 
solid Was dissolved in toluene (50 mL) and Washed With 
three 30 mL aliquots of per?uorohexane. After removing the 
toluene under reduced pressure, the resulting crude product 
Was further puri?ed by silica gel chromatography, eluting 
With 20 volume percent ethyl acetate/hexane, to yield 3.60 
g of puri?ed product. 
Example 19 
Preparation of 5-Octyl-2-[4-(4-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy) 2,2-di?uoroethoxy)butoxy)phenyl] 
pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.995 g, 7.01 mmol) and 4-(2-(2 
(penta?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromobutane (3.44 g, 7.36 mmol; prepared by combining 
1,4-dibromobutane With 3-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol). The resulting crude 
product Was isolated and further puri?ed essentially as 
described in Example 3, eluting With 15 volume percent 
ethyl acetate/hexane, to yield 4.12 g of puri?ed product. 
Example 20 
Preparation of 5-Hexyloxy-2-(3-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl) 
pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 3-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propyl bromide (5.3 
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g, 11.7 mmol, Example 18) With 5-hexyloxy-2-(4 
hydroxyphenyl)pyrimidine (3.0 g, 11 mmol). The resulting 
crude product Was further puri?ed by Kugelrohr distillation 
(b.p. 185—195° C. at 0.4 torr; yield of 4.1 g). 
Example 21 
Preparation of 5-Hexyloxy-2-[4-(4-(2-(2 
(penta?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
butoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 4-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 -bromobutane 
(14.9 g, 32.0 mmol, Example 19) With 5-hexyloxy-2-(4 
hydroxyphenyl)pyrimidine (8.0 g, 29.4 mmol). The result 
ing product Was isolated by addition of Water (160 mL), 
folloWed by ?ltration and recrystalliZation from ethanol. The 
recrystalliZed precipitate Was dried at about 130° C., and the 
resulting product Was further puri?ed by distillation using a 
Kugelrohr apparatus (b.p. 190—205° C. at 0.3 torr; yield of 
15 .2 g). 
Example 22 
Preparation of 5-Hexyloxy-2-[4-(5-(2-(2 
(penta?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
pentyloxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5-hexyloxy-2-(4-hydroxyphenyl) 
pyrimidine (2.26 g, 8 .3 mmol) With 5-(2(2 
(penta?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromopentane (4.08 g, 8.3 mmol; prepared by combining 
1,5-dibromopentane With 2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethanol). Product Was iso 
lated by addition of Water (160 mL) to the resulting mixture, 
folloWed by ?ltration and recrystalliZation from ethanol. The 
recrystallized precipitate Was dried at about 130° C., and the 
resulting product Was further puri?ed by Kugelrohr distil 
lation (b.p. 190—205° C. at 0.3 torr; yield of 15.2 g). 
Example 23 
Preparation of 5 -(2-(2-(2-Methoxy(ethoxy)ethoxy)ethoxy)) 
2-[4-(4-(2-(2-(penta?uoroethoxy)tetra?uoroethoxy) 2,2 
di?uoroethoxy)butoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 2 by ?rst combining 5-benZyl-2-[4 
hydroxyphenyl]pyrimidine (5 .0 g, 18 mmol) and 3-(2-(2 
(penta?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
1-bromobutane (10.3 g, 22 mmol, Example 19) to produce 
5-benZyloxy-2-[4-(4-(2-(2-(penta?uoroethoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)butoxy)phenyl] 
pyrimidine. This intermediate Was further puri?ed by recrys 
talliZation from acetone, and the benZyl protecting group 
Was removed by hydrogenation using Pd/C catalyst. 
The resulting 5-hydroxy-2-[4-(4-(2-(2 

(penta?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
butoxy)phenyl]pyrimidine (1.0 g, 1.74 mmol) Was combined 
With 2-(2-(2-methoxy(ethoxy)ethoxy)-1-chloroethane (0.38 
g, 2.1 mmol) using essentially the procedure of Example 1, 
to provide a product yield of 0.99 g. 
Example 24 
Preparation of 5 -Octyl-2-[4-(3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)1 
chloropropane (18.3 g, 38.5 mmol; prepared from 1-bromo 
3-chloropropane (107 g, 0.7 mol) and 2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethanol (125 g, 0.31 mol) essentially as in Example 
2) With 5 -octyl-2-(4-hydroxyphenyl)pyrimidine (10 g, 35 
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mmol). The crude product Was further puri?ed by Kugelrohr 
distillation (b.p. 200—210° C. at 0.4 torr; yield of 10.0 g). 
Example 25 
Preparation of 5-Octyl-2-[4-(4-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
butoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 4-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 
bromobutane (20.9 g, 38.5 mol; prepared from 1,4 
dibromobutane and 2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethanol) 
With 5-octyl-2-(4-hydroxyphenyl)pyrimidine (10.0 g, 0.35 
mol). The resulting product Was further puri?ed by recrys 
talliZation from ethanol and subsequent Kugelrohr distilla 
tion to provide a yield of 17.5 g (b.p. 195—220° C. at 0.1 

torr). 
Example 26 
Preparation of 5-Octyl-2-[4-(5-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
pentyloxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)1 
bromopentane (18.3 g, 38.5 mmol; prepared from 1,5 
dibromopentane (107 g, 0.7 mol) and 2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethanol (125 g, 0.31 mol) essentially as in Example 
2) With 5-octyl-2-(4-hydroxyphenyl)pyrimidine (10 g, 35 
mmol) to provide product boiling at 200—210° C. at 0.4 torr 
(yield of 20.8 g). 
Example 27 
Preparation of 5-Octyl-2-[4-(6-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 6-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 
bromohexane (85 g, 0.155 mol; prepared from 1,6 
dibromohexane (500 g, 0.7 mol), 2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethanol 
(150 g, 0.37 mol), and potassium t-butoxide (412 mL of 1M 
solution in t-butanol)) With 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (45 g, 0.162 mol). The crude product Was further 
puri?ed by recrystalliZation from heptane and subsequently 
dried in a vacuum oven (yield of 93.0 g). 
Example 28 
Preparation of 5-Hexyloxy-2-[4-(3-(2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 
chloropropane (5.42 g, 11.4 mmol, Example 24) With 
5-hexyloxy-2-(4-hydroxyphenyl)pyrimidine (3 g, 10.0 
mmol). Product Was isolated by addition of Water (100 mL) 
to the resulting mixture, folloWed by ?ltration and recrys 
talliZation from ethanol. The recrystalliZed precipitate Was 
dried at about 130° C., and the resulting product Was further 
puri?ed by Kugelrohr distillation (b.p. 170—180° C. at 2.0 
torr; yield of 5.4 g). 
Example 29 
Preparation of 5-Pentyloxy-2-[4-(3-(2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 3-(2-(2-(2-(tri?uoromethoxy) 
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tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 
chloropropane (6.1 g, 28.0 mmol, Example 24) With 
5-pentyloxy-2-[4-hydroxyphenyl]pyrimidine (3 g, 11.6 
mmol) in dimethylformamide and stirring at 120° C. over 
night to provide product boiling at 185—190° C. at 0.3 torr 
(yield of 5.5 g). 
Example 30 
Preparation of 5-Heptyloxy-2-[4-(3-(2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 
chloropropane (5.5 g, 15.0 mmol, Example 24) With 
5-heptyloxy-2-(4-hydroxyphenyl)pyrimidine (3 g, 10.5 
mmol) in dimethylformamide and stirring at 120° C. over 
night to provide product boiling at 195—210° C. at 0.3 torr 
(yield of 5.6 g). 
Example 31 
Preparation of 5-Octyloxy-2-[4-(3-(2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)-1 
chloropropane (5.2 g, 10.9 mmol, Example 24) With 
5-octyloxy-2-(4-hydroxyphenyl)pyrimidine (3 g, 10.0 
mmol) in dimethylformamide and stirring at 120° C. over 
night. The resulting product Was further puri?ed by Kugel 
rohr distillation (b.p. 195—210° C. at 0.3 torr), folloWed by 
recrystalliZation from ethanol and additional distillation 
(yield of 3.5 g). 
Example 32 
Preparation of 5-Heptyloxy-2-[4-(4-(2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)butoxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 4-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy)1 
bromobutane (6.1 g, 15.0 mmol, Example 25) With 
5-heptyloxy-2-(4-hydroxyphenyl)pyrimidine (3 g, 10.5 
mmol). The resulting crude product Was further puri?ed by 
recrysalliZation from ethanol and subsequent Kugelrohr 
distillation (b.p. 200—210° C. at 0.3 torr; yield of 5.2 g). 
Example 33 
Preparation of 5-Octyl-2-[4-(5-(2-(nona?uorobutoxy)-2,2 
di?uoroethoxy)pentyloxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5 -octyl-2-(4-hydroxyphenyl) 
pyrimidine (6.0g, 21 mmol) and 5-(2-(nona?uorobutoxy) 
2,2-di?uoroethoxy)-1-bromopentane (12 g, 23 mmol; pre 
pared by combining 1,5-dibromopentane With 
2-(nona?uorobutoxy)-2,2-di?uoroethanol). After re?uxing 
overnight, the resulting crude product Was isolated by ?l 
tration and further puri?ed by recrystalliZation from ethanol, 
folloWed by Kugelrohr distillation (b.p. 190—200° C. at 0.1 
torr; yield of 6.4 g). 
Example 34 
Preparation of 5-Octyl-2-[4-(6-(2-(nona?uorobutoxy)-2,2 
di?uoroethoxy)hexyloxy)phenyl]pyrimidine 

The title compound Was prepared essentially as in 
Example 1 by combining 5 -octyl-2-(4-hydroxyphenyl) 
pyrimidine (8.0 g, 28.13 mmol) and 6-(2 
(nona?uorobutoxy)-2,2-di?uoroethoxy)-1-bromohexane 
(14.15 g, 29.54 mmol; prepared by combining 1,6 
dibromohexane With 2-(nona?uorobutoxy)-2,2 
di?uoroethanol). After re?uxing overnight, the resulting 
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18 
crude product Was isolated by ?ltration and further puri?ed 
by recrystalliZation from ethanol, folloWed by Kugelrohr 
distillation (b .p. 200° C. at 0.25 torr). 
Example 35 
Preparation of 5-Octyl-2-[4-(4-(2-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)butoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5 -octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.03 g, 3.61 mmol) and 4-(2-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)-1-bromobutane (2.68 g, 4.02 mmol; 
prepared from 1,4-dibromobutane and 2-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2 
di?uoroethanol). The resulting crude product Was isolated 
essentially as described in Example 3 and further puri?ed by 
recrystalliZation from cyclohexane/ethyl acetate to yield 
1.85 g of puri?ed product. 
Example 36 
Preparation of 5-Octyl-2-[4-(4-(4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydrophenyl) 
pyrimidine (1.02 g, 3.60 mmol) and 4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)-1-bromobutane (3.03 g, 3.95 mmol; 
prepared from 1,4-dibromobutane and 4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutanol). The resulting crude product Was iso 
lated and further puri?ed essentially as described in 
Example 3, eluting With 15 volume percent ethyl acetate/ 
hexane, to yield 2.73 g of puri?ed product. 
Example 37 
Preparation of 5-Hexyloxy-2-[4-(4-(4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-hexyloxy-2-(4-hydrophenyl) 
pyrimidine (2.0 g, 7.3 mmol) and 4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)-1-bromobutane (6.1 g, 8.0 mmol, 
Example 36). The resulting crude product Was isolated and 
further puri?ed by Kugelrohr distillation (b.p. 210—220° C. 
at 0.4 torr; yield of 4.5 g). The distilled product Was 
determined to be 96.7% pure by gas chromatographic analy 
SIS. 

Example 38 
Preparation of 5-Octyl-2-[4-(3-(2,2,3,3,4,4,5,5,6,6,6 
undeca?uorohexyloxy)propoxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5-octyl-2-(4-hydrophenyl) 
pyridine (1.0 g, 3.52 mmol) and 3-(2,2,3,3,4,4,5,5,6,6,6 
undeca?uorohexyloxy)-1-bromopropane (1.69 g, 4.01 
mmol; prepared by combining 1,3-dibromopropane With 
2,2,3,3,4,4,5,5,6,6,6-undeca?uorohexanol). The resulting 
crude product Was isolated and further puri?ed essentially as 
described in Example 3, eluting With 5 volume percent ethyl 
acetate/toluene, to yield 1.92 g of puri?ed product. 
Example 39 
Preparation of 5-Octyl-2-[4-(6-(2,2,3,3,4,4,5,5,6,6,6 
undeca?uorohexyloxy)hexyloxy)phenyl]pyrimidine 
The title compound Was prepared essentially as in 

Example 1 by combining 5 -octyl-2-(4-hydroxyphenyl) 
pyrimidine (10.0 g, 35.2 mmol) and 6-(2,2,3,3,4,4,5,5,6,6 
undeca?uorohexyloxy)-1-bromohexane (17.1 g, 36.92 
mmol; prepared by combining 1,6-dibromohexane With 2,2, 
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3,3,4,4,5,5,6,6,6-undeca?uorohexanol). After re?uxing 
overnight, toluene Was added, and the resulting mixture Was 
?ltered. The resulting ?ltrate Was concentrated under 
reduced pressure, Was Washed With three 30 mL aliquots of 
per?uorohexane, Was diluted With toluene, and Was then 
again concentrated under reduced pressure. The resulting 
crude product Was further puri?ed by recrystallization from 
ethanol (yield of 17.3 g). 

The compounds of Tables 1 and 4 beloW Were evaluated 
for transition temperatures by differential scanning calorim 

20 
etry (DSC) and/or optical observation of material phase 
changes using a Linkham TMH600 hot stage and a polar 
iZing microscope. The transition temperatures (°C.) Were 
obtained upon cooling through the isotropic state (I) to the 
smectic A mesophase (SA), the smectic C mesophase (SC), 
and higher order mesophases (M1 and M2) or the crystalline 
state and are set forth in the table. Using essentially the 
method described beloW for Comparative Example A, cone 
tilt angle Was measured for some of the compounds shoWn 
in Table 1. 

TABLE 1 

Transition Temperatures (0 C.) and Cone Tilt Angles (Degrees) 

Exam 

ple 
No. Structure of Compound 

1 N 

N 

2 N 

N 

3 N 

N 

4 N 

N 

5 N 

10 N 

I to to Tilt 

SA to SC SMZ/K Angle 

107 1 

ocmgocnzcllzoczmocnl9 

104 (54) -2 18.5 

94 49 15 20.5 

103 —3 

127 96 —9 

121 92 <8 

120 100 —14 

127 81 —3(K) 17 

127 39 <—5 

116 76 <—15 27 
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TABLE l-continued 

Transition Temperatures (O C.) and Cone Tilt Angles (Degrees) 
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TABLE l-continued 

Transition Temperatures (O C.) and Cone Tilt Angles (Degrees) 

N 
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TABLE l-continued 

Transition Temperatures (0 C.) and Cone Tilt Angles (Degrees) 

Exam 
ple I to to Tilt 
No. Structure of Compound SA to SC SMZ/K Angle 

35 N 109 26 

C8H17 OC4H8OCH2CF2OC2F4OC6F13 

N 

36 N 123 79 —5 

csrrl74©>—@ OC4H8OCH2(CF2)3OC2F4OC6F13 
N 

37 N 138 113 —12 

c6H13O OC4H8OCH2C3F6OC2F4OC6F13 

N 

38 N 80 —21 

CsH17 OC3H6OCH2C5F11 

N 

39 96 28 

The data in Table 1 shows that most of the compounds 
exhibit smectic mesophases and that many of the com 
pounds exhibit a broad smectic C mesophase, which makes 
the compounds well-suited for use in liquid crystal display 
devices. As a result of the breadth of the smectic C 
mesophase, the compounds are useful in admixture with 
themselves or with other liquid crystal compounds, even at 
high concentration. 
Examples 40—54 describe liquid crystal compound mixtures 
and liquid crystal display devices according to the process of 
the invention. 

In each of the following Examples and Comparative 
Examples, liquid crystal compounds having high cone tilt 
angles were mixed with various concentrations of liquid 
crystal compounds having an extended hydrocarbon ether 
group adjacent to a terminal ?uorinated group and having 
low cone tilt angles (or latent low cone tilt angles), in order 
to demonstrate the ability of the latter compounds to provide 
mixtures having a reduced cone tilt angle relative to those of 
the former compounds. In these Examples, a mixture was 
prepared and placed into a glass ferroelectric liquid crystal 
(FLC) test cell having asymmetric alignment layers com 
posed of, e.g., nylon faced with polysiloxane, essentially as 
described in US. Pat. No. 5,377,033 (Radcliffe), the descrip 
tion of which is incorporated herein by reference. The cell 
was placed on a microscope equipped with a hot stage and 
a photodetector/oscilloscope. The smectic A to C transition 
temperature of the mixture was determined by heating the 
test cell to the smectic A phase of the mixture without an 
applied electric ?eld (electrodes shorted), aligning the cell to 
obtain extinction between crossed polariZers, then slowly 
cooling and watching for a waveform shift on the oscillo 
scope. The reduced temperature for each subsequent data 
point was calculated by subtracting the smectic A to C 
transition temperature from the hot stage temperature. Then 
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a square wave signal was applied to the cell at a ?eld of 12.5 
V/micron, and cone tilt angle data was collected at each 
reduced temperature by measuring and averaging the angle 
between “off” states (smectic C extinction) on either side of 
the smectic A extinction angle. Cone tilt angle data was 
collected for each mixture at reduced temperatures of —1° 
C., —5° C., —10° C., —15° C., —20° C., —30° C., —40° C., and 
—50° C. and is shown in Table 2 below. The mesophases of 
the mixtures were also determined (essentially as described 
above for individual compounds) and are shown in Table 3. 
Comparative Example A 
95 weight percent 5-octyloxy-2-[4-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
phenyl]pyrimidine (prepared essentially as in Example 80 of 
US. Pat. No. 5,437,812 (Janulis)) and 5 weight percent 
5-octyl-2-[4-((R)—2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2—di?uoroethoxy)propoxy)phenyl] 
pyrimidine as a high polarization additive (which can be 
prepared essentially as described below) were combined in 
a small vial at room temperature, and the resulting combi 
nation was heated to the isotropic state with manual roller 
mixing. 
Preparation of 5-Octyl-2-[4-((R)—2-?uoro-3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,-di?uoroethoxy) 
propoxy)phenyl]pyrimidine 
A solution of 5-octyl-2-[4-((S)-2-hydroxy-3-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2,-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (prepared essentially as 
described below, 8.0 g, 10.35 mmol) in dry tetrahydrofuran 
(50 ml) was added dropwise to a —70° C. solution of 
diethylaminosulfur tri?uoride (3.3 g, 20.7 mmol) in tetrahy 
drofuran (50 ml). The resulting mixture was warmed to —30° 
C. over a period of 2 hours, and then pyridine (3.3 g, 41.4 
mmol) was added to the mixture. The mixture was allowed 
to warm to ambient temperature and was stirred for 12 
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hours. The mixture Was then poured into a slurry of silica gel 
(40 g) in diethyl ether and Was concentrated onto the silica 
gel under reduced pressure. The product-coated silica Was 
placed on top of 100 g of fresh silica gel and Was eluted With 
a 10:1 hexanes/ethyl acetate solution. Fractions collected 
containing the product Were concentrated under reduced 
pressure. The product Was then recrystallized from methanol 
to give 4.9 g of the title compound as a White solid. 
Preparation of 5-Octyl-2-[4-((S)-2-hydroxy-3-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2,-di?uoroethoxy) 
propoxy)phenyl]pyrimidine 
A solution of potassium hydroxide (1.97 g, 35 mmol) in 

Water (1.97 ml) Was added to a solution of (S)-5-octyl-2 
[4-(2,3-oxiranylpropoxy)phenyl]pyrimidine (10.0 g, 29.3 
mmol) (prepared essentially as described by Sakaguchi et al. 
in Ferroelectrics 114, 269 (1992)), 2,2-di?uoro-2-[1,1,2,2 
tetra?uoro-2-non?uorobutoxy)ethanol] (15.2 g, 35.16 
mmol), and tetrabutyl ammonium hydrogen sulfate (500 mg, 
1.5 mmol) in tetrahydrofuran (20 ml). The resulting mixture 
Was heated to re?ux temperature for 23 hours, Was diluted 
With Water (100 ml), and Was extracted With three 100 ml 
aliquots of ethyl acetate. The organic extracts Were concen 
trated under reduced pressure, and the resulting product Was 
recrystalliZed from acetonitrile (150 ml) to give -2-[4-((S) 
2-hydroxy-3-(2-(2-(nona?uorobutoxy) 1,1 ,2,2 
tetra?uoroethoxy)-2,2,-di?uoroethoxy)propoxy)phenyl]-5 
octyl-pyrimidine as a White solid. 
Example 40 
31.5 Weight percent 5-octyl-2-[4-(6-(2 

(nona?uorobutoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine (Example 34), 63.6 Weight percent 5-octyloxy 
2-[4-(2-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)phenyl]pyrimidine, and 4.9 Weight percent 
5-octyl-2-[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 
Example 41 
47.5 Weight percent 5-octyl-2-[4-(6-(2 

(nona?uorobutoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine (Example 34), 47.8 Weight percent 5-octyloxy 
2-[4-(2-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)phenyl]pyrimidine, and 5.2 Weight percent 
5-octyl-2-[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 
Example 42 

31.8 Weight percent 5-hexyloxy-2-[4-(4-(2-(2 
(penta?uoroethoxy)tetra?uoroethoxy) 2,2-di?uoroethoxy) 
butoxy)phenyl]pyrimidine (Example 21), 63.2 Weight per 
cent 5-octyloxy-2-[4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 4.9 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Example 43 

47.4 Weight percent 5-hexyloxy-2-[4-(4-(2-(2 
(penta?uoroethoxy)tetra?uoroethoxy) 2,2-di?uoroethoxy) 
butoxy)phenyl]pyrimidine (Example 21), 47.7 Weight per 
cent 5-octyloxy-2-[4-(2-(2-(nona?ubrobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 5.0 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
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Example 44 

3 1.7 Weight percent 5-octyl-2-[4-(6-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 63.4 Weight per 
cent 5-octyloxy-2-[4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 4.9 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Example 45 
47.4 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 47.4 Weight per 
cent 5-octyloxy-2-[4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 5 .2 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Example 46 
47.4 Weight percent 5-octyl-2-[4-(4-(4-(2 

(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine (Example 36) 
47.5 Weight percent 5-octyloxy-2-[4-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
phenyl]pyrimidine, and 5 .2 Weight percent 5 -octyl-2-[4 
((R)-2-?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy) 
2,2-di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high 
polariZation additive) Were combined essentially as 
described in Comparative Example A. 
Comparative Example B 
95 Weight percent 5-octyl-2-[4-(6-(2-(2-(2 

(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
phenyl]pyrimidine (prepared essentially as in Example 110 
of US. Ser. No. 08/338957) and 5 Weight percent 5-octyl 
2-[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 
Example 47 
47.4 Weight percent 5-octyl-2-[4-(4-(4-(2 

(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine (Example 36), 
47.5 Weight percent 5-octyl-2-[4-(6-(2-(2-(2 
(tri?uoromethoxy)tetra?uoroethoxy)tetra?uoroethoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
phenyl]pyrimidine, and 5 .2 Weight percent 5 -octyl-2-[4 
((R)-2-?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy) 
2,2-di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high 
polariZation additive) Were combined essentially as 
described in Comparative Example A. 
Comparative Example C 
47.4 Weight percent 5-octyl-2-[4-(6-(2 

(nona?uorobutoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine (Example 34), 47.4 Weight percent 5-octyl-2-[4 
(6-(2-(2-(2-(tri?uoromethoxy)tetra?uoroethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6 
deca?uorohexyloxy)phenyl]pyrimidine, and 5.1 Weight 
percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
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Due to concentration effects, the resulting combination 
yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
Comparative Example D 
47.5 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 47.5 Weight per 
cent 5-octyl-2-[4-(6 -(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)tetra?uoroethoxy)-2,2, 
3,3,4,4,5,5,6,6-deca?uorohexyloxy)phenyl]pyrimidine, and 
4.9 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Due to concentration effects, the resulting combination 

yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
Comparative Example E 
95 Weight percent 5-octyl-2-[4-(10-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6,7, 
7,8,8,9,9,10,10-octadeca?uorodecyloxy)phenyl]pyrimidine 
(prepared essentially as in Example 111 of Us. Ser. No. 
08/338957) and 5 Weight percent 5 -octyl-2-[4-((R)-2-?uoro 
3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high polar 
iZation additive) Were combined essentially as described in 
Comparative Example A. 
Example 48 

47.6 Weight percent 5-octyl-2-[4-(4-(4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine (Example 36), 
47.4 Weight percent 5-octyl-2-[4-(10-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6,7,7,8,8,9,9,10,10 
octadeca?uorodecyloxy)phenyl]pyrimidine (prepared 
essentially as in Example 101 of US. Ser. No. 08/338957), 
and 5.0 Weight percent 5 -octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Example 49 
47.5 Weight percent 5-octyl-2-[4-(6-(2 

(nona?uorobutoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine (Example 34), 47.3 Weight percent 5-octyl-2-[4 
(10-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5, 
5,6,6,7,7,8,8,9,9,10,10-octadeca?uorodecyloxy)phenyl] 
pyrimidine, and 5 .2 Weight percent 5 -octyl-2-[4-((R)-2 
?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high 
polariZation additive) Were combined essentially as 
described in Comparative Example A. 
Example 50 
47.5 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 47.7 Weight per 
cent 5-octyl-2-[4-(10-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6,7,7,8,8,9,9,10,10 
octadeca?uorodecyloxy)phenyl]pyrimidine, and 4.8 Weight 
percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
ExampleA. 
Comparative Example F 
95 Weight percent 5-octyl-2-[4-(4-(2 

(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
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30 
hexa?uorobutoxy)phenyl]pyrimidine (prepared essentially 
as in Example 116 of Us. Ser. No. 08/338957) and 5 Weight 
percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Example 51 
47.5 Weight percent 5-octyl-2-[4-(4-(4-(2 

(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine (Example 36), 
47.3 Weight percent 5-octyl-2-[4-(4-(2 
(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)phenyl]pyrimidine, and 5 .1 Weight per 
cent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 
Comparative Example G 
47.3 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 47.5 Weight per 
cent 5-octyl-2-[4-(4-(2-(trideca?uorohexyloxy) 
tetra?uoroethoxy)-2,2,3,3,4,4-hexa?uorobutoxy)phenyl] 
pyrimidine, and 5.2 Weight percent 5-octyl-2-[4-((R)-2 
?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high 
polariZation additive) Were combined essentially as 
described in Comparative Example A. 
Due to concentration effects, the resulting combination 

yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
Comparative Example H 

95 Weight percent 5-octyl-2-[4-(6-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
phenyl]pyrimidine (prepared essentially as in Example 99 of 
US. Ser. No. 08/338957) and 5 Weight percent 5-octyl-2 
[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 
Example 52 
47.4 Weight percent 5-octyl-2-[4-(4-(4-(2 

(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine (Example 36), 
47.5 Weight percent 5-octyl-2-[4-(6-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
phenyl]pyrimidine (prepared essentially as in Example 107 
of Us. Ser. No. 08/338957), and 5.2 Weight percent 5-octyl 
2-[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 
Comparative Example I 
47.5 Weight percent 5-octyl-2-[4-(6-(2 

(nona?uorobutoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine (Example 34), 47.4 Weight percent 5-octyl-2-[4 
(6-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2,3,3,4,4,5 ,5 , 
6,6-deca?uorohexyloxy)phenyl]pyrimidine, and 5 .0 Weight 
percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Due to concentration effects, the resulting combination 

yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
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Comparative Example J 
47.4 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 47.3 Weight per 
cent 5-octyl-2-[4-(6-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
phenyl]pyrimidine, and 5.4 Weight percent 5 -octyl-2-[4 
((R)-2-?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy) 
2,2-di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high 
polarization additive) Were combined essentially as 
described in Comparative Example A. 
Due to concentration effects, the resulting combination 

yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
Comparative Example K 
95 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)tetra?uoroethoxy-2,2, 
3,3,4,4,5,5,6,6-deca?uorohexyloxy)phenyl]pyrimidine 
(prepared essentially as in Example 104 of U.S. Ser. No. 
08/338957) and 5 Weight percent 5 -octyl-2-[4-((R)-2-?uoro 
3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high polar 
iZation additive) Were combined essentially as described in 
Comparative Example A. 
Example 53 
47.4 Weight percent 5-octyl-2-[4-(4-(4-(2 

(trideca?uorohexyloxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)butoxy)phenyl]pyrimidine (Example 36), 
47.5 Weight percent 5-octyl-2-[4-(6-(2-(2 
(nona?uorobutoxy)tetra?uoroethoxy)tetra?uoroethoxy-2,2, 
3,3,4,4,5,5,6,6-deca?uorohexyloxy)phenyl]pyrimidine 
(prepared essentially as in Example 104 of U.S. Ser. No. 
08/338957), and 5 .2 Weight percent 5 -octyl-2-[4-((R)-2 
?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high polar 
iZation additive) Were combined essentially as described in 
Comparative Example A. 
Comparative Example L 
47.7 Weight percent 5-octyl-2-[4-(6-(2 

(nona?uorobutoxy)-2,2-di?uoroethoxy)hexyloxy)phenyl] 
pyrimidine (Example 34), 47.3 Weight percent 5-octyl-2-[4 
(6-(2-(2-(nona?uorobutoxy)tetra?uoroethoxy) 
tetra?uoroethoxy-2,2,3,3,4,4,5,5,6,6-deca?uorohexyloxy) 
phenyl]pyrimidine, and 5.2 Weight percent 5 -octyl-2-[4 
((R)-2-?uoro-3-(2-(2-(non?uorobutoxy)tetra?uoroethoxy) 
2,2-di?uoroethoxy)propoxy)phenyl]pyrimidine (as a high 
polariZation additive) Were combined essentially as 
described in Comparative Example A. 
Due to concentration effects, the resulting combination 

yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
Comparative Example M 
47.7 Weight percent 5-octyl-2-[4-(6-(2-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
hexyloxy)phenyl]pyrimidine (Example 4), 47.4 Weight per 
cent 5-octyl-2-[4-(6-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)tetra?uoroethoxy-2,2,3,3,4,4,5,5,6,6 
deca?uorohexyloxy)phenyl]pyrimidine, and 4.9 Weight 
percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Due to concentration effects, the resulting combination 

yielded no smectic A to smectic C transition temperature, 
and the tilt angle of the mixture could not be measured. 
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Comparative Example N 
47.5 Weight percent 5-octyl-2-[4-(4-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-4,4-di?uorobutoxy) 
phenyl]pyrimidine (prepared essentially as in Example 114 
of U.S. Ser. No. 08/338957 using 4,4-di?uoro-4 
(per?uorobutoxyethoxy)-butanol), 47.7 Weight percent 
5-octyloxy-2-[4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 5 .2 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Comparative Example O 
47.5 Weight percent 5-octyl-2-[4-(5-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-5 ,5 -di?uoropentoxy) 
phenyl]pyrimidine (prepared essentially as in Example 114 
of U.S. Ser. No. 08/338 957), 47.7 Weight percent 
5-octyloxy-2-[4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 5 .2 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Comparative Example P 
47.5 Weight percent 5-octyl-2-[4-(10-(2 

(nona?uorobutoxy)tetra?uoroethoxy)-4,4,5,5,6,6,7,7,8,8 
deca?uorooctyloxy)phenyl]pyrimidine (prepared essentially 
as in Example 115 of U.S. Ser. No. 08/338957), 47.7 Weight 
percent 5-octyloxy-2-[4-(2-(2-(nona?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)phenyl]pyrimidine, 
and 5 .2 Weight percent 5-octyl-2-[4-((R)-2-?uoro-3-(2-(2 
(non?uorobutoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)phenyl]pyrimidine (as a high polariZation additive) 
Were combined essentially as described in Comparative 
Example A. 
Example 54 

47.6 Weight percent 5-octyl-2-(4-(2-(2-(2,2,3,3,4,4,5,5,6, 
6,7,7,8,8,8-pentadeca?uorooctyloxy)ethoxy)ethoxy) 
phenyl)pyrimidine (prepared essentially as in Example 75 of 
U.S. Pat. No. 5,437,812), 47.6 Weight percent 5-octyloxy 
2-[4-(2-(2-(nona?uorobutoxy)tetra?uoroethoxy)-2,2 
di?uoroethoxy)phenyl]pyrimidine, and 4.9 Weight percent 
5-octyl-2-[4-((R)-2-?uoro-3-(2-(2-(non?uorobutoxy) 
tetra?uoroethoxy)-2,2-di?uoroethoxy)propoxy)phenyl] 
pyrimidine (as a high polariZation additive) Were combined 
essentially as described in Comparative Example A. 

TABLE 2 

Cone Tilt Angles Degrees 

Example Reduced Temperature (°C.) 

NO. -1 -5 -10 -15 -20 -30 -40 -50 

Comp. A 10 26.5 31.2 32.5 34.5 33.5 
40 16.0 21.5 25.5 26.0 27.5 27.5 27.5 27.5 
41 10.5 15.5 18.0 19.5 20.5 20.5 20.5 
42 15.5 22.5 25.5 26.0 26.5 26.5 28.5 28.5 
43 13.0 16.0 18.0 19.5 21.5 21.5 21.5 21.5 
44 18.0 24.5 26.5 27.5 27.5 27.5 29.5 29.5 
45 13.0 17.5 19.5 22.0 22.5 24.0 24.0 24.0 
46 18.5 23.0 23.25 23.5 25.0 25.25 26.0 25.5 
Comp. B 21.5 25.25 23.25 27.5 27.65 29.0 30.5 
47 9.5 15.5 18.0 20.0 21.0 21.5 21.5 
Comp. E 12.6 20.9 27.9 30.75 31.25 
48 11.0 19.0 24.0 26.5 28.0 30.0 31.5 31.5 
49 12.5 15.0 17.0 17.5 17.5 18.0 18.0 
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TABLE 2-continued 

Cone Tilt Angles Degrees 

Example Reduced Temperature (°C.) 

No. —1 —5 —10 —15 —20 —30 —40 —50 

50 17.0 22.0 24.5 25.0 26.5 26.5 26.5 26.5 
Comp. F 18.0 25.0 26.0 28.5 29.5 29.5 29.5 29.5 
51 14.5 16.0 18.5 18.5 18.5 18.5 
Comp. H 18.5 23.25 25.75 26.75 27.5 28.25 29.0 
52 11.0 16.5 16.5 18.5 18.5 18.5 18.5 
53 18.5 21.5 15.3 25.0 25.0 26.0 26.0 
54 14.0 20.0 23.25 24.0 25.0 25.5 
Comp. K 29.0 30.5 31.8 
Comp. N 22.0 26.0 27.5 31.5 32.5 31.0 32.5 32.5 
Comp. 0 15.0 20.5 23.5 24.5 25.5 25.5 27.5 27.5 
Comp. P 12.5 25.5 29.5 32.5 33.0 33.5 33.5 33.5 

TABLE 3 

Transition Temperatures °C. 

Example No. I to A A to C C to K 

Comp. A 95 83 47 
40 101.8 74.4 8.6 
41 103.0 62.6 <—10 
42 120.9 85.2 —2.7 
43 126.5 78.5 <—10 
44 104.4 75.4 6.8 
45 106.9 66.9 <—15 
46 109.9 69.0 —8.7 
Comp. B 113.3 64.8 —31 
47 118.6 58.0 <—10 
Comp. C 109.8 none <—10 
Comp. D 114.8 none <—10 
Comp. E 121.6 85.2 26.8 
48 124.1 82.7 <—10 
49 115.7 58.8 <—10 
50 120.1 76.8 <—10 
Comp. F 95.1 52.7 2.9 
51 109.4 48.4 <—10 
Comp. G 108.8 none <—10 
Comp. H 115.6 65.4 <—10 
52 118.8 56.7 <—10 
Comp. I 108.8 none <—10 
Comp. J 112.2 none <—10 
Comp. K 112 63 —14 
53 118.0 62.0 <—10 
Comp. L 110.4 none <—10 
Comp. M 112.3 none <—10 
Comp. N 96.9 76.2 13.6 
Comp. 0 104.3 67.9 —3.5 
Comp. P 118.8 82.7 9.4 
54 96.5 65.7 11.5 

The data in Table 2 shows that the liquid crystal com 
pound mixtures of the Comparative Examples (hereinafter, 
the comparative mixtures) had cone tilt angles generally in 
excess of the ideal 22.5 degrees. When liquid crystal com 
pounds of Formula I, supra, were added to the comparative 
mixtures, the cone tilt angles of the mixtures were reduced, 
as shown by the following comparisons: 

Comparative Example A/Examples 40—46 and 54 
Comparative Example B/Example 47 
Comparative Example E/Examples 48—50 
Comparative Example F/Example 51 
Comparative Example H/Example 52 

Comparative Examples N, O, and P showed the effect of the 
addition (to base mixtures) of liquid crystal compounds 
which did not possess an extended hydrocarbon ether group 
adjacent to a terminal ?uorinated group. Such compounds 
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34 
were not as effective in reducing tilt angle while substan 
tially maintaining the tilted smectic mesophase of the base 
mixture as were compounds which did possess such an 
extended group (see, e.g., Examples 41, 45, and 46). 
The data in Table 3 shows that the above-described liquid 

crystal compounds (which do possess an extended hydro 
carbon ether group adjacent to a terminal ?uorinated group), 
when used in base mixtures according to the process of the 
invention, advantageously produce a relatively low suppres 
sion (and, in some cases, even a broadening) of the smectic 
C mesophase of the base mixtures. 
Example 55 
Preparation of 5—Heptyl-2-[4-(3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propoxy)-phenyl]pyrimidine 
The title compound was prepared essentially as in 

Example 1 by combining 3-(2-(2-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)tetra?uoroethoxy)-2,2-di?uoroethoxy) 
propyl chloride (4.0 g, 8.4 mmol, Example 24) with 
5—heptyl-2-(4-hydroxyphenyl)pyrimidine (2.3 g, 8.4 mmol). 
The resulting crude product was isolated essentially as 
described in Example 3 and puri?ed by chromatography on 
silica gel, eluting with 10 vol. % ethyl acetate in hexane, 
followed by Kugelrohr distillation (215° C. at 0.3 torr) to 
provide a yield of 5 g. 
Example 56 
Preparation of 5-Decyloxy-2-[4-(3-(2,2,3,3,4,4,4 
hepta?uorobutoxy)propoxy)phenyl]pyrimidine 
The title compound was prepared essentially as in 

Example 1 by combining 3-(2,2,3,3,4,4,4 
hepta?uorobutoxy)propyl chloride (4.1 g of 68% purity, 
10.7 mmol, prepared from 1,3-dichloropropane and 2,2,3,3, 
4,4,4-hepta?uorobutanol) with 5-decyloxy-2-(4 
hydroxyphenyl)pyrimidine (3.5 g, 10.7 mmol). The result 
ing crude product was isolated essentially as described in 
Example 3 and puri?ed by chromatography on silica gel, 
eluting with 10 vol. % ethyl acetate in hexane, followed by 
Kugelrohr distillation (220° C. at 0.5 torr) to provide a yield 
of 4.8 g. 
Example 57 
Preparation of 5—Octyl-2-[4-(3-(4-(2-(tri?uoromethoxy) 
tetra?uoroethoxy)-2,2,3,3,4,4-hexa?uorobutoxy)propoxy) 
phenyl]pyrimidine 
The title compound was prepared essentially as in 

Example 1 by combining a mixture of 3-(4-(2 
(tri?uoromethoxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)propyl chloride (1.92 g, 4.2 mmol) and 
3-(4-(2-(tri?uoromethoxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutoxy)propyl bromide (4:1 mole ratio, total 0.87 
g, 1.7 mmol, prepared from 1-bromo-3-chloropropane and 
4-(2-(tri?uoromethoxy)tetra?uoroethoxy)-2,2,3,3,4,4 
hexa?uorobutanol) with 5-octyl-2-(4-hydroxyphenyl) 
pyrimidine (1.6 g, 5.9 mmol). The resulting crude product 
was isolated essentially as described in Example 3 and 
puri?ed by chromatography on silica gel, eluting with 10 
vol. % ethyl acetate in hexane, followed by Kugelrohr 
distillation (230° C. at 0.4 torr) to provide a yield of 2 g. 
Example 58 
Preparation of 5-Nonyl-2-[4-(5-(2-(non?uorobutoxy)-2,2 
di?uoroethoxy)—pentoxy)phenyl]pyrimidine 
The title compound was prepared essentially as in 

Example 1 by combining 5-(2-(nona?uorobutoxy)-2,2 
di?uoroethoxy)-pentyl bromide (6.9 g of 91% purity, 13.5 
mmol, Example 33) with 5—nonyl—2-(4-hydroxyphenyl) 
pyrimidine (4.0 g, 13.5 mmol). The resulting crude product 
was isolated essentially as described in Example 3 and 
puri?ed by chromatography on silica gel, eluting with 5 vol. 






























