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DRUG DELIVERY DEVICE, ESPECIALLY 
FOR THE DELIVERY OF ANDROGENS 

FIELD OF THE INVENTION 

This invention relates to a drug delivery device, particu 
larly to an implantable device intended for subcutaneous 
administration of a drug at a substantially constant rate for 
a prolonged period of time. 

BACKGROUND OP THE INVENTION 

The publications and other materials used herein to illu 
minate the background of the invention, and in particular, 
cases to provide additional details respecting the practice, 
are incorporated by reference. 

There is a great need for long-acting drug delivery 
devices, especially for contraceptives, Which require a mini 
mum of medical guidance. This concerns particularly the 
underdeveloped and developing countries Where the medical 
infrastructure is Weak and Where family planning can be 
organiZed only to an insu?icient level. 
A great number of subcutaneous implants for female 

contraception are knoWn in the art. As example can be 
mentioned the commercially available product NorplantR, 
Which is an implant having a core containing levonorgestrel 
as the active substance, and Where the core in surrounded by 
a membrane of a silicone elastomer of poly 
(dimethylsiloxane) (PDMS). A special preparation of this 
kind is JadelleR in Which the core is a poly 
(dimethylsiloxane) based matrix With levonorgestrel dis 
persed therein. The membrane is an elastomer made from 
PDMS and silica ?ller, Which, besides giving necessary 
strength properties to the membrane, also retards the per 
meation of the active agent through the membrane. 

US. Pat. No. 3,854,480 describes a drug delivery device, 
eg an implant, for releasing a drug at a controlled rate for 
a prolonged period of time. The device has a core of a matrix 
in Which the drug is dispersed. The core is surrounded by a 
membrane that is insoluble in body ?uids. The core matrix 
as Well as the membrane are permeable to the drug by 
diffusion. The materials of the core and the membrane are 
chosen so that the drug diffuses through the membrane at a 
lesser rate than through the core matrix. Thus, the membrane 
controls the release rate of the drug. As a suitable polymer 
for the core matrix is mentioned poly(dimethylsiloxane) 
(PDMS), and as suitable polymers for the membrane are 
mentioned polyethylene and a copolymer of ethylene and 
vinyl acetate (EVA). 

EP-B1-300306 describes an implant for subcutaneous or 
local use and for the release of a contraceptive agent for a 
relatively long time. The contraceptively active substance is 
dispersed in a core matrix and the core is surrounded by a 
membrane. As active substances are mentioned highly active 
progestins such as 3-keto-desogestrel, levonorgestrel and 
gestodene. The materials of the core matrix and the mem 
brane are both based on copolymers of ethylene and vinyl 
acetate. The vinyl acetate concentration of the matrix poly 
mer is higher than that of the membrane polymer. Therefore, 
the drug permeation of the membrane is sloWer than its 
permeation of the core matrix. 

Androgen based implants for male contraception as Well 
as treatment of benign prostate hypertrophy and other con 
ditions due to hormonal disturbance such as hypogonadism 
have been described in the art. 

US. Pat. No. 5,733,565 discloses a male contraceptive 
implant Which comprises 7-ot-methyl-19-nortestosterone 
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2 
(MENT) or 7-ot-methyl-19-Nortestosterone acetate (MENT 
Ac) as the active agent. The materials of the core matrix and 
the membrane are both based on copolymers of ethylene and 
vinyl acetate (EVA). The vinyl acetate concentration of the 
matrix polymer is higher than that of the membrane polymer. 
The test results shoW that an implant releasing MENT AC 
over a prolonged period of time (about 180 days) is achieved 
With the EVA copolymer. These results demonstrate an 
improvement over PDMS based implants containing andro 
gens such as MENT Ac. The latter are useless in practice 
because of the very rapid release of the androgen. 

Devices manufactured from EVA suffer, hoWever, from 
certain draWbacks. The materials are rather stiff and non 
?exible and are therefore rather unconvenient to Wear as 
implants beneath the skin. Moreover, the tests carried out in 
US. Pat. No. 5,733,565 mentioned above, shoWed that the 
EVA based system released MENT Ac but did not release 
MENT in a su?icient amount. 

Polysiloxanes, such as PDMS, are preferred polymers in 
drug delivery devices for a great variety of different drugs. 
These polymers are particularly useful in subcutaneous 
implants. 

In EP-B1-300306, Example 1, it is mentioned that a 
polysiloxane layer around the implant did not retard the 
release rate of the drug. The retarding effect on the drug 
permeation that can be achieved by mixing silica into the 
PDMS is, hoWever, rather limited. If silica is mixed into the 
PDMS polymer to about 40 Weight-% of the ?nal elastomer 
composition, typically a decrease in drug penetration of 
approximately 20% is achieved. In general, silica loading 
Will have only a minimal in?uence on the drug permeation 
The only Way to achieve an essentially stronger retardation 
Would be to use a thicker membrane. This Would, hoWever, 
result in devices of greater cross section and this Would in 
turn lead to devices, such as implants and the like, Which are 
di?icult to inject and unconvenient to Wear. 
The cross section of a cylindrical implant should not 

exceed 3 mm. Preferably, it should be in the range of 1.5 to 
2.7 mm. This feature makes demands upon the maximal 
membrane thickness: the thickness should not be greater 
than 0.4 mm. The suitable length of the implant should not 
exceed 50 mm. 

OBJECTS AND SUMMARY OF THE 
INVENTION 

The object of this invention is to provide a drug delivery 
device, particularly an implantable device intended for sub 
cutaneous administration of a drug at a substantially con 
stant rate for a prolonged period of time. 
The object is particularly to provide a device With Which 

the drug release rate easily can be adjusted to a desirable 
level. 
The object is particularly to provide a ?exible and smooth 

device, Which has a small cross section and Which is easy to 
insert or inject and convenient to Wear. 

Thus, the invention concerns a delivery device for the 
controlled release of a therapeutically active agent, espe 
cially an androgen, over a prolonged period of time, said 
device comprising a core comprising said therapeutically 
active agent, and a membrane encasing said core Wherein 
said membrane is made of an elastomer. According to the 
invention, the elastomer is a siloxane-based elastomer com 
prising 3,3,3-tri?uoropropyl groups attached to the Si-atoms 
of the siloxane units. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 shoWs the daily in vitro release rate of MENT from 
a series of implants in Which the membrane contains vari 
able amounts of 3,3,3-tri?uoropropyl substituents. 
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DETAILED DESCRIPTION OF THE 
INVENTION 

Description of the Elastomer 

The neW elastomer suitable for use in the device accord 
ing to this invention, particularly for use in the membrane of 
the device, is a siloxane-based elastomer comprising 3,3,3 
tri?uoropropyl groups attached to the Si-atoms of the silox 
ane units. 

The term “siloxane-based elastomer” shall be understood 
to cover elastomers made of poly(disubstituted siloxanes) 
Where the substituents mainly are loWer alkyl, preferably 
alkyl groups of 1 to 6 carbon atoms, or phenyl groups, 
Wherein said alkyl or phenyl can be substituted or unsub 
stituted. AWidely used and preferred polymer of this kind is 
poly(dimethylsiloxane) (PDMS). 
A certain amount of the substituents attached to the 

Si-atoms of the siloxane units in the elastomer shall be 
3,3,3,-tri?uoropropyl groups, Such an elastomer can be 
achieved in different Ways. According to one embodiment, 
the elastomer can be based an one single crosslinked 
siloxane-based polymer, such as a poly(dialkyl siloxane) 
Where a certain amount of the alkyl groups at the Si-atoms 
are replaced by 3,3,3-tri?uoropropyl groups. A preferred 
example of such polymers is poly(3,3,3-tri?uoropropyl 
methyl siloxane) the structure of Which is shoWn as com 
pound I. 

Compound I 

CF3 

cH2 

CH; 

----O-- --Si----O-- - 

CH3 

A polymer of this kind, in Which approximately 50% of 
the methyl substituents at the Si-atoms replaced by 3,3,3 
-tri?uoropropyl groups, is commercially available. The term 
“approximately 50%” means that the degree of 3,3,3 
tri?uoropropyl substitution is in fact someWhat beloW 50%, 
because the polymer must contain a certain amount (about 
0.15% of the substituents) of crosslinkable groups such as 
vinyl or vinyl-terminated groups. Similar polymers having 
loWer substitution degree of 3,3,3-tri?uoropropyl groups can 
easily be synthetiZed. 

The retarding effect of the 3,3,3-tri?uoropropyl groups on 
the permeation of drugs across a membrane of the elastomer 
is dependent on the amount of those groups. Furthermore, 
the effect is highly dependent on the drug used. If the 
elastomer is made of one single polymer only, it Would be 
necessary to prepare and use polymers With different 
amounts of 3,3,3,-tri?uoropropyl groups for different drugs. 

According to another embodiment, Which is particularly 
preferred if suitable elastomers for several different drugs 
are needed, is to crosslink a mixture comprising a) a 
non-?uorosubstituted siloxane-based polymer and b) a ?uo 
rosubstituted siloxane-based polymer, Where said polymer 
comprises 3,3,3,-tri?uoropropyl groups attached to the 
Si-atoms of the siloxane units. The ?rst ingredient of the 
mixture, the non-?uorosubstituted polymer, can be any 
poly(disubstituted siloxane) Where the substituents mainly 
are loWer alkyl, preferably alkyl groups of 1 to 6 carbon 
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4 
atoms, or phenyl groups, Wherein said alkyl or phenyl can be 
substituted or unsubstituted. A preferred non 
?uorosubstituted polymer is PDMS. The second ingredient 
of the mixture, the ?uoro-substituted polymer, can for 
example be a poly(dialkyl siloxane) Where a certain amount 
of the alkyl groups at the Si-atoms are replaced by 3,3,3 
tri?uoropropyl groups. A preferred example of such poly 
mers is poly(3,3,3-tri?uoropropyl methyl siloxane) as men 
tioned above. Aparticularly preferable polymer of this kind 
is a polymer having as high amount of 3,3,3, -tri?uoropropyl 
substituents as possible, such as the commercially available 
polymer, in Which approximately 50% of the methyl sub 
stituents at the Si-atoms are replaced by 3,3,3 
tri?uoropropyl groups. An elastomer With great permeation 
retarding effect can be achieved by using exclusively or 
mainly the aforementioned polymer. Elastomers With less 
retarding in?uence on the permeation of the drug can be 
obtained by using mixtures With increasing amounts of the 
non-?uorosubstituted siloxane-based polymer. 
The elastomer should preferably comprise a ?ller, such as 

amorphous silica, in order to give a sufficient strength for the 
membrane made from said elastomer. 

Methods for the Preparation of the Elastomer 

According to one embodiment, the novel elastomer is 
prepared by crosslinking, in the presence of a catalyst, a 
vinyl-functional polysiloxane component and a silicon 
hydride-functional crosslinking agent. 
By crosslinking is meant the addition reaction of the 

silicon hydride-functional crosslinking agent With the 
carbon—carbon double bond of the vinyl-functional polysi 
loxane component. 

According to another embodiment, the elastomer is pre 
pared by crosslinking the polymer in the presence of a 
peroxide catalyst. 

The term “vinyl-functional” polysiloxane shall be under 
stood to cover polysiloxanes substituted With vinyl groups or 
With vinyl-terminated groups. The “vinyl-functional polysi 
loxane component” and the “polysiloxane component” to be 
crosslinked shall also be understood to cover copolymers 
With polysiloxanes having vinyl substituents or vinyltermi 
nated substituents. 

For crosslinking, the amounts of the components are 
preferably selected so that the ratio of the molar amounts of 
the silicon hydrides to the double bonds is at least 1. 
As stated above, the neW elastomer can be made by 

crosslinking one single ?uorosubstituted siloxane-based 
polymer, or by crosslinking a mixture of a non 
?uorosubstituted siloxane-based polymer and a ?uorosub 
stituted siloxane-based polymer. The term “vinyl-functional 
polysiloxane component” can thus be a mixture comprising 
a non-?uorosubstituted siloxane-based polymer and a ?uo 
rosubstituted siloxane-based polymer, Where said polymer 
comprises 3,3,3,-tri?uoropropyl groups attached to the 
Si-atoms of the siloxane units. Alternatively, the “vinyl 
functional polysiloxane component” can be a single ?uoro 
substituted siloxane-based polymer, Where said polymer 
comprises 3,3,3,-tri?uoropropyl groups attached to the 
Si-atoms of the siloxane units. 
The silicon hydride-functional crosslinking agent is pref 

erably a hydride-functional polysiloxane Which may be 
straight-chain, branched or cyclic. 
The ?uorosubstituted siloxane-based polymer is prefer 

ably a PDMS polymer Where approximately 50% of the 
methyl groups in said PDMS have been replaced by 3,3,3, 
tri?uoropropyl groups. 
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A ?ller, such as amorphous silica, is preferably added to 
the vinyl-functional component before the crosslinking. 

In case the elastomer is made by crosslinking a polymer 
component in the presence of a peroxide catalyst, such a 
polymer component can be a, mixture comprising a non 
?uorosubstituted siloxane-based polymer and a ?uorosub 
stituted siloxane-based polymer comprising 3,3,3, 
tri?uoropropyl groups attached to the Si-atoms of the 
siloxane units. Alternatively, this polymer component can be 
a single ?uorosubstituted siloxane-based polymer, Where 
said polymer comprises 3,3,3,-tri?uoropropyl groups 
attached to the Si-atoms of the siloxane units. 

The catalyst to be used in the crosslinking is preferably a 
noble metal catalyst, most commonly a platinum complex in 
alcohol, xylene, divinyl siloxane or cyclic vinyl siloxane. An 
especially suitable catalyst is a Pt(O)-divinyl-tetramethyl 
disiloxane complex. 

Different Types of Devices 

The device can be any device suitable for delivery of an 
active agent at a controlled rate over a prolonged period of 
time. The device can take a Wide variety of shapes and forms 
for administering the active agent at controlled rates to 
different areas of the body. Thus, the invention includes 
external and internal drug delivery devices such as trans 
dermal patches and implants for releasing a therapeutically 
active agent in the body tissues. 

According to a preferred embodiment, the device is an 
implant for subcutaneous use. 

Construction of the Core 

The core of the device can consist of the active agent as 
such, eg in liquid or crystalliZed form, or in a mixture With 
pharmaceutically acceptable excipients. 

Preferably, the core is an elastomer matrix, such as a 
PDMS elastomer matrix in Which the drug is dispersed. 

According to an other alternative, the core matrix can be 
made of the novel elastomer, Which is a siloxane-based 
elastomer comprising 3,3,3-tri?uoropropyl groups attached 
to the Si-atoms of the siloxane units. 

Therapeutically Active Agents 

The therapeutically active agent is preferably a hormone, 
but is not restricted hereto. Especially preferable hormones 
are androgens, such as 7-ot-methyl-19-nortestosterone 
(MENT), 7-ot-methyl-19-nortestosterone acetate (MENT 
Ac), testosterone, methandroil, oxymetholone, 
methanedione, oxymesterone, nordrolone phenylpropionate, 
norethandrolone and their pharmaceutically acceptable 
esters. Particularly preferable are 7-ot-methyl-19 
nortestosterone (MENT) and 7-ot-methyl-19-nortestosterone 
acetate (MENT Ac). 
Most preferably, the device is an implant for subcutaneous 

use and administration of a MENT or MENT Ac at a 

controlled rate over a prolonged period of time. Such an 
implant can be used for male contraception as Well as 
treatment of benign prostate hypertrophy and other condi 
tions due to hormonal disturbance such an hypogonadism 
and male menopause. In male contraception, a progestin is 
preferably combined With the androgen (MENT or MENT 
Ac). Thus, the implant can contain a mixture of the androgen 
and the progestin. 

Manufacture of Implants 

The implants according to this invention can be manu 
factured in accordance With standard techniques. The thera 
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6 
peutically active agent is mixed With the core matrix poly 
mer such as PDMS, processed to the desired shape by 
molding, casting, extrusion, or other appropriate methods. 
The membrane layer can be applied onto the core according 
to knoWn methods such as by mechanical stretching, sWell 
ing or dipping. Reference is made to the US-patents US. 
Pat. No. 3,832,252, US. Pat. Nos. 3,854,460 and 4,957,119. 
An especially suitable method for preparation of the 
implants is disclosed in the Finnish patent Fl 97947. This 
patent discloses an extrusion technology Where prefabri 
cated rods containing the active ingredient are coated by an 
outer membrane. Each such rod is, for example, folloWed by 
another rod Without any active ingredient. The formed string 
is cut at the rods that contain no active agent. In this Way, no 
special sealing of the ends of the implant is necessary. 
The invention is described in more detail by the folloWing 

non-limiting examples. 

EXPERIMENTAL SECTION 

The invention is described beloW in greater detail in the 
folloWing examples. 

Elatomers of different types (A—E) Were prepared. Type A 
represents an elastomer made from a mixture comprosing 
?uorosubstituted (3,3,3-tri?uoropropyl substitution degree 
49.5%) and non-?uorosubstituted siloxane-based polymers 
Wherein the crosslinking Was performed by peroxide cata 
lyst. Three different mixtures With varying amounts of 
?uorosubstituted polymer Were prepared (Example 1). The 
B type (Examples 2 and 3) represents and elastomer made 
from a single ?uorosubstituted siloxane-based polymer 
Wherein the crosslinking Was performed by peroxide cata 
lyst. Type C (Example 4) represents an elastomer made from 
a mixture comprising ?uorosubstituted (3,3,3 
tri?uoropropyl substitution degree 30%) and non 
?uorosubstituted siloxane-based polymers Wherein the 
crosslinking Was performed by peroxide catalyst. The D type 
(Example 5) represents and elastomer made from a single 
?uorosubstituted siloxane-based polymer Wherein the 
crosslinking Was performed by hydrosilylation. Type E 
(Example 6) represents an elastomer made from a mixture 
comprising ?uorosubstituted (3,3,3-tri?uoropropyl substitu 
tion degree 49.5%) and non-?uorosubstituted siloxane 
based polymers Wherein the crosslinking Was performed by 
hydrosilylation. 

Example 1 

Type A elastomers With varying amounts ?uorosubsti 
tuted polymers 
A series of 50 [and further 25 and 75] parts by Weight of 

silica-?lled poly(tri?uoropropylmethylsiloxane-co 
vinylmethylsiloxane), 50 [and 75 and 25 respectively] parts 
by Weight of silica-?lled poly(dimethylsiloxane-co 
vinylmethylsiloxane) and 1.2 parts by Weight of 
dibentsoylperoxide-polydimethylsiloxane paste Were mixed 
With a 2-roll mill, The mixture Was cured at +115° C. for 5 
minutes With a thermal press to give 0.4 mm thick 
membranes, Which Were post-cured at +150° C. for 2 hours. 

Example 2 

Elastomer type B 
100 parts by Weight of silica-?lled poly 

(tri?uoropropylmethylsiloxane-co-dimethylsiloxane-co 
vinylmethylsiloxane) (content of tri?uoropropylmethylsi 
loxane units 60 mol-%; i.e. degree of tri?uoropropyl 
substitution groups is 30%) and 1.2 parts by Weight of 
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dibentsoylperoxide-polydimethylsiloxane paste Were mixed 
With a 2-roll mill. The mixture Was cured at +115° C. for 5 
minutes With a thermal press to give 0.4 mm thick 
membranes, Which Were post-cured at +150° C. for 2 hours. 

Example 3 

Elastomer type B 
100 parts by Weight of silica-?lled poly 

(tri?uoropropylmethylsiloxane-co-dimethylsiloxane-co 
vinylmethylsiloxane) (content of tri?uoropropylmethylsi 
loxane units 99 mol-%; i.e. degree of tri?uoropropyl 
substitution 49.5%) and 1.2 parts by Weight of 
dibentsoylperoxide-polydimethylsiloxane paste Were mixed 
With a 2-roll mill. The mixture Was cured at +115° C. for 5 
minutes With a thermal press to give 0.4 mm thick 
membranes, Which Were post-cured at +150° C. for 2 hours. 

Example 4 

Elastomer type C 
50 parts by Weight of the silica-?lled ?uoro-substituted 

polysiloxane in Example 2, 50 parts by Weight of silica-?lled 
poly(dimethylsiloxane-co-vinylmethylsiloxane) and 1.2 
parts by Weight of dibentsoylperoxide-polydimethylsiloxane 
paste Were mixed With a 2-roll mill. The mixture Was cured 
at +115° C. for 5 minutes With a thermal press to give 0.4 
mm thick membranes, Which Were post-cured at +150° C. 
for 2 hours. 

Example 5 

Elastomer type D 
100 parts by Weight of silica-?lled poly 

(tri?uoropropylmethylsiloxane-co-vinylmethylsiloxane) 
(substitution degree of 3,3,3-tri?uoropropyl groups=49.5%), 
0.04 parts by Weight of Pt(O)-divinyltetramethylsiloxane 
complex, 0.05 parts by Weight of 1-ethinyl-1-cyclohexanol 
and 1.0 parts by Weight of silicon hydride crosslinking agent 
Were mixed With a tWo-chamber mixer. The mixture Was 
cured at +115° C. for 5 minutes With a thermal press to give 
0.4 mm thick membranes. 

Example 6 

Elastomer type E 
50 parts by Weight of the silica-?lled ?uoro-substituted 

polysiloxane in Example 5, 50 parts by Weight of silica-?lled 
poly(dimethylsiloxane-co-vinylmethylsiloxane), 0.04 parts 
by Weight of Pt(O)-divinyltetramethylsiloxane complex, 
0.05 parts by Weight of 1-ethinyl-1-cyclohexanol and 1.0 
parts by Weight of silicon hydride crosslinking agent Were 
mixed With a tWo-chamber mixer. The mixture Was cured at 
+115° C. for 5 minutes With a thermal press to give 0.4 mm 
thick membranes. 

Membrane Permeation Studies 

The permeation of different drugs through elastomers of 
types A, B and C described above Were tested. 

The test apparatus described in the publication Yie W. 
Chien, Transdermal Controlled Systemic Medications, Mar 
cel Dekker inc. NeW York and Basel 1987, page 173, Was 
used in the permeation tests. 

The drug ?uxes (permeations) through membranes Were 
measured With a tWo-compartment diffusion cell at 37° C. 
(side-by-side diffusion cell, CroWn Glass Company). The 
apparatus consisted of tWo concentric cells (donor and 
receptor compartments) that Were separated by the elastomer 
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8 
membrane to be investigated. The donor and receptor com 
partments Were both jacketed and thermostated by an exter 
nal circulating bath and each compartment had a magnetic 
stirrer. Adrug solution and solvent (Without drug) Was added 
into the donor and the receptor compartments. At each 
predetermined time interval, samples Were WithdraWn from 
the receptor compartment and replaced With the same vol 
ume of solvent. The amount of the drug that permeated 
through the membrane Was measured by HPLC. In all 
measurements, the thickness (0.4 mm) of the membrane and 
the surface area of the membranes Were constant. 

In the folloWing tables, the relative permeation through 
different elastomers Were studied for different drugs. The 
reference elastomer is dimethylsiloxane 
vinylmethylsiloxane copolymer, Which contains silica ?ller. 
In the tables beloW, the term “tri?uoropropyl substitution 
degree, %” has the same meaning as mentioned before and 
this percentage means the substituents at the Si-atoms of the 
siloxane units in the elastomer, i.e. the 3,3,3-tri?uoropropyl 
substituents. 

Drug 1: Gestodene 

trifluoropropyl Relative 
Elastomer type substitution degree, % permeation 

reference 0 1 
A 7 0.63 
A 16 0.37 
A 29.5 0.18 
B 30 0.45 
B 49.5 0.06 

Drug 2: NestoroneTM (16-methylene-17-ot-acetoxy-19 
norprogesterone) 

trifluoropropyl Relative 
Elastomer type substitution degree, % permeation 

reference 0 1 
B 49.5 0.29 

Drug 3: MENT (7-ot-methyl-19-nortestosterone) 

trifluoropropyl Relative 
Elastomer type substitution degree, % permeation 

reference 0 1 
B 49.5 0.09 

Drug 4: MENT Ac (7-ot-methyl-19-nortestosterone 
acetate) 

trifluoropropyl Relative 
Elastomer type substitution degree, % permeation 

reference 0 1 
A 7 0.59 
A 16 0.49 
A 29.5 0.28 
B 49.5 0.20 
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Drug 5: Levonorgestrel 

tri?uoropropyl Relative 
Elastomer type substitution degree, % permeation 

reference 0 1 
B 20 0.77 
B 30 0.41 
B 49.5 0.05 
C 11 0.73 

The permeation tests show that the new elastomer is 
highly suited for controlling the permeation of drugs having 
hormonal action. 

The new elastomer is particularly suitable for the release 
of hormonally active drugs such as androgens, anti 
progestins and progestins. 

Preparation of Implants Containing MENT as the 
Active Agent 

The implants manufactured consisted of three parts: a 
core containing MENT in a polymer matrix, a membrane 
covering the core and silicone adhesive end-caps. 

Membrane Preparation 

The poly(tri?uoropropylmethylsiloxane-co 
vinylmethylsiloxane) used in the implant tests described in 
the following is a copolymer, where the content of tri?uo 
ropropylmethyl siloxane units is nearly 100 mol-%, i.e. 
corresponding to a substitution degree of silicon of nearly 
50%. 

[100] 50 parts (by weight) of silica-?lled poly 
(tri?uoropropylmethylsiloxane-co-vinylmethylsiloxane), 
[0] 50 parts of silica-?lled poly(dimethylsiloxane-co 
vinylmethylsiloxane) and 1.2 parts of dibenZoylperoxide 
poly(dimethylsiloxane) paste were mixed with a 2-roll mill. 
The mixture was extruded to a tube-like form with a wall 
thickness of 0.2 mm and cured by heat. The membrane was 
post-cured at +150° C. for 2 hours and cut to 50 mm pieces. 
As reference was used an implant with a membrane of 

commercially available PDMS. The polymer of the core 
matrix was also PDMS. 

Core Preparation 

100 parts (by weight) of poly(dimethylsiloxane-co 
vinylmethylsiloxane), 1 part of poly 
(hydrogenmethylsiloxane-co-dimethylsiloxane) crosslinker, 
0.05 parts of 1-ethinyl-1-cyclohexanol inhibitor, 0.1 parts of 
Pt(O)-divinyltetramethyl disiloxane complex (platinum con 
tent 1% weight-%) and 100 parts (by weight) of MENT were 
mixed in a two-chamber mixer. The mixture was casted to a 
PTFE-coated stainless steel mold, which was heated at 
+115° C. for 30 minutes. The cores were removed, cooled 
and cut to 40 mm pieces. 

Implant Preparation 
50 mm membrane pieces were swelled with cyclohexane 

and the MENT containing cores were inserted. Cyclohexane 
was allowed to evaporate and the ends of the implants were 
closed with a silicone adhesive. After 24 hours the ends were 
cut to give 2 nm end-caps. 

Drug Release Tests 

The release rate of the drug from the implant was mea 
sured in vitro as follows: 
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The implants were attached into a stainless steel holder in 

vertical position and the holders with the implants were 
placed into glass bottles containing 75 ml of a dissolution 
medium. The glass bottles were shaked in shaking waterbath 
100 rpm at 37° C. The dissolution medium was withdrawn 
and replaced by a fresh dissolution medium at predeter 
mined time intervals, and the released drug was analysed by 
HPLC. The concentration of the dissolution medium and the 
moment of change (withdrawal and replacement) of medium 
were selected so that sink-conditions were maintained dur 
ing the test. 

Results 

FIG. 1 shown the daily in vitro release rate of MENT from 
a series of implants in which the membrane contains vari 
able amounts of 3,3,3-tri?uoropropyl substituents. The dia 
mond marked curve refers to a membrane of a polymer 
containing no 3,3,3-tri?uoropropyl substitutents (i.e. normal 
PDMS). The square marked curve refers to a membrane with 
a substitution degree of 16% (i.e. 16% of the substituents at 
the Si-atoms in the siloxane units in the membrane elastomer 
are 3,3,3-tri?uoropropyl groups); and the X-marked curve 
refers to a membrane with a substitution degree of 49.5% 
(de?ned as above). Thus, the experiments demonstrate 
clearly the strong retarding effect caused by the 3,3,3 
tri?uoropropyl substitution of the membrane polymer. 
Moreover, the ?gure shows that the release rate of MENT 
from the implants having a membrane of the novel elastomer 
is essentially constant over a prolonged period of time, while 
the release rate of MENT from the implants having a 
membrane of normal PDMS declines clearly as function of 
time. 

According to this technique, implants containing 
androgens, particularly MENT or MENT Ac, for use over 
long periods can be prepared. 

It will be appreciated that the methods of the present 
invention can be incorporated in the form of a variety of 
embodiments, only a few of which are disclosed herein. It 
will be apparent for the specialist in the ?eld that other 
embodiments exist and do not depart from the spirit of the 
invention. Thus, the described embodiments are illustrative 
and should not be construed as restrictive. 
What is claimed is: 
1. A delivery device for the controlled release of a 

therapeutically active agent over a prolonged period of time, 
said device comprising 

a core comprising an androgen as said therapeutically 
active agent, and 

a membrane encasing said core, wherein said membrane 
is made of an elastomer, characterized in that the 
elastomer is a siloxane-based elastomer comprising 
3,3,3-tri?uoropropyl groups attached to the Si-atoms of 
the siloxane units, 

wherein 1 to approximately 50% of the substituents 
attached to the Si-atoms in the siloxane units of the 
elastomer are 3,3,3-tri?uoropropyl groups; and 

wherein the elastomer is made of either 
(i) a mixture comprising a) a non-?uorosubstituted 

siloxane-based polymer and b) a ?uorosubstituted 
siloxane-based polymer, said polymer comprising 
3,3,3-tri?uoropropyl groups attached to the Si-atoms 
of the siloxane units; or 

(ii) a single siloxane-based polymer comprising 3,3,3 
tri?uoropropyl groups attached to the Si-atoms of the 
siloxane units, wherein said polymer or mixture of 
polymers are crosslinked to form the elastomer. 
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2. The device according to claim 1, characterized in that 
it is an implantable device intended for subcutaneous admin 
istration of the active agent. 

3. The device according to claim 1, characteriZed in that 
the mixture of polymers is a miXture of a) poly 
(dimethylsiloXane) and b) poly(dimethylsiloXane) in Which 
the methyl groups attached to the Si-atoms of the siloXane 
units to some eXtent have been replaced by 3,3,3, 
tri?uoropropyl groups. 

4. The device according to claim 3, characteriZed in that 
approximately 50% of the methyl groups in the polymer b) 
have been replaced by 3,3,3,-tri?uoropropyl groups. 

5. The device according to claim 1, characteriZed in that 
the the core is an elastomer matriX in Which the drug is 
dispersed. 

5 
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6. The device according to claim 5, characteriZed in that 

the core elastomer is PDMS. 
7. The device according to claim 5, characteriZed in that 

also the core elastomer is a siloXane-based elastomer com 
prising 3,3,3-tri?uoropropyl groups attached to the Si-atoms 
of the siloXane units. 

8. The device according to claim 1, characteriZed in that 
the therapeutically active agent is an androgen. 

9. The device according to claim 8, characteriZed in that 
the androgen is MENT or KENT Ac, and that the device is 
an implant for subcutaneous use. 

10. The device according to claim 1, characteriZed in that 
the elastomer comprises a ?ller. 

* * * * * 
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