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(57) ABSTRACT 

A sulphur dioxide generator (10) is disclosed Which com 
prises tWo composite sheets (12; 14). First stage release of 
sulphur dioxide is from a coating (26) of the composite sheet 
(14). The coating (26) is between a paper sheet (22) and a 
Weldable coating (24). The coating (26) incorporates a 
substance Which; in the presence of moisture; generates 
sulphur dioxide. Second stage release is from sulphur diox 
ide generating powder Which is in pockets (30). The com 
posite sheet (12) comprises a paper layer (16) and a Weldable 
layer (18). The layers (24; 18) are sealed together along a 
series of longitudinal and transverse lines to form the 
pockets (30). 

5 Claims, 1 Drawing Sheet 
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SULPHUR DIOXIDE GENERATORS 

FIELD OF THE INVENTION 

THIS INVENTION relates to sulphur dioxide generators. 

BACKGROUND TO THE INVENTION 

Sulphur dioxide generators are placed in cartons contain 
ing table grapes, the gaseous sulphur dioxide in the carton 
preventing the groWth on the grapes of certain forms of 
fungi. Where the grapes are to be shipped over long dis 
tances it is conventional to use tWo stage generators. These 
generate sulphur dioxide relatively rapidly When ?rst placed 
in the carton. The fast rate of release lasts for a feW days and 
thereafter sulphur dioxide is released at a much sloWer rate 
over a period of several Weeks. 

Various forms of tWo stage generator are available com 
mercially. The folloWing four types are knoWn to Applicant: 
Type 1. This generator is in tWo parts. The ?rst part consists 

of a sheet of a material such as Kraft paper Which is 
pervious to Water vapour and sulphur dioxide gas. One 
face of the sheet has thereon a coating comprising a binder 
Which has dispersed therein a substance, or mixture of 
substances, Which generates sulphur dioxide in the pres 
ence of Water. The second part comprises tWo sheets of 
Kraft paper secured together along a pattern of intersect 
ing lines. The lines and the sheets bound a plurality of 
pockets. Each pocket has therein, in poWder form, the 
substance(s) Which When exposed to Water vapour gen 
erates sulphur dioxide. The sheets are pervious to both 
Water vapour and sulphur dioxide gas. One ?rst part and 
one second part are placed in each carton. 

Type 2. This comprises three sheets of material. One sheet 
is of paper, such as Kraft paper, and the other tWo are of 
What is called poly coated paper. The coating is of 
polyethylene. The paper sheet is one of the outside sheets. 
The sequence of layers is paper, polycoating, paper, 
polycoating, paper. All three sheets are secured together 
along a pattern of intersecting lines by heat sealing them 
together. This forms a series of pockets on each side of the 
centre polycoated paper sheet, each pocket being bounded 
by said lines and by tWo of the sheets. All the pockets 
contain sulphur dioxide generating substance(s). The 
paper sheet is more readily penetrated by Water vapour 
than the poly coated sheets. Hence moisture reaches the 
pockets betWeen the paper sheet and the polycoating of 
one poly coated sheet before it reaches the pockets 
betWeen the tWo poly coated sheets. 

Type 3. This generator also comprises three sheets of 
material, tWo of them being poly coated and secured 
together along lines Which bound a series of pockets With 
sulphur dioxide generating substances therein. To this 
extent the type 3 generator is similar to type 2. HoWever, 
the third sheet, Which is a paper sheet, is laminated to the 
face of one of the poly coated sheets by a laminating 
adhesive Which has sulphur dioxide generating substance 
dispersed in it. Water vapour penetrates the paper sheet 
and reaches the laminating adhesive, and the generating 
substance dispersed in the laminating adhesive, before it 
penetrates the poly coated sheets and reaches the pockets 
betWeen the poly coated sheets. 

Type 4. This generator comprises tWo thin plastic ?lms 
laminated together using a Wax Which has sulphur dioxide 
generating material dispersed therein. The outer face of 
one of the ?lms carries a coating of sulphur dioxide 
generating material. The coating is covered by a sheet of 
non-Woven material. The coating provides ?rst stage 
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2 
generation and the generating material betWeen the ?lms 
provides second stage generation. 
The present invention seeks to provide an improved form 

of tWo stage sulphur dioxide generator. 

BRIEF DESCRIPTION OF THE INVENTION 

According to the present invention there is provided a 
sulphur dioxide generator comprising a ?rst composite sheet 
comprising a paper substrate With a coating of Weldable 
synthetic plastics material on one face thereof, a second 
composite sheet comprising a paper substrate With a ?rst 
coating of a substance Which, in the presence of moisture, 
generates sulphur dioxide and a second coating of a Weld 
able synthetic plastics material thereon, the ?rst coating 
being betWeen the paper substrate and the second coating, 
the Weldable coatings being secured to one another in such 
manner as to provide a series of closed pockets betWeen the 
composite sheets, each pocket having a substance therein 
Which, in the presence of moisture, generates sulphur 
dioxide, this substance being in poWder form. 

BRIEF DESCRIPTION OF THE DRAWINGS 

For a better understanding of the present invention, and to 
shoW hoW the same may be carried into effect, reference Will 
noW be made, by Way of example, to the accompanying 
draWing in Which: 

FIG. 1 is a top plan vieW of a tWo stage sulphur dioxide 
generator in accordance With the present invention, layers of 
the generator being broken aWay to shoW the construction; 
and 

FIG. 2 is a diagrammatic section on the line Hill of FIG. 
1, FIG. 2 being draWn to an exaggerated scale. 

DETAILED DESCRIPTION OF THE DRAWINGS 

The tWo stage generator 10 illustrated in the draWings 
comprises a composite top sheet 12 and a composite bottom 
sheet 14. The top sheet consists of a paper sheet 16 Which 
has a polyethylene coating 18 on the under surface thereof. 
The composite bottom sheet 14 comprises a paper sheet 

22 Which has tWo coatings on the top face thereof, the top 
coating being designated 24 and being of polyethylene and 
the coating 26 Which is betWeen the sheet 22 and the coating 
24 being of a substance Which, in the presence of moisture, 
generates sulphur dioxide. The substance can be sodium 
metabisulphate, an acidic mixture comprising sodium sul 
phite and fumaric acid, an acidic mixture comprising sodium 
sulphite and potassium bitartrate or a mixture of both these 
acidic mixtures. Coating can be carried out using conven 
tional coating apparatus, the coating 26 being applied before 
the coating 24. 
The composite top sheet 12 and the composite bottom 

sheet 14 are Welded to one another along a series of 
longitudinal and transverse lines 28. This is achieved by 
feeding the composite top sheet 12 and the composite 
bottom sheet 14 betWeen tWo heated rollers one of Which has 
a pattern of axially extending bars and circumferentially 
extending rings. 

Before the composite top sheet 12 is fed onto the com 
posite bottom sheet 14 and the sheets are heat sealed 
together, a small amount of gas generating substance, in 
poWder form, is fed onto the bottom composite sheet. The 
places Where the poWder lies are not Welded together and 
thus, once the sheets are joined, the poWder is in the pockets 
designated 30 each of Which is bounded by four of the lines 
28 and by the composite top and bottom sheets 12 and 14. 

Water vapour penetrates the sheet 22 and reacts With the 
coating 26 to provide the fast, initial release. Thereafter the 
Water vapour penetrates the coatings 18 and 24 to reach the 
poWder in the pockets 30. 
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What is claimed is: 
1. A sulphur dioxide generator, comprising: 
a ?rst composite sheet comprising a paper substrate With 

a coating of Weldable synthetic plastics material on one 
face thereof, 

a second composite sheet comprising a paper substrate 
With a ?rst coating of a substance Which, in the pres 
ence of moisture, generates sulphur dioxide, and a 
second coating of a Weldable synthetic plastics material 
thereon, 

the ?rst coating being betWeen the paper substrate and the 
second coating, 

the Weldable coatings being secured to one another in 
such manner as to provide a series of closed pockets 
betWeen the composite sheets, 

5 

4 
each pocket having a poWdered substance contained 

therein Which, in the presence of moisture, generates 
sulphur dioxide. 

2. The sulphur dioxide generator of claim 1, Wherein the 
?rst coating comprises sodium metabisulphate. 

3. The sulphur dioxide generator of claim 1, Wherein the 
?rst coating comprises an acidic mixture containing sodium 
sulphite and fumaric acid. 

4. The sulphur dioxide generator of claim 1, Wherein the 
?rst coating comprises an acidic mixture containing sodium 
sulphite and potassium bitartrate. 

5. The sulphur dioxide generator of claim 4, Wherein the 
?rst coating further comprises an acidic mixture containing 
fumaric acid. 


