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HONEYCOMB STRUCTURE, METHOD FOR 
MANUFACTURING HONEYCOMB 
STRUCTURE, AND EXHAUST GAS 
PURIFICATION SYSTEM USING 
HONEYCOMB STRUCTURE 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
The present invention relates to a honeycomb structure for 

use in a ?lter for trapping/collecting particulates in an 
exhaust gas of an internal combustion engine, boiler, and the 
like, a method for manufacturing the honeycomb structure, 
and an exhaust gas puri?cation system using the honeycomb 
structure. 

2. Description of the Related Art 
An exhaust gas exhausted from internal combustion 

engines such as a diesel engine contains a large amount of 
particulates (particulate materials) containing carbon Which 
causes pollution as a major component. Therefore, a ?lter for 
trapping/collecting the particulates is sometimes mounted in 
an exhaust system. 

In general, as a ?lter to be used for this purpose, as shoWn 
in FIG. 8(a) and FIG. 8(b), one usually uses a honeycomb 
structure including a plurality of through channels 9, porous 
partition Walls 7 separating through channels one another; 
said through channels extending to an axial direction of the 
honeycomb structure, and plugging portions 11 plugging the 
predetermined through channels 911 at one end face, and the 
rest of the through channels 9b at other end opposite to the 
plugged end of the predetermined through channels 911. 

The exhaust gas flows in the ?lter made of such a 
honeycomb structure mentioned above via one end face 3 
thereof, and the gas ?oWs out of the other end face 5 after 
the particulates included in the gas are removed. Concretely, 
the exhaust gas ?rst ?oWs in the through channels 9b Whose 
ends are not plugged at the end face 3 on an in?oW side and 
Whose other ends are plugged at the end face 5 on an out?oW 
side, moves through the porous partition Walls 7 into the 
through channels 911 Whose ends are plugged in the in?oW 
side end face 3 and Whose other ends are not plugged in the 
out?oW-side end face 5, and ?oWs out via the through 
channels 9a. Moreover, in this case, the partition Walls 7 
function as ?lter layers, and the particulates in the gas are 
captured by the partition Walls 7 and deposited on the 
partition Walls 7. 

After the use of the ?lter for a given period of time, the 
particulates deposited in the ?lter are burned With heating 
the ?lter by electric conduction of an electric heater to be 
removed, but are not completely removed, and some of the 
particulates remain as ashes (ash component) Within the 
?lter. Therefore, With the use of the ?lter over a long period 
of time, a ?lter capacity substantially decreases by the 
deposition of the ashes, pressure loss increases, and an 
amount of particulates to be trapped/collected decreases. 
There has therefore been a problem that frequency for 
regeneration treatment of the ?lter by buming/removing the 
captured particulate materials as described above have to be 
increased. 

To solve the problem, for example, there has been pro 
posed an apparatus in Which the ?lter is supported in a 
direction vertical to the direction of the gas How, and said 
apparatus having a vibration device provided to the ?lter, 
and an ash collecting portion provided at loWer portion of 
the ?lter for collecting the ashes dropping off the ?lter by 
virtue of vibration applied to the ?lter by the vibration 
device (see JP-A-8-28247). 
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2 
Moreover, there has been proposed a method in Which a 

highly pressurized ?uid such as Water is sprayed onto one 
end of the ?lter to clean/remove the residue after burning 
resided in the ?lter (see JP-A-200l-50028). 

Furthermore, there has been proposed a device for dis 
charging ashes With employing a ?lter a part of Whose 
partition Walls has been removed (see Japanese Utility 
Model Application Laid-Open No. 60-112618). 

HoWever, any one of those techniques proposed has not 
been very practical. For example, the device proposed in the 
above-mentioned Laid-open Japanese Utility Model appli 
cation can not be used practically since a trapping/ collecting 
ef?ciency of particulates during the use is loW because the 
hole portion formed by removing a part of the partition Wall 
Was apt not to be closed. Moreover, a special mechanism or 
apparatus is required to remove the ashes from the ?lter in 
some case, or the ?lter needs to be detached tentatively from 
the exhaust system to remove the ashes from the ?lter in the 
other case. Therefore, the conventional apparatus or method 
has not been practical. 

SUMMARY OF THE INVENTION 

The present invention has been completed in consider 
ation of such conventional situations, and an object thereof 
is to provide a honeycomb structure capable of using as a 
?lter for trapping/collecting particulates included in an 
exhaust gas With removing ashes deposited inside Without 
requiring any special mechanism or device or Without being 
detached from an exhaust system. 

According to the present invention, there is provided a 
honeycomb structure comprising: a plurality of through 
channels extending to an axial direction of a honeycomb 
structure, porous partition Walls separating from one 
another, and plugging portions; said plugging portions plug 
ging the predetermined through channels at one end thereof 
and the rest of through channels at other end opposite to the 
plugged end of the predetermined through channels, Wherein 
at least a part of crossing portions of predetermined porous 
partition Walls is discontinued to form a void portion in each 
of the predetermined crossing portions (?rst aspect of the 
invention). 

Hereinafter, the expression “void portion” is used in the 
present speci?cation to mean a (the) void portion formed in 
the portion Where the partition Walls Were to have crossed at 
a predetermined angle. 

Moreover, according to the present invention, there is 
provided a method for manufacturing the honeycomb struc 
ture according to the ?rst aspect of the invention, comprising 
the steps of: preparing a die for extrusion molding of a 
honeycomb structure capable of extruding a honeycomb 
structure having a plural number of void portions in partition 
Walls at a predetermined position, and extruding a honey 
comb structure having an intended structure using said die 
(second aspect of the invention). 

Furthermore, according to the present invention, there is 
provided an exhaust gas puri?cation system for trapping/ 
collecting/removing particulate materials containing carbon 
as a major component included in dust-containing ?uids 
such as an exhaust gas of an internal combustion engine, the 
system comprising: the honeycomb structure according to 
the ?rst aspect of the invention, Which is used as a ?lter for 
trapping/collecting the particulate materials; and heating 
means for burning the particulate materials trapped/col 
lected by the honeycomb structure to regenerate a ?ltering 
capacity, Wherein void portions in partition Walls of the 
honeycomb structure have such a structure that the void 
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portions are substantially closed due to the accumulation of 
trapped/collected particulate materials during practical use, 
thus closed void portions are substantially reopened When 
the captured particulate materials are burnt by heating the 
?lter at the time of the regeneration, and at least some of 
unbumt materials such as ashes deposited in the honeycomb 
structure are discharged via the reopened void portions from 
the honeycomb structure with How of dust-containing ?uids, 
When the void portions are reopened (third aspect of the 
invention). 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a schematic plan vieW shoWing one example of 
an embodiment of a honeycomb structure according to a ?rst 
aspect of the invention as seen from an end-face side; 

FIG. 2 is a partial plan vieW shoWing that a void portion 
is closed by particulates; 

FIG. 3 is a partial plan vieW shoWing that the void portion 
is open; 

FIG. 4 is a schematic diagram shoWing one example of 
arrangement of void portions; 

FIG. 5 is a schematic diagram shoWing another example 
of the arrangement of the void portions; 

FIG. 6 is a schematic diagram shoWing an example in 
Which a thickness of a partition Wall is changed; 

FIG. 7 is an explanatory vieW for de?ning terms “gap” 
and “gap Width” in the present invention; 

FIG. 8(a) and FIG. 8(b) shoW schematic explanatory 
vieWs shoWing a basic structure of the honeycomb structure 
for use as a conventional ?lter, FIG. 8(a) is a plan vieW seen 
from one end face side, and FIG. 8(b) is a sectional vieW; 

FIG. 9 is a graph shoWing changes of pressure loss of DPF 
by a run time in a case in Which particulates are repeatedly 
trapped/collected to regenerate the ?lter; 

FIG. 10 is a graph shoWing changes of a trapping/ 
collecting ef?ciency With the elapse of the run time; and 

FIG. 11 is a graph shoWing a relation betWeen the gap 
Width of the void portion and the trapping/collecting effi 
ciency in a given run time. 

The folloWing numerical references in the accompanying 
draWings denote the portion and/or the member as speci?ed 
beloW, respectively: 3 . . . end face from Which the exhaust 
gas ?oWs in, 5 . . . end face from Which the exhaust gas ?oWs 

out, 7 . . . partition Wall, 9 . . . through channel, 911 . . . 

through channel, 9b . . . through channel, 11 . . . plugging 

portion, 17 . . . void portion in crossing portion, 21 . . . 

particulates. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

FIG. 1 is a schematic plan vieW shoWing one example of 
an embodiment of a honeycomb structure according to a ?rst 
aspect of the invention as seen from an end-face side. Abasic 
structure of the honeycomb structure according to the ?rst 
aspect of the invention includes: a plurality of through 
channels 9 extending to an axial direction of a honeycomb 
structure, porous partition Walls 7 separating through chan 
nels one another and plugging portions 11; said plugging 
portions plugging predetermined through channels 911 at one 
end, and the rest of through channels 9b at other end 
opposite to the plugged end of the predetermined through 
channels 911. 

Moreover, as a common characteristic structure, there is 
formed a void portion 17 each in at least a part of each of the 
predetermined crossing portions of porous partition Walls 7. 
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4 
When the honeycomb structure constituted in this manner 

is used as a ?lter for trapping/collecting particulates 
included in an exhaust gas of internal combustion engines 
such as a diesel engine, some of the particulates in the 
exhaust gas pass through the void portions 17 at a stage 
immediately after the initiation of the practical run as a ?lter. 
Therefore, as compared With a conventional ?lter having no 
void portion, a trapping/collecting e?iciency drops at this 
stage. HoWever, as shoWn in FIG. 2, since trapped/collected 
particulates 21 are deposited, the void portions 17 are 
substantially brought into closed states in a short time. 
Thereafter, the same degree of the trapping/collecting effi 
ciency as that of the conventional ?lter can be attained. 

Subsequently, When a given amount of trapped/collected 
particulates 21 are deposited in the ?lter, a regeneration 
treatment is carried out by buming/removing the captured 
particulates 21 With heating the ?lter by a heater, and the 
like. By this regeneration treatment, as shoWn in FIG. 3, the 
void portion 17 plugged With the captured particulates 
returns again to a substantially open state. 
When the void portion 17 becomes an opened state in this 

manner, residual ashes formed as a result of burning the 
captured particulates in the ?lter are discharged to the 
outside via the void portion 17 With a How of the exhaust 
gas, and the ?lter returns to a clean state substantially equal 
to that at the time of initiating to use the honeycomb 
structure as a ?lter. When a series of cycle “the trapping/ 
collecting of the particulates—>the buming/removing of the 
captured particulates by the regeneration treatment—>the 
discharging of the residual ashes” is repeated in this manner, 
the ashes deposited inside can be removed Without requiring 
any special mechanism or apparatus or Without temporarily 
detaching the ?lter from an exhaust system for removal of 
particualtes, in the case of the present honeycomb structure. 

In the honeycomb structure according to the ?rst aspect of 
the invention, the void portions 17 are preferably formed 
along the Whole length of the honeycomb structure so as to 
smoothly discharge the ashes When the void portions 17 are 
reopened. Moreover, as shoWn in FIGS. 4 and 5, the void 
portions 17 are preferably regularly arranged/formed at 
predetermined crossing portions of partition Walls, thereby 
?uctuations of strength in each portion of the honeycomb 
structure can be reduced. 
A gap Width in the void portion 17 is preferably 0.2 to 1 

mm, more preferably 0.4 to 0.8 mm. It is to be noted that the 
expression “the gap in the void portion” in the present 
speci?cation and the accompanying claims means a cut 
portion formed betWeen tWo partition Walls 7 to be crossed 
to partition the through channel 9 of FIG. 7 due to the 
formation of the void portion 17 as shoWn in FIG. 7. The 
“gap Width” refers to a diameter of a minimum circle 
(minimum inscribed circle) S inscribed With the gap in the 
void portion in the plane vertical to the extending direction 
of the through channel 9. 
When the gap Width is less than 0.2 mm, it is sometimes 

difficult to discharge the ashes even in the reopened state of 
the void portions 17. On the other hand, When the gap Width 
exceeds 1 mm, a long time is required until the trapped/ 
collected particulates 21 plug the void portions sufficiently, 
and the trapping/collecting e?iciency largely drops at this 
time. 
When there are present void portions 17 in the crossing 

portion of partition Walls as described above, the trapping/ 
collecting ef?ciency temporarily drops just after the initia 
tion of the run or the regeneration treatment as compared 
With the honeycomb structure having no void portion. HoW 
ever, When the gap in the void portion 17 is set to the 
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above-described range, the void portion 17 is closed due to 
the deposition of the particulates 21 Within a short time. 
Therefore, there is no practical problem, When the average 
trapping/collecting ef?ciency in the run for a given period of 
time is taken into consideration, since the difference in the 
ef?ciency betWeen the honeycomb structure having the void 
portions 17 and the one having no void portion is slight. 
When the honeycomb structure according to the ?rst 

aspect of the invention is used for the ?lter for trapping/ 
collecting the particulates included in the exhaust gas of the 
internal combustion engine, the ?lter is usually disposed in 
the exhaust gas system in such a manner that the center of 
an exhaust gas ?oW passes through the central portion of the 
section of the honeycomb structure. Therefore, as compared 
With the How speed of the exhaust gas in the central portion, 
that of the exhaust gas ?oWing at the vicinity of an outer 
peripheral portion of the honeycomb structure tends to be 
sloW. 

If there is a portion Wherein the How speed of the exhaust 
gas is sloW as mentioned above, the ashes in the portion 
Wherein the How speed of the exhaust gas is sloW are not 
easily discharged as compared With those in the other 
portions. Therefore, instead of setting all the gap Widths of 
the void portions to be uniform, the gap Widths may sub 
stantially be set to be nonuniform, in accordance With the 
How speed of the exhaust gas in each portion. For example, 
in the above-described example, the How speed of the 
exhaust gas at the vicinity of the outer peripheral portion of 
the honeycomb structure decreases. Therefore, it is prefer 
able to set the gap Width in the void portions in the sloWer 
?oW speed portion larger than that of the void portion in the 
central portion seen from the side of an end face of the 
honeycomb structure, so that the ashes are easily discharged. 

Moreover, in the ?rst aspect of the invention, in order to 
enhance strength (isostatic strength) of the honeycomb 
structure as a Whole, the thickness of the partition Walls 
having no void portion and extending to the predetermined 
direction Without having the discontinued portions is 1.05 to 
1.5 times, more preferably 1.1 to 1.3 times that of the 
partition Walls having the void portion and consequently 
having the discontinued portion in the crossing portions of 
partition Walls crossing at right angles each other to the 
length direction of the honeycomb structure. 

For example, in the embodiments shoWn in FIGS. 4 and 
5, in the section of the honeycomb structure crossing at right 
angles to the length direction, the thickness T2 of the 
partition Wall having no void portion 17 and extending 
Without having discontinued portion in an X-direction (lat 
eral direction of the draWing) is set to be larger than the 
thickness T 1 of the partition Wall having the void portion 17 
and discontinued portion de?ned by the void portion 17. By 
employing this constitution, the strength of the honeycomb 
structure in the X-direction can be enhanced. 

Moreover, as shoWn in FIG. 6, the thickness T2 of the 
partition Wall having no void portion 17 extending to the 
X-direction (lateral direction of the draWing) Without having 
discontinued portion is set to be larger than the thickness T 1 
of the partition Wall having the void portion 17 and discon 
tinued portion de?ned by the void portion 17. Furthermore, 
the thickness T4 of the partition Wall having no void portion 
17 and extending to the Y-direction (longitudinal direction of 
the draWing) Without having discontinued portion may also 
be set to be larger than the thickness T3 of the partition Wall 
having the void portion 17 and discontinued portion de?ned 
by the void portion 17. In this case, the strengths of the 
honeycomb structure in both the X and Y-directions can be 
enhanced. 
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If thickness T2, T4 of the partition Wall having no void 

portions 17 and extending to the predetermined direction 
Without having discontinued portion is less than 1.05 times 
the thickness T1, T3 of the partition Wall having the void 
portion 17 and discontinued portion de?ned by the void 
portion 17, the strength enhancement effect of the honey 
comb structure is loW. On the other hand, if exceeds 1.5 
times, a difference is generated in a through resistance of the 
exhaust gas betWeen the thickened partition Wall and the 
not-thickened partition Wall, and the pressure loss or the 
trapping/collecting ef?ciency of the particulates is some 
times adversely affected. 
A sectional shape (cell shape) of the through channel is 

not especially limited, but from a vieWpoint of manufactur 
ing, any shape of a triangular shape, a quadrangular shape, 
a hexagonal shape, and circular shape is preferable. When 
the sectional shape of the through channel is the quadran 
gular shape, it is preferable to form the void portions 17 
regularly at every other crossing portion of partition Walls in 
the crossing portions of partition Walls disposed adjacent to 
one another as shoWn in FIG. 4 or 6. Moreover, it is 
preferable to have only one gap formed by the void portion 
17 in each of predetermined through channels 9, from a 
vieWpoint of balancing the strength of the honeycomb 
structure or easiness of discharging the ashes. Furthermore, 
the sectional shape of the honeycomb structure is not 
especially limited. In addition to the circular shape, any 
shape can be used such as an elliptic shape, oblong shape, 
oval shape, substantially triangular shape, substantially qua 
drangular shape, and another polygonal shape. 

For a material of the honeycomb structure, from a vieW 
point of strength or heat resistance, any one having as a 
major crystal phase selected from the group consisting of 
cordierite, silicon carbide, silicon nitride, alumina, mullite, 
and lithium aluminum silicate (LAS) is preferably used. It is 
preferable to form the plugging portion from the same 
material as that of the honeycomb structure because the 
coef?cients of thermal expansion of them coincide each 
other. 

Application of the honeycomb structure according to the 
?rst aspect of the invention is not especially limited. As 
described above, hoWever, it is most preferable to use it as 
a ?lter, With utiliZing a ?ltering capacity of partition Walls 
for separating through channels, for trapping/collecting/ 
removing the particulates (particulate materials) included in 
dust-containing ?uids such as the exhaust gas of the internal 
combustion engine, thereby the characteristics of the struc 
ture can be fully utiliZed. 

Next, a method for manufacturing the honeycomb struc 
ture according to the present invention Will be described 
noting the formation of the void portions Which are charac 
teristic portions of the honeycomb structure. 

In the method for manufacturing the honeycomb structure 
according to a second aspect of the invention, one should 
prepare a die for extruding a honeycomb structure having an 
intended construction. One possible preparation Way is to 
close the predetermined crossing portions of the slits for 
forming partition Walls in a die for extruding/molding a 
honeycomb structure to form the void portions as intended 
at the time of the extruding/molding of a honeycomb struc 
ture. The other preparation Way is to form a neW die having 
the intended slits so as to have a honeycomb structure having 
a predetermined shape inclusive of the void portions in the 
predetermined crossing portions of the partition Walls. 

In the present method, simultaneously With the extruding/ 
molding of the honeycomb structure, the void portions can 
be formed. Therefore, this method is preferable from vieW 
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points of ease and economic e?iciency, for example, as 
compared With a method of preparing a usual honeycomb 
structure including no void portion and subsequently form 
ing the void portion by means such as mechanical process 
ing. 
An exhaust gas puri?cation system according to a third 

aspect of the invention is constituted using the honeycomb 
structure according to the ?rst aspect of the invention, and 
is used for a purpose of trapping/collecting/removing the 
particulates (particulate materials) containing carbon as a 
major component included in dust-containing ?uids such as 
the exhaust gas of the internal combustion engine. This 
system includes: the honeycomb structure for use as the 
?lter for trapping/ collecting the particulates according to the 
?rst aspect of the invention; and heating means for burning 
the particulates trapped/collected by the honeycomb struc 
ture to regenerate the ?ltering capacity. 

In this system, the void portions of the honeycomb 
structure are substantially closed by the trapping/collecting 
and depositing of the particulates, hoWever, the closed void 
portions is reopened by burning particulates With heating the 
?lter at the time of the regeneration, and at least some of 
unbumt materials such as ashes deposited in the honeycomb 
structure are discharged from the honeycomb structure With 
the How of the dust-containing ?uids, When the void portions 
are reopened. 
As the heating means of the system, it is preferable to use 

any one of an electric heater, a burner using a gas or liquid 
fuel, a microWave generation apparatus, and heating means 
for discharging unbumt fuel components in the exhaust gas 
of the internal combustion engine and for burning the 
unbumt fuel components by a catalytic reaction to raise an 
exhaust gas temperature. 

EXAMPLES 

The present invention Will be described hereinafter in 
more detail based on examples, but the present invention is 
not limited to these examples in any means. 

[Change of Pressure Loss With Elapse of Run Time] 
A honeycomb structure having a diameter of 144 mm, a 

length of 152 mm, a partition Wall thickness of 0.3 mm, and 
a cell density of 46/cm2 Was used to prepare a diesel 
particulate ?lter (DPF) of the conventional structure in 
Which one end of the through channels Was plugged by the 
plugging portion as shoWn in FIG. 8(a) and FIG. 8(b). 

This DPF Was mounted in an exhaust system of an in-line 
four-cylinder common rail type direct-injection diesel 
engine having a displacement of 2000 cc, and the trapping/ 
collecting of the particulates and the regeneration Were 
repeatedly carried out. It is to be noted that in the regen 
eration of the DPF, the fuel injected into an engine com 
bustion chamber by post injection Was burnt by a honey 
comb type oxide catalyst disposed upstream the DPF, and 
the particulates deposited in the DPP Were burned by the 
generated heat. 

FIG. 9 shoWs changes of the pressure loss of DPF by a run 
time in a case in Which the particulates are repeatedly 
trapped/collected to regenerate the ?lter. First, With an 
elapse of run time (With the trapping/collecting of the 
particulates), the pressure loss of the DPP rises. When the 
loss reaches preset APmax, the regeneration of the DPP is 
started. After a given time, the regeneration is ended. At this 
time, the pressure loss drops to APml-n. Thereafter, the 
trapping/collecting of the particulates are started again. 
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When the steps of the trapping/collecting and the regen 

erating are repeated, and When the DPP is alWays completely 
regenerated at the time of the regeneration, APml-n does not 
change. HoWever, in the DPP including the conventional 
structure, APml-n gradually rises by the deposition of unbumt 
components by the use over a long period. By the increase 
of APmin, a period betWeen the regeneration and the next 
regeneration (regeneration interval:T) gradually shortens, 
and there occurs a necessity of frequently regenerating the 
?lter. As a result, deterioration of a regeneration system is 
accelerated, usability such as a restriction on a run condition 
at the time of the regeneration is deteriorated, or defects such 
as deterioration of fuel consumption involved in the regen 
eration are generated. Moreover, in the run With a ?xed 
regeneration interval, both the APml-n and APmax rise, and 
therefore engine capability is deteriorated. 

[Presence/Absence of Void Portion and Trapping/Collecting 
Efficiency] 
The honeycomb structure having the diameter of 144 mm, 

length of 152 mm, partition Wall thickness of 0.3 mm, and 
cell density of 46/cm2 Was used to prepare a DPF (the void 
portions are not formed) including the conventional struc 
ture in Which one end of the through channel Was plugged 
by the plugging portion as shoWn in FIG. 8(a) and FIG. 8(b). 
Similarly, a DPF according to the present invention Was 
prepared in Which one end of the through channel Was 
plugged by the plugging portion and the void portions Were 
formed as shoWn in FIG. 1. 

These tWo DPFs Were mounted respectively in the 
exhaust system of the common rail type direct-injection 
diesel engine in the same manner as described above, the 
particulates Were trapped/collected, and changes of the trap 
ping/collecting e?iciency With the elapse of the run time 
Were checked. It is to be noted that for the trapping/ 
collecting ef?ciency, a part of the exhaust gas Was sucked 
and passed through ?lter paper, and a mass of soot in the 
exhaust gas, attached onto the ?lter paper, Was measured and 
obtained by the folloWing equation. 

Trapping/collecting efficiency (%):{l—(soot mass in 
DPF doWnstreaIn)/(soot mass in DPF upstream) 
}><100 

Results are shoWn in FIG. 10. Even in the DPP having the 
conventional structure in Which no void portions are formed, 
the trapping/collecting e?iciency immediately after the par 
ticulates start to be trapped/collected is loW. The trapping/ 
collecting ef?ciency tends to rise With the increase of the 
trapped/collected amount With the elapse of time. On the 
other hand, in the DPP according to the present invention in 
Which the void portions are formed, the exhaust gas ?oWs 
out of the void portions as such. Therefore, the trapping/ 
collecting ef?ciency immediately after the trapping/collect 
ing starts is loWer than that of the DPP including the 
conventional structure. HoWever, When the void portions are 
closed by the deposited particulates, the trapping/collecting 
ef?ciency accordingly moderately rises. When the void 
portions are completely closed, the trapping/collecting effi 
ciency thereof becomes equal to that of the conventional 
DPF. 

[Gap Width of Void Portion and Trapping/Collecting Ef? 
ciency] 
The honeycomb structure having the diameter of 144 mm, 

length of 152 mm, partition Wall thickness of 0.3 mm, and 
cell density of 46/cm2 Was used to prepare DPFs in Which 
the void portions having various gap Widths of 0 mm (the 
void portion is not formed) to 1.2 mm Were formed. 

[Equation 1] 
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These DPFs Were mounted respectively in the exhaust 
system of the common rail type direct-injection diesel 
engine in the same manner as described above, the particu 
lates Were trapped/collected, and a relation of the gap Width 
of the void portion and the trapping/collecting ef?ciency in 
a given run time Was checked. 

Results are shoWn in FIG. 11. With the increase of the gap 
Width of the void portion, the trapping/collecting ef?ciency 
gradually drops. However, even With the gap Width of 0.8 
mm, a practically suf?cient trapping/collecting ef?ciency of 
65% is attained (it is to be noted that When the void portion 
is not formed (gap Width of 0 mm), the ef?ciency is 85%). 
When the gap Width exceeds 0.8 mm, the trapping/ collecting 
ef?ciency starts largely dropping. HoWever, even With the 
gap Width of 1 mm, the ef?ciency is 50%, and this is a 
practically usable region. With the gap Width of the void 
portion exceeding 1 mm, much time is required until the 
void portion is closed by the deposited particulates, the 
trapping/collecting ef?ciency largely drops, and therefore 
this Width is not practical. 

Moreover, When the gap Width of the void portion is less 
than 0.2 mm, the ashes are not sometimes discharged Well. 
Therefore, the Width is preferably 0.2 mm or more. Addi 
tionally, When the gap Width of the void portion is less than 
0.4 mm, the ashes are sometimes incompletely discharged in 
a loW-speed run at 1000 rpm or less. On the other hand, 
When the gap Width of the void portion is 0.4 mm or more, 
the ashes are substantially completely discharged even at the 
time of idling run, and therefore this Width is more prefer 
able. 
From above, it can be said that the gap Width of the void 

portion is in a range of preferably 0.2 to 1 mm, more 
preferably 0.4 to 0.8 mm. 
As described above, With the use of a honeycomb struc 

ture of the present invention as a ?lter for trapping/ collecting 
particulates included in an exhaust gas of internal combus 
tion engines such as a diesel engine, different from a related 
art, it is possible to remove ashes deposited inside Without 
requiring any special mechanism or apparatus or Without 
detaching the ?lter from the exhaust system. According to a 
manufacturing method of the present invention, the above 
described honeycomb structure can easily and economically 
be prepared. Furthermore, in an exhaust gas puri?cation 
system of the present invention, With the use of the honey 
comb structure as the ?lter, it is possible to easily remove the 
ashes deposited in the ?lter. 
What is claimed is: 
1. A honeycomb structure comprising: 
a plurality of through channels extending to an axial 

direction of a honeycomb structure, porous partition 
Walls separating through channels from one another, 
and 

a plurality of plugging portions plugging at least one of a 
?rst end and a second end of the plurality of through 
channels, predetermined ones of the plurality of 
through channels being plugged by said plugging por 
tions at the ?rst end and other ones of the plurality of 
through channels being plugged by said plugging por 
tions at the second end, 

Wherein at least a part of predetermined crossing portions 
of the porous partition Walls is discontinued to form a 
void portion in the predetermined crossing portions, the 
void portions extending along a length direction and the 
length direction extending substantially from the ?rst 
end to the second end. 

20 

25 

30 

35 

40 

45 

50 

55 

60 

10 
2. The honeycomb structure according to claim 1, Wherein 

the void portions are formed along a Whole length of the 
honeycomb structure at predetermined positions at a regular 
interval. 

3. The honeycomb structure according to claim 1, Wherein 
a gap Width of the void portion is in a range of 0.2 to 1 mm. 

4. The honeycomb structure according to claim 1, Wherein 
a gap Width ofthe void portion is in a range of0.4 to 0.8 mm. 

5. The honeycomb structure according to claim 1, Wherein 
a gap Width of the void portion at the vicinity of an outer 
peripheral portion of the honeycomb structure is larger than 
that of the void portion in a central portion seen from one of 
end faces of the honeycomb structure. 

6. The honeycomb structure according to claim 1, Wherein 
a thickness of the partition Wall having no void portion and 
extending Without having discontinued portion in a prede 
termined direction is larger than that of the partition Wall 
having the void portion and a discontinued portion de?ned 
by the void portion in a section of the honeycomb structure 
crossing at right angles to the length direction. 

7. The honeycomb structure according to claim 6, Wherein 
the thickness of the partition Wall having no void portion and 
extending Without having a discontinued portion in the 
predetermined direction is 1.05 to 1.5 times that of the 
partition Wall having the void portion and the discontinued 
portion de?ned by the void portion in the section of the 
honeycomb structure crossing at right angles to the length 
direction. 

8. The honeycomb structure according to claim 6, Wherein 
the thickness of the partition Wall having no void portion and 
extending Without having a discontinued portion in the 
predetermined direction is 1.1 to 1.3 times that of the 
partition Wall having the void portion and a discontinued 
portion de?ned by the void portion in the section of the 
honeycomb structure crossing at right angles to the length 
direction. 

9. The honeycomb structure according to claim 1, Wherein 
a sectional shape of the through channel is any one of a 
triangular shape, a quadrangular shape, a hexagonal shape, 
and a circular shape. 

10. The honeycomb structure according to claim 1, 
Wherein a sectional shape of the through channel is a 
quadrangular shape, the void portion is regularly formed at 
every other crossing portion of partition Walls disposed 
adjacent to one another, and only one gap is formed by the 
void portion in each of predetermined through channels. 

11. The honeycomb structure according to claim 1 is used 
as a ?lter for trapping/collecting/removing particulate mate 
rials included in dust-containing ?uids such as an exhaust 
gas of an internal combustion engine by virtue of a ?lter 
ability of the partition Walls. 

12. The honeycomb structure according to claim 1, 
Wherein the honeycomb structure is made of a material, as 
a major crystal phase, containing any one selected from the 
group consisting of cordierite, silicon carbide, silicon 
nitride, alumina, mullite, and LAS. 

13. The honeycomb structure according to claim 1, 
Wherein the predetermined ones of the plurality of through 
channels are alternatively arranged With the other ones of the 
plurality of through channels. 


