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POLYMER-NANOTUBE COMPOSITES, 
FIBERS, AND PROCESSES 

CROSS REFERENCE TO RELATED 
APPLICATIONS 

This application claims the bene?t of US. Provisional 
Application No. 60/456,162, ?led Mar. 20, 2003, the entirety 
of Which is incorporated by reference herein. 

GOVERNMENT RIGHTS 

The invention Was made With US. Government support. 
The Government may have certain rights in the invention 
under one or more of Office of Naval Research Grants Nos. 

N00014-00-1-0720, R13572-41600001, and N00014-3-1 
0890. 

FIELD OF THE INVENTION 

The present invention is related to the ?eld of processing 
composite materials. The present invention is also related to 
composite materials containing nanotubes. The present 
invention also relates to processes of preparing composite 
materials and ?bers having highly aligned single-Walled 
carbon nanotubes. 

BACKGROUND OF THE INVENTION 

Carbon nanotubes have attracted considerable attention 
and generated intense research activities on nanotubes and 
their composites With polymers. The interest in this extraor 
dinary carbon form is based on exceptional mechanical, 
electrical, and thermal properties. (Yu, M. F. et al., Phys. 
Rev. Lett. (2000), 84, 5552; Li, F. et al., Appl. Phys. Lett. 
(2000), 77, 3161; Wong, E. W., et al., Science (1997), 277, 
1971; Kim, P., et al., Phys. Rev. Lett. (2001), 87, 215502.) 
These properties combined With the very high aspect ratio 
make nanotubes an excellent candidate for novel composite 
materials that can be used in a Wide variety of transportation, 
aerospace, energy and electronics applications. 

Several recent studies focus on the fabrication and char 
acteriZation of carbon nanotubeipolymer nanocomposites 
(Shaffer, M. S. et al., Adv. Mater. (1999), 11, 937; Qian, D. 
et al., Appl. Phys. Lett. (2000), 76, 2868; Ajayan, P. M. et al., 
Adv. Mater. (2000), 12, 750; Hadjiev, V. G. et al., Appl. 
Phys. Lett. (2001), 78, 3193; Haggenmueller, R. et al., 
Chem. Phys. Lett. (2000), 330, 219; Jin, L. et al., Appl Phys. 
Lett. (1998), 73, 1197; and Wood, J. R. et al., Comp. A 
(2001), 32, 391). For example, a solvent-evaporation 
method Was applied for multiWall carbon nanotube-polysty 
rene composites With enhanced mechanical properties (Qian 
et al.). In this study, the modulus of a 1 Weight percent (“Wt 
%”) MWNT-polystyrene composite Was Within ~10% of a 
theoretical prediction incorporating dispersion and effective 
load transfer parameters from the matrix to the nanotubes. In 
other studies, the orientation of nanotubes has been shoWn 
to in?uence the electrical, thermal, and mechanical proper 
ties of composite materials. For example, using 2-D X-ray 
diffraction to measure the alignment of nanotubes, Jin et al. 
shoWed that the full Width at half maximum (FWHM) of a 
mechanically stretched 50 Wt % MWNT-poly(hydroxy ami 
noether) composite was 46.40 (Id.). In another study involv 
ing the use of Raman spectroscopy, Wood et al. shoWed a 
correlation betWeen deformation and alignment of a ther 
moset composite that Was sheared before curing. 
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2 
Although nanotube alignment in?uences various proper 

ties of composite materials, many of the various methods 
used to prepare these composites do not adequately disperse 
the carbon nanotubes. For example, melt mixing single 
Walled carbon nanotubes (“SWNTs”) With polymer matrix 
materials in dry form leads to SWNT agglomerates that are 
dif?cult to disperse. LikeWise, concentrated nanotube-poly 
mer materials (“masterbatches”) typically contain agglom 
erated nanotubes that are also difficult to disperse using 
standard polymer melt processing techniques. Thus, there is 
a continuing need to provide composite materials and ?bers 
having highly aligned and dispersed carbon nanotubes. 
There is also a continuing need to provide polymer com 
posite materials and ?bers having improved physical prop 
er‘ties, such as having high thermal conductivities. 

SUMMARY OF THE INVENTION 

In one aspect of the present invention there are provided 
processes including providing a nanotube dispersion com 
prising a plurality of nanotubes and a liquid; contacting the 
nanotube dispersion With a polymer melt; and mixing the 
nanotube dispersion With the polymer melt to provide a 
nanotube composite melt. Also provided are compositions 
prepared according to the processes of this aspect of the 
invention. 

In another aspect of the present invention there are 
provided ?bers including a polyole?n thermoplastic resin; 
and greater than 10 Weight percent and less than about 30 
Weight percent, based on ?ber Weight of aligned nanotubes. 
In a related aspect of the present invention there are provided 
?bers including a polyole?n thermoplastic resin; and aligned 
nanotubes, Wherein the aligned nanotubes are characterized 
as having a distribution function FWHM of less than about 
30 degrees. Many of the ?bers according to these aspects of 
the present invention exhibit vastly higher thermal conduc 
tivities compared to isotropic polyole?n ?bers. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 shoWs an optical micrograph of 0.7 Wt. % HiPco/ 
PS composite thin ?lm according to one embodiment of the 
present invention. The composite Was prepared using a 
tWin-screW compounder in Which a dispersion of HiPco in 
DMF Was added to a PS melt in the compounder. 

FIG. 2 shoWs scanning electron micrographs (SEM) of 
Tubes@Rice/PE composite ?bers. From top: 0, 1, 5, 10 and 
20 Wt. % Tubes@Rice composite ?bers. Tubes@Rice Were 
suspended in toluene prior to melt mixing. 

FIG. 3: shoWs the FWHM of the distribution function 
?tted to the Raman ratio I9O°/IOo obtained from polariZed 
Raman spectroscopy on Tubes@Rice/PE composite ?bers 
With 1 Wt % (Q), 5 Wt % (O), 10 Wt % (A), and 20 Wt % 
(<1) nanotube loading as a function of ?ber diameter. 

FIG. 4 shoWs elastic modulus vs. diameter for 
Tubes@Rice/PE composite ?bers With 0 Wt % (I), 5 Wt % 
(0), 10 Wt % (A), and 20 Wt % (<1) nanotubes. A linear ?t 
is provided for each SWNT concentration data set. 

FIG. 5 shoWs elastic modulus vs. FWHM for 
Tubes@Rice/PE composite ?bers With 5 Wt % (0 ), 10 Wt % 
(A), and 20 Wt % (<1) nanotubes. A linear ?t is provided for 
each SWNT concentration data set. 

FIG. 6 shoWs calculated and experimental data for elastic 
modulus of SWNT/PE composite ?bers as a function of 
SWNT loading. Continuous SWNTs (i), SWNTs having an 
aspect ratio of 1000 (-'-), SWNTs having an aspect of ratio 
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100 (---), and experimental data from Tubes@Rice/ PE com 
posite ?bers With a diameter of 100 um (I). 

DETAILED DESCRIPTION OF ILLUSTRATIVE 
EMBODIMENTS 

The present invention may be understood more readily by 
reference to the following detailed description of the inven 
tion taken in connection With the accompanying ?gures and 
examples, Which form a part of this disclosure. It is to be 
understood that this invention is not limited to the speci?c 
devices, methods, conditions or parameters described and/or 
shoWn herein, and that the terminology used herein is for the 
purpose of describing particular embodiments by Way of 
example only and is not intended to be limiting of the 
claimed invention. Also, as used in the speci?cation includ 
ing the appended claims, the singular forms “a,” “an,” and 
“the” include the plural, and reference to a particular 
numerical value includes at least that particular value, unless 
the context clearly dictates otherWise. Ranges may be 
expressed herein as from “about” or “approximately” one 
particular value and/or to “about” or “approximately” 
another particular value. When such a range is expressed, 
another embodiment includes from the one particular value 
and/or to the other particular value. Similarly, When values 
are expressed as approximations, by use of the antecedent 
“about,” it Will be understood that the particular value forms 
another embodiment. 

In various embodiments of the present invention there are 
provided processes for providing nanotube composite mate 
rials composed of nanotubes and polymers. These processes 
typically include providing a dispersion of nanotubes in a 
suitable liquid, contacting the nanotube dispersion With a 
polymer melt, and mixing the nanotube dispersion With the 
polymer melt to form a nanotube composite melt. Subse 
quent processing (e.g., extruding, shaping, calendaring, 
draWing, ?ber spinning, hardening, and cooling) of the 
nanotube composite polymer melt provides useful nanotube 
composite materials. Suitable processes are typically oper 
ated by contacting a nanotube dispersion With a polymer 
melt in Which the temperature of the nanotube dispersion is 
cooler in temperature than that of the polymer melt. It is also 
envisaged that certain embodiments can be operated in 
Which the temperature of the nanotube dispersion has a 
higher temperature than that of the polymer melt. Contacting 
of nanotube dispersions With polymer melts can be carried 
out using any one of a number of processes knoWn in the 
polymer processing art, for example by dripping, pouring, 
?oWing, coating, injecting, spraying, or any combination 
thereof, of the nanotube dispersion With the polymer melt. 
As used herein, the term “With the polymer melt” is meant 
not to restrict the order or position of the nanotube disper 
sion in relation to that of the polymer melt. For example, 
contacting includes a nanotube dispersion being transported 
into a polymer melt, a polymer melt being transported into 
a nanotube dispersion, as Well as simultaneous transport of 
both a nanotube dispersion and a polymer melt to a con 
tacting zone. In a preferred embodiment, the nanotube 
dispersion is contacted With a suitable polymer melt, such as 
by dripping liquid nanotube dispersion into a polymer melt 
that is undergoing shear, such as in a compounding device 
or mixer. In other embodiments, it is envisaged that the 
polymer melt may be added, such as by extrusion, into a 
suitable nanotube dispersion. 

Suitable nanotube dispersions that are useful in the 
present invention include a plurality of nanotubes, typically 
carbon nanotubes, dispersed in a liquid. While dispersions of 
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4 
any type of nanotubes are useful according to the methods 
as provided herein, the nanotubes are typically carbon 
nanotubes, such as multi-Walled carbon nanotubes 
(“MWNTs”). In a preferred embodiment of the present 
invention, the carbon nanotubes are single-Walled carbon 
nanotubes (abbreviated herein as “SWNT”). SWNTs can be 
formed by a variety of conventional methods, some of Which 
are described in US. Pat. No. 6,544,463, the disclosure of 
Which is incorporated herein by reference in its entirety. 
SWNTs can be prepared by several Well knoWn methods, 
including the HiPco method, and are commercially available 
as Well. Suitable SWNTs may be functionalized or unfunc 
tionalized. SWNTs functionalized With alkane chains typi 
cally disperse Well in organic solvents. Due to manufactur 
ing conditions, SWNTs routinely have a residual metal 
content that varies in a range from about 1 Wt % to about 50 
Wt %. These impurities can be reduced by various conven 
tional puri?cation methods if desired. It has been found that 
the puri?ed SWNTs are best stored in some type of solvent, 
as opposed to being completely dried. If the puri?ed SWNTs 
are completely dried before dispersion they often Will irre 
versibly aggregate. If the solvent used to store the puri?ed 
SWNTs is other than the ?rst ?uid, the solvent may be 
partially or substantially replaced by the ?rst ?uid. SWNTs 
possess a unique combination of strength, high modulus of 
elasticity, and excellent heat and electrical conductivity, but 
SWNTs are prone to aggregation (“bundling”) due to Van 
der Waals attraction among the tubes. 

Adequate dispersion is typically an important factor in 
composite performance, and discrete ?llers are prone to 
aggregation. For example, SWNTs are fullerenes in the 
shape of a holloW tube, usually With a diameter of from 
about 0.7 to about 2 nm. Suitable nanotube dispersions are 
generally provided by dispersing a plurality of nanotubes in 
a liquid and providing energy to the nanotubes to break up 
relative large nanotube particles common in the solid phase, 
(e.g., poWder particles, clumps, agglomerates, and combi 
nations thereof, typically larger than about 100 microns in 
size), to relatively smaller, dispersed, particles in the liquid 
phase (e.g., individual nanotubes, nanotube bundles, nano 
tube ropes, nanotube aggregates, and combinations thereof, 
Which are typically narroWer than about 100 nanometers). 
Energy is typically provided to the nanotubes in a suitable 
liquid, such as by shearing and, preferably, by sonication. A 
variety of sonication techniques and sonication equipment is 
readily available in the art. 

Generally, good dispersions of nanotubes in liquids dis 
perse better in nanotube composite melts than do poor 
nanotube dispersions. Good dispersions of nanotubes typi 
cally have at least a portion of the plurality of nanotubes 
characterized as being agglomerates of nanotubes smaller 
than about 100 microns. Suitable nanotube dispersions are 
also characterized as being a homogenous ?uid, for 
example, the nanotube dispersions being characterized as 
having substantially no particles visible to the unaided eye. 
Nanotube dispersions that are visibly clear to the eye are 
particularly useful in the present invention for ensuring good 
dispersion of nanotubes in nanotube composite melts. In this 
regard, the nanotube dispersions are preferably character 
ized as being homogenous ?uid is characterized as having 
substantially no particles larger than about 100 microns. For 
example, Well-dispersed single-Walled carbon nanotubes are 
typically characterized as being a homogeneous grey ?uid 
When vieWing a 0.5 millimeter thick sample of said nanotube 
dispersion, Wherein the concentration of a plurality of nano 
tubes relative to the nanotube dispersion is in the range of 
from about 0.1 mg/ml to about 0.4 mg/ml. 
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Suitable liquids for preparing nanotube dispersions may 
be organic or aqueous in nature. Suitable liquids may also 
include any combination of organic and aqueous liquids. 
Suitable aqueous liquids contain Water and typically include 
a surfactant, a dispersant, or any combination thereof to aid 
the dispersal of the nanotubes. Further details of dispersing 
carbon nanotubes in aqueous liquids With surfactants are 
provided in PCT/US03/ 16086, “Carbon Nanotubes: High 
Solids Dispersions and Nematic Gels Thereof’, ?led 21 May 
2003, the entirety of Which is incorporated by reference 
herein. Accordingly, suitable nanotube dispersions prepared 
With surfactants may provide nearly any possible concen 
tration of carbon nanotubes in the dispersion. A variety of 
surfactants and dispersants knoWn to be effective for dis 
persing carbon black in aqueous and non-aqueous (i.e., 
organic-based solvent) dispersions can be generally applied 
to preparing the nanotube dispersions used in the present 
invention. Generally, the nanotube concentration using sur 
factants Will be less than about 500 mg/ml, more typically 
less than about 200 mg/ml, even more typically less than 
about 100 mg/ml, even further typically less than about 50 
mg/ml, and most typically less than about 25 mg/ml based 
on volume of the dispersion. Although very small concen 
trations of carbon nanotubes can be prepared in liquids, for 
example less than about 0.001 mg/ml, the nanotube concen 
tration is typically at least about 0.001 mg/ml, more typi 
cally at least about 0.01 mg/ml, even more typically at least 
about 0.1 mg/ml, and even further typically at least about 0.5 
mg/ml. Accordingly, the nanotube concentrations can be 
varied over a Wide range for a variety of applications. 

In certain embodiments, suitable nanotube dispersions 
prepared using organic liquids and substantially no surfac 
tants have nanotube concentrations typically in the range of 
from about 0.001 mg/ml to about 2 mg/ml, more typically in 
the range of from about 0.01 mg/ml to about 1 mg/ml, and 
even more typically in the range of from about 0.1 mg/ml to 
about 0.5 mg/ml. 

Suitable organic solvents used in the present invention 
have a Wide range of thermal and physical properties. 
Preferably, suitable organic solvents have a normal boiling 
point temperature in the range of from about 1000 C. to 
about 2500 C. Typically, suitable organic solvents are 
capable of solubiliZing, dispersing, or suspending individual 
carbon nanotubes, carbon nanotube bundles, carbon nano 
tube ropes, or any combination thereof. In this regard, 
suitable organic solvents typically include an alkane group, 
an aromatic group, a halogen atom, a nitrogen atom, a sulfur 
atom, an oxygen atom, or any combination thereof. In 
certain preferred embodiments, the organic solvent includes 
dimethyl formamide (“DMF”), toluene, xylene, trichlo 
robenZene, or any combination thereof. Although liquids 
that are compatible With the polymer melt are generally 
preferred in many embodiments of the process of the present 
invention, certain embodiments can utiliZe nanotube disper 
sions containing liquids that are incompatible With the 
polymer melt. As used herein, the term “compatible With the 
polymer melt” refers to compatibility of polymers and 
solvents With regard to polymer-solution thermodynamics. 
Compatible solvents include those that sWell, soften, or are 
at least partially miscible With the polymer melt. Many 
combinations of polymers and solvents that are compatible 
(i.e., a solvent for the polymer) and incompatible (i.e., a 
non-solvent for the polymer) are provided in Polymer Hand 
book, 3rd Edition, Brandrup and Immergut, Eds., Wiley 
Interscience, NeW York, (1989), Chapter VII, “Solution 
Properties”, the entirety of Which is incorporated by refer 
ence herein. 
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6 
Suitable polymer melts typically include any polymeric 

composition that is capable of deforming under the in?uence 
of a shear ?eld. Suitable polymer melts typically have a 
?nite viscosity and are capable of ?oWing under the in?u 
ence of a shear stress, such as stirring, mixing, ?oWing, 
blending, compounding, kneading, molding, and the like. 
Suitable polymer melts may be composed of thermoplastic 
resins, thermoplastic elastomers, thermosetting resins, radia 
tion curable resins, crosslinkable rubber precursors, oligo 
mers, or any combination thereof. In certain embodiments, 
suitable polymer melts may contain one or more diluents, 
such as solvent, plasticiZer, or oil, amounting to typically no 
more than about 50 Wt %, more typically no more than about 
40 Wt %, even more typically no more than about 30 Wt %, 
further typically no more than about 20 Wt %, even further 
typically no more than about 10 Wt %, particularly no more 
than about 5 Wt %, more particularly no more than about 2 
Wt %, even more particularly no more than about 1 Wt %, 
and even further particularly no more than about 0.2 Wt % 
based on the Weight of the polymer melt. Suitable polymer 
melt materials are capable of having almost any Weight 
average molecular Weight, and typically Will have a Weight 
average molecular Weight in the range of from about 500 
g/mol to about 10 million g/mol, more typically in the range 
of from about 2000 g/mol to 1 million g/mol, and even more 
typically in the range of from about 5000 g/mol to 500,000 
g/mol. Suitable polymer melts may also include one or more 
additives knoWn in the polymer processing art, such as How 
aids, lubricants, impact modi?ers, heat stabiliZers, colorants, 
perfumes, and processing aids. 

While any thermoplastic resin may be used in various 
embodiments of the present invention, suitable thermoplas 
tic resins typically include at least one of, or any combina 
tion of tWo or more of the folloWing: polyole?ns, such as 
polyethylene, polypropylene, and ethylene ot-ole?n copoly 
mers such as ethylene-propylene copolymer, polymethyl 
pentene; halogenated polymers such as polyvinyl chloride, 
polyvinylidene chloride; polyvinyl acetate, ethylene vinyl 
acetate copolymers, polyvinyl alcohol, polyacetal; ?uo 
roresins such as polyvinylidene ?uoride and polytetra?uo 
roethylene; polyesters such as polyethylene terephthalate, 
polybutylene terephthalate, and polyethylene naphthalate; 
styrenic polymers such as polystyrenes, polyacrylonitriles, 
styrene acrylonitrile copolymers, and ABS resins; polyphe 
nylene ether (PPE) and modi?ed PPE resin, aliphatic and 
aromatic polyamides, such as nylons, polyimides, polya 
mide imides; polymers and copolymers derived from units 
consisting of one or more Cl-C2O n-alkyl acrylate and 
methacrylate monomers, such as polymethacrylic acid and 
polymethacrylates such as polymethyl methacrylate, poly 
acrylic acids; polycarbonates, polyphenylene sul?des, 
polysulfones, polyether sulfones, polyether nitriles, poly 
ether ketones, polyketonse, liquid crystal polymers, silicone 
resins, ionomers, as Well as blends, blocks, grafts, and alloys 
thereof. 

Suitable thermoplastic elastomers include styrene-butadi 
ene or styrene-isoprene block copolymers and hydrogenated 
polymers thereof, styrene thermoplastic elastomers, ole?n 
thermoplastic elastomers, vinyl chloride thermoplastic elas 
tomers, polyester thermoplastic elastomers, polyurethane 
thermoplastic elastomers, acrylic thermoplastic elastomers, 
polyamide thermoplastic elastomer, as Well as any combi 
nation thereof. 

Suitable thermosetting resin includes epoxy resins, poly 
imides, bis-maleimide resins, benZocyclobutenes, phenol 
resins, unsaturated polyesters, diallyl phthalates, silicone 
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resins, polyurethanes, polyimide silicones, thermosetting 
polyphenylene ether resins, modi?ed PPE resins, as Well as 
any combination thereof. 

Suitable crosslinkable rubber precursors and analogues 
thereof include precursors of the following: natural rubbers, 
butadiene rubbers, isoprene rubbers, styrene-butadiene 
copolymer rubbers, nitrile rubbers, hydrogenated nitrile rub 
bers, chloroprene rubbers, ethylene-propylene rubbers, chlo 
rinated polyethylenes, chlorosulfonated polyethylenes, butyl 
rubbers, butyl rubber halides, ?uorinated rubbes, urethane 
rubbers, and silicone rubbers. 

Suitable radiation-curable resins include a combination of 
one or more of polymers, oligomers, and monomers that are 
ionizing radiation curable, such as acrylates and methacry 
lates, radical-polymerizable compounds, and materials hav 
ing as a base an oligomer and/or monomer of a cation 
polymerizable compounds and having blended thereWith an 
additive for purpose of curing such as ultraviolet ray poly 
merization initiator, such as a photo acid generator (“PAG”). 

In the processes of the present invention, the contacting of 
the nanotube dispersion With the polymer melt is character 
ized as having a contact pressure and a contact temperature. 
The contact pressure is the pressure of the environment in 
the vicinity Where the nanotube dispersion contacts the 
polymer melt. Typically, the contact pressure Will be about 
the pressure of the ambient conditions in systems that are 
characteristically “open” to the environment. For example, 
the contact pressure in a process using a suitable polymer 
melt mixing device, such as a compounder, Will be approxi 
mately atmospheric pressure Where the contact point or 
contact zone is obtained by pouring or ?oWing nanotube 
dispersion from a location external to the polymer melt 
mixing device, through the ambient environment (e.g., 
atmospheric pressure air or inert gas), and into the polymer 
melt mixing device. In an other embodiment, the nanotube 
dispersion and polymer melt are contacted in a characteris 
tically “closed” system to permit the contact pressure to vary 
from the pressure of the environment. In one embodiment, 
the contact pressure may be higher or substantially higher 
than ambient conditions, such as for injecting nanotube 
dispersion under moderate or high pressures. Operating the 
process in a closed system, or at high pressures, permits the 
use of loW boiling liquids to prepare the nanotube disper 
sions, as discussed further herein. In alternate embodiments, 
the contacting may be done in a closed system for the 
purposes of carrying out the process to prevent the escape of 
vapors that could otherWise be harmful to the environment 
or to the process operators. Likewise, the contacting can be 
done in a closed system for maintaining the contact pressure 
loWer than ambient, for example, for preventing the entrain 
ment of gas in the nanotube composite melt. 

During contacting, the liquid portion may heat up and 
possibly vaporize or boil if the temperature of the polymer 
melt is suf?ciently high at the contact pressure to cause 
vaporization, boiling, or both, of the liquid. Boiling typically 
occurs When the vapor pressure of the liquid at the contact 
temperature is at, or exceeds, the contact pressure. In certain 
embodiments in Which the contact pressure is atmospheric 
pressure, the vapor pressure of the liquid reaches atmo 
spheric pressure When the contact temperature is about the 
normal boiling point of the liquid. Thus, in certain embodi 
ments, the liquid is characterized as having a vapor pressure 
higher than about the contact pressure at the contact tem 
perature. When boiling occurs during contacting, the process 
is typically carried out under conditions Wherein the nano 
tube dispersion is added to the polymer melt at a sloW 
enough rate, e.g., by dripping, to incorporate the nanotubes 
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8 
into the polymer melt. Too fast an addition typically reduces 
the degree of dispersion of the nanotubes in the polymer 
melt. Without being bound by any particular theory of 
operation, it is believed that sudden boiling, ?ashing, or 
both, of the solvent results in aggregation of the Well 
dispersed nanotubes on, or in, the polymer melt prior to 
incorporation of the dispersed nanotubes. Nanotube aggre 
gates are typically quite dif?cult to redisperse once present 
in the polymer melt. In a preferred embodiment, accord 
ingly, the temperature of the polymer melt is typically kept 
loW enough to avoid boiling of the liquid during contacting. 
Accordingly, the boiling point temperature of the liquid is 
typically at least about 1° C., more typically at least about 3° 
C., even more typically at least about 10° C., and even 
further typically at least about 20° C. greater than the contact 
temperature. In certain embodiments it is desirable to 
remove the liquid from the polymer melt after the nanotubes 
are incorporated. Removal of the liquid can be typically 
achieved by heating to effect evaporation of the solvent. 
Removal of the solvent can also be effected by placing the 
nanotube composite melt under reduced pressure, such as in 
a vacuum. In this regard, in certain embodiments of the 
present invention the boiling point temperature of the liquid 
is no more than about 50° C. greater than said contact 
temperature. 

For contact pressures of about atmospheric pressure, the 
polymer melt temperature is typically kept beloW the normal 
boiling point temperature of the liquid. Generally, the liquid 
is preferably characterized as having a vapor pressure loWer 
than the contact pressure at the contact temperature. In 
certain embodiments, the contact pressure is about atmo 
spheric pressure. In other embodiments, the contact tem 
perature is about the temperature of the polymer melt. 

Mixing of the nanotube dispersions With the polymer melt 
is typically carried out using any of a number of polymer 
melt and liquid combining methods, such as compounding, 
kneading, blending, stirring, dispersing, shearing, or any 
combination thereof. In certain embodiments, mixing is 
typically carried out under conditions suf?cient to distribute 
the nanotubes and at least a portion of the liquid in the 
polymer melt. 

Certain embodiments of the present invention further 
include removing liquid from the nanotube composite melt. 
In these embodiments, the nanotubes are typically incorpo 
rated into the polymer melt prior to the liquid being essen 
tially completely vaporized. The liquid can be removed by 
heating a portion of the nanotube composite melt, for 
example in the vicinity of a vapor port on a suitably designed 
plastic processing device, such as in an extruder. The process 
of the present invention may also include increasing the 
temperature of the nanotube composite melt to effect 
removal of the liquid. Removal of the liquid can be readily 
carried out by increasing the temperature of the nanotube 
composite melt to a temperature greater than the boiling 
point temperature of the liquid. 

Certain embodiments of the present invention further 
include one or more additional plastics processing steps such 
as extruding the nanotube composite melt to form a nano 
tube composite extrudate. Examples of nanotube composite 
extrudates may take the form of ?lms, sheets, ?bers, tubes, 
pro?les, rods, or any combination thereof. For example, melt 
spinning of the nanotube composite melt can be done in 
certain embodiments to form nanotube composite ?bers. 
The present invention also provides ?bers that are com 

posed of a polyole?n thermoplastic resin, and greater than 
10 Weight percent and less than about 30 Weight percent, 
based on ?ber Weight, of aligned nanotubes. Suitable poly 
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ole?ns are described above herein, and typically include any 
of the commodity grades or specialty grades of polyole?ns 
that are commercially available. The ?bers of the present 
invention are typically prepared by ?ber spinning nanotube 
composite melts made according to the processes of the 
present invention. In various embodiments, the aligned 
nanotubes are characterized as having a distribution function 
FWHM of typically less than about 30 degrees, more 
typically less than about 20 degrees, and even more typically 
less than about 10 degrees. Suitable methods for measuring 
the distribution function FWHM are provided herein beloW. 
The ?bers of the present invention are characterized as 
having a thermal conductivity typically greater than about 1 
Watts per meter per degree Kelvin (“Wm_1K_1”), more 
typically greater than about 2 Wm_1K_1, even more typi 
cally greater than about 5 Wm_1K_1, and further typically 
greater than about 10 Wm_1K_1. Typically, the higher the 
concentration of nanotubes in the ?bers, the greater the 
thermal conductivity. In certain embodiments of the present 
invention, polyethylene ?bers containing about 30 Weight 
percent of SWNT nanotubes Will have thermal conductivi 
ties up to about 50 Wm_1K_l. 

In other related embodiments of the present invention 
there are provided ?bers that are composed of a polyole?n 
thermoplastic resin and aligned nanotubes. In these embodi 
ments, the aligned nanotubes are characterized as having a 
distribution function FWHM of typically less than about 30 
degrees, more typically less than about 20 degrees, and even 
more typically less than about 10 degrees. These ?bers 
typically have elevated thermal conductivities compared to 
the polyole?n ?bers absent the nanotubes. The ?bers of the 
present invention are characterized as having a thermal 
conductivity typically greater than about 1 Watts per meter 
per degree Kelvin (“Wm_1K_1”), more typically greater than 
about 2 Wm_1K_1, even more typically greater than about 5 
Wm_1K_1, and further typically greater than about 10 
Wm_1K_1. Typically, the higher the concentration of nano 
tubes in the ?bers, the greater the thermal conductivity. In 
certain embodiments of the present invention, polyethylene 
?bers containing about 30 Weight percent of SWNT nano 
tubes Will have thermal conductivities up to about 50 
Wm_1K_1. 

EXAMPLES 

SWNT nanotube polymer composites of both amorphous 
and semicrystalline matrix polymers Were prepared. A tWin 
screW compounder Was used for the fabrication of the 
composites, Which enabled direct mixing of the SWNT With 
molten polymers, Which provided a good distribution of the 
SWNT dispersed in the polymer. Melt spinning of composite 
?bers produced extraordinary alignment of the SWNTs as 
determined by polarized Raman spectroscopy. The mechani 
cal properties (tensile modulus) of the ?bers Were also 
measured and compared to theoretical values. 

Experimental Procedure 
Matrix polymers for preparing polymer melts included 

polystyrene (PS, MW: ~250,000 g/mol, supplied by Scien 
ti?c Polymer Products) and polyethylene (PE, high density, 
supplied by Aldrich). Single Walled carbon nanotubes 
(SWNT) for the PS composites Were synthesized by the 
high-pressure carbon monoxide method (HiPco) and used 
unpuri?ed. (Rice University: Nikolaev, P., et al., Chem. 
Phys. Lett. (1999), 313, 91) The SWNTs for the PE com 
posites Were synthesized by the laser ablation method 
(Tubes@Rice) and Were received puri?ed, suspended in 
toluene. 
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10 
The SWNTs Were mixed With the polymer melts using a 

tWin screW MicroCompounder from DACA Instruments 
With a barrel capacity of 5 cm3 . HiPco nanotubes, 0.05 Wt %, 
Were sonicated in dimethylformamide (DMF, normal boiling 
point about 153° C.) for 3 hours to form a nanotube 
dispersion. The compounder Was ?lled to tWo-thirds of 
capacity With PS polymer melt at 145° C. and the HiPco/ 
DMF dispersion Was added drop-Wise until the compounder 
Was full. The temperature Was subsequently increased to 
155° C. to evaporate the DMF after Which the temperature 
Was loWered to 145° C. and more HiPco/DMF dispersion 
Was added. This process Was repeated until 0.7 Wt % loading 
of SWNT in PS Was attained. 
Tubes@Rice Were sonicated in a 0.3 Wt % toluene dis 

persion for 1 h to form a nanotube dispersion. The 
Tubes@Rice dispersion Was subsequently added dropWise 
to the compounder at 145° C., Which Was ?lled to tWo-thirds 
of capacity With PE polymer melt. The toluene boiled 
instantly leaving the Tubes@Rice in the PE polymer melt. 
After evaporating the toluene, additional Tubes@Rice/tolu 
ene dispersion Was added. Tubes@Rice/PE composites of 1, 
5, 10, and 20 Wt % nanotube loading Were obtained. 

Transmission light microscopy Was used to evaluate the 
distribution of SWNT Within the composites. HiPco/PS 
?lms for light microscopy Were pressed at 150° C. to a 
thickness of ~150 um. At this thickness the ?lms appeared 
dark broWn in transmission. The semicrystalline structure of 
the Tubes@Rice/ PE composites produced an opaque sample 
that prevented transmission light microscopy. 

Composite ?bers Were melt-spun using a DACA SpinLine 
consisting of a single spinneret hole (diameter 500 um, 
length ~1.7 mm) attached to a heated barrel With a piston 
extruder. The extruded ?ber Was air-cooled and draWn under 
tension using a variable-speed Winder. Pristine PE, 1, and 5 
Wt % Tubes@Rice/PE composites Were spun at 150-160° C. 
and a Windup speed as high as 50 m/min. Composites With 
10 and 20 Wt % Tubes@Rice Were spun at 175-180° C.; the 
maximum Windup speed for the 10 Wt % composite Was 5 
m/min. The 20 Wt % composite could be partially Wound up. 
The HiPco/PS composite could be spun at 155° C. With 
Windup speeds up to 60 m/min. 
SEM images for composite ?ber characterization Were 

obtained With a JEOL 6300FV SEM at 2 kV. Samples Were 
Pt/Au coated. 

Orientation of SWNTs Within the composite ?bers Was 
assessed using a RenishaW micro-Raman spectrometer in 
W polarization geometry (l-um beam spot) and 514.5-nm 
excitation. To minimize experimental errors, ?ve positions 
along the ?ber Were measured at 0:0 and 90°, Where 0 is the 
angle betWeen the ?ber axis and the polarization vector. 
Polarized Raman spectra Were recorded for selected ?ber 
diameters on 1, 5, 10, and 20 Wt % Tubes@Rice/PE com 
posite ?bers. In W geometry, the Raman intensity of a 
single SWNT is proportional to cos40. For ?bers, cos40 
Weighed by an orientation distribution function of the 
SWNTs is integrated to obtain the relative Raman intensity 
at different ?ber angles (Haggenmueller, R., et al., Chem. 
Phys. Lett. (2000), 330, 219; HWang, J. et al., Phys. Rev. B 
(2000), 62, R13 310). A 2D model describing the orientation 
distribution is to consider a constant for the unaligned 
fraction, representing nanotube agglomerates Without a pre 
ferred orientation, and to use a Lorentzian or Gaussian 
function to describe the aligned part. A 3D model With a 
cylindrical Lorentzian function resulted in a slightly differ 
ent FWHM. The results are reported using the 2D model, 
because these are adequate for comparing the alignment in 
different ?bers. For the Tubes@Rice/PE composite ?bers, a 
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LorentZian function alone Worked Well due to the good 
alignment of the SWNT. The constant for the unaligned 
fraction Was neglected, because the tail of the LorentZian 
function at 0:900 accounted Well for the nonZero Raman 
response. The Raman intensity ratio (loo/190°) Was used to 
determine the FWHM of the distribution function, Which is 
a good measure of the alignment of the SWNT in the 
composite ?bers. An error of 15% Was estimated for the 
FWHM due to the roughness of the ?ber surface and the 
focus uncertainty. Raman spectroscopy is surface sensitive 
since the penetration depth is generally no more than several 
microns depending on the SWNT loading. Although it is 
possible that the alignment inside the ?ber could be different 
from that on the ?ber surface, Without being bound by a 
particular theory of operation, it is believed that the Raman 
ratio measured on the ?ber surface provides a reasonable 
representation of the overall nanotube alignment throughout 
the ?ber. 

Mechanical properties of pristine PE ?bers, 5, 10 and 20 
Wt % Tubes@Rice/PE composite ?bers Were obtained from 
tensile tests using an lnstron 4206 (10 N-load cell). The 
gauge length Was 1 cm. The ?bers Were ?xed on paper 
frames and tested at room temperature With a deformation 
rate of 1 mm/min. 

The crystallinity of the PE in Tubes@Rice/PE composite 
?bers and pristine PE ?bers Was obtained using DSC mea 
surements performed With a Perkin-Elmer dilferential scan 
ning calorimeter using a heating rate of 10°/min. 

Results and Discussion 
The SWNT/PS composite With 0.7 Wt % HiPco from 

DMF dispersion Was homogenous, having a good distribu 
tion of SWNTs on a 10-um scale (FIG. 1). A feW particles 
Were detected Which are believed to originate from SWNT 
agglomerates in the DMF dispersion. DMF has a boiling 
point slightly higher than the process temperature of PS at 
~145-150° C. Thus the SWNT/DMF dispersion Was added 
beloW the boiling point of the solvent Where the DMF 
sWelled the PS and incorporated the nanotubes. 

Toluene (normal boiling point temperature of about 110° 
C.) is a good dispersant for Tubes@Rice SWNT. Toluene is 
able to soften PE polymer melts at 1450 C. Contacting the 
toluene/SWNT nanotube dispersion With the hot PE polymer 
melt resulted in boiling and quick evaporation of the toluene. 
During process development studies, it Was found that 
adding nanotube dispersions sloWly resulted in better incor 
poration of the nanotubes in the PE polymer melt. Thus, a 
careful balance betWeen adding the toluene dispersion and 
the evaporation rate is necessary to prevent intense boiling 
that causes nanotube agglomeration. 

Using a compounder for contacting the nanotube disper 
sions With the polymer melts is e?icient in preparing modest 
quantities of SWNT/polymer composites and could be 
modi?ed into a continuous process for a larger-scale fabri 
cation. The processes of the present invention are applicable 
to a Wide range of polymer melts, especially thermoplastics 
and selected thermosets. 

Fibers Were successfully spun from the HiPco/PS com 
posite and from the Tubes@Rice/ PE composites. Pristine PE 
and Tubes@Rice/PE composites having SWNT concentra 
tions of up to 10 Wt % Were spun and Wound up continu 
ously. A 20 Wt % Tubes@Rice/PE composite broke and 
could not be Wound up. As the Weight fraction of the SWNTs 
in the ?bers increased, the smallest attainable ?ber diameter 
also tended to increase, for example, 50 um for 5 Wt % 
Tubes@Rice and 100 pm for 20 Wt %. The surface rough 
ness and striations also increased With the addition of 
SWNT, a typical sign of increased melt viscosity (FIG. 2). 

20 

25 

30 

35 

40 

45 

50 

55 

60 

65 

12 
Additional steps could be taken to improve the surface 
quality, such as lubricating the spinneret. The 10 and 20 Wt 
% nanocomposite ?bers exhibited non-uniform diameters 
along the ?ber axis. 
The polariZed Raman spectroscopy indicated an extraor 

dinarily good alignment With a FWHM of the orientation 
function of ~50 for the 1 Wt % composite ?bers With 
diameters of ~50 and 65 um (FIG. 3). For a 75 um 20 Wt % 
composite ?ber a FWHM of ~23‘ Was obtained. The align 
ment of the SWNT in the composite ?bers demonstrated tWo 
clear trends: the FWHM decreased With both decreasing 
?ber diameter and decreasing SWNT loading. Without being 
bound by a particular theory of operation, it is believed that 
?bers having smaller diameters experience greater exten 
sional ?oW, Which produce better alignment. The SWNTs in 
composites With loWer loading may have more freedom to 
How during shear, Which results in better SWNT alignment. 
The SWNTs in composites With higher loading may be 
restricted in motion by neighboring nanotubes and cannot 
align as Well. Furthermore, the SWNTs could tend to 
agglomerate at higher loadings, Which prevents good align 
ment. Overall, the high extensions achievable in melt ?ber 
spinning produce highly aligned SWNT over a Wide range 
of composite loading. 
The mechanical properties of the PE and Tubes@Rice/ PE 

composite ?bers Were measured as a function of ?ber 
diameter and SWNT Weight fraction (FIG. 4). Linear ?ts to 
the data points are shoWn for each SWNT concentration. 
Both better SWNT alignment in ?bers With small diameter 
and higher nanotube loading substantially increased the 
elastic modulus. The modulus increased With SWNT con 
tent, for example, ~625, ~800, ~1000, and ~1750 MPa for 0, 
5, 10, and 20 Wt % Tubes@Rice for a diameter of 160 um 
(FIG. 4). At a diameter of 100 pm, the moduli Were ~650, 
~1250, ~1750, and ~3050 MPa for 0, 5, 10, and 20 Wt % 
Tubes@Rice. This is an enhancement of more than 450% for 
the 20 Wt % composite relative to the PE ?ber containing no 
nanotubes. 

DSC shoWed that the crystallinity of the PE in the 
composite ?bers Was ~70% independent of the loading (5-20 
Wt %) and the ?ber diameter (50-200 um). Thus, variations 
in the PE crystallinity could be excluded as a reason for the 
increased moduli in smaller-diameter ?bers. 

The e?fects of alignment and concentration of the SWNTs 
on the mechanical properties of composite ?bers are sum 
mariZed in FIG. 5, Which is a combination of the data 
depicted in FIGS. 3 and 4. The elastic moduli Were taken 
from the linear ?ts in FIG. 4 at diameters and SWNT 
loadings corresponding to the 10 ?bers characterized in FIG. 
3. At a ?xed FWHM, the modulus increased With SWNT 
concentration, for example, ~1200 to ~2000 MPa for 5 and 
10 Wt % With a FWHM of 15 (FIG. 5). Furthermore, the 
modulus increased With better alignment for a given com 
posite composition, for example, from ~800 to 3600 MPa 
for the 20 Wt % composite. The elastic modulus is apparently 
more sensitive to alignment for higher concentration nano 
tube composites. Thus, alignment and SWNT concentration 
both contribute to improving the mechanical properties of 
the composite ?bers. 
The Tubes@Rice/ PE composite ?bers have demonstrated 

very promising mechanical properties. A theoretical limit of 
these materials can be calculated With models for the lon 
gitudinal elastic modulus of composite ?bers. The rule of 
mixtures is a ?rst approach: 
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Where Ef and Em are the elastic moduli of the reinforcing 
?ller and of the matrix, respectively, and Vf and Vm are the 
volume fractions. This model predicts realistic moduli for 
continuous ?ber composites Where the load is carried 
directly by the ?bers. Here, it gives the upper limit for the 
modulus of a discontinuous-SWNT composite (FIG. 6). 
Moduli Were calculated for SWNT volume fractions up to 
0.5, using a density of 1.6 g/cm3 for SWNT and 0.96 g/cm3 
for PE. Elastic moduli of 1000 GPa for the SWNT and 0.65 
GPa for the PE matrix Were assumed. 
One model for SWNT composites includes the aspect 

ratio l/df of the ?ller, Where 1f is the length and df the 
diameter of the nanotubes. The folloWing equations are 
derived from the Halpin-Tsai equations (Halpin, J. C., et al., 
Polymer Eng. Sci. (1976), 16, 344., With the assumptions of 
a circular cross-section, uniform ?ber distribution, and void 
free matrix (Mallick, P. K., Fiber-reinforced composites, 
Marcel Dekker, Inc. (1993)): 

Where the factor 11 also depends on Ef and Em. The modulus 
Was calculated for composites With SWNT aspect ratios of 
1000 and 100. The calculated moduli for the realistic aspect 
ratio of 1000 is Within 30% to the curve of the continuous 
model shoWing the potential of SWNT composites. 

For comparison, the experimental data from the 
Tubes@Rice/ PE composite ?bers With a diameter of 100 um 
are plotted in FIG. 6. The experimental data lies beloW the 
calculated values. Without being bound by a particular 
theory of operation, the reasons for this large difference can 
be discussed by inspecting the assumptions for the model: 
(a) perfect bonding of the nanotubes to the matrix, (b) 
complete dispersion of the nanotubes, and (c) perfect align 
ment of the nanotubes. The Raman data shoW that the 
nanotubes are highly aligned so that the nanotubes interact 
With the load in their strong longitudinal axis, Which is 
consistent With the mechanical model. Further improve 
ments to the already quite good alignment are possible, but 
are not likely to result in order-of-magnitude improvements 
in properties. On the other hand, nanotube Waviness can 
in?uence the mechanical performance of the composites and 
result in a modulus reduction (Fisher, F. T., et al., Appl. Phys. 
Lett. (2002), 80, 4647). The nanotubes are Well distributed 
in the composites but it is not clear if they are dispersed on 
the nanoscale. SWNT ropes typically have a decreasing 
modulus With increasing rope diameter (Salvetat, J. P., et al., 
Phys. Rev. Lett. (1999), 82, 944). Thus, it appears that a 
complete dispersion of the nanotubes is otherWise needed to 
obtain the properties predicted by this theory. The interface 
that transfers the load from the matrix into the nanotubes has 
not been speci?cally modi?ed in the present Work, so We can 
expect substantially better properties by optimiZing the 
SWNT/matrix interface, such as by nanotube surface modi 
?cation, or by incorporating functionaliZed nanotubes, sur 
factants, dispersing agents, or any combination thereof. 

CONCLUSIONS DRAWN FROM THE ABOVE 
EXAMPLES 

We have demonstrated the successful fabrication of nano 
composite ?bers consisting of a PS or PE matrix With up to 
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20 Wt % SWNT; additional enhancements and modi?ca 
tions, such as by the use of lubricants, should provide ?bers 
containing up to 30 Wt % SWNTs. The fabrication method 
using a tWin-screW compounder is efficient and promotes 
nanotube distribution. Furthermore, this method is appli 
cable to a Wide range of matrix polymers. Melt ?ber 
spinning resulted in highly aligned nanotubes With a distri 
bution function FWHM as small as 50, and the alignment 
typically decreases for higher nanotube loading. High load 
ing and good alignment of SWNT in PE resulted in 
enhanced mechanical properties. Composite models predict 
promising mechanical properties for nanocomposites With 
discrete SWNTs in a polymer matrix. We have demonstrated 
that good alignment giving rise to highly thermally conduc 
tive ?bers (see examples, beloW) can be achieved by melt 
?ber spinning. 

Additional examples of the present invention are listed in 
the folloWing tables. Each table is folloWed by a discussion 
of the results of that table. 

TABLE 1 

PMMA + tubes @rice and soot — Comparative Examples 

S W N T 
con 

centration Sample ID Processing method 

PMsol 1 Wt % 3 g PMMA Were added to the compounder at 
150° C. and 100 rpm. Then 30 mg dry soot 
(pristine SWNT) Were added to the 
compounder and mixed for 20 min. 
3.5 g PMMA powder Were placed in 2 ml 
toluene and sonicated for 20 min, forming a 
“slurry”. Then, 35 mg tubes@rice in 5.7 ml 
toluene Were added. Following, the 
composite Was cast into a te?on dish and 
dried. Then, the composite Was compounded 
in the compounder at 160° C., 100 rpm for 
40 min. 
35 mg tubes@rice Were placed in 25.7 ml 
toluene and sonicated for 4.5 hrs. Then, 3.5 
g PMMA poWder Were added and the 
mixture Was sonicated for 1 hr. The mixture 
Was cast into a te?on dish and dried. Then, 
the composite Was compounded at 
105-145° C., 100 rpm for 30 min. 
6 mg tubes@rice Were placed in 10 ml 
toluene and sonicated for 5 hrs. 1.2 g PMMA 
Were circulated in the compounder at 
150° C., 100 rpm. Then ~5 ml of the 
toluene/nanotube dispersion Were injected 
into the compounder. Immediately, 1 g 
PMMA Was added and the composite Was 
compounded for 30 min. 

PMpRiOl 1 Wt % 

PMpRiOZ 1 Wt % 

PMpelRi03 ~0.15 Wt % 

Table 1 Results. PMso1 had a very poor nanotube dis 
persion With big soot particles and areas of pure PMMA (as 
seen by light microscopy). The nanotubes could not be 
disentangled by the shear forces in the compounder. 
PMpRi01 had a nanotube dispersion similar to PMso1; the 
nanotubes Were not dispersed in the slurry prior to the 
compounder processing. The dispersion in the PMpRi02 is 
better as compared to PMso1 and PMpRi01; the nanotube 
particles are smaller and there are areas With good nanotube 
dispersion (observed in the light microscope). The sonica 
tion of the nanotubes in toluene Was likely to break some 
agglomerates. PMpelRi03 resulted in poor dispersion, com 
parable to PMpRi02. Apparently, too much of the nanotube/ 
toluene dispersion Was injected too quickly into the hot 
polymer melt, so that there Was no time for the toluene/ 
nanotube mix to enter the PMMA melt. 
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TABLE 2 TABLE 3 

PE + tubes rice toluene in com ounder Dispersion study With compounder 

SWNT 5 SWNT 
Sample con- con 

ID centration Processing method Sample ID centration Processing method 

PERi01 0.9 Wt % 30 mg tubes@rice in 5 ml toluene Were injected into PS-5Hip79 5 Wt % 2 g PS Were pressed to a ?lm in the hot 
the empty compounder at 100° C. The temperature press at 160° C. 100 mg HiPco79 Were 
Was then increased to 150° C. The toluene boiled 10 sandWiched in betWeen tWo halves of the 
and evaporated to some part to make room for the PS ?lm and pressed at 160° C. in the 
PE (barrel volume is ~5 ml). 3.5 g PE Were added at hot press. This Was repeated for 100 mg 
150° C. and 100 rpm. Mixed for 5 min at 170° C. HiPco79 and 2 g PS. These composites 
Mixed for ~25 min more at 145-128° C. Extruded at Were then melt compounded at 135 
145° C. 155° C. for 90 min. 

PERi02 2 Wt % 80 mg tubes@rice Were placed in 30 ml toluene and 15 PSTol-Hip79 <1 Wt % 250 mg HiPco 79 Were placed in 250 ml 
sonicated for 3 hrs. 4 g PE Were circulated in the toluene and sonicated for 8 hrs. 2 g PS 
compounder at 150° C., 100 rpm (compounder is Were added to the compounder at 155° C. 
full). Then at 135° C., 5 ml toluene/nanotube Then the toluene/nanotube suspension Was 
dispersion Were sloWly added to the compounder. added drop Wise to the compounder 
After ~5 min mixing more toluene/nanotube (unknoWn hoW much exactly Was added) 
dispersion Was added. This Was repeated until all the 20 and 3 g PS Were added. The composite 
prepared nanotube/toluene dispersions Was added. Was compounded for 5 hrs. at 150° C. and 
Extruded at 145° C. and dried. 200 rpm. 

PERi03 5 Wt % 190 mg tubes@ice Were placed in 60 toluene and PS-Hip79- <1 Wt % 50 mg HiPco 79 Were placed in 250 H2O 
sonicated for 1 hr. 2.5 g PE Were added to the triton-X With 0.25 ml of the surfactant Triton-X 
compounder at 140° C. The toluene/nanotube and sonicated for 6 hrs. Some PS Was 
dispersion Was added stepWise (like PERi02) at 135- placed in the compounder and the 
140° C. More PE Was added to ?ll up the 25 H2O/nanotube suspension Was added drop 
compounder (1.3 g for a total of 3.8 g PE). Extruded Wise at 150° C. (unknoWn hoW much 
at 145° C. and dried. exactly Was added). 

PERi04 10 Wt % 235 mg tubes@ice Were placed in 50 ml toluene PS-DMF-Hip79 1 Wt % 50 mg HiPco 79 Was placed in 100 ml 
and sonicated for 1 hr. 1.6 g PERi03 Was added to DMF and sonicated for 3 hrs. 3 g PS Were 
compounder at 145° C. The toluene/nanotube placed in compounder and the 
dispersion Was added stepWise (like PERi02). After 30 nanotube/DMF solution Was added drop 
all of the nanotube/toluene dispersion Was added 1.7 Wise at 145° C. until the compounder Was 
g of PERi03 and 0.69 g PE Were added. Extruded at full. The temperature Was then increased 
145° C. and dried. to 155° C. to evaporate the DMF after 

PERi05 20 Wt % 419.4 mg tubes@rice Were placed in 70 ml toluene Which the temperature Was decreased to 
and sonicated for 1 hr. 1 g PERi04 Was added to the 145° C. to add more nanotube/DMF 
compounder at 145° C. and 150 rpm. 70 ml of 35 solution. This Was repeated until all of the 
toluene/nanotube dispersion Were added stepWise nanotube/DMF suspension Was added to 
(like PERi02) to the compounder. Then at 155° C., the compounder. Finally, 2 g PS Were 
2.6 g PERi04 and 300 mg PE Were added, added. 
compounded for 5 min at 200 rpm and extruded at Freeze dry NT 0.1 Wt % 3 g PS Were added to the compounder at 
145° C. Extruded at 145° C. and dried. 180° C. and 100 rpm. Then 5 mg freeze 

PERi04' 10 Wt % 1.4 g PERi05 Were added to compounder and mixed 40 dried SWNT Were added, folloWed by 
With 500 mg PERi04 and 1.4 g PE at 150° C. and additional 2 g PS. The composite Was 
200 rpm for 10 min. 1.75 g Were extruded and the compounded for 1 hr 45 min and extruded. 
remaining material Was used for PERi03'. 0.1 Wt % 3 g PS Were added to the compounder at 

PERi03' 5 Wt % 1.445 g PE and 500 mg PERi03 Were added to the 180° C. and 100 rpm. Then 5 mg HiPco 
remaining PERi04' in the compounder. The 87 Were added, folloWed by additional 2 g 
composite Was mixed at 150° C. and 200 rpm PS. The composite Was compounded for 
for 10 min. The composite Was extruded at 145° C. 45 1 hr 45 min and extruded. 

Table 2 Results. The general characterization (mechanical Table 3 Results. This dispersion study Was conducted to 
properties, crysralliniry, nanotube alignment) of the Com- compare the d1spers1on of the nanotubes 1n the PS matrix 
posires PERiOZ, PERi03', PER104‘, and PERi05 are 50 after different fabrication methods. PS Was chosen for its 

described in the ?rst examples section, above. The thermal transparen€y~ The d15P9r51O§ Was 51119199 by hght mlcros 
conductivities of PERi02, PERi03', PERi04', and PERi05 COPY- Th‘? PS-DMF-H1P79 COmPOSIIe 1S flescnl’ed 1“ the 
were measured using the comparative method. PERi05 had examples In the ?rst Secnoni above‘ The d1spers1on quahty 
a thermal conductivity of about 12 Wm_1K_l. This more ,Of PS'DMF'HIP79 was better than an 1116,0111“ PS compo?‘ 

- - - - , 55 1tes of this d1spers1on study. SWNTs dlspersed better 1n 
than a 20x 1ncrease compared to pristlne PE. PER104 had a . . . . 

. . _1 _1 DMF than they d1d in toluene or 1n Water W1th surfactant 
thermal conductivity of about 2 Wm K . These results . . . . . . . 
. . . . . Triton-X, resulting 1n a better d1spers1on 1n DMF prior to the 
1nd1cate that 1t 15 better to place the polymer melt 1n the - - - - - - - - 

_ _ composite fabricatlon. This superior d1spers1on is trans 
compounder before the nanotube/toluene SOlUIIOIIS'IS added ferred to the Composite' The toluene/nanotube Suspension 
(Cf' Sample PERIOD‘ The nanotube/‘9111611? dlspersl?“ 60 apparently evaporated too quickly at the process temperature 
Should be added drop Wlse so that the d1spers1on can mlx Which resulted in nanotube agglomerates. The Water With 
W1th the PE before all the toluene is evaporated. In order to Surfactant Stabilized nanotubes boiled Violently at the pro_ 
gain more time for the incorporation of the nanotube dis- Cess temperature, resulting immediately in nanotube 
Perslon 11110 the PE melt, a Solvent W1th a hlgher bolllng agglomerations.Adding SWNT dry to the PS matrix resulted 
point llke (bOlllng point Of 1530 Can be used. The 65 in a Very poor dispersion_ The Shear forces during the 
nanotube/DMF dispersion did not boil at 1450 C. and could 
mix With the PE matrix prior to completely evaporating. 

compounding apparently Were not strong enough to disperse 
nanotube agglomerates. 
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While the invention has been described With reference to 
preferred and example embodiments, it Will be understood 
by those skilled in the art that a variety of modi?cations, 
additions and deletions are Within the scope of the invention, 
as de?ned by the following claims. 

What is claimed is: 
1. A process, comprising: 
providing a nanotube dispersion comprising a plurality of 

nanotubes and a liquid; 
contacting said nanotube dispersion With a polymer melt; 
mixing said nanotube dispersion With said polymer melt 

to provide a nanotube composite melt; and 
removing vaporized liquid from said nanotube composite 

melt. 
2. The process according to claim 1, Wherein said con 

tacting is characterized as having a contact pressure and a 
contact temperature, and said liquid is characterized as 
having a vapor pressure higher than said contact pressure at 
said contact temperature. 

3. The process according to claim 2, further comprising 
removing vaporized liquid from said nanotube composite 
melt. 

4. The process according to claim 1, Wherein said con 
tacting is characterized as having a contact pressure and a 
contact temperature, and said liquid is characterized as 
having a vapor pressure loWer than said contact pressure at 
said contact temperature. 

5. The process of claim 4, Wherein said nanotube disper 
sion comprises SWNTs. 

6. The process of claim 4, Wherein the concentration of 
said plurality of nanotubes relative to said nanotube disper 
sion is in the range of from about 0.001 mg/ml to about 2 
mg/ml. 

7. The process of claim 4, Wherein the concentration of 
said plurality of nanotubes relative to said nanotube disper 
sion is in the range of from about 0.01 mg/ml to about 1 
mg/ml. 

8. The process of claim 4, Wherein the concentration of 
said plurality of nanotubes relative to said nanotube disper 
sion is in the range of from about 0.1 mg/ml to about 0.5 
mg/ml. 

9. The process of claim 1, Wherein said contact pressure 
is about atmospheric pressure. 

10. The process of claim 1, Wherein said contact tem 
perature is about the temperature of the polymer melt. 

11. The process of claim 1, Wherein said liquid is char 
acterized as having a boiling point temperature greater than 
said contact temperature. 

12. The process of claim 1, Wherein said liquid is char 
acterized as having a vapor pressure loWer than atmospheric 
pressure at said contact temperature. 

13. The process of claim 11, Wherein said boiling point 
temperature is at least about 1° C. greater than said contact 
temperature. 

14. The process of claim 11, Wherein said boiling point 
temperature is at least about 3° C. greater than said contact 
temperature. 

15. The process of claim 11, Wherein said boiling point 
temperature is at least about 10° C. greater than said contact 
temperature. 

16. The process of claim 11, Wherein said boiling point 
temperature is at least about 20° C. greater than said contact 
temperature. 

17. The process of claim 11, Wherein said boiling point 
temperature is no more than about 50° C. greater than said 
contact temperature. 
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18. The process of claim 1, Wherein said liquid comprises 

Water. 

19. The process of claim 18, Wherein said liquid further 
comprises a surfactant, a dispersing agent, or any combina 
tion thereof. 

20. The process of claim 1, Wherein said liquid comprises 
an organic solvent. 

21. The process of claim 20, Wherein said organic solvent 
has a boiling point temperature in the range of from about 
100° C. to about 25° C. 

22. The process of claim 20, Wherein said organic solvent 
is capable of solubilizing, dispersing, or suspending indi 
vidual carbon nanotubes, carbon nanotube bundles, carbon 
nanotube ropes, or any combination thereof. 

23. The process of claim 20, Wherein said organic solvent 
comprises an alkane group, an aromatic group, a halogen 
atom, a nitrogen atom, a sulfur atom, an oxygen atom, or any 
combination thereof. 

24. The process of claim 22, Wherein said organic solvent 
comprises DMF, toluene, trichlorobenzene, or any combi 
nation thereof. 

25. The process of claim 4, Wherein said liquid is com 
patible With said polymer melt. 

26. The process of claim 4, Wherein said liquid is incom 
patible With said polymer melt. 

27. The process of claim 4, Wherein said polymer melt 
comprises a thermoplastic resin, a thermoplastic elastomer, 
a thermosetting resin, a radiation curable resin, a crosslink 
able rubber precursor, an oligomer, or any combination 
thereof. 

28. The process of claim 27, Wherein said thermoplastic 
resin comprises an acrylic resin, a vinyl aromatic resin, a 
SAN resin, an ABS resin, a polyester resin, a polycarbonate 
resins, a PEEK resin, a halogenated resin, a polyamide resin, 
a polyacetal, a polyole?n, or any combination thereof. 

29. The process of claim 4, Wherein said mixing com 
prises compounding, kneading, blending, stirring, dispers 
ing, shearing, or any combination thereof. 

30. The process of claim 4, Wherein said contacting 
comprises dripping, pouring, ?oWing, coating, injecting, 
spraying, or any combination thereof, of said nanotube 
dispersion onto said polymer melt. 

31. The process of claim 4, Wherein said nanotube dis 
persion is characterized as being a homogenous ?uid. 

32. The process of claim 31, Wherein said homogenous 
?uid is characterized as having substantially no particles 
visible to the unaided eye. 

33. The process of claim 31, Wherein said homogenous 
?uid is characterized as having substantially no particles 
larger than about 100 microns. 

34. The process of claim 4, Wherein the concentration of 
said plurality of nanotubes relative to said nanotube disper 
sion is in the range of from about 0.1 mg/ml to about 0.4 
mg/ml, Wherein a 0.5 millimeter thick sample of said 
nanotube dispersion is characterized as being a homoge 
neous grey ?uid. 

35. The process of claim 4, further comprising sonicating 
said nanotubes in said liquid. 

36. The process of claim 4, further comprising removing 
vaporized liquid from said nanotube composite melt. 

37. The process of claim 36, Wherein said nanotubes are 
incorporated in said polymer melt prior to said liquid being 
essentially completely vaporized. 

38. The process of claim 4, further comprising increasing 
the temperature of said nanotube composite melt to effect 
removal of said liquid. 
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39. The process of claim 38, wherein the temperature of 
said nanotube composite melt is increased to a temperature 
greater than the boiling point temperature of said liquid. 

40. The process of claim 4, further comprising extruding 
said nanotube composite melt to form a nanotube composite 
extrudate. 

41. The process of claim 40, Wherein said nanotube 
composite extrudate is in the form a ?lm, sheet, ?ber, tube, 
pro?le, rod, or any combination thereof. 

42. The process of claim 4, further comprising melt 
spinning said nanotube composite melt to form a nanotube 
composite ?ber. 

43. A composition made according to the process of claim 
1. 

44. A process, comprising: 
sonicating SWNTs and DMF to form a substantially 
homogenous nanotube dispersion; 

20 
contacting said nanotube dispersion With a polymer melt; 

and 
mixing said nanotube dispersion With said polymer melt 

to provide a nanotube composite melt; and 
removing vaporiZed liquid from said nanotube composite 
melt. 

45. A process, comprising: 
sonicating SWNTs and toluene to form a substantially 
homogenous nanotube dispersion; 

contacting said nanotube dispersion With a polymer melt; 
and 

mixing said nanotube dispersion With said polymer melt 
to provide a nanotube composite melt; and 

removing vaporiZed liquid from said nanotube composite 
melt. 
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