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(57) ABSTRACT 

The invention relates to a process for the production of 
electrolyte capacitors having a loW equivalent series resis 
tance and loW residual current, and Which comprise a solid 
electrolyte of conductive polymers and an outer layer com 
prising conductive polymers applied in the form of a dis 
persion. Electrolyte capacitors produced by this process and 
the use of such electrolyte capacitors are also provided. 

23 Claims, 2 Drawing Sheets 
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ELECTROLYTE CAPACITORS HAVING A 
POLYMERIC OUTER LAYER AND PROCESS 

FOR THEIR PRODUCTION 

CROSS-REFERENCE TO RELATED 
APPLICATION 

This application claims priority under 35 U.S.C.§119(a-e) 
to German application DE 10 2005 016727, ?led Apr. 11, 
2005. 

FIELD OF THE INVENTION 

The invention relates to a process for the production of 
electrolyte capacitors having a loW equivalent series resis 
tance and loW residual current, Which comprise a solid 
electrolyte of conductive polymers and an outer layer com 
prising conductive polymers, electrolyte capacitors pro 
duced by this process and the use of such electrolyte 
capacitors. 

BACKGROUND OF THE INVENTION 

A commercially available solid electrolyte capacitor as a 
rule comprises a porous metal electrode, an oxide layer on 
the metal surface, an electrically conductive solid Which is 
incorporated into the porous structure, an outer electrode 
(contacting), such as eg a silver layer, and further electrical 
contacts and an encapsulation. 

Examples of solid electrolyte capacitors are tantalum, 
aluminium, niobium and niobium oxide capacitors With 
charge transfer complexes, or pyrolusite or polymer solid 
electrolytes. The use of porous bodies has the advantage that 
because of the high surface area a very high capacitance 
density, ie a high electrical capacitance over a small space, 
can be achieved. 

J's-Conjugated polymers are particularly suitable as solid 
electrolytes because of their high electrical conductivity. 
J's-Conjugated polymers are also called conductive polymers 
or synthetic metals. They are increasingly gaining economic 
importance, since polymers have advantages over metals in 
respect of processability, Weight and targeted adjustment of 
properties by chemical modi?cation. Examples of knoWn 
J's-conjugated polymers are polypyrroles, polythiophenes, 
polyanilines, polyacetylenes, polyphenylenes and poly(p 
phenylene-vinylenes), a particularly important poly 
thiophene Which is used industrially being poly-3,4-(ethyl 
ene-1,2-dioxy)thiophene, often also called poly(3,4 
ethylenedioxytliophene), since it has a very high 
conductivity in its oxidized form. 

Technical development in electronics increasingly 
requires solid electrolyte capacitors having very loW equiva 
lent series resistances (ESR). Reasons for this are, for 
example, falling logic voltages, a higher integration density 
and increasing cycle frequencies in integrated circuits. Fur 
thermore, a loW ESR also loWers energy consumption, 
Which is particularly advantageous for mobile battery-oper 
ated uses. There is therefore the desire to reduce the ESR of 
solid electrolyte capacitors to as loW a value as possible. 

European Patent Speci?cation EP-A-340 512 describes 
the preparation of a solid electrolyte from 3,4-ethylene-1,2 
dioxythiophene and the use of its cationic polymer, prepared 
by oxidative polymerization, as a solid electrolyte in elec 
trolyte capacitors. Poly(3,4-ethylenedioxythiophene), as a 
substitute for manganese dioxide or charge transfer com 
plexes in solid electrolyte capacitors, loWers the equivalent 
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2 
series resistance of the capacitor due to the higher electrical 
conductivity, and improves the frequency properties. 

In addition to a loW ESR, modern solid electrolyte capaci 
tors require a loW residual current and a good stability 
toWards external stresses. During the production process in 
particular, high mechanical stresses arise during the encap 
sulation of the capacitor anodes, Which can greatly increase 
the residual current of the capacitor anode. 

Stability toWards such stresses and therefore a loW 
residual current can be achieved above all by an approx. 
5-50 pm thick outer layer of conductive polymers on the 
capacitor anode. Such a layer serves as a mechanical buffer 
between the capacitor anode and the contacting on the 
cathode side. This prevents eg the silver layer (contacting) 
from coming into direct contact With the dielectric or 
damaging this under mechanical stress, and the residual 
current of the capacitor from increasing as a result. The 
conductive polymeric outer layer itself should have so 
called self-healing properties: relatively minor defects in the 
dielectric on the outer anode surface Which arise in spite of 
the buffer action are electrically insulated in that the con 
ductivity of the outer layer at the defect is destroyed by the 
electric current. 
The formation of a thick polymeric outer layer by means 

of an in situ polymerization is very dif?cult. In this context, 
the layer formation requires very many coating cycles. Due 
to the high number of coating cycles, the outer layer 
becomes very inhomogeneous, in particular the edges of the 
capacitor anode are often inadequately covered. Japanese 
Patent Application JP-A 2003-188052 reports that a homo 
geneous covering of the edges requires expensive coordi 
nation of the process parameters. However, this makes the 
production process very susceptible to malfunctions. An 
addition of binder materials for faster building up of layers 
is also di?icult, since the binder materials impede the 
oxidative in situ polymerization. Furthermore, the layer 
polymerized in situ as a rule has to be freed from residual 
salts by Washing, as a result of Which holes arise in the 
polymer layer. 
A dense electrically conductive outer layer With good 

covering of the edges can be achieved by electrochemical 
polymerization. HoWever, electrochemical polymerization 
requires initial deposition of a conductive ?lm on the 
insulating oxide layer of the capacitor anode and then 
electrical contacting of this layer for each individual capaci 
tor. This contacting is very expensive in mass production 
and can damage the oxide layer. 
The use of formulations Which comprise the poWder of a 

conductive polymer and binder have, because of high con 
tact resistances betWeen the individual poWder particles, too 
high an electrical resistance to render possible production of 
solid electrolyte capacitors having a loW ESR. 

In Japanese Patent Applications JP-A 2001-102255 and 
JP-A 2001-060535, a layer of polyethylenedioxythiophene/ 
polystyrenesulfonic acid (PEDT/PSS), also called polyeth 
ylenedioxythiophene/polystyrenesulfonic acid complex or 
PEDT/PSS complex, is applied directly to the oxide ?lm for 
protection of the oxide ?lm and better adhesion of the solid 
electrolyte to the oxide ?lm. The outer layer is then applied 
to this layer by means of in situ polymerization or by 
impregnation of the capacitor anode With tetracyanoquin 
odimethane salt solution. HoWever, this method has the 
disadvantage that the PEDT/PSS complex does not penetrate 
into porous anode bodies having small pores. As a result, 
modern, highly porous anode materials cannot be used. 
US. Pat. No. 6,001,281 describes, in the examples, 

capacitors having a solid electrolyte of polyethylenediox 
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ythiophene (PEDT) prepared in situ and an outer layer of 
PEDT/PSS complex. A disadvantage of these capacitors, 
however, is that they have a high ESR of 130 m9 and higher. 

In the not yet published German Patent Application 
DE-A-l0349ll2, a polymeric outer layer is produced by 
application of a dispersion comprising at least one polymeric 
anion and at least one optionally substituted polyaniline 
and/or at least one polythiophene having recurring units of 
the general formula (I), (II) or recurring units of the general 
formula (I) and (II) 

(I) 

(I1) 

and a binder. Although the covering of the edges can be 
improved by this process, dense polymeric outer layers 
cannot be reproduced reliably, hoWever, by this means. 

There therefore continues to be a need for an improved 
process for the production of solid electrolyte capacitors 
having a loW equivalent series resistance (ESR), With Which 
a dense polymeric outer layer can be realiZed simply and 
reliably reproduced With good covering of the edges. The 
object Was therefore to provide such a process and the 
capacitors improved by this means. 

SUMMARY OF THE INVENTION 

It has noW been found, surprisingly, that dispersions 
comprising particles of a conductive polyaniline and/or, in 
particular, polythiophene having an average particle diam 
eter in the range of 70-500 nm and a binder meet these 
requirements. 

The diameter distribution of the particles b) comprising a 
conductive polymer in dispersions surprisingly has a con 
siderable in?uence on the formation of outer layers on 
electrolyte capacitors. In particular, the edges and comers of 
the capacitor body cannot be covered With a closed polymer 
?lm With dispersions comprising predominantly particles b) 
having an average diameter of less than 70 nm. The targeted 
adjustment of the particle diameter distribution in the dis 
persions thus makes it possible reliably to achieve a good 
covering of corners and edges. 

The present invention therefore provides a process for the 
production of an electrolyte capacitor, in Which, on to a 
capacitor body at least comprising 

a porous electrode body of an electrode material, 
a dielectric, Which covers the surface of the electrode 

material, 
a solid electrolyte at least comprising an electrically 

conductive material, preferably a conductive polymer, 
Which completely or partly covers the dielectric surface, 
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4 
is applied a dispersion a) Which at least comprises 
particles b) of an electrically conductive polymer Which 

comprise at least one optionally substituted polyaniline 
and/or at least one polythiophene having recurring units of 
the general formula (I) or of the formula (II) or recurring 
units of the general formulae (I) and (II) 

(I) 

(H) 

Wherein 
A represents an optionally substituted Cl-Cs-alkylene radi 

cal, 
R represents a linear or branched, optionally substituted 

Cl-Cls-alkyl radical, an optionally substituted C5-Cl2 
cycloalkyl radical, an optionally substituted C6-Cl4-aryl 
radical, an optionally substituted C7-C18-aralkyl radical, 
an optionally substituted C l-C4-hydroxyalkyl radical or a 
hydroxyl radical, 

x represents an integer from 0 to 8 and 
in the case Where several radicals R are bonded to A, these 

can be identical or different, 

and a binder c) and a dispersing agent d), 
and, for formation of an electrically conductive polymeric 

outer layer, 
the dispersing agent d) is at least partly removed and/or 

the binder c) is cured, 
characterized in that the particles b) of the conductive 

polymer in the dispersion a) have an average diameter of 
70-500 nm. The general formulae (1) and (II) are to be 
understood as meaning that x substituents R can be bonded 
to the alkylene radical A. 

BRIEF DESCRIPTION OF THE DRAWINGS 

The invention is further illustrated by the folloWing non 
limiting draWings in Which: 

FIG. 1 is a diagrammatic representation of the construc 
tion of a solid electrolyte capacitor; and 

FIG. 2 is the enlarged diagram detail 10 from FIG. 1 and 
represents the diagrammatic layer construction of the 
capacitor. 

DETAILED DESCRIPTION OF PREFERRED 
EMBODIMENTS 

As used herein in the speci?cation and claims, including 
as used in the examples and unless otherWise expressly 
speci?ed, all numbers may be read as if prefaced by the Word 
“about”, even if the term does not expressly appear. Also, 
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any numerical range recited herein is intended to include all 
sub-ranges subsumed therein. 
The diameter of the particles b) of the conductive polymer 

relates to a Weight distribution of the particles b) in the 
dispersion a) as a function of the particle diameter. It is 
determined, for example, via an ultracentrifuge measure 
ment. 

In the process according to the invention, the particles b) 
of the conductive polymer in the dispersion a) preferably 
have an average diameter of 90-400 nm, particularly pref 
erably 100-300 nm. 

Preferably, the diameter distribution of the particles b) of 
the conductive polymer in the dispersion a) has a d1O value 
of greater than 50 nm and a d9O value of less than 600 nm, 
particularly preferably a d1O value of greater than 70 nm and 
a d9O value of less than 500 nm, very particularly preferably 
a d1O value of greater than 80 nm and a d9O value of less than 
400 nm. 

In this context, the d10 value of the diameter distribution 
states that 10% of the total Weight of all the particles b) of 
the conductive polymer in the dispersion a) can be assigned 
to those particles b) Which have a diameter of less than or 
equal to the d10 value. The d9O value of the diameter 
distribution states that 90% of the total Weight of all the 
particles b) of the conductive polymer in the dispersion a) 
can be assigned to those particles b) Which have a diameter 
of less than or equal to the d90 value. 

In the electrolyte capacitor produced by the process 
according to the invention, the electrode material forms a 
porous body having a high surface area and is eg in the 
form of a porous sintered body or a roughened ?lm. In the 
following, this porous body is also called the electrode body 
for short. 

The electrode body covered With a dielectric is also called 
the oxidized electrode body for short in the folloWing. The 
term “oxidized electrode body” also includes those electrode 
bodies Which are covered With a dielectric Which has not 
been prepared by oxidation of the electrode body. 

The electrode body covered With a dielectric and com 
pletely or partly With a solid electrolyte is also called the 
capacitor body for short in the folloWing. 

The electrically conductive layer Which is prepared by the 
process according to the invention from the dispersion a) 
and Which comprises at least one optionally substituted 
polyaniline and/or at least one polythiophene having recur 
ring units of the general formula (I) or of the formula (II) or 
recurring units of the general formula (I) and (II) and at least 
one binder c) is called the polymeric outer layer here. 

Preferably, the dispersion a) comprises at least one poly 
meric, organic binder c). Possible particularly preferred 
polymeric, organic binders c) are, for example, polyvinyl 
alcohols, polyvinylpyrrolidones, polyvinyl chlorides, poly 
vinyl acetates, polyvinyl butyrates, polyacrylic acid esters, 
polyacrylic acid amides, polymethacrylic acid esters, poly 
methacrylic acid amides, polyacrylonitriles, styrene/acrylic 
acid ester, vinyl acetate/acrylic acid ester and ethylene/vinyl 
acetate copolymers, polybutadienes, polyisoprenes, polysty 
renes, polyethers, polyesters, polycarbonates, polyure 
thanes, polyamides, polyimides, polysulfones, melamine/ 
formaldehyde resins, epoxy resins, silicone resins or 
celluloses. Preferred possible polymeric organic binders c) 
are furthermore also those Which are produced by addition 
of crosslinking agents, such as, for example, melamine 
compounds, masked isocyanates or functional silanes, such 
as eg 3-glycidoxypropyltrialkoxysilane, tetraethoxysilane 
and tetraethoxysilane hydrolysate, or crosslinkable poly 
mers, such as eg polyurethanes, polyacrylates or polyole 
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6 
?ns, and subsequent crosslinking. Such crosslinking prod 
ucts Which are suitable as polymeric binders c) can also be 
formed, for example, by reaction of the crosslinking agent 
added With polymeric anions optionally contained in the 
dispersion a). Preferred binders c) are those Which have an 
adequate heat stability in order to Withstand the temperatures 
to Which the ?nished capacitors are later exposed, e.g. 
soldering temperatures of from 220 to 2600 C. 
The solids content of the polymeric binder c) in the 

dispersion a) is 01-90 Wt. %, preferably 0.5-30 Wt. % and 
very particularly preferably 0.5-10 Wt. %. 
The dispersions a) can comprise one or more dispersing 

agents d). The folloWing solvents may be mentioned as 
dispersing agents d) by Way of example: aliphatic alcohols, 
such as methanol, ethanol, i-propanol and butanol; aliphatic 
ketones, such as acetone and methyl ethyl ketone; aliphatic 
carboxylic acid esters, such as ethyl acetate and butyl 
acetate; aromatic hydrocarbons, such as toluene and xylene; 
aliphatic hydrocarbons, such as hexane, heptane and cyclo 
hexane; chlorohydrocarbons, such as methylene chloride 
and dichloroethane; aliphatic nitriles, such as acetonitrile; 
aliphatic sulfoxides and sulfones, such as dimethylsulfoxide 
and sulfolane; aliphatic carboxylic acid amides, such as 
methylacetamide, dimethylacetamide and dimethylforma 
mide; and aliphatic and araliphatic ethers, such as diethyl 
ether and anisole. Water or a mixture of Water With the 
abovementioned organic solvents can furthermore also be 
used as the dispersing agent d). 

Preferred dispersing agents d) are Water or other protic 
solvents, such as alcohols, e.g. methanol, ethanol, i-propanol 
and butanol, and mixtures of Water With these alcohols, 
Water being the particularly preferred solvent. 
Where appropriate, the binder c) can also function as the 

dispersing agent d). 
In the context of the invention, the term polymer includes 

all compounds having more than one identical or different 
recurring unit. 

Conductive polymers are understood as meaning here in 
particular the compound class of J's-conjugated polymers 
Which have an electrical conductivity after oxidation or 
reduction. Preferably, conductive polymers are understood 
as meaning those J's-conjugated polymers Which have an 
electrical conductivity of the order of at least 1 HS cm'l after 
oxidation. 

In the context of the invention, the pre?x poly- is to be 
understood as meaning that more than one identical or 
different recurring unit is contained in the polymer or 
polythiophene. The polythiophenes contain a total of n 
recurring units of the general formula (I) or formula (II) or 
of the general formulae (I) and (II), Wherein n is an integer 
from 2 to 2,000, preferably 2 to 100. The recurring units of 
the general formula (I) and/or (II) can in each case be 
identical or different Within a polythiophene. Polythiophenes 
having in each case identical recurring units of the general 
formula(e) (I), (II) or (I) and (II) are preferred. 
The polythiophenes preferably in each case carry H on the 

end groups. 
The solid electrolyte can comprise as conductive poly 

mers optionally substituted polythiophenes, optionally sub 
stituted polypyrroles or optionally substituted polyanilines. 

Preferred conductive polymers for the solid electrolyte are 
polythiophenes having recurring units of the general formula 
(I), (II) or recurring units of the general formula (I) and (II), 
Wherein A, R and x have the meaning given above for the 
general formulae (I) and (II). 

Polythiophenes having recurring units of the general 
formula (I), (II) or recurring units of the general formula (I) 
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and (II) wherein A represents an optionally substituted 
C2-C3-alkylene radical and x represents 0 or 1 are particu 
larly preferred. 

Poly(3,4-ethylenedioxythiophene) is very particularly 
preferred as the conductive polymer of the solid electrolyte. 

Cl-C5 -Alkylene radicals are preferably methylene, ethyl 
ene, n-propylene, n-butylene or n-pentylene. Cl-Cls-Alkyl 
R preferably represent linear or branched C l-C ls-alkyl radi 
cals, such as methyl, ethyl, n- or iso-propyl, n-, iso-, sec- or 
tert-butyl, n-pentyl, 1-methylbutyl, 2-methylbutyl, 3-meth 
ylbutyl, 1-ethylpropyl, 1,1-dimethylpropyl, 1,2-dimethyl 
propyl, 2,2-dimethylpropyl, n-hexyl, n-heptyl, n-octyl, 
2-ethylhexyl, n-nonyl, n-decyl, n-undecyl, n-dodecyl, 
n-tridecyl, n-tetradecyl, n-hexadecyl or n-octadecyl, C5-Cl2 
cycloalkyl radicals R represent, for example, cyclopentyl, 
cyclohexyl, cycloheptyl, cyclooctyl, cyclononyl or cyclode 
cyl, C5 -Cl4-aryl radicals R represent, for example, phenyl or 
naphthyl, and C7-C18-aralkyl radicals R represent, for 
example, benZyl, o-, m-, p-tolyl, 2,3-, 2,4-, 2,5-, 2,6-, 3,4-, 
3,5-xylyl or mesityl. The above list serves to illustrate the 
invention by Way of example and is not to be considered as 
conclusive. 

Possible optionally further substituents of the radicals A 
and/or of the radicals R are numerous organic groups, for 
example alkyl, cycloalkyl, aryl, aralkyl, alkoxy, halogen, 
ether, thioether, disul?de, sulfoxide, sulfone, sulfonate, 
amino, aldehyde, keto, carboxylic acid ester, carboxylic 
acid, carbonate, carboxylate, cyano, alkylsilane and alkox 
ysilane groups as Well as carboxamide groups. 

Possible substituents for polyaniline are, for example, the 
radicals A and R listed above and/or the further substituents 
of the radicals A and R. Unsubstituted polyanilines are 
preferred. 

The polythiophenes employed as the solid electrolyte in 
the preferred process can be neutral or cationic. In preferred 
embodiments they are cationic, “cationic” relating only to 
the charges Which sit on the polythiophene main chain. 
Depending on the substituent on the radicals R, the poly 
thiophenes can carry positive and negative charges in the 
structural unit, the positive charges being on the poly 
thiophene main chain and the negative charges optionally 
being on the radicals R substituted by sulfonate or carboxy 
late groups. In this context, the positive charges of the 
polythiophene main chain can be partly or completely 
satis?ed by the anionic groups optionally present on the 
radicals R. VieWed overall, the polythiophenes can be cat 
ionic, neutral or even anionic in these cases. Nevertheless, in 
the context of the invention they are all regarded as cationic 
polythiophenes, since the positive charges on the poly 
thiophene main chain are decisive. The positive charges are 
not shoWn in the formulae, since their precise number and 
position cannot be determined unambiguously. HoWever, the 
number of positive charges is at least 1 and not more than n, 
Where n is the total number of all the recurring units 
(identical or different) Within the polythiophene. 

To compensate the positive charge, if this is not already 
done by the optionally sulfonate- or carboxylate-substituted 
and therefore negatively charged radicals R, the cationic 
polythiophenes require anions as counter-anions. 

Counter-ions can be monomeric or polymeric anions, the 
latter also being called polyanions in the folloWing. 

Polymeric anions for use in the solid electrolyte can be, 
for example, anions of polymeric carboxylic acids, such as 
polyacrylic acids, polymethacrylic acids or polymaleic 
acids, or polymeric sulfonic acids, such as polystyrene 
sulfonic acids and polyvinylsulfonic acids. These polycar 
boxylic and -sulfonic acids can also be copolymers of 
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8 
vinylcarboxylic and vinylsulfonic acids With other polymer 
iZable monomers, such as acrylic acid esters and styrene. 
Monomeric anions are preferably employed for the solid 

electrolyte, since these penetrate better into the oxidiZed 
electrode body. 

Anions Which serve as monomeric anions are, for 

example, those of Cl-Czo-alkanesulfonic acids, such as 
methane-, ethane-, propane-, butane- or higher sulfonic 
acids, such as dodecanesulfonic acid, of aliphatic per?uo 
rosulfonic acids, such as tri?uoromethanesulfonic acid, per 
?uorobutanesulfonic acid or per?uorooctanesulfonic, of ali 
phatic Cl-Czo-carboxylic acids, such as 
2-ethylhexylcarboxylic acid, of aliphatic per?uorocarboxy 
lic acids, such as tri?uoroacetic acid or per?uorooctanoic 
acid, and of aromatic sulfonic acids optionally substituted by 
Cl-Czo-alkyl groups, such as benZenesulfonic acid, o-tolu 
enesulfonic acid, p-toluenesulfonic acid or dodecylbenZene 
sulfonic acid, and of cycloalkanesulfonic acids, such as 
camphorsulfonic acid, or tetra?uoroborates, hexa?uoro 
phosphates, perchlorates, hexa?uoroantimonates, hexa?uo 
roarsenates or hexachloroantimonates. 

The anions of p-toluenesulfonic acid, methanesulfonic 
acid or camphorsulfonic acid are preferred. 

Cationic polythiophenes Which contain anions as counter 
ions for charge compensation are often also called poly 
thiophene/(poly)anion complexes by persons skilled in the 
art. 

In addition to the conductive polymers and optionally also 
counter-ions, the solid electrolyte can comprise binders, 
crosslinking agents, surface-active substances, such as eg 
ionic or nonionic surfactants or adhesion promoters, and/or 
further additives. 

Adhesion promoters are, for example, organofunctional 
silanes or hydrolysates thereof, eg 3-glycidoxypropyltri 
alkoxysilane, 3-aminopropyltriethoxysilane, 3-mercapto 
propyltrimethoxysilane, 3-methacryloxypropyltrimethoxy 
silane, vinyltri-methoxysilane or octyltriethoxysilane. 
The solid electrolyte preferably comprises the conductive 

polymer and monomeric anions as counter-ions. 
The solid electrolyte preferably forms a layer having a 

thickness of less than 200 nm, particularly preferably less 
than 100 nm, very particularly preferably less than 50 nm on 
the dielectric surface. 

The covering of the dielectric With the solid electrolyte 
can be determined as folloWs: The capacitance of the capaci 
tor is measured at 120 HZ in the dry and Wet state. The 
degree of covering is the ratio of the capacitance in the dry 
state to the capacitance in the Wet state, expressed in percent. 
Dry state means that the capacitor has been dried at elevated 
temperature (80-120o C.) for several hours before it is 
measured. Wet state means that the capacitor is exposed to 
a saturated atmospheric humidity under elevated pressure, 
for example in a steam pressure boiler, for several hours. 
During this procedure the moisture penetrates into pores 
Which are not covered by the solid electrolyte and acts as a 
liquid electrolyte there. 
The covering of the dielectric by the solid electrolyte is 

preferably greater than 50%, particularly preferably greater 
than 70%, very particularly preferably greater than 80%. 

The polymeric outer layer is preferably, as shoWn dia 
grammatically and by Way of example in FIG. 1 and FIG. 2, 
on the entire or a part of the outer surface of the capacitor 
body. Outer surface is understood as meaning the outer 
surfaces of the capacitor body. 

FIG. 1 describes a diagrammatic representation of the 
construction of a solid electrolyte capacitor by the example 
of a tantalum capacitor comprising 
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capacitor body 
polymeric outer layer 
graphite/silver layer 
wire contact to the electrode body 2 
outer contacts 

encapsulation 
diagram detail 

FIG. 2 describes the enlarged diagram detail 10 from FIG. 
1 which represents the diagrammatic layer construction of 
the tantalum capacitor comprising 

diagram detail 
porous electrode body (anode) 
dielectric 
solid electrolyte 
polymeric outer layer 
graphite/silver layer 

Geometric surface area in the following is understood as 
meaning the outer area of the capacitor body 1 which results 
from the geometric dimensions. For rectangular parallelepi 
pedal sintered bodies the geometric surface area is accord 
ingly: 

geometric surface area:2 (L >“B+L >“H+B >“H) , 

wherein L is the length, B is the breadth and H is the height 
of the body and * stands for the multiplication symbol. In 
this context, only the part of the capacitor body 1 on which 
the polymeric outer layer is present is considered. 

If several capacitor bodies 1 are used in one capacitor, the 
individual geometric surface areas are added together to give 
a total geometric surface area. 

For solid electrolyte capacitors which have, for example, 
a wound ?lm as the porous electrode body, the dimensions 
of the unwound ?lm (length, breadth) are used as the 
measurements. 

Instead of solid electrolytes comprising a conductive 
polymer, the solid electrolyte capacitors can also comprise 
solid electrolytes comprising a non-polymeric conductive 
material, such as, for example, charge transfer complexes, 
such as eg TCNQ (7,7,8,8-tetracyano-1,4-quin 
odimethane), manganese dioxide or salts, such as eg those 
which can form ionic liquids. The polymeric outer layer also 
leads to lower residual currents in such solid electrolyte 
capacitors. 

For the polythiophenes of the particles b) of the electri 
cally conductive polymer having recurring units of the 
general formula (I), (II) or recurring units of the general 
formula (I) and (II) which are in the dispersion a), the same 
preferred structural features as for the polythiophenes in the 
solid electrolyte apply. 

Polymeric or monomeric anions can function as the 
counter-ion for the polyanilines and/ or the polythiophenes of 
the said particles b) having recurring units of the general 
formula (I), (II) or recurring units of the general formula (I) 
and (II) in the dispersion a). Preferably, however, polymeric 
anions serve as counter-ions in the dispersion a). 

Polymeric anions here can be, for example, anions of 
polymeric carboxylic acids, such as polyacrylic acids, poly 
methacrylic acids or polymaleic acids, or polymeric sulfonic 
acids, such as polystyrenesulfonic acids and polyvinylsul 
fonic acids. These polycarboxylic and -sulfonic acids can 
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10 
also be copolymers of vinylcarboxylic and vinylsulfonic 
acids with other polymeriZable monomers, such as acrylic 
acid esters and styrene. 
An anion of a polymeric carboxylic or sulfonic acid is 

preferred as the polymeric anion in the particles b) men 
tioned. 
The anion of polystyrenesulfonic acid (PSS) is particu 

larly preferred as the polymeric anion. 
The molecular weight of the polyacids which supply the 

polyanions is preferably 1,000 to 2,000,000, particularly 
preferably 2,000 to 500,000. The polyacids or their alkali 
metal salts are commercially obtainable, e.g. polystyrene 
sulfonic acids and polyacrylic acids, or can be prepared by 
known processes (see eg Houben Weyl, Methoden der 
organischen Chemie, vol. E 20 Makromolekulare Stolfe, 
part 2, (1987), p. 1141 et seq.) 
The dispersion a) can comprise the polymeric anion(s) 

and electrically conductive polymers in particular in a 
weight ratio of from 0.5:1 to 50:1, preferably from 1:1 to 
30:1, particularly preferably 2:1 to 20:1. The weight of the 
electrically conductive polymers corresponds here to the 
weight of the monomers employed, assuming that complete 
conversion takes place during the polymerization. 
The dispersion a) can also comprise monomeric anions. 

For the monomeric anions, the same preferred anions as 
listed above for the solid electrolyte apply. 
The dispersion a) can moreover comprise further compo 

nents, such as surface-active substances, e.g. ionic and 
nonionic surfactants or adhesion promoters, such as eg 
organofunctional silanes or hydrolysates thereof, eg 3-gly 
cidoxypropyltrialkoxysilane, 3-aminopropyltriethoxysilane, 
3-mercaptopropyl-trimethoxysilane, 3-methacryloxypropyl 
trimethoxysilane, vinyltrimethoxysilane or octyltriethoxysi 
lane. 
The thickness of the polymeric outer layer is preferably 

1-1,000 um, particularly preferably 1-100 um, very particu 
larly preferably 2-50 pm, especially particularly preferably 
4-20 pm. The layer thickness can vary on the outer surface. 
In particular, the layer thickness at the edges of the capacitor 
body can be thicker or thinner than on the side faces of the 
capacitor body. However, a virtually homogeneous layer 
thickness is preferred. 
The polymeric outer layer can have a homogeneous or 

inhomogeneous distribution with regard to its composition 
in respect of the binders c) and conductive polymers. Homo 
geneous distributions are preferred. 
The polymeric outer layer can be a constituent of a 

multi-layer system which forms the outer layer of the 
capacitor body. Thus, there can be one or more further 
functional layers (e.g. adhesion promoter layers) between 
the solid electrolyte and the polymeric outer layer. However, 
the electrical function of the polymeric outer layer should 
not be impaired as a result. There can also be further 
functional layers on the polymeric outer layer. Furthermore, 
there can be several polymeric outer layers on the capacitor 
body. 

Preferably, the polymeric outer layer is directly on the 
solid electrolyte. The polymeric outer layer preferably pen 
etrates into the edge region of the capacitor body, in order to 
achieve a good electrical contact to the solid electrolyte and 
to increase the adhesion to the capacitor body, but not into 
the entire depth of all the pores (cf. FIG. 2 by way of 
example). 

In a particularly preferred embodiment, the electrolyte 
capacitor produced by the novel process comprises a solid 
electrolyte comprising poly(3,4-ethylenedioxythiophene) 
(PEDT) and a polymeric outer layer comprising polystyre 
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nesulfonic acid (PSS) and poly(3,4-ethylenediox 
ythiophene), the latter often also being called PEDT/PSS or 
PEDOT/PSS in the literature. 

In a very particularly preferred embodiment, the electro 
lyte capacitor produced by the novel process comprises a 
solid electrolyte of poly(3,4-ethylenedioxythiophene) and 
monomeric counter-ions and a polymeric outer layer of 
PEDT/PSS and a binder c). 
A process for the production of electrolyte capacitors, 

characterized in that the electrode material is a valve metal 
or a compound having electrical properties comparable to a 
valve metal, is furthermore preferred. 

In the context of the invention, valve metal is to be 
understood as meaning those metals of Which the oxide 
layers do not render current ?oW equally possible in both 
directions: if a voltage is applied to the anode, the oxide 
layers of the valve metals block the current ?oW, While if a 
voltage is applied to the cathode, high currents occur, Which 
can destroy the oxide layer. The valve metals include Be, 
Mg, Al, Ge, Si, Sn, Sb, Bi, Ti, Zr, Hf, V, Nb, Ta and W as 
Well as an alloy or compound of at least one of these metals 
With other elements. The best-known representatives of the 
valve metals are Al, Ta and Nb. Compounds having elec 
trically properties comparable to a valve metal are those 
With metallic conductivity Which can be oxidized and the 
oxide layers of Which have the properties described above. 
For example, NbO has metallic conductivity, but in general 
is not regarded as a valve metal. HoWever, layers of oxidized 
NbO have the typical properties of valve metal oxide layers, 
so that NbO or an alloy or compound of NbO With other 
elements are typical examples of such compounds having 
electrical properties comparable to a valve metal. 

Accordingly, the term “oxidizable metal” means not only 
metals but also an alloy or compound of a metal With other 
elements, as long as they have metallic conductivity and are 
oxidizable. 

The present invention accordingly particularly preferably 
provides a process for the production of electrolyte capaci 
tors, characterized in that the valve metal or the compound 
having electrical properties comparable to a valve metal is 
tantalum, niobium, aluminium, titanium, zirconium, 
hafnium, vanadium, an alloy or compound of at least one of 
these metals With other elements, NbO or an alloy or 
compound of NbO With other elements. 

The dielectric preferably comprises an oxide of the elec 
trode material. It optionally comprises further elements 
and/or compounds. 

The capacitance of the oxidized electrode body depends 
on the surface area and the thickness of the dielectric, as Well 
as on the nature of the dielectric. The speci?c charge is a 
measure of hoW much charge per unit Weight the oxidized 
electrode body can accommodate. The speci?c charge is 
calculated as folloWs: 

Speci?c charge-(capacitance*voltage)/Weight of the 
oxidized electrode body. 

The capacitance is obtained from the capacitance of the 
?nished capacitor measured at 120 Hz and the voltage is the 
operating voltage of the capacitor (rated voltage). The 
Weight of the oxidized electrode body relates to the pure 
Weight of the porous electrode material covered With dielec 
tric, Without polymer, contacts and encapsulations. 

Preferably, the electrolyte capacitors produced by the 
novel process have a speci?c charge of greater than 10,000 
uC/ g, particularly preferably greater than 20,000 uC/ g, very 
particularly preferably greater than 30,000 uC/ g, extremely 
preferably greater than 40,000 uC/g. 
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12 
The solid electrolyte capacitor produced by the process 

according to the invention is distinguished by a loW residual 
current and loW equivalent series resistance. Since the 
polymeric outer layer forms a dense layer around the capaci 
tor body and the edges thereof are covered very Well, the 
capacitor body is robust toWards mechanical stresses. Fur 
thermore, the polymeric outer layer shoWs a good adhesion 
to the capacitor body and a high electrical conductivity, so 
that loW equivalent series resistances can be achieved. 

The present invention preferably provides electrolyte 
capacitors produced by the novel process Which have an 
ESR, measured at 100 kHz, ofless than 50 m9. The ESR of 
the electrolyte capacitors produced by the novel process, 
measured at a frequency of 100 kHz, is particularly prefer 
ably less than 31 m9, very particularly preferably less than 
21 m9, extremely preferably less than 16 m9. In particu 
larly preferred embodiments of the electrolyte capacitors, 
the ESR is less than 11 m9. 

The equivalent series resistance of a solid electrolyte 
capacitor correlates inversely With the geometric surface 
area of the capacitor. The product of the equivalent series 
resistance and the geometric surface area accordingly gives 
a parameter Which is independent of the structural size. 

The present invention therefore also preferably provides 
electrolyte capacitors produced by the novel process in 
Which the product of the equivalent series resistance, mea 
sured at 100 kHz, and the geometric surface area of the 
capacitor body is less than 4,000 mQmm2. The product of 
the equivalent series resistance and the geometric surface 
area is particularly preferably less than 3,000 mQmm2, very 
particularly preferably less than 2,000 mQmm2, extremely 
preferably less than 1,000 mQmm2. In particularly preferred 
embodiments of the electrolyte capacitors, the product of the 
equivalent series resistance and the geometric surface area is 
less than 600 mQmm2. 

In principle, such an electrolyte capacitor according to the 
invention can be produced as folloWs: Firstly eg a valve 
metal poWder having a high surface area is pressed and 
sintered to give a porous electrode body. In this procedure, 
an electrical contact Wire of the same metal of the poWder, 
e.g. tantalum, is conventionally also pressed into the elec 
trode body. Alternatively, metal ?lms can also be etched in 
order to obtain a porous ?lm. 

The electrode body is then covered, for example by 
electrochemical oxidation, With a dielectric, i.e. an oxide 
layer. A conductive polymer, Which forms the solid electro 
lyte, is then deposited chemically or electrochemically on 
the dielectric, eg by means of oxidative polymerization. 
For this, precursors for the preparation of conductive poly 
mers, one or more oxidizing agents and optionally counter 
ions are applied, together or successively, to the dielectric of 
the porous electrode body and subjected to chemical oxida 
tive polymerization, or precursors for the preparation of 
conductive polymers and counter-ions are polymerized on 
the dielectric of the porous electrode body by electrochemi 
cal polymerization. Thereafter, according to the invention, a 
layer comprising at least one optionally substituted polya 
niline and/ or one polythiophene having recurring units of the 
general formula (I), (II) or recurring units of the general 
formula (I) and (II) and at least one binder c) is applied to 
the capacitor body from a dispersion a). Further layers are 
optionally applied to the polymeric outer layer. A covering 
With layers of good conductivity, such as graphite and silver, 
or a metallic cathode body serves as the electrode for 
conducting aWay the current. Finally, the capacitor is con 
tacted and encapsulated. 
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Precursors for the preparation of conductive polymers of 
the solid electrolyte, also called precursors in the following, 
are understood as meaning corresponding monomers or 
derivatives thereof. Mixture of various precursors can also 
be used. Suitable monomeric precursors are, for example, 
optionally substituted thiophenes, pyrroles or anilines, pref 
erably optionally substituted thiophenes, particularly pref 
erably optionally substituted 3,4-alkylenedioxythiophenes. 

Substituted 3,4-alkylenedioxythiophenes Which may be 
mentioned by Way of example are the compounds of the 
general formula (III), (IV) or a mixture of thiophenes of the 
general formulae (III) and (IV) 

(111) 
Rx As 0/ As 

S 

(W) 

Wherein 
A represents an optionally substituted Cl-Cs-alkylene radi 

cal, preferably an optionally substituted C2-C3-alkylene 
radical, 

R represents a linear or branched, optionally substituted 
Cl-Cls-alkyl radical, preferably linear or branched, 
optionally substituted Cl-C4-alkyl radical, an optionally 
substituted Cs-Clz-cycloalkyl radical, an optionally sub 
stituted C6-Cl4-aryl radical, an optionally substituted 
C7-Cl8-aralkyl radical, an optionally substituted C1-C4 
hydroxyalkyl radical, preferably optionally substituted 
Cl-Cz-hydroxyalkyl radical, or a hydroxyl radical, 

x represents an integer from 0 to 8, preferably from 0 to 6, 
particularly preferably 0 or 1 and 
in the case Where several radicals R are bonded to A, these 

can be identical or different. 

Optionally substituted 3,4-ethylenedioxythiophenes are 
very particularly preferred monomeric precursors. 

Substituted 3,4-ethylenedioxythiophenes Which may be 
mentioned by Way of example are the compounds of the 
general formula (V) 

(V) 

Wherein 
R and x have the meaning given for the general formulae 

(III) and (IV). 
In the context of the invention, derivatives of these 

monomeric precursors are understood as meaning, for 
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14 
example, dimers or trimers of these monomeric precursors. 
Higher molecular Weight derivatives, i.e. tetramers, pentam 
ers etc., of the monomeric precursors are also possible 
derivatives. 

Derivatives of substituted 3,4-alkylenedioxythiophenes 
Which may be mentioned by Way of example are the 
compounds of the general formula (VI) 

(V1) 
R 

A‘ X 
0/ /\ O 

H / \ H 
S n 

Wherein 
n represents an integer from 2 to 20, preferably 2 to 6, 

particularly preferably 2 or 3 

and 
A, R and x have the meaning given for the general formulae 

(III) and (IV). 
The derivatives can be built up from either identical or 

different monomer units and can be employed in the pure 
form and in a mixture With one another and/or With the 
monomeric precursors. Oxidized or reduced forms of these 
precursors are also included by the term “precursors” in the 
context of the invention, as long as the same conductive 
polymers are formed during their polymerization as in the 
case of the precursors listed above. 

In the context of the invention, C l-C5 -alkylene radicals A 
are methylene, ethylene, n-propylene, n-butylene or n-pen 
tylene. In the context of the invention, C l-C ls-alkyl radicals 
R represent linear or branched Cl-Cls-alkyl radicals, such 
as, for example, methyl, ethyl, n- or iso-propyl, n-, iso-, sec 
or tert-butyl, n-pentyl, l-methylbutyl, 2-methylbutyl, 3-me 
thylbutyl, l-ethylpropyl, l,l-dimethylpropyl, l,2-dimethyl 
propyl, 2,2-dimethylpropyl, n-hexyl, n-heptyl, n-octyl, 
2-ethylhexyl, n-nonyl, n-decyl, n-undecyl, n-dodecyl, 
n-tridecyl, n-tetradecyl, n-hexadecyl or n-octadecyl, C5-Cl2 
cycloalkyl radicals R represent, for example, cyclopentyl, 
cyclohexyl, cycloheptyl, cyclooctyl, cyclononyl or cyclode 
cyl, C5 -Cl4-aryl radicals R represent, for example, phenyl or 
naphthyl, and C7-C18-aralkyl radicals R represent, for 
example, benZyl, o-, m-, p-tolyl, 2,3-, 2,4-, 2,5-, 2,6-, 3,4-, 
3,5-xylyl or mesityl. The above list serves to illustrate the 
invention by Way of example and is not to be considered as 
conclusive. 

Possible optionally further substituents of the radicals A 
and/or of the radicals R are numerous organic groups, for 
example alkyl, cycloalkyl, aryl, aralkyl, alkoxy, halogen, 
ether, thioether, disul?de, sulfoxide, sulfone, sulfonate, 
amino, aldehyde, keto, carboxylic acid ester, carboxylic 
acid, carbonate, carboxylate, cyano, alkylsilane and alkox 
ysilane groups as Well as carboxamide groups. 

Possible substituents for the abovementioned precursors, 
in particular for the thiophenes, preferably for the 3,4 
alkylenedioxythiophenes, are the radicals mentioned for R 
for the general formulae (III) and (IV). 

Possible substituents for pyrroles and anilines are, for 
example, the abovementioned radicals A and R and/or the 
further substituents of the radicals A and R. 

Processes for the preparation of the monomeric precursors 
for the preparation of conductive polymers and derivatives 
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thereof are known to the person skilled in the art and are 
described, for example, in L. Groenendaal, F. Jonas, D. 
Freitag, H. Pielartzik & J. R. Reynolds, Adv. Mater. 12 
(2000) 481-494 and literature cited therein. 
The 3,4-alkylenoxythiathiophenes of the formula (III) 

required for the preparation of the polythiophenes to be used 
are knoWn to the person skilled in the art or can be prepared 
by knoWn processes (for example in accordance With P. 
Blanchard, A. Cappon, E. Levillain, Y. Nicolas, P. Frere and 
J. Roncali, Org. Lett. 4 (4), 2002, p. 607-609). 

The conductive polymers are preferably produced, on the 
electrode body covered With dielectric, by oxidative poly 
merization of precursors for the preparation of conductive 
polymers by a procedure in Which the precursors, oxidizing 
agent and optionally counter-ions, preferably in the form of 
solutions, are applied to the dielectric of the electrode body 
either separately in succession or together and the oxidative 
polymerization is brought to completion, optionally by 
heating the coating, depending on the activity of the oxi 
dizing agent used. 

The application can take place on the dielectric of the 
electrode body directly or using an adhesion promoter, for 
example a silane, such a e.g. organofunctional silanes or 
hydrolysates thereof, eg 3-glycidoxypropyltrialkoxysilane, 
3 -aminopropyltri ethoxysilane, 3 —mercaptopropyltrimethox 
ysilane, 3 -methacryloxypropyltrimethoxysilane, vinyltri 
methoxysilane or octyltriethoxysilane, and/or one or more 
other functional layers. 

The oxidative chemical polymerization of the thiophenes 
of the formula(e) (III) or (IV) is in general carried out at 
temperatures of from —10° C. to 250° C., preferably at 
temperatures of from 00 C. to 2000 C., depending on the 
oxidizing agent used and the desired reaction time. 

Solvents Which may be mentioned for the precursors for 
the preparation of conductive polymers and/or oxidizing 
agents and/or counter-ions are above all the folloWing 
organic solvents Which are inert under the reaction condi 
tions: aliphatic alcohols, such as methanol, ethanol, i-pro 
panol and butanol; aliphatic ketones, such as acetone and 
methyl ethyl ketone; aliphatic carboxylic acid esters, such as 
ethyl acetate and butyl acetate; aromatic hydrocarbons, such 
as toluene and xylene; aliphatic hydrocarbons, such as 
hexane, heptane and cyclohexane; chlorohydrocarbons, such 
as methylene chloride and dichloroethane; aliphatic nitriles, 
such as acetonitrile; aliphatic sulfoxides and sulfones, such 
as dimethylsulfoxide and sulfolane; aliphatic carboxylic 
acid amides, such as methylacetamide, dimethylacetamide 
and dimethylformamide; and aliphatic and araliphatic 
ethers, such as diethyl ether and anisole. Water or a mixture 
of Water With the abovementioned organic solvents can 
furthermore also be used as the solvent. 

Oxidizing agents Which can be used are all the metal salts 
knoWn to the person skilled in the art Which are suitable for 
the oxidative polymerization of thiophenes, anilines or pyr 
roles. 

Suitable metal salts are metal salts of main group or 
sub-group metals, the latter also being called transition 
metal salts in the folloWing, of the periodic table of the 
elements. Suitable transition metal salts are, in particular, 
salts of an inorganic or organic acid or inorganic acid 
containing organic radicals With transition metals, such as 
eg With iron(lll), copper(ll), chromium(Vl), cerium(lV), 
manganese(lV), manganese(Vll) and ruthenium(lll). 

Preferred transition metal salts are those of iron(lll). 
Conventional iron(lll) salts are advantageously inexpensive 
and readily obtainable and can be handled easily, such as eg 
the iron(lll) salts of inorganic acids, such as, for example, 
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16 
iron(lll) halides (e.g. FeCl3) or iron(lll) salts of other 
inorganic acids, such as Fe(ClO4)3 or Fe2(SO4)3, and the 
iron(lll) salts of organic acids and inorganic acids containing 
organic radicals. 

Examples Which may be mentioned of iron(lll) salts of 
inorganic acids containing organic radicals are the iron(lll) 
salts of the sulfuric acid monoesters of Cl-C2O-alkanols, eg 
the iron(lll) salt of lauryl sulfate. 

Particularly preferred transition metal salts are those of an 
organic acid, in particular iron(lll) salts of organic acids. 

Examples Which may be mentioned of iron(lll) salts of 
organic acids are: the iron(lll) salts of CI-CZO-alkane 
sulfonic acids, such as methane-, ethane-, propane-, butane 
or higher sulfonic acids, such as dodecanesulfonic acid, of 
aliphatic per?uorosulfonic acids, such as tri?uoromethane 
sulfonic acid, per?uorobutanesulfonic acid or per?uorooc 
tanesulfonic aicd, of aliphatic Cl-Czo-carboxylic acids, such 
as 2-ethylhexylcarboxylic acid, of aliphatic per?uorocar 
boxylic acids, such as tri?uoroacetic acid or per?uorooc 
tanoic acid, and of aromatic sulfonic acids optionally sub 
stituted by Cl-Czo-alkyl groups, such as benzenesulfonic 
acid, o-toluenesulfonic acid, p-toluenesulfonic acid or dode 
cylbenzenesulfonic acid, and of cycloalkanesulfonic acids, 
such as camphorsulfonic acid. 
Any desired mixtures of these abovementioned iron(lll) 

salts of organic acids can also be employed. 
The use of the iron(lll) salts of organic acids and of 

inorganic acids containing organic radicals has the great 
advantage that they do not have a corrosive action. 

lron(lll) p-toluenesulfonate, iron(lll) o-toluenesulfonate 
or a mixture of iron(lll) p-toluenesulfonate and iron(lll) 
o-toluenesulfonate are very particularly preferred as metal 
salts. 

Oxidizing agents Which are furthermore suitable are per 
oxo compounds, such as peroxodisulfates (persulfates), in 
particular ammonium and alkali metal peroxodisulfates, 
such as sodium and potassium peroxodisulfate, or alkali 
metal perborates4optionally in the presence of catalytic 
amounts of metal ions, such as iron, cobalt, nickel, molyb 
denum or vanadium ionsiand transition metal oxides, such 
as eg pyrolusite (manganese(lV) oxide) or cerium(lV) 
oxide. 

For oxidative polymerization of the thiophenes of the 
formula (III) or (IV), theoretically 2.25 equivalents of oxi 
dizing agent are required per mol of thiophene (see eg J. 
Polym. Sc. part A Polymer Chemistry vol. 26, p. 1287 
(1988)). HoWever, loWer or higher equivalents of oxidizing 
agent can also be employed. In the context of the invention, 
preferably one equivalent or more, particularly preferably 2 
equivalents or more of oxidizing agent are employed per 
mol of thiophene. 

If the precursors, oxidizing agents and optionally counter 
ions are applied separately, the dielectric of the electrode 
body is preferably initially coated With the solution of the 
oxidizing agent and optionally the counter-ions and then 
With the solution of the precursors. In the case of the 
preferred joint application of precursors, oxidizing agent and 
optionally counter-ions, the dielectric of the electrode body 
is coated only With one solution, namely a solution contain 
ing precursors, oxidizing agent and optionally counter-ions. 

Further components, such as one or more organic binders 
Which are soluble in organic solvents, such as polyvinyl 
acetate, polycarbonate, polyvinyl butyral, polyacrylic acid 
esters, polymethacrylic acid esters, polystyrene, polyacry 
lonitrile, polyvinyl chloride, polybutadiene, polyisoprene, 
polyethers, polyesters, silicones or styrene/acrylic acid ester, 
vinyl acetate/acrylic acid ester and ethylene/vinyl acetate 
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copolymers, or Water-soluble binders such as polyvinyl 
alcohols, crosslinking agents, such as melamine compounds, 
masked isocyanates, functional silanesieg. tetraethoxysi 
lane, alkoxysilane hydrolysates, e. g. based on tetraethoxysi 
lane, epoxysilanes, such as 3-glycidoxypropyltrialkoxysi 
laneipolyurethanes, polyacrylates or polyole?n 
dispersions, and/or additives such as eg surface-active 
substances, e.g. ionic or nonionic surfactants or adhesion 
promoters, such as eg organofunctional silanes and 
hydrolysates thereof, eg 3-glycidoxypropyltrialkoxysilane, 
3-aminopropyltriethoxysilane, 3-mercaptopropyl-tri 
methoxysilane, 3-methacryloxypropyltrimethoxysilane, 
vinyltrimethoxysilane or octyltriethoxysilane, can moreover 
be added to the solutions. 

The solutions to be applied to the dielectric of the elec 
trode body preferably contain 1 to 30 Wt. % of the thiophene 
of the general formula (III) or of the mixture of thiophenes 
of the general formulae (Ill) and (IV) and 0 to 50 Wt. % of 
binder, crosslinking agent and/ or additives, both percentages 
by Weight being based on the total Weight of the mixture. 

The solutions are applied to the dielectric of the electrode 
body by knoWn processes, eg by impregnation, pouring, 
dripping on, spraying atomiZing on, knife-coating on, brush 
ing, spincoating or printing, for example ink-jet, screen, 
contact or tampon printing. 

The removal of the solvents after application of the 
solutions can be carried out by simple evaporation at room 
temperature. HoWever, to achieve higher processing speeds 
it is more advantageous to remove the solvents at elevated 
temperatures, eg at temperatures of from 20 to 300° C., 
preferably 40 to 250° C. A thermal after-treatment can be 
combined directly With the removal of the solvents, or can 
be carried out at a time removed from the production of the 
coating. 

The duration of the heat treatment is 5 seconds to several 
hours, depending on the nature of the polymer used for the 
coating. Temperature pro?les with different temperatures 
and dWell times can also be employed for the thermal 
treatment. 

The heat treatment can be carried out eg by a procedure 
in Which the coated oxidiZed electrode body is moved 
though a heating chamber, Which is at the desired tempera 
ture, at a speed such that the desired dWell time at the chosen 
temperature is achieved, or is brought into contact for the 
desired dWell time With a hot-plate Which is at the desired 
temperature. Furthermore, the heat treatment can be carried 
out, for example, in a heating oven or several heating ovens 
each with different temperatures. 

After the removal of the solvents (drying) and, Where 
appropriate, after the thermal after-treatment, it may be 
advantageous to Wash the excess oxidiZing agent and 
residual salts out of the coating With a suitable solvent, 
preferably Water or alcohols. Residual salts here are to be 
understood as meaning the salts of the reduced form of the 
oxidiZing agent and, Where appropriate, further salts present. 

For metal oxide dielectrics, such as, for example, the 
oxides of the valve metals, after the polymeriZation and 
preferably during or after the Washing it may be advanta 
geous to re-form the oxide ?lm electrochemically, in order 
to repair any defects in the oxide ?lm and thereby to loWer 
the residual current of the ?nished capacitor. During this 
so-called re-forming, the capacitor body is dipped into an 
electrolyte and a positive voltage is applied to the electrode 
body. The current Which ?oWs re-forms the oxide at defects 
in the oxide ?lm or destroyed conductive polymer at defects 
over Which a high current ?oWs. 
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Depending on the nature of the oxidiZed electrode body, 

it may be advantageous to impregnate the oxidiZed electrode 
body With the mixture further times, preferably after a 
Washing, in order to achieve thicker polymer layers. 
The polythiophenes of the solid electrolyte can also be 

prepared from the precursors by electrochemical oxidative 
polymeriZation. 

In the electrochemical polymeriZation, the electrode body 
coated With a dielectric can ?rst be coated With a thin layer 
of a conductive polymer. After application of a voltage to 
this layer, the layer comprising the conductive polymer 
groWs on this. Other conductive layers can also be used as 
the deposition layer. Thus, Y. Kudoh et al. in Journal of 
PoWer Sources 60 (1996) 157-163 describe the use of a 
deposition layer of manganese oxide. 
The electrochemical oxidative polymeriZation of the pre 

cursors can be carried out at temperatures of from —78° C. 
up to the boiling point of the solvent employed. The elec 
trochemical polymerization is preferably carried out at tem 
peratures of from —78° C. to 250° C., particularly preferably 
from —20° C. to 60° C. 
The reaction time is 1 minute to 24 hours, depending on 

the precursor used, the electrolyte used, the temperature 
chosen and the current density applied. 

If the precursors are liquid, the electropolymeriZation can 
be carried out in the presence or absence of solvents Which 
are inert under the conditions of the electropolymeriZation; 
the electropolymeriZation of solid precursors is carried out 
in the presence of solvents Which are inert under the con 
ditions of the electrochemical polymerization. In certain 
cases it may be advantageous to employ solvent mixtures 
and/or to add solubilizing agents (detergents) to the solvents. 

Examples Which may be mentioned of solvents Which are 
inert under the conditions of the electropolymeriZation are: 
Water; alcohols, such as methanol and ethanol; ketones, such 
as acetophenone; halogenated hydrocarbons, such as meth 
ylene chloride, chloroform, carbon tetrachloride and ?uo 
rohydrocarbons; esters, such as ethyl acetate and butyl 
acetate; carbonic acid esters, such as propylene carbonate; 
aromatic hydrocarbons, such as benZene, toluene and 
xylene; aliphatic hydrocarbons, such as pentane, hexane, 
heptane and cyclohexane; nitrites, such as acetonitrile and 
benZonitrile; sulfoxides, such as dimethylsulfoxide; sul 
fones, such as dimethyl sulfone, phenyl methyl sulfone and 
sulfolane; liquid aliphatic amides, such as methylacetamide, 
dimethylacetamide, dimethylformamide, pyrrolidone, 
N-methylpyrrolidone and N-methylcaprolactam; aliphatic 
and mixed aliphatic-aromatic ethers, such as diethyl ether 
and anisole; and liquid ureas, such as tetramethylurea or 
N,N-dimethyl-imidaZolidinone. 

For the electropolymeriZation, electrolyte additions are 
added to the precursors or solutions thereof. Electrolyte 
additions Which are preferably used are free acids or con 
ventional conductive salts Which have a certain solubility in 
the solvents used. Electrolyte additions Which have proved 
suitable are e.g.: free acids, such as p-toluenesulfonic acid 
and methanesulfonic acid, and furthermore salts With 
alkanesulfonate, aromatic sulfonate, tetra?uoroborate, 
hexa?uorophosphate, perchlorate, hexa?uoroantimonate, 
hexa?uoroarsenate and hexachloroantimonate anions and 
alkali metal, alkaline earth metal or optionally alkylated 
ammonium, phosphonium, sulfonium and oxonium cations. 
The concentrations of the precursors can be betWeen 0.01 

and 100 Wt. % (100 Wt. % only in the case of liquid 
precursor); the concentrations are preferably 0.1 to 20 Wt. %. 
The electropolymeriZation can be carried out discontinu 

ously or continuously. 
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The current densities for the electropolymerization can 
vary Within Wide limits; current densities of from 0.0001 to 
100 mA/cm2, preferably 0.01 to 40 mA/cm2, are conven 
tionally used. Voltages of from about 0.1 to 50 V are 
established at these current densities. 

For metal oxide dielectrics, it may be advantageous to 
re-form the oxide ?lm electrochemically after the electro 
chemical polymerization in order to repair any defects in the 
oxide ?lm and thereby to loWer the residual current of the 
?nished capacitor (re-formation). 

Suitable counter-ions are the monomeric or polymeric 
anions already listed above, preferably those of the mono 
meric or polymeric alkane- or cycloalkanesulfonic acids or 
aromatic sulfonic acids. The anions of the monomeric 
alkane- or cycloalkanesulfonic acids or aromatic sulfonic 
acids are particularly preferred for use in the electrolyte 
capacitors according to the invention, since solutions con 
taining these are more suitable for penetrating into the 
porous electrode material coated With a dielectric, and a 
larger contact area can thus be formed betWeen this and the 
solid electrolyte. The counter-ions are added to the solutions, 
for example, in the form of their alkali metal salts or as free 
acids. In the case of electrochemical polymerization, these 
counter-ions are optionally added to the solution or the 
thiophenes as electrolyte additions or conductive salts. 

The anions Which may be present in the oxidizing agent 
used can moreover serve as counter-ions, so that in the case 

of chemical oxidative polymerization, an addition of addi 
tional counter-ions is not absolutely necessary. 

After preparation of the solid electrolyte, the polymeric 
outer layer is applied as described above. 

The addition of binders c) to the dispersion a) has the 
great advantage that the adhesion of the outer polymer layer 
to the capacitor body is increased. Furthermore, the binder 
c) increases the solids content in the dispersion, so that an 
adequate outer layer thickness can already be achieved With 
one impregnation and the covering of the edges is improved 
signi?cantly. 
The dispersions a) can moreover comprise crosslinking 

agents, surface-active substances, such as eg ionic or 
nonionic surfactants or adhesion promoters, and/or addi 
tives. Crosslinking agents, surface active substances and/or 
additives Which can be used are those listed above for the 
solid electrolytes. 
The dispersions a) preferably comprise further additives 

Which increase the conductivity, such as eg compounds 
containing ether groups, such as eg tetrahydrofuran, com 
pounds containing lactone groups, such as y-butyrolactone 
and y-valerolactone, compounds containing amide or lactam 
groups, such as caprolactam, N-methylcaprolactam, N,N 
dimethylacetamide, N-methylacetamide, N,N-dimethylfor 
mamide (DMF), N-methylformamide, N-methylformanil 
ide, N-methylpyrrolidone (NMP), N-octylpyrrolidone and 
pyrrolidone, sulfones and sulfoxides, such as eg sulfolane 
(tetramethylene sulfone) and dimethylsulfoxide (DMSO), 
sugars or sugar derivatives, such as eg sucrose, glucose, 
fructose and lactose, sugar alcohols, such as e. g. sorbitol and 
mannitol, furan derivatives, such as eg 2-furancarboxylic 
acid and 3-furancarboxylic acid, and/or di- or polyalcohols, 
such as eg ethylene glycol, glycerol, di- and triethylene 
glycol. Tetrahydrofuran, N-methylformamide, N-meth 
ylpyrrolidone, ethylene glycol, dimethylsulfoxide or sorbitol 
are particularly preferably employed as conductivity-in 
creasing additives. 

The dispersions a) can have a pH of 1-14, and a pH of 1-8 
is preferred. For corrosion-sensitive dielectrics, such as, for 
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example, aluminium oxides, dispersions having a pH of 4-8 
are preferred, in order not to damage the dielectric. 
The dispersions are prepared from optionally substituted 

anilines, thiophenes of the general formula (III), (IV) or 
mixtures of thiophenes of the general formula (III) and (IV), 
for example, analogously to the conditions mentioned in 
EP-A 440 957 (U.S. Pat. No. 5,300,575). Possible oxidizing 
agents and solvents are those already listed above. The 
diameter distribution of the particles b) can be adjusted, for 
example, via a high pressure homogenization. 
A preparation of the polyaniline/polyanion or poly 

thiophene/polyanion complex and subsequent dispersing or 
redispersing in one or more solvent(s) is also possible. 
The dispersions a) are applied to the capacitor body by 

knoWn processes, eg by spincoating, impregnation, pour 
ing, dripping on, spraying, atomizing on, knife-coating on, 
brushing or printing, for example ink-jet, screen or tampon 
printing. 

The viscosity of the dispersion a) can be betWeen 0.1 and 
100,000 mPa-s (measured at a shear rate of 100 s_l), 
depending on the application method. Preferably, the vis 
cosity is 1 to 10,000 mPa~s, particularly preferably betWeen 
10 to 1,000 mPa-s, very particularly preferably 30-500 
mPa~s. 

In the case of application of the dispersion a) to the 
capacitor body by means of impregnation, it may be advan 
tageous to alloW a thin ?lm of higher viscosity to form on the 
surface of the dispersion a) before the impregnation. If the 
capacitor body is then dipped successively deeper into such 
a dispersion a) in one or more impregnation and drying 
cycles, the covering of the edges and comers of the capacitor 
body is improved signi?cantly and bubble formation in the 
dry polymer ?lm is suppressed. It is thus possible for only 
half of the capacitor body, for example, to be impregnated in 
the dispersion a) in the ?rst step and then to be dried. In a 
second impregnating step, the capacitor body can then be 
dipped completely into the dispersion a) and subsequently 
dried. The formation of the thin ?lm of higher viscosity on 
the surface of the dispersion a) can be achieved, for example, 
by simply alloWing it to stand in the open atmosphere. The 
?lm formation can be accelerated eg by heating the dis 
persion a) or by heating the dispersion surface With hot air 
or radiant heat. 

Preferably, dispersions a) Which have a speci?c conduc 
tivity in the dried state of greater than 10 S/cm, particularly 
preferably greater than 20 S/ cm, very particularly preferably 
greater than 50 S/ cm and extremely preferably greater than 
100 S/cm are employed. 
The application of the polymeric outer layer can also be 

folloWed by drying, cleaning of the layer by Washing, 
re-forming and application several timesias already 
described above for the preparation of the solid electrolyte. 
The dispersing agent d) is preferably removed during a 
drying. HoWever, at least some of the dispersing agent d) can 
also remain in the polymeric outer layer. Further treatment 
steps, such as eg curing or crosslinking by heat or light, can 
also be applied, depending on the binder c) or crosslinking 
agent used. Moreover, further layers can be applied to the 
polymeric outer layer. 

It has been found, surprisingly, that for metal oxide 
dielectrics, after application and drying of the dispersion a) 
no further treatment steps are necessary on the layer in order 
to produce solid electrolyte capacitors having a loW ESR and 
loW residual current. In other processes for the preparation 
of a polymeric outer layer, the oxide layer conventionally 
has to be re-formed after application of the conductive 
polymeric outer layer, in order to achieve loW residual 
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currents. The polymeric outer layer may become detached 
locally from the capacitor body by this re-forming in an 
electrolyte, as a result of Which the ESR is increased. If the 
process according to the invention is used, the re-forming 
can be dispensed With Without the residual current thereby 
increasing. 

After preparation of the polymeric outer layer, further 
layers of good conductivity, such as, for example, graphite 
and/or silver layers, are preferably optionally applied to the 
capacitor and the capacitor is contacted and encapsulated. 

The valve metals or compounds having comparable elec 
trical properties listed above for the electrolyte capacitor are 
preferably used for the production of the electrode body. 
Preferred ranges apply accordingly. 

The oxidizable metals are sintered, for example, in poW 
der form to give a porous electrode body, or a porous 
structure is impressed on a metallic body. The latter can be 
carried out eg by etching of a ?lm. 

The porous electrode bodies are oxidized, for example, in 
a suitable electrolyte, such as eg phosphoric acid, by 
application of a voltage. The level of this forming voltage 
depends on the oxide layer thickness to be achieved or the 
later use voltage of the capacitor. Preferred voltages are 1 to 
300 V, particularly preferably 1 to 80 V. 

Preferably, metal poWders having a speci?c charge of 
greater than 35,000 uC/g, particularly preferably having a 
speci?c charge of greater than 45,000 uC/ g, very particularly 
preferably having a speci?c charge of greater than 65,000 
uC/g, extremely preferably having a speci?c charge of 
greater than 95,000 uC/ g, are used for the preparation of the 
electrode body. In preferred embodiments of the process 
according to the invention, metal poWders having a speci?c 
charge of greater than 140,000 uC/ g are employed. 

In this context, the speci?c charge is calculated as fol 
loWs: 

Speci?c charge:(capacitance*voltage)/Weight of the 
oxidized electrode body. 

In this context, the capacitance is obtained from the 
capacitance of the oxidized electrode body, measured at 120 
Hz, in an aqueous electrolyte. The electrical conductivity of 
the electrolyte here is suf?ciently high for a drop in capaci 
tance due to the electrical resistance of the electrolyte not yet 
to occur at 120 Hz. For example, 18% strength aqueous 
sulfuric acid electrolyte is employed for the measurement. 
The voltage in the above formula corresponds to the maxi 
mum forming voltage (oxidation voltage). 

Solid electrolyte capacitors having a dense polymeric 
outer layer Which have good covering of the edges and 
adhesion can be produced in a particularly simple manner 
With the process according to the invention. At the same 
time, the capacitors are distinguished by loW residual cur 
rents and a loW ESR. 

On the basis of their loW residual current and their loW 
ESR, the electrolyte capacitors produced according to the 
invention are outstandingly suitable for use as a component 
in electronic circuits. The present invention also provides the 
use. Digital electronic circuits such as exist, for example, in 
computers (desktop, laptop, server), in portable electronic 
equipment, such as eg mobile telephones and digital cam 
eras, in equipment for entertainment electronics, such as eg 
in CD/DVD players and computer game consoles, in navi 
gation systems and in telecommunications equipment are 
preferred. 
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EXAMPLES 

Example 1 

1. Production of Oxidized Electrode Bodies 
Tantalum poWder having a speci?c capacitance of 50,000 

uFV/ g Was pressed, With inclusion of a tantalum Wire 7, to 
pellets 2 and sintered in order to form a porous electrode 
body 2 having the dimensions of 4.2 mm*3 mm*1.6 mm. 
The sintered pellets 2 (anode pellets) Were anodized in a 
phosphoric acid electrolyte at 30 V. 

2. Chemical In Situ Coating of the Anode Pellets 
A solution comprising one part by Weight of 3,4-ethyl 

enedioxythiophene (BAYTRON® M, H. C. Starck GmbH) 
and 20 parts by Weight of a 40 Wt. % strength ethanolic 
solution of iron(III) p-toluenesulfonate (BAYTRON® C-E, 
H. C. Starck GmbH) Was prepared. 
The solution Was used for impregnation of 18 anode 

pellets 2. The anode pellets 2 Were impregnated in this 
solution and then dried at room temperature (200 C.) for 30 
min. Thereafter, they Were heat-treated in a drying cabinet at 
500 C. for 30 min. The pellets 2 Were then Washed in a 2 Wt. 
% strength aqueous solution of p-toluene acid for 30 min. 
The anode pellets 2 Were re-formed in a 0.25 Wt. % strength 
aqueous solution of p-toluenesulfonic acid for 30 min, 
subsequently rinsed in distilled Water and dried. The impreg 
nation, drying, heat treatment and re-forming described Were 
carried out a further tWo more times With the same pellets 2. 

3. Preparation of a Dispersion AAccording to the Inven 
tion 

868 g of deionized Water and 330 g of an aqueous 
polystyrenesulfonic acid solution having an average 
molecular Weight of 70,000 and a solids content of 3.8 Wt. 
% are initially introduced into a 2 l three-necked ?ask With 
a stirrer and internal thermometer. The reaction temperature 
Was kept betWeen 20 and 250 C. 

5.1 g 3,4-ethylenedioxythiophene Were added, While stir 
ring. The solution Was stirred for 30 minutes. 0.03 g iron(III) 
sulfate and 9.5 g sodium persulfate Were then added and the 
solution Was stirred for a further 24 h. 

After the reaction had ended, to remove inorganic salts 
100 ml of a strongly acid cation exchanger and 250 ml of a 
Weakly basic anion exchanger Were added and the solution 
Was stirred for a further 2 h. The ion exchanger Was ?ltered 
off. 
The poly(3,4-ethylenedioxythiophene)/polystyrene 

sulfonate dispersion obtained had a solids content of 1.2 Wt. 
% and the folloWing particle diameter distribution: 

dlO 100 nm 

d50 141 nm 

d90 210 nm 

The diameter of the particles b) of the conductive polymer 
is based on a Weight distribution of the particles b) in the 
dispersion as a function of the particle diameter. The deter 
mination Was carried out via an ultracentrifuge measure 
ment. 

90 parts of this poly(3,4-ethylenedioxythiophene)/poly 
styrenesulfonate dispersion, 4 parts of dimethylsulfoxide 
(DMSO), 4.2 parts of a sulfonated polyester (Eastek® 1200, 
solids content: 30 Wt. % in Water, Eastman) and 0.2 part of 
surfactant (Zonyl® FS 300, Du Pont) Were stirred to form a 
dispersion A according to the invention. 
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4. Preparation of a Dispersion B With Conductive Par 
ticles b) Having an Average Diameter of Less than 70 nm 
(Comparison) 

868 g of deionized Water and 330 g of an aqueous 
polystyrenesulfonic acid solution having an average 
molecular Weight of 70,000 and a solids content of 3.8 Wt. 
% Were initially introduced into a 2 l three-necked ?ask With 
a stirrer and internal thermometer. The reaction temperature 
Was kept betWeen 20 and 25° C. 

5.1 g 3,4-ethylenedioxythiophene Were added, While stir 
ring. The solution Was stirred for 30 minutes. 0.03 g iron(lll) 
sulfate and 9.5 g sodium persulfate Were then added and the 
solution Was stirred for a further 24 h. 

After the reaction had ended, to remove inorganic salts 
100 ml of a strongly acid cation exchanger and 250 ml of a 
Weakly basic anion exchanger Were added and the solution 
Was stirred for a further 2 h. The ion exchanger Was ?ltered 
off. 

The desalinated 2,4-polyethylenedioxythiophene/polysty 
renesulfonate dispersion Was homogeniZed With a high 
pressure homogeniZer 4>< under 250 bar. 

The 3,4-polyethylenedioxythiophene/polystyrene 
sulfonate dispersion obtained in this Way had a solids 
content of 1.2 Wt. % and the folloWing particle diameter 
distribution: 

d10 10 nm 

d50 31 nm 

d90 66 nm 

90 parts of this poly(3,4-ethylenedioxythiophene)/poly 
styrenesulfonate dispersion, 4 parts of dimethylsulfoxide 
(DMSO), 4.2 parts of a sulfonated polyester (Eastek® 1200, 
solids content: 30 Wt. % in Water, Eastman) and 0.2 part of 
surfactant (Zonyl® FS 300, Du Pont) Were stirred to form a 
dispersion B. 

5. Preparation of a Polymeric Outer Layer 
In each case 9 anode pellets 2 Were then impregnated in 

dispersion A according to the invention and a further 9 
pellets 2 Were impregnated in dispersion B and the pellets 
Were then dried at 1200 C. for 10 minutes. The impregnation 
and drying Were repeated once more for all the pellets 2. 

After application of the polymeric outer layer 5, the anode 
pellets Were vieWed under an optical microscope: The anode 
pellets 2 according to the invention With the polymeric outer 
layer 5 based on dispersion A Were covered With a dense 
polymer ?lm over the entire outer surface. The edges and 
corners also shoWed a continuous covering of polymer ?lm. 
The anode pellets 2 With the polymeric outer layer 5 based 
on dispersion B shoWed no covering With polymer ?lm in 
particular at the upper comers and edges of the anode. 

Finally, the pellets 2 Were covered With a graphite and 
silver layer. 
The 9 capacitors had on average in each case the folloW 

ing electrical residual currents: 

Capacitor from Capacitor from 
dispersion A dispersion B 

Residual current in 11A 0.2 7.7 

The residual current Was determined With a Keithley 199 
multimeter three minutes after application of a 10 V voltage. 
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Due to better covering With a polymeric outer layer 5, the 

capacitors produced by the process according to the inven 
tion using dispersions comprising particles b) of a conduc 
tive polymer having an average diameter of 141 nm shoW 
signi?cantly loWer residual currents. In the process Which is 
not according to the invention, With dispersion comprising 
particles b) of a conductive polymer having an average 
diameter of 31 nm, the graphite and silver layer evidently 
come into direct contact With the dielectric, so that a high 
residual current arises. 

What is claimed is: 
1. Process for the production of an electrolyte capacitor, 

in Which, on to a capacitor body at least comprising 
a porous electrode body of an electrode material, 
a dielectric, Which covers the surface of this electrode 

material, 
a solid electrolyte at least comprising an electrically 

conductive material Which completely or partly covers 
the dielectric surface, 

is applied a dispersion a) Which at least comprises 
particles b) of an electrically conductive polymer Which 

comprise at least one optionally substituted polyaniline 
and/or one polythiophene having recurring units of the 
general formula (I) or of the formula (II) or recurring 
units of the general formulae (1) and (H) 

(I) 

(H) 

Wherein 
A represents an optionally substituted Cl-Cs-alkylene 

radical, 
R represents a linear or branched, optionally substituted 

Cl-Cls-alkyl radical, an optionally substituted C5-Cl2 
cycloalkyl radical, an optionally substituted C6-Cl4 
aryl radical, an optionally substituted C7-C18-aralkyl 
radical, an optionally substituted Cl-C4-hydroxyalkyl 
radical or a hydroxyl radical, 

x represents an integer from 0 to 8 and 
in the case Where several radicals R are bonded to A, these 

can be identical or different, 
and a binder c) and a dispersing agent d), 
and, for formation of an electrically conductive polymeric 

outer layer, the dispersing agent d) is at least partly 
removed and/ or the binder c) is cured, 

Wherein the particles b) of the conductive polymer in the 
dispersion a) have an average diameter of 70-500 nm. 

2. Process according to claim 1, Wherein the d10 value of 
the diameter distribution of the particles b) of the conductive 
polymer in the dispersion a) is greater than 50 nm and the d90 
value of the particle diameter distribution is less than 600 
nm. 
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3. Process according to claim 1, wherein the poly 
thiophene in the dispersion a) is poly(3,4-ethylenediox 
ythiophene). 

4. Process according to claim 1, Wherein the dispersion a) 
additionally comprises at least one polymeric anion. 

5. Process according to claim 4, Wherein the polymeric 
anion is an anion of a polymeric carboxylic or sulfonic acid. 

6. Process according to claim 1, Wherein the binder c) 
contained in the dispersion a) is a polymeric organic binder. 

7. Process according to claim 1, Wherein the dispersion a) 
comprises as the dispersion agent d) organic solvents, Water 
or mixtures of these. 

8. Process according to claim 1, Wherein the dispersion a) 
additionally comprises crosslinking agents and/or surface 
active substances and/ or further additives. 

9. Process according to claim 8, Wherein the dispersion a) 
comprises as further additives compounds containing ether, 
lactone, amide or lactam groups, sulfones, sulfoxides, sug 
ars, sugar derivatives, sugar alcohols, furan derivatives 
and/or di- or polyalcohols. 

10. Process according to of claim 1, Wherein, in the case 
of a pH-sensitive dielectric, the dispersion a) is adjusted to 
a pH of 4-8. 

11. Process according to claim 1, Wherein the conductive 
material of the solid electrolyte (4) is a conductive polymer. 

12. Process according to claim 11, Wherein the conductive 
polymer contained in the solid electrolyte is a poly 
thiophene, polypyrrole or polyaniline, Which are optionally 
substituted. 

13. Process according to claim 12, Wherein the conductive 
polymer contained in the solid electrolyte is a polythiophene 
having recurring units of the general formula (I) or of the 
formula (II) or recurring units of the general formulae (1) and 
(H) 

(I) 

(I1) 
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Wherein 

A represents an optionally substituted Cl-Cs-alkylene 
radica, 

R represents a linear or branched, optionally substituted 
Cl-Cls-alkyl radical, an optionally substituted C5-Cl2 
cycloalkyl radical, an optionally substituted C6-Cl4 
aryl radical, an optionally substituted C7-C18-aralkyl 
radical, an optionally substituted Cl-C4-hydroxyalkyl 
radical or a hydroxyl radical, 

x represents an integer from 0 to 8. 

14. Process according to claim 13, Wherein the conductive 
polymer contained in the solid electrolyte is poly(3,4-eth 
ylenedioxythiophene). 

15. Process according to claim 1, Wherein the solid 
electrolyte comprises monomeric anions. 

16. Process according to claim 1, Wherein the electrode 
material of the electrode body is a valve metal or a com 

pound having electrical properties comparable to a valve 
metal. 

17. Process according to claim 16, Wherein the valve 
metal or the compound having electrical properties compa 
rable to a valve metal is tantalum, niobium, aluminium, 
titanium, Zirconium. hafnium, vanadium, an alloy or com 
pound of at least one of these metals With other elements or 
NbO or an alloy or compound of NbO With other elements. 

18. Process according to claim 1, Wherein the dielectric is 
an oxide of the valve metal or an oxide of the compound 

having electrical properties comparable to a valve metal. 

19. Process according to claim 1, Wherein after applica 
tion of the dispersion a) and formation of the electrically 
conductive polymeric outer layer, the capacitor is optionally 
provided With further electrically conductive outer contacts 
(6, 7, 8), optionally contacted and encapsulated. 

20. Electrolyte capacitor produced by a process according 
to claim 1. 

21. Electrolyte capacitor according to claim 20, Wherein 
the average layer thickness of the polymeric outer layer is 
l-l00 um. 

22. Electrolyte capacitor according to claim 20, Wherein 
the electrolyte capacitor has a speci?c charge of greater than 
10,000 uC/g, based on the Weight of the electrode body 
covered With a dielectric. 

23. An electronic circuit comprising the electrolyte 
capacitor according to claim 20. 


