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(57) ABSTRACT 

A glass protecting ?lm including at least 5 or more layers, of 
Which at least one layer is the layer Which comprises polyester 
having 1,4-cyclohexane dimethanol is one of the compo 
nents, and a glass protecting including a multi-layer structure 
Which comprises at least tWo kinds of thermoplastic resin, of 
Which the difference of glass transition temperature is 400 C. 
or less, the face-impact strength is 18 J/mm or more, haZe is 
3% or less, are ?lms Which excel in transparency, tear resis 
tance, and impact resistance, and are suitable for protecting 
glass and preventing damaged glass fragments. 

24 Claims, No Drawings 
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PROTECTIVE FILM FOR GLASS 

CROSS-REFERENCE TO RELATED 
APPLICATION 

This application is a divisional ofU.S. Ser. No. 10/494,214 
?led May 3, 2004 US. Pat No. 7,241,485, Which is a §371 of 
PCT/JP02/1 1 148 ?led Oct. 28, 2002 Which claims priority of 
Japanese Application No. 2001-344432 ?led Nov. 9, 2001 
and Japanese Application No. 2001-379895 ?led Dec. 13, 
2001. 

TECHNICAL FIELD 

This disclosure relates to a glass protecting ?lm, and more 
particularly relates to a glass protecting ?lm suitable for pro 
tecting display glass such as a CRT display, liquid crystal 
display, plasma display, organic EL display, ?eld emission 
display, and the like, or WindoW glass for automobiles, HST 
(High-Speed Trains), electric trains, structures such as public 
facilities, general houses, larger buildings, and the like. 

BACKGROUND 

In general, glass has been employed for various kinds of 
purposes, oWing to excellent light transmittance, gas barrier 
properties, dimensional stability, and so forth. Glass has been 
employed not only for WindoWpanes for buildings, automo 
biles, and trains, but also for ?at displays in Which high 
performance glass is employed, represented by CRT displays, 
liquid crystal displays, plasma displays, organic EL displays, 
?eld emission displays, and so forth. HoWever, glass has 
disadvantages such as easily breaking and scattering upon 
breaking. This problem is marked in the ?at display ?eld 
Where there is great demand for reducing the thickness of 
glass. As the thickness of the entire ?at display is reduced, the 
display glass employed therein has been reduced, leading to a 
problem that glass is easily broken at the time of the ?at 
display being used. 

Various kinds of proposals have been made for preventing 
glass from breaking and scattering due to breaking, by apply 
ing a ?lm formed of thermoplastic resin onto the glass. 

For example, Japanese Unexamined Patent Application 
Publication No. 6-190997 discloses that applying a multi 
layer laminated ?lm formed of a polyethylene terephthalate 
layer and a sebacic acid copolymeriZationipolyethylene 
terephthalate layer onto the surface of glass can markedly 
prevent glass from damage and scattering. 

HoWever, While the method according to Japanese Unex 
amined Patent Application Publication No. 6-190997 has 
effects to prevent glass from scattering, on the other hand, this 
causes crystallization and consequently a haZy appearance 
over time, since the glass transition temperature of the sebacic 
acid copolymeriZationipolyethylene terephthalate layer 
forming the multi-layer laminated ?lm is loW, thereby bring 
ing about a state Wherein transmission of visible light dete 
riorates. In addition, While the method according to Japanese 
Unexamined Patent Application Publication No. 6-190997 
improves tear resistance of a ?lm, this has little effect on 
improving impact resistance and preventing the glass itself 
from breaking. Accordingly, the method according to Japa 
nese Unexamined Patent Application Publication No. 
6-190997 cannot be employed for a glass protecting ?lm for 
a ?at display Which requires continuous high transmittance of 
visible light and also needs to prevent glass damage itself. 
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2 
SUMMARY 

Our glass protecting ?lms excel in transparency, tear resis 
tance, and impact resistance, and also is suitable for protect 
ing glass and preventing the scattering of broken fragments of 
glass. 
Our glass protection ?lms comprise at least 5 or more 

layers, of Which at least one layer is the layer Which comprises 
polyester having 1,4-cyclohexane dimethanol as one of the 
components. 

Another form of our glass protection ?lms is a glass pro 
tecting ?lm comprising a multi-layer structure Which com 
prises at least tWo kinds of thermoplastic resin of Which the 
difference in glass transition temperature is 400 C. or loWer, in 
Which face-impact strength is 18 J/mm or more, and in Which 
haZe is 3% or less. 

DETAILED DESCRIPTION 

First, a description Will be made regarding a glass protect 
ing ?lm according to a ?rst aspect, Which comprises at least 5 
or more layers, of Which at least one layer is the layer Which 
comprises polyester having 1,4-cyclohexane dimethanol as 
one of the components. 
The glass protecting ?lm according to the ?rst aspect com 

prises at least 5 or more layers, of Which at least one layer is 
the layer Which comprises polyester having 1,4-cyclohexane 
dimethanol as one of the components. 

The glass protecting ?lm according to the ?rst aspect needs 
to comprise at least 5 layers or more. 

The glass protecting ?lm according to the ?rst aspect needs 
to comprise at least one layer Which comprises polyester 
having 1,4-cyclohexane dimethanol as one of the compo 
nents. 

“Polyester having 1,4-cyclohexane dimethanol as one of 
the components” is de?ned as polyester having, as one of the 
components, homopolyester in Which diol components 
thereof is 1,4-cyclohexane dimethanol, or copolymer polyes 
ter in Which diol components thereof is 1,4-cyclohexane 
dimethanol. 

Polyester having 1,4-cyclohexane dimethanol as one of the 
components may include, as the diol components, ethylene 
glycol, 1,2-propanediol, 1,3-butanediol, 1,4-butanediol, 1,5 
pentadiol, diethylene glycol, polyalkylene glycol, 2,2-bis (4' 
[3-hydroxyethoxyphenyl) propane, and the like, besides the 
1 ,4-cyclohexane dimethanol. 

In the event of at least one layer containing polyester hav 
ing 1,4-cyclohexane dimethanol as one of the components, a 
layer Which comprises polyester having 1,4-cyclohexane 
dimethanol, Which excels in rigidity and impact absorption, 
as one of components, prevents propagation of cracking, 
caused by impact or tear. Consequently, impact resistance and 
tear resistance improve. Moreover, a layer Which comprises 
polyester having 1,4-cyclohexane dimethanol as one of the 
components has high transparency, and hardly ever becomes 
haZy at room temperature over time, so that an image can be 
precisely recogniZed in detail through the ?lm. 

Moreover, the glass protecting ?lm according to the ?rst 
aspect preferably comprises 2 or more layers Which com 
prises polyester having 1,4-cyclohexane dimethanol as one of 
the components, and further preferably comprises 3 or more 
layers. 
The glass protecting ?lm according to the ?rst aspect pref 

erably comprises a layer Which comprises thermoplastic 
resin, besides a layer Which comprises polyester having 1,4 
cyclohexane dimethanol as one of the components. 
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As for the thermoplastic resin Which is preferably com 
prised in the glass protecting ?lm according to the ?rst aspect, 
for example, polyole?ne resin such as polyethylene, polypro 
pylene, polymethylpentene, and the like, polyamide resin 
such as nylon 6, nylon 66, and the like, polyester resin such as 
polyethylene terephthalate, polybutylene terephthalate, poly 
ethylene-2,6-naphthalate, polycarbonate resin, polyarylate 
resin, polyacetal resin, polyphenylene sul?de resin, acrylate 
resin, and so forth can be used. Among these, polyester is 
preferable from the perspective of strength, heat resistance, 
and transparency. Furthermore, of the polyester resins, poly 
ethylene-2,6-naphthalate and polyethylene terephthalate are 
more preferable, and polyethylene terephthalate is particu 
larly preferable. 

The above-described resin may be a homopolymer resin, a 
copolymer, or a blend thereof. Furthermore, various types of 
additives, for example, antioxidants, antistatic agents, crystal 
nucleus agents, inorganic particles, organic particles, viscos 
ity reducing agents, heat stabiliZers, lubricants, infrared 
absorbents, ultraviolet absorbents, and so forth, may be added 
to the above-described resin. 

The term “polyester.” here means polyester resin Which is 
a polycondensation product of a dicarboxylic acid component 
skeleton and a diol component skeleton, and polyethylene 
terephthalate, polybutylene terephthalate, polyethylene-2,6 
naphthalate, poly-1,4-cyclohexane dimethylene terephtha 
late, and the like can be employed, for example. In particular, 
polyethylene terephthalate is preferable, because it excels in 
mechanical properties and availability at loW prices, and 
accordingly, it can be Widely employed for various purposes. 
The above-described polyester resin may be a homopolymer 
resin, a copolymer, or a blend. Examples of dicarboxylic acid 
components capable of copolymeriZation include isophthalic 
acid, phthalic acid, 1,4-naphthalene dicarboxylic acid, 1,5 
naphthalene dicarboxylic acid, 2,6-naphthalene dicarboxylic 
acid, 4-4'-diphenyl dicarboxylic acid, 4,4'-diphenyl sulfone 
dicarboxylic acid, sebacic acid, dimer acid, and the like. 

Also, examples of glycol components capable of copoly 
meriZation include 1,2-propanediol, 1,3-butanediol, 1,4-bu 
tanediol, 1,5-pentadiol, diethylene glycol, polyalkylene gly 
col, 2,2-bis (4'-[3-hydroxyethoxyphenyl) propane, 1,4 
cyclohexane dimethanol, and the like. 

With the glass protecting ?lm according to the ?rst aspect, 
a layer in Which polyethylene terephthalate or polyethylene 
naphthalate is a main component and a layer in Which copoly 
mer polyester having 1,4-cyclohexane dimethanol as one of 
the components is a main component, are preferably alter 
nately layered in the thickness direction. More preferably, a 
layer in Which polyethylene terephthalate is a main compo 
nent and a layer in Which copolymer polyester having 1,4 
cyclohexane dimethanol as one of the components is a main 
component, are preferably alternately layered in the thickness 
direction. In such a structure, tear resistance, impact resis 
tance, and high transparency can be effectively and simulta 
neously achieved. 

In the glass protecting ?lm according to the ?rst aspect, 
haZe is preferably 3% or less, more preferably 2.5% or less, 
and particularly preferably 2% or less. When haZe is more 
than 3%, for example, in a case Where high transparency is 
required such as a glass protecting ?lm for a display, it may be 
dif?cult to recogniZe an image in detail through the ?lm. 

The glass transition temperatures of thermoplastic resin 
Which is comprised the glass protecting ?lm according to the 
?rst aspect is preferably 50° C. or higher in each case, and 
more preferably 60° C. or higher. Though an upper limit is not 
particularly stipulated, an upper limit of the glass transition 
temperature of employed as a glass protecting ?lm is prefer 
able 250° C. or loWer, and more preferably 2200 C. or loWer. 
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4 
When the glass transition temperature of the thermoplastic 
resin is loWer than 50° C., the thermoplastic resin Which is 
used as a glass protecting ?lm may change in dimensional, 
change in color, or become haZy due to heat from the sunlight 
or a display. When the glass transition temperature 250° C. or 
higher, it may causes di?iculties in ?lm formation. 

The glass protecting ?lm according to the ?rst aspect can 
simultaneously achieve improvement of tear resistance and 
signi?cant improvement of impact resistance and also high 
transparency, Which is impossible With the conventional tech 
niques, by comprising at least one layer Which comprising 
polyester having 1,4-cyclohexane dimethanol as one of the 
components. Consequently, applying the glass protecting 
?lm onto glass enables preventing the glass from damage, and 
also enables precisely recogniZing an image in detail through 
the ?lm. 

Next, description Will be made regarding a glass protecting 
?lm according to a second aspect, Which comprises a multi 
layer structure Which comprises at least tWo kinds of thermo 
plastic resin of Which the difference in glass transition tem 
perature is 40° C. or loWer, in Which face-impact strength is 
18 J/mm or more, and in Which haZe is 3% or less. 

In the glass protection ?lm according to the second aspect, 
haZe needs to be 3% or less, more preferably 2.5% or less, and 
most preferably 2% or less. When haZe is more than 3% in 
haZe, in a case Where high transparency is required such as a 
glass protecting ?lm for a display, an image cannot be pre 
cisely recognized in detail through the ?lm. Reducing haZe 
can be achieved by, for example, a method for reducing par 
ticles contained in resin, and a method for reducing the pri 
mary particle diameter of particles to 0.1 pm or less. In par 
ticular, the content of particles is preferably 0.5% by Weight 
or less, and more preferably 0.1% by Weight or less. 
The difference in glass transition temperature betWeen the 

at least tWo types of thermoplastic resin comprised in the 
glass protection ?lm according to the second aspect needs to 
be 40° C. or loWer. The difference in the glass transition 
temperature is more preferably 30° C. or loWer, and most 
preferably 25° C. or loWer. Suppressing the difference of the 
glass temperatures to 40° C. or loWer can effectively prevent 
increase of haZe and deterioration of impact resistance in the 
heat treatment process for forming the ?lm. 

The glass transition temperatures of thermoplastic resins 
Which is comprised the glass protection ?lm according to the 
second aspect are each preferably 50° C. or higher. When the 
glass transition temperatures of thermoplastic resin are loWer 
than 50° C., dimensional change, change in color, or becom 
ing haZy may be caused due to heat from the sunlight or the 
display When employed as a glass protecting ?lm. 

With regard to the phenomenon Wherein breakage due to 
impact breakage of ?lm are caused, it is considered that 
effective means for preventing glass from breakage are to 
improve face-impact-resistance in the initial stage that trig 
gers the breakage, and to improve tear resistance in expansion 
of broken portions folloWing the initial stage, so to obtain 
effects preventing glass damage and glass scattering, it is 
necessary to keep a balance betWeen these tWo properties. 
The glass protection ?lm according to the second aspect 

needs to have face-impact strength of 18 J/mm or more. When 
the face-impact strength is less than 18 J/mm, the strength 
required for a glass protecting ?lm is insuf?cient to effec 
tively prevent glass from damage and to prevent glass frag 
ments from scattering folloWing glass damage. 

Face-impact strength is more preferably 20 J/mm, and in 
particular preferably 25 J/mm or more. An upper limit of 
face-impact strength is preferably 100 J/mm or less, though 
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an upper limit is not especially stipulated. When face-impact 
strength is 100 J/mm or less, handling further improves 
regarding the Work of applying the ?lm onto glass, and 
thereby it is preferable. 

Face-impact strength indicates impact absorption energy 
Which is measured With a falling-Weight-impact testing 
machine conforming to ASTM D3763. An example of the 
falling-Weight-impact testing machine is a graphic impact 
tester manufactured by Toyo Seiki Inc. 

Moreover, a glass protecting ?lm With face-impact strength 
of 18 J/mm or more is preferably a glass protecting ?lm 
having impact strength of 8 to 40 J, and more preferably 10 to 
40 J. On the other hand, When impact strength is 40 J or more, 
handling sometimes deteriorates in the Work of applying the 
?lm onto glass. 

Impact strength indicates impact absorption energy Which 
is measured With a pendulum-type-impact testing machine. 
An example of the pendulum-type-impact-testing machine is 
a puncture tester manufactured by Testing Machine Inc. The 
pendulum-type-impact testing machine employs a method 
for evaluating impact resistance as to the face of a ?lm as With 
a falling-Weight-impact testing machine. A hammer portion 
of the pendulum-type-impact testing machine preferably has 
a cone shape so as to measure a thick sample With ?lm 

thickness of 50 pm or more, and more preferably is a trian 
gular pyramid. In the case of the hammer portion of a trian 
gular pyramid, a glass protecting ?lm With face-impact 
strength of 18 J/mm may have impact strength of 8 to 40 J. 

Accordingly, the glass protecting ?lm according to the 
second aspect, comprising a multi-layer structure Which com 
prises at least tWo types of thermoplastic resin of Which the 
difference of glass transition temperature is 400 C. or loWer, in 
Which face-impact strength is 18 J/mm or more, and in Which 
haZe is 3% or less, may be a glass protecting ?lm comprising 
a multi-layer structure Which comprises at least tWo types of 
thermoplastic resin of Which difference of glass transition 
temperature is 400 C. or loWer, and in Which impact strength 
is 8 to 40 J, and in Which haZe is 3% or less. 

Examples of thermoplastic resin employed in the glass ?lm 
according to the second aspect include, for example, polyole 
?ne resin such as polyethylene, polypropylene, polymethyl 
pentene, and the like, polyamide resin such as nylon 6, nylon 
66, and the like, polyester resin such as polyethylene tereph 
thalate, polybutylene terephthalate, polyethylene-2,6-naph 
thalate, polycarbonate resin, polyarylate resin, polyacetal 
resin, polyphenylene sul?de resin, acrylate resin, and so 
forth. Polyester is preferable from the perspective of impact 
resistance, transparency, and heat stability, and polyester in 
Which ethylene terephthalate or ethylene-2,6-naphthalate is a 
main component is more preferable. In particular, polyethyl 
ene terephthalate is preferable, because it has excellent 
mechanical properties, is available at loW costs, and is appli 
cable to Wide-ranging purposes. 

The above-described resin may be a homopolymer resin, a 
copolymer, or a blend. Examples of dicarboxylic acid com 
ponents capable of copolymeriZation include isophthalic 
acid, phthalic acid, l,4-naphthalene dicarboxylic acid, 1,5 
naphthalene dicarboxylic acid, 2,6-naphthalene dicarboxylic 
acid, 4-4'-diphenyl carboxylic acid, 4,4'-diphenyl sulfone 
dicarboxylic acid, sebacic acid, and dimer acid. Examples of 
glycol components capable of copolymeriZation include 1,2 
propanediol, l,3-butanediol, l,4-butanediol, 1,5-pentadiol, 
diethylene glycol, polyalkylene glycol, 2,2-bis (4'-[3-hy 
droxyethoxyphenyl) propane, l,4-cyclohexane dimethanol, 
and the like. 

Furthermore, various types of additives, for example, anti 
oxidants, ultraviolet absorbents, antistatic agents, crystal 
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6 
nucleus agents, ?re retardants, inert inorganic particles, 
organic particles, viscosity reducing agents, heat stabiliZers, 
lubricants, infrared absorbents, and so forth, may be added to 
the above-described resin as long as the advantages are not 
inhibited by the additives. In particular, in the event of 
employing functional particles, providing a layer having the 
above-described functions onto a ?lm surface layer portion 
using a method such as coating or the like is more effective in 
reducing haZe than a method for dispersing particles in resin. 

With the glass protecting ?lm according to the second 
aspect, the method for manufacturing thermoplastic resin is 
not restricted to any particular method. 
A layer in Which polyethylene terephthalate or polyethyl 

ene naphthalate is a main component, and a layer in Which 
copolymer polyester having l,4-cyclohexane dimethanol as 
one of the components is a main component, are preferably 
alternately layered in the thickness direction. More prefer 
ably, a layer in Which polyethylene terephthalate is a main 
component, and a layer in Which copolymer polyester having 
l,4-cyclohexane dimethanol as one of the components is a 
main component, are preferably alternately layered in the 
thickness direction. In such a con?guration, tear resistance, 
impact resistance, and high transparency can be effectively 
and simultaneously achieved. 
The glass protecting ?lm according to the second aspect 

preferably comprises at least one layer Which comprises poly 
ester having l,4-cyclohexane dimethanol as one of the com 
ponents. Improvement of tear resistance, signi?cant improve 
ment of impact resistance, and also high transparency can be 
simultaneously achieved by including at least one layer Which 
comprises polyester having l,4-cyclohexane dimethanol as 
one of the components. Furthermore, applying a glass pro 
tecting ?lm onto glass further improves preventive capabili 
ties for glass damage and also enables precisely recognizing 
an image in detail through the ?lm. 
The glass protecting ?lm according to ?rst and second 

aspects preferably comprises at least one layer Which com 
prises polyester having 2,2-bis (4'-[3-hydroxyethoxyphenyl) 
propanol as one of components. Improvement of tear resis 
tance, signi?cant improvement of impact resistance, and also 
high transparency can be simultaneously achieved by includ 
ing at least one layer Which comprises polyester having 2,2 
bis (4'-[3-hydroxyethoxyphenyl) propanol as one of compo 
nents. Furthermore, applying our glass protecting ?lms onto 
glass further improves preventive capabilities for glass dam 
age and also enables precisely recogniZing an image in detail 
through the ?lm. As for compounds having a 2,2-bis (4'-[3 
hydroxyethoxyphenyl) propane structure, a bisphenol A eth 
ylene oxide additive is preferably employed. 

With the ?rst and second aspects, polyester having l,4 
cyclohexane dimethanol as one of the components, copoly 
meriZation of l ,4-cyclohexane dimethanol is preferably 20 to 
50 mol %, though it is not particularly restricted. Copolymer 
iZation of l,4-cyclohexane dimethanol is more preferably 30 
to 40 mol %. When copolymeriZation of l,4-cyclohexane 
dimethanol is 20 to 50 mol %, tear resistant effect remarkably 
improves. 
The laminated constitution of the glass protecting ?lm 

according to the ?rst aspect needs to comprise at least 5 or 
more layers. 

Also, the laminated constitution of a glass protecting ?lm 
according to the second aspect needs to comprise at least 2 
layers. 

Furthermore, the laminated constitution of the glass pro 
tecting ?lm according to the ?rst and second aspects is pref 
erably 8 to 256 layers, more preferably 16 to 128 layers, and 
most preferably 32 to 128 layers. Including 8 or more layers 
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in multi-layer laminated constitution prevents impact from 
being propagated in the thickness direction, thereby obtain 
ing dramatic glass damage prevention effects. 

Also, With the glass protecting ?lm according to the ?rst 
and second aspects, the following formula (1) is preferably 
satis?ed. 

Film thickness: T (um) 
Total number of layers: L 

1.2;T/Lg30 (1) 

1.5 §T/L§25 is more preferable, and 1.8§T/L§20 is further 
preferable. When T/ L is less than 1 .5, propagation of cracking 
due to impact cannot be suf?ciently prevented, Whereby suf 
?cient effects regarding impact resistance and tear resistance 
cannot be obtained, and thus it is not preferable. 

With the glass protecting ?lm according to the ?rst and 
second aspects, the thickness of a layer containing polyester 
having 1,4-cyclohexane dimethanol as one of components is 
preferably 0.05 to 30 pm, more preferably 0.1 to 25 um, and 
further preferably 0.2 to 20 um. When the thickness of a layer 
Which comprises polyester having 1,4-cyclohexane dimetha 
nol as one of the components is thinner than 0.05 pm, su?i 
cient impact resistant capabilities may not be obtained. On the 
other hand, When the thickness is 30 um or more, suf?cient 
tear resistant capabilities may not be obtained. 

With the glass protecting ?lm according to the ?rst and 
second aspects, the thickness of the ?lm is preferably 10 to 
500 um, more preferably 20 to 400 um, and further preferably 
50 to 200 pm. When ?lm thickness is less than 10 um, it may 
be dif?cult to manufacture a ?lm With high impact resistance, 
and on the other hand, When ?lm thickness is greater than 500 
um, it may be dif?cult to manufacture a ?lm having high 
transmittance of visible light, and accordingly, handling 
sometimes deteriorates in the Work of applying the ?lm onto 
glass, and thus is not preferable. 

With our glass protecting ?lms, at least one surface layer of 
a ?lm formed of thermoplastic resin preferably includes an 
easy-adhesive layer, an adhesive layer, an anti-re?ective 
layer, and a hard coat layer. Various types of conventional 
knoWn techniques and so forth can be applied for these layers 
Without being restricted to a particular technique. Including 
these layers in at least one surface layer of a ?lm Which 
comprises thermoplastic resin is preferable, since it alloWs 
the ?lm to stick onto glass of a ?at display and the like as a 
glass protecting ?lm, alloWs preventing re?ection of images 
on the surface of the glass, and also alloWs preventing cases 
Wherein it is dif?cult to precisely recogniZe an image through 
the ?lm due to scratches. 

With the glass protecting ?lm according to the ?rst and 
second aspects, pencil hardness on at least one side of a ?lm 
is preferably 2H or harder. 3H or more is more preferable, and 
4H or more is further preferable. When pencil hardness is less 
than 2H, it may be dif?cult to precisely recogniZe an image 
through the ?lm since the surface of the ?lm is readily 
scratched When employed as a glass protecting ?lm. 
As for a method for improving pencil hardness on at least 

one side of the ?lm to 2H or more, providing a hard coat layer 
on at least one side of the ?lm is preferable. As for the method 
for improving abrasion-proo?ng by improving hardness, a 
common method Wherein hardness is increased can be 
applied to this case, but a method for preventing the hard coat 
layer from cracking by reducing the thickness of the hard coat 
layer beyond the normal thickness is preferably employed. 
Though components forming a hard coat layer are not 

restricted to any particular one, a preferably resin is formed by 
reaction of a multifunctional (meta)acrylate-containing-com 
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8 
pound having at least one (meta)acryloyl group in one mol 
ecule. Here, reaction includes the concept of polymerization, 
copolymeriZation, degeneration, and so forth. 

Speci?c examples of multifunctional (meta)acrylate 
include pentaerythritol tri(meta)acrylate, pentaerythritol tet 
ra(meta)acrylate, dipentaerythritol tri(meta)acrylate, dipen 
taerythritol tetra(meta)acrylate, dipentaerythritol penta 
(meta)acrylate, dipentaerythritol hexa(meta)acrylate, 
trimethylol propane tri(meta)acrylate, n-butyl(meta)acrylate, 
polyester(meta)acrylate, lauryl(meta)acrylate, hydroxyethyl 
(meta)acrylate, hydroxypropyl(meta)acrylate, and so forth. 
With these examples, one or more types of monomer may be 
mixed. 

Resin making up a hard coat layer may be formed of a 
combination of multifunctional (meta)acrylate alone, or may 
include other Well-knoWn reaction compounds. Preferably, 
the resin includes multifunctional (meta)acrylate by 80 mol 
% or more. 

Though the thickness of the hard coat layer is appropriately 
selected according to usage, this is commonly 0.5 to 30 um, 
and preferably 1 to 8 pm. When the thickness of a hard coat 
layer is less than 0.5 pm, surface hardness is apt to deteriorate, 
thereby readily suffering scratches. On the other hand, When 
the thickness is more than 30 pm, in some cases, cracking may 
be propagated over the hard coat layer under impact, and 
accordingly impact strength may be apt to deteriorate. In 
addition, the hardened ?lm may become fragile, and accord 
ingly, cracking may tend to occur When the ?lm is folded. 

With the glass protecting ?lm according to the ?rst and 
second aspects, transmittance of near-infrared rays is prefer 
ably 20% or less, more preferably 18% or less, and further 
preferably 16% or less. When transmittance of near-infrared 
rays exceeds 20% and When a ?lm is employed as a glass 
protecting ?lm for a plasma display, ?eld emission display, 
CRT display, and so forth, near-infrared rays emitted from the 
display pass through the glass protecting ?lm may cause 
control of remote control sWitches and so forth to behave 
abnormally. 
Though a method for reducing transmittance of near-infra 

red ray to 20% or less is not restricted to any particular 
method, this can be achieved by, for example, dispersing a 
near-infrared absorbent in the thermoplastic resin or the adhe 
sive layer, or providing a near-infrared shielding layer in or on 
the glass protecting ?lm, or the like. 

With the glass protecting ?lm according to the ?rst and 
second aspects, transmittance of visible light is preferably 
70% or more. Transmittance of visible light is more prefer 
ably 80% or more, and most preferably 90% or more. When 
transmittance of visible light is 70% or less, it may be dif?cult 
to precisely recogniZe an image through the ?lm, thereby it is 
not preferable as a glass protecting ?lm for a display. 
Though the method for increasing transmittance of visible 

light is not restricted to any particular method, for example, a 
method for reducing difference of refraction indexes betWeen 
respective thermoplastic resins forming a multi-boundary 
structure, a method for reducing dispersion diameter thereof 
to 0.1 pm or less in the event that one or more thermoplastic 
resins are dispersed in an island shape, and so forth, are 
preferably employed. 

With the glass protecting ?lm according to the ?rst and 
second aspects, tensile elongation at break is preferably 100 
to 300%. Tensile elongation at break is more preferable 130 to 
250%. Moreover, tensile stress at break at that time is prefer 
ably 120 to 400 MPa, more preferably 150 to 250 MPa. When 
tensile elongation at break is 100 to 300% and tensile stress at 
break is 120 to 400 MPa, explosion-protection capabilities of 
the glass protecting ?lm is excellent, and accordingly, glass 
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breakage and glass fragments scattering following glass 
breakage is effectively prevented, and thereby it is preferable. 
Tensile elongation at break of 100 to 300% and tensile stress 
at break of 120 to 400 MPa is also preferable from a vieWpoint 
of handling in Working. 

With a laminated ?lm according to the ?rst and second 
aspects, respective polyester resins Which are comprised each 
layer preferably have a Young’s modulus of 1400 MPa or 
more, and more preferably 2000 MPa or more. Though an 
upper limit is not particularly stipulated, aYoung’s modulus 
of polyester resins is preferably 6000 MPa or less. Polyester 
having aYoung’s modulus of 1400 MPa or more is not readily 
transformed due to outer force, and thereby it is effective for 
improving face-impact capacity. When the above-described 
ranges are satis?ed, uneven thickness readily may occur in the 
stretching process for forming the ?lm. Moreover, distortion 
may occur in images vieWed through the ?lm, and it is not 
preferable. On the other hand, When a Young’s modulus 
exceeds 6000 MPa, it may be dif?cult to perform stretching at 
the time of ?lm formation. 

With the ?rst and second aspects, tearing-propagation 
resistance in the longitudinal and/ or Width direction is pref 
erably l0 N/mm or more, more preferably 30 N/mm or more, 
and further preferably 50 N/mm or more. When tearing 
propagation resistance is less than 10 N/mm, strength may be 
sometimes insuf?cient for a ?lm as a glass protecting ?lm to 
effectively prevent glass breakage and glass fragments scat 
tering folloWing glass breakage. 

The glass protecting ?lm according to the ?rst and second 
aspects can be applied onto the front face of glass for a ?at 
display. The term “?at display” denotes a ?at CRT display, a 
liquid crystal display, a plasma display, an organic EL display, 
a ?eld emission display, or the like, and in particular, the glass 
protecting ?lm is suitably employed as a glass protecting ?lm 
for a ?at CRT display or plasma display. 

Speci?c examples regarding a method for manufacturing 
the glass protecting ?lm Will be described, but the ?lms and 
methods are not restricted to these examples. 

Thermoplastic resin is arranged in a form of pellets. Pellets 
are suf?ciently dried in heated air or under vacuum if neces 
sary, folloWing Which the dried pellet is supplied to a melting 
extruder Which is heated to a temperature more than the 
melting point of thermoplastic resin under a nitrogen air?oW 
or under vacuum so as not to deteriorate the intrinsic viscos 

ity, extruded from a die, and cooled over a casting drum With 
a temperature less than the glass transition point of thermo 
plastic resin, so as to form an undraWn ?lm. At this time, rapid 
cooling solidi?cation is preferably performed by contact With 
a cooling member such as a casting drum and so forth 
employing electrodes in a Wire shape, tape shape, needle 
shape, knife shape, or the like, using electrostatic force. 
Moreover, employing various types of ?lters for eliminating 
foreign particles, denatured polymer Within the melting 
extruder, for example, a ?lter formed of material such as 
sintered metal, porous ceramic, sand, Wire mesh, and so forth, 
is preferable for reduction of haZe. Filtration precision of a 
?lter is preferably selected based on the particle diameter of 
inert particles to be employed, and in particular, it is important 
to employ a ?lter With ?ltration precision capable of elimi 
nating foreign particles and denatured polymer With a particle 
diameter of 20 um, preferably a ?lter formed of Wire mesh, in 
order to reduce haZe to 3% or less, preferably 2.5% or less. 

Furthermore, folloWing passing through various types of 
?lters, making the extrusion amount uniform by employing a 
gear pump and the like in the polymer ?oW path is preferably 
for reducing layered unevenness of each layer. 
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10 
An example of a method for obtaining a multi-layer ?lm is 

a method for layering thermoplastic resin extruded from dif 
ferent ?oW paths employing tWo or more extruders in a multi 
layer structure employing a multi-manifold die, feed block, 
static mixer, or the like. Furthermore, these may be optionally 
combined. 

Next, this undraWn ?lm may be stretched in the longitudi 
nal of the ?lm and/ or in the Width direction. As for a stretching 
method, a successive biaxial stretching method for succes 
sively stretching the undraWn ?lm in the longitudinal direc 
tion and in the Width direction employing rolls and stenter 
may be used. Moreover, a simultaneous biaxial stretching 
method for simultaneously performing longitudinal draWing 
and lateral stretching of the undraWn ?lm employing a stenter 
has shorter a process than that in a successive biaxial stretch 
ing method, leading to cost reduction, and further, stretching 
breakages and roll scuffs hardly occur, and thereby is particu 
larly effective in the glass protecting ?lm. Furthermore, a 
stretching-again-longitudinally method for stretching the 
?lm, successively stretched in the lateral and longitudinal 
directions, in the longitudinal direction again is particularly 
effective for strengthening the ?lm in the longitudinal direc 
tion. FolloWing the above-described method for stretching 
again longitudinally, a method for stretching again longitudi 
nally and laterally, for stretching the ?lm in the lateral direc 
tion again, is extremely effective in the event of further 
strengthening the ?lm in the lateral direction. A longitudinal 
multi-stage-stretching method for stretching a ?lm in tWo or 
more steps in the longitudinal direction, and stretching the 
?lm in the lateral direction, is particularly effective. 

In the event of employing a successive biaxial stretching 
method, for example, though stretching conditions in the 
longitudinal direction vary depending on the thermoplastic 
resin employed, 2 to 15 times is commonly preferable, 2.5 to 
10 times is preferable in a case of employing polyester resin, 
and 3.0 to 5 times is further preferable. Moreover, the stretch 
ing speed is preferably 1000 to 50000%/minute, and the 
stretching temperature is preferably the glass transition tem 
perature of Tg of the thermoplastic resin having the highest 
component ratio or higher, and (glass transition temperature 
+50o C.) or loWer, thereby obtaining a uniaxial orientation 
?lm by stretching the ?lm in the longitudinal direction. 
An easy-adhesive layer, easy-sliding layer, or high light 

ray transmittance may be provided on the surface of the 
draWn ?lm thus obtained by being subjected to coating 
employing a Well-knoWn coating technique such as gravure 
coater or metalling bar. These coatings may be dispensed 
off-line folloWing biaxial stretching, or in-line by being intro 
duced betWeen the longitudinal stretching process and lateral 
stretching process. In particular, in the event of employing 
functional particles, a technique for performing application 
on the surface of a ?lm employing a technique such as coating 
and so forth is more effective than a technique for dispersing 
particles in the resin, to improve transmittance of all light rays 
and reduce haZe values. 

With stretching in the Width direction, employing a tenter 
Which has been conventionally employed, the stretching tem 
perature is preferably the glass transition temperature of Tg of 
thermoplastic resin having the highest component ratio or 
higher, and (glass transition temperature Tg +80o C.) or 
loWer, more preferably the glass transition temperature of Tg 
or higher but (glass transition temperature Tg +40o C.) or 
loWer, and the stretching is preferably 2.0 to 10 times, more 
preferably 2.5 to 5 times. At that time, the stretching speed is 
not especially restricted, but 1000 to 50000%/minute is pref 
erable. 
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Furthermore, a biaxial orientation ?lm may be subjected to 
stretching in at least one direction of longitudinal direction 
and Width direction again if necessary. In this case, With 
longitudinal stretching Which is performed again, the stretch 
ing temperature is preferably (glass transition temperature of 
Tg +20o C.) of thermoplastic resin having the highest com 
ponent ratio or higher, and (glass transition temperature 
+120o C.) or loWer, more preferably (glass transition tem 
perature of Tg +50o C.) or higher but (glass transition tem 
perature +100o C.) or loWer, and stretching is preferably 1.2 to 
2.5 times, more preferably 1.2 to 1.7 times. Moreover, With 
lateral stretching Which is performed folloWing longitudinal 
stretching, the stretching temperature is preferably (glass 
transition temperature of Tg +20o C.) of thermoplastic resin 
having the highest component ratio or higher but (glass tran 
sition temperature +150o C.) or less, more preferably (glass 
transition temperature of Tg +50o C.) or higher but (glass 
transition temperature +130o C.) or loWer, and stretching is 
preferably 1.02 to 2 times, more preferably 1.1 to 1.5 times. 

Altemately, in the event of draWing With a simultaneous 
biaxial stretching method, a simultaneous biaxial stretching 
method With a tenter Which employs a linear motor driving 
method is preferably employed. With a stretching tempera 
ture of a simultaneous biaxial stretching method, the glass 
transition temperature of Tg of thermoplastic resin having the 
highest component ratio or higher but (glass transition tem 
perature tg +50o C.) or loWer is preferable. In the event of the 
stretching temperature drastically deviates from this range, 
uniform draWing cannot be performed, and uneven thickness 
and ?lm breaks sometimes occurs, Which is undesirable. 
Stretching magni?cation is preferably 3 to 10 times in each of 
the longitudinal and lateral directions. The stretching speed is 
not particularly restricted, but 2000 to 50000%/minute is 
preferable. 

Next, to reduce heat shrinkage and provide planarity to a 
?lm, heat treatment is performed if necessary. 

To obtain high mechanical properties Wherein extension of 
fracture is 100 to 300% in at least one direction of the longi 
tudinal and Width directions, and stress of fracture is 120 to 
400 MPa therein, and to obtain thermal dimensional stability, 
preferable heat treatment conditions are to perform heat treat 
ment in a range betWeen the glass transition temperature of Tg 
of thermoplastic resin having the highest component ratio and 
(glass transition temperature +100o C.), either at its natural 
length, slightly stretched, or in a slacked state, for 0.5 to 60 
seconds. 

To obtain loW haZe, most preferred treatment conditions 
include performing heat treatment in a range betWeen (glass 
transition temperature tg +40o C.) of thermoplastic resin hav 
ing the highest component ratio and (glass transition tempera 
ture +80o C.) for 0.5 to 10 seconds. In the event that the 
stretching temperature is loWer than (glass transition tem 
perature tg +40o C.) of thermoplastic resin having the highest 
component ratio, heat shrinkage may become large, on the 
other hand, in the event that the stretching temperature is 
higher than (glass transition temperature +80o C.) of the 
thermoplastic resin having the highest component ratio, haZe 
increases, and impact resistance may deteriorate. 

With a glass protecting ?lm in Which transmittance of 
visible light is 70% or more, preferably 80% or more, more 
preferably 90% or more, anti-re?ective layer is preferably on 
one surface layer of the ?lm. Anti-re?ective layer is not par 
ticularly restricted to any one, so conventionally Well-knoWn 
techniques may be used. 

The biaxial orientated ?lm Which has been heat-treated as 
occasion demands is sloWly cooled doWn to a room tempera 
ture and reWound With a Winder. A sloW cooling method is 
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12 
preferable for sloWly cooling the ?lm doWn to a room tem 
perature in tWo or more divided steps. At this time, perform 
ing relaxation of 0.5 to 10% around in the longitudinal and 
Width directions is effective for reducing thermal dimensional 
stability. As for a cooling temperature, a ?rst step is preferably 
a range betWeen (heat treatment temperature —800 C.) and 
(heat treatment temperature —200 C.), and a second step is 
preferably a range betWeen (the temperature of the ?rst step 
—400 C.) and (the temperature of the ?rst step —30° C.), but not 
restricted to this. 

Evaluation methods for physical properties Will be 
described. 

Evaluation Methods for Physical Properties: 

(1) Tear Strength and Tearing-propagation Resistance 
Tear strength Was measured With a heavy-loading-tear test 

ing machine manufactured by Toyo Seiki Inc. Samples 60 
mm Wide and 70 mm long in siZe Were slit up on a central 
portion in the Width direction from the end thereof by 20 mm, 
and the remained 50 mm was torn, and an indicating value 
Was read out. Also, multiplying this indicating value (g) by 
9.8 provided tear strength (mN). Note that this tearing 
strength Was a mean obtained from the test results of respec 
tive 5 samples in the longitudinal direction and in the lateral 
direction. Also, tearing strength per ?lm thickness of 1 mm 
Was obtained as tearing-propagation resistance (N /mm). 

(2) Transmittance of all Light Rays and HaZe 
Measurement Was performed With a direct-reading 

haZemeter manufactured by Suga Test Instruments Co. Ltd. 
HaZe values (%) Were obtained from dividing diffusion trans 
mittance by transmittance of all light rays, and multiplied by 
100. 

(3) Falling-Ball Impact-Absorption Energy 
Measurement Was performed With a falling-ball testing 

machine manufactured by DAIEI KAGAKU SEIKI MFG 
CO. LTD. Measurement Was performed in a situation Wherein 
a metal sphere (Weight: 1.809 kg) disposed at 2.5 m height 
above a test ?lm Which Was ?xed in a frame Was dropped, and 
measured values Were obtained from the passing of time 
betWeen tWo points of upper and loWer portions of the test 
?lm in the event of breaking the test ?lm. Note that lubricant 
“Three Bond 1804” Was bloWn onto the surface of the test ?lm 
by spraying. Note that the falling-ball impact-absorption 
energy E(J) Was obtained from the folloWing expression, and 
a mean of 5 samples Was adopted. 

to: passing time Without test ?lms (ms) 
t1: passing time With test ?lms (ms) 

(4) Glass Scattering Prevention Test 
Measurement Was performed conforming to JIS A5759 

1998 A method. A rating of a double circle Was given in the 
event that glass Was not broken, a circle in the event that glass 
Was broken Without scattering, and a cross in the event that 
glass Was broken With scattering. Of these, the items With the 
double circle or the circle rating passed this test. 

(5) Near-infrared Ray Transmittance 
Measurement Was performed With a spectrophotometer 

MPC-3100. Transmittance of all light rays on a range 
betWeen Wavelength of 800 nm and Wavelength of 2100 nm 
Was measured, and the average light ray transmittance in a 
near-infrared region betWeen 800 nm and 1200 nm Was taken 
as near-infrared ray transmittance. 
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(6) Pencil Hardness 
Measurement Was performed conforming to JIS-K5400. 

Measurement Was performed in a situation Wherein pencils 
With various hardness Were pressed against a ?lm layer at an 
angle of 90°, and the pencil hardness is the hardness of the 
pencil at the time of a scratch occurring When scratching 
under a Weight of 1 kg. 

(7) Intrinsic Viscosity 
Measurement Was performed at a temperature of 25° C. 

employing orthochlorophenol as a solvent. 

(8) Layer Structure and Layer Thickness 
The layer structure of the ?lm Was obtained by cross 

section observation. That is to say, measurement Was per 
formed in a situation Wherein a cross-section of a ?lm Was 
enlarged 3000 to 200000 times and observed employing a 
HU-12 model transmission electron microscope manufac 
tured by Hitachi, Ltd., then cross-sectional photographs Were 
taken, and layer structure and each layer thickness Was mea 
sured. 

(9) Impact Strength 
Measurement Was performed employing a pendulum-type 

impact testing machine manufactured by Testing Machines 
Inc. Measurement Was performed in a situation Wherein in the 
event that a ?lm ?xed to a frame Was subjected to impact in the 
vertical direction employing a hammer in a triangular pyra 
mid, difference of positional energy betWeen a hammer 
uplifted position and doWnstroke position Was read out by an 
indicating needle When breakage Was detected, and this 

impact absorption energy Was taken as impact strength The shape of the hammer Was a triangular pyramid, 62 mm on 

each side one the bottom, and a height of 25 mm, Which Was 
attached With a Weight of 10 kg. The height from an impact 
point of the sample ?lm to the hammer uplifted position Was 
300 mm. Note that With the test, 10 samples Were measured 
While changing the orientation of the ?lm to be adhered to a 
frame at an angle of 900 at a time, and a mean value thereof 
Was obtained. 

(10) Glass Transition Temperature 
Measurement Was performed employing a DSC RDC220 

manufactured by Seiko Instruments Inc. as a differential 
scanning calorimeter, and a disk station SSC/ 5200 also manu 
factured by the same company as a data analyZer. The mea 
surement of a glass transition temperature Tg (° C.) Was 
performed in a situation Wherein a sample of approximately 5 
mg Was enclosed in an aluminum pan, held at 300° C. for 5 
minutes, subjected to rapid cooling With liquid nitrogen, and 
then measured at programming rate of 20° C./minute. 

(11) Tensile Stress at Break and Tensile Elongation at Break 
Measurement Was performed conforming to the folloWing 

method stipulated in ASTM-D882 and employing an instron 
type tensile tester (“TensilonAMF/RTA- 1 00” tensile strength 
automatic tester, manufactured by Orientec). A 10 mm Wide 
sample ?lm Was stretched under the conditions of a testing 
distance of 100 mm and a pulling speed of 200 mm/minute. 
Tensile stress at break and tensile elongation at break Were 
obtained from the yield fracture point of a tension-strain 
curve. The measurement Was performed in an atmosphere of 
25° C. and 65%/RH. 

(12) Face Impact Strength 
Measurement Was performed conforming to ASTM D 

3763 and employing a graphic impact tester manufactured by 
Toyo Seiki Inc. Full impact absorption energy (J ) at the time 
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14 
of the cone passing through the ?lm Was converted into incre 
ments of thickness (1 mm), thereby obtaining the face impact 
strength (J/mm). 
(13) Young’s Modulus 
Young’s modulus of thermoplastic resin Which Was com 

prised each layer Was measured conforming to ASTM test 
method D882-88. An undraWn ?lm Was employed as a 
sample ?lm, Which Was obtained by being subjected to rapid 
cooling solidi?cation on a casting drum controlled at a tem 
perature of 25° C. so as to improve contact of the drum and 
?lm With a knoWn electrostatic applying device. The mea 
surement Was performed employing an instron-type tensile 
tester (“Tensilon AMF/RTA-100”. tensile strength automatic 
tester, manufactured by Orientec).A 10 mm Wide sample ?lm 
Was stretched under the conditions of a testing distance of 100 
mm and a pulling speed of 200 mm/minute so as to obtain the 
Young’s modulus. 

(14) Hardened-Glass Falling-Ball Test 
To study resistance as to impact strength stronger than a 

glass scattering prevention test, a hardened-glass falling-ball 
test Was performed conforming to the I IS R3206 falling-ball 
test. The test Was performed in a situation Wherein a ?lm Was 
applied onto one face of glass, and a rigid sphere Was dropped 
on the other face of the glass to Which the ?lm Was not 
applied. This test Was performed for 2 specimens, as a result, 
in the event that the rigid sphere passed through all 2 speci 
mens, this Was rated With a cross, and in the event that the 
rigid sphere did not pass through at least 1 specimen, this Was 
rated With a circle, and accordingly, those rated With a circuit 
indicated passing this test. For the glass, 5-mm-thick ?oat 
glass Was employed. As for the rigid sphere, a sphere With a 
diameter of 82 mm and Weight of 2260 g Was employed. The 
falling height of the rigid sphere Was 3.0 m. 
We noW refer to representative examples. 

EXAMPLE 1 

Polyethylene terephthalate (glass transition temperature of 
81° C., Young’s modulus of 1990 MPa) having intrinsic vis 
cosity of 0.8 Was employed as a thermoplastic resin A. 
Copolymer polyester (Easter PETG9921 manufactured by 
Eastman Chemical Company) (glass transition temperature 
of 82° C., Young’s modulus of 2200 MPa) in Which tereph 
thalic acid as dicarboxylic acid components, 1,4-cyclohexane 
dimethanol of 10 mol % and ethylene glycol of 90 mol % as 
diol components Were copolymeriZed, Was employed as a 
thermoplastic resin B. The thermoplastic resins A and B Were 
each dried, and then supplied to an extruder. 
The thermoplastic resinA and B Were each in a molten state 

of 280° C. at the extruder, and combined at a ?eld block 
folloWing passing through a gear pump and ?lter. The com 
bined thermoplastic resin A and B Were supplied to a static 
mixer, and a structure formed of 65 layers of the thermoplas 
tic resin A and 64 layers of the thermoplastic resin B formed 
of 64 layers, alternately layered in the thickness direction, 
Was formed. Here, adjustment Was made With the discharge 
rate such that ratio of laminated thickness Was A/B:5. A 
laminated member made up of the thus-obtained 129 layers in 
total Was supplied to a T-die and molded in a sheet shape, and 
then Was subjected to rapid cooling solidi?cation on a casting 
drum held at a surface temperature of 25° C., While being 
subjected to electrostatic application. 
The obtained cast ?lm Was heated at a roll group set at 90° 

C., stretched 3.2 times in the longitudinal direction, intro 
duced to a tenter, preheated in hot air of 100° C., and then 
stretched by 3 .3 times in the lateral direction. The draWn ?lm, 
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Was subjected Without any change to heat treatment in hot air 
of 150° C. Within the tenter, slowly cooled doWn to a room 
temperature, and then rolled up. The obtained ?lm thickness 
Was 188 um. The obtained results are shoWn in Table 1. 

EXAMPLE 2 

A laminated ?lm Was formed of 33 layers of the thermo 
plastic resinA and 32 layers of the thermoplastic resin B, the 
discharge rate of the resin Was adjusted such that ?lm thick 
ness Was 188 um, and a draWn ?lm made up of 65 layers in 
total Was obtained With the same equipment and conditions as 
With Example 1 . The impact strength of the obtained ?lm Was 
14 J. The obtained results are shoWn in Table 1. 

EXAMPLE 3 

For a layering device, a 33 layer laminated ?eld block alone 
Was employed, and a laminated ?lm Was formed of 17 layers 
of thermoplastic resin A and 16 layers of the thermoplastic 

16 
17 layers in total Was obtained With the same equipment and 
conditions as With Example 1. The impact strength of the 
obtained ?lm Was 14 J. The obtained results are shoWn in 
Table 1. 

EXAMPLE 5 

For a layering device, an 8 layer multi-manifold die alone 
Was employed, and a laminated ?lm Was formed of 4 layers of 
the thermoplastic resin A and 3 layers of the thermoplastic 
resin B, the discharge rate of the resin Was adjusted such that 
the ?lm thickness Was 188 um, and a draWn ?lm made up of 
7 layers in total Was obtained With the same equipment and 
conditions as With Example 1. The obtained results are shoWn 
in Table 1. 

EXAMPLE 6 

The laminated thickness ratio A/B betWeen the thermo 
plastic resin A and the thermoplastic resin B Was 2, the dis 20 

resin B, the discharge rate of the resin Was adjusted such that charge rate of the resin Was adjusted such that the ?lm thick 
the ?lm thickness Was 188 pm, a draWn ?lm made up of 33 ness Was 188 um, and a draWn ?lm made up of 65 layers in 
layers in total Was obtained With the same equipment and total Was obtained With the same equipment and conditions as 
conditions as With Example 1. The obtained results are shoWn With Example 2. The obtained results are shoWn in Table 1. 
in Table 1. 25 

EXAMPLE 7 
EXAMPLE 4 

The laminated thickness ratio A/ B betWeen the thermo 
For a layering device, a 17 layer laminated ?eldblock alone plastic resin A and the thermoplastic resin B Was 10, the 

Was employed, andalaminated ?lm Was formed of 9layers of 30 discharge rate of the resin Was adjusted such that the ?lm 
the thermoplastic resin A and 8 layers of the thermoplastic thickness Was 188 um, and a draWn ?lm made up of 65 layers 
resin B, the discharge rate of the resin Was adjusted such that in total Was obtained With the same equipment and conditions 
the ?lm thickness Was 188 um, and a draWn ?lm made up of as With Example 2. The obtained results are shoWn in Table 1. 

TABLE 1 

EXAMPLE EXAMPLE EXAMPLE EXAMPLE 

UNIT 1 2 3 4 

COMPONENTS THERMO- NAME OF i PET PET PET PET 

PLASTIC RESIN 

RESINA INTRINSIC i 0.8 0.8 0.8 0.8 

VISCOSITY 

Tg ° C. 81 81 81 81 

THERMO- NAME OF i PETG PETG PETG PETG 

PLASTIC RESIN 9921 9921 9921 9921 

RESIN B Tg ° C. 82 82 82 82 

SURFACE LAYER i i i i i 

LAYERING NO. OF LAYERS i 129 65 33 17 

LAYERING RATIO NB i 5 5 5 5 

FILM THICKNESS pm 188 188 188 188 

FILM STRETCHING MD TIMES 3.2 3.2 3.2 3.2 

FORMATION TD TIMES 3.3 3.3 3.3 3.3 

HEAT TREATMENT ° C. 150 150 150 150 

TEMPERATURE 

PHYSICAL TRAN SMITTANCE OF % 92 92 92 92 

PROPERTIES ALL LIGHT RAYS 

OF FILM HAZE % 2 2 2 2 

TEAR STRENGTH mN 9160 10020 9500 8439 

FALLING-BALL IMPACT 1 NO NO NO NO 

ABSORPTION ENERGY FRACTURES FRACTURES FRACTURES FRACTURES 

GLASS SCATTERING i O 

PREvENTION TEST 

EXAMPLE EXAMPLE EXAMPLE 

5 6 7 

COMPONENTS THERMO- NAME OF PET PET PET 

PLASTIC RESIN 
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TABLE 1-continued 

RESINA INTRINSIC 0.8 0.8 0.8 
VISCOSITY 
Tg 81 81 81 

THERMO NAME OF PETG PETG PETG 
PLASTIC RESIN 9921 9921 9921 
RESIN B Tg 82 82 82 
SURFACE LAYER i i i 

LAYERING NO. OF LAYERS 7 65 65 
LAYERIN G RATIO NB 5 2 10 
FILM THICKNESS 188 188 188 

FILM STRETCHING MD 3.2 3.2 3.2 
FORMATION TD 3.3 3.3 3.3 

HEAT TREATMENT 150 150 150 
TEMPERATURE 

PHYSICAL TRAN SMITTANCE OF 92 92 92 
PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE 2 2 2 

TEAR STRENGTH 5300 7366 8199 
FALLING-BALL IMPACT NO NO NO 
ABSORPTION ENERGY FRACTURES FRACTURES FRACTURES 
GLASS SCATTERING @ © 0 
PREVENTION TEST 

Tg: GLASS TRANSITION TEMPERATURE 
MD: LONGITUDINAL DIRECTION OF FILM 
TD: WIDTH DIRECTION OF FILM 
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EXAMPLE 8 EXAMPLE 11 

Polyethylene terephthalate (glass transition temperature of Copolymer polyester (Duraster DS2010 manufactured by 
81° C., Young’s modulus of 1990 MPa) having intrinsic Vis- 30 Eastman Chemical Company) (glass transition temperature 
cosity of 0.65 Was employed as the thermoplastic resinA, and 
a draWn ?lm made up of 65 layers in total Was obtained With 
the same equipment and conditions as With Example 2. The 
obtained results are shoWn in Table 2. 

EXAMPLE 9 

CopolymeriZed polyester (Easter PETG6763 manufac 
tured by Eastman Chemical Company) (glass transition tem 
perature of 81° C., Young’s modulus of 1700 MPa) in Which 
terephthalic acid as the dicarboxylic acid component, and 30 
mol % 1,4-cyclohexane dimethanol and 70 mol % ethylene 
glycol as the diol component Were copolymeriZed, Was 
employed as the thermoplastic resin B, and a draWn ?lm made 
up of 65 layers in total Was obtained With the same equipment 
and conditions as With Example 2. The obtained results are 
shoWn in Table 2. 

EXAMPLE 10 

Polycyclohexane dimethalate (hereafter, referred to as 

“PCT”) (glass transition temperature of 95° C., Young’s 
modulus of 1750 MPa) in Which terephthalic acid as the 
dicarboxylic acid component, and 100 mol % 1,4-cyclohex 
ane dimethanol as the diol component Were polymeriZed, Was 

employed as the thermoplastic resin B, and a draWn ?lm made 

up of 65 layers in total Was obtained With the same equipment 
and conditions as With Example 2. The obtained results are 

shoWn in Table 2. 
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of 89° C., Young’s modulus of 1750 MPa) in Which 1,4 
cyclohexane dimethanol and isophthalic acid Were copoly 
meriZed, Was employed as the thermoplastic resin B, and a 
draWn ?lm made up of 65 layers in total Was obtained With the 
same equipment and conditions as With Example 2. The 
obtained results are shoWn in Table 2. 

EXAMPLE 12 

The discharge rate of the resin Was adjusted such that the 
?lm thickness Was 150 um, and a draWn ?lm made up of 65 
layers in total Was obtained With the same equipment and 
conditions as With Example 2. The impact strength of the 
obtained ?lm Was 14 J. The obtained results are shoWn in 

Table 2. 

EXAMPLE 13 

The discharge rate of the resin Was adjusted such that the 

?lm thickness Was 120 um, and a draWn ?lm made up of 65 

layers in total Was obtained With the same equipment and 

conditions as With Example 2. The obtained results are shoWn 

in Table 2. 

EXAMPLE 14 

The discharge rate of the resin Was adjusted such that the 
?lm thickness Was 100 um, and a draWn ?lm made up of 65 
layers in total Was obtained With the same equipment and 
conditions as With Example 2. The impact strength of the 
obtained ?lm Was 9 J. The obtained results are shoWn in Table 
2. 
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TABLE 2 

EXAMPLE EXAMPLE EXAMPLE EXAMPLE 
UNIT 8 9 10 11 

COMPONENTS THERMO- NAME OF 4 PET PET PET PET 

PLASTIC RESIN 
RESINA INTRINSIC i 0.65 0.8 0.8 0.8 

VISCOSITY 
Tg O C. 81 81 81 81 

THERMO- NAME OF 4 PETG PETG PCT DS2010 

PLASTIC RESIN 9921 6763 
RESIN B Tg O C. 82 81 95 89 
SURFACE LAYER i i i i i 

LAYERING NO. OF LAYERS i 65 65 65 65 

LAYERING RATIO NB 4 5 5 5 5 

FILM THICKNESS pm 188 188 188 188 
FILM STRETCHING MD TIMES 3.2 3.2 3.2 3.2 
FORMATION TD TIMES 3.3 3.3 3.3 3.3 

HEAT TREATMENT O C. 150 150 150 150 
TEMPERATURE 

PHYSICAL TRANSMITTANCE OF % 92 92 92 92 
PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE % 2 2 2 2 

TEAR STRENGTH InN 10010 12030 11937 10447 
FALLING-BALL IMPACT J NO NO NO NO 
ABSORPTION ENERGY FRACTURES FRACTURES FRACTURES FRACTURES 
GLASS SCATTERING 4 © © © @ 
PREVENTION TEST 

EXAMPLE EXAMPLE EXAMPLE 
12 13 14 

COMPONENTS THERMO- NAME OF PET PET PET 
PLASTIC RESIN 
RESINA INTRINSIC 0.8 0.8 0.8 

VISCOSITY 
Tg 81 81 81 

THERMO- NAME OF PETG PETG PETG 
PLASTIC RESIN 9921 9921 9921 
RESIN B Tg 82 82 82 
SURFACE LAYER i i i 

LAYERING NO. OF LAYERS 65 65 65 
LAYERING RATIO NB 5 5 5 
FILM THICKNESS 150 120 100 

FILM STRETCHING MD 3.2 3.2 3.2 
FORMATION TD 3.3 3.3 3.3 

HEAT TREATMENT 150 150 150 
TEMPERATURE 

PHYSICAL TRANSMITTANCE OF 92 92 92 
PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE 2 2 2 

TEAR STRENGTH 8160 6700 5341 
FALLING-BALL IMPACT NO NO NO 
ABSORPTION ENERGY FRACTURES FRACTURES FRACTURES 
GLASS SCATTERING @ O O 
PREVENTION TEST 

Tg: GLASS TRANSITION TEMPERATURE 
MD: LONGITUDINAL DIRECTION OF FILM 
TD: WIDTH DIRECTION OF FILM 

EXAMPLE 15 

The heat treatment temperature Was set to 2200 C., and a 

draWn ?lm made up of 65 layers in total Was obtained With the 
same equipment and conditions as With Example 2. The 
obtained results are shoWn in Table 3. 

EXAMPLE 16 

Polyethylene terephthalate (glass transition temperature of 
810 C.) having intrinsic Viscosity of 0.8, to Which an infrared 
absorbent of 1% by Weight Was added, Was employed as the 
thermoplastic resin A, and a draWn ?lm made up of 65 layers 
in total Was obtained With the same equipment and conditions 

55 
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65 

as With Example 2. The obtained results are shoWn in Table 3. 
Note that transmittance of near-infrared rays Was 16%. 

EXAMPLE 17 

An easy-adhesiVe coating layer made up of silica particles 
of particle diameter of 30 nm and polyester resin Was pro 
Vided on one face of the ?lm, and a draWn ?lm made up of 65 
layers in total Was obtained With the same equipment and 
conditions as With EXample 2. The obtained results are shoWn 
in Table 3. 

EXAMPLE 18 

An easy-adhesiVe coating layer made up of silica particles 
of particle diameter of 30 nm and polyester/polyurethane 
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resin Was provided on one face of the ?lm, and a draWn ?lm 
made up of 65 layers in total Was obtained With the same 
equipment and conditions as With Example 2. The obtained 
results are shoWn in Table 3. 

EXAMPLE 19 

An easy-adhesive coating layer made up of silica particles 
of particle diameter of 30 nm and acrylic resin Was provided 
on one face of the ?lm, and a draWn ?lm made up of 65 layers 

22 
in total Was obtained With the same equipment and conditions 
as With Example 2. The obtained results are shoWn in Table 3. 

EXAMPLE 20 

An anti-re?ective layer and a hard coat layer having pencil 
hardness of 4 H Were provided on one face of the draWn ?lm 
made up of 65 layers in total according to Example 17 and an 
adhesive layer Was provided on the other face. The obtained 
results are shoWn in Table 3. 

TABLE 3 

EXAMPLE EXAMPLE EXAMPLE 
UNIT 15 16 17 

coMPoNENTs THERMo- NAME 0F 4 PET PET + PET 

PLAsTIc REsIN INFRARED 
REsIN A ABSORBENT 

INTRINsIc i 0.8 0.8 0.8 

vIscosITY 
Tg O c. 81 81 81 

THERMo- NAME 0F 4 PETG PETG PETG 

PLAsTIc REsIN 9921 9921 9921 
REsIN B Tg O c. 82 82 82 
sURFAcE LAYER i i i EAsY 

ADHEsIvE 
LAYER 

LAYERING NO. oF LAYERs i 65 65 65 

LAYERING RATIo NB 4 5 5 5 

FILM THICKNESS pm 188 188 188 
FILM sTRETcHING MD TIMEs 3.2 3.2 3.2 
FoRMATIoN TD TIMEs 3.3 3.3 3.3 

HEAT TREATMENT O c. 220 150 150 

TEMPERATURE 
PHYsIcAL TRANsMITTANcE oF % 92 90 90 
PRoPERTIEs ALL LIGHT RAYs 
oF FILM HAZE % 2 3 4 

TEAR sTRENGTH InN 6861 10010 10021 
FALLING-BALL IMPAcT J No No No 
ABsoRPTIoN ENERGY FRAcTUREs FRAcTUREs FRAcTUREs 
GLAss scATTERING 4 © © @ 
PREvENTIoN TEsT 

EXAMPLE EXAMPLE EXAMPLE 

18 19 20 

coMPoNENTs THERMo- NAME oF PET PET PET 

PLAsTIc REsIN 
REsIN A 

INTRINsIc 0.8 0.8 0.8 

vIscosITY 
Tg 81 81 81 

THERMo- NAME oF PETG PETG PETG 

PLAsTIc REsIN 9921 9921 9921 
REsIN B Tg 82 82 82 
sURFAcE LAYER EAsY- EAsY- EAsY 

ADHEsIvE ADHEsIvE ADHEsIvE 

LAYER LAYER LAYER, 
ANTI 

REFREcTIvE 

LAYER, 
HARD coAT 

LAYER, 
ADHEsIvE 
LAYER 

LAYERING NO. oF LAYERs 65 65 65 
LAYERING RATIo NB 5 5 5 
FILM THICKNESS 188 188 188 

FILM sTRETcHING MD 3.2 3.2 3.2 
FoRMATIoN TD 3.3 3.3 3.3 

HEAT TREATMENT 150 150 150 

TEMPERATURE 
PHYsIcAL TRANsMITTANcE 0F 90 92 88 
PRoPERTIEs ALL LIGHT RAYs 

oF FILM HAZE 4 2 4 
TEAR STRENGTH 10029 10015 11097 
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TABLE 3-continued 

24 

FALLING-BALL IMPACT 
ABSORPTION ENERGY 
GLASS SCATTERING 
PREVENTION TEST 

NO 
FRACTURES 

@ 
FRACTURES 

@ 

NO 
FRACTURES 

@ 

NO 

Tg: GLASS TRANSITION TEMPERATURE 
MD: LONGITUDINAL DIRECTION OF FILM 
TD: WIDTH DIRECTION OF FILM 

COMPARATIVE EXAMPLE 1 

The following single-layer ?lm Was obtained With the same 
equipment and conditions as With Example 1. That is to say, 15 
only one extruder Was employed, a feed block and static 
mixer Were not employed, polyethylene terephthalate having 
intrinsic viscosity of 0.8 Was employed as thermoplastic 
resin, Whereby a single-layer ?lm Was obtained. The obtained 
?lm thickness Was 188 pm. The obtained results are shoWn in 20 
Table 4. 

COMPARATIVE EXAMPLE 2 

The following single-layer ?lm Was obtained With the same 
equipment and conditions as With Example 1. That is to say, 
only one extruder Was employed, a feed block and static 
mixer Were not employed, copolymer polyester (PETG9921 
manufactured by Eastman Chemical Company) in Which 
terephthalic acid as the dicarboxylic acid component, and 10 
mol % l,4-cyclohexane dimethanol and 90 mol % ethylene 
glycol as diol components Were copolymeriZed, Was 
employed as thermoplastic resin, Whereby a single-layer ?lm 
Was obtained. The obtained ?lm thickness Was 188 pm. The 
obtained results are shoWn in Table 4. 
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EXAMPLE 21 

A draWn ?lm made up of 7 layers in total Was obtained With 
the same equipment and conditions as With Example 12 
except that 7 layer multi-manifold die alone Was employed as 
a layering device, and a laminated ?lm Was formed of 4 layers 
of the thermoplastic resinA and 3 layers of the thermoplastic 
resin B. HoWever, the discharge rate of the resin Was adjusted 
such that the ?lm thickness Was 150 pm. The results of the 
glass scattering prevention test for the obtained ?lm Were 
satisfactory. The obtained results are shoWn in Table 5. 

EXAMPLE 22 

Copolymer polyester (PETG6763 manufactured by East 
man Chemical Company) in Which terephthalic acid as the 
dicarboxylic acid component, and 30 mol % l,4-cyclohexane 
dimethanol and 70 mol % ethylene glycol as diol the compo 
nent Were copolymeriZed, Was employed as the thermoplastic 
resin B. 

Both sides of the uniaxial draWn ?lm obtained With the 
same equipment and conditions as With Example 3 Were 
subjected to corona discharge treatment in the atmosphere, 
Wet tension of a base ?lm Was set to 55 mN/m, the processing 
face thereof Was applied With a coating ?uid for forming ?lm 

TABLE 4 

COMPARATIVE COMPARATIVE 
UNIT EXAMPLE 1 EXAMPLE 2 

COMPONENTS THERMO- NAME OF i PET PETG 

PLASTIC RESIN 9921 
RESINA INTRINSIC i 0.8 0.8 

VISCOSITY 
Tg ° C. 81 82 

THERMO- NAME OF i i i 

PLASTIC RESIN 
RESIN B Tg ° C. i i 

SURFACE LAYER i i i 

LAYERING NO. OF LAYERS i i i 

LAYERING RATIO NB i i i 

FILM THICKNESS pm 188 188 
FILM STRETCHING MD TIMES 3 2 3.2 

FORMATION TD TIMES 3.3 3.3 
HEAT TREATMENT ° C. 150 150 

TEMPERATURE 

PHYSICAL TRANSMITTANCE OF % 92 90 
PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE % 2 2 

TEAR STRENGTH rnN 1764 1501 
FALLING-BALL IMPACT J 57 70 

ABSORPTION ENERGY (FRACTURES) (FRACTURES) 
GLASS SCATTERING i X X 

PREVENTION TEST 

Tg: GLASS TRANSITION TEMPERATURE 
MD: LONGITUDINAL DIRECTION OF FILM 
TD: WIDTH DIRECTION OF FILM 
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layers made up of polyester/melamine cross-linking agent/ 
silica particles With a mean particle diameter of 140 nm. The 
applied uniaxial draWn ?lm Was introduced to a tenter, pre 
heated in hot air of 100° C., and then stretched by 3 .3 times in 
the lateral direction. The draWn ?lm Was subjected to heat 
treatment in hot air of 1 50° C. Within the tenter, slowly cooled 
doWn to room temperature, and then rolled up. The obtained 
?lm thickness Was 150 um. The results of the glass scattering 
prevention test for the obtained ?lm Were satisfactory. The 

26 
of the obtained ?lm, and an adhesive layer Was provided on 
the other face of the obtained ?lm. The results of the glass 
scattering prevention test for the obtained ?lm Were satisfac 
tory. The obtained results are shoWn in Table 5. 

EXAMPLE 26 

A draWn ?lm made up of 33 layers in total Was obtained 
With the same equipment and conditions as With Example 22 

evaluation results of the obtained ?lm are shoWn in Table 5. 10 eXCePt that the discharge rate Of the resin Was adjusted Such 
that the ?lm thickness Was 100 um, and copolymer polyester 

EXAMPLE 23 (hereafter, referred to as “PE-BPA-EO/T (10 mol %)”) (glass 
transition temperature of 78° C., Young’s modulus of 1900 

A draWn ?lm Was obtained as With Example 22 except that MPa) in Which terephthalic acid as the dicarboxylic acid 
the discharge rate of the resin Was adjusted such that the ?lm 15 component, 90 mol % ethylene glycol and 10 mol % bisphe 
thickness Was 100 pm. The results of the glass scattering nol A ethylene oxide additive as the diol component Were 
prevention test for the obtained ?lm Were satisfactory, and the copolymeriZed, Was employed as the thermoplastic resin B. 
hardened-glass falling-ball test Was also satisfactory since the The results of the glass scattering prevention test for the 
rigid sphere did not pass through the obtained glass. The obtained ?lm Were satisfactory. The obtained results are 
obtained results are shoWn in Table 5. 20 shoWn in Table 5. 

EXAMPLE 24 EXAMPLE 27 

A draWn ?lm Was obtained as With Example 22 except that A draWn ?lm made up of 33 layers in total Was obtained 
the discharge rate of the resin Was adjusted such that the ?lm 25 With the same equipment and conditions as With Example 22 
thickness Was 100 um, and the heat treatment temperature except that the discharge rate of the resin Was adjusted such 
Was set to 230° C. The results of the glass scattering preven- that the ?lm thickness Was 100 um, and copolymer polyester 
tion test for the obtained ?lm Were satisfactory. The obtained (hereafter, referred to as “PE-BPA-EO/T (20 mol %)”) (glass 
results are shoWn in Table 5. transition temperature of 78° C., Young’s modulus of 1900 

30 MPa) in Which terephthalic acid as the dicarboxylic acid 
EXAMPLE 25 component, 80 mol % ethylene glycol and 20 mol % bisphe 

nol A ethylene oxide additive as the diol component Were 
A draWn ?lm Was obtained as With Example 22 except that copolymeriZed, Was employed as the thermoplastic resin B. 

the discharge rate of the resin Was adjusted such that the ?lm The results of the glass scattering prevention test for the 
thickness Was 100 um, an anti-re?ective layer and a hard coat obtained ?lm Were passed. The obtained results are shoWn in 
layer having pencil hardness of 4 H Were provided on one face Table 5. 

TABLE 5 

EXAMPLE EXAMPLE EXAMPLE EXAMPLE 
UNIT 21 22 23 24 

COMPONENTS THERMO- NAME OF 4 PET PET PET PET 

PLASTIC RESIN 
RESINA INTRINSIC i 0.8 0.8 0.8 0.8 

VISCOSITY 
Tg ° C. 81 81 81 81 

THERMO- NAME OF 4 PETG PETG PETG PETG 

PLASTIC RESIN 9921 6763 6763 6763 
RESIN B Tg ° C. 82 81 81 81 
SURFACE LAYER i i EASY- EASY- EASY 

ADHESIVE ADHESIVE ADHESIVE 
LAYER LAYER LAYER 

LAYERING No. OF LAYERS i 7 33 33 33 

LAYERING RATIO NB 4 5 5 5 5 

FILM THICKNESS pm 150 150 100 100 
FILM STRETCHING MD TIMES 3.2 3.2 3.2 3.2 
FORMATION TD TIMES 3.3 3.3 3.3 3.3 

HEAT TREATMENT ° C. 150 150 150 230 
TEMPERATURE 

PHYSICAL TRAN SMITTANCE OF % 92 92 93 93 

PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE % 2 2 1 1 

TEAR STRENGTH mN 10000 26700 25000 12000 

IMPACT STRENGTH J 13 14 14 14 
FACE-IMPACT STRENGTH J/mm 31 30 30 20 

EXAMPLE EXAMPLE EXAMPLE 
25 26 27 

COMPONENTS THERMO- NAME OF PET PET PET 
PLASTIC RESIN 
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TABLE 5-continued 

RESINA INTRINSIC 0.8 0.8 0.8 
VISCOSITY 
Tg 81 81 81 

THERMO- NAME OF PETG PE - BPA- PE - BPA 

PLASTIC RESIN 6763 EO/T (10 mol %) EO/T (20 mol %) 
RESIN B Tg 81 79 78 
SURFACE LAYER EASY-ADHESIVE EASY- EASY 

LAYER, ADHESIVE ADHESIVE 
ANTI- LAYER LAYER 

REFRECTIVE 

LAYER, 
HARD COAT 

LAYER, 
ADHESIVE LAYER 

LAYERING No. OF LAYERS 33 33 33 
LAYERIN G RATIO NB 5 5 5 
FILM THICKNESS 100 100 100 

FILM STRETCHING MD 3.2 3.2 3.2 
FORMATION TD 3.3 3.3 3.3 

HEAT TREATMENT 150 150 150 
TEMPERATURE 

PHYSICAL TRAN SMITTANCE OF 93 93 93 
PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE 1 1 1 

TEAR STRENGTH 25000 5210 6120 
IMPACT STRENGTH 14 13 15 
FACE-IMPACT STRENGTH 27 25 28 

Tg: GLASS TRANSITION TEMPERATURE 
MD: LONGITUDINAL DIRECTION OF FILM 
TD: WIDTH DIRECTION OF FILM 
IMPACT STRENGTH: IMPACT ABSORPTION ENERGY 
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COMPARATIVE EXAMPLE 3 COMPARATIVE EXAMPLE 4 

A draWn ?lm Was obtained as With Comparative Example _A ?lm having ?lm thickness O_f 100 P-m Was Qbtained as 

1 except that the discharge Was adjusted such that the ?lm 35 glltilglxagllplet? iilcept that ?llzglscharge WTS adlusteld sutch 
thickness Was 100 pm, the ?lm Was stretched in the longitu- a e m C ess was ,, Hm’ COPO ylper p0 yes er 

. . . . . . (hereafter, referred to as PET/ S ) (glass trans1t10n tempera 
d1nal d1rect1on, following which the both s1des of the ?lm o , . . . 

. . . ture of 2 C., Young s modulus of 85 MPa) in Which sebac1c 
Were subJected to corona discharge treatment in the atmo- - 0 - - 0 
h n _ f b ?l n 55 N/ dth ac1d of 40 mol A) and terephthal1c ac1d of 60 mol A) as 

Sp ere?we enslono a ase mwas Se_ 0 m_ In’ all e dicarboxylic acid components, ethylene glycol of 100 mol % 
processing face thereof was applied with a coating ?uid for 40 as diol Components Were copolymerizeda Was employed as 
fomlmg ?lm 19W 5 made up of polyestér/mélamme Cross‘ the thermoplastic resin B, an anti-re?ective layer and a hard 
hhklhg ageht/slhea PameleS efmeah Pamele dlameter ef140 coat layer haVing pencil hardness of 4 H Were proVided on one 
hm- The reshhs ofthe glase Seahehhg PreVehheh test for the face of the obtained ?lm, and an adhesiVe layer Was proVided 
Ohtalhed hhh Were hot sahsfaetery, and the hardened-glass on the other face of the obtained ?lm. The hardened-glass 
fall1ng-ball test Was also unsatisfactory since the r1g1d Sphere 45 falling-ball test Was unsatisfactory since the rigid sphere 
passed through the obtained glass. The eValuation results of passed through the obtained glass. The eValuation results of 
the obtained ?lm are shoWn in Table 6. the obtained ?lm are shoWn in Table 6. 

TABLE 6 

COMPARATIVE COMPARATIVE 
UNIT EXAMPLE 3 EXAMPLE 4 

COMPONENTS THERMO- NAME OF i PET PET 

PLASTIC RESIN 
RESINA INTRINSIC i 0.8 0.8 

VISCOSITY 
Tg ° C. 81 81 

THERMO- NAME OF i i PET/S 

PLASTIC RESIN (40 mol %) 
RESIN B Tg ° C. i 2 

SURFACE LAYER i EASY- EASY-ADHESIVE 

ADHESIVE LAYER, 
LAYER ANTI 

REFRECTIVE 

LAYER, 
HARD COAT 

LAYER, 
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TABLE 6-continued 

COMPARATIVE COMPARATIVE 
UNIT EXAMPLE 3 EXAMPLE 4 

ADHESIVE 
LAYER 

LAYERING No. OF LAYERS i i 33 

LAYERIN G RATIO NB i i 5 

FILM THICKNESS pm 100 100 
FILM STRETCHING MD TIMES 3.2 3.2 
FORMATION TD TIMES 3.3 3.3 

HEAT TREATMENT ° C. 150 150 

TEMPERATURE 
PHYSICAL TRAN SMITTAN CE OF % 93 88 
PROPERTIES ALL LIGHT RAYS 
OF FILM HAZE % 1 4 

TEAR STRENGTH mN 1030 24000 
IMPACT STRENGTH J 5 7 
FACE-IMPACT .I/Inm 7 17 
STRENGTH 

Tg: GLASS TRANSITION TEMPERATURE 
MD: LONGITUDINAL DIRECTION OF FILM 
TD: WIDTH DIRECTION OF FILM 

INDUSTRIAL APPLICABILITY 6. The glass protecting ?lm according to claim 4, in Which 
25 the amount of copolymeriZation of 1,4-cyclohexane dimetha 

In the eVent of applying a glass protecting ?lm onto glass, 
the ?lm has high transparency, and also has high face-impact 
resistance Which can endure great impact strength applied to 
the glass. Accordingly, the glass protecting ?lm is effectively 
employed as a display glass protecting ?lm for CRT displays 
Which need to haVe high transparency and also cause huge 
explosions at the time of glass being subjected to damage, or 
liquid crystal displays, plasma displays, organic EL displays, 
?eld emission displays, and so forth, Wherein it is necessary to 
protect the expensive display deVices. Also, the glass protect 
ing ?lm protects glass from disasters such as typhoons, is 
hardly damaged, and is capable of drastically preVenting 
glass scattering due to damage, and accordingly is effectiVely 
employed as a WindoWpane protecting ?lm for structures 
such as public facilities, houses, or large buildings, automo 
biles, HST (High-Speed Trains), and electric trains. 

The inVention claimed is: 
1. A glass protecting ?lm, comprising a multi-layer struc 

ture Which comprises at least tWo kinds of thermoplastic resin 
of Which the difference in glass transition temperature is 400 
C. or loWer, in Which face-impact strength is 18 J/mm or 
more, in Which haZe is 3% or less and tearing-propagation 
resistance in the longitudinal and/or Width direction is 10 
N/mm or more. 

2. A glass protecting ?lm, comprising a multi-layer struc 
ture Which comprises at least, tWo kinds of thermoplastic 
resin of Which difference in glass transition temperature is 400 
C. or loWer, in Which impact strength is 8 to 40 J, in Which 
haZe is 3% or less and tearing-propagation resistance in the 
longitudinal and/ or Width direction is 10 N/mm or more. 

3. The glass protecting ?lm according to claim 1 or claim 2, 
in Which the glass transition temperature of thermoplastic 
resin Which is comprised in the ?lm is 50° C. or higher. 

4. The glass protecting ?lm according to claim 1 or claim 2, 
further comprising a layer in Which at least one kind of ther 
moplastic resin of the thermoplastic resins comprises poly 
ester haVing 1,4-cyclohexane dimethanol as one of the com 
ponents. 

5. The glass protecting ?lm according to claim 4, in Which 
the amount ofcopolymeriZation of 1,4-cyclohexane dimetha 
nol is 20 to 50 mol %. 
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nol is 30 to 40 mol %. 

7. The glass protecting ?lm according to claim 1 or claim 2, 
in Which at least one kind of thermoplastic resin of the ther 
moplastic resins comprises thermoplastic resin haVing 2,2 
bis (4'-[3-hydroxyethoxyphenyl) propane group. 

8. The glass protecting ?lm according to claim 1 or claim 2, 
in Which thermoplastic resin Which is comprised in each layer 
has a tensile elastic modulus of 1400 MPa or more. 

9. The glass protecting ?lm according to claim 1 or claim 2, 
in Which a layer structure is a multi-layer structure of 8 to 256 
layers. 

10. The glass protecting ?lm according to claim 1 or claim 
2, satisfying the folloWing formula (1) 

Film thickness: T (pm) 

Number of total layers: L 

1.2;T/Lé30 (1). 

11. The glass protecting ?lm according to claim 1 or claim 
2, in Which the thickness of a layer Which comprises polyester 
haVing 1,4-cyclohexane dimethanol as one of the components 
is 0.05 to 30 um. 

12. The glass protecting ?lm according to claim 1 or claim 
2, in Which ?lm thickness is 10 to 500 um. 

13. The glass protecting ?lm according to claim 1 or claim 
2, further comprising an adhesiVe layer on at least one face 
thereof. 

14. The glass protecting ?lm according to claim 1 or claim 
2, further comprising an anti-re?ective layer on at least one, 
face thereof. 

15. A glass protecting ?lm according to claim 1 or claim 2, 
further comprising a hard coat layer on at least one face 
thereof. 

16. The glass protecting ?lm according to claim 1 or claim 
2, Wherein pencil hardness of at least one face thereof is 2H or 
more. 

17. The glass protecting ?lm according to claim 1 or claim 
2, in Which transmittance of near-infrared rays is 20% or less. 
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18. The glass protecting ?lm according to claim 1 or claim 
2, in Which transmittance of Visible light is 70% or more. 

19. The glass protecting ?lm according claim 1 or claim 2, 
in Which transmittance of Visible light is 80% or more. 

20. The glass protecting ?lm according to claim 1 or claim 
2, in Which transmittance of Visible light is 90% or more. 

21. The glass protecting ?lm according to claim 1 or claim 
2, Wherein tensile elongation at break of at least one direction 
of the longitudinal and Width directions is 100 to 300%, and 
tensile stress at break is 120 to 400 MPa. 

32 
22. The glass protecting ?lm according to claim 1 or claim 

2, in Which the glass protecting ?lm is stretched in at least one 
direction. 

23. The glass protecting ?lm according to claim 1 or claim 
2, in Which the glass protecting ?lm is applied onto the front 
face of a ?at display. 

24. The glass protecting ?lm according to claim 23, in 
Which the ?at display is a ?at CRT display. 

* * * * * 


