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(57) ABSTRACT 

A method and apparatus are provided for implementing non 
destructive quality control of substrates and printed biologi 
cal microarrays. A method and apparatus are provided for 
implementing quality control of gel-based microarrays pre 
pared by dispensing a gel-forming composition on a solid 
substrate. The method utilizes the difference between the 
Wettability properties of a supporting substrate and a gel, 
Where the gel is hydrophilic. Condensation of vapor of a 
chemically inert Water-soluble liquid, such as Water or glyc 
erol, on the surface of a substrate under inspection creates a 
layer of tiny droplets that affect both transmission and scat 
tering of light on the surface. A pattern of condensation, 
characterized by spatial distribution, average size of the drop 
lets and spacing between the droplets, re?ects variation in 
Wetting properties of the substrate. The pattern of condensa 
tion circumscribes printed microarray features to be non 
destructively imaged and analyzed. 

16 Claims, 3 Drawing Sheets 
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METHOD FOR IMPLEMENTING 
NON-DESTRUCTIVE QUALITY CONTROL 

OF SUBSTRATES AND PRINTED 
BIOLOGICAL MICROARRAYS 

This application claims the bene?t of Us. Provisional 
Application No. 60/721,041, ?led on Sep. 27, 2005. 

CONTRACTUAL ORIGIN OF THE INVENTION 

The United States Government has rights in this invention 
pursuant to Contract No. W-3 l -l09-ENG-38 between the 
United States Government and Argonne National Laboratory. 

FIELD OF THE INVENTION 

The present invention relates to a method and apparatus for 
the quality control of printed microarrays. More speci?cally, 
this invention relates to a method and apparatus for imple 
menting non-destructive quality control of solid substrates 
for biological microarrays; and a method and apparatus for 
implementing quality control of microarrays fabricated by 
contact or non-contact deposition techniques. A preferred 
embodiment of the invention pertains to quality control of 
gel-element microarrays, typically prepared by dispensing a 
gel-forming composition on a solid substrate, such as glass or 
plastic surfaces. 

DESCRIPTION OF THE RELATED ART 

Variations in substrate quality, for example, chemical or 
physical non-uniformities, substantially affect the quality of 
microarrays during the printing process, signi?cantly 
decrease the yield of useable microarrays from any one manu 
facturing lot, and cause substantial variability in their bio 
analytical characteristics and response or irreproducibility of 
their analytical characteristics. Likewise, variations in 
microarray feature quality, for example, spot morphology or 
probe density, substantially affect microarray bio-analytical 
characteristics and response or irreproducibility of their ana 
lytical characteristics. 
A rapid and non-destructive method and decision criteria 

for substrate and microarray feature quality control and qual 
ity assurance is therefore required in order to improve overall 
manufacturing process control, and subsequent reproducibil 
ity and performance of microarrays. 
Known methods of sub strate characterization rely either on 

sophisticated equipment such as atomic force microscope or 
infrared Fourier spectrometers, or test printing on certain 
selected slides. None of these techniques are rapid, reliable, 
or non-destructive. Known methods for characterizing 
microarray features on printed microarrays include staining 
with ?uorescent dyes, or functional tests of selected microar 
rays from individual batches. In either case, the present meth 
ods do not allow non-destructive, quantitative, thorough 
inspection of each and every substrate and each and every 
microarray, which is the preferred solution for production 
scale-up and successful commercialization of microarray 
based diagnostic tests. 

In order to illustrate the present invention, we describe 
methods and techniques for quality control and quality assur 
ance of gel-element microarrays, manufactured via co-poly 
merization chemistry and conventional contact printing 
robotics on either glass or plastic substrates. A preferred 
embodiment for performing substrate and microarray inspec 
tion is an optical system that can detect and quantify missing, 
deformed or misplaced array elements as well as particles of 
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2 
dirt or other contamination on the microarray substrate. For 
those skilled in the art and in the spirit of the invention, 
however, it is understood that the invention is broadly appli 
cable to many types of printed microarrays and substrates. 

Typical gel compositions used to form the elements of a 
gel-element microarray are transparent, colorless, rather thin 
(<10 micron), and have a refractive index that does not differ 
much from that of glass or plastic. For this reason, gel-ele 
ment features are very dif?cult to visualize other than by 
staining them with some dye, a procedure that usually leaves 
the microarray contaminated and unsuitable for subsequent 
diagnostic tests or biological analyses. 

Important objects of the present invention are to provide a 
method and apparatus for implementing non-destructive 
quality control of substrates for biological microarrays. 

Important objects of the present invention are to provide a 
method and apparatus for implementing quality control of 
microarray features deposited by contact and non-contact 
printing methods. 

Important objects of the present invention are to provide a 
method and apparatus for implementing quality control of 
gel-based microarrays prepared by dispensing a gel-forming 
composition on a solid substrate. 

Other important aspects of the present invention are to 
provide such method and apparatus for implementing non 
destructive quality control of substrates for biological 
microarrays; such method and apparatus for implementing 
quality control of microarray features deposited by contact 
and non-contact printing methods; and such method and 
apparatus for implementing quality control of gel-based 
microarrays prepared by contract dispensing a gel-forming 
composition on a solid substrate; each substantially without 
negative effect and that overcome some of the disadvantages 
of prior art arrangements. 

SUMMARY OF THE INVENTION 

In brief, a method and apparatus are provided for imple 
menting non-destructive quality control of substrates and for 
implementing non-destructive quality control of printed 
microarrays. Condensation of vapor of a chemically inert 
water-soluble liquid, such as water vapor or another chemi 
cally neutral and relatively volatile liquid, such as glycerol, 
on the surface of a substrate under inspection creates a layer 
of tiny droplets that affect both transmission and scattering of 
light on the surface. A pattern of condensation, characterized 
by spatial distribution, average size of the droplets and spac 
ing between the droplets, is used to identify variation in 
wetting properties of the substrate. 
The method of the invention enables the detection, visually 

or by machine, of areas of a speci?c type of vapor condensa 
tion on the printed microarray, which indicates the presence 
of undesirable variations of wettability and/or substrate con 
taminations, and circumscribes microarray features to be 
inspected for presence and absence, morphology, pitch regu 
larity, and other geometrical and quanti?able attributes. 

In accordance with features of the invention, in more 
hydrophobic regions the droplets are smaller and more 
densely spaced, so these regions are brighter in re?ected light 
and less transparent in transmitted light. These variations in 
brightness and transparency are distinct and are easily 
observed and analyzed directly by the operator or by means of 
an automated machine vision system. The test is non-destruc 
tive as the condensate readily evaporates and leaves both the 
substrate and microarray features uncontaminated. 
A method and apparatus are provided for implementing 

quality control of microarrays prepared by dispensing a gel 
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forming composition on a solid substrate. The methodutilizes 
the difference betWeen Wettability properties of the solid 
substrate and a gel, Where the gel is hydrophilic. Condensa 
tion of Water vapor on a solid substrate surface results in 
formation of multiple densely spaced small droplets on the 
surface betWeen the array elements While the array elements 
remain clear. Since the droplets reduce transmittance of the 
substrate due to light scattering, the array becomes visible in 
both transmitted and re?ected light. Evaluation of the array 
quality is performed visually by the operator using a micro 
scope or With an automated machine vision system. Since the 
condensate evaporates Without any residue, the test is non 
destructive. 

In accordance With features of the invention, the method of 
the invention enables automating the quality control of 
microarray substrates and printed microarrays, enabling deci 
sion making of acceptance or rejection of substrates and 
completely fabricated microarrays based on analysis of the 
digital image of a condensation pattern. 

BRIEF DESCRIPTION OF THE DRAWINGS 

The present invention together With the above and other 
objects and advantages may best be understood from the 
folloWing detailed description of the preferred embodiments 
of the invention illustrated in the draWings, Wherein: 

FIG. 1 is a schematic and block diagram representation 
illustrating apparatus for implementing methods for non-de 
structive quality control of substrates for biological microar 
rays; for implementing methods for quality control of 
microarray features deposited by contact and non-contact 
printing; and for implementing methods for quality control of 
gel-based microarrays prepared by contract printing of a gel 
forming composition on a glass or plastic substrate in accor 
dance With the preferred embodiment; 

FIGS. 2A and 2B respectively are a substrate image histo 
gram With signal intensity shoWn along a horizontal axis and 
number of pixels shoWn along a vertical axis, and a display of 
a region of interest (ROI) together illustrating defects of 
microarray substrates and characteristic features of the sub 
strate image histogram associated With the defects detected 
With the apparatus of FIG. 1 in accordance With the preferred 
embodiment; and 

FIG. 3 is a ?oW chart illustrating exemplary steps for 
implementing methods for non-destructive quality control of 
substrates for biological microarrays in accordance With the 
preferred embodiment. 

DETAILED DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

As used in the folloWing description and claims, the fol 
loWing de?nitions apply: 
A biological microarray is de?ned herein as an array of 

biomolecular probes immobilized at spatially ordered loca 
tions on a solid substrate. 

A biomolecular probe is de?ned as a synthetic or natural 
compound capable of speci?c interaction With biological 
molecules such as DNA, RNA, or protein. 

Biomolecular probes may be delivered to the immobiliza 
tion sites on the substrate by any knoWn dispensing technique, 
either contact or non-contact. 

The process of dispensing probes onto a substrate is 
de?ned as a printing method. Accordingly, microarrays fab 
ricated by printing are referred to as printed microarrays, as 
opposed to microarrays fabricated by synthesizing the probes 
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4 
on the substrate, in situ. In the process of printing, the probes 
are typically dispensed on the substrates as one component of 
an aqueous solution. 

In the preferred embodiment, the printing solution is a 
gel-forming composition, Which, upon gel polymerization, 
considerably enhances the immobilization capacity of the 
substrate by creating a highly porous three-dimensional poly 
mer structure directly on each immobilization site. Microar 
rays fabricated in this manner are referred to as gel-element or 
gel-based microarrays. 
The material immobilized onto discrete sites on the sub 

strate during microarray manufacture is de?ned as a microar 
ray feature, Which is in contradistinction to the surrounding 
surface of the substrate. 
To alloW high-density printing and improve feature mor 

phology, the Wettability of microarray substrates is typically 
adjusted to prepare a moderately hydrophobic surface, Where 
the preferred contact angle for the printed solution is in the 
range of 40 to 80 degrees. The surface chemistry of the 
substrate is typically modi?ed to provide conditions for either 
direct immobilization of the probes onto the substrate sur 
face; or to immobilize discrete gel-elements onto the sub 
strate surface. Optically, microarray substrates are preferably 
transparent, black or re?ective. In each case, the substrate 
surface is normally polished to minimize undesirable light 
scattering. 

Microarray substrates can consist of glass, for example a 
standard microscope slide, plastics or other materials, such as 
silicon or sapphire. 
While the folloWing detailed description generally refers to 

the condensation of Water vapor, the present invention is not 
limited to the condensation of Water vapor, it should be under 
stood that a chemically inert Water-soluble liquid, or chemi 
cally neutral and relatively volatile liquid, such as glycerol, 
could be used to implement methods of the invention. Like 
Wise, it should be understood that the present invention is not 
limited to gel-element microarrays; it should be understood 
that various array surfaces and printed microarrays could be 
analyzed and assessed in accordance With the methods of the 
invention. 

In accordance With features of the preferred embodiments, 
methods are provided for implementing non-destructive 
quality control of substrates and microarray features for bio 
logical microarrays. Condensation of Water vapor on the sur 
face of a substrate under inspection is provided to create a 
layer of tiny droplets that affect both transmission and scat 
tering of light on that surface. The pattern of condensation, 
characterized by spatial distribution of average size of the 
droplets and spacing betWeen them, re?ects variations of 
Wetting properties of the substrate: in more hydrophobic 
regions, the droplets are smaller and spaced more densely, so 
these regions are brighter in re?ected light and less transpar 
ent in transmitted light. These variations of brightness and 
transparency are distinct and can be easily observed and 
analyzed either directly, by the operator, or by an automated 
machine vision or imaging system. The test is non-destructive 
as the condensate readily evaporates leaving the microarray 
uncontaminated. 
The gel that forms the elements of gel-element arrays is 

transparent, colorless, thin, such as less than 10 micron, and 
has a refractive index that does not differ much from that of 
glass or plastic. For this reason, gel-based arrays are very 
di?icult to visualize. Staining the gel-based arrays With some 
dye that could render them visible typically causes irrevers 
ible contamination of the array. 

In accordance With features of the preferred embodiments, 
a quality-control method for mass production of gel-based 
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microarrays manufactured by contact printing of gel-forming 
composition on glass or plastic substrates is provided that can 
detect missing, deformed or misplaced array elements as Well 
as dust particles and other possible contaminations on the 
microarray substrate. In contrast to the gel-supporting sur 
face, gel-elements are hydrophilic. Condensation of Water 
vapor on the microarray results in formation of multiple 
densely spaced small droplets on the substrate surface 
betWeen the array elements While the array elements remain 
clear. Since the droplets substantially reduce transmittance of 
the substrate due to increased light scattering, the microarray 
elements become distinctly visible and circumscribed in both 
transmitted and re?ected light. Evaluation of the microarray 
quality can be performed either visually by the operator using 
a microscope or by means of an automated machine vision 
system. The test is non-destructive as the Water vapor con 
densate evaporates Without any residue. 

Having reference noW to the draWings, in FIG. 1 there is 
shoWn an exemplary automated quality control apparatus 
generally designated by the reference character 100 for 
implementing non-destructive quality control of substrates 
for biological microarrays and implementing non-destructive 
quality control for mass production of gel-based microarrays 
in accordance With the preferred embodiment. 

Automated quality control apparatus 100 includes a com 
puter 102 coupled to a detector such as a charge coupled 
device (CCD) camera 104. Automated quality control appa 
ratus 100 includes a ring illuminator 106 and a positioner 108 
provided With the CCD camera 104, for example, for sequen 
tially illuminating a surface 110 of one substrate 112 under 
test. As shoWn in FIG. 1, each of the plurality of substrates 
112 carries a respective pattern of printed microarray ele 
ments 114. 

It should be understood that substrates 112 Without 
microarray elements 114 advantageously are processed using 
the automated quality control apparatus 100 for implement 
ing non-destructive quality control of substrates 

Automated quality control apparatus 100 includes a ther 
mally insulated chamber 120 that receives the plurality of 
substrates 112 carrying the respective microarray elements 
114 With the surface 110 under test of each of the plurality of 
substrates 112 disposed Within the chamber. A source of 
moist Warm air, for example, having a temperature greater 
than room temperature, and the moist air having a deW point 
higher than the temperature of the substrate, is applied to an 
input port 122 of the thermally insulated chamber 120. A 
carrier gas at the input port 122 of the thermally insulated 
chamber 120, such as air, nitrogen, argon, or the like, trans 
ports a liquid in vapor phase, such as Water vapor, glycerol 
vapor, or other liquid vapor. The thermally insulated chamber 
120 includes an exhaust port 124 located at an opposite end 
from the input port 122. Condensation of Water vapor is 
provided on the surface 110 of the substrate 112 under inspec 
tion to create a layer of tiny droplets that affect both trans 
mission and scattering of light on that surface. 

FIGS. 2A and 2B together illustrate exemplary defects of 
microarray substrates and characteristic features of the sub 
strate image histogram associated With the defects detected 
With the apparatus 100. In FIGS. 2A and 2B, local contami 
nations and dust particles on a reverse side are illustrated. In 
the histogram of FIG. 2A, an arroW indicates a median. 

In accordance With features of the preferred embodiments 
of the invention, automated quality control of substrates, such 
as illustrated in the exemplary steps of the ?oW chart of FIG. 
3, advantageously is based on the folloWing practical consid 
erations: 

Features of the substrate surface 110 that may affect 
sample transfer from the pin to the substrate and/or cause 
subsequent droplet migration are those With a characteristic 
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6 
linear scale comparable to or exceeding the mean droplet 
diameter used to form microarray features 114. 
The largest droplets of the Water vapor condensate are 

typically at least ten times smaller than the droplets of 
microarray elements 114. 

Defects of the substrate Working surface 110 can be clas 
si?ed into one of the folloWing three categories: (1) relatively 
smooth variations of Wettability due to inhomogeneous 
chemical activation; (2) localiZed spots of abnormally high 
Wettability due to accidental chemical contamination; (3) 
particulate contaminations Which are typically hydrophilic. 
In a condensation pattern recorded in re?ected light, the latter 
tWo categories (2) and (3) give characteristic distinct dark 
spots. 

Particulate contaminations on the reverse side of the sub 
strate 112 should generally be considered as a reason for 
substrate rejection because they may readily be transferred to 
the Working surfaces 110 in the process of substrate handling. 
In contrast to the particles on the Working surface 110, those 
located on the reverse side of the substrate are bright in 
re?ected light. 

Referring noW to FIG. 3, there are shoWn exemplary steps 
for implementing methods for non-destructive quality control 
of substrates for biological microarrays in accordance With 
the preferred embodiment starting With image processing at a 
block 300. First the image is smoothed using an appropriate 
imaging analysis technique such as a numerical ?ltering algo 
rithm for calculating a moving average as indicated in a block 
302. The purpose of ?ltering is to eliminate small-scale signal 
variations caused by light scattering on individual droplets of 
the condensate. Then the computer generates a histogram of 
the image as indicated in a block 304 and analyZes the image 
histogram to identify characteristic features associated With 
localized contaminations and dust particles, such as shoWn in 
FIG. 2. 

Checking for a peak signal in a loW intensity region and a 
high intensity region is performed as indicated in respective 
decision blocks 306 and 308. The substrate is rejected if a 
peak signal is identi?ed in the loW intensity region or the high 
intensity region as indicated in a block 309. If the substrate 
has not been rejected based on histogram analysis at decision 
blocks 306 and 308, its average Wettability and spatial varia 
tions of the Wetting properties are evaluated, for example, by 
calculating a median intensity as indicated in a block 310 and 
by calculating a standard deviation of the signal, as indicated 
in a block 314, respectively. At blocks 310 and 314, the 
calculations may be restricted to the Region of Interest (ROI) 
de?ned as a region on a substrate 112 designated for array 
printing. The calculated median and standard deviations are 
compared to predetermined tolerance margins as indicated in 
respective decision blocks 312 and 316. The substrate is 
accepted as indicated in a block 318 if both the median signal 
intensity and the standard deviation fall Within tolerance mar 
gins that are assumed to be determined experimentally. The 
image processing is completed as indicated in a block 320. 

Having reference again to FIG. 3, those skilled in the art 
Will understand that various different pattern recognition 
techniques can be applied to a digital microarray image to 
extract information and create decision logic for quality con 
trol and quality assurance of printed microarrays. 

While the present invention has been described With refer 
ence to the details of the embodiments of the invention shoWn 
in the draWing, these details are not intended to limit the scope 
of the invention as claimed in the appended claims. 
What is claimed is: 
1 . A method for implementing non-destructive quality con 

trol of substrates for receiving microarray features of biologi 
cal microarrays in an automated machine vision system, said 
method comprising the steps of: 

creating a layer of condensate droplets of a chemically 
inert Water-soluble liquid on a surface of a substrate 
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under inspection; said condensate droplets being 
densely spaced droplets having an average siZe substan 
tially less than the microarray features; said layer of 
condensate droplets affecting both transmission and 
scattering of light on the surface; said layer of said 
condensate droplets of said chemically inert Water 
soluble liquid evaporating Without any residue; 

illuminating said surface of said substrate under inspec 
tion; 

detecting an image of said illuminated surface of said sub 
strate under inspection; and 

identifying a pattern of condensate droplets from said 
detected image of said surface of said substrate under 
inspection, said pattern characterized by spatial distri 
bution, average siZe of the droplets and spacing betWeen 
the droplets, re?ecting variation in Wetting properties of 
the substrate; and utiliZing said identi?ed pattern With 
the automated machine vision system for visually 
detecting an area indicating presence of undesirable 
variation of Wettability and rejecting said substrate 
under inspection, responsive to detecting the area indi 
cating presence of undesirable variation of Wettability. 

2. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 1 Wherein the step of creating a layer of condensate 
droplets includes using Water for said chemically inert Water 
soluble liquid. 

3. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 1 Wherein the step of creating a layer of condensate 
droplets includes using glycerol for said chemically inert 
Water-soluble liquid. 

4. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 1 Wherein said chemically inert Water-soluble liquid is 
in a vapor phase and Wherein the steps of creating a layer of 
condensate droplets includes providing said surface of said 
substrate under inspection Within a thermally insulated cham 
ber, and ?oWing carrier gas through said chamber, said carrier 
gas transporting said chemically inert Water-soluble liquid in 
vapor phase. 

5. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 4 Wherein the step of ?oWing carrier gas through said 
chamber includes using a selected one of air or nitrogen for 
said carrier gas. 

6. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 1 Wherein the steps of identifying a pattern of conden 
sate droplets on said surface of said substrate under inspection 
includes illuminating said surface of said substrate under 
inspection, collecting a digital image, and ?ltering said digital 
image. 

7. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 6 further includes performing digital analysis of said 
digital image. 

8. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 7 further includes calculating statistical characteristics 
and metrics for at least a portion of said digital image to 
identify characteristic features associated With non-uniform 
Wettability, localiZed contaminations and dust particles. 

9. A method for implementing non-destructive quality con 
trol of substrates for biological microarrays as recited in 
claim 8 further includes rejecting said substrate responsive to 
said calculated characteristics and metrics being outside pre 
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8 
de?ned upper and loWer tolerance margins; and further 
includes experimentally determining said prede?ned upper 
and loWer tolerance margins. 

10. A method for implementing non-destructive quality 
control of substrates for biological microarrays as recited in 
claim 8 further includes calculating a histogram for said digi 
tal image; and calculating a standard deviation for at least a 
portion of said histogram for said digital image. 

11. A method for implementing non-destructive quality 
control of printed biological microarrays in an automated 
machine vision system, said method comprising the steps of: 

creating a layer of condensate droplets of a chemically 
inert Water-soluble liquid on a surface of a microarray 
under inspection; said condensate droplets being 
densely spaced droplets having an average siZe of at 
least ten times smaller than microarray features said 
layer of condensate droplets affecting both transmission 
and scattering of light on the surface; said layer of said 
condensate droplets of said chemically inert Water 
soluble liquid evaporating Without any residue; 

illuminating said surface of said microarray under inspec 
tion; 

detecting an image of said illuminated surface of said 
microarray under inspection; and 

identifying a pattern of condensate droplets from said 
detected image of said surface of said microarray under 
inspection, said pattern characterized by spatial distri 
bution, average siZe of the droplets and spacing betWeen 
the droplets, re?ecting variation in Wetting properties of 
said surface of said microarray; and utiliZing said iden 
ti?ed pattern With the automated machine vision system 
for visually detecting a presence of undesirable variation 
of microarray features; and rejecting said microarray 
under inspection responsive to visually detecting the 
presence of undesirable variation of microarray features. 

12. A method for implementing non-destructive quality 
control of printed biological microarrays as recited in claim 
11 Wherein said chemically inert Water-soluble liquid 
includes a selective one of Water and glycerol. 

13. A method for implementing non-destructive quality 
control of printed biological microarrays as recited in claim 
11 Wherein said chemically inert Water-soluble liquid is in a 
vapor phase and Wherein the steps of creating a layer of 
condensate droplets includes providing said surface of said 
substrate under inspection Within a thermally insulated cham 
ber, and ?oWing carrier gas through said chamber, said carrier 
gas transporting said chemically inert Water-soluble liquid in 
vapor phase; said carrier gas including a selected one of air or 
nitrogen. 

14. A method for implementing non-destructive quality 
control of printed biological microarrays as recited in claim 
11 Wherein the step of identifying a pattern of condensate 
droplets on said surface of said microarray under inspection 
further includes the steps of collecting and processing said 
image to circumscribe said microarray features to be 
inspected for presence of said microarray features, morphol 
ogy of said microarray features, pitch of said microarray 
features, and regularity of said microarray features. 

15. A method for implementing non-destructive quality 
control of printed biological microarrays as recited in claim 
14 further includes processing said image to circumscribe 
microarray features to be inspected for prede?ned quanti? 
able attributes of said microarray features. 

16. A method for implementing non-destructive quality 
control of printed biological microarrays as recited in claim 
11 Wherein said microarrays are gel-based microarrays. 

* * * * * 


