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LIGHT EMITTING DEVICE INCLUDING 
PLURAL BARRIERS 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
The present invention relates to a light emitting apparatus 

using a light emitting element emitting ?uorescence or phos 
phorescence by applying an electric ?eld to an element hav 
ing a ?lm including an organic compound (hereinafter, 
described as “organic compound layer”) betWeen a pair of 
electrodes, and to a method of fabricating the light emitting 
apparatus. Further, a light emitting apparatus in the speci? 
cation includes an image display device, a light emitting 
device or a light source (including illuminating device). Fur 
ther, a light emitting apparatus includes all of a module of a 
light emitting apparatus attached With a connector, for 
example, FPC (Flexible Printed Circuit) or TAB (Tape Auto 
mated Bonding) tape or TCP (Tape Carrier Package), a mod 
ule provided With a printed Wiring board at a front end of TAB 
tape or TCP and a module in Which a light emitting element is 
directly mounted With IC (Integrated Circuit) by COG (Chip 
On Glass) system. 

2. Description of the Related Art 
There is expected application of a light emitting element 

using an organic compound characterized in thin shape, light 
Weight, high response and direct current voltage drive as a 
light emitting body to a ?at panel display of next generation. 
Particularly, a display apparatus arranged With light emitting 
elements in a matrix-like shape seems to be superior to a 
liquid crystal display apparatus of a related art in vieW of Wide 
viewing angle and excellence in optical recognizing perfor 
mance. 

According to the light emitting mechanism of a light emit 
ting element, it is said that by interposing an organic com 
pound layer betWeen a pair of electrodes and applying volt 
age, an electron injected from a cathode and a hole injected 
from an anode are recombined at a center of light emission in 
the organic compound layer to form molecular exciton and 
When the molecular exciton returns to the ground state, 
energy is discharged to emit light. There are knoWn singlet 
excitation and triplet excitation in an excited state and it 
seems that light can be emitted by Way of either of the excited 
states. 

It is possible to use driving methods of passive matrix drive 
(simple matrix type) and active matrix drive (active matrix 
type) for such a light emitting apparatus formed by arranging 
light emitting elements in a matrix-like shape. HoWever, 
When a pixel density is increased, the active matrix type 
provided With a sWitch for each pixel (or dot) is advantageous 
since the active matrix type can be driven at loW voltage. 

Further, although a loW molecular species material and a 
high molecular species (polymer species) material are respec 
tively researched for an the organic compound for constitut 
ing the organic compound layer (strictly speaking, light emit 
ting layer) regarded to be the core of a light emitting element, 
more attention is given to the high molecular species material 
facilitated to handle and having high heat resistance than the 
loW molecular species material. 

Further, although there are knoWn methods such as vapor 
deposition method, spin coating method and ink jet method 
for a ?lm forming method of the organic compounds, as a 
method for realizing full color formation by using the high 
molecular species material, spin coating method and ink jet 
method are particularly Well knoWn. 

The light emitting elements having the organic compounds 
has a defect that is easy to be deteriorated by various factors, 
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2 
therefore it is a maximum object of the light emitting ele 
ments to be formed With high reliability (long lifetime). 

Here, in a light emitting element using an organic com 
pound, We Will consider the pathWay in Which an electron and 
a hole injected from an electrode are converted to photon and 
?nally brought out to the outside of the element. Among the 
currents passing through an external circuit, only some frac 
tions thereof contribute to the carrier combination as electron 
hole pairs and part of the recombined electron-hole pairs is 
consumed in the generation of luminescent molecular exci 
tons. The generated excitons are converted to photon as much 
as being de?ned by ?uorescent quantum e?iciency. The 
remainder thereof is deactivated in various pathWays, for 
example thermal deactivation and the generation of infrared 
light. Therefore, When such a light emitting element is actu 
ated to alloW the light emission, the generation of Joule heat 
occurs, leading to the decomposition or crystallization of an 
organic compound to cause the degradation of the light emit 
ting element. 

SUMMARY OF THE INVENTION 

Therefore, it is an object of the present invention to provide 
a light emitting element having an organic compound in 
Which heat generation can be effectively removed or 
decreased. 
The light emitting element of the present invention has a 

plurality of layers containing different organic compounds. A 
carbon-based thin ?lm is formed betWeen the adjacent layers 
to effectively remove or reduce the heat generated at the time 
of actuation. 

In the present invention, the thickness of the carbon-based 
is very thin, for example about 2 nm, to alloW an electron to 
pass through the carbon-based thin ?lm (i.e., a potential bar 
rier) by applying a minute voltage betWeen the electrodes. 
That is, the light emitting element of the present invention that 
alloWs the tunnel injection may be one kind of tunnel ele 
ments. There are tWo different types of tunnel injections. One 
is a FoWler-Nordheim (FN) tunnel injection dominantly 
occurred With a large ?lm thickness and a large electric ?eld, 
and the other is a direct tunnel injection dominantly occurred 
With a ?lm thickness of 3 to 4 nm or less. In the present 
invention, betWeen tWo electrodes, layers having organic 
compounds and carbon-based thin ?lms are alternatively 
laminated one after another for stepping doWn the driving 
voltage in the light emitting element using the tunnel effect. 

Furthermore, the ?lm that contains the organic compound 
is very thin, so that the thickness thereof may become uneven 
When foreign particles are mixed in the material before or at 
the time of the ?lm formation. In this case, there is a possi 
bility of causing the generation of heat as the electric ?eld is 
locally concentrated. HoWever, the concentration of the elec 
tric ?eld and also the generation of short-circuit betWeen the 
anode and the cathode can be prevented by providing a car 
bon-based thin ?lm on the ?lm containing an organic com 
pound. In addition, even though the ?lm containing the 
organic compound has an uneven thickness, the formation of 
such a carbon-based thin ?lm prevents the generation of heat 
by the locally-concentrated electric ?led and also prevents the 
organic ?lm from being deteriorated, improving the reliabil 
ity of the ?lm containing the organic compound. 
The carbon-based organic ?lm is functioned as a barrier 

betWeen the adjacent layers to prevent the different materials 
of these layers from being mixed at the time of the ?lm 
formation. Also, such a ?lm is also capable of protecting each 
of the light emitting layers by preventing their materials from 
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being mixed together under the generation of heat at the time 
of actuating the light emitting element. 

Furthermore, the carbon-base thin ?lm has another func 
tion of protecting the organic ?lm against impurities such as 
Water and oxygen. 
As illustrated in FIGS. lA-B, a ?rst aspect of the present 

invention is a light emitting device comprising a plurality of 
light emitting elements on a substrate having an insulating 
surface, Wherein each of the light emitting elements com 
prises: a ?rst electrode; a ?rst layer containing an organic 
compound provided in contact With the top of the ?rst elec 
trode; a ?rst carbon-based thin ?lm formed on the ?rst layer; 
a second layer containing an organic compound formed on 
the ?rst thin ?lm; a second carbon-based thin ?lm on the 
second layer; a third layer containing an organic compound 
formed on the second thin ?lm; a third carbon-based thin ?lm 
on the third layer; a fourth layer containing an organic com 
pound formed on the third thin layer; a ?fth organic layer 
containing an organic compound formed on the fourth layer; 
and a second electrode provided in contact With the top of the 
?fth organic layer. 

In addition, as illustrated in FIGS. 2A-B, a second aspect of 
the present invention is a light emitting device comprising a 
plurality of light emitting elements on a substrate having an 
insulating layer, Wherein each of the light emitting elements 
comprises: a ?rst electrode; a ?rst layer containing an organic 
compound provided in contact With the top of the ?rst elec 
trode; a second layer containing an organic compound formed 
on the ?rst layer; a ?rst carbon-based thin ?lm formed on the 
second layer; a third layer containing an organic compound 
formed on the ?rst thin ?lm; a second carbon-based thin ?lm 
formed on the third layer; a fourth layer containing an organic 
compound formed on the second thin ?lm; a third carbon 
based thin ?lm formed on the fourth layer; a ?fth layer com 
prising the organic compound formed on the third thin ?lm ; 
and a second electrode provided in contact With the ?fth layer. 

In addition, as illustrated in FIGS. 3A-B, a third aspect of 
the present invention is a light emitting device comprising a 
plurality of light emitting elements on a substrate having an 
insulating layer, Wherein each of the light emitting elements 
comprises: a ?rst electrode; a ?rst layer containing an organic 
compound provided in contact With the top of the ?rst elec 
trode; a ?rst carbon-based thin ?lm formed on the ?rst layer; 
a second layer containing an organic compound formed on 
the ?rst thin ?lm; a second carbon-based thin ?lm formed on 
the second layer; a third layer containing an organic com 
pound formed on the second thin ?lm; a third carbon-based 
thin ?lm formed on the third layer; a fourth layer containing 
an organic compound formed on the third thin ?lm; a fourth 
carbon-based thin ?lm formed on the fourth layer; a ?fth layer 
containing an organic compound formed on the fourth thin 
?lm; and a second electrode provided in contact With the ?fth 
layer. 

In addition, as illustrated in FIGS. 4A-B, a fourth aspect of 
the present invention is a light emitting device comprising a 
plurality of light emitting elements on a substrate having an 
insulating layer, Wherein each of the light emitting elements 
comprises: a ?rst electrode; a ?rst layer containing an organic 
compound provided in contact With the top of the ?rst elec 
trode; a second layer containing an organic compound formed 
on the ?rst layer; a ?rst carbon-based thin ?lm formed on the 
second layer; a third layer containing an organic compound 
formed on the ?rst thin ?lm; a second carbon-based thin ?lm 
formed on the third layer; a fourth layer containing an organic 
compound formed on the second thin layer; a ?fth layer 
containing an organic compound formed on the fourth layer; 
and a second electrode provided in contact With the ?fth layer. 
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4 
In each con?guration of the above aspects of the present 

invention, the carbon-based thin ?lm may be a diamond like 
carbon (DLC) ?lm or an amorphous carbon ?lm having a ?lm 
thickness of 3 to 50 nm. The DLC ?lm has a sp3 hybrid bond 
as a C4C bond in short-distance order and also has an amor 
phous structure in macroscopic order. The composition of the 
DLC ?lm contains 70 to 95 atomic percent of carbon and 5 to 
30 atomic percent of hydrogen, and is very hard and is excel 
lent in insulating properties. In addition, the DLC ?lm is a thin 
?lm chemically stable and hardly changeable. Furthermore, 
the thermal conductivity of the DLC ?lm is 200 to 600 W/m 
K, and the DLC ?lm is capable of releasing heat generated at 
the time of driving. The DLC ?lm is also characterized in that 
oxygen and hydrogen gas permeabilities are small. In addi 
tion, it is knoWn that the DLC ?lm has a hardness of 15 to 25 
GPa by measurement using a microhardness meter. 
The DLC ?lm may be prepared using a plasma CVD 

method (typically, a RF plasma CVD method, a microWave 
CVD method, an electron cyclotron resonance (ECR) CVD 
method, a hot-?lament CVD method, or the like),a combus 
tion method, a sputtering method, an ion beam deposition 
method, a laser deposition method, or the like. Each of these 
?lm-forming methods alloWs the formation of a DLC ?lm 
With a good adhesiveness. The formation of the DLC ?lm is 
performed by placing a substrate on a cathode, or by applying 
a negative bias and utiliZing ion bombardment to some extent 
to obtain a closely packed and hardened ?lm. 

Reactive gases to be used for the ?lm formation are a 
hydrogen gas and a hydrocarbon gas (e.g., CH4, C2H2, and 
C6H6). The ?lm formation is performed by ioniZing the reac 
tive gas With gloW discharge and bombarding ions on the 
cathode being subjected to negative self-bias. Consequently, 
a closely packed and smooth DLC ?lm can be obtained. 
Furthermore, the DLC ?lm is an insulating ?lm Which is 
transparent or translucent to visible light. In this speci?cation, 
the term “transparent to visible light” means a visible light 
transmittance of 80 to 100%, and the term “translucent to 
visible light” means a visible light transmittance of 50 to 
80%. 

Furthermore, in the present invention, for forming a thin 
?lm principally containing carbon atoms (also referred to as a 
carbon-based thin ?lm) in contact With a ?lm containing an 
organic compound, it is important to prevent a ?lm containing 
an organic compound from being damaged by plasma or the 
like at the time of ?lm formation. 

Preferably, the method of ?lm formation With a little dam 
age is properly selected from representative methods such as 
a microWave CVD method, an electron cyclotron resonance 
(ECR) CVD method, a hot-?lament CVD method, a helicon 
Wave plasma method, and a combustion method. 

For instance, the ?lm formation is performed by introduc 
ing radicals into a ?lm-forming chamber Without generating 
radicals in the ?lm-forming chamber to reduce damage to be 
caused by the plasma. Speci?cally, a p. Wave is generated by a 
microWave generator and the generated p. Wave of about 2.45 
GHZ is transmitted to a plasma discharge tube after passing 
through a Waveguide. In the plasma discharge tube, material 
gas is fed from a gas feeding pipe. Subsequently, in the 
plasma discharge tube, the material gas is decomposed by the 
radiation of micro Waves to generate radicals. The radicals 
pass through the gas feeding pipe, folloWed by introducing in 
a ?lm-forming chamber connected through a gate valve. Con 
sequently, the generation of radicals is not occurred in the 
?lm-forming chamber, so that the damage to be caused by 
plasma can be reduced. 

Furthermore, in the method of forming a carbon-based thin 
?lm, When the plasma CVD method is used, it is preferable to 
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reduce the damage to be caused by plasma by making the 
frequency smaller, Without limiting to a frequency (13.56 
MHZ) of a high frequency power source. 

Furthermore, in the light emitting device, the outside light 
(the light outside from the light emitting device) incident on a 
pixel Without emitting light is re?ected from the back face 
(the surface on the side in contact With the light emitting 
layer). Therefore, there is a problem that the outside scenery 
is re?ected on the observation surface (the surface facing to 
the observer) as the back face is acted as a mirror. In addition, 
for avoiding such a problem, the light emitting device is 
designed such that a circularly polariZed ?lm is attached on 
the observation surface of the light emitting device to prevent 
the re?ection of outside scenery on the observation surface. 
HoWever, such a circularly polariZed ?lm is very expensive, 
leading to another problem of increasing the manufacturing 
costs. 

Therefore, in each aspect of the present invention, a light 
emitting device may be characterized in that the second layer 
containing the organic compound, the third layer containing 
the organic compound, or the fourth layer containing the 
organic compound is formed of a material that emits White 
light, and is combined With a color ?lter, or may be charac 
teriZed in that the second layer comprising the organic com 
pound, the third layer comprising an organic compound, or 
the fourth layer comprising an organic compound is formed 
of a material that emits monochromatic light, and is combined 
of a color-changing layer or a coloring layer. 

Furthermore, a light emitting element (an EL element) 
comprises a layer containing an organic compound by Which 
luminescence (electro luminescence) is generated by apply 
ing an electric ?eld on the EL element (hereinafter, referred to 
as an EL layer), an anode, and a cathode. In general, the 
luminescence from organic compound may be luminescence 
(?uorescence) generated at the time of shifting from an 
excited single state to a ground state or luminescence (phos 
phorescence) at the time of returning to a ground state from an 
excited triplet state. The light emitting device to be manufac 
tured by the present invention can be applied to both types of 
the luminescence. 

Furthermore, the EL layer is provided as a laminated struc 
ture. Typically, mention may be made of a laminated structure 
of a hole transfer layer/ a light emitting layer/ an electron 
transport layer laminated on an anode in that order. This 
structure has a high luminous e?icacy, and presently it has 
been adapted to most of the light emitting devices under 
investigated and developed. 

Alternatively, the laminated layer may be designed as a 
structure having a hole injection layer/a hole transfer layer/ a 
light emitting layer/an electron transport layer laminated on 
an anode in that order, or a structure of a hole injection layer/ a 
hole transfer layer/ a light emitting layer/ an electron transport 
layer/ an electron injection layer laminated on an anode in that 
order. In addition, ?uorescent dye or the like may be doped in 
the light emitting layer. Also, the light emitting layer may be 
one having a hole transfer property or one having an electron 
transfer property. Furthermore, all of these layers may be 
prepared using loW molecular Weight materials or all of them 
may be prepared using high molecular Weight materials. In 
the present speci?cation, all layers arranged betWeen the 
cathode and the anode are collectively referred to as layers 
containing organic compounds (EL layers). Therefore, the EL 
layers include the hole injection layer, the hole transfer layer, 
the light emitting layer, the electron transport layer, and the 
electron injection layer. In addition, the layer containing the 
organic compound (the EL layer) may contain an inorganic 
material such as silicon. 
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6 
In the light emitting device of the present invention, a 

driving method for displaying an image on a screen is not 
speci?cally limited. For example, a dot sequential driving 
method or a line sequential driving method may be used. 
Typically, the line sequential type is used, and also a time 
division gradation driving method or an area gradation driv 
ing method may be properly used. Furthermore, a picture 
signal to be entered in a source line of the light emitting device 
may be an analog signal or a digital signal, so that a driving 
circuit or the like may be properly designed based on the 
picture signal. 

Instead of the carbon-based thin ?lm in each aspect of the 
present invention described above, a conductive thin ?lm 
made of an organic material or an inorganic material-contain 
ing conductive thin ?lm made of an organic material. The 
typical conductive thin ?lm made of the organic material may 
be one prepared by applying a poly(ethylenediox 
ythiophene)/poly(styrenesulfonate) solution (PEDOT/PSS) 
on the Whole surface folloWed by baking. 

Furthermore, a ?fth aspect of the present invention is a light 
emitting device comprising a plurality of light emitting ele 
ments on a substrate having an insulating layer, Wherein each 
of the light emitting elements comprises: a ?rst electrode; a 
?rst layer containing an organic compound provided in con 
tact With the top of the ?rst electrode; a ?rst conductive thin 
?lm made of an organic material; a second layer comprising 
an organic compound on the ?rst conductive thin ?lm; a 
second conductive thin ?lm made of an organic material; a 
third layer comprising an organic compound; a third conduc 
tive thin ?lm made of an organic material; a fourth layer 
comprising an organic compound on the third conductive thin 
?lm; a ?fth layer comprising an organic compound on the 
fourth layer; and a second electrode provided in contact With 
the ?fth layer. 

Furthermore, in the ?fth aspect of the present invention, the 
conductive thin ?lm made of the organic material is a poly 
(ethylenedioxythiophene) (PEDOT). 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIGS. 1A-B are diagrams for illustrating the con?guration 
of a light emitting device as a ?rst embodiment of the present 
invention, Where FIG. 1A is a schematic cross sectional vieW 
for illustrating the con?guration of the light emitting element 
and FIG. 1B is schematic vieW for illustrating an energy gap 
structure of the light emitting element; 

FIGS. 2A-B are diagrams for illustrating the con?guration 
of a light emitting device as a second embodiment of the 
present invention, Where FIG. 2A is a schematic cross sec 
tional vieW for illustrating the con?guration of the light emit 
ting element and FIG. 2B is schematic vieW for illustrating an 
energy gap structure of the light emitting element; 

FIGS. 3A-B are diagrams for illustrating the con?guration 
of a light emitting device as a third embodiment of the present 
invention, Where FIG. 3A is a schematic cross sectional vieW 
for illustrating the con?guration of the light emitting element 
and FIG. 3B is schematic vieW for illustrating an energy gap 
structure of the light emitting element; 

FIGS. 4A-B are diagrams for illustrating the con?guration 
of a light emitting device in accordance With a fourth embodi 
ment of the present invention, Where FIG. 3B is schematic 
vieW for illustrating an energy gap structure of the light emit 
ting element and FIG. 3A is a schematic cross sectional vieW 
for illustrating the con?guration of the light emitting element; 

FIGS. 5A-C are schematic diagrams for illustrating the 
case of irradiating light in full color using White illumination 
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in the light emitting element of the ?rst embodiment, Where 
FIGS. 5A, 5B, and 5C show different methods for changing 
colors, respectively; 

FIGS. 6A-B are diagrams for illustrating the con?guration 
of the light emitting element of the ?rst embodiment, Where 
FIG. 6A is a top vieW and FIG. 6B is a cross sectional vieW 
along the line A-A' in FIG. 6A; 

FIGS. 7A-C are is diagrams for illustrating a pixel portion 
of the light emitting element of the ?rst embodiment, Where 
FIG. 7A and FIG. 7B are cross sectional vieWs, and FIG. 7C 
is an extended cross sectional vieW of the EL layer; 

FIGS. 8A-F are diagrams for illustrating various kinds of 
electronic devices on Which the present invention is appli 
cable, Where FIGS. 8A to SF schematically shoW different 
electronic devices, respectively; and 

FIGS. 9A-C are diagrams for illustrating various kinds of 
electronic devices on Which the present invention is appli 
cable, Where FIGS. 9A to 9C schematically shoW different 
electronic devices, respectively. 

DETAILED DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

Hereinafter, We Will describe preferred embodiments of the 
present invention With reference to the attached draWings. 

Embodiment 1 

FIG. 1A shoWs a light emitting element as one of preferred 
embodiments of the present invention. FIG. 1B shoWs a sche 
matic illustration of an energy gap structure corresponding to 
FIG. 1A. HoWever, FIG. 1B is only provided for exempli? 
cation, so that the con?guration of the energy gap structure is 
not particularly limited to one shoWn in FIG. 1B. 

The laminate structure shoWn in FIG. 1A is prepared by 
laminating a hole transfer layer 11, a DLC ?lm 1311, a light 
emitting layer 1211, a DLC ?lm 13b, a light emitting layer 12b, 
a DLC ?lm 130, a light emitting layer 120, an electron transfer 
layer 14, and a negative electrode 15 or an anode 10 in that 
order. In this case, each of the DLC ?lms 1311-130 is provided 
among the adjacent light emitting layers 12a11-120 or betWeen 
the light emitting layer 1211 and the hole transfer layer 11, so 
that the concentration of electric ?eld can be prevented and 
also short-circuit betWeen an anode 10 and a cathode 15 can 
be prevented. In addition, even though the ?lm has an uneven 
?lm thickness, the generation of heat to be caused by the local 
concentration of the electric ?eld can be prevented by pro 
viding the DLC ?lms 1311-130, so that the ?lm can be pre 
vented from deterioration to improve the reliability of the 
resulting product. 

The above DLC ?lms 1311-130 have effects of blocking the 
layers 1211, 12b containing organic compounds from above 
and beloW against oxygen and Water. 

In addition, the materials and the ?lm thicknesses of these 
layers to be sandWiched betWeen the cathode and the anode 
may be designed properly to obtain red, green, and blue light 
emitting elements, respectively. A pair of electron and hole is 
injected into the light emitting layers sandWiched among the 
DLC ?lms 1311-130 by the tunnel effect as shoWn in FIG. IE 
to alloW these layers to emit light. 

Furthermore, it is possible to obtain While luminescence by 
properly selecting the materials of the respective light emit 
ting layers 1211-120 and placing the layers 1211-120 on top of 
one another to mix the colors of these layers 12a-120. 

For obtaining White luminescence, there are various kinds 
of methods knoWn in the art. Here, We Will describe a case of 
using a light emitting layer made of a high polymer material, 
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Which can be formed by coating. In this case, the doping of 
pigments into the high polymer material to be formed into the 
light emitting layer may be performed by the conditioning of 
the solution. In other Words, it can be attained extremely 
easily, compared With an evaporation method that performs a 
co-deposition for doping a plurality of pigments. 
More speci?cally, a poly(ethylenedioxythiophene)/poly 

(styrenesulfonic acid) aqueous solution (PEDOT/PSS) to be 
acted as a hole-injecting layer 11 is applied on the Whole 
surface of an anode 10 made of a metal (e.g., Pt, Cr, W, Ni, Zn, 
Sn, or In) and having a large Work function and is then baked 
under vacuum heating, folloWed by the formation of the DLC 
?lm 1311. 

Next, a polyvinylcarbaZole (PVK) solution doped With 
luminescence center pigments (e.g., l,4,4-tetraphenyl-l ,3 
butadiene (TPB), 4-didicyanomethylene-2-methyl-6-(p 
dimetylamino-styryl)-4H-pyrane (DCMl ), Nile Red, or cou 
marin 6) to be acted as a light emitting layer 1211 is applied on 
the Whole surface of the DLC ?lm and is than baked under 
vacuum heating, folloWed by the formation of the DLC ?lm 
13b. 

Furthermore, using the same materials and procedures as 
those described above, the light emitting layer 12b and the 
DCL ?lm 130 are additionally formed and placed on top of 
each other, folloWed by forming the light emitting layer 120 
made of the same material. When the DLC ?lm is formed on 
an undesired area (e.g., a terminal portion), it can be selec 
tively removed by an oxygen plasma treatment. 

Subsequently, the formation of an electron transport layer 
14 is performed. The electron transport layer 14 may be a 
metal complex having a quinoline skeleton, a metal complex 
having a benZoquinoline skeletion, an oxadiaZole derivative, 
a tridiaZole derivative, or a phenanthroline derivative. 

Next, a cathode 15 is formed. The cathode 15 consists of a 
laminate structure made up of: a thin ?lm containing a lami 
nate structure of a metal (e.g., Li, Mg, or Cs) having a small 
Work function; and a transparent conductive ?lm (made of an 
indium tin oxide (ITO) alloy, an indium Zinc oxide alloy 
(In2O3iZnO), Zinc oxide (ZnO), or the like) on the thin ?lm. 

Furthermore, in the above example, the light emitting layer 
is constructed of three layers as shoWn in FIG. 1A. Altema 
tively, it may be constructed of tWo layers or a single layer. 

Furthermore, the organic compound ?lm and the DLC ?lm 
being laminated are formed betWeen the anode and the cath 
ode. A hole injected from the anode and an electron injected 
from the cathode are recombined together in the organic 
compound ?lm, resulting in White luminescence. 
A color ?lter may be arranged along the direction of emit 

ting White luminescence from the above organic compound 
?lm. The color ?lter has a pigmented layer (R) that absorbs 
luminescence except red luminescence, a pigmented layer 
(G) that absorbs luminescence except green luminescence, 
and a pigmented layer (B) that absorbs luminescence except 
blue luminescence. Therefore, White luminescence from the 
light emitting element can be separated into different colors, 
so that red, green, and blue luminescence can be obtained. In 
the case of an active matrix type light emitting device, a 
thin-?lm transistor (TFT) is formed betWeen the substrate and 
the color ?lter. 

Furthermore, the pigmented layers (R, G, B) may have a 
stripe pattern, Which is a most simple pattern, or may be 
selected from a diagonal mosaic arrangement, a trigonal pat 
tern, a RGBG four-pixel arrangement, a RGBW four-pixel 
arrangement, and so on. 

The pigmented layers that form the color ?lter are prepared 
using color resists formed of organic photosensitive material 
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in Which pigments are dispersed, respectively. By the Way, the 
chromaticity coordinate of the White luminescence is (x,y): 
(0.34, 0.35). 

In this case, furthermore, even though the resulting lumi 
nescence color is different, there is no need to form the 
organic compound ?lms by independently coating them 
every luminescence color because all of them are prepared 
from the organic compound ?lm that represents White lumi 
nescence. In addition, a circular polariZing plate for prevent 
ing a mirror re?ection is not particularly required. 

Next, We Will describe a color changing medium (CCM) 
method Which can be realiZed by combining a blue light 
emitting element having a blue-luminescent organic com 
pound ?lm and a ?uorescent color-changing layer With ref 
erence to FIG. 5B. 

The CCM method performs a color change With each 
color-changing layer by exciting the ?uorescent color-chang 
ing layer With blue luminescence radiated from the blue light 
emitting element. Concretely, the color-changing layer per 
forms the change from blue to red (BQR), the color-changing 
layer performs the change from blue to green (BQG), and the 
color-changing layer performs the change from blue to blue 
(BQB) (the change from blue to blue may be omitted) to 
obtain red, green, and blue light emission, respectively. In the 
case of the CCM method, the structure having TFT betWeen 
the substrate and the color-changing layer is provided in an 
active matrix type light emitting layer. 

In this case, also, there is no need to form the organic 
compound ?lms by coating independently. In addition, a cir 
cular polariZing plate for preventing a mirror re?ection is not 
particularly required. 

Furthermore, in the case of using the CCM method, the 
color-changing layer is ?uorescent, so that it can be excited by 
outside light, causing a decrease in contrast. Therefore, it is 
preferable to increase the contrast by attaching a color ?lter or 
the like as shoWn in FIG. 5C. 

Embodiment 2 

In this embodiment, a light emitting element having a 
laminate structure Which different from the above embodi 
ment 1 is illustrated in FIGS. 2A-B. In addition, FIG. 2B 
shoWs a schematic illustration of an energy gap structure 
corresponding to FIG. 2A. HoWever, FIG. 2B is only pro 
vided for exempli?cation, so that the con?guration of the 
energy gap structure is not particularly limited to one shoWn 
in FIG. 2B. 

The laminated structure shoWn in FIG. 2A is prepared by 
laminating a hole transfer layer 21, a light emitting layer 2211, 
a DLC ?lm 2311, a light emitting layer 22b, a DLC ?lm 23b, a 
light emitting layer 220, a DLC ?lm 230, an electron transport 
layer 24, and a cathode 25 on a anode 20 in that order. In this 
case, each of the DLC ?lms 2311-230 is provided among the 
adjacent light emitting layers 2211-220 or betWeen the light 
emitting layer 2211 and the electron transfer layer 230, so that 
the concentration of electric ?eld can be prevented and also 
short-circuit betWeen an anode 20 and a cathode 25 can be 
prevented. In addition, even though the ?lm has an uneven 
?lm thickness, the generation of heat to be caused by the local 
concentration of the electric ?eld can be prevented by pro 
viding the DL ?lms 2311-230, so that the ?lm can be prevented 
from deterioration to improve the reliability of the resulting 
product. 

In addition, the materials and the ?lm thicknesses of these 
layers to be sandWiched betWeen the cathode and the anode 
may be designed properly to obtain red, green, and blue light 
emitting elements. A pair of electron and hole is injected into 
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10 
the light emitting layers sandWiched among the DLC ?lms 
2311-230 by the tunnel effect as shoWn in FIG. 2B to alloW 
these layers to emit light. 

Furthermore, it is possible to obtain While luminescence by 
properly selecting the materials of the respective light emit 
ting layers 2211-220 and placing the layers 2211-220 on top of 
one another to mix the colors of these layers 22a-220. 

Embodiment 3 

In this embodiment, a light emitting element having a 
laminate structure Which different from the above embodi 
ment 1 is illustrated in FIGS. 3A-B. In addition, FIG. 3B 
shoWs a schematic illustration of an energy gap structure 
corresponding to FIG. 3A. HoWever, FIG. 3B is only pro 
vided for exempli?cation, so that the con?guration of the 
energy gap structure is not particularly limited to one shoWn 
in FIG. 3B. 
The laminated structure shoWn in FIG. 3A is prepared by 

laminating a hole transfer layer 31, a DLC ?lm 3311, a light 
emitting layer 3211 , a DLC ?lm 33b, a light emitting layer 
32b, a DLC ?lm 330, a light emitting layer 320, a DLC ?lm 
3311, an electron transport layer 34, and a cathode 35 on an 
anode 30 in that order. 

In this case, each of the DLC ?lms 3311-33d is provided 
among the adjacent light emitting layers 3211-320 or betWeen 
the light emitting layer 3211 and the hole transfer layer 31 or 
betWeen the light emitting layer 320 and the electron transfer 
layer 34, so that the concentration of electric ?eld can be 
prevented and also short-circuit betWeen an anode 30 and a 
cathode 35 canbe prevented. In addition, even though the ?lm 
has an uneven ?lm thickness, the generation of heat to be 
caused by the local concentration of the electric ?eld can be 
prevented by providing the DLC ?lms 3311-33d, so that the 
?lm can be prevented from deterioration to improve the reli 
ability of the resulting product. 

In addition, the materials and the ?lm thicknesses of these 
layers to be sandWiched betWeen the cathode and the anode 
may be designed properly to obtain red, green, and blue light 
emitting elements, respectively. A pair of electron and hole is 
injected into the light emitting layers sandWiched among the 
DLC ?lms 3311-33d by the tunnel effect as shoWn in FIG. 3B 
to alloW these layers to emit light. 

Furthermore, it is possible to obtain While luminescence by 
properly selecting the materials of the respective light emit 
ting layers 3211-320 and placing the layers 3211-320 on top of 
one another to mix the colors of these layers 32a-320. 

Embodiment 4 

In this embodiment, a light emitting element having a 
laminate structure Which different from the above embodi 
ment 1 is illustrated in FIGS. 4A-B. In addition, FIG. 4B 
shoWs a schematic illustration of an energy gap structure 
corresponding to FIG. 4A. HoWever, FIG. 4B is only pro 
vided for exempli?cation, so that the con?guration of the 
energy gap structure is not particularly limited to one shoWn 
in FIG. 4B. 
The laminated structure shoWn in FIG. 4A is prepared by 

laminating a hole transfer layer 41, a light emitting layer 4211, 
a DLC ?lm 4311, a light emitting layer 42b, a DLC ?lm 43b, a 
light emitting layer 420, an electron transport layer 44, and a 
cathode 45 on an anode 40 in that order. 

In this case, each of the DLC ?lms 4311 and 43b is provided 
among the adjacent light emitting layers 4211-420, so that the 
concentration of electric ?eld canbe prevented and also short 
circuit betWeen an anode 40 and a cathode 45 can be pre 
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vented. In addition, even though the ?lm has an uneven ?lm 
thickness, the generation of heat to be caused by the local 
concentration of the electric ?eld can be prevented by pro 
viding the DLC ?lms 43a and 43b, so that the ?lm can be 
prevented from deterioration to improve the reliability of the 
resulting product. 

In addition, the materials and the ?lm thicknesses of these 
layers to be sandWiched betWeen the cathode and the anode 
may be designed properly to obtain red, green, and blue light 
emitting elements, respectively. A pair of electron and hole is 
injected into the light emitting layers sandWiched betWeen the 
DLC ?lms 43a, 43b by the tunnel effect as shoWn in FIG. 4B 
to alloW these layers to emit light. 

Furthermore, it is possible to obtain While luminescence by 
properly selecting the materials of the respective light emit 
ting layers 42a-42c and placing the layers 42a-42c on top of 
one another to mix the colors of these layers 42a-42c. 
NoW, the above con?guration of the present invention Will 

be described in detail With the folloWing examples. 

EXAMPLES 

Example 1 

The present example is shoWn in FIGS. 7A-C, in Which a 
TFT is formed on a substrate having an insulating surface, 
folloWed by forming a light emitting element. In this 
example, furthermore, a cross sectional diagram of the TFT 
connected to the light emitting element in a pixel portion is 
shoWn. 
At ?rst, a primary insulating ?lm 201 consisting of a lami 

nated layer of insulating ?lms such as a silicon oxide ?lm, a 
silicon nitride ?lm, or a silicon nitric oxide ?lm is formed on 
a substrate 200 having an insulating surface. In this example, 
the primary insulating ?lm 201 is of a tWo-layered structure. 
Alternatively, it may be provided as a single layered ?lm 
formed of the above insulating ?lm or a laminated structure 
prepared by laminating tWo or more layers. A ?rst layer of the 
primary insulating ?lm 201 is prepared as a silicon nitric 
oxide ?lm having a thickness of 10 to 200 nm (preferably 50 
to 100 nm), Which is formed using a plasma CVD method and 
also using SiH4, NH3, and N20 as reaction gases. Speci? 
cally, in this example, a silicon nitric oxide ?lm having a ?lm 
thickness of 50 nm (percentage composition: Si :32%, 
O:27%, N:24%, H:l7%) is formed. Besides, a second layer 
of the primary insulating ?lm is laminated and formed as a 
silicon nitric oxide ?lm having a thickness of 50 to 200 nm 
(preferably 100 to 150 nm), Which is formed using a plasma 
CVD method and also using SiH4 and NZO as reaction gases. 
Speci?cally, in this example, a silicon nitric oxide ?lm having 
a ?lm thickness of 100 nm (percentage composition: Si:32%, 
O:59%, N:7%, H:2%) is formed. 

Subsequently, a semiconductor layer is formed on the pri 
mary ?lm. The semiconductor layer is formed by patterning a 
crystalline semiconductor ?lm into a desired shape. In this 
example, the crystalline semiconductor ?lm is obtained by 
forming a semiconductor ?lm having an amorphous structure 
With Well-knoWn procedures (e.g., a sputtering method, a 
LPCVD method, or a plasma CVD method), folloWed by 
subjecting to a Well-knoWn processing for crystallization 
(e. g., a laser crystallization method, a thermal crystallization 
method, or a thermal crystallization method using a catalyst 
such as nickel). The semiconductor layer is formed so as to be 
25 to 80 nm (preferably 30 to 60 nm) in thickness. The 
crystalline semiconductor ?lm may be preferably prepared 
using a material, but not limited to, such as silicon or silicon 
germanium alloy. 
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12 
Furthermore, in the case of preparing a crystalline semi 

conductor ?lm using a laser crystallization method, a pulse 
oscillating or continuous luminescence type excimer laser, a 
YAG laser, or aYVO4 laser can be used. In the case of using 
one of these lasers, it is preferable to use a method by Which 
a laser beam radiated from a laser oscillator is linearly 
focused in an optical system to irradiate the beam on the 
semiconductor ?lm. The conditions of crystallization may be 
properly selected by the operator. When the excimer laser is 
used, the conditions may include a pulse oscillation fre 
quency of 30 Hz and a laser energy density of 100 to 400 
mJ/cm2 (typically 200 to 300 mJ/cm2). When theYAG laser is 
used, alternatively, the conditions may include a pulse oscil 
lation frequency of l to 10 kHz using a second harmonic and 
an laser energy density of 300 to 600 mJ/cm2 (typically 350 to 
500 mJ/cm2). Besides, the laser beam linearly focused at 
Width of 100 to 1000 pm, for example, 400 pm is irradiated 
over the Whole surface of the substrate, While an overlap ratio 
ofthe linear laser beam at this time is 80 to 98%. 

Subsequently, the surface of the semiconductor layer is 
Washed With an etchant containing hydro?uoric acid to form 
a gate insulating ?lm 202 that covers the semiconductor layer. 
The gate insulating ?lm 202 is formed of a silicon-containing 
insulating ?lm having a thickness of 40 to 150 nm using a 
plasma CVD method or a sputtering method. In this example, 
the gate insulating ?lm 202 is formed of a silicon nitric oxide 
?lm (percentage composition: Si:32%, O:59%, N:7%, and 
H:2%) by a plasma CVD method. Here, the gate insulating 
?lm is not limited to the silicon nitric oxide ?lm. Altema 
tively, other silicon-containing insulating ?lm may be used as 
a single layer or a laminated structure of tWo or more layers. 

After that, the surface of the gate insulating ?lm 202 is 
Washed, folloWed by forming a gate electrode 210. 

Furthermore, a source region 211 and a drain region 212 
are formed by an appropriate addition of an impurity element 
(e.g., Boron) for providing the semiconductor With P type. In 
this example, boron is properly added. After the addition, for 
activating the impurity element, heating treatment, strong 
light irradiation, or laser beam irradiation is performed. In 
addition, simultaneously With the activation, it is possible to 
recover the gate insulating ?lm from plasma-caused damages 
and to recover the boundary betWeen the gate insulating ?lm 
and the semiconductor layer from plasma-caused damages. 
In particular, under atmospheric conditions of room tempera 
ture to 3000 C., it is very effective to activate the impurity 
element by irradiating a second harmonic beam of YAG laser 
from the surface or back face. It is a preferable activating 
means because only a small amount of maintenance is 
required for the YAG laser. 

In the folloWing steps, an interlayer insulating ?lm 213a 
made of an organic material or an inorganic material is 
formed, and after hydrogenation, a ?rst protective ?lm 21319 
is formed. The ?rst protective ?lm 2131) may be formed of an 
aluminum nitride ?lm, an aluminum nitric oxide ?lm repre 
sented by AlNXOY, or a silicon nitride ?lm. Here, the ?lm 
represented by AlNXOY may be formed by a RF sputtering 
method using a target made of AlN or Al such that oxygen or 
nitrogen, or rare gas is introduced from the above gas-intro 
ducing system. In the ?lm represented by AlNXOY, the con 
tent of nitrogen may be in the range of several atm% or more, 
preferably in the range of 2.5 atm % to 47.5 atm %, and the 
content of oxygen may be in the range of 47.5 atm % or less, 
preferably 0.01 or more but less than 20 atm %. Besides, a 
contact hole extending to the source or drain region is formed, 
folloWed by completing TFT (p-channel type TFT) With the 
formation of a source electrode (Wiring) 215 and a drain 
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electrode 214. This TFT controls the current to be supplied to 
an organic light emitting device (OLED). 

Subsequently, in the pixel portion, a ?rst electrode 217 in 
contact With a connecting electrode in contact With the drain 
region is arranged in matrix shape. This ?rst electrode 217 
serves as an anode or a cathode of the light emitting element. 
Then, a insulator (generally referred to as a bank, a partition, 
a barrier, a mound, or the like) 216 that covers the end portion 
of the ?rst electrode 217 is formed. For the insulator 216, a 
photosensitive organic resin is used. In the case of using a 
negative type photosensitive acrylic resin is used as a material 
of the insulator 216, for example, the insulator 216 may be 
preferably prepared such that the upper end portion of the 
insulator 216 has a curved surface having a ?rst curvature 
radius and the loWer end portion of the insulator has a curved 
surface having a second curvature radius. Each of the ?rst and 
second curvature radiuses may be preferably in the range of 
0.2 pm to 3 pm. 

Furthermore, a layer 218 containing an organic compound 
is formed on the pixel portion, and a second electrode 219 is 
then formed thereon to complete a light emitting element. 
This second electrode 219 serves as a cathode or an anode of 
the light emitting element. 

The insulator 216 that covers the end portion of the ?rst 
electrode 217 may be covered With a second protective ?lm 
formed of an aluminum nitride ?lm, an aluminum nitric oxide 
?lm, or a silicon nitride ?lm. 

For instance, as shoWn in FIG. 7B, in the case of using a 
positive type photosensitive acrylic resin as a material of the 
insulator 316b, only the upper end of the insulator 316b, has 
a curved surface having a curvature radius. In this case, fur 
thermore, the insulator 3 16b, is covered With a protective ?lm 
317a formed of an aluminum nitride ?lm, an aluminum nitric 
oxide ?lm, or a silicon nitride ?lm. 

In the present example, furthermore, a carbon-based thin 
?lm is provided betWeen the light emitting layers in the layer 
218 containing an organic compound. The con?guration of 
such a structure is represented as an enlarged vieW in FIG. 7C. 

Depending on the direction of irradiating light, it is con 
sidered that there are tWo different structures of the active 
matrix type light emitting device having TFT. One of them is 
a structure by Which light emitted from the light emitting 
element is irradiated into the eyes of the observer after pass 
ing through the second electrode. In this case, the observer is 
alloWed to recogniZe an image on the second electrode side. 
The other of them is a structure by Which light emitted from 
the light emitting element is irradiated into the eyes of the 
observer after passing through the ?rst electrode and the 
substrate. 

For applying the structure by Which light emitted from the 
light emitting element is irradiated into the eyes of the 
observer after passing through the second electrode, it is 
preferable to use a material having a translucency as a mate 
rial of the second electrode 219. 

For instance, When the ?rst electrode 217 is used as an 
anode, the material of the ?rst electrode 217 may be a metal 
(i.e., Pt, Cr, W, Ni, Zn, Sn, or In) having a large Work function. 
The end portion of such an electrode 217 is covered With the 
insulator (generally referred to as a bank, a partition, a barrier, 
a mound, or the like) 216, and then a solution of poly (ethyl 
enedioxythiophene)/poly (styrenesulfonate) is applied on the 
Whole surface, folloWed by baking. 

Subsequently, a DLC ?lm is formed as a carbon-based thin 
?lm. The DLC ?lm having a ?lm thickness of 3 to 50 nm is 
prepared using a plasma CVD method (typically, a RF plasma 
CVD method, a microWave CVD method, an electron cyclo 
tron resonance (ECR) CVD method, a hot-?lament CVD 
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method, or the like), a helicon Wave plasma method, a com 
bustion method, a sputtering method, an ion beam deposition 
method, a laser deposition method, or the like. In addition, it 
is important to prevent the ?lm containing an organic com 
pound from being damaged at the time of ?lm formation. 

Next, a polyvinylcarbaZole (PVK) solution doped With 
luminescence center pigments (e.g., l,4,4-tetraphenyl-l ,3 
butadiene (TPB), 4-didicyanomethylene-2-methyl -6-(p 
dimetylamino-styryl)-4H-pyrane (DCMl ), Nile Red, or cou 
marin 6) to be acted as a light emitting layer is applied on the 
Whole surface of the DLC ?lm, folloWed by baking. 

Subsequently, the DLC ?lm is formed. 
Furthermore, the same light emitting layer as one described 

above is also formed and baked, folloWed by forming a sec 
ond electrode 219 as a cathode. The second electrode 219 
comprises a laminate structure of a metal (e.g., Li, Mg, or Cs) 
having a small Work function; and a transparent conductive 
?lm (made of an indium tin oxide (ITO) alloy, an indium Zinc 
oxide alloy (In2O3iZnO), Zinc oxide (ZnO), or the like) on 
the thin ?lm. For attaining a loW-resistance cathode, an aux 
iliary electrode may be provided on the insulator 216. The 
light emitting element thus obtained emits White lumines 
cence. In addition, the DLC ?lm is formed betWeen the light 
emitting layers, so that there is no need to resolve at the time 
of applying PVK thereon. Here, the example in Which the 
layer 218 containing the organic compound is formed by the 
application has been described. According to the present 
invention, hoWever, it is not limited to a speci?c method and 
the layer 218 may be formed using a deposition method. 

Furthermore, the example described above is of laminating 
organic compound layers. Alternatively, the organic com 
pound layer may be provided as a single layer in stead of the 
laminate. For instance, electron-transferable l,3,4-oxadiaZ 
ole derivative (PBD) may be dispersed in hole-transferable 
polyvinyl carbaZole (PVK). In addition, 30 Wt % of PBD may 
be dispersed as an electron transferring agent, and also appro 
priate amounts of four pigments (TPB, coumarin 6, DCM l, 
and Nile Red) may be dispersed to obtain White lumines 
cence. Furthermore, a layer made of a high polymer material 
may be provided as an organic compound layer and laminated 
together With a layer made of a loW molecular material. 

Furthermore, in the case of using the structure by Which 
light emitted from the light emitting element is irradiated into 
the eyes of the observer after passing through the ?rst elec 
trode, it is preferable that the ?rst electrode 217 may be 
prepared using a material having a translucency. 

For instance, When the ?rst electrode 217 is provided as an 
anode, a transparent conductive ?lm (made of an indium tin 
oxide (ITO) alloy, an indium Zinc oxide alloy (In2O3iZnO), 
Zinc oxide (ZnO), or the like) is used for a material of the ?rst 
electrode 217 and the end portion thereof is covered With the 
insulator (generally referred to as a bank, a partition, a barrier, 
a mound, or the like) 216, folloWed by forming the layer 218 
containing an organic compound. On this layer, furthermore, 
a second electrode 219 formed of a metal ?lm (i.e., an alloy of 
MgAg, MgIn, AlLi, CaF2, CaN, or the like, or a ?lm formed 
by a co-deposition of an element of Group I and Group II in 
the periodic table and aluminum) is formed as a cathode. 
Here, a resistive heating method using deposition is used for 
the formation of a cathode, so that the cathode can be selec 
tively formed using a deposition mask. 

After forming the second electrode 219 and so on by the 
steps described above, a sealing substrate 118 is laminated 
using a sealing agent 119 to seal the light emitting element 
formed on the substrate 200. For keeping a clearance betWeen 
the sealing substrate 118 and the light emitting element, a 
spacer made of a resin ?lm may be placed. In addition, the 



US 7,692,380 B2 
15 

space on the inner side of the sealing agent 119 is ?lled With 
an inert gas such as nitrogen. Preferably, the sealing agent 119 
may be an epoxy resin. Preferably, furthermore, the sealing 
agent 119 may be a material Which has impermeable proper 
ties to oxygen and Water as far as possible. In addition, an 
additional substance (e.g., a drying agent) having abilities of 
absorbing oxygen and Water into the space may be contained. 

Furthermore, as a constitutional material of the sealing 
substrate 118, in addition to a glass substrate or a quartz 
substrate, a plastic substrate made of a material such as ?ber 
glass-reinforced plastics (FRP), polyvinylchloride (PVF), 
mylar, polyester, or acryl may be used. Furthermore, after 
adhering the sealing substrate 118 using the sealing agent 
119, it is also possible to seal With the sealing agent so as to 
cover the side face (the exposed surface). 
As described above, by sealing the light emitting element 

Within the space described above, the light emitting element 
can be completely cut off from the outside. Therefore, it is 
possible to prevent the penetration of any substance such as 
Water or oxygen that facilitates the deterioration of the 
organic compound layer from the outside. Consequently, the 
light emitting device having a high reliability can be obtained. 

Referring noW to FIGS. 6A-B, the entire con?guration of 
the EL module and the arrangement of a drying agent Will be 
described. 
On a substrate having uncountable TFTs formed thereon 

(also referred to as a TFT substrate), there are a pixel portion 
140 on Which an image can be displayed, driving circuits 
141a, 1411) for driving each pixel in the pixel portion 140, a 
connecting portion for making a connection betWeen leads 
and electrodes formed on the EL layer, terminals 142 on 
Which FPC is laminated for making a connection With an 
external circuit, and a drying agent 144. In FIG. 6A, the 
drying agent 144 is arranged such that it overlaps part of the 
driving circuits 141a, 1411). Alternatively, the drying agent 
144 may overlap the Whole part of the driving circuits 141a, 
1411). In addition, it can be hermetically sealed With the 
substrate for sealing the EL element and the sealing agent 
119. Furthermore, FIG. 6B is a cross sectional diagram along 
the chained line A-A' in FIG. 6A. In FIG. 6B, a package 120 
is also shoWn in the draWing. 

Uncountable pixels are regularly arranged in the pixel por 
tion 140 and they are arranged in the X direction in the order 
of R, G, and B (not shoWn). 

In FIG. 6B, furthermore, the sealing substrate 118 is lami 
nated With the sealing agent 119 to keep a clearance of about 
2 to 30 pm as shoWn in FIG. 6B, so that all of the light emitting 
elements are enclosed in the space. Recessed portions are 
formed in the sealing substrate 118 by a sand blast method so 
that the drying agents are placed in these recessed portions. 
Preferably, the sealing agent 119 may have a narroWed edge 
so as to be overlapped With a part of the driving circuit. Just 
before laminating the sealing substrate 118 With the sealing 
agent 119, it is preferable to deaerate by annealing in a 
vacuum. Furthermore, at the time of laminating the sealing 
substrate 118, it is preferable to laminate in an atmosphere 
including an inert gas (rare gas or nitrogen). 

The present example may be freely combined With one of 
Embodiments l to 3. 

Example 2 

By implementing the present invention, all of electronic 
equipment into Which modules having an OLED (such as an 
active matrix EL module) are built can be completed. 

FolloWing can be given as such electronic equipment: 
video cameras; digital cameras; head mounted displays 
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16 
(goggle type displays); car navigation systems; projectors; 
car stereos; personal computers; electronic game machines; 
portable information terminals (mobile computers, mobile 
phones or electronic books etc.) etc. Examples of these are 
shoWn in FIGS. 8A to SF and 9A to 9C. 

FIG. 8A is a personal computer Which comprises: a main 
body 2001; an image input section 2002; a display section 
2003; and a keyboard 2004 etc. 

FIG. 8B is a video camera Which comprises: a main body 
2101; a display section 2102; a voice input section 2103; 
operation sWitches 2104; a battery 2105 and an image receiv 
ing section 2106 etc. 

FIG. 8C is a mobile computer Which comprises: a main 
body 2201; a camera section 2202; an image receiving section 
2203; operation sWitches 2204 and a display section 2205 etc. 

FIG. 8D is a goggle type display Which comprises: a main 
body 2301; a display section 2302; and an arm section 2303 
etc. 

FIG. SE is a player using a recording medium in Which a 
program is recorded (hereinafter referred to as a recording 
medium) Which comprises: a main body 2401; a display 
section 2402; a speaker section 2403; a recording medium 
2404; and operation sWitches 2405 etc. This apparatus uses 
DVD (digital versatile disc), CD, etc. for the recording 
medium, and can perform music appreciation, ?lm apprecia 
tion, games and use for Internet. 

FIG. 8F is a digital camera Which comprises: a main body 
2501; a display section 2502; a vieW ?nder 2503; operation 
sWitches 2504; and an image receiving section (not shoWn in 
the ?gure) etc. 

FIG. 9A is a mobile phone Which comprises: a main body 
2901; a voice output section 2902; a voice input section 2903; 
a display section 2904; operation sWitches 2905; an antenna 
2906; and an image input section (CCD, image sensor, etc.) 
2907 etc. 

FIG. 9B is a portable book (electronic book) Which com 
prises: a main body 3001; display sections 3002 and 3003; a 
recording medium 3004; operation sWitches 3005 and an 
antenna 3006 etc. 

FIG. 9C is a display Which comprises: a main body 3101; 
a supporting section 3102; and a display section 3103 etc. 

In addition, the display shoWn in FIG. 9C has small and 
medium-sized or large-siZed screen, for example a siZe of 5 to 
20 inches. Further, to manufacture the display part With such 
siZes, it is preferable to mass-produce by gang printing by 
using a substrate With one meter on a side. 

As described above, the applicable range of the present 
invention is extremely large, and the invention can be applied 
to electronic equipment of various areas. Note that the elec 
tronic devices of this example can be achieved by utiliZing 
any combination of constitutions in Embodiments l to 4, and 
Example 1. 

According to the present invention, the light emitting ele 
ment having an organic compound is capable of effectively 
removing or decreasing heat, so that the light emitting ele 
ment can be prevented from thermal deterioration to increase 
the reliability. 
What is claimed is: 
1. A light emitting device comprising: 
a ?rst electrode; 
a ?rst light emitting layer formed over the ?rst electrode; 
a ?rst barrier layer formed over the ?rst light emitting 

layer; 
a second light emitting layer formed over the ?rst barrier 

layer; 
a second barrier layer formed over the second light emit 

ting layer; 
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a third light emitting layer formed over the second barrier 
layer; and 

a second electrode formed over the third light emitting 
layer, 

Wherein the ?rst barrier layer is an insulating ?lm, 
Wherein the ?rst barrier layer is in contact With the ?rst 

light emitting layer and the second light emitting layer, 
Wherein the second barrier layer is in contact With the 

second light emitting layer and the third light emitting 
layer, and 

Wherein the ?rst electrode and the second electrode are 
arranged such that an electron passes through the ?rst 
barrier layer by applying a voltage betWeen the ?rst 
electrode and the second electrode. 

2. A light emitting device according to claim 1, Wherein the 
second barrier layer is an insulating ?lm, and 

Wherein the ?rst electrode and the second electrode are 
arranged such that a hole passes through the second 
barrier layer by applying a voltage betWeen the ?rst 
electrode and the second electrode, and 

Wherein the electron and the hole are converted to photon. 
3. A light emitting device according to claim 1, Wherein 

each of the ?rst and second barrier layers is a potential barrier. 
4. A light emitting device according to claim 1, further 

comprising a third barrier layer formed betWeen the third 
light emitting layer and the second electrode. 

5. A light emitting device according to claim 1, further 
comprising a third barrier layer formed betWeen the ?rst light 
emitting layer and the ?rst electrode. 

6. A light emitting device according to claim 1, Wherein the 
light emitting device is a passive matrix electroluminescence 
display device. 

7. A light emitting device according to claim 1, Wherein 
each of the ?rst, second, third light emitting layers includes an 
organic material. 

8. A light emitting device according to claim 1, Wherein 
each of the ?rst and second barrier layers is either transparent 
or translucent to visible light. 

9. An electronic device having the light emitting device 
according to claim 1, Wherein said electronic device is 
selected from the group consisting of a video camera, a digital 
camera, a goggles-type display, a car navigation system, a 
personal computer, a DVD player, an electronic game 
machine, or a portable information terminal. 

10. A light emitting device comprising: 
a ?rst electrode; 
a hole transfer layer formed over the ?rst electrode; 
a plurality of laminated light emitting layers formed over 

the hole transfer layer; 
an electron transport layer formed over the light emitting 

layers; and 
a second electrode formed over the electron transport layer, 
Wherein energy barriers exist betWeen the electron trans 

port layer and the hole transfer layer and betWeen the 
light emitting layers such that the light emitting layers 
do not contact each other, and 

Wherein each of the energy barriers is an insulating ?lm. 
11. A light emitting device according to claim 10, Wherein 

an electron injected from the second electrode and a hole 
injected from the ?rst electrode are converted to photon 
betWeen the energy barriers. 

12. A light emitting device according to claim 10, Wherein 
each of the energy barriers is a barrier ?lm, and Wherein the 
barrier ?lm protects each of the light emitting layers by pre 
venting their materials from being mixed together under the 
generation of heat at the time of actuating the light emitting 
device. 
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13. A light emitting device according to claim 10, Wherein 

the light emitting device is a passive matrix electrolumines 
cence display device. 

14. A light emitting device according to claim 10, Wherein 
each of the light emitting layers includes an organic material. 

15. An electronic device having the light emitting device 
according to claim 10, Wherein said electronic device is 
selected from the group consisting of a video camera, a digital 
camera, a goggles-type display, a car navigation system, a 
personal computer, a DVD player, an electronic game 
machine, or a portable information terminal. 

16. A light emitting device comprising: 
a ?rst electrode; 
a hole transfer layer formed over the ?rst electrode; 
a ?rst barrier layer formed over the hole transfer layer; 
light emitting layers formed over the ?rst barrier layer; 
a second barrier layer formed over the light emitting layers; 
an electron transport layer formed over the second barrier 

layer; and 
a second electrode formed over the electron transport layer, 
Wherein the ?rst barrier layer is an insulating ?lm, and is in 

contact With the hole transfer layer and at least one of the 
light emitting layers, 

Wherein the secondbarrier layer is an insulating ?lm, and is 
in contact With at least one of the light emitting layers 
and the electron transport layer, 

Wherein the ?rst electrode and the second electrode are 
arranged such that an electron passes through the ?rst 
barrier layer by applying a voltage betWeen the ?rst 
electrode and the second electrode, and 

Wherein the second barrier layer is blocking the electron 
passed through the ?rst barrier layer. 

17. A light emitting device according to claim 16, Wherein 
the ?rst electrode and the second electrode are arranged such 
that a hole passes through the second barrier layer by applying 
a voltage betWeen the ?rst electrode and the second electrode, 
and 

Wherein the ?rst barrier layer is blocking the hole passed 
through the ?rst barrier layer. 

18. A light emitting device according to claim 16, Wherein 
the light emitting device is a passive matrix electrolumines 
cence display device. 

19. A light emitting device according to claim 16, Wherein 
each of the light emitting layers includes an organic material. 

20. An electronic device having the light emitting device 
according to claim 16, Wherein said electronic device is 
selected from the group consisting of a video camera, a digital 
camera, a goggles-type display, a car navigation system, a 
personal computer, a DVD player, an electronic game 
machine, or a portable information terminal. 

21. A light emitting device including a light emitting ele 
ment and a thin ?lm transistor electrically connected the light 
emitting element, Wherein the light emitting element com 
prises: 

a ?rst electrode; 
a ?rst light emitting layer formed over the ?rst electrode; 
a ?rst barrier layer formed over the ?rst light emitting 

layer; 
a second light emitting layer formed over the ?rst barrier 

layer; 
a second barrier layer formed over the second light emit 

ting layer; 
a third light emitting layer formed over the second barrier 

layer; and 
a second electrode formed over the third light emitting 

layer, 






