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CAPACITORS WITH LOW EQUIVALENT 
SERIES RESISTANCE 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

This application claims the bene?t of the ?ling of US. 
Provisional Patent Application Ser. No. 60/824,749, entitled 
“Electric Double Layer Capacitors Having Low Equivalent 
Series Resistance”, ?led on Sep. 6, 2006, and the speci?ca 
tion thereof is incorporated herein by reference. 

STATEMENT REGARDING FEDERALLY 
SPONSORED RESEARCH OR DEVELOPMENT 

The US. Government has a paid-up license in this inven 
tion and the right in limited circumstances to require the 
patent owner to license others on reasonable terms as pro 

vided for by the terms of Contract Nos. W3 1 P4Q-04-C-R346 
awarded by DARPA, FA8201-04-C-0086 and FA8650-05-C 
2613 awarded by AFRL, and NNL06AA06C awarded by 
NASA. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention (Technical Field) 
The present invention is related to capacitors having low 

equivalent series resistance. 
2. Background Art 
Note that the following discussion refers to a number of 

publications and references. Discussion of such publications 
herein is given for more complete background of the scienti?c 
principles and is not to be construed as an admission that such 
publications are prior art for patentability determination pur 
poses. 

Wireless sensors and networks of wireless sensors will be 
used to 1) monitor the structural health of buildings, bridges 
and aircraft, etc.; 2) monitor the environment such as in 
domestic and commercial buildings, and military and home 
land security installations; and 3) control industrial processes 
for increased autonomy, as well as for other tasks. These 
systems will ?nd use in factory automation, process and envi 
ronmental control, security, medicine, and condition-based 
maintenance, as well as in defense applications and intelli 
gence gathering. Widespread use of wireless sensors will 
improve safety, increase security, lower heating, ventilation 
and cooling (HVAC) costs, and increase manufacturing ef? 
ciency. 

Such wireless sensor systems will typically: 1) require 
numerous individual devices (known as nodes or motes) to 
provide comprehensive monitoring capability; 2) be located 
in inaccessible places and 3) require long intervals between 
scheduled maintenance. Periodic maintenance, such as 
replacing batteries, would clearly increase operating costs 
(often to prohibitive levels), and could be inconvenient, at 
best, if it required interruption of a continuous process. For 
some remote, hostile, or inaccessible locations, any mainte 
nance may be impossible to perform. In the immediate future, 
energy management and improved battery technologies may 
mitigate some of these issues, but in the long term there is 
clearly a need to develop an energy source that can last years 
with little or no maintenance. 

Miniaturized turbines and micro-fuel cells have been pro 
posed as means of meeting long term energy delivery needs 
for wireless devices. While these systems exploit the high 
energy density of hydrocarbon fuels, for example, these sys 
tems are inherently limited by the need for a means of storing 
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2 
and delivering a consistent fuel supply, as well as advanced 
thermal management to safely remove waste heat. These 
challenges can be overcome; however, the plumbing and 
additional system engineering (also known as the balance of 
plant) adds considerably to the overall size and complexity of 
such systems. 

There are additional challenges with micro -fuel cells. Most 
types are intended for hydrogen fuel, as protons are the sim 
plest ion to send through the electrolyte. As hydrogen is not 
readily available, other fuels (e.g., hydrocarbons, methanol or 
formic acid, or natural gas) can be reformed with steam at 
high temperature (600° C.) to yield hydrogen and CO. These 
reformers again add engineering complexity and require 
extensive insulation for both safety and ef?cient operation. 
Furthermore, reported data for micro-fuel cells indicate 
maximum peak power densities on the order of 50 mW/cm2 
but with a duration of less than 100 ms. These challenges 
ensure that combustion and micro-fuel cell power systems 
will be unable to meet the volumetric energy and power 
densities needed for severely volume-constrained applica 
tions. 

Energy harvesters that garner ambient environmental 
energy (such as light, vibrations, etc.) and convert it to elec 
trical energy are attractive solutions for wireless sensors as 
they do not need to be replaced, recharged or refueled. Of 
course, they are they do not function in the absence of ambient 
energy (analogous to solar cells at night), and so an energy 
harvesting power supply must be designed to include some 
kind of energy storage that can provide back-up power in such 
situations. 

Storage of the energy generated is usually accomplished 
using conventional capacitors, which have very limited 
energy storage capability (E:1/2CV2, where the capacitance, 
C, is on the order of a few hundred microfarads at most, and 
V:3-5V). This approach leaves the system vulnerable to 
interruptions in the ambient energy source. Although batter 
ies and or supercapacitors have been proposed as alternative 
storage devices, they have not been used successfully in the 
past. Conventional battery chargers, for example, will not 
operate at the low power levels delivered by energy harvest 
ers, and, besides, even in they could, they would waste too 
much of the input energy. Further, no existing system dis 
closes the use of optimum energy storage elements for differ 
ent functions (e.g. back-up power, pulse power, etc.). 

Finally, a major challenge that faces wireless sensor nodes 
is the asymmetry of the power demands of sensing, process 
ing, communication and sleep functions4on the order of four 
orders of magnitude. Because communication functions draw 
relatively high power levels (typically from tens to a few 
hundred milliwatts), wireless sensor nodes are designed to 
communicate infrequently (for example, once a minute to 
once an hour), reverting to a low-power sleep state to preserve 
battery life. In order to meet high power communications 
loads, the usual approach is to design a power source large 
enough to handle the highest power load. Unfortunately, 
energy harvesting devices and batteries typically have low 
power densities, and so power sources are typically oversized 
for most of the life of the system. 

There is, therefore, a need for a simple and compact system 
which combines energy generation via harvesting of ambient 
energy sources with energy storage to provide back-up power, 
and deliver high power pulses as needed. 

Electric double layer capacitors (EDLCs) typically com 
prise two porous electrodes that are electronically isolated 
from each other by a porous separator. Both the separator and 
the electrodes are impregnated with an electrolytic solution. 
This allows ionic current to ?ow between the electrodes while 
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preventing electronic current from shorting the cell. External 
connection to the electrodes is made via metallic current 
collectors. When an electric potential is applied across the 
two electrodes in a double layer capacitor, ionic current ?ows 
due to the attraction of anions to the positive electrode and 
cations to the negative electrode. Energy is stored at the 
interface between the electrodes and the electrolyte in the 
so-called Electric Double Layer. This is accomplished by 
absorption of the charge species themselves or by realign 
ment of the dipoles of the solvent molecule. The absorbed 
charge is held in the region by the opposite charges in the solid 
electrode. 

The use of carbon electrodes in electrochemical capacitors 
is a preferred feature of this technology because carbon has a 
low atomic weight and carbon electrodes can be fabricated 
with very high surface areas. As capacitance, C, is propor 
tional to the surface area, A, and inversely proportional to the 
dielectric thickness, d, (i.e., CIEA/d, where E is the permit 
tivity), EDLCs can realize very high capacitance values (from 
approximately 100 mF up to approximately 3000F). Fabrica 
tion of double layer capacitors with carbon electrodes is well 
known inthe art; seeU.S. Pat. Nos. 2,800,616, and 3,648,126. 
A major problem in many carbon electrode capacitors, 

including double layer capacitors, is that the performance of 
the capacitor is often limited because of the high internal 
resistance of the carbon electrodes. This high internal resis 
tance may be due to several factors, including the contact 
resistance of the electrodes with a current collector, the intrin 
sic resistance of the electrode due to internal carbon-carbon 
contacts, the resistance of the electrolyte solution and the 
resistance due to the separator. This high resistance translates 
to large ohmic losses in the capacitor during the charging and 
discharge phases, which losses further adversely affect the 
characteristic RC time constant of the capacitor and interfere 
with its ability to be ef?ciently charged and/or discharged in 
a short period of time. There is thus a need in the art for 
lowering the internal resistance, and hence the time constant, 
of double layer capacitors. 

So that supercapacitors can deliver their energy quickly 
(that is, at high power), for example pulsed power delivery, it 
is important that they have a low equivalent series resistance 
(ESR) to minimize the voltage drop that occurs with high 
currents. The greater the ESR the greater the voltage drop will 
be when a load is applied to the charged capacitor. The voltage 
drop under load is critical if the circuit that is being powered 
can only operate above a certain threshold voltage. If the 
voltage under load of the EDLC drops below that threshold 
operating voltage of the electronic circuit it will not operate 
correctly if at all. Therefore EDLC devices with low ESR are 
desirable. 

Several factors affect the ESR of an EDLC device includ 
ing the interfacial contact resistance between the electrode 
and the current collector, interfacial charge transfer mecha 
nisms between the electrolyte and the electrode, the interfa 
cial contact resistance of the electrode and the separator, the 
contact resistance of the particles that make up an electrode, 
the effective bulk resistivity of the electrode, and the conduc 
tivity of the electrolyte and how it moves through the separa 
tor and electrodes. 

There are four materials considerations that can help 
reduce the ESR of a supercapacitor. 

The separator is a porous, electronically insulating mem 
brane designed to allow ionic transfer but electrically 
separate the carbon electrodes. Because the mobility of 
ions (u) through this membrane is restricted, the conduc 
tivity is reduced. 
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4 
The nature of the electrolyte, including chemical species 

(Z), and concentration (n) affects the ESR. Furthermore, 
the movement of electrolyte ions in the tortuous inter 
particle porosity in the electrodes is also restricted, and 
so the nature of the pore distribution in the electrodes can 
also affect ESR values. 

The activated carbon electrodes provide the means of 
charge transfer from the electrolyte-electrode interface 
to the current collector. The intrinsic resistivity of car 
bon and the particle-particle contact resistance contrib 
ute to this component. 

The interface between the carbon electrodes and the cur 
rent collectors is important. It is well known that the 
contact resistance between two materials with resistivity 
values p1 and p2 is: 

where n is the number of contacting asperities, a is the average 
radius of contacting asperities and 21 is the average center to 
center distance between the asperities [Greenwood, J. A., Br. 
J. Appl. Phys., 17, 1621-1632, (1966)]. Therefore, to mini 
mize the contact resistance between two given materials, one 
must maximize n, 21 and a. 

Various fabrication techniques for reducing the internal 
resistance of carbon composite electrodes have been dis 
closed over the recent years. For example, Yoshida et al. (US. 
Pat. No. 5,150,283) disclose a method of fabricating a alumi 
num/ carbon composite electrode by depositing carbon pow 
der and other electrical conductivity-improving agents on an 
aluminum substrate. Another related approach is disclosed in 
US. Pat. No. 4,597,028 (Yoshida et al.) which teaches that the 
incorporation of metals such as aluminum into carbon ?ber 
electrodes can be accomplished through weaving metallic 
?bers into carbon ?ber preforrns. US. Pat. No. 4,562,511, 
(N ishino et al.) describes yet another approach where the 
carbon ?ber is dipped into an aqueous solution such that a 
layer of a conductive metal oxide, and preferably a transition 
metal oxide, is formed in the pores of the carbon ?bers. 
Nishino et al. also discloses the formation of metal oxides, 
such as tin oxide or indium oxide by vapor deposition. Still 
another related method is disclosed in US. Pat. Nos. 5,102, 
745, 5,304,330, and 5,080,963 (Tatarchuk et al.). These dis 
closures demonstrate that metal ?bers can be interwoven with 
the carbon preform and sintered to create a structurally stable 
conductive matrix which may be used as a composite elec 
trode. The Tatarchuk et al. patents also teach a process that 
reduces the electrical resistance in the composite electrode by 
reducing the number of carbon-carbon contacts, which cur 
rent must ?ow through to reach the metal conductor. This 
approach works well if stainless steel or nickel ?bers are used 
as the metal. However, this approach has not been successful 
when aluminum ?bers are used because of the formation of 
aluminum carbide during the sintering or heating of the com 
posite electrode. 
The use of aluminum in fabrication processes of double 

layer capacitors is important because aluminum is the opti 
mum metal in terms of cost, availability andperformance. For 
example, with an aluminum/carbon composite electrode, in a 
double layer capacitor with a nonaqueous electrolyte, it is 
quite possible to achieve an operating voltage approaching 
3.0 volts. However, with nickel or stainless steel in lieu of 
aluminum, the operating voltage must be reduced to less than 
2.0 volts. Other metals, including noble metals, such as plati 
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num or silver, or transition metals such as titanium or tanta 

lum, may also be used up to 3.0V in non-aqueous systems 
with similar improvements. 

Related designs of double layer capacitors are also dis 
cussed in US. Pat. No. 4,438,481, issued to Phillips, et al.; 
US. Pat. No. 4,597,028 issuedtoYoshida, et al.; US. Pat. No. 
4,709,303 issued to Fujiwara, et al.; US. Pat. No. 4,725,927, 
issued to Morimoto; and US. Pat. No. 5,136,472, issued to 
Tsuchiya, et al. Another area of great concern in the fabrica 
tion of double layer capacitors is concerned with the method 
of fabricating the current collector plate and adhering the 
current collector plate to the electrode. This is important 
because the interface between the electrode and the current 
collector plate is another source of internal resistance of the 
double layer capacitor. The Nishino et al. patent (US. Pat. 
No. 4,562,511) suggests plasma spraying of molten metals 
such as aluminum onto one side of the polarizable electrode 
thereby forming an appropriate layer which, if thick enough, 
acts as the current collector. This patent further considers 
alternative techniques for bonding and/ or forming the current 
collector including arc-spraying, vacuum deposition, sputter 
ing, non-electrolytic plating, and use of conductive paints. 
The Tatarchuk et al. patents (US. Pat. Nos. 5,102,745, 5,304, 
330, and 5,080,963) show the bonding of a metal foil current 
collector to the electrode by sinter bonding the metal foil to 
the electrode element. US. Pat. No. 5,142,451 (Kurabayashi 
et al.) discloses a method of bonding of the current collector 
to the electrode by a hot curing process such that the material 
of the current collectors enter the pores of the electrode ele 
ments. US. Pat. No. 5,099,398 (Kurabayashi et al.) discloses 
a method of bonding of the current collector to the electrode 
by chemically bonding a thin ?lm collector such that some of 
the material of the current collectors enter the pores of the 
electrode elements. This patent further discloses some other 
conventional methods of bonding the current collector to the 
electrode including the use of electrically conducting adhe 
sives and bonding under pressure and heat. Still other related 
art concerned with the method of fabricating and adhering 
current collector plates can be found in US. Pat. Nos. 5,065, 
286; 5,072,335; 5,072,336; 5,072,337; and 5,121,301 issued 
to Kurabayashi et al. 

Carbon cloth provides a ?exible electrode. However, it has 
a large amount of void volume due to the nature of the weave. 
It also tends to shed conductive lint and unravel at the edges. 
This can lead to a high incidence of short circuits during cell 
assembly. In addition, obtaining a low resistance electrical 
contact to the cloth requires special techniques. Farahmandi 
etal. (US. Pat. Nos. 7,116,545, 7,090,706, 6,842,330, 6,804, 
108, 6,627,252, 6,585,152, 6,451,073, 6,449,139, 6,233,135, 
6,094,788, 6,059,847, 5,907,472, 5,862,035, 5,777,428, 
5,621,607) disclose a method for plasma spraying aluminum 
onto a carbon cloth electrode such that the aluminum pen 
etrates the ?ber tows of the cloth, thereby decreasing the 
resistance of the electrode. The aluminum/carbon composite 
electrodes are bonded to aluminum foil current collectors via 
application of pressure at elevated temperatures (360° 
C.-600o C.). In these and the other cases above, a liquid or 
vapor phase metal is sprayed onto the surface of a noncon 
forming electrode, such as a carbon cloth. In other words, the 
metal conforms to the electrode cloth before it is solidi?ed. 
The purpose for this is primarily to decrease the internal 
electrode resistance. 

Laminating or sintering the electrode to the current collec 
tor is another method of reducing ESR. An adhesive may be 
used to adhere the electrode to the current collector with 
pressure so that the electrode is ?xed to the current collector. 
Also, therrnoplastics may be used as binders in the electrode 
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6 
so that when the electrode is pressed onto the current collector 
with heat and pressure the thermoplastic will melt and stick to 
the current collector. Polytetra?uorethylene (PTFE) may also 
be used to adhere the electrode to the current collector. When 
colloidal suspensions of PTFE are used as the binder for 
active carbon electrodes, the rolled ?attened electrode sheet 
may be rolled simultaneously with a sheet of metal (alumi 
num) foil to which it will adhere. 

Currently available EDLC devices packaged in the coin 
cell con?guration which are not manufactured using the typi 
cally expensive processes discussed above have relatively 
high ESR values compared to wound, or “jelly roll” devices. 
Coin cell packages are desirable in applications were energy 
density is important because they tend to have a higher energy 
density than wound devices. However, coin cell electric 
double layer capacitors typically use thicker (greater than 
approximately 200 um) electrodes than typically found in 
capacitors made using wound electrodes. The increased elec 
trode thickness contributes to a higher ESR. Wound EDLC’s 
typically have much lower ESR values than coin cells, in part 
because of their thinner (less than approximately 200 um) 
electrodes. 

Currently available commercial supercapacitors made in a 
coin cell type package claim ESR values in the range of 
30-200 ohms, the majority being above 75 ohms. Superca 
pacitors with these values are usually constructed of two 
separate supercapacitor coin cells connected and packaged in 
series and have rated voltages of 5.5V. Because resistance is 
additive (RTIR1+R2) with devices in series the ESR value for 
an individual supercapacitor making up the series pair will be 
half of this range, or 15-100 ohms. In contrast, jelly-roll 
capacitors typically have an ESR ranging from 0.03-0.5 
ohms. 

Thus there exists a need for coin cell capacitors having 
reduced internal electrode-current collector resistance, and 
thus lower ESR, that are amenable to low-cost manufactur 
mg. 

SUMMARY OF THE INVENTION 

Disclosure of the Invention 

The present invention is a coin cell capacitor comprising 
two current collectors con?gured to form a coin cell capaci 
tor, a porous electrode, and a porous metal disc in electrical 
contact with one of the current collectors and at least partially 
embedded in a surface of the electrode, wherein during manu 
facture the electrode was suf?ciently locally deformable to be 
imprinted by a surface pattern of the disc. The porous metal 
disc preferably comprises expanded mesh. At least one of the 
current collectors is preferably at least partially coated with a 
conductive material, preferably comprising aluminum. The 
porous metal disc is preferably coated with a conducting 
adhesive. The electrode preferably comprises carbon powder, 
or optionally comprises an aerogel. 
The present invention is also a device for storing and deliv 

ering power to a load, the device comprising a battery and the 
aforesaid coin cell capacitor for charging the battery and 
delivering power to the load. The device preferably further 
comprises a charge switching module. The battery preferably 
charges the capacitor. 
The present invention is also a method of making a coin cell 

capacitor, the method comprising the steps of adhering 
porous metal to an interior surface of a coin cell capacitor 
current collector, disposing a locally deformable porous elec 
trode on the porous metal, and embedding at least a portion of 
the porous metal into a surface of the electrode. The method 
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preferably further comprises the step of coating the interior 
surface with a conductive material comprising aluminum 
prior to the adhering step. The method preferably further 
comprises the step of coating the porous metal with a con 
ducting adhesive prior to the adhering step. The disposing and 
embedding steps are optionally performed prior to the adher 
ing step. The method preferably further comprises the step of 
?attening the porous metal prior or subsequent to the dispos 
ing step. The method preferably further comprises the step of 
punching the porous metal to produce a porous metal disc. 
The porous metal preferably comprises expanded mesh. 

The present invention is also a second method of making a 
coin cell capacitor, the method comprising the steps of dis 
posing an aerogel precursor on and within at least a portion of 
a porous metal sheet, reacting the precursor to form an aero 
gel electrode comprising the porous metal sheet embedded in 
a surface the aerogel punching a disc from the aerogel and 
porous metal sheet, and adhering the disc to an interior sur 
face of a coin cell capacitor current collector. The method 
preferably further comprises the step of coating the interior 
surface with a conductive material comprising aluminum 
prior to the adhering step. The reacting step preferably com 
prises performing pyrolysis at a temperature lower than the 
melting temperature of the porous metal sheet. 
An object of the present invention is to provide a coin cell 

capacitor having low equivalent series resistance. 
An advantage of the present invention is that where space is 

constrained, higher energy density can be achieved without 
high equivalent series resistance and without expensive and 
hard to manufacture components. 

Other objects, advantages and novel features, and further 
scope of applicability of the present invention will be set forth 
in part in the detailed description to follow, taken in conjunc 
tion with the accompanying drawings, and in part will 
become apparent to those skilled in the art upon examination 
of the following, or may be learned by practice of the inven 
tion. The objects and advantages of the invention may be 
realized and attained by means of the instrumentalities and 
combinations particularly pointed out in the appended 
claims. 

BRIEF DESCRIPTION OF THE DRAWINGS 

The accompanying drawings illustrate one or more 
embodiments of the present invention and, together with the 
description, serve to explain the principles of the invention. 
The drawings are only for the purpose of illustrating one or 
more preferred embodiments of the invention and are not to 
be construed as limiting the invention. In the drawings: 

FIG. 1 is a schematic diagram of the MicroPower Chip of 
the present invention; 

FIG. 2 is a comparison of battery discharge under i) pulsed 
load, ii) continuous averaged load, and iii) pulsed load with 
supercapacitor; 

FIG. 3 is a block diagram of MicroPower Chip control 
electronics; 

FIG. 4(a) is a graph showing solar cell output voltage under 
increasing pulse loads; 

FIG. 4(b) is a graph showing the output voltage from a solar 
cell and supercapacitor in parallel; 

FIG. 4(c) is a graph comparing voltage droop under load 
for a lithium battery and a lithium battery and supercapacitor 
in parallel; 

FIG. 5 is a schematic of an embodiment of a coin cell 

capacitor of the present invention; 
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8 
FIG. 6 shows schematic top and cutaway side views of 

metal mesh positioning before other components are added 
during manufacture of the capacitor of FIG. 5; and 

FIG. 7 is an illustration of mesh parameters typically 
important to mesh selection. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

Best Modes for Carrying Out the Inventions 

MicroPower Chip 
The system of the present invention, described herein as the 

MicroPower Chip (or pPowerChip), is a compact long life 
time power source which will enable the implementation of 
many applications, including but not limited to wireless net 
work systems, that will no longer require battery changes or 
replacement. The MicroPower Chip preferably comprises 
several components including energy storage (including but 
not limited to batteries and supercapacitors), energy harvest 
ing and/or generation sources including but not limited to 
vibrational (piezoelectric, capacitive or inductive), thermal 
(thermoelectric), radioisotope (betavoltaic), solar (photovol 
taic), fuel cells, microcombustion, or biochemical sources, 
and ultra-low power electronics for charging of energy stor 
age devices, power conditioning, recti?cation, power man 
agement, monitoring state of charge and voltage step-up. The 
MicroPower Chip may be con?gured using different combi 
nations of the above components depending on the intended 
application. The energy harvesting component will generate 
power from the ambient environment, which is then stored in 
the energy storage components. The ultra-low power elec 
tronics control how this power is used or delivered. The 
MicroPower Chip can be packaged in many common form 
factors (battery sizes such as AA, AAA, C, D, 9V, etc) as well 
as custom sizes and will be capable of plugging directly into 
a wireless system/component, just like a battery, in order to 
provide a long lifetime power source. 
The MicroPower Chip preferably combines energy har 

vesting, energy storage in (for example) batteries and super 
capacitors, and ultra-low power electronics to condition the 
output from the harvester and carefully charge the storage 
devices. Batteries (or microbatteries) may provide back-up 
energy to accommodate periods without ambient energy, 
while supercapacitors or (microsupercapacitors) provide 
unrivalled power delivery capabilities to handle high and/or 
pulsed loads. The electronics circuitry is designed to draw 
only a very small portion of the harvested energy so that the 
remainder may be directed for storage, as described above, or 
for immediate use by the system it is powering. Furthermore, 
once it is fully charged, the microbattery can optionally be 
switched out of the circuit to serve as a back-up source, and 
the energy generated by the harvester can be used to power the 
application load (i.e., sensor) and accommodate any charge 
leakage in the supercapacitor. 

Because it is harvesting energy from its environment, the 
present invention provides a long-lived energy source, far 
out-lasting conventional batteries. The system may be 
designed to have a custom form factor or to ?t a standard 
battery con?guration, including but not limited to AA, AAA, 
9V, Li123, C, D, and others, so it can be used in systems 
already con?gured for these types of batteries with little to no 
modi?cation of the customer’s system. The present invention 
may alternatively be packaged like an integrated circuit, for 
example in a Dual-in-Line package (DIP) or a standard out 
line IC (SOIC) for direct mounting on a printed circuit board 
(PCB). 
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FIG. 1 shows a broad schematic of the MicroPower Chip, 
which preferably consists of three parts: energy harvesting 
and/ or generation (E/ H), energy storage, and control elec 
tronics to rectify the input power (if necessary) and safely 
charge the storage devices. Energy generation and/or harvest 
ing may be accomplished using a hardware component which 
is capable of converting ambient energy (vibrations, solar, 
heat, chemical, etc.) into electrical energy. These methods 
include but are not limited to vibrational (including piezo 
electric, electrostatic and inductive methods), thermal (ther 
moelectric, P3), solar (various forms of photovoltaics), radio 
isotope, biochemical, fuel cell, microturbines, adenosine 
triphosphate (ATP) converters (ATP is a biomolecule able to 
store and transport chemical energy within cells), magnetic, 
electromagnetic (or r.f.) induction (EMI), and microcombus 
tion. The MicroPower Chip may contain one or more pieces 
of the same type of energy harvesting hardware (for example 
two vibration harvesters) or contain a combination of two or 
more pieces of hardware capable of different types of energy 
harvesting (for example one piece of hardware harvests vibra 
tional energy while another piece of hardware harvests ther 
mal energy). Using two or more energy harvesting compo 
nents would allow for higher levels of available power and/or 
decrease the likelihood that the system would be subjected to 
periods of time with no harvestable ambient energy. 

Energy storage is preferably accomplished using a second 
ary (rechargeable) battery (including but not limited to 
lithium-ion, lithium polymer, thin ?lm lithium ion, nickel 
metal hydride (N iMH), and nickel/ cadmium (NiCd)) and/or a 
supercapacitor (also known as an ultracapacitor or electro 
chemical double layer capacitor (EDLC), comprising, for 
example, aqueous or organic based electrolyte chemistries 
and symmetric or asymmetric types). The energy storage 
components of the present invention preferably store the 
energy generated by the harvester for use at a later time. The 
different characteristics of batteries and supercapacitors 
make them suitable for different functions of energy storage 
and delivery. If the energy must be stored for a long time, and 
released slowly, for example as back-up in case there is no 
harvestable ambient energy (e.g., at night when the energy 
harvester is a solar cell), a battery would be the preferred 
energy storage device. If the energy must be delivered 
quickly, as in a pulse for a radio frequency (RF) communica 
tion module, but long term storage is not critical, a superca 
pacitor would be suf?cient. The system can employ i) a bat 
tery (or several batteries) alone, ii) a supercapacitor (or 
supercapacitors) alone, or iii) any combination of batteries 
and supercapacitors appropriate for the application of inter 
est. Improvements in materials, construction, etc. for lithium 
ion and some lithium polymer batteries are resulting in 
devices that are capable of delivering pulsed loads as well as 
steady state loads. These devices may be capable of ful?lling 
both back up and pulse load delivery functions. However, as 
shown in FIG. 2, in order to maximize the life of the battery 
separate devices preferably ful?ll these functions. 
The present invention preferably utilizes volumetric 

microbatteries and microsupercapacitors, but it is not limited 
to these devices. Readily available COTS devices could be 
used for energy storage, although they are generally large 
compared with the rest of the system, and require inordinately 
long time to charge/recharge. Moreover, some novel thin ?lm 
batteries exist, both as research devices and commercial prod 
ucts (e. g., Oak Ridge Micro and PowerPaper). These devices 
tend to have high discharge rate (high power) capability, but 
their capacity values on a per unit area basis are low, meaning 
that large footprint devices are needed to meet useful energy 
storage capabilities. For certain applications, these devices 
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10 
may prove to be appropriate. One embodiment of the present 
invention may combine a volumetric microbattery for energy 
back-up with a thin ?lm microbattery in place of the micro 
supercapacitor to provide pulse power. 

FIG. 3 shows a more detailed block diagram of the device. 
The circuitry will operate for both AC (e.g., vibration, rota 
tional) and DC (e. g., solar, thermal) sources.An incoming AC 
signal is recti?ed preferably using low forward-bias-voltage 
diodes to minimize losses. These may be silicon Schottky 
diodes, germanium p-n diodes or other specially engineered 
components. The control electronics circuitry primarily ful 
?lls two functions: determining how the energy generated by 
the energy-harvesting component is to be directed (either to 
storage or directly to the system the MicroPower Chip is 
powering or both) and safely and ef?ciently charging the 
energy storage devices without overloading, overcharging, or 
otherwise damaging them or the generator. These circuits are 
preferably designed to consume very little of the incoming 
power. Small scale energy harvesters that are of interest for 
use in wireless sensors and other microsystems generally 
deliver low levels of power (a few hundred microWatts at 
most). It is critical that the charging and power management 
circuitry delivers as much of that power as possible to the 
energy storage or the sensor device rather than consuming it 
in its own operation. 
The circuitry preferably primarily consists of two modules, 

a charge-switching module for charging a supercapacitor 
energy storage device and a battery charging circuit, con 
trolled by an ultra-low power microcontroller. Energy for the 
microcontroller operation is preferably stored in an interme 
diate energy storage device, for example a conventional 
capacitor (typically a few HP to a few hundred uF). Initially, a 
supercapacitor may be charged via the charge-switching 
module. The charge switching module is designed primarily 
for two purposes: ?rst, to prevent irreversible damage to the 
supercapacitor(s) by carefully controlling their charging in 
order to avoid overcharging them. Second, connecting a 
supercapacitor directly to a generator delivering voltage V 
will draw a current I equal to V/ESR, where ESR is the 
equivalent series resistance of the supercapacitor (typically a 
few Ohms, ideally <<lQ). As a low ESR is a desirable char 
acteristic of supercapacitors for power delivery, the capacitor 
would draw a high instantaneous current, overloading the 
generator (energy harvester). Since the MicroPower Chip 
may sit on the shelf for some time before being deployed, it is 
not possible to store the supercapacitor in the charged state, 
and so this current control is preferable to prevent damaging 
the generator on initial deployment. 
Once it is fully charged, the supercapacitor then preferably 

serves as an energy “cache” for charging the battery. A typical 
charge procedure for Li-Ion batteries involves two stages. 
First, a constant current charge increases the battery voltage 
until a target voltage (for example 4.2V), preferably moni 
tored by the microcontroller, is reached. This stage usually 
delivers about 70% of the total capacity of the battery. The 
battery is then trickle-charged at a constant voltage. Charging 
is typically terminated once the current level falls below about 
10% of the initial charging current. 
By employing a microcontroller that operates at extremely 

low power, various functions or conditions of the 
MicroPower Chip can be periodically monitored both during 
the charging cycles and during operation. Examples of what 
may be monitored include the state of charge of both the 
battery and supercapacitor and whether or not the generator is 
producing power. Once the battery is fully charged it may be 
removed from the circuit so that the MicroPower Chip pro 
vides power to the sensor via the generator (harvester) and 
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supercapacitor only. If the microcontroller detects that the 
generator has ceased to provide power (i.e., in darkness for a 
solar cell, or in the case that ambient vibrations cease), then 
the microcontroller will preferably switch in the battery to 
provide back-up power. In this case, the battery would pref 
erably trickle charge the supercapacitor and provide quies 
cent power to the sensor until the ambient energy source is 
restored. The battery is preferably designed to be able to store 
suf?cient energy to provide back-up power for the entire time 
the system is anticipated to be without ambient energy. This 
time would vary for different applications, but could range 
from a few hours to several days or weeks. In the event that the 
stored energy in the battery drops below a predetermined 
level, a low battery condition can be communicated to the 
sensor, allowing the sensor to shut down, or go into a power 
conservation mode, for example. 

Finally, load current delivery is determined solely by the 
internal resistance of the different devices. For high power 
pulse loads, most of the energy would be delivered by the 
supercapacitor because its ESR is signi?cantly lower than 
that of the energy harvester or the battery (see FIG. 4). For 
steady state operation, the energy harvester (or the battery if 
there is no energy from the generator) preferably delivers 
energy to power the load, trickle charge the supercapacitor, 
and compensate for the supercapacitor’s internal leakage. 

The features, advantages and bene?ts of the present inven 
tion, listed in Table 1, address concerns that manufacturers 
and end users of wireless sensors and other applications have 
identi?ed as critical to adoption of this kind of technology. 
For example, while not having to change batteries periodi 
cally is desirable for many wireless sensor applications, the 
vulnerability of energy harvesting to a lack of ambient energy 
(e.g., darkness for solar cells) is also concern for many users. 
The present invention addresses this and other concerns at 
low cost. 

TABLE 1 
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ESR. Coin cell capacitors of the present invention may be 
used with the MicroPower Chip of the present invention, as 
discussed above, or alternatively may be used separately or in 
other applications. 
An embodiment of the present invention, schematically 

shown in FIG. 5, preferably comprises expanded metal foil or 
mesh 10 adhered to one or both of the current collectors, 
preferably via conductive adhesive 20. The current collectors 
preferably comprise lid 30 and case 40 of the device, which 
are preferably separated by gasket 50. The device also pref 
erably comprises two electrodes 60, 70 which are separated 
by separator 80. Commercially available EDLC devices use 
conductive adhesives, but only to glue the electrode directly 
to the current collector without mesh. This does reduce the 
ESR but not to the same extent as the present invention. By 
preferably adhering the mesh to the current collector with 
conductive adhesive, the ESR of the EDLC is signi?cantly 
reduced by lowering the contribution of the interfacial contact 
resistance between the electrode and the current collector. 
The ESR of a coin cell capacitor of the present invention is 
preferably less than approximately 15 ohms, more preferably 
less than approximately 5 ohms, even more preferably less 
than approximately 2 ohms, and most preferably less than 
approximately 1 ohm. 

Because in this con?guration the mesh may be considered 
a component of the current collector, its utilization effectively 
increases the surface roughness or area of the current collec 
tor, creating more contact surface area with the electrode, thus 
reducing the interfacial contact resistance with the electrode. 
When the coin cell capacitor is assembled, compression is 
typically placed on the porous electrodes, preferably forcing 
the mesh into the surface of the electrode a distance that is 
determined by the thickness of the mesh. Although the use of 
expanded metal mesh is preferable, any porous or other high 

Features advantages and bene?ts of uPowerChip TM for wireless sensors. 

Feature Advantage 

Harvests ambient energy No need to change batteries, recharge, or 
refuel 
Enables cold start, offers redundancy in 
the case of ambient energy failure, 
and ef?ciently delivers pulse power 
Can be designed into standard or custom 
shapes 
Similar products can be used in different 
applications with little reengineering 

costs 

Provides steady state, 
pulse and back—up 
power 
Small form factor 

Flexible source of input 
energy 

Reduced system maintenance 

Reduces system vulnerability 
and system size 

Can be plugged in to customers’ 
existing products 
Flexible, broad product line that 
can be used in different 
environments — e. g., 

industrial, commercial, and 
residential 

Low ESR Coin Cell Capacitors 

As used throughout the speci?cation and claims, “coin cell 
capacitor” means a capacitor, supercapacitor, microcapacitor, 
microsupercapacitor, an EDLC, or the like, that comprises a 
coin cell, button cell, or similar “stacked” con?guration and 
not a jelly roll, or wound, con?guration. The present inven 
tion comprises a coin cell capacitor, preferably comprising an 
EDLC, having a reduced ESR approaching that of wound 
devices. Thus small area/volume, higher energy density coin 
cell capacitors can be used instead of wound devices without 
the voltage drop associated with currently available high ESR 
coin cell EDLCs. Thus for applications where space is con 
strained, higher energy density can be achieved without high 

55 

60 

65 

surface area material may be substituted for the mesh, includ 
ing but not limited to foams, ?bers, sintered powders, wire 
mesh, or aerogels. 
The coin cell case and lid may be made of any metal that is 

suitable for manufacturing coin cell parts, but typically com 
prise stainless steel. The inside of the coin cell case and lid, 
which comes into contact with the active components of the 
EDLC, may optionally be plated or clad with an appropriate 
metal (such as aluminum), alloy or other conductive material 
in order to further reduce the ESR of the device. This material 
preferably has a low resistance and is electrochemically com 
patible with the internal components, such as the electrolyte, 
electrodes and/or separator. The coating or cladding may 
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comprise, for example, aluminum, aluminum alloys, nickel, 
titanium, tantalum, and/ or stainless steel. In one embodiment, 
anAl coating not only improves current collector stability but 
also the interfacial contact resistance, since stainless steel has 
a higher resistivity than aluminum. The coating may be 
applied using any technique known in the art, including but 
not limited to cladding, plating, sputtering, chemical vapor 
deposition, physical vapor deposition, ?ame spraying, and 
arc spraying. The coin cell case and/or lid may alternatively 
comprise aluminum or any of the coating materials described 
above, in which case a coating may not be necessary or 
desirable. 

Mesh 10 preferably comprises aluminum metal but can be 
made of any other metal or conductive material suitable (i.e. 
having the appropriate electrochemical compatibility) for 
EDLC devices. For example, for organic supercapacitors, the 
mesh preferably comprises aluminum, although other metals 
such as stainless steel, titanium, tantalum, nickel and the like, 
which are electro-chemically stable towards the electrolyte, 
may optionally be used. Metals or metal alloys having low 
bulk resistivities are most desirable. 

Certain dimensions of the mesh, including but not limited 
to the material thickness, the strand width and the length of 
the long way of the diamond (LWD), are preferably opti 
mized. FIG. 7 illustrates how the strand width and long way of 
the diamond are de?ned. Expanded metal foil, mesh or grid is 
typically made by forming slits in the metal foil that penetrate 
completely through the material. The foil is then stretched or 
expanded in the direction perpendicular to the direction of the 
slits so that the slits are pulled open, forming the diamond 
shaped holes. The spacing between adjacent slits typically 
determines the strand width while the length of the slit and the 
amount the foil which is expanded typically determine the 
LWD dimension. Any mesh may be employed, for example 
mesh of the type manufactured and sold by Dexmet Corpo 
ration of Branford, Conn. Because the mesh is typically not 
?at after the expansion process, it is preferably rolled in a 
rolling mill. This typically results in a smooth, shiny surface. 
The mesh is then preferably coated with a conductive adhe 
sive/coating mixture, which preferably increases the surface 
roughness of the mesh itself before it is adhered to the current 
collector. 

Mesh 10 can be bare, surface treated, and/or coated with a 
conductive paint or adhesive. Aluminum mesh is preferably 
chemically treated by immersing in a bath of 5% potassium 
hydroxide (KOH) or sodium hydroxide (N aOH) in water for 
several minutes. This is preferably followed by a 30 second 
rinse with de-ionized water and immersion in a 1% hydro 
chloric acid (HCl) bath for 30 seconds. The mesh is then 
preferably rinsed with de-ionized water and dried. The mesh 
is then optionally coated with a layer of the conductive adhe 
sive and allowed to dry. The conductive adhesive preferably 
has good chemical resistance to any electrolyte used in the 
coin cell capacitor. In addition, the bulk resistivity of the dried 
and/ or cured adhesive is preferably low so as not to increase 
the interfacial resistance between the mesh and the electrode. 
Metals other than aluminum may be chemically treated using 
other methods suitable to those particular materials. The pur 
pose of chemical treatment is in part to remove surface oxides 
and or other impurities that may be present from the manu 
facturing process. 

The strand width is preferably suf?ciently narrow so that 
when the electrodes are compressed during the coin cell 
assembly process the mesh is pushed into the electrode sur 
face. Strand widths that are too wide typically will create too 
much resistance against the electrode and will not penetrate 
into the electrode very effectively, and thus do not substan 
tially improve ESR reduction. The strand width is preferably 
in the range of approximately 0.001"-0.010" (25-250 
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microns), and is preferably approximately 0.005" (125 
microns). The LWD dimension is preferably chosen so that it 
is large enough to provide reduced resistance for the mesh to 
penetrate into the electrode. The LWD is preferably in the 
range of approximately 0.020"-0.134" (508-3404 microns), 
and is more preferably approximately 0.077" (1955 microns). 
The mesh thickness is preferably in the range of approxi 
mately 0.002"-0.010" (51-254 microns) depending on the 
thickness of the electrode, the strand width and the long way 
of the diamond dimension. The preferred thickness is 
approximately 0.004" (200 microns). In general, the thick 
ness of the mesh is preferably approximately 5%-50%, and 
more preferably approximately 10%-30%, of the thickness of 
the electrode. 

The “softness” of the electrode determines how well a 
certain mesh con?guration will penetrate into it. For example, 
a mesh with a wider strand width and or a shorter LWD 
dimension can potentially be used with a softer electrode 
composition. For a ?rmer electrode composition, a mesh with 
a narrower strand width and or a larger LWD dimension may 
be preferred. The diameter of the mesh disc is preferably 
slightly greater than or equal to the diameter of the electrodes 
used. 

This invention may utilize any electrode composition, 
including but not limited to those made of carbon powders, 
such as those comprising activated carbon and conductive 
carbon ?llers. The carbon powder typically has a high surface 
area (800-3000 meter2/gram) with readily accessible pores 
and is of high purity. The particle size of the carbon powder is 
preferably in the range of 2-30 microns. The carbon powder is 
typically mixed with a binder to facilitate the formation of an 
electrode structure that possesses mechanical integrity. The 
binder can comprise any polymer and preferably maintains 
particle-to-particle contact, gives the electrode mechanical 
integrity, and allows stable, low-resistance bonding to a cur 
rent. Polytetra?uoroethylene (PTFE, Te?on®) and polyvi 
nylidene di?uoride (PVDF) are two candidate binder materi 
als that are inert to the electrolyte, stable at the 
electrochemical potential of the electrodes, effective at low 
concentrations, and coat only a small fraction of the surface of 
the activated carbon. The carbon powder and the binder are 
mixed using a suitable solvent in a mixer. The binder content 
is typically in the range of 2-10 weight percent, and prefer 
ably in the range of 3-6 weight percent. The solvent is then 
removed from the carbon binder mixture so that the electrode 
may be formed. The carbon binder mixture is then pressed, or 
rolled or calendered in a rolling mill using a plastic ?lm as a 
carrier. The size of the gap in the rolling mill determines the 
thickness of the ?nished electrode. 

Commercially available PTFE-carbon composite elec 
trode materials such as those sold by W. L. Gore &Associates 
(e.g., Excellerator) may also be used. Rather than comprising 
continuous ?ber tows, carbon powder electrode sheets can 
deform around any protrusions on the current collector, such 
as the mesh of the present invention. In this way, good elec 
trical contact is made to the current collector, reducing the 
contact resistance contribution to the device ESR. 

Alternatively, an electrode may be formed in-situ using a 
?uid precursor such as sol-gel derived carbon aerogels. Aero 
gels are typically formed through the aqueous polyconden 
sation of resorcinol (1,3 dihydroxybenzene) with formalde 
hyde. This reaction under alkaline conditions proceeds 
through a sol-gel transition and results in the formation of a 
highly crosslinked polymer. Precursors are typically resorci 
nol and formaldehyde, but other precursors can be used such 
as the phenol-furfural or melamine-formaldehyde systems. 
The reaction of resorcinol with formaldehyde occurs with a 
molar ratio of 1 :2, and sodium carbonate (N a2CO3) catalyst to 
form an organic resorcinol-formaldehyde gel (RF gel) with 
water in the pores. After exchanging the residual water with 
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acetone, the solvent is extracted under CO2 supercritical con 
ditions to form a nanoporous aerogel that can be converted to 
a monolithic carbon aerogel via pyrolysis of the organic pre 
cursors under inert or reducing conditions. The mesoscopic 
structure is conserved upon pyrolysis, and the resultant 
porous material is black in color with a high surface area 
(600-800 m2/ g), and an interconnected particle morphology. 
If necessary, carbon aerogels can be activated under CO2 at 
elevated temperature in order to increase the accessible nan 
oporosity. The overall process can be tailored to deliver aero 
gels with a particular, surface area, pore size and pore size 
distribution. 

In order to form an aerogel electrode for EDLCs, the gel 
can be cast in-situ around, or over, the mesh. The pyrolysis 
steps have to be carefully controlled in order not to exceed the 
melting temperature of the mesh. In the case of Al mesh, this 
means 600° C.; however noble metals, such as Pt are able to 
withstand much higher temperatures (>1000o C.). 

Several types of electrolytes are used in electrical double 
layer capacitors and may be used in conjunction with the 
present invention. These are generally categorized as aque 
ous, organic and ionic ?uid electrolytes. Aqueous electrolytes 
are based on water as the solvent and limit operation of 
supercapacitors to approximately 1.0V due to electrochemi 
cal break down of water. Common aqueous electrolytes con 
tain either potassium hydroxide (KOH) or sulfuric acid 
(HZSO4). Organic electrolytes are based on organic solvents 
and typically have a higher operating voltage window than 
aqueous electrolytes, operating in the range of 2-3V. Com 
mon salts used in organic electrolytes include, but not limited 
to, are Tetraethylammonium Tetra?uoroborate (TEATFB) 
and Triethylmethylammonium Tetra?uoroborate (TEM 
ATFB). Ionic ?uids or liquids are molten salts in the liquid 
form and are composed entirely of ions. These ?uids do not 
require the addition of salts, have a higher voltage operating 
window and typically may be used at much higher tempera 
tures than organic solvent based electrolytes. 

FIG. 6 depicts an intermediate stage of a method of manu 
facturing one embodiment of the coin cell capacitor of the 
present invention. Mesh 10 is preferably punched into a disc 
having the desired diameter, and then one disc is disposed on 
case 40 (and, similarly, one is disposed on lid 30, not shown) 
of the coin cell before the electrodes, separator and lid are 
added. The mesh is preferably adhered to the metal current 
collector (e.g. case and/or lid) so as to provide intimate con 
tact between the two components. The adhesive preferably 
comprises a conductive adhesive, such as EB-012 from 
Acheson, that also has good chemical compatibility with the 
electrolyte. Adhering the mesh to the current collector also 
allows for handling of the coin cell parts without the mesh 
being displaced during the assembly process. The mesh is 
preferably temporarily clamped in place while the conductive 
adhesive dries (or is cured) to ensure that it lies ?at and makes 
good contact with the current collector. An optimal amount of 
conductive adhesive is preferably employed: applying too 
much adhesive may at least partially ?ll the holes in the mesh, 
resulting in ineffective penetration of the mesh into the elec 
trode, while applying too little adhesive may result in the 
mesh not sticking adequately to the current collector. The 
other internal components are then preferably disposed on the 
case, and the lid is then preferably crimped to the case. Before 
or during the crimping process, pressure is preferably applied 
to the coin cell capacitor approximately normal to the elec 
trodes, thereby forcing the mesh to penetrate at least partway 
into the electrodes. The electrodes thus accommodate or con 
form to the pro?le of the mesh. In other words, the electrode 
material ?lls the diamond shaped holes in the mesh after the 
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mesh penetrates into the surface of the electrode. As dis 
cussed above, in addition to a powder, any form of electrode 
that can accommodate the solid mesh may be used, for 
example a liquid, foam, or gel. In one such example, the mesh 
may be embedded in a gel comprising a precursor, which is 
then dried, solidi?ed or otherwise reacted to form a substan 
tially solid electrode that has the mesh embedded in one of its 
surfaces. 

A second embodiment of the assembly method is to attach 
the coated (or uncoated) mesh to the electrode before the 
mesh or the electrode is punched; the two are then subse 
quently punched simultaneously (co-punched). This is pref 
erably accomplished by rolling the coated (or uncoated) mesh 
and the electrode sheet together, one on top of the other in 
direct contact, in a rolling mill to force the mesh into one 
surface of the electrode. The electrode preferably conforms to 
the pro?le of the mesh, effectively embossing it into the 
surface of the electrode. The resulting mesh/electrode com 
posite preferably has su?icient mechanical integrity to enable 
handling it and discs to be punched from it. 

EXAMPLES 

Several experiments were carried out using different thick 
nesses of 10.3 mm diameter commercial electrode materials 
(W. L. Gore & Associates, Elkton, Md.) electrodes in alumi 
num plated 2016 coin cells (Table 2), without the use of mesh. 
The coin cell parts comprised 316 stainless steel (SS), which 
is not electrochemically compatible with acetonitrile (AN) 
based electrolytes, and so were coated with a pinhole-free 
?lm Al (~10 um). (Propylene carbonate (PC) was also used as 
a solvent for some electrolytes.) The Al coating protected the 
SS current collector from the AN-based electrolytes. The 
effectiveness of the Al coating was demonstrated by deter 
mining that ESR values of Al-coated CC supercapacitors 
using an AN-based electrolyte were unchanged after several 
thousand cycles, while un-coated SS coin cell parts could not 
withstand a single cycle without corrosion of the current 
collector. These experiments indicate that varying electrode 
thickness had little in?uence on ESR reduction. 

TABLE 2 

Effect of electrode thickness on ESR. 

Electrode Thickness ESR (Q) C (mF) 

(pm) PC AN PC AN 

290 2.90 1.47 1000 1050 
400 2.99 1.58 1440 1420 
500 2.56 1.32 1795 1750 

In contrast, the data in Table 3, performed on 500 micron 
thick electrodes, shows that a signi?cant reduction in ESR 
occurs for larger diameter electrodes. 

TABLE 3 

Effect of electrode diameter on ESR. 

Electrode Diameter ESR (Q) C (mF) 

(mm) PC AN PC AN 

8.1 4.05 2.03 1075 1030 
10.3 2.56 1.32 1795 1750 
15.25 1.39 1.15 3778 3689 
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Signi?cant improvement in ESR of the coin cell superca 
pacitors was achieved with the addition of mesh as is 
described herein. Table 4 presents results from selected 
examples of the modi?cation method to illustrate the perfor 
mance improvement that can be realized. These data indicate 
that 10-40% decrease in ESR value can achieved, depending 
on which electrolyte is used in the experiments. 

TABLE 4 

Effect ofuse ofmesh on ESR. 

ESR without ESR with 

Electrolyte C (mF) mesh (9) mesh (9) 

1.0 M TEATFB in PC 2150 2.1 1.9 

1.0 M TEATFB in AN 2062 1.1 0.85 

1.0 M TEATFB in 50:50 PC/AN 2056 1.7 1.0 

Further testing was performed using 2016 coin cells with 
an internal cavity dimension (thickness) of 0.043" (1.1 mm). 
Data for all tests reported here are the average results from 
four separate coin cells assembled using components of the 
same size and con?guration. The exposed surface of the inter 
nal cavity of the non-plated coin cells was SS316L. The 
exposed surface of the plated coin cells was a 0.0003" (7.6 
um) thick layer of pure aluminum which was deemed pin hole 
free. 

The mesh, used in all tests unless otherwise mentioned, 
was 0.004" thick, with a SW of0.005" and an LWD of0.050". 
One mesh disc was used for each electrode. The mesh was 

coated and adhered in place with conductive adhesive 

The composition of the electrodes for all tests was the same 
and comprised a commercially available material that was 
500 microns thick. The material was received as a 4" wide 

roll. The electrodes were punched using a round hand punch. 
The electrodes were in?ltrated with the electrolyte by soaking 
them before supercapacitors were assembled. 

Two electrolytes were used for these sample tests. They are 
a 1M solution of the salt Tetraethylammonium Tetra?uorobo 
rate (TEATFB) in the solvent Propylene Carbonate (PC) or a 
1M solution of the salt Tetraethylammonium Tetra?uorobo 
rate (TEATFB) in the solvent Acetonitrile (ACN). 

The equivalent series resistance (ESR) was determined 
using a test system manufactured by Arbin Instruments. 

TABLE 5 

Comparison of plated versus non—plated 
coin cell capacitor component 

Electrode Diameter 
(mm) Electrolyte ESR (Q) 

Non-Plated 8.1 1M TEATFB in PC 5.14 
2016 Coin Cell 
Plated 2016 8.1 1M TEATFB in PC 4.05 
Coin Cell 
Plated 2016 8.1 1M TEATFB in ACN 2.03 
Coin Cell 
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TABLE 6 

Comparison ofESR obtained with and without mesh 
for Al—plated 2016 coin cell capacitors. 

Electrode ESR 
Diameter (mm) Mesh Electrolyte (Q) 

8.1 No Mesh 1M TEATFB 11.8 
(One 0.008" Thick Aluminum in PC 
Spacer For Compression) 

8.1 Mesh 1M TEATFB 4.05 
in PC 

TABLE 7 

Effect of electrode diameter on ESR for 
Al—plated 2016 coin cell capacitors. 

Electrode Diameter (mm) Electrolyte ESR ($2) 

8.1 1M TEATFB in PC 4.05 
10.32 1M TEATFB in PC 2.56 
15.25 1M TEATFB in PC 1.39 

Although the invention has been described in detail with 
particular reference to these preferred embodiments, other 
embodiments can achieve the same results. Variations and 
modi?cations of the present invention will be obvious to those 
skilled in the art and it is intended to cover all such modi? 
cations and equivalents. The entire disclosures of all patents 
and publications cited above are hereby incorporated by ref 
erence. 

What is claimed is: 
1. A coin cell capacitor comprising: 
two current collectors con?gured to form a coin cell 

capacitor; 
a porous electrode; and 
a porous metal disc in electrical contact with one of said 

current collectors and at least partially embedded in a 
surface of said electrode; 

wherein during manufacture said electrode was suf? 
ciently locally deformable to be imprinted by a surface 
pattern of said disc. 

2. The coin cell capacitor of claim 1 wherein said porous 
metal disc comprises expanded mesh. 

3. The coin cell capacitor of claim 1 wherein at least one of 
said current collectors is at least partially coated with a con 
ductive material. 

4. The coin cell capacitor of claim 3 wherein said conduc 
tive material comprises aluminum. 

5. The coin cell capacitor of claim 1 wherein said porous 
metal disc is coated with a conducting adhesive. 

6. The coin cell capacitor of claim 1 wherein said electrode 
comprises carbon powder. 

7. The coin cell capacitor of claim 1 wherein said electrode 
comprises an aerogel. 

8. A device for storing and delivering power to a load, the 
device comprising a battery and the coin cell capacitor of 
claim 1 for charging said battery and delivering power to said 
load. 

9. The device of claim 8 further comprising a charge 
switching module. 

10. The device of claim 8 wherein said battery charges said 
capacitor. 


