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CATHETER BALLOON MOLD FORM AND 
MOLDING PROCESS 

FIELD OF THE INVENTION 

This invention pertains to a mold apparatus for forming 
medical device parts such as balloons employed on catheters, 
endoscopes and the like. 

BACKGROUND OF THE INVENTION 

US. Pat. No. 4,490,421 Levy, andU.S. Pat. No. 5,264,260, 
Saab, describe PET balloons. US. Pat. No. 4,906,244, Pin 
chuk et al, and US. Pat. No. 5,328,468, Kaneko, describe 
polyamide balloons. US. Pat. No. 4,950,239, Gahara, and 
US. Pat. No. 5,500,180, Anderson et al describe balloons 
made from polyurethane block copolymers. US. Pat. No. 
5,556,383, Wang et al, and US. Pat. No. 6,146,356, Wang et 
al, describe balloons made from polyether-block-amide 
copolymers and polyester-block-ether copolymers. US. Pat. 
No. 6,270,522, Simhambhatla, et al, describes balloons made 
from polyester-block-ether copolymers of high ?exural 
modulus. US. Pat. No. 5,344,400, Kaneko, describes bal 
loons made from polyarylene sul?de. US. Pat. No. 5,833, 
657, Reinhart et al, describes balloons having a layer of 
polyetheretherketone. All of these balloons are produced 
from extruded tubing of the polymeric material by a bloW 
forming radial expansion process. 
A typical method for forming medical device balloons 

includes molding the balloon from a holloW parison, for 
instance an extruded tubular parison. The mold form for such 
processes is adapted to receive the parison of thermoplastic 
material and has a cavity into or through Which the parison 
extends. Heat is applied to the mold, for instance by immer 
sion in a heated ?uid, to soften the thermoplastic material. 
Concurrently, or in some sequence of heating and pressuriza 
tion, the parison is pressurized to radially expand the softened 
thermoplastic material until it contacts and conforms to the 
shape of the cavity. This typical method may be practiced in 
a variety of knoWn Ways, for instance With or Without an axial 
stretch step, Which may be performed concurrent With or prior 
to radial expansion and at temperature above or beloW a glass 
transition temperature. The pari son may be expanded in sev 
eral steps, each of Which may be accompanied by a prior or 
concurrent axial stretching step. A heat setting step or an 
annealing step may be performed after the balloon has been 
molded. 

Mold forms for medical device balloons are typically pro 
vided With a highly polished or glassy cavity surface Which is 
unbroken, at least over the body surface. In some cases, 
hoWever a simple heated tube of larger diameter than the 
parison is used, so that the balloon end cones are free-formed. 
In a further alternative a balloon may be free-bloWn in a 
heated media With cone end forms used to con?ne the balloon 
ends. 

High strength medical device balloons formed in the man 
ner used for such applications as angioplasty and stent place 
ment in cardiovascular vessels are Well known. Typically 
such balloons are designed to provide a nominal in?ated 
diameter of 6 mm or less. Recently, applications for even 
larger balloons of similar high strength have been identi?ed. 
WO 98/03218 describes techniques for preparing large 

diameter balloons (5-30 mm dia.), using tubular parisons 
formed of certain block copolymer materials and incorporat 
ing an annealing technique to Widen the range of diameters 
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2 
obtainable over the range of useful in?ation pressures. The 
balloons of WO 98/03218 are useful in gastrointestinal sur 
gical procedures. 
As balloon siZe increases, the increasing distance betWeen 

the Walls of the mold and the parison Within the mold can 
cause a higher variability in the balloons obtained, possibly 
due to increased variability in the location of initiation. The 
ability to control the initiation location is typically di?icult 
and delicate, as control of initiation requires control of the 
temperature gradient location Within the mold. Conventional 
?uid-heated immersion molding devices do not alloW for 
repeatable, accurate control of molding initiation location. 
With larger diameter balloons, this lack of control can nega 
tively affect properties and yields. Balloon properties Which 
may be negatively affected include Wall thickness uniformity, 
position of key transitions associated With cone Wall mass 
removal, and ultimately balloon performance, ability to be 
delivered, and overall balloon consistency. Therefore a need 
remains for improvements in balloon bloWing processes, par 
ticularly for large diameter balloons. 

SUMMARY OF THE INVENTION 

The present invention is directed to a novel mold design for 
preparing medical device balloons to a balloon bloWing pro 
cess, and to balloons prepared by the process. 

In one aspect the invention is directed to an immersion 
mold for a medical device balloon, the mold having a cavity 
adapted to receive a holloW parison expandable therein to 
form the balloon, Wherein the mold form cavity Wall is pro 
vided With at least one through-hole along the length thereof 
to facilitate entrance and egress of a heated ?uid. 

In another aspect the invention is directed to a method of 
forming a medical device comprising the steps of 

placing a parison in a moldhaving a cavity With a Wall form 
substantially conforming to the desired shape of said 
device, 

immersing the mold in a heated liquid ?uid to heat the 
parison, and 

pressuriZing the parison to radially expand the parison to 
contact the Walls of the mold cavity, Wherein: 

the mold cavity Wall contains at least one through-hole 
therein through Which the heated liquid ?uid enters the mold 
cavity to directly contact the parison When the mold is 
immersed in the heated ?uid and through Which heated liquid 
?uid that has entered the mold cavity is expelled therefrom 
When the parison is radially expanded. 

In use, the heated ?uid enters the mold cavity through the 
through-holes in the Wall to directly contact the parison When 
the mold is immersed in the heated ?uid. When the parison is 
radially expanded the heated ?uid that has entered the mold 
cavity is expelled from the mold cavity via the same route. 

Balloons formed using a mold form of the invention or 
according the process of the present invention constitute fur 
ther aspects of the invention. Still further aspects of the inven 
tion are described or are readily apparent from the accompa 
nying draWings, detailed description and claims. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is an exterior side vieW, With partial cutaWay, of a 
mold form according to one embodiment of the invention. 

FIG. 2 is a sectional vieW taken along line 2-2 of FIG. 1. 
FIG. 3 is an exterior side vieW of a mold form according to 

a second embodiment of the invention. 
FIG. 4 is a sectional vieW taken along line 4-4 of FIG. 3. 
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DETAILED DESCRIPTION OF PREFERRED 
EMBODIMENTS 

All published documents, including all US patent docu 
ments, mentioned anywhere in this application are hereby 
expressly incorporated herein by reference in their entirety. 
Any copending patent applications, mentioned anyWhere in 
this application are also hereby expressly incorporated herein 
by reference in their entirety. 

Referring to FIGS. 1 and 2, there is shoWn an immersion 
mold form 10 according to one embodiment of the invention. 
Mold 10 has generally tubular end regions 11, 12, cone 
regions 13, 14 and a body region 16. At least one of the end 
regions 11, 12 is open to alloW insertion of a parison. Typi 
cally the parison Will be an extruded polymeric tube member 
Which is designed to be extended through both end regions. 
The mold form 10 is adapted to be heated by immersion in a 
heated ?uid media. 

In accordance With the speci?c embodiment of the inven 
tion depicted in FIGS. 1-2, the interior cavity 18 of mold form 
10 conforms generally to the exterior shape of the mold. Thus, 
the end region 12 has a corresponding interior surface 20, of 
substantially constant diameter; the cone region 14 has a 
corresponding inner surface 21 Which slopes outWardly to a 
larger diameter at its junction With the cylindrical inner sur 
face 22; and, inner surface 22, in turn, has the generally 
cylindrical shape of the exterior of the mold in the body region 
16. It should be noted, hoWever, that the balloon form is 
de?ned by the inner surfaces of the mold form cavity 18, not 
the exterior con?guration. Consequently, it is not necessary 
that the outer surface correspond even in a general Way to the 
shape of the inner surface. Moreover, more complex shapes 
especially in the body and/or cone regions may be employed. 
See for instance US. Pat. No. 6,290,485. 
The mold form may be con?gured to open or disassemble, 

to facilitate removal of the formed balloon. For a mold design 
as depicted in FIGS. 1-2 a segmented con?guration, for 
instance as depicted in the cut-aWay portion of FIG. 1 or as 
depicted in FIG. 4 of US. Pat. No. 6,328,710, may be 
employed. Clam shell opening mechanisms, or other mold 
designs Which mate tWo longitudinal sections, may also be 
employed in designing mold forms of the invention 
A characterizing feature of the inventive balloon molds is 

the presence of at least one, preferably more than one, 
through-hole that extends through the Wall of the mold and 
opens into the inner cavity. In FIGS. 1 and 2 these through 
holes are depicted at 24 and are disposed longitudinally rela 
tive to the central axis of the mold form, and spaced evenly 
around the circumference. Other patterns, hoWever, are prac 
tical and can be readily implemented Without departing from 
the invention. The location may be anyWhere in the body, 
cone, and/or Waist portions of the mold. The through-holes 
provide means for the heating media, typically heated Water 
or oil, to enter the mold as the parison is dipped from one end 
doWn into a bath of the heating media. In this Way heat is 
transferred much more directly to the parison. 

The through-holes desirably Will be of su?iciently large 
siZe that a reproducibly more rapid thermal transfer is 
obtained as ?uid ?oWs in and out of the mold. On the other 
hand the through-hole dimensions should ordinarily not be so 
large that the parison material substantially intrudes into the 
holes as it is brought into contact With the chamber Walls. 
Intrusion of parison material into the through-holes can pro 
vide the molded balloon With creases or dimples, Which may 
be undesirable in some balloons. In many cases, hoWever, 
minor crease or dimple patterns Which may be expected in 
balloons formed in the inventive mold forms are usually 
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4 
acceptable. For at least some types of balloons crease or 
dimple patterns may even be desirable, for instance, to facili 
tate refolding of the balloon after in?ation or to provide 
mounting sites for blade assemblies of a cutting balloon. In 
general, for rectangles and other holes having major and 
minor dimensions, the minor dimension of the through-holes 
may be from about 0.1 mm to about 1.5 mm, for instance from 
about 0.2 to about 0.5 mm and the major dimension may be 
from about 0.2 mm to the full length or circumference of the 
mold form subject, the latter case of course being subject to 
the provision of a mechanism for holding and maintaining the 
mold in assembled form. Exemplary such major dimensions 
include for instance 0.5-10 cm. Suitable diameters for circu 
lar holes may be for instance from 0.1 mm to about 1.5 mm, 
for instance about 0.2 to about 0.7 mm. 

The rapidity of the thermal transfer can be further facili 
tated by agitation of the ?uid and/or molding apparatus vibra 
tion, for instance by ultrasonic vibration. 
The location of the through-holes may be such that, for a 

given dipping process, the heated ?uid has had an opportunity 
to enter the chamber and contact the parison to the depth of 
dipping by the time that initiation of bloWing is desired. Also 
suitably, the through-holes may be spaced along the length of 
the mold so that heating media entering the mold is readily 
displaced out the same holes as the parison expands to ?ll the 
chamber. In the embodiments of the Figures, longitudinally 
oriented slots are provided With parallel sides and rounded 
ends. Alternative arrangements are feasible, including helical 
and circumferential orientations. The longitudinal positions 
of slot through-holes may be staggered around the circumfer 
ence so that at every location along the length of the body 
portion of the mold form at least one opening exists some 
Where on the circumference. 

Preferably at least tWo openings exist along the body length 
to facilitate both entrance of the heated ?uid into the mold 
cavity and egress therefrom. In some cases it may be feasible 
to expel the ?uid though one or both ends of the mold cavity. 

In one embodiment, a titanium mold form for a balloon 
having a body cavity of about 8 mm diameter and 4 cm body 
length, Was provided With a series of 4 longitudinally extend 
ing slot columns spaced equally around the circumference 
(i.e. at 900 intervals as shoWn in FIG. 2). Adjacent columns of 
slots Were staggered With the number of slots alternating 
betWeen three and four slots/column, moving around the cir 
cumference of the mold. Each slot had a Width of approxi 
mately 0.5 mm and a length of approximately 6 mm. The 
mold could be used to prepare balloons of acceptable strength 
for angioplasty, gastrointestinal and/ or stent placement appli 
cations. 

Although longitudinally oriented slot holes are shoWn in 
the Figures, it should be understood that the through-holes 
can take virtually any shape and need not be longitudinally 
oriented. The holes may be circular, rectangular, diamond, 
square oval, or any other shape feasible for manufacture. 
Helical through-hole orientation should also normally be 
acceptable. In some cases longitudinally spaced slot holes 
Whose long dimension is oriented circumferentially, rather 
than longitudinally, may also be effective. 

FIGS. 3 and 4 depict another embodiment of the invention. 
Mold form 30 is substantially the same as mold form 10, 
except that the through-holes 32 have a chamfer 34 Which 
?ares outWardly from the opening at the surface of the inner 
cavity 36 to the outer surface of the mold. This design reduces 
the ?oW resistance of the heated media through the side holes 
to some extent, Without enlargement of the through-hole pro 
?le at the mold cavity Wall. 
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Mold forms of the invention may be made of any suitable 
material, preferably one Which provides for a highly polished 
or glassy cavity surface. Metal, such as titanium or stainless 
steel, are exemplary materials. Glass and ceramic materials 
may also be employed. Composite and laminate materials are 
also suitable. Preferred are materials Which have high heat 
conductivity, especially metals such as stainless steel, tita 
nium, aluminum and the like. 

The balloons are bloWn in the inventive molds using con 
ventional procedures for immersionbloW molding of catheter 
balloons. Such a process may include the steps of placing a 
parison in a mold having a cavity With a Wall form substan 
tially conforming to the desired shape of said device, immers 
ing the mold in a heated ?uid to heat the parison, and pres 
suriZing the parison to radially expand the parison to contact 
the Walls of the mold cavity. The heated ?uid enters the mold 
cavity to directly contact the parison When the mold is 
immersed in the heated ?uid. As the parison softens and is 
pressurized it expands, expelling the heated ?uid that has 
entered the mold cavity therefrom and conforming itself to 
the mold cavity shape. 

The heated ?uid may be any ?uid suited to the temperature 
of molding and the materials of the mold form and the pari 
son. Water at a temperature ofabout 90° C. to about 99° C. is 
exemplary. Other ?uids such as glycerol, mineral oil or sili 
cone oil at the same or higher temperature are also knoWn and 
can be employed in the invention. BetWeen the various knoWn 
?uids, those With relatively loWer viscosities are preferred. 
Any balloon material suited to molding may be employed 

in the inventive method. Balloon materials Which may be 
advantageously employed in the invention are Well known. 
Any material Which can be molded from a parison may be 
feasibly employed in the invention. Such materials include 
polyesters such as PET, PEN and PBT, polyurethane block 
copolymers such as ISOPLAST 301, PELLETHANE 2363 
75D, and other materials described in Us. Pat. Nos. 4,950, 
239 or 5,500,180; polyamide block copolymers such as 
PEBAX 6333, PEBAX 7033 and PEBAX 7233, and other 
materials described in Us. Pat. No. 5,556,383; polyamides 
such as nylon 12, nylon 11, nylon 10, and other materials 
described in Us. Pat. No. 4,906,244; polymer blend materi 
als such as single or multiphase blends of liquid crystal poly 
mers in another polymer, such as described in Us. Pat. 6,242, 
063, U.S. Pat. No. 6,284,333 or US. Pat. No. 6,596,219; and 
polyester elastomer balloons such as ARNITEL EM 740, 
HYTREL 8238, and other materials described in Us. Pat. 
Nos. 5,556,383 or 6,270,522. 

Direct transfer of heat from the heated ?uid to the parison 
is thought to be more e?icient than indirect transfer through 
the space betWeen the mold cavity and the parison. Therefore 
the inventive mold forms are believed to facilitate a more 
consistent initiation point for bloWing the balloons. As a 
result, more consistent and higher performance balloon com 
ponents can be obtained in markedly improved yields. With 
out being bound thereto, it is believed that the invention 
obtains these bene?ts by improving thermal transfer of the hot 
?uid heat source to the interior of a large mold cavity. This 
improved thermal transfer is obtained by hot ?uid delivery 
through the small channel ori?ces (through-holes) in the 
mold cavity. The direct contact of hot ?uid With the parison is 
seen to provide a much more e?icient transfer of thermal 
energy to the pari son, thereby producing the reduced variabil 
ity in balloon properties. This bene?t becomes increasingly 
noticeable as balloon mold diameters increase above 5 mm, 
for instance With mold diameters about 6 mm to about 50 mm, 
especially those With diameters of about 8 mm or above. 
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6 
The above examples and disclosure are intended to be 

illustrative and not exhaustive. These examples and descrip 
tion Will suggest many variations and alternatives to one of 
ordinary skill in this art. All these alternatives and variations 
are intended to be included Within the scope of the claims, 
Where the term “comprising” means “including, but not lim 
ited to.” Those familiar With the art may recogniZe other 
equivalents to the speci?c embodiments described herein 
Which equivalents are also intended to be encompassed by the 
claims. Further, the particular features presented in the depen 
dent claims can be combined With each other in other manners 
Within the scope of the invention such that the invention 
should be recogniZed as also speci?cally directed to other 
embodiments having any other possible combination of the 
features of the dependent claims. For instance, for purposes of 
claim publication, any dependent claim Which folloWs should 
be taken as alternatively Written in a multiple dependent form 
from all claims Which possess all antecedents referenced in 
such dependent claim if such multiple dependent format is an 
accepted format Within the jurisdiction. In jurisdictions 
Where multiple dependent claim formats are restricted, the 
folloWing dependent claims should each be also taken as 
alternatively Written in each singly dependent claim format 
Which creates a dependency from an antecedent-possessing 
claim other than the speci?c claim listed in such dependent 
claim. 
The invention claimed is: 
1. A method of forming a medical device comprising the 

steps of placing a parison in a mold having a cavity With a Wall 
form substantially conforming to the desired shape of said 
device, 

immersing the mold in a heated liquid ?uid to heat the 
parison, and 

pressuriZing the parison to radially expand the parison to 
contact the Walls of the mold cavity, 

Wherein the mold cavity Wall contains at least one through 
hole therein through Which the heated liquid ?uid enters 
the mold cavity to directly contact the parison When the 
mold is immersed in the heated ?uid and through Which 
heated liquid ?uid that has entered the mold cavity is 
expelled therefrom When the parison is radially 
expanded, the at least one through-hole havin a ?rst 
dimension of at least about 0.1 mm and a second dimen 
sion of at least about 0.2 mm. 

2. The method of claim 1 Wherein the through-hole is 
formed as a slot. 

3. The method of claim 1 Wherein the through-holes are 
formed as longitudinally oriented slots. 

4. The method of claim 3 Wherein the slots are arranged in 
a plurality of circumferentially spaced columns. 

5. The method of claim 4 Wherein the slots of circumfer 
entially alternating columns of slots are staggered longitudi 
nally. 

6. The method of claim 4 Wherein the mold cavity Wall has 
at least three of said circumferentially spaced columns of 
slots. 

7. The method of claim 6 Wherein the mold cavity Wall has 
four of said circumferentially spaced columns of slots. 

8. The method of claim 1 Wherein the at least one through 
hole has a dimension at the mold cavity Wall inner surface 
Which does not alloW substantial penetration of the parison 
material therethrough When heated to the temperature of the 
heated ?uid and pressurized at a pressure suf?cient to expand 
the parison to contact the mold cavity Wall. 

9. The method of claim 1 Wherein the at least one through 
hole has a an oval, diamond or rectangular shape at the cavity 
Wall inner surface. 
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10. The method of claim 1 wherein the mold cavity Wall has 
a plurality of said through-holes arranged according to a 
pattern Which extends circumferentially around the cavity 
Wall. 

11. The method of claim 1 Wherein the mold cavity Wall has 
a plurality of said through-holes arranged according to a 
pattern Which extends helically around the cavity Wall. 

12. The method of claim 1 Wherein the cavity has a portion 
having a diameter of at least 5 mm. 

13. The method of claim 12 Wherein said diameter is from 
about 8 mm to about 50 mm. 

14.A method as in claim 1, further comprising agitating the 
heated ?uid While the mold is immersed therein. 

15. A method as in claim 1 further comprising vibrating the 
molding apparatus While the mold is immersed in the heated 
?uid. 

16. A method as in claim 1 Wherein the mold cavity Wall 
contains a plurality of said through-holes therein. 

17. The method of claim 1 Wherein the heated liquid ?uid 
is Water, glycerol or an oil. 
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18. A method of forming a medical device comprising the 

steps of placing a parison in a mold having a cavity With a Wall 
form substantially conforming to the desired shape of said 
device, 

immersing the mold in a heated liquid ?uid to heat the 
parison, and 

pressuriZing the parison to radially expand the parison to 
contact the Walls of the mold cavity, 

Wherein the mold cavity Wall contains at least one through 
hole therein through Which the heated liquid ?uid enters 
the mold cavity to directly contact the parison When the 
mold is immersed in the heated ?uid and through Which 
heated liquid ?uid that has entered the mold cavity is 
expelled therefrom When the parison is radially 
expanded, the at least one through-hole being substan 
tially circular and having a diameter of at least about 0.1 
mm. 


