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(57) ABSTRACT 

A generally disc-shaped token of the type having a body 
produced by multiple injection of plastic material and method 
of fabricating the same, Which includes a core produced by a 
?rst injection of plastic material and having a central portion 
de?ning the central portion of the body of the token and a 
peripheral portion With radial projections de?ning at least 
part of the edge of the body of the token. The core incorpo 
rates an insert including a contactless electronic microchip 
identi?cation device buried in the central portion during the 
?rst injection and retained at its periphery by projections or 
?ngers attached to the injection mold and de?ning openings 
in the core. The body of the token includes a covering layer 
produced by a second injection of plastic material around the 
peripheral portion of the core to produce in conjunction With 
the core the Whole of the edge and the annular peripheral 
portion of the body of the token. A decorated label is ?xed to 
each face of the token. The token may be used as a gaming 
chip or a casino chip. 

24 Claims, 4 Drawing Sheets 
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ELECTRONIC MICROCHIP TOKEN AND ITS 
FABRICATION PROCESS 

The present invention relates to the incorporation of con 
tactless electronic microchip identi?cation devices into gen 
erally disc-shaped tokens having a plastic material body, in 
particular gaming chips or casino chips. The present inven 
tion also relates to a method of making thereof. 
Gaming chips are generally fabricated from scratch-resis 

tant rigid plastic material in order to obtain an overall robust 
structure. Gaming chips feature varied patterns in terms of 
design and color to form a more or less complex decoration 
and to reduce the risk of fraudulent reproduction and/ or coun 
terfeiting. Moreover, the use of color codes and colored pat 
terns, in particular on the edge of the gaming chips, combined 
With the value of the chips, enables croupiers and other users 
to identify and/or sort the chips quickly by glancing at them, 
even if the chips are stacked. 
US. Pat. No. 3,953,932 (Graves) describes a disc-shaped 

token With indentations at the center of the edge and the body 
Whereof includes an annular core produced by a ?rst injection 
of plastic material and a covering layer produced by a second 
injection of plastic material, With a cavity on each face into 
Which a label carrying a decoration is ?xed. 

The Applicant’s European patent EP 0444 373 describes a 
casino chip knoWn as a ‘no value’ chip in the form of a disc 
With indentations at the center of the edge and the body 
Whereof includes a thin circular metal plate forming a ballast 
over Which a plastic material core is produced by a ?rst 
injection, the peripheral portion of Which is covered by a layer 
produced by a second injection of plastic material, With a 
double layer of plastic material at the periphery of the metal 
plate, the chip having on each face a cavity into Which a label 
carrying a decoration is ?xed. 

To combat fraud and to facilitate counting and tracing 
gaming chips, in particular in a gaming room or a casino, 
chips have been proposed that integrate inserts consisting of 
an electronic circuit module including a memory storing 
information associated With the chip, for example its identi 
?cation number or code and/or its face value. Communication 
betWeen the electronic circuit module integrated into the chip 
and its external read/Write station is usually effected Without 
contact, using a contactless electronic microchip identi?ca 
tion device including an electronic circuit or microchip asso 
ciated With an antenna, generally a circular loop antenna, for 
“contactless” communication With the read/Write station 
using the radio-frequency identi?cation (RFID) technique. 
US. Pat. No. 4,969,549 (Eglise) describes a payment token 

that can be used in public telephone installations and in Which 
the electronic circuit and its antenna are encapsulated in a 
plastic material disc of small diameter (from 20 to 30 mm), 
the token having in addition a conductive axial core through 
its center, although the fabrication process is not speci?ed. 
US. Pat. No. 5,166,502 (Rendelman) describes a casino 

chip in Which the antenna and the electronic circuit are inside 
a metal ballast betWeen tWo face plates at the center of an 
injected plastic material ring, everything being held in place 
by epoxy resin and by a second injection covering the ring and 
the periphery of the plates. This chip, Which is of complex 
structure and costly to fabricate, does not offer all of the 
required security in that it is possible to access the electronic 
circuit simply by cutting one face plate Without completely 
destroying the structure of the chip and rendering it unusable. 
US. Pat. No. 6,296,190 (Rendelman) describes a casino 

chip in Which the antenna and the electronic circuit are inside 
a plastic material cup closed by a lid secured by epoxy resin, 
the cup itself being placed at the center of an injected plastic 

20 

25 

30 

35 

40 

45 

50 

55 

60 

65 

2 
material ring, everything being held in place by a second 
injection covering the ring and the periphery of the cup (With 
out covering at least a portion of the lid of the cup). The chip 
is completed by ?tting tWo face plates retained by an adhe 
sive. This chip is of complex structure and costly to fabricate 
and does not offer all the required security in that it is possible 
to access the electronic circuit Without completely destroying 
the structure of the chip and rendering it unusable merely by 
cutting one face plate and removing the lid from the cup. 
The Applicants European patent EP 0 694 872 describes a 

casino chip Whose body includes a central disc consisting of 
a rigid plastic material shell charged With metal particles and 
carrying an electronic identi?cation device and an annular 
ring of injected plastic material around the disc. In a ?rst 
variant, the one-piece shell is injected around a protective 
casing into Which the electronic device is integrated before 
hand. In a second variant, the shell is produced by attaching a 
cover and a holloW injected plastic material disc after placing 
the electronic identi?cation device. Although giving good 
results, this electronic identi?cation chip fabrication tech 
nique has limitations, in particular With regard to the total 
thickness of a casino chip, as it is dif?cult to reduce the 
thickness beloW 3 .3 mm (for a diameter that is generally from 
39 to 50 mm) and even virtually impossible to achieve thick 
nesses of the order of 3 mm, and With regard to fabrication 
costs, given the separate production of the central disc and, in 
the case of a chip With a tWo-color edge, the necessity to 
perform three separate injections of plastic material. 
The Applicant’s European patents EP 0 796 049 and EP 0 

973 420 disclose disc-shaped chips Whose body consists of 
tWo injected plastic material half-discs With axial projections 
de?ning a housing at the center of the chip for an electronic 
identi?er, the tWo half-discs being fastened together by inj ect 
ing a plastic material seal from the edge. Some variants of this 
technique produce electronic identi?cation chips With a tWo 
color edge With only tWo injections of plastic material, but 
this does not solve the problem of reducing the thickness of 
the chip for casino chips With a diameter from 39 to 50 mm 
and is not really suitable for the fabrication of chips With a 
tWo-color edge comprising colored stripes perpendicular to 
the edge (parallel to the axis of the chip). 

According to an aspect of the invention, there are provided 
generally disc-shaped tokens incorporating a contactless 
electronic identi?cation device, in particular casino chips, an 
injection-molded plastic material body Whereof has a struc 
ture that is simpler to fabricate and facilitates the ?tting of the 
electronic identi?cation device as Well as offering the 
required protection, in particular a structure adapted to the 
production of thinner tokens and/ or adapted to the production 
of tokens With a multi-colored edge. 

To this end, the invention proposes a generally disc-shaped 
token of the type having a body produced by multiple injec 
tion of plastic material and a method of making thereof, the 
token comprising at least: 

a generally disc-shaped core of the body of the token pro 
duced by a ?rst injection of plastic material and having a 
central portion de?ning the central portion of the body of 
said token and a peripheral portion de?ning at least part 
of the edge of said body of the token; and 

a covering layer produced by a second injection of plastic 
material around the peripheral portion of the core to 
produce in conjunction With the core all or almost all of 
the edge and of the annular peripheral portion of the 
body of the token, Which is characterized in that the core 
of the token incorporates an insert embedded in the 
plastic material of the central portion of said body during 
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the ?rst injection and including a contactless electronic 
microchip identi?cation device. 

Thus the structure of the body of the token produces the 
shell protecting the electronic identi?cation device and at 
least part of the edge of the token in a single injection. This 
makes it possible to reduce the number of injections of plastic 
material necessary to fabricate the body, in particular in the 
case of the body having a multi-colored edge With colored 
stripes parallel to the axis of the token, and/or to reduce the 
thickness of the central portion of the token and thus the total 
thickness of the token if necessary. Furthermore, molding 
over the insert in the ?rst injection results in improved reten 
tion thereof over virtually the Whole of its tWo faces compared 
to the peripheral retention obtained With the structure 
described in European patent EP 0 444 373 referred to above. 
This improved retention makes it impossible for a fraudster to 
replace the insert Without completely destroying the token 
and rendering it unusable. Finally, placing the contactless 
electronic microchip insert in the middle of the thickness of 
the core of the token facilitates contactless radio-frequency 
(RFID) reading of stacks or columns of tokens. 

All variants and embodiments of the token of the invention 
as de?ned above constitute a gaming chip or a casino chip. 

In a ?rst embodiment of the token of the invention it is 
advantageous if in the ?rst injection the core de?nes at least 
part of the annular peripheral portion of the token. This pro 
duces patterns on the edge and on the faces of the token that 
are injection-molded into the mass of the body of the token 
and in particular extend the full height of the edge. 

In another embodiment of the token of the invention, in the 
?rst injection the core de?nes at least part of the annular 
peripheral portion of the token and the edge of the token by 
Way of radial peripheral projections that may be grouped, are 
preferably evenly distributed in the circumferential direction 
and extend on either side of said body and axially over the 
edge. This embodiment is highly bene?cial for producing 
tokens With an edge carrying a color code. In particular, in 
another embodiment, in conjunction With the core the cover 
ing layer de?nes the annular peripheral portion and the edge 
of the body of the token except for housings provided With 
injected plastic material edge inclusions produced by at least 
one complementary injection. 

In another embodiment of the token of the invention, the 
peripheral region of the central portion of the core includes a 
plurality of openings into Which project portions of the insert 
including said electronic microchip identi?cation device. 
This leaves passages for projections associated With the tWo 
shells of the injection mold de?ning the core and adapted to 
position and to retain the electronic identi?er during injection 
of the core. It is advantageous if the core includes at least three 
openings evenly distributed in the circumferential direction at 
the periphery of the central portion of the core. It is also 
advantageous if said portions of the insert projecting through 
openings in the core are suf?ciently strong to hold the insert 
in place during injection of the core of the body of the token. 
The center of the central portion of the core optionally has at 
least one recess on at least one of its faces. This axial recess in 

the faces of the token prevents deformation and/or change of 
the electronic identi?er insert during injection of the core, and 
in particular makes it possible to support the center of the 
electronic identi?cation device carrying the electronic circuit 
With a small clearance so there is no risk of pinching it. 

To facilitate injection of the covering layer and anchoring it 
to the core the internal portion of said annular peripheral 
portion of the core includes a circular groove including 
through passages that are preferably evenly distributed in the 
circumferential direction. It is advantageous if the openings 
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4 
and/or any recesses in the faces of the token and/or the 
through passages are ?lled With plastic material by said sec 
ond injection. 

In another embodiment of the token of the invention, the 
body of the token has on each face a cavity into Which is ?xed 
a label carrying a decoration and/or a mark and/or a holo 
gram. 
The body of the token of the invention may be produced 

using colored plastic materials, optionally of different colors, 
obtained from at least one basic polymer selected from: 

polymethyl methacrylate (PMMA); 
acrylonitrile-butadiene-styrene (ABS); 
polyamides and copolymers thereof; 
polyacetal and acetal copolymers (POM/polyoxymethyl 

ene); 
phenylene polysul?de (PPS); 
poly(alkylenes terephthalate), in particular polybutylene 

terephthalate (PET); 
thermoplastic polyurethanes (PUR); 
vinyl polymers, polyvinyl chloride (PVC); 
polyole?ns, in particular polyethylenes (PE) and polypro 

pylenes. 
The invention also relates to a method of fabricating the 

body of any of the above embodiments of a token according to 
the invention including at least the folloWing operations: 

placing an insert including a contactless electronic micro 
chip identi?cation device in a ?rst injection mold tWo 
half-shells Whereof de?ne a ?rst imprint corresponding 
to a generally disc-shaped core of the body of the token; 

holding said insert at the center of the ?rst imprint by 
axially clamping it betWeen the tWo half-shells of the 
?rst mold; 

injecting the core of the token; 
placing the core of the token in a second injection mold, 

tWo half-shells Whereof de?ne a second imprint corre 
sponding to the Whole or almost the Whole of the body of 
the token; 

holding said core at the center of the second imprint by 
axially clamping the central portion of the core betWeen 
the tWo half-shells of the second mold; 

injecting the covering layer; 
Where applicable, further injection(s) of edge inclusions to 

complete the body of the token, if necessary; and 
optionally machining the body of the token to ?nish the 

edge of the token. 
It is advantageous if the clamping during the ?rst injection 

and/or the second injection is realiZed at the peripheral area of 
the central portion of the core of the token. 

In another embodiment of the token of the invention, in 
particular a gaming chip or casino chip, the generally disc 
shaped token is characterized in that it includes a body pro 
duced by a single injection of plastic material incorporating 
an insert that is buried during injection in the plastic material 
of the central portion of the body and includes a contactless 
electronic microchip identi?cation device, in that the periph 
ery of the central body portion includes a plurality of open 
ings into Which project portions of the insert including the 
electronic microchip identi?cation device, and in that the 
portions of the insert projecting through the openings are 
suf?ciently strong to hold the insert in place during injection 
of the body of the token. It is advantageous if the central 
portion of the body of the token has on each face a cavity in 
Which is disposed and ?xed a label carrying a decoration 
and/or a mark and/or a hologram, the openings being option 
ally blocked beforehand, for example With epoxy resin. 
The invention also relates to a disc-shaped token, in par 

ticular a gaming chip or a casino chip, that includes a body 
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produced by injection of plastic material and having a diam 
eter greater than or equal to 39 mm and a maximum thickness 
that does not exceed 3.3 mm, the thickness of the central 
portion of the body being of the order of 2.5 mm. 

Other objects, features and advantages of the invention Will 
become apparent on reading the folloWing description of tWo 
preferred embodiments of the invention, Which are described 
by Way of nonlimiting example and With reference to the 
appended draWings, in Which: 

FIGS. 1a and 1b are respectively a diagrammatic front 
vieW and a side vieW shoWing the edge of a gaming chip 
according to a ?rst embodiment of the invention produced by 
tWo injections of colored plastic material; 

FIG. 2 is a diagrammatic front vieW of the core of the chip 
shoWn in FIGS. 1a and 1b produced by the ?rst injection; 

FIG. 3 is a diagrammatic vieW of the core of the chip shoWn 
in FIGS. 1a and 1b in diametric section taken along the line 
AA, shoWing the core mounted in the mold for the ?rst inj ec 
tion; 

FIG. 4 is a diagrammatic front vieW of the body of the chip 
shoWn in FIGS. 1a and 1b produced by the second injection 
before applying the face labels; 

FIG. 5 is a diagrammatic front vieW of a gaming chip 
according to a second embodiment of the invention produced 
by injection of colored plastic material; and 

FIG. 6 is a diagrammatic front vieW of the body of the chip 
shoWn in FIG. 5. 

In a ?rst embodiment of the invention, the multiple inj ec 
tion gaming chip 10 in the form of a colored plastic material 
disc shoWn in FIGS. 1a and 1b has a body 12 consisting ofa 
core 14 carrying an insert including a contactless electronic 
microchip identi?cation device (see FIGS. 2 and 3) and pro 
duced by a ?rst injection of plastic material of a ?rst color 
(represented diagrammatically in dotted line to clarify FIGS. 
111-119 and 4) and having its peripheral portion covered With a 
covering layer 16 produced by a second injection of plastic 
material of a different color, the core 14 carrying at its periph 
ery radially and/or laterally extending projections 18 that are 
visible ?ush With the surface of the covering layer 16 on the 
faces 11 and 13 and on the edge 20 of the chip. Here the three 
projections 18 are parallel to the axis of the chip 10 (perpen 
dicular to the edge 20 to form a tWo-color pattern With ?ve 
colored stripes). Thus to resist counterfeiting it is possible to 
produce colored face and/or edge decorations Within the mass 
of the body of the chip that can in particular be distinguished 
visually and to associate With these decorations or patterns of 
colored stripes a chip code as a function of the chip value, for 
example. These patterns are conventionally repeated (for 
example six or eight times) and evenly distributed in the 
circumferential direction, in particular on the edge 20, so that 
the chip can be identi?ed visually or optically regardless of its 
orientation. 

The chip is completed by ?xing into the shalloW central 
cavity 15 on each face 11 and 13 a label 22 carrying a deco 
ration D (for example a printed or screen-printed decoration) 
and/ or a mark and/ or a hologram. 

Of course, the invention is not limited to edge patterns in 
the form of stripes perpendicular to the edge, or to patterns of 
stripes of color With three projections 18 (variants of chips 
according to the invention have patterns With one to four 
projections). Nor is the invention limited to tWo-color chips, 
also encompassing chips produced by three, four or more 
injections including at least one additional injection of a 
plastic material a different color from those of the previous 
injections directly into housings 19 Which are de?ned by the 
gaps betWeen the projections 18 and can be seen in FIG. 2. 
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6 
As shoWn in FIGS. 2 and 3, the core 14 is generally disc 

shaped and has a central portion 24 de?ning the central por 
tion of the chip in Which is embedded a circular insert 26 
(shoWn in section in FIG. 3) including the contactless elec 
tronic microchip identi?cation device 27 (electronic identi 
?er) consisting primarily of an electronic circuit 28 including 
a transmitter-receiver and a circular loop antenna 30 disposed 
around the circuit 28. The electronic identi?cation device 27 
including the transmitter-receiver and the peripheral antenna 
lies betWeen tWo thin but strong protective ?lms Welded 
together at the periphery to form a rigid or semi-rigid enve 
lope, the insert 26 as a Whole taking the form of a thin disc 
With a maximum thickness of the order of one millimeter and 
a diameter of the order of 25 mm. The central portion 24 is 
surrounded by the annular pherpheral portion 31 of the core 
14 carrying the projections 18. The innermost part of the 
portion 31 includes on each face of the chip a circular groove 
32 into Which open through passages 34 that are evenly dis 
tributed in the circumferential direction, the plastic material 
?oWing through these passages 34 during the second injec 
tion to improve the attachment of the covering layer 16. 

In general terms, the electronic identi?cation device 27 
includes an electronic circuit 28 incorporating a program 
mable read-only memory (PROM) containing information 
concerning the chip and/or the person or the object associated 
With the chip, for example a ?xed numerical or alphanumeri 
cal identi?cation code consisting of 64 bits (including one or 
more ?elds, such as: serial number, product, batch or place 
identi?cation, chip face value, etc.), and an RFID transmitter 
receiver (part of 28) With a circular peripheral antenna 
adapted to be supplied With poWer by inductive coupling from 
modulated Waves coming from a reading station (not shoWn). 
In practice, the transmitter-receiver is adapted to exchange 
data With a reading station (at a distance of 15 cm to 2 m by 
Way of nonlimiting example), Without contact, by modulated 
Waves, at an operating frequency from 10 kHZ to 20 MHZ. 
The electronic device With memory is used to combat theft 
and/or to facilitate management and inventory control of a 
batch of objects in a de?ned space (storage areas, Warehouses, 
stores), for example. Of course, Without departing from the 
scope of the invention, the electronic identi?er device 27 With 
memory of non-reprogrammable (read-only) type may be 
replaced by a reprogrammable device so that a changing code 
can be read and Written in memory. 

It should be noted that the invention is not limited to this 
type of thin ?lm protection for the electronic identi?er but 
also relates to the integration of any electronic identi?er in a 
protective enclosure provided that its thickness is compatible 
With the required ?nal thickness of the chip, in particular 
electronic identi?ers embedded in a disc of hardened resin, in 
particular of epoxy type, and/or attached to a thin plate of 
composite material. 
The periphery of the central portion 24 of the core 14 

includes six evenly distributed openings 36 into Which por 
tions of the periphery of the insert 26 project. These openings 
36, that here take the form of crenellations, by Way of non 
limiting example, enable clamping of the periphery of the 
insert 26 by facing projections 40 on the internal faces of the 
tWo half-shells 41, 43 of the ?rst injection mold 42, the latter 
including at the level of the median joining plane at least one 
injection ori?ce 44 facing the edge 20 of the chip. The insert 
is axially positioned in the mold 42 so that the insert 26 is at 
a substantially median position at the level of the joining 
plane. It Will be noted that the clamping can be obtained by 
?xed projections 40 or ?ngers (as shoWn in FIG. 3) and/ or by 
mobile projections or ?ngers in one or both half-shells. 
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The center of the central portion 24 of the core has a recess 
46 on each face. These recesses 46 correspond to tWo facing 
projections 47 on the internal faces of the half-shells 41 and 
43 that serve as support stops to the electronic identi?cation 
insert 26 (With a slight clearance) during injection of the core 
and prevent deformation and/ or damage of the insert, With no 
risk of crushing the electronic circuit. A surface channel 48 is 
(optionally) provided on each face of the chip betWeen each 
recess 46 and the corresponding groove 32. 

Without departing from the scope of the invention, the 
location of the openings 36, Which are preferably at the 
periphery of the core, may be shifted to the central portion of 
the core, taking care to ensure that the insert is retained 
Without deformation and to prevent damage to the circuit 28 
and the coil of the antenna. 

FIG. 4 shoWs the body of the chip 12 de?ned completely or 
almost completely at the end of the second injection Whereby 
all or almost all of the faces 11 and 13 (in particular the 
peripheral portion 17 of the body of the chip) and the edge 20 
of the chip are de?ned at least for the most part, the annular 
peripheral portion 31 of the core 14 being covered by the layer 
16 except for the projections 18 (and except for the optional 
housings 19 betWeen projections in the case of complemen 
tary subsequent injection(s) of additional color stripes), the 
layer from the second injection 16 ?lling the grooves 32, the 
openings 36, the through passages 34 and Where applicable 
the recesses 46 and the channels 48, being ?ush With the 
central portion 24 of the core 14 to de?ne on each face a 
shalloW (approximately 0.5 mm deep) circular central cavity 
15 for housing the decorated plastic material label 22 ?xed to 
the chip (as shoWn in dashed line in FIG. 1b). 

The chips of the invention take the form of a disc, generally 
With a diameter from 39 to 50 mm and a thickness of the order 
of 3 .3 mm, although these dimensions are not limiting on the 
invention. The edge of the chip may be chamfered, rounded or 
have a straight pro?le, in particular if the edge of the chips is 
to be read optically. The chamfered or straight pro?le is 
?nished by grinding or turning on a lathe, if necessary. 

The plastic materials used for injecting chips fabricated in 
accordance With the invention, in particular the gaming chip 
10, are obtained from an appropriately charged (in particular 
in Weight and colored materials) basic polymer selected from: 

polymethyl methacrylate (PMMA); 
acrylonitrile-butadiene-styrene (ABS); 
polyamides and copolymers thereof; 
polyacetal and acetal copolymers (POM/polyoxymethyl 

ene); 
phenylene polysul?de (PPS); 
poly(alkylenes terephthalate), in particular polybutylene 

terephthalate (PBT); 
thermoplastic polyurethanes (PUR); 
vinyl polymers, polyvinyl chloride (PVC); 
polyole?ns, in particular polyethylenes (PE) and polypro 

pylenes. 
By Way of nonlimiting example, a 6.6 polyamide is used 

charged With barite or barium sulfate poWder (up to around 
60% by Weight). Injection is effected at a pressure from 800 to 
1400 bar, an injection temperature of 280/3000 C. and a mold 
temperature of around 50° C. 
Of course, the compositions may vary, and in particular 

charges may be incorporated into the materials used for the 
various injections: for example charges to add Weight (barite, 
metal poWders, Zinc oxide, etc.) and charges to add color (Zinc 
oxide, etc.) to obtain the color shade selected for each inj ec 
tion. 
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The invention also relates to a fabrication process for a 

body 12 of a chip according to the invention, as de?ned above 
in all its variants, and including at least the folloWing opera 
tions: 

placing an insert 26 including a contactless electronic 
microchip identi?cation device 27 in a ?rst injection 
mold 42 tWo half-shells 41, 43 Whereof de?ne a ?rst 
imprint corresponding to a generally disc-shaped core 
14 of the body of the token; 

holding said insert 26 at the center of the ?rst imprint by 
clamping it betWeen axial projections on the tWo half 
shells of the ?rst mold; 

injecting the core 14 of the token; 
placing the core 14 of the token in a second injection mold, 

tWo half-shells Whereof de?ne a second imprint corre 
sponding to the Whole or almost the Whole of the body 12 
of the token; 

holding said core at the center of the second imprint by 
axially clamping the central portion of the core betWeen 
the tWo half-shells of the second mold (preferably at the 
parts 39 of the peripheral area of the central portion 24 of 
the core betWeen the openings 36 in the form of crenel 
lations so as not to cause the insert 26 and/or the elec 

tronic identi?er 27 to deteriorate); 
injecting the covering layer 16; 
Where applicable, further injection(s) of edge inclusions to 

complete the body of the token, if necessary; and 
optional machining of the body 12 of the token to ?nish the 

edge 20 of the token. 
In a second embodiment of the invention, the disc-shaped 

plastic material garning chip 50 (as described With reference 
to FIGS. 5 and 6) has a body 52 carrying an insert 66 including 
a contactless electronic microchip identi?cation device (iden 
tical to the device 26 described With reference to FIGS. 2 and 
3) produced by a single injection of plastic material. The body 
52 of the chip 50 has on each face a shalloW central cavity 55 
of large diameter (analogous to the cavity 15) and adapted to 
receive a label 62 (analogous to the label 22) carrying a 
decoration D. 
As shoWn in FIG. 6, the peripheral region of the central 

portion 64 of the body 52 includes six openings 76 (analogous 
to the openings 36) that are evenly distributed in the circum 
ferential direction and into Which project portions of the 
periphery of the insert 66 and an axial recess 86 (analogous to 
the recess 46) on each face, the internal faces of the half-shells 
of the mold (not shoWn) corresponding to the body 52 having 
various corresponding projections (analogous to and having 
the same functions of retaining and protecting the insert 66 as 
the projections 40 and 47 in relation to the insert 26). 
The fabrication process for the chip 50 includes injection of 

the body 52 With insertion of the contactless electronic iden 
ti?er insert 66 by operations analogous to those described 
above for the injection of the core 14, blocking the openings 
76, and Where applicable the cavities 55, for example With 
epoxy resin, applying and ?xing the labels 62, and Where 
applicable grinding or turning the body 52 of the chip. The 
plastic material used for the chip 50 may be selected from the 
above list relating to the chip 10. 
Of course, the invention is not limited to gaming chips or 

casino chips but relates to all types of token in the form of a 
disc With an injected plastic material body incorporating an 
electronic identi?er, such as parking tokens, payment and 
countermark tokens and badges for identifying goods or per 
sons, although these examples are not limiting on the inven 
tion. 
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The invention claimed is: 
1. A generally disc-shaped token having a body produced 

by multiple injections of plastic material, the token compris 
ing: 

a generally disc-shaped single-piece core of the body of the 
token produced by a ?rst injection of plastic material and 
having a central portion de?ning the central portion of 
the body of said token and an annular peripheral portion 
de?ning at least part of an edge of said body of the token; 
and 

a covering layer produced by a second injection of plastic 
material around the peripheral portion of the core to 
produce in conjunction With the core one of, all or almost 
all of the edge and of the annular peripheral portion of 
the body of the token, 

Wherein the core of the token incorporates an insert embed 
ded in the plastic material of the central portion of said 
body during the ?rst injection and comprising a contact 
less electronic microchip identi?cation device, Wherein 
said insert is secured betWeen a ?rst half-shell and a 
second half-shell of a ?rst injection mold during said 
?rst injection of plastic material such that said resulting 
generally disc-shaped single-piece core is a single-piece 
construction With said insert being embedded Within 
said plastic material of the central portion of saidbody of 
said core upon completion of said ?rst injection. 

2. The token according to claim 1, Wherein, in the ?rst 
injection, the core de?nes at least part of the annular periph 
eral portion of the body of the token. 

3. The token according to claim 2, Wherein, in the ?rst 
injection, the core de?nes at least part of the annular periph 
eral portion of the token and the edge of the token by Way of 
radial peripheral projections that are grouped. 

4. The token according to claim 3, Wherein the radial 
peripheral projections that are grouped are evenly distributed 
in a circumferential direction and extend on either side of said 
body and axially over the edge. 

5. The token according to claim 2, Wherein, in the ?rst 
injection, the core de?nes at least part of the annular periph 
eral portion of the token and the edge of the token by Way of 
radial peripheral projections that are not grouped. 

6. The token according to claim 5, Wherein the radial 
peripheral projections that are not grouped are evenly distrib 
uted in a circumferential direction and extend on either side of 
said body and axially over the edge. 

7. The token according to claim 1, Wherein, in conjunction 
With the core, said covering layer de?nes the annular periph 
eral portion and the edge of the body of the token except for 
housings provided With injected plastic material edge inclu 
sions produced by at least one complementary injection. 

8. The token according to claim 1, Wherein a peripheral 
region of the central portion of the core comprises a plurality 
of openings into Which project portions of an insert Which 
comprises said electronic microchip identi?cation device. 

9. The token according to claim 8, Wherein the core com 
prises at least three openings evenly distributed in a circum 
ferential direction at the periphery of the central portion of the 
core. 

10. The token according to claim 8, Wherein said portions 
of the insert projecting through openings in the core are 
suf?ciently strong to hold the insert in place during injection 
of the core of the body of the token. 

11. The token according to claim 8, Wherein a center of the 
central portion of the core has at least one recess on at least 
one ofits faces. 

12. The token according to claim 8, Wherein an internal 
portion of said peripheral portion of the core comprises a 
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circular groove including through passages that are evenly 
distributed in a circumferential direction. 

13. The token according to claim 12, Wherein at least one of 
(a) said openings, (b) any recesses in the faces of the token 
and (c) said through passages are ?lled With plastic material 
by said second injection. 

14. The token according to claim 1, Wherein the body of the 
token has on each face a cavity into Which is ?xed a label 
carrying at least one of a decoration, a mark and a hologram. 

15. The token according to claim 1, Wherein the token is 
produced by injecting plastic materials of different colors. 

16. The token according to claim 1, Wherein said token 
comprises colored plastic materials obtained from at least one 
basic polymer selected from the group consisting of polym 
ethyl methacrylate (PMMA); 

acrylonitrile-butadiene-styrene (ABS); 
polyamides and copolymers thereof; 
polyacetal and acetal copolymers (POM/polyoxymethyl 

ene); 
phenylene polysul?de (PPS); 
polyalkylene terephthalates; 
thermoplastic polyurethanes (PUR); 
vinyl polymers; and 
polyole?ns. 
17. The token according to claim 16, Wherein the polyalky 

lene terephthalates is polybutylene terephthalate (PET), the 
vinyl polymers are polyvinyl chloride (PVC), and the poly 
ole?ns are at least one polymer selected from the group con 
sisting of polyethylenes (PE) and polypropylenes. 

18. The token according to claim 1, comprising a body 
produced by injection of plastic material and having a diam 
eter one of, greater than or equal to 39 mm and a maximum 
thickness that does not exceed 3.3 mm, the thickness of the 
central portion of the body being of the order of 2.5 mm. 

19. The token according to claim 1, Wherein the token is 
one of a gaming chip or a casino chip. 

20. A generally disc-shaped token having a body produced 
by multiple injection of plastic material, the token comprising 
at least: 

a generally disc-shaped single-piece core of the body of the 
token produced by a ?rst injection of plastic material and 
having a central portion de?ning the central portion of 
the body of said token and an annular peripheral portion 
de?ning at least part of an edge of said body of the token; 
and 

a covering layer produced by a second injection of plastic 
material around the peripheral portion of the core to 
produce in conjunction With the core one of, all or almost 
all of the edge and of the annular peripheral portion of 
the body of the token, 

Wherein the core of the token incorporates an insert embed 
ded in the plastic material of the central portion of said 
body during the ?rst injection and comprising a contact 
less electronic microchip identi?cation device and 
Wherein said insert is secured betWeen a ?rst half-shell 
and a second half-shell of a ?rst injection mold during 
said ?rst injection of plastic material such that said 
resulting generally disc-shaped single-piece core is a 
single-piece construction With said insert being embed 
ded Within said plastic material of the central portion of 
said body of said core upon completion of said ?rst 
injection; 

in the ?rst injection, the core de?nes at least part of the 
annular peripheral portion of the body of the token; 

in conjunction With the core, said covering layer de?nes the 
annular peripheral portion and the edge of the body of 
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the token except for housings provided With injected 
plastic material edge inclusions produced by at least one 
complementary injection; 

a peripheral region of the central portion of the core com 
prises a plurality of openings into Which proj ect portions 
of an insert Which comprises said electronic microchip 
identi?cation device; 

the core comprises at least three openings evenly distrib 
uted in a circumferential direction at the periphery of the 
central portion of the core; and 

the body of the token has on each face a cavity into Which 
is ?xed a label carrying at least one of a decoration, a 
mark and a hologram. 

21. A method of fabricating a body of a token comprising: 
placing an insert comprising a contactless electronic 

microchip identi?cation device in a ?rst injection mold, 
tWo half-shells Whereof de?ne a ?rst imprint corre 
sponding to a generally disc-shaped core of the body of 
the token; 

holding said insert at a center of the ?rst imprint by axially 
clamping the insert betWeen the tWo half-shells of the 
?rst mold; 
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injecting the core of the token; 
placing the core of the token in a second injection mold, 

tWo half-shells thereof de?ning a second imprint corre 
sponding to one of all or almost all of the body of the 
token; 

holding said core at a center of the second imprint by 
axially clamping a central portion of the core betWeen 
the tWo half-shells of the second mold; and 

injecting a covering layer. 
22. The method according to claim 21, Wherein at least one 

of the clamping during the ?rst injection and the second 
injection is realiZed at a peripheral area of the central portion 
of the core of the token. 

23. The method according to claim 21, further comprising 
at least one further injection of edge inclusions to complete 
the body of the token. 

24. The method according to claim 21, further comprising 
machining the body of the token to ?nish the edge of the 
token. 


