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[57] ABSTRACT 
A method is provided for preparing ?exible, free stand 
ing electrodes for use in preparing transition metal sul 
tide cathodes for use in high temperature electrochemi 
cal cells. Speci?cally, the cells contain sodium as the 
anode, a solid electrolyte separator of B”-Al2O3, and a 
Te?on bonded iron (IV) sul?de cathode emmersed in a 
molten salt electrolyte of NaAlCl4 and electrochemi 
cally operated at 200° C. 

1 Claim, No Drawings 

A statutory invention registration is not a patent. It has 
the defensive attributes of a patent but does not have the 
enforceable attributes of a patent. No article or advertise 
ment or the like may use the term patent, or any term 
suggestive of a patent, when referring to a statutory in~ 
vention registration. For more speci?c information on the 
rights associated with a statutory invention registration 
see 35 U.S.C. 157. 
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METHOD OF MAKING A TEFLON BONDED 
CATHODE FOR USE IN A HIGH TEMPERATURE 

CELL AND HIGH TEMPERATURE CELL 
INCLUDING SAID CATHODE 

GOVERNMENT INTEREST 

The invention described herein may be manufac 
tured, used, and licensed by or for the Government for 
governmental purposes without the payment to us of 
any royalty thereon. 

FIELD OF INVENTION 

This invention relates in general to a method of pre 
paring a te?on bonded cathode, and in particular to a 
high temperature electrochemical cell including the 
cathode, the cell containing sodium as the anode, a solid 
electrolyte separator of B"-Al203, and a te?on bonded 
iron (IV) sul?de cathode emmersed in a molten salt 
electrolyte of NaAlCl4 and electrochemically operated 
at 200° C. 

BACKGROUND OF THE INVENTION 

It has been desired in the art to provide a method for 
preparing ?exible free standing electrodes for use in 
preparing transition metal sul?de cathodes for use in 
high temperature electrochemical cells; particularly 
cells of the type Na/B"-Al2O3/NaAlCl4-transition 
metal sul?de electrochemical cell at 200° C. Previous 
cathodes used for other Na/B"-Al2O3/NaAlCl4-transi 
tion metal sul?de cells used a slurry mixture of the 
transition metal sul?de and electrolyte formed onto a 
graphite felt that was then contained in a separated 
compartment from the sodium anode. The disadvantage 
of this cell preparation was that large amounts of graph 
ite felt of greater than 20 weight percent were needed in 
the cathode to provide suf?cient electrical contact to 
the transition metal sul?de active material. In addition, 
this type of cathode process didn’t immobilize the ac 
tive cathode materials and thus after the electrolyte was 
molten, the active materials settled in the cell resulting 
in an nonuniform distribution of the electrochemical 
products. 

SUMMARY OF THE INVENTION 

The general object of this invention is to provide a 
cathode for use in a high temperature electrochemical 
cell wherein the cathode is free standing and impervious 
to attack by the electrolyte at the cell’s operating tem 
perature of 200° C. A further object of the invention is 
to provide such a cathode where only the weight per 
cent of graphite is needed in the cathode to aid in reduc 
ing cell polarization while providing excellent cell per 
formance at discharge rates up to 200 mA/cmz. A still 
further object of the invention is to provide a method of 
making a cathode that will provide excellent electro 
chemical cell performance of the Na/Na-B"-Al2O3/ 
NaAlCh-FeSz cell when operated at 200° C. 

It has now been found that the aforementioned ob 
jects can be attained by preparing thermally sintered 
cathodes made from powdered mixtures of transition 
metal sul?des, a conductive diluant, and te?on aqueous 
emulsion onto a metal grid, plate or sheet. 
The cathode electrodes are prepared using 80 to 90 

weight percent powdered transition metal sul?de active 
materials such as FeS2, NiSZ, CoSZ, FeS, NiS, and C08 
mixed with 5 to 10 weight percent conductive diluents 
such as graphite, carbon, and metal powders or ?bers 
with 5 to 10 weight percent Te?on solids from a Te?on 
aqueous emulsion. Into the aforementioned cathode 
mixture is added a distilled water-isopropylalcohol so 
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lution (60/40 wt %) in drop wise additions until a tough 
dough like consistency is attained. The cathode dough 
is then successively roll pressed between two Mylar 
plastic sheets to a thickness of about three quarters of a 
millimeter. The cathode sheet is then cut into two 
equally sized pieces and a metal current collector grid 
placed in between them. The cathode with the grid is 
then roll pressed between the Mylar sheets to a thick 
ness of about one millimeter. The rolled cathode is then 
placed between two polished aluminum plates, which 
keep the cathode ?at and avoids curling during sinter 
ing, and sintered at 280° C. for one hour in an evacuated 
oven. The Te?on sintered cathodes are cooled under 
vacuum to ambient temperature before being trans 
ferred into an argon ?lled glove box. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

A speci?c cathode preparation utilizes 80 weight 
percent iron (IV) sul?de (-325 mesh powder) as the 
active cathode component, 10 weight percent graphite 
powder as the conductive diluent, and 10 weight per 
cent Teflon as the cathode binder sintered onto an ex 
panded stainless steel grid at 280° C. for one hour under 
vacuum. 

This cathode is prepared into a high temperature 
electrochemical cell consisting of 2.5 grams of liquid 
sodium contained in a Ceramatec B"-Al2O3 sealed end 
solid electrolyte tube having dimensions of 0.9 cm in 
side diameter, l0 cm length, and 0.083 cm thickness 
emmersed in a 2.54 cm diameter stainless steel can hav 
ing a length of 4.86 cm and thickness of 0.05 cm contain 
ing 6.5 grams of NaAlCl4 molten salt electrolyte 
(mp=l50° C.) into which is emmersed the Te?on 
bonded FeS; cathode. A stainless steel rod provided 
electrical contact with the molten sodium metal and 
electrical contact to the cathode is provided by spot 
welding a portion of the cathode grid to the stainless 
can. The assembled cell is then sealed into an 8 cm 
inside diameter sealed bottom Pyrex glass vessel 
equipped with a threaded Te?on cap having electrical 
feed throughs and inert gas inlet and outlet ?ttings. 
Electrical connections are made between the cell and 
the feed throughs of the Teflon cap and argon gas is 
continuously purged through the cell during the gal 
vanostatic cycling performed at 200° C. 
We wish it to be understood that we do not desire to 

be limited to the exact details of construction as de 
scribed for obvious modi?cations will occur to a person 
skilled in the art. 
What is claimed is: 
1. A high temperature electrochemical cell including 

sodium as the anode, a solid electrolyte separator of 
B"-A12O3', and a Te?on bonded iron (iv) sul?de cath 
ode emersed in a molten salt electrolyte of NaAlCl4 and 
capable of being electrochemically operated at 200° C., 
wherein the te?on bonded cathode is obtained by a 
method including the steps of: 

(A) forming a mixture of about 80 weight percent 
FeSz as the active cathode component, about 10 
weight percent graphite as the conductive diluent, 
and about 10 weight percent Te?on as the cathode 
binder, 

(B) drop wise adding a wetting agent of distilled 
water-isopropylalcohol (60/40 weight percent) 
solution to the mixture to form a stiff dough, 

(C) roll pressing the dough onto a expanded metal 
grid current collector and sintering at about 280° 
C. for about one hour under vacuum, and 

(D) cooling under vacuum to ambient temperature. 
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