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[57] ABSTRACT 
Apparatus and methods for encasing a sanitary napkin 
in a pouch which eliminates the need for release paper 
strips and provides for the disposal of the napkin. 

2 Claims, 1 Drawing Sheet 

A statutory invention registration is not a patent. It has 
the defensive attributes of a patent but does not have the 
enforceable attributes of a patent. No article or advertise 
ment or the like may use the term patent, or any term 
suggestive of a patent, when referring to a statutory in 
vention registration. For more speci?c information on the 
rights associated with a statutory invention registration 
see 35 U.S.C. 157. 
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SANITARY NAPKIN PACKAGE WITH INTEGRAL 
RELEASE LINER 

FIELD OF THE INVENTION 

This invention relates to the packaging and disposal 
of products for absorbing body ?uids, such as sanitary 
napkins, panty shields, panty liners and adult inconti 
nence pads which are intended to be worn against the 
perineal portion of the body and held in place by attach 
ment to the crotch portion of an undergarment worn by 
a user. 

BACKGROUND OF THE INVENTION 

Sanitary napkins have traditionally incorporated a 
central absorbent with a permeable body-facing side 
and a liquid resistant, undergarment-facing side. These 
napkins are typically secured to the inside crotch area of 
an undergarment with one or more pressure-sensitive 
adhesive strips. 
More recently, sanitary napkins having side panels or 

flaps which laterally extendga short distance from the 
central absorbent and are intended to be folded about 
the outer crotch portion of the undergarment. See 
Glaug et al., U.S. Pat. Nos. 4,701,178 and 5,217,448 
which are hereby incorporated in their entirety by ref 
erence. The side-protecting ?aps of the US. Pat. No. 
4,701,178 are adhered to a release strip during packag 
ing. These release strips, however, present a signi?cant 
waste disposal problem, as well as contribute to a more 
expensive sanitary napkin. 
The US. Pat. No. 5,217,448 of Glaug et al. also re 

lates to a sanitary napkin with side protecting ?aps. This 
type of sanitary napkin does not employ a release strip, 
but rather includes release surfaces disposed on the 
undergarment-facing side of the sanitary napkin so that 
the adhesive elements on the undergarment-facing side 
of the napkin can be secured thereto. 

Still, a need exists for absorbent products that can be 
conveniently packaged for selective use and convenient 
disposal. There is also a need to provide packaging 
which disposal problems associated with 
release paper which normally cover adhesive elements 
of sanitary napkins. 

OBJECTS AND SUMMARY OF THE 
INVENTION 

It is an object of the present invention to provide a 
sanitary napkin encased in a pouch and method of as 
sembling same which obviates the problems and limita 
tions of the prior art products. 

It is a further object of the present invention to pro 
vide a sanitary napkin encased in a pouch and method of 
assembling same which eliminates the need for release 
paper strips. 
Yet another object is to provide a sanitary napkin 

encased in a pouch and method of assembling same 
wherein the pouch can be used to dispose of a used 
napkin. 

In accordance with the invention, there is provided a 
sanitary napkin and a pouch and a method of encasing 
the sanitary napkin in the pouch. A strip of polyethyl 
ene material, which forms the pouch, has a longitudinal 
release strip extending the length of an inside pouch 
forming surface of a strip of material. Edge adhesive 
strips extend along the edge portion of each longitudi 
nally extending side of the inside pouch forming sur 
face. An undergarment facing side of the napkin is se 
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2 
cured to the release strip with a centrally located adhe 
sive strip. After the napkin is secured to the pouch 
forming strip, the strip of material is folded into a pouch 
encasing the napkin. 
According to the invention, the folding of the strip of 

material having the napkin secured thereto into a pouch 
encasing the napkin is accomplished in several succes 
sive steps. A second portion of the strip of material, 
extending between a ?rst fold line and a second fold 
line, is folded about the first fold line to overlie a ?rst 
end portion of the strip, extending between a ?rst trans 
verse end portion of the strip and the ?rst fold line. 
Next, a third portion of the strip of material, extending 
between the second fold line and a third fold line, is 
folded at the second fold line to overlie the first portion 
of the strip of material. Then, a fourth portion of strip of 
material, extending between the third fold line and a 
second transverse end of the strip, is folded at the third 
fold line to overlie the second portion of the strip of 
material and form the pouch with the sanitary napkin 
encased therein. 

BRIEF DESCRIPTION OF THE DRAWINGS 

The structure, operation, and advantages of the pres 
ently preferred embodiment of the invention will be 
come further apparent upon consideration of the fol 
lowing description taken in conjunction with the ac 
companying drawings, wherein: 
FIG. 1 is a planar view of the undergarment-facing 

side of a sanitary napkin having traditional styling with 
an adhesive surface region; 
FIG. 2 is a planar view of a strip of material which 

forms a pouch in which the sanitary napkin is packaged; 
FIG. 3 is a planar view of the strip of material shown 

in FIG. 2 subsequent to being coated withra release 
material and an adhesive material to form the inside 
surface of the pouch into which the sanitary napkin is 
packaged; 
FIG. 4 is side view illustrating the orientation of the 

sanitary napkin with respect to the strip of pouch form 
ing material during the assembly of the package includ 
ing the napkin encased in the pouch; 
FIG. 5 is a plane view illustrating the sealed lateral 

edges of the pouch; and 
FIG. 6 is a view in cross section, taken along line 6—-6 

of FIG. 5 of the assembled package, wherein the sani 
tary napkin and strip of pouch forming material, as 
illustrated in FIG. 3, are folded into a pouch encasing 
the napkin. 

DETAILED DESCRIPTION OF THE 
INVENTION 

With reference to the drawings, and in particular to 
FIG. 1, there is shown a preferred sanitary napkin 10 
which includes an central absorbent element. Napkin 10 
has longitudinally extending sides 12 and 14, transverse 
ends 16 and 18, a body-facing side 19, and an undergar 
ment-facing side 20. The undergarment-facin g side 20 of 
the central absorbent element includes a centrally lo 
cated, adhesive surface region 22 which extends longi 
tudinally in the direction of sides 12 and 14 and has 
suf?cient width so that with a coating of adhesive ap 
plied thereto, it is adapted to adhere to an undergarment 
worn by a user. 

Referring now to FIG. 2, a strip 30 of material is 
shown that can be fabricated as a package or pouch 32 
to encase and dispose sanitary napkin 10, as shown in 
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FIGS. 5 and 6. The strip 30 has longitudinally extending 
sides 34 and 36, ?rst and second opposite transverse 
ends 38 and 40, an exterior facing side 42 which forms 
the exterior surface of pouch 32, and an interior facing 
side 44 which forms the interior surface of the pouch. 
.Strip 30 is made of a polymeric material such as poly 
ethylene, polypropylene, or a normally ?uid-pervious 
material which has been treated to be impervious such 
as a ?uid repellent paper. A longitudinally, centrally 
disposed release surface section 46 extends the length of 
strip 30 between opposite transverse ends 38 and 40 on 
interior facing side 44. Longitudinally extending, adhe 
sive edge sections 48 and 50 are also disposed on the 
interior facing side 44 of strip 30. Sections 48 and 50 
extend along the edges of longitudinally extending sides 
34 and 36 between transverse end 40 and locations 52 
and 54, respectively, which are spaced from transverse 
end 38. A transverse, adhesive edge section 55 is dis 
posed on interior facing side 44 and extends between 
sections 48 and 50. The exterior facing side 42 of strip 30 
is treated or formed of a suitable material that enables 
pressure sensitive adhesive, as described herein, to ad 
here, pull away, and then adhere again, as required. 

Referring to FIG. 3, there is shown a plan view of the 
interior facing side 44 of strip 30 subsequent to the fabri 
cation process with sanitary napkin 10 shown oriented 
in position above interior facing side 44. Initially, the 
fabrication process proceeds with a release strip 56 
being applied, typically by a coating process, directly to 
release surface section 46. Release strip 56 is then cured 
by conventional means such as electron-beam radiant 
energy, ultraviolet energy, or heat. Although a release 
strip of silicone release material is preferred, any other 
chemical coating or mechanical treatment known to 
those of ordinary skill in the art is within the scope of 
this concept. ' 

The fabrication process continues, as further shown 
in FIG. 3, with the coating of a central adhesive strip 
58, typically of a pressure sensitive, rapid setting, hot 
melt adhesive material, onto release strip 56. The shape 
of adhesive strip 58 is substantially identical to centrally 
located, adhesive surface region 22 on the undergar 
ment-facing side 20 of napkin 10. The adhesive strip 58 
is speci?cally coated onto a release surface so that it can 
be transferred to the adhesive surface region 22 of nap 
kin 10, as discussed in more detail hereinafter. While a 
hot melt material is preferred, it is within the scope of 
the invention to apply any other pressure sensitive ad 
hesive. While the adhesive is shown as being applied in 
the form of a longitudinally extending strip, it will be 
understood that various patterns such as spots, squares 
or transverse lines are suitable. 

In addition to the application of central adhesive strip 
58, edge adhesive strips 60, 62, and 63 can be coated 
onto longitudinally extending surface sections 48 and 50 
and transverse edge section 55, respectively. Edge ad 
hesive strips 60 and 62 extend along the edges of longi 
tudinally extending sides 34 and 36, respectively, be 
tween transverse end 40 and a location 52 and 54, re 
spectively, spaced from transverse end 38. Edge adhe 
sive strip 63 extends along the edge of transverse end 40. 
Edge adhesive strips 60, 62, and 63 are formed of an 
adhesive, such as the pressure sensitive, rapid setting, 
hot melt adhesive material previously described, and 
are needed to assemble the pouch 32, as described in 
detail hereinafter. It is also within the terms of the in 
vention for edge adhesive strips 60 and 62 to extend 
between transverse ends 38 and 40 of strip 30. However, 
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4 
when the combined strip 30 and napkin 10 are aligned 
and then folded over to form pouch 32, as described in 
detail below, two layers of pressure sensitive hot melt 
will overlap each other. When the two layers are 
pressed together, it is dif?cult or nearly impossible to 
open the pouch without destroying strip 30. This is an 
undesirable result because even after the napkin is re~ 
moved from the pouch, the latter is designed for reuse 
to dispose of the napkin. 
A principle feature of this invention is the packaging 

of napkin 10 into pouch 32. Strip 30, after being coated 
with a release strip 56, central adhesive strip 58, and 
edge adhesive strips 60, 62, and 63 is aligned with re 
spect to napkin 10, as shown in FIGS. 3 and 4, so that 
center adhesive strip 58 underlies centrally located, 
adhesive surface region 22. Note that the longitudinally 
extending sides 12 and 14 of napkin 10 are aligned to 
overlie the uncoated areas between release strip 56 and 
edge adhesive strips 60 and 62. The napkin 10 and the 
strip 30 are pressed together (not shown), causing the 
transfer of adhesive strip 58 to adhesive surface region 
22. Although adhesive strip 58 was lightly held to the 
polyethylene strip 30 by virtue of the silicone on release 
surface 46, strip 58 now ?rmly adheres to adhesive 
surface region 22 which is neither coated with a release 
material nor an adhesive. 
According to the invention, the folding of the strip of 

material having the napkin secured thereto into a pack 
age or pouch 32 encasing the sanitary napkin is accom 
plished in several successive steps. Referring to FIG. 3, 
the strip 30 is labeled with fold lines and intermediate 
portions to understand the steps in forming the pouch. 
A ?rst portion 70 extends between a ?rst transverse end 
38 of strip 30 and a ?rst fold line 72. A second portion 
74 of the strip extends between ?rst fold line 74 and a 
second fold line 76. A third portion 78 extends between 
second fold line 76 and a third fold line 80. A fourth 
portion 82 of strip 30 extends between the third fold line 
80 and a second transverse end 40 of the strip 30. 

Referring now to FIGS. 5 and 6, a folding technique 
by which the sanitary napkin is encased within pouch 32 
will be described. The ?rst portion 70 of strip 30, having 
the napkin 10 attached thereto, is folded over along a 
?rst fold line 72, shown in FIG. 3, so that the edge 
surfaces on inside pouch forming surface 44 of strip 30, 
which are free of adhesive coating, overlap and adhere 
to edge adhesive strips 60 and 62 on surface 44 of sec 
ond portion 74. Then, the overlapped ?rst and second 
portions 70 and 74 are folded along second fold line 76 
to overlap third portion 78 of strip 30, between second 
fold lines 76 and third fold line 80, so that the edge 
adhesive strips 60 and 62 on surface 44 of third portion 
78 overlap the edge surfaces of the outside pouch form 
ing surface 42 of ?rst portion 70 which are free of adhe 
sive coating. Finally, the fourth portion 82 of strip 30 
between third fold line 80 and second transverse end 40 
is folded along third fold line 80 and wrapped around 
the outside of pouch forming surface 42 of strip 30. 
When the edges 76 and 78 of pouch 32 are pressed 
together, the adhesive strips 60, 62 and 63 are sealed to 
the respective facing surfaces on the outside pouch 
forming surface 42 and napkin ‘10 is securely encased 
within pouch 32. Since the adhesive strips 60, 62 and 63 
are pressure sensitive, pouch 32 can be conveniently 
opened to remove the napkin 10. 
The pouch 32 can be saved for later disposal of nap 

kin 10. That is, after napkin 10 is removed from the 
pouch 32, the pouch can be folded in the same sequence 
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as just described with napkin 10. Then, the pouch can 
be opened and a used napkin placed on the inside pouch 
forming surface 44. Pouch 32 is then rolled up and the 
adhesive of strips 60 and 62 adjacent the end 40 of strip 
30 can be pressed against the outside pouch forming 
surface 42 for the convenient disposal of the used nap 
kin and pouch. To ensure that pouch 32 is secured, strip 
63 of adhesive ?rmly seals the end 40 of the pouch to 
outside pouch forming surface 42. 

While, the illustrated embodiment coats hot melt 
adhesive directly on the strip 30 so that it is transferred 
to napkin 10 during the assembly process, it is also 
within the terms of the invention to apply hot melt 
directly to sanitary napkin 10. 
While the present invention is described in terms of a 

sealing process using hot melt which can be rescaled for 
disposal purposes, it is also within the terms of the in 
vention to hot seal the edges of the pouch. While hot 
sealing will effectively seal the pouch, it does not reseal 
for disposal purposes. 

It is apparent that there has been provided in accor 
dance with this invention apparatus and methods for 
encasing a sanitary napkin in a pouch which eliminates 
the need for release paper strips. According to the in 
vention, the pouch can also be used to dispose of the 
napkin. 
While the invention has been described in combina 

tion with embodiments thereof, it is evident that many 
alternatives, modi?cations, and variations will be appar 
ent to those skilled in the art in light of the foregoing 
teachings. Accordingly, the invention is intended to 
embrace all such alternatives, modi?cations and varia 
tions as fall within the spirit and scope of the appended 
claims. - 

We claim: 
1. A method of encasing a sanitary napkin in a pouch, 

comprising the steps of: 
curing a longitudinal release strip of a silicone release 

material on an inside pouch forming surface of a 
strip of material to extend between ?rst and second 
transverse ends of said strip of material, said inside 
surface having an edge portion along opposite lon 
gitudinally extending sides thereof; 

af?xing ?rst and second edge adhesive strips along 
said edge portion of each longitudinally extending 
side, respectively, of said inside pouch forming 
surface and af?xing a third edge adhesive strip 
along an edge portion of said ?rst transverse end of 
said inside pouch forming surface to intersect with 
said ?rst and second edge adhesive strips; 

applying a longitudinally extending, central adhesive 
strip of pressure sensitive, hot melt material di 
rectly to said release strip on said strip of material; 

aligning an undergarment facing side of said napkin 
having a centrally located adhesive surface region 
with respect to said release strip whereby said cen 
trally located adhesive surface region overlies said 
central adhesive strip and said ?rst and second 
transverse ends and said longitudinally extending 
sides of said pouch forming surface extend past the 
side margins of said napkin; 

pressing said strip of material and said napkin to 
gether to transfer said adhesive strip from said strip 
of material to said napkin; and 
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6 
folding said strip of material having said napkin se 

cured thereto into a pouch encasing said napkin, 
said step of folding said strip of material having 
said napkin secured thereto into a pouch encasing 
said napkin comprising the steps of: 
folding a ?rst portion of said strip of material, ex 

tending between said ?rst transverse end of said 
strip and a ?rst fold line, about said ?rst'fold line 
to overlap a second portion of said strip, extend 
ing between said ?rst fold line and a second fold 
line; 

folding the overlapped ?rst and second portions 
along said second fold line to overlap a third 
portion of said strip, extending between said 
second fold line and a third fold line; and 

folding a fourth portion of said strip of material, 
extending between said third fold line and said 
second transverse end of the strip, along said 
third fold line to overlap said second portion of 
said strip of material whereby said pouch is 
formed with said sanitary napkin encased 
therein. 

2. A sanitary napkin and pouch combination, com 
prising: 

a sanitary napkin; 
a strip of material having a longitudinal release strip 

of silicone release material cured on an inside 
pouch forming surface thereof and extending be 
tween ?rst and second opposite transverse ends of 
said strip of material, ?rst and second edge adhe 
sive strips each along an edge portion of longitudi 
nally extending sides of said inside pouch forming 
surface and a third edge adhesive strip along an 
edge portion at said second transverse end of said 
inside pouch forming surface, and said ?rst, sec 
ond, and third edge adhesive strips being coatings 
of hot melt adhesive material; 

an undergarment facing side of said sanitary napkin 
secured to said release strip on said strip of material 
with a central adhesive strip of hot melt adhesive 
material so that said ?rst and second transverse 
ends and said longitudinally extending sides of said 
pouch forming strip extend past the side margins of 
said napkin; and 

said strip of material having said napkin secured 
thereto folded into a pouch encasing said napkin, 
said strip of material including: 
a ?rst end portion, extending between said ?rst 

transverse end of said strip of material and a ?rst 
fold line, being folding about said ?rst fold line to 
overlap a second portion of said strip, extending 
between said ?rst fold line and a second fold line; 

said overlapped ?rst and second portions being 
folding along said second fold line to overlap a 
third portion of said strip of material, extending 
between said second fold line and a third fold 
line; and 

a fourth portion of said strip of material, extending 
between said third fold line and said second 
transverse end of said strip, being folded about 
said third fold line to overlap said second portion 
of said strip of material and thereby form said 
pouch encasing said sanitary napkin. 


