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This invention relates to piezo-electric ma 
terial and more particularly to an improved 
method and means for utilizing the piezo-elec 
tric effect of such material. 
In piezo-electric devices for use at audio fre 

quencies various piezo-electric materials such as 
quartz and Rochelle salt crystals have been sug 
gested. In general, however, quartz is not sen 
sitive enough for such work and Rochelle salt 
crystals, nothwithstanding the large plezo-elec 
tric effect obtained therefrom, have certain dis 
advantages, particularly inconstancy of the piezo- ' 
electric effect produced and non-permanency of‘ 
the crystals. I shall later point out more fully 
the nature of these particular disadvantages and 
their causes. 

" One object of this invention is to provide a 
piezo-electric element utilizing Rochelle salt 
crystalline material and in which the inconstancy 
of the piezo-electric effect and the non-perma 
nency of the crystal bodies characteristic of prior 
practice are substantially obviated. 
Another object of this invention is to provide 

piezo-electric elements of rugged character. 
A further object of the invention is to provide 

piezo-electric elements'of uniform character giv 
ing uniform piezo-electric results. 
Another object of the invention is to provide 

piezo-electric elements of relatively great sensi 
tivity or relatively great piezo-electric effect. 
Another object of this invention is to provide 

a piezo-electric element of advantageous piezo 
‘electric characteristics and capable of being pro 
duced by economical use of piezo-electric ma. 
terial. 
Another object of my invention is to provide an 

improved method for utilizing the piezo-electric 
effect of piezo-electric material. 
A further object a? this invention is to provide 

piezo-electric devices whereby improved piezo 
electric efiects may be obtained. 
Other objects of my invention will be apparent 

to those skilled in the art from the following de 
scription and annexed drawing. 
My invention contemplates the provision of 

piezo-electric elements having characteristics of 
permanency, high sensitivity and constancy of 
piezo-electric effect, said elements embodying 
piezo-electric material, preferably in the form of 
Rochelle salt crystalline material or other crystal 
line material having a piezo-electric constant of 
the same order of magnitude and similar piezo 
electric properties, constrained in such a manner 
that said element has a magni?ed mechanical 
motion when it is subjected to an electrostatic 

(01. 179-410) 
?eld. More speci?cally, the said piezo-electric 
material of the element is arranged to elongate or 
contract when subjected to an electrostatic ?eld 
and is so constrained that a bending movement 
of the element is produced by the said elonga 
tion or contraction with a resultant magni?ed 
mechanical displacement of a portion of the ele 
ment. My invention also contemplates certain 
features of construction for piezo-electric ele 
ments which will be speci?cally described and 
explained in the following description. 
In the drawing: 
Figure 1 is a perspective view of a Rochelle 

salt crystal from which the piezo-electric ma 
terial for my invention may be obtained. 

Fig. 2 is a perspective view of a slab of piezo 
electric material such as Rochelle salt, portions 
thereof for my improved device being indicated 
in dotted lines. ' 

Fig. 3 is an end elevation of a piezo-electrlc 
element of my invention, said element being 
mounted on a suitable support. 

Fig. 4 is an end elevation showing a modi?ed 
form of element mounted on a support. 

Fig. 5 is a front elevation of the structure 
shown in Fig. 4. 

Fig. 6 is an end elevation of another modi?ed 
form of element contemplated by my invention 
mounted on a suitable support. 

Fig. 7 is an end elevation of the structure shown 
in Fig. 6 showing in‘ exaggerated form the mo 
tion of the element when subjected to an elec 
trostatic ?eld. 

Fig. 8 is a front elevation of a piezo-electric 
device contemplated by my invention embodying 
a modi?ed form of element, said device embody 
ing a jewel for cutting phonograph records; and 

Fig. 9 is an end elevation of the structure 
shown in Fig. 8, a conical acoustic diaphragm 
being shown associated with the element. 

While, in some aspects of my invention, various 
piezo-electric materials differing widely as to 
their piezo-electric constants and properties can 
be employed in carrying out my invention, I 
prefer to employ crystal portions obtained from 
Rochelle salt crystals or other crystals having 
piezo-electric constants of the same order of mag 
nitude and similar piezo-electric properties. 
Thus, the material for an element of my inven 
tion may be obtained from a Rochelle salt crystal 
l as illustrated in Fig. 1, the said crystal having 
the major longitudinal axis c-c, the major trans 
verse axis b—b and the minor or electrical axis‘ 
w-a. As an illustration of one manner in which 
my improved element may be constructed, I may 
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cut or otherwise obtain from a crystal I or por 
tion thereof a‘slab I illustrated in Fig. 2, said 
slab being preferably cut so that its parallel faces 
I are substantially parallel to the major crystal 
line axes and substantially perpendicular to the 
minor crystalline axis. 
AtIandIindottediinesinFlgIIhaveillus-' 

trated how portions to be used in my improved 
element may be obtained from the slab I. At I is 
shown a portion of trapezoidal shape whereas at 
I is shown a portion of substantially rectangular 
shape. The portions I and I are preferably'so 
cut from the slab I that the longitudinal axes 
M-M and N-N are at substantially 45 degrees 
to the major crystalline axes, for reasons to be 
further discussed hereinafter. The faces of the 
portions I and I are substantially parallel. .It 
will be understood, of course, that the portions I 
and I may be out directly from a crystal such as 
I, or a portion thereof. 
In Fig. I, the crystal portion I is shown secured 

at one end thereof to a suitable support ‘I such as 
of lead by adhesive material I such as, for ex 
ample, shellac or Canada balsam. The faces I 
and II of the portion I-may be of rectangular or 
trapezoidal shape as illustrated in Fig. 2 or of 
any other suitable shape. To the face II is shown. 
secured a suitable electrode II such as of tin 
foil, which electrode extends nearly to the four 
edges of the portion I so as to contact with a 
relatively large part of the face II. The wire II 
is connected to the electrode II. To the opposed 
face I is shown secured a portion II which may. 
be of metal, such as aluminum, and may 
be relatively thin but of -__'.su?icient strength 
to constrain the crystal portion I. The 
crystal portion I and metal portion II con 
stitute what may be termed the piezo-electric 
element II. The portion II preferably, though 
not necessarily, is co-extensive with the face I 
of the portion I and is preferably secured to said 
portion throughout said face I as by suitable ad 
hesive material, the portion II being secured to 
the support ‘I as by the adhesive material I. A 
wire II is secured to said metallic portion where 
by the portion II may act as an electrode. If the 
crystal portion I is cut from a crystal in the man 
ner indicated in Fig. 2, the said portion I when 
subjected to an electrostatic ?eld by the elec 
trodes II and II will tend to contract in length 
and simultaneously expand in width or to ex 
pand in length and simultaneously contract in 
width, depending upon the direction of said ?eld 
through the crystal portion I. Since, however, 
the motion of said portion I is constrained by the 
portion II, the crystal portion I is not free to 
elongate and simultaneously contract in width 
or'to contract in length and simultaneously ex 
pand in width, but actually undergoes bending 
motions about two axes disposed at right angles 
to each other on opposite sides of the element 
and parallel to the faces of the portion I, one 
of these axes being longitudinal of the element 
and the other transverse thereof. As a result of 
the bending about the transverse axis the upper 
edge II of the crystal portion I actually has a 
greater mechanical motion than if the crystal 
portion I were unconstrained by the portion II, 
though in a different direction. 
In Figs. 4 and 5 I have shown a modi?ed form 

of my invention wherein crystal portions I1 and 
II are shown in juxtaposed position, the said 
portions being both secured to a support II by 
adhesive material III. The faces II ,_II, II, and II 
of the crystal portions I1 and II may be of rec 

some 
tangular shape, as shown in Fig. I, or of any suit 
able shape such as discussed in connection with 
Fig. I. The adjacent faces II and II may be 
secured to each other thro t their extent by. 
suitable cement whereby the crystal portion I'I 
acts to constrain the motion of. the crystal por 
tion II, and vice versa. Electrodes II and II- are 
shown as associated with the faces II and 'II and 
‘wires 21 and II are secured respectively to said 
electrodes. The crystal portions II and II are 
so oriented that under a given electrostatic ?eld 
one of said crystal portions tends to contract and 
the other crystal portion tendsto elongate longi 
tudinally. This may be referred to as an opposed 
electrostatic relationship of the crystal portions. 

‘.Under such conditions, when the piezo-electric 
element II comprising the crystal portions I1 and 
II, is subjected to an electrostatic field by means 
of the electrodes II andgII the portions I1 and II 
?ex about transverse and longitudinal axes and a 
greater motion of the top edges II and II is ch 
tained, due to the bending about the transverse ' 
axis resulting from the simultaneous lengthwise 
contraction of the portion l1 and elongation of 
the portion II, and if the electrostatic ?eld is re 
versed, the portion " will elongate and the por 
tion II will contract lengthwise and the top 
edges II and II will move in the opposite direc 
tion. Furthermore, if external forces are ap 
plied to the top edges of the element tending to 
produce similar bending motions of the element, 
corresponding electromotive forces will be gen 
erated at the electrodes. _ ~ 

In Figs. 8 and 7 is shown another modi?ed form 
of piezo-electric element comprising the crystal 
portions II and IIhaving the adjacent faces II 
and II, said portions being secured to the support 
II by suitable adhesive material II. To the outer 
faces II and II are shown secured electrodes II 
and II respectively connected by the wires II and 
u to a 8111816 wire-II, said electrodes 40 and 4| ' 
thereby forming a single terminal. Intermediate 
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the inner faces II and II is shown a relatively thin - 
electrode II which preferably is substantially co 
extensive with the faces II and II, said electrode 
being cemented to the faces II and II and thereby 
uniting the crystal portions II and II. Such elec 
trode may be constituted of aluminum foil. To 
said electrode is secured a wire II. The electrode 
II thus forms one terminal and the electrodes II 
and II the other terminal of the element. The 
crystal portions II and II are arranged in opposed 
electrostatic relationship, preferably by so orient 
ing said portions that if they were subjected to a - 
given electrostatic ?eld both portions would tend 
to expand in length and contract in width or, vice 
versa, according to the direction of the ?eld, so 
that when a given voltage is applied to the wires 
II and II the crystal portions II and II are 
subjected to electrostatic ?elds in opposite direc 
tions and the portion II will tend to contract 
longitudinally while expanding laterally and the 
portion II to expand longitudinally while con 
tracting laterally and upon the reversal of the 
voltage, the portion II will tend to expand lon 
gitudinally‘ while contracting laterally and the 
portion II to contract longitudinally while ex 
panding laterally. As a net result, the element I'I 
comprises the crystalportions VII and II and the 
intermediate electrode II,, due to the mutual 
constraining e?ect of the crystal portions II and 
II, will be given bending motions about transverse 
and longitudinal axes, the motion about the 
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transverse axis being illustrated in exaggerated - 
form in Fig. 7, and the point II will thus have 75 



greater mechanical movement as the result of 
said applied voltage than would be obtained with 
out said mutual constraint.’ Here, as in the case 
of the element shown in Figs. 4 and 5, if external 
forces are applied to the top edges of the ele 
ment tending to produce similar bending motions 
thereof, corresponding electromotive forces will 
be generated at the electrodes. 
In Figs. 8 and 9 are shown acoustic devices em 

bodving a modi?ed form of piezo-electric ele 
ment. Thus, the crystal portions 50 and 5| are 
shown secured at their lower edges to the sup 
port 52, electrodes 53 and 54 being secured to the 
outer crystalline faces 55 and 55, and wires 51 

Said wires are shown connected to each other and 
to the wire 59 to form a single terminal. An 
electrode 60 is shown disposed intermediate the 
inner faces BI and 62, said electrode extending 
into'and being electrically connected to the sup 
port 52, and a wire 53 being shown secured to 
the support 52. The faces of the crystalline por 
tions 50 and 5| may be substantially trapezoidal 
in shape as shown in Fig. 8, or of any other suit 
able shape. To the upper edges 64 and 55 are 
shown secured by adhesive material 66 a clamp 
member 51 provided with suitable apertures 
whereby there may be secured to said clamp 
member a suitable acoustic member such as the 
phonograph record-cutting jewel 68 shown in 
Fig. 8, or the conical acoustic diaphragm 69 
shown in Fig. 9, the said diaphragm 69 being se 
cured to the cup-shaped member 10 and shaft 1 l. 
The crystal portions 50 and 5| are preferably 
similarly oriented as disclosed in connection with 
Figs. 6 and 7 whereby when variable voltages are 
applied to the wires 58 and 63, as by alternating 
or pulsating currents, the element 12 comprising 
the crystal portions 50 and 5| and electrodes 60 
“will be given a bending movement, in the man 
ner described in connection with Figs. 6 and '7, 
and the clamp member 61 a vibratory motion in 
a path substantially perpendicular to the faces 
of the crystal portions 50 and 5|. Thus, the 
cutting jewel 58 shown in Fig. 8 would vibrate in a 
path substantially perpendicular to the plane of 
face 55, and the cone 69 would vibrate in a direc 
tion longitudinally of the shaft ‘II. The trap 
ezoidal shape of crystal portion shown in Fig. 8 
is particularly advantageous acoustically since 
such crystal portions may be considered as made 
up of an in?nite number of portions of unequal 
longitudinal dimension, therefore tending to re 
spond to an in?nite number of natural periods 
whereby very desirable acoustic results are ob 
tained, and within the audible range resonances 
or blasts are absent. - 

Reference has already been made to the double 
curvature of the piezo-electric element resulting 
from the constraint of the simultaneous expan 
sion in length and contraction in width or con 
traction in length and expansion in width of the 
Rochelle salt crystal plate or plates of the ele 
ment. This reverse or saddle-like curvature tends 
to stiffen the element and make it better adapted 

"'“for certain purposes such, for example, as use as 
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a motor or driving element. - 
The simultaneous expansion in length and con 

traction in width or contraction in length and ex 
pansion in width of the Rochelle salt crystal 
plates, which has been referred to above, causes 
my multiple-plate elements of Rochelle salt to ?ex 
simultaneously about two axes on opposite sides 
of the element and in planes at right angles to 
each other, one of these axes in the speci?c con 
struction described being longitudinal of the ele 
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and 58 being secured to said respective electrodes. . 

3 
ment and the other transverse thereof. This re 
verse or saddle-like curvature tends to stiffen 
the element and make it better adapted for cer~ 
tain purposes such, for example. as use as a motor 
or driving element. 

It will, of course, be understood that the vi 
bratory movement referred to in connection with 
Figs. 8 and 9 is characteristic also of the ele 
ments shown in Figs. 3 to 7 when alternating or 
pulsating voltages are applied to said elements. 
Also, it will be understood that each of the piezo 
electric elements which have been described will 
convert the energy of applied vibratory forces 
into corresponding electrical energy with the 
same facility with which, as previously described, 
the applied electrical energy is converted into 
vibratory motion, the speci?c piezo-electric ef 
fect, or response per unit increase of applied 
energy, being the same in whichever direction 
the transformation of energy occurs. Thus, the 
device shown in Fig. 8 can also be used as a 
phonograph pickup and the device shown in Fig. 
9 will also function as a microphone. 

It should be understood that acoustic parts 
of various forms other than the jewel 58 and 
the diaphragm 69 may be advantageously used 
in connection with my improved piezo-electric 
elements. Indeed, I may so use any device capa 
ble of picking up or transmitting vibrations that 
are of a character to stimulate the auditory nerve. 
In the light of the foregoing description the 

advantages of my invention in comparison with 
prior practice will readily be appreciated. In 
prior uses of Rochelle salt crystals for piezo 
electric purposes either entire crystals of the 
“hour glass” type were employed or the simple 
expansion effect of solid blocks or plates cut 
from crystals was utilized and these uses were 
marked by inconstancy of the piezo-electric ef 
fect produced arising from several causes. One 
important cause was the effect of variation in 
temperature upon the piezo-electric effect pro 
duced. Where an entire Rochelle salt crystal 
constituted the piezo-electric element or a part 
thereof variations in the temperature to which 
the element might be subjected were accompanied 
by more or less erratic changes in the piezo 
electric response, probably due to the temperature 
effect on the solubility of the Rochelle salt in 
the mother liquor occluded in substantialamounts 
in the crystal. Where blocks or plates of homo 
geneous character cut from Rochelle salt crys 
tals were employed a direct piezo-electric ef 
fect was utilized and it was found that the piezo 
electric eil'ect varied markedly with the tempera 
ture, and this result has been recognized as char 
acteristic of Rochelle salt. One of the marked 
advantages of my invention is that by the use 
of a portion or of portions of Rochelle salt crys 
tal in the manner herein described to form piezo 
electric elements which in operation have a 
bending motion incident to constraint, the effect 
of variation in temperature upon the element 
has been largely reduced. 
A second important cause of the inconstancy 

of the piezo-electric effect of prior devices em 
ploying Rochelle salt was the fact that as the 
applied voltage increased the cOrrespondingpiezo 
electric response per volt decreased in a‘ manner 
analogous to the well known magnetic satura 
tion effect in iron. The results of this satura 
tion of Rochelle salt crystal are particularly ob 
jectionable in acoustic work since they result 
in distortion or unfaithful reproduction vary 
ing from the introduction of a few unpleasant 
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4 
harmonics at‘low volume to severe distortions 
at high volumes which may even result in dis 
tinctly foreign sounds orblasts not present in 
the original impulses. With my improved form 
of piezoielectric element the falling oil’ in the 
pieso-electric response with rise in the level of 
the applied voltage, or energy is substantially 
eliminated throughout a very much greater range 
in voltage than is the case when the simple ex 
pansion eii'ect of Rochelle salt crystal is utilised. 
The attainment of the results noted in the last 

two paragraphs by means of my invention makes 
possible notably improved piezo-electric eifects, 
especially in acoustic or other applications where 
constancy of response over wide ranges of fre 
quency. loading and temperature is desirable. 
It may be noted in this connection that the re 
suits referred to appear to be more marked vwith 
thin crystal portions than with thick ones. 
A marked advantage attaching to all forms of 

my improved piezo-electric element when made 
of Rochelle salt crystal is the'relatively high de 
gree of ruggedness both electrical and mechani 
cal which the construction of the element makes. 
possible. Several things contribute to this rug 
gedness. First, the fact that only portions of a 
crystal are employed makes feasible the utiliza 
tion of crystalline material of homogeneous char 
acter. Again, a highly uniform distribution in the 
crystalline material of electrical stresses is at 
tained because of the uniform thickness of the 
crystal portions of the elements. Also, because 
of the extremely high piezo-electric constant of 
Rochelle salt crystal it is‘possible to use, for a 
given piezo-electric response under a given ex 
citation, a thicker crystalline portion in any of 
the element forms which have been described; 
and in the case of the elements shown in Figs. 
6 to 9, still greater advantage in this respect 
is made possible by the use of the internal sheet 
like electrode which quadruples the thickness 
of the crystal portion which can be employed for 
a given electrostatic capacity of the element, 
this last advantage of the internal electrode ap 
plying not only to elements formed with Rochelle 
salt crystal portions but also with other piezo 
electric crystalline material. Finally, in the case 
of the element illustrated in Figs. 8 and 9 the 
trapezoidal form of the element causes an equali 
zation of the mechanical stresses throughout the 
length of the structure, this too being independ 
ent of the speci?c piezo-electric material em 
ployed. 
By my invention elements made of Rochelle 

salt crystal may be made highly uniform in char 
acter both because the crystalline portions of 
which they are composed may be accurately du 
plicated in size and also because these portions 
may be so selected as to be highly homogeneous 
with respect to their constitutent crystalline ma 
terial. These same two factors also contribute 
to the uniformity of piezo-electric results attained 
by my improved elements, other factors con 
tributing to such results vbeing the uniformity of 
assembly of the crystal portions which is made 
possible by their uniform size and homogeneous 
character, and the substantial reduction of tem 
perature and saturation e?ects upon the piezo 
electric response. The trapezoidal form of ele 
ment shown in Figs. 8 and 9, regardless of the 
crystalline material employed, also contributes to 
uniform piezo-electric results due to the graduat 
ed longitudinal dimensions, since the natural pe 
riod of a crystal dependsupon its length and the 
trapezoidal shape may be considered as made up 

20,913 
of elements of a wide range of length within the 
limits of the dimensions of the trapezoidal figure 
and is, therefore. more uniformly sensitive over 
a wide range of frequencies. ~ 

- The relatively large mechanical movement 
characteristic of my improved element is pecu 
liarly marked in conjunction with the use of 
Rochelle salt crystalline material because by my 
invention I secure a magni?cation of the ex 
tremely high natural piezo-electric response of 
that material. 
In those forms of the pieao-electric element il 

lustrated in Figs. 6 to 9, the use of an internal 
electrode substantially coextensive with the faces 
of the crystal portions is highly advantageous in 
that it makes possible the attainment of an ex 
tremely high electrostatic capacity with the use 
of a given amount of crystalline material. This 
is especially advantageous in acoustic applica 
tions, where low impedance is desirable, as it 
‘facilitates the attainment of a comparatively low 
impedence without necessitating the use of por 
tions of undesirable thinness in the construction 
of the elements, it being mechanically di?lcult to 
produce crystal portions su?lciently thin to at 
tain the low impedance'desired in some applica 
tions. ' - 

My method of utilizing the piezo-electric effect 
by the great ruggedness, the low impedance and 
direct connection of the piezo-electric element 
with a vibratory acoustical member, made prac 
tically possible by the great amplitude of move 
ment of the element, is obviously advantageous. 
To those skilled in the art, many modi?cations 

of and widely dl?'ering embodiments and appli 
cations of my invention will suggest themselves 
without departing from the spirit and scope 
thereof. My disclosures and the descriptions 
herein are purely illustrative and are not in 
tended to be in any sense limiting.~ 
What I claim is: 
1. A' piezo-electric transducer element compris 

ing in combination a ?exible plate-like portion-of 
material having substantially the piezo-electric 
properties of Rochelle salt crystal, the said plate 
like portion having an electrical axis substan 
tially perpendicular to the faces of the plate and 
being adapted to expand in one direction perpen 
dicular to said electrical axis and simultaneously 
to contract in a direction perpendicular to the 
?rst direction and to the electrical axis when sub 
jected to an electrostatic ?eld of a given polarity 
substantially parallel to the said electrical axis 
and to contract in the ?rst direction and ex 
pand in the second direction when the polarity 
of such ?eld is reversed; and constraining means 
adapted to oppose expansion and contraction of 
the ?exible portion in both of the said directions 
and cause said portion, when subjected to the ac 
tion of an electrostatic ?eld of given polarity, to 
bend about two axes of curvature disposed at 
right angles to each other on opposite sides of 
the element and parallel to the faces of the plate— Y» 
like portion of the element and, conversely. cause 
the establishment of such an electrostatic ?eld 
when the portion is mechanically bent, whereby 
variations in the speci?c piezo-electric e?'ect in 
cident to variation in temperature and incident 
to variation in the level of applied energy, are 
largely reduced. 

2. A piezo-electric transducer element com 
prising in combination a ?exible plate-like por 
tion of material having substantially the piezo 
electric properties of Rochelle salt crystal, the 
said plate-like portion having an electrical axis 

10 

70 



10 

15 

90,218 
substantially perpendicular to the faces of the 
plate and being adapted to expand in one direc 
tion perpendicular to said electrical axis and si 
multaneously to contract in a direction perpen 
dicular to the ?rst direction and to the electrical 
axis when subjected to an electrostatic ?eld of a 
given polarity substantially-parallel to the said 
electricalaxis (and to contract in the ?rst di 
rection and expand in the second direction when 
the polarity of such ?eld is reversed; and a ?exi 
ble plate-like body cemented to one face of the 
said plate-like portion and adapted to oppose ex 
pansion and contraction of thesaid portion in 
both of the said directions and cause said portion, 
when subjected to the action of an electrostatic 
?eld of given polarity, to bend about two axes of 
curvature disposed at right angles to each other 
on opposite sides of the element and'parallel to 
the faces of the said portion of the element and, 
conversely, cause the establishment of such an 
electrostatic ?eld when the portion is mechani 
cally bent, whereby variations in the speci?c pip 
ezo-electric eil'ect incident to variation in tem 
perature and incident to variation in the level of 
applied energy, are largely reduced. * 

3. A piezo-electric transducer _ element coni 
prising in combination a plurality of ?exible 
plate-like portions of material having substan 
tially the piezo-electric properties of Rochelle 
salt crystal, said plate-like portions being dis 
posed in opposed electrostatic relationship to each 

, other with the faces of each portion substantial 
ly perpendicular to an electrical axis, whereby 
each portion is adapted to expand in one direc 
tion parallel to its faces and simultaneously to 
contract in a direction perpendicularl to the 
?rst direction and parallel to its faces when sub 
Jected to an electrostatic ?eld of a given polarity 
substantially parallel to the said electrical axis 
and to contract in the ?rst direction and expand 
in the second direction when the polarity of such 
?eld is reversed; and means securing the plate- . 
like portions together face to face in a manner 
to constrain them in both of the said directions 
and cause the element, when its plate-like por 
tions are subjected to the action of electrostatic 
?elds of given polarity, to bend about two axes of 
curvature disposed at right angles to each other 
on opposite sides of the element and parallel to 
the faces thereof and, conversely, cause the es- 
tablishment of such electrostatic ?elds when the 

' element is mechanically bent, whereby variations 
in the speci?c piezo-electric effect incident to 
variation in temperature and incident to varia 
tion in the level of applied energy, are largely 
reduced. 

4. In a piezo-electric device, the combination 
of a' piezo-electric transducer element compris 
ing in combination a ?exible plate-like portion of 
material having substantially the piezo-electric 
properties of Rochelle salt crystal, the said plate 
lilre portion having an electrical axis substan 

' tially perpendicular to the faces of the plate and 
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being adapted to expand in one direction per 
pendicular to said electrical axis and simulta 
neously to contract in a direction perpendicular 
to the ?rst direction and to the electrical axis 
when subjected to an electrostatic ?eld of a given 
polarity substantially parallel to the said elec 
trlcal axis and to contract in the ?rst direc 
tion and expand in the second direction when the 
polarity of such ?eld is reversed. and constrain 

. ing means adapted to oppose expansion and con 
traction of the ?exible portion in both of the said 
directions and cause said portion, when subjected 

5 
to the action of an electrostatic ?eld of given 
polarity, to bend about two axes of curvature dis 
posed at right angles to each other on opposite 
sides of the element and parallel to the faces of 
the plate-like portion of the element and, con 
versely, cause the establishment of such an elec 
trostatic ?eld when the portion is mechanically 
bent, whereby variations in the speci?c piezo-elec 
tric effect incident to variation in temperature 
and incident to variation in the level of applied 10 
energy,'are largely reduced; and means con- . 
nected to the piezo-electric element and adapted 
to be driven by and to drive the said element. 

5. In a piezo-electric device, the, combination 
of a piezo-electric transducer element compris 
ing in combination a ?exible plate-like portion of 
material having "substantially the piezo-electric 
properties of Rochelle salt crystal, the said plate 
‘like portion having an electrical axis substantial 
ly perpendicular to the faces of the plate and be 
ing adapted to explnd in one,direction perpen 
dicular to said electrical axis and simultaneously 
to contract in a direction perpendicular to the 
?rst direction and to the electrical axis when sub 
Jected to an electrostatic ?eld of a given polarity 
substantially parallel to‘the said electrical axis‘ 
and to contract in the ?rst direction and expand 
in the second direction when the polarity of such 
?eld is reversed, and a ?exible plate-like body 
cemented to one face of the said plate-like por 
tion and adapted to oppose expansion and con 
traction of the said portion in both of the said 
directions and cause ‘said portion, when sub 
jected to the action of an electrostatic ?eld of 
given polarity, to bend about two axes of curva 
ture disposed at right angles to each other on 
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cally bent, whereby variations in . the speci?c 
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the piezo-electric properties of Rochelle salt' 
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opposed electrostatic relationship to each other 
with the faces of each portion substantially per 
pendicular to an electrical axis whereby each 
portion is adapted to expand in one direction 
parallel to its faces and simultaneously to con 
tract in a direction perpendicular to the first di 
rection and parallel to its faces when subjected 
to an electrostatic ?eld of a given polarity sub 
stantially parallel to the said electrical axis and 
to contract in the ?rst direction and expand 
in the second direction when the polarity of such 
?eld is reversed, and means securing the plate 
like portions together face'to face in a manner 
to constrain them in both of the said directions 
and cause the element, when its plate-like por 
tions are subjected to the action of. electrostatic 
?elds of given polarity, to bend about two axes 
of curvature disposed at right angles to each 
other on opposite sides of the element and par 
allel to the faces thereof and, conversely, cause 
the establishment of such electrostatic ?elds 
when the element is mechanically bent, whereby 
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