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COORDINATION COMPLEXES AS CATALYSTS 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE INVENTION 

The production of polyesters and copolyesters of 
dicarboxylic acids and aliphatic glycols has been carried 
out commercially for many decades. Among the earliest 
disclosures relating to this technology is the disclosure 
in U.S. Pat. No. 2,465,319, issued Mar. 22, 1949. Since 
this disclosure many variations have been made in the 
process and many catalysts have been discovered and 
patented. On Dec. 8, 1970, there issued US. Pat. No. 
3,546,179, which is directed to the use of compounds 
containing both the silicon and phosphorus atoms in the 
molecule as catalysts. 

SUMMARY OF THE INVENTION 

It has now been found that coordination complexes of 
a metal halide and a silicon compound, as hereinafter 
de?ned, are excellent polyesteri?cation catalyst com 
plexes for the production of polyesters and copolyesters 
useful for making ?lms, ?bers and other shaped articles. 

DESCRIPTION OF THE INVENTION 

In the production of polyesters and copolyesters the 
reaction is generally considered a dual or two stage 
reaction. In the ?rst stage esteri?cation or transesteri? 
cation occurs and in the second stage polycondensation 
occurs. This invention is concerned with novel polyes 
teri?cation catalyst compositions and processes for pro 
ducing polyesters. 
The novel catalyst compositions of this invention are 

coordination complexes of (A) a metal halide and (B) a 
silicon compound, as hereinafter more fully de?ned. 
The use of our catalyst complexes or compositions re 
sults in a shorter reaction period, and the production of 
polyesters and copolyesters of high degrees of polycon 
densation that are characterized by high melting point, 
high elongation at break, good tensile strength, high 
degree of whiteness, and a good stability to heat and 
light. 
The ?rst stage esteri?cation or transesteri?cation 

reaction is carried out in the traditional manner by heat 
ing the mixture at from about 150' C. to about 270' C., 
preferably from about 175° C. to about 250' C. During 
this stage any of the well-known esteri?cation or trans 
esteri?cation catalysts can be used, illustrative thereof 
one can mention zinc acetate, manganese acetate, cobal 
tous acetate, zinc succinate, zinc borate, magnesium 
methoxide, sodium methoxide, cadmium formats, and 
the like. The concentration thereof is that convention 
ally used, namely from about 0.001 .to about one percent 
by weight, based on the weight of dicarboxylic acid 
compound charged. It is preferably from about 0.005 to 
about 0.5 percent by weight and more preferably from 
about 0.01 to about 0.2 percent by weight. 

In the second stage, or the polycondensation, the 
novel coordination complex catalysts of this invention 
are useful. These novel coordination complex catalysts 
comprise two essential components. The ?rst compo 
nent is a metal halide and the second component is one 
or more of the hereinafter de?ned silicon compounds. 
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2 
The metal halides used to produce the coordination 

complexes useful as catalysts are the halides of the met 
als titanium, zirconium, zinc, germanium, tin, lead, anti 
mony and bismuth. Illustrative of suitable metal halides 
one can include the di-, tri- and tetra-bromides, chlo 
rides, ?uorides and iodides of titanium and zirconium; 
the di-bromides, chlorides, ?uorides and iodides of zinc; 
the di- and tetra-bromides, chlorides, ?uorides and io 
dides of germanium, tin and lead including the mixed 
bromide-chlorides, bromide-iodides and chloride 
iodides of tin; the tri- and penta-bromides, chlorides, 
?uorides and iodides of antimony; and the tri- and tetra 
bromides, chlorides, ?uorides and iodides of bismuth. 
These metal halides are well known .to the average 
chemist and are fully enumerated in chemical hand 
books to the extent that speci?c naming thereof is not 
necessary herein to enable one skilled in the art to know 
chemical names of the speci?c metal halides per se; see 
the Handbook of Chemistry and Physics, Chemical 
Rubber Publishing Co., publisher. 

In producing the coordination complexes useful as 
catalysts, the molar ratio of metal halide to silicon com 
pound in the coordination complex can vary from about 
1:05 to about 1:10; preferably from about 1:1 to about 
1:7, and most preferably from about lzl to about 1:2. 

In the polycondensation reaction the coordination 
catalyst complex is used at a concentration of from 0.01 
to 0.2 weight percent, or higher, based on the weight of 
dicarboxylic acid compound charged, preferably from 
0.02 to 0.06 weight percent. Any catalytically effective 
concentration can be employed. As used in this applica 
tion the term “dicarboxylic acid compound" means 
both the free dicarboxylic acids and the esters thereof. 
The dicarboxylic acid compounds used in the pro 

duction of polyesters and copolyesters are well known 
to those skilled in the art and illustratively include ter 
ephthalic acid, isoterephthalic acid, p,p'-diphenyldicar 
boxylic acid, p,p'-dicarboxydiphenyl ethane, p,p‘-dicar 
boxydiphenyl hexane, p,p’-dicarboxydiphenyl ether, 
p,p’-dicarboxyphenoxy ethane, and the like, and the 
dialkyl esters thereof that contain from 1 to about 5 
carbon atoms in the alkyl groups thereof. 

Suitable aliphatic glycols for the production of poly 
esters and copolyesters are the acyclic and alicyclic 
aliphatic glycols having from 2 to 10 carbon atoms, 
especially those represented by the general formula 
HO(CI~I2)pOI-I, wherein p is an integer having a value of 
from 2 to about 10, such as ethylene glycol, trimethy 
lene glycol, tetramethylene glycol, pentamethylene 
glycol, decamethylene glycol, and the like. 

Other known suitable aliphatic glycols include 1,4 
cyclohexanedimethanol3-ethyl- l , S-pentanediol, 1,4 
xylylene glycol, 2,2,4,4-tetramethyl-l,3 
cyclobutanediol, and the like. One can also have present 
a hydroxylcarboxyl compound such as 4-hydroxyben 
zoic acid, 4-hydroxyethoxybenzoic acid, or any of the 
other hydroxylcarboxyl compounds known as useful to 

' those skilled in the art. 
It is also known that mixtures of the above dicarbox 

ylic acid compounds or aliphatic glycols can be used 
and that a minor amount of the dicarboxylic acid com 
ponent, generally up to about 10 mole percent, can be 
replaced by other acids or modi?ers such as adipic acid, 
sebacic acid, or the esters thereof, or with a modi?er 
that imparts improved dyeability to the polymers. In 
addition one can also include pigments, delusterants or 
optical brighteners by the known procedures and in the 
known amounts. 
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The polycondensation reaction is generally carried 
out at a temperature of from about 225° C. to about 325° 
C., preferably from about 250° C. to about 290° C. at 
reduced pressure and under an inert atmosphere. These 
traditional reaction conditions are well known to those 
skilled in the art. 
The silicon compounds that are used in conjunction 

with the metal halide to produce the coordination com 
plex catalyst of this invention are represented by the 
following generic formulas: 

(I) 

Me Me (II) 

(Ill) 

Me 'x Me y 

QCHZCHZSIR3" (IV) 

wherein 
W is CHgzCX-or 

X is hydrogen or methyl and is methyl only when m 
is one; 

R‘I is alkyl or haloalkyl having from 1 to 4 carbon 
atoms; 

R" is methyl, ethyl, butyl, acetoxy methoxy, ethoxy 
or butoxy; 

R is methyl, ethyl, butyl, methoxy, ethoxy, butoxy, or 
trimethylsiloxy; 

R’ is methyl, methoxy, ethoxy, butoxy or trimethylsil 
my; 

R" is methoxy, ethoxy, butoxy, trimethylsiloxy or 
vinyldimethylsiloxy; 

R'" is methyl, ethyl, butyl or trimethylsilyl; 
Me is methyl; 
Z is methyl or W; 

n is an integer having a value of from 2 to 5; 
m is an integer having a value of zero or one; 
x is an integer having a value of from I to I00; and 
y is an integer having a value of from 1 to 100. 
Subgeneric to (l) are the compounds represented by 

the following subgeneric formulas: 

R, 
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4 
-continued 

(INC) 

R. 

fl) I‘! (MD) 
(R’O)1PCH;1_CHXC00C,,Hg,,—Sli—R" 

R, 

Subgeneric to (II) are the compounds represented by 
the following Subgeneric formulas: 

Me 
Me 

Me 
Me 0 (IIXB) 

O O 

Me Me 
Me Me (IIXD) 

II I I ll 
mmnrcmcm-sp-o-sa-cnzcnmoaqz 

O O 

0 Me Me 0 

Illustrative of suitable silicon compounds one can 
mention the following: beta-cyanoethyl triethoxysilane, 
gamma-mercaptopropyl triethoxysilane, gamma-amino 
propyl triethoxysilane, diethoxyphosphorylethyl 
methyl diethoxysilane, vinyl triethoxysilane, vinyl tri 
methoxysilane, vinyl triacetoxysilane, gamma-metha 
cryloxypropyl trimethoxysilane, diethoxyphos 
phorylethyl heptamethyl cyclotetrasiloxane, trimethyl 
silyl terminated copolymer having dimethylsiloxy and 
methylvinylsiloxy units in the molecule, beta-cyano 
ethyl trimethylsilane, [gamma-(Z-aminopropyl thie 
thoxysilane] S-beta(2-mercaptoethyl) mercaptoethyl 
triethoxysilane, beta-mercaptoethyl triethoxysilane, 
vinyl methyl diethoxysilane, vinyl methyl di(trimethyl 
siloxy)silane, tetramethyl divinyl disiloxane, hep 
tamethyl vinyl cyclotetrasiloxane, l,3,5,7-tetramethyl 
l,3,5,7-tetravinyl cyclotetrasiloxane, diethoxyphos 
phorylethyl methyl diethoxysilane, diethoxyphos 
phorylisopropyl triethoxysilane, diethoxyphos 
phorylethyl methyl di(trimethylsiloxy)silane, hep 
tamethyl diethoxyphosphorylethyl cyclotetrasiloxane, 
1,3, 5,7-tetramethyl 1,3, 5,7-tetra(diethoxyphosphoryle 
thyl)cyclotetrasiloxane, l , 1,3, 3-tetramethyl-1, 3-di(e 
thoxyphosphorylethyl)disiloxane. 

In a typical reaction, the prescribed amounts of dicar 
boxylic acid compounds, diols, modi?ers and catalysts 
are charged to the reactor. The reaction mixture is then 
heated in an inert gas atmosphere at a temperature of 
from 180° C. to 210° C. to effect the initial esteri?cation 
or transesteri?cation. Thereafter, any excess glycol is 
removed and the transesteri?cation is completed by 
heating the reaction mixture at a temperature of from 
about 225° C. to about 235° C. The second stage poly 
condensation reaction is then carried out by heating the 
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reaction mixture at a temperature of from about 225° C. 
to about 325° C. under a reduced pressure of from about 
0.1 mm. to about 20 mm. of mercury, preferably below 
about 1 mm. The use of the catalyst complexes or mix 
tures of this invention has often resulted in shorter over 
all reaction periods and decreased formation of glycol 
dimer, e.g. diethylene glycol. 
The following examples serve to further illustrate the 

invention. 

PREPARATION OF COORDINATION 
COMPLEXES 

EXAMPLE 1 

A coordination complex was produced by preparing 
a solution of 19 grams of titanium tetrachloride in 60 ml. 
of dry benzene in a reaction ?ask and then adding 
thereto over a 30 minutes period 29.8 grams of diethox 
yphosphorylethyl methyl diethoxysilane. The reaction 
was exothermic and a temperature of 60° C. was 
reached. It was stirred for one hour without tempera 
ture control and then the benzene was distilled in vacuo. 
The 1:] molar ratio coordination complex was an oily 
liquid that weighed 48.8 grams. Microanalysis without 
further puri?cation showed 28.08% Cl and 5.98% P. 

EXAMPLE 2 

A solution of 4.75 grams of titanium tetrachloride in 
60 ml. of dry benzene was prepared in a reactor. There 
was added thereto over a 30 minutes period 10.85 grams 
of cyanoethyl triethoxysilane with agitation at 25° C. 
The reaction was exothermic. After stirring at 25" C. 
for an additional hour the benzene was distilled in 
vacuo. The 1:2 molar ratio coordination complex was a 
yellow, oily liquid that weighed 15.6 grams. Microanal 
ysis without further puri?cation showed 21.20% Cl, 
9.11% Si, 4.27% N and 8.77% Ti. 

EXAMPLE 3 

A mixture of 4.56 grams of antimony trichloride and 
36 grams of dry benzene was prepared in a reactor. To 
this mixture there was added at 25° C. over a 30 minutes 
period 41.8 grams of diethoxyphosphorylethyl methyl 
diethoxysilane. The reaction was exothermic. After 
stirring for an additional hour the benzene was removed 
in vacuo. The 1:7 molar ratio coordination complex was 
an oily liquid that weighed 46.4 grams. 

EXAMPLE 4 

A solution of 6.5 grams of titanium tetrachloride in 30 
ml. of dry benzene was slowly added to a stirred solu 
tion of 9.7 g. of diethoxyphosphorylethyl methyl die 
thoxysilane in 30 ml. of dry benzene. An exothermic 
reaction occurred and after standing for one hour the 
mixture was vacuum stripped at 30° C. The 1:1 molar 
ratio coordination complex was recovered as a residual 
red oil weighing 16.2 grams. A 1.4 grams portion of this 
complex was added to 1.8 grams of ethylene glycol at 
room temperature and the mixture was stirred until it 
became a homogeneous solution. 

[EXAMPLE 5] 
[A solution of 10.7 grams of germanium tetrachlo 

ride in 25 ml. of dry benzene was added over a period of 
30 minutes to 22.1 grams of gamma-aminopropyl trie 
thoxysilane. An exothermic reaction was observed. 
After stirring one hour without temperature control the 
benzene was distilled in vacuo. The 1:2 molar ratio 
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6 
complex was a white crystalline material weighing 33.2 
grams] 

EXAMPLE [6] 5 
To a solution of 32.8 grams of diethoxyphos 

phorylethyl triethoxysilane in 50 ml. of dry benzene 
there was added a suspension of 11.66 grams of zirco 
nium tetrachloride in 30 ml. of dry benzene. An exo 
thermic reaction was observed. The mixture was stirred 
for one hour without temperature control after comple 
tion of the addition, ?ltered and stripped in vacuo. A 
colorless, odorless, oily 1:2 molar ratio coordination 
complex was obtained as a residue product; it weighed 
43.9 grams. 

EXAMPLE [7] 6 
A solution of 13 grams of tin tetrachloride in 30 ml. of 

anhydrous benzene was slowly added to a solution of 
14.99 grams of diethoxyphosphorylethyl methyl die 
thoxysilane in 30 ml. of dry benzene. An exothermic 
reaction was observed. After standing at room tempera 
ture for 20 hours the benzene was distilled in vacuo. 
The 1:1 molar ratio coordination complex was obtained 
as a yellow oil weighing 28 grams. 

EXAMPLE [8] 7 
A solution of 9.5 grams of titanium tetrachloride in 30 

ml. of dry benzene was added slowly to a solution of 
22.4 grams of beta-mercaptoethyl triethoxysilane in 50 
ml. of dry benzene. An exothermic reaction was ob 
served. After standing for 30 minutes the benzene was 
distilled in vacuo. The 1:2 molar ratio coordination 
complex, weighing 32.1 grams, was recovered as an 
orange, oily residue product. 

In a similar manner the coordination complexes can 
be produced using zinc chloride, lead chloride or bis 
muth chloride in place of the titanium tetrachloride. 

EXAMPLE [9] 8 
(A) a mixture of 39.8 g. of dimethyl terephthalate, 

34.1 grams of ethylene glycol, 0.0167 gram of the 1.1 
coordination complex catalyst initially produced in 
Example 4 without addition of ethylene glycol and 
0.0192 gram of zinc acetate dihydrate was heated at 
178° to 186° C. for 3 hours under argon. During this ?rst 
stage transesteri?cation reaction methanol was distilled 
from the reactor. The temperature was raised to about 
230° C. and maintained for one hour to complete the 
transesteri?cation. Thereafter the temperature was 
raised to about 280° C. while the pressure was reduced 
to below 1 mm. of mercury and the second stage poly 
condensation reaction was carried out. During the poly 
condensation, samples of the polyester were removed at 
various times and intrinsic viscosity determined. The 
reaction was terminated when the intrinsic viscosity 
was 0.57, a typical value for commercially acceptable 
polyesters, and the time required was recorded as the 
polycondensation time (the time from reaching 1 mm. 
of mercury pressure to when the polyester has an intrin 
sic viscosity of 0.57). In this example the polycondensa 
tion time was 40 minutes. The intrinsic viscosity deter 
minations reported in this application were obtained by 
preparing a solution of 0.5 weight percent of the polyes 
ter in O-chlorophenol and measuring its viscosity at 25° 
C. in an Ubbelohde viscometer. 

(B) For comparison purposes, the polyester was pro 
duced using 39.4 grams of dimethyl terephthalate and 
32.2 grams of ethylene glycol under temperature and 
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pressure conditions similar to those described in Part A, 
supra. However, the catalyst used was the conventional 
catalyst, namely, 0.0179 gram of zinc acetate dihydrate 
as transesteri?cation catalyst and 0.003 gram of anti 
mony oxide as condensation catalyst. In this instance 
the polycondensation time was 75 minutes. 

(C) In another reaction under the same reaction con 
ditions but different catalyst concentrations than those 
stated in Part B, the polyester was produced using 
0.0172 gram of zinc acetate dihydrate and 0.0186 gram 
of antimony oxide. In this instance the polycondensa 
tion time was 60 minutes. 

EXAMPLE [10] 9 
One of the undesirable side reactions during the poly 

esteri?cation reaction is the formation of diethylene 
glycol. It is undesirable for at least two reasons, it is a 
by-product that cannot be recycled per se and it copoly 
merizes. Further, if too much of the diethylene glycol 
formed reacts in the condensation reaction it results in 
polyesters having lower melting points than desired. In 
this example it is shown that less diethylene glycol is 
produced using the coordination complexes of our in 
vention as condensation catalyst. 

(A) A Mixture of 44.9 grams of dimethyl terephthal 
ate, 35.3 grams of ethylene glycol and 0.0177 gram of 
the 1:1 coordination catalyst of Example 1 was reacted 
at 174° to 190° C. for 3 hours under argon and then at 
about 230° C. for one hour to complete the transesteri? 
cation. Thereafter the polycondensation was carried 
out at 276° to 288° C. at a pressure below 1 mm. of 
mercury for a polycondensation time of 40 minutes. The 
polyester was white and had an intrinsic viscosity of 
0.57. 
A portion of the polyester was hydrolyzed and the 

amount of diethylene glycol in the polyester was deter 
mined by gas chromatographic analysis. The analysis 
indicated that 0.8 weight percent of the ethylene glycol 
that had dimerized to diethylene glycol had polycon 
densed. 

(B) Following the same procedure described in Part 
A, but using 0.0186 gram of zinc acetate dihydrate and 
0.02 gram of antimony oxide, a polyester having the 
same viscosity was obtained from an initial charge of 
39.5 grams of dimethyl tetephthalate and 32.8 grams of 
ethylene glycol after a polycondensation time of 75 
minutes. 

Analysis of a portion of the polyester of this run (B) 
indicated that the polyester contained 1.81 weight per 
cent of diethylene glycol; an amount 2.25 times the 
amount present in Part A, supra. 

EXAMPLE [1]] 10 
The effect of a dyeability modi?er on ?ber color was 

examined in polymerizations using our novel coordina 
tion complexes and the prior conventional catalysts. 
(A) Following the procedure described in Example 9, 

a mixture of 735.8 grams of dimethyl terephthalate, 
534.2 grams of ethylene glycol, 0.2663 gram of zinc 
acetate dihydrate and 0.2622 gram of the 1:7 coordina 
IlOl't complex catalyst of Example 3 was reacted to pro 
:luce 605 grams of a polyester having an intrinsic viscos 
ty of 0.5. The unmodi?ed poly(ethylene terephthalate 
was very light yellow in color. 
(B) A portion of the polyester of Part A was modi?ed 

with 5 weight percent of poly[isopropyliminobis(trirne 
hy1ene)succinate], a dyeability modi?er. The modi?er 
was added to the molten mass in the extruder of the 
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8 
spinnerette at 280° C. The modi?ed polyester showed 
no color change after 30 minutes at that temperature in 
the extruder. 

(C) The procedure of Part A was repeated using 
736.4 grams of dimethyl terephthalate and 533.2 grams 
of ethylene glycol and a conventional catalyst system of 
0.2711 gram of zinc acetate dihydrate and 0.2726 gram 
of antimony oxide to produce 541 grams of a white 
unmodi?ed polyester. 
(D) The procedure of Part B was repeated using the 

polyester of Part C. The modi?ed polyester had 
changed to a grey color. 
The spinning procedure used to produce ?bers from 

the four mixtures, A to D above, is set forth below. The 
difference between A and C and B and D being the 
addition of the dyeability modi?er to B and D as indi 
cated in B. 
The polyester was ground to a powder and vacuum 

dried for 24 hours before spinning. The molten polyes 
ter resin was forced through a sand-bed ?lter at 290° C. 
to remove gel particles and then extruded through a 
spinnerette having 30 holes, each 0.02 inch in diameter 
at a takeup velocity of 550 feet per minute. The tow was 
stretched by heating over a hot shoe and a heated pin at 
95° C. The stretch ratio was about 4.5:]. In B and D the 
dyeability modi?er was added as indicated. 
The ?bers had the following properties: 

Elongation Tenacity 
Part Color Denier at Break, % g/d 

(A) White 1 16 9.4 4.9 
(B) White 127 17.0 3.5 
(C) White 111 8.0 4.3 
(D) Grey 120 14.0 3.6 

The data shows that the modi?ed polyester (B) pro 
duced with the metal coordination complex catalysts of 
this invention was of better quality and stability, white 
vs. grey, than was the modi?ed polyester (D) produced 
using the conventional catalyst system. 

EXAMPLE [ 12] 11 
Following the procedure similar to that described in 

Example [9] 8, a mixture of 50.1 grams of dimethyl 
terephthalate, 42.7 grams of ethylene glycol, 0.0163 
gram of zinc acetate dihydrate and 0.048 gram of the 
catalyst solution of Example 4 was reacted. The poly 
condensation time required to produce a white polyes 
ter having an intrinsic viscosity of 0.57 was only 24 
minutes. 

In Part A of Example [9] 8, which used the coordi 
nation complex catalyst of Example 1, the same viscos 
ity was achieved after a polycondensation time of 40 
minutes. The coordination complex of Example 1 was 
not pretreated with ethylene glycol as was a portion of 
the coordination complex of Example 4. The data 
shows that pretreatment increased the activity and only 
60% as much time (24 minutes) was required in Exam 
ple [12] II to produce a polyester having the same 
viscosity. 

In Part C of Example [9] 8, which used conven 
tional zinc acetate-antimony oxide catalyst, the same 
viscosity was achieved after a polycondensation time of 
60 minutes. The data shows that the ethylene glycol 
pretreated catalyst solution of Example 4 increased the 
activity and only 40% as much time (24 minutes) was 
required to produce a polyester of the same viscosity. 
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[EXAMPLE 13] 
[Following the procedure similar to that described 

in Example 9, a mixture of 39.7 grams of dimethyl tere 
phthalate, 32.5 grams of ethylene glycol, 0.0181 gram of 
zinc acetate dihydrate and 0.0195 gram of the coordina 
tion complex catalyst of Example 5 was reacted. The 
polycondensation time required to produce a white 
polyester having an intrinsic viscosity of 0.57 was 30 
minutes] 

[Following the same procedure, a larger batch was 
prepared using 736 grams of dimethyl terephthalate, 
542 grams of ethylene glycol, 0.2747 gram of zinc ace 
tate dihydrate and 0.303 gram of the same germanium 
coordination complex, 542 grams of ethylene glycol. 
The polyester was extruded to ?ber-form as set forth in 
Example 11. The fibers had a denier of 126, an elonga 
tion at break of 16.1% and a tenacity of 3.99 g/d.] 

EXAMPLE [14] 12 
Following the procedure of Example [9] 8, a mix 

ture of 736 grams of dimethyl terephthalate, 542.9 
grams of ethylene glycol, 0.27 gram of zinc acetate 
dihydrate and 0.23 gram of the coordination complex 
catalyst of Example [7] 6 was reacted. The polyester 
was white and had an intrinsic viscosity of 0.55. Fibers 
were produced as described in Example [11] 10. The 
?bers had a denier of 101, an elongation at break of 
9.7% and a tenacity of 4.8 g/d. 

EXAMPLE [15] 13 
Following the procedure of Example [9,] 8, a mix 

ture of 38.8 grams of dimethyl terephthalate, 31.2 grams 
of ethylene glycol, 0.012 gram of zinc acetate and 0.02 
gram of the coordination complex of Example [6] 5 
was reacted to produce a polyester having an average 
molecular weight of about 12,500 after a polycondensa 
tion period of about 90 minutes. 
What we claim is: 
l. A coordination complex of: 
(A) a metal halide of a metal selected from the group 

consisting of titanium, zirconium, zinc, germanium 
tin, lead, antimony and bismuth; and 

(B) a silicon compound selected from the group con 

W is CH2:CX—— or 
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X is hydrogen or methyl and is methyl only when m 
is one; 

R‘: is alkyl or haloalkyl having from 1 to 4 carbon 
atoms; 

R" is methyl, ethyl, butyl, methoxy, ethoxy or but 
0X)’; 

R is methyl, ethyl, butyl, methoxy, ethoxy, butoxy or 
trimethylsiloxy; 

R‘ is methyl, methoxy, ethoxy, butoxy or trimethylsil 
OH; 

R" is methoxy, ethoxy, butoxy, trimethylsiloxy or 
vinyldimethylsiloxy; 

R’” is methyl, ethyl, butyl or trimethylsilyl; 
Me is methyl; 
Z is methyl or W; Q is [NH2CH2—, 
NH2CH2CH2NHCH1-—,] NC-, HS— or 
HSCH1CHzS—— group; 

n is an integer having a value of from 2 to 5; 
m is an integer having a value of zero or one; 
x is an integer having a value of from 1 to 100; and 
y is an integer having a value of from 1 to 100; 

wherein the mole ratio of A:B in said coordination 
complex is from 1:1 to 1:7. 

2. A coordination complex as claimed in claim 1, 
wherein silicon compound (B) is a compound of the 
general formula: 

wherein W, R, R’, R", n and m are as de?ned in claim 
1. 

3. A coordination complex as claimed in claim 1, 
wherein silicon compound (B) is a compound of the 
general formula: 

Me Me 

Me Me 

wherein Me, W and Z are as de?ned in claim 1. 
4. A coordination complex as claimed in claim 1, 

wherein silicon compound (B) is a compound of the 
general formula: 

7“ iv 
R"'0 SiO SIiO R'" 

Me x Me y 

wherein Me, W, R'”, x and y are as de?ned in claim 1. 
5. A coordination complex as claimed in claim 1, 

wherein silicon compound (B) is a compound of the 
general formula: 



Re. 30,554‘ 
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wherein Q and R" are as de?ned in claim 1. 

6. A coordination complex as claimed in claim 1, 

wherein the silicon compound (B) is diethoxyphos 
phorylethyl methyl diethoxysilane. 

[7. A coordination complex as claimed in claim 1, 
wherein the silicon compound (B) is 3-aminopropyl 
triethoxysilane] 

8. A coordination complex as claimed in claim 1, 

wherein the silicon compound (B) is Z-cyanoethyl trie 
thoxysilane. 

9. A coordination complex as claimed in claim 1, 

wherein the silicon compound (B) is Z-mercaptoethyl 
triethoxysilane. 
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10. A coordination complex as claimed in claim 1 of 

titanium tetrachloride and diethoxyphosphorylethyl 
methyl diethoxysilane. 

11. A coordination complex as claimed in claim 1 of 
titanium tetrachloride and Z-cyanoethyl triethoxysilane. 

12. A coordination complex as claimed in claim 1 of 
antimony trichloride and diethoxyphosphorylethyl 
methyl diethoxysilane. 

[13. A coordination complex as claimed in claim 1 of 
germanium tetrachloride and 3-aminopropyl triethox 
ysilane.] 

14. A coordination complex as claimed in claim 1 of 
zirconium tetrachloride and diethoxyphosphorylethyl 
methyl diethoxysilane. 
15 A coordination complex as claimed in claim 1 of 

tin‘ tetrachloride‘ and diethoxyphosphorylethyl methyl 
diethoxysilane. 
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