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[57] ABSTRACT 
An orthodontic arch wire adapted to be received within 
the channel of an orthodontic bracket includes a plural 
ity of flexible metallic strands wound into a tightly 
wound elongated coil normally having an array of suc 
cessively abutting and generally parallel turns. The 
coiled wire is made from a material sufficiently flexible 
to permit bending of the arch wire by selectively and at 
least partially separating adjacent turns thereof. Ac 
cording to a preferred embodiment, the wires are 
wound interleaved with one another so that adjacent 
turns are formed by different strands. A plurality of 
wires may be associated together to form a composite 
strand, and this composite strand may be used to form 
the elongated coil. 

64 Claims, 23 Drawing Figures 
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MULTI-STRANDED COILED ORTHODONTIC 
ARCH WIRE 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue specifica 
tion; matter printed in italics indicates the additions made 
by reissue. 

This is a division of US. Pat. application Ser. No. 
967723 filed December 8, 1978, now Reissue Pat. No. 
30,332, issued July 15, 1980, which is a Reissue of US. 
Pat. Ser. No. 4,086,702 issued May 2, 1978 (Ser. No. 
708,304fi1ed July 26, 1976). 

BACKGROUND OF THE INVENTION 

The present invention generally relates to orthodon 
tic arch wires, and more particularly to an arch wire 
formed of a plurality of metallic strands in the form of 
a tightly wound elongated coil. 
The following de?nitions apply to the speci?cation 

and claims. “Stiffness“ is the resistance ofa material to 
bending or deformation. ‘*Flexibility“ is the ability of a 
material to bend or deform. "Plastic deformation" is a 
permanent change in the shape of a material. Once 
plastic deformation takes place, the removal of forces 
which caused the change in shape does not result in a 
return of the material to its original shape. The “elastic 
limit” of a material is the maximum load or deformation 
which can be applied to a material before plastic or 
permanent deformation takes place. “Resiliency" is the 
tendency of a ?exed material to spring back to its origi 
nal con?guration on the removal of the flexing forces. 
“Working Range“ is the range of deformation of a ma 
terial where it retains its resiliency, up to a maximum 
deformation which can be sustained by a material with 
out exceeding the elastic limit and becoming perma 
nently deformed with loss of resiliency. 

Orthodontic procedures usually require the place 
ment of a tooth band and bracket upon respective 
maloccluded teeth and the employment of an arch wire 
for interconnecting the bands or brackets relative to one 
another so that a force is transmitted from one band to 
the next and thereby to the teeth upon which the bands 
are mounted. Today, the orthodontist is offered a wide 
variety of arch wires. The known arch wire vary both 
in size and material. An ideal arch wire must be ?exible, 
but must have sufficient stiffness or body over long 
lengths so that it can serve as a relatively ?xed anchor 
ing or reference point to which other orthodontic de 
vices can be connected. The ?exibility, of course, is 
required so that the arch wire can be bent into the shape 
of an arch in the mouth. It is also desirable that the arch 
wire have a resiliency and sufficient range over short 
and long lengths in order to permit the application of 
local biasing forces to the teeth. 

Coiled arch wires consisting of a single metallic 
strand in the form of a tightly wound helix are known 
from my earlier US. Pat. Nos. 3,86l,042, issued Jan. 21, 
I975 and 3,878,609, issued Apr. 22, I975. Coiled ortho 
dontic arch wires made of a single coiled strand are also 
disclosed in my copending US. Application Ser. No. 
535,687, filed Dec. 3, 1974. 
The object of the present invention is to provide an 

orthodontic arch wire fabricated of a plurality of 
strands which are wound in the form of an elongated 
coiled arch wire, and which would have generally simi 
lar if not better characteristics than my earlier coiled 
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arch wires which are formed of a single tightly wound 
strand. 

SUMMARY OF THE INVENTION 

According to the present invention, an orthodontic 
arch wire, which is adapted to be received within a 
guide channel of an orthodontic bracket mounted on a 
tooth, comprises a plurality of metallic strands wound 
into a tightly wound elongated coil and normally hav 
ing an array of successively abutting and generally par 
allel turns. The turns may be circular, rectangular, or 
any other desired shape, and the turns together define a 
coil having an elongated lumen therethrough. The 
strands, when formed into said turns, each have a prede 
termined radial thickness. The turns also have a com 
mon internal radial dimension no greater than three 
times the predetermined radial thickness of the strand. 
The elongated coil has a common outer diameter or 
dimension no greater than approximately 0.025 inch 
and, in the case of a rectangular coil, the outer dimen 
sions are no greater than approximately 0.025 inch by 
0.032 inch. These dimensions correspond to those di 
mensions of the guide channel of an orthodontic bracket 
into which the arch wire is to be received. The elon 
gated coil is made from a material sufficiently elastic to 
permit bending of the arch wire over a short length 
thereof by selectively and at least partially separating 
adjacent turns, and to provide sufficient stiffness over 
an elongated length thereof to provide suitable charac 
teristics for orthodontic devices attached thereto. 

In a further preferred embodiment of the present 
invention, the turns have a common internal radial di 
mension no greater than twice the predetermined radial 
thickness of the strand. In certain orthodontic applica 
tions, a strand having these physical dimensions has 
characteristics which may be preferable. 

According to a further feature of the invention, a 
mandrel extends through the elongated lumen of the 
wire. According to a still further feature of the inven 
tion, a resilient coating made from an elastomeric mate 
rial is provided on the exterior portion of the coiled 
wire for enclosing same. The strands from which the 
coiled wire are formed may have circular or rectangu 
lar cross-sections, and may be either identical or differ 
ent in metallic construction. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a front view of a cylindrical orthodontic 
arch wire in accordance with one embodiment of the 
present invention; 
FIG. 2 is a cross-sectional view taken along the line 

2—-2 in FIG. 1; 
FIG. 3 is an enlarged perspective view of an ortho 

dontic arch wire similar to that of FIG. 1, but with a 
mandrel therein, mounted on an orthodontic bracket; 
FIG. 4 is a view similar to that of FIG. 2, showing an 

elastomeric coating on the exterior of the arch wire; 
FIG. 5 is an enlarged front elevational view of adja 

cent orthodontic brackets as mounted on teeth (not 
shown) and, as associated with a common orthodontic 
arch wire pursuant to the embodiment illustrated in 
FIG. 1; 
FIG. 6 is a view, similar to that of FIG. I, of an 

alternate embodiment of the present invention which 
uses a plurality of strands each having a rectangular 
cross-section; 
FIG. 7 is a cross-sectional view taken along the line 

7—7 in FIG. 6; 
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FIG. 8 is a view. similar to that of FIG. 6, showing an 
orthodontic wire according to yet another embodiment 
ofthe present invention wherein the turns ofthe coil are 
inclined at a steeper angle with respect to the axis of the 
wire; 
FIG. 9 is a cross-sectional view, similar to that of 

FIG. 7, of a further embodiment of the present inven 
tion wherein the arch wire is rectangular and has a 
rectangular lumen extending therethrough; 
FIGS. 10 and 1] illustrate a modi?ed arch wire fabri 

cated in accordance with the present invention; 
FIGS. 12 and 13 illustrate an arch wire similar to that 

of FIGS. 10 and 11, but using rectangular cross-section 
strands; 
FIGS. 14 and 15 illustrate an embodiment similar to 

that of FIGS. l-3, but using two strands; 
FIGS. 16 and 17 illustrate an embodiment similar to 

FIGS. 14 and 15, but using rectangular wire; 
FIGS. 18-21 illustrate embodiments using a multis 

tranded composite strand to fabricate coiled arch wires; 
and 
FIGS. 22 and 23 illustrate further embodiments of the 

invention. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

FIGS. 1-3 illustrate a ?rst embodiment of the present 
invention which is generally round and forms a gener 
ally cylindrical orthodontic arch wire designated by the 
reference numeral 10. The arch wire 10 is elongate and 
de?nes an axis of symmetry which passes through the 
central region of the resulting coiled wire. The arch 
wire of FIGS. 1 and 2 is fabricated from three separate 
strands, ll, 12, 13, lying adjacent each other and wound 
in an interleaved manner to form the resultant tightly 
coiled structure of FIG. 1. Each of the strands of the 
wire of FIG. 1 has a circular cross-section having a 
diameter t as shown in FIG. 2. The three strands are 
tightly wound and have successively abutting looped 
turns, each turn having a generally circular cross-sec 
tion. Each turn of the coil de?nes a plane which is 
generally parallel to the other respective planes de?ned 
by the other turns when the arch wire 10 extends along 
a straight line. The individual strands are interleaved 
with one another, each forming an elongated inter 
leaved helical coil structure which has improved char 
acteristics as described in greater detail hereinbelow. 
The internal diameter d of the resultant arch wire 10 

(see FIG. 2) is equal to or less than three times the 
diameter or radial thickness t of the individual strands 
from which the orthodontic arch wire 10 is made. A 
still further preferred range is to have the internal diam 
eter d equal to or less than twice the diameter or radial 
thickness t of the individual strands. The outer dimen 
sion D of the arch wire 10, to be more fully described 
hereafter, is in the range of dimensions commonly used 
for arch wires. The metallic strands from which the 
arch wire is made are preferably stainless steel, which is 
relatively ?exible in nature and which provides an ad 
vantageous arch wire when coiled as shown in the 
drawings. 
The central openings de?ned by the turns each have 

an internal dimension d and together form a passage or 
lumen 18 through the arch wire 10. The passage or 
lumen 18 is normally created during the formation of 
the coiled wire-that is, during the winding of the coils. 
One way of manufacturing the wire in accordance with 
the present invention comprises winding a plurality of 
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4 
wires into a tightly wound helix about a mandrel 60, 
shown in FIG. 3, which may or may not be left in the 
arch wire subsequent to the manufacture thereof. When 
the mandrel 60 is left in the arch wire 10, different char 
acteristics are obtained which may be desirable in cer 
tain instances to apply various orthodontic forces. FIG. 
3 illustrates the use of the wire in a bracket with the 
mandrel 60 left in the arch wire 10. The mandrel 60 may 
be formed of, for example, twisted wires of any desired 
number of strands (i.e., FIG. 20) or may be a coiled wire 
of any number of strands (i.e., FIG. 10, FIG. 22). 

Because of the tight abutting relationship of each of 
the turns of the coil relative to each other, the resultant 
arch wire 10 is provided with a great degree of stiffnes 
s—a degree of stiffness which is greater than that of an 
openly wound helix made from a similar strand or 
strands of wire, but less than that of a solid wire of 
equivalent cross-sectional area. Over long lengths the 
arch wire 10 is somewhat more ?exible and less stiff 
than its solid wire counterpart. Stiffness is further im 
proved by minimizing the diameter of the internal pas— 
sage of lumen 18 of the arch wire 10. Selecting the 
lumen or passage diameter to be a dimension no greater 
than three times the radial dimension of the strands from 
which the wire is made has been found to provide satis~ 
factory results. In many instances, however, selecting 
the lumen or passage diameter to be a dimension not 
greater than twice the radial dimension of the strands 
has been found to be still more suitable. The arch wire 
10 of the present invention may also sustain large com 
pressive forces in directions longitudinal of the axis of 
the arch wire without deformation of the arch wire. 
This is a highly desirable characteristic. 
The present invention, which utilizes a plurality of 

strands of wire wound so as to form interleaved turns of 
an elongated coiled arch wire has an advantage over my 
prior arch wires disclosed in US. Pat. Nos. 3,861,042 
and 3,878,609, and in US. application Ser. No. 535,687, 
?led Dec. 23, 1974, in that when winding the coil, each 
of the individual strands is subjected to less elastic de 
formation than in my prior wires wherein only a single 
elongated strand was wound in a coil. By virtue of the 
fact that less elastic deformation is imparted to the indi 
vidual strands during winding of the coiled arch wire 10 
of the present invention, the resulting arch wire will 
tend to have a greater springiness especially in the lon 
gitudinal direction, and will be resiliently yieldable so as 
to tolerate a higher degree of bending in a direction 
perpendicular to the longitudinal axis without being 
subjected to breakage or other damage. This is because 
the individual wires are “worked” less during formation 
of the coiled arch wire than in my earlier arrangement. 
By virtue of the turns being tightly wound and being 
abutting against each other, stiffness of the wire is gen 
erally similar to the wire fabricated in accordance with 
my prior techniques from a single strand. 

FIG. 4 illustrates an embodiment wherein a soft coat 
ing 50 may be placed about the exterior of the arch wire 
10. The coating 50 can be made from an elastomeric 
material which can simultaneously serve to protect the 
tissues in the mouth from the wire as well as to prevent 
food particles from entering into the spaces in the wire 
where they may decay and present problems to the 
patient. The coating 50 when made from an elastic 
material does not substantially alter the characteristics 
of the arch wire 10. 
As mentioned above, FIG. 3 illustrates a typical arch 

wire according to the present invention mounted on a 
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bracket 22 which in turn is mounted on a band 24, 
which in turn is mounted to a tooth (not shown). The 
bracket 22 has a base portion 28 and a ?anged portion 
30. The ?anged portion 30 is provided with a pair of 
oppositely directed lips or wings 32 which overlie, in 
spaced relationship, the base portion 28. The bracket 23 
further includes a centrally disposed generally U 
shaped wire guide channel 34. An orthodontic arch 
wire 10 is receivable in the guide-channel 34. A conven 
tional ligature or fastener 36 is mounted over the oppo 
sitely directed lips 32 in a conventional manner so as to 
be detachably associated with the ?anged portion 30 to 
tightly secure the orthodontic arch wire 10 within the 
guide-channel 34. 
The guide-channel 34 assumes slightly different di 

mensions depending on the manufacturer and the manu 
facturing tolerances involved. Typically, with edge 
wise-type brackets of the type shown and commonly 
utilized, the U-shaped guide-channel 34 may assume 
cross-sectional dimensions as large as 0.022 inch by 
0.028 inch. Accordingly, the above referred to outer 
dimension D for a cylindrical or round arch wire may 
be as large as approximately 0.022 inch while still being 
receivable within the channel 34 of the edgewise 
bracket. This is particularly true with oversized chan 
nels which are sometimes provided in such brackets. 
While the present invention contemplates round arch 
wires having an outer dimension D no greater than 
approximately 0.025 inch, it should be clear that manu 
facturing tolerances in such arch wires and the mechan 
ical procedures utilized in the manufacture of these 
wires may result in variances from the above-mentioned 
anticipated maximum dimension by as much as several 
thousandths of an inch. In each case, clearly the outer 
dimension D of the arch wire is advantageously se 
lected to correspond to the dimensions of the arch wire 
receiving channel 34 and can, accordingly, have a 
smaller dimension than the above maximum. The pre 
cise outer dimension D of the wire is not in itself critical 
as long as it is dimensioned to be received within a 
guide-channel of a bracket as described. 
The wire of the present invention is also intended to 

be utilized with various types of orthodontic brackets, 
other than the edgewise bracket shown in FIG. 3. For 
example, the wire 10 may be utilized in conjunction 
with a Begg-type bracket. The latter brackets typically 
have wire receiving channels having cross-sectional 
dimensions of up to 0.022 inch by 0.040 inch. Accord 
ingly, insofar as the round or cylindrical arch wire 10 is 
concerned, the maximum outer dimension D of 0.025 
inch still applies to oversized channels provided in such 
brackets. 

Normally, a plurality of orthodontic brackets are 
mounted on respective teeth and, thereafter, are inter 
connected to one another through the intermediary of 
an orthodontic arch wire 10 in a manner generally ex 
empli?ed in FIG. 5. In FIG. 5, however, there is omit 
ted from the illustration the fastener 36 illustrated in 
FIG. 3. The reason for omitting the fastener from FIG. 
5 is to permit illustration of the manner by which the 
orthodontic arch wire 10 pursuant to the ?rst described 
embodiment illustrated in FIGS. 1 and 2 permits “local 
ized" control over the directional movement of a 
maloccluded tooth. When the arch wire 10 is appropri 
ately mounted and constrained within the guide channel 
34 of each of the orthodontic brackets 22, the arch wire 
may be longitudinally tightened so as to cause move 
ment of the maloccluded teeth in directions generally 
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6 
longitudinally ofthe wire 10. The arch wire 10 pursuant 
to the present invention, when mounted within the 
appropriate guide-channels 34 of each of the orthodon 
tic brackets 22 respectively, may be ?exed or bent 
slightly or signi?cantly. At such time, the turns origi 
nally abutting against one another prior to being 
mounted within the orthodontic brackets 22 will resil 
iently ?ex at "localized” positions on either side of the 
guide-channel 34 of each of the brackets 22. Although 
slight bending is shown in FIG. 5, the wire 10 can be 
bent signi?cantly without permanently being deformed 
and without loss of resiliency. Thus, the wire 10 pro 
vides an improved working range over that provided by 
solid wires. During this process, some of the adjacent 
turns slightly or at least partially separate from one 
another in a manner illustrated in FIG. 5. The wire of 
the present invention has an even greater improved 
working range over that provided by my earlier single 
strand coil wires since each of the turns is elastically 
deformed to a lesser extent in the present invention 
when the wire is coiled. This permits each of the strands 
of the coiled wire of the present invention to better 
retain its resiliency after being wound into the coil and 
permits the bending of the wire when the turns are 
separated as illustrated in FIG. 5 over a longer length of 
wire than in the case of my prior single strand coil 
wires. This would appear also to provide a longer effec 
tive life for the wire according to the present invention. 
By providing the tightly wound con?guration of the 

present invention, bending of the arch wire 10 is possi 
ble to a greater extent than with prior wires without 
permanently deforming the resultant wire. The wire of 
the present invention has excellent ?exibility as well as 
excellent working ranges in small spaces, this being 
particularly suitable for orthodontic applications. The 
arch wire according to the present invention has all of 
the advantages of the wire described in my earlier US. 
Pat. Nos. 3,861,042 and 3,878,609 and in my copending 
US. Pat. Application Ser. No. 535,687. 
Although the above embodiment was described in 

terms of an arch wire or helix of circular cross-section, 
any other suitable cross-section of the arch wire or 
con?guration of the turns may be utilized. Thus, the 
turns have been shown to be circular, although rectan 
gular turns, as to be more fully described with reference 
to FIG. 9, and oval turns may also be utilized. In FIGS. 
6 and 7, turns 16, l7, 18 are shown which similarly 
successively abut against each other—the turns being 
made from interleaved strands of square or rectangular 
cross-section. As with the ?rst con?guration illustrated 
in FIGS. 1 and 2, the common internal dimension d of 
the lumen 20 is made equal to or less than three times, 
and preferably two times, the radial thickness t of the 
strand from which the orthodontic arch wire 14 is 
made. As before the orthodontic arch wire 14 is consti 
tuted of a plurality of preferably metallic strands such as 
stainless steel which are ?exible in nature and coiled 
into a square coil with interleaved turns of the wire 14 
abutting against adjacent turns. The wire 14 functions 
generally in the same manner as does the arch wire 10 
and exhibits similar properties over long and short 
lengths as described above. However, by utilizing rect 
angular strands, the turns de?ne generally smooth ex 
ternal surfaces which do not engage the ligatures 36 and 
permit the arch wire to axially slide through the channel 
while captured or maintained therein by the ligatures. 
A modi?ed arch wire is shown in FIG. 8 wherein 

each of the turns de?nes a plane which is even more 
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oblique to the axis of the respective arch wires. This 
modi?cation prevents the fastening wires 36 from enter 
ing between and separating the adjacent turns since 
these fastening wires are also generally in planes which 
are substantially normal to the axis of the arch wires. In 
FIG. 8, the outer surfaces of the wires form a generally 
stepped surface. The degree of irregularity of the 
stepped surface will increase as the pitch angle of the 
wire increases. While the embodiment of FIG. 6 is 
shown with a smooth outer periphery, this embodiment 
will also show a slightly stepped outer surface in prac 
tice, but not as severely stepped as the embodiment of 
FIG. 8. 
As suggested above, the arch wire may have a square 

or rectangular con?guration or cross-section instead of 
the cylindrical cross-section shown, for example, in 
FIG. 1. The cross-section of such a rectangular wire is 
shown generally in FIG. 9. The wire is designated by 
the reference numeral 62 and is formed from strands 
having a thickness t. The wire 62 has common external 
dimensions designated by S1 and S2. A generally rect 
angular lumen 64 extends through the arch wire 62 
having internal common dimensions s1 and s2. It is 
pointed out that the wire 62 may be formed from 
strands having either a circular or rectangular cross 
section. When strands or wires having a rectangular 
cross-section are utilized, the wires are generally wound 
about one of its longer sides. This is true for both arch 
wires having rectangular as well as round turns and 
made from rectangular strands. 
As described above, the largest wire receiving chan 

nels commonly found in edgewise-type brackets are 
dimensioned approximately 0.022 inch by 0.028 inch. 
When a rectangular arch wire 62 is formed, clearly, the 
outside dimensions thereof 51 and S2 can be made ap 
proximately equal to the maximum anticipated dimen 
sions of the arch wire receiving channel. It is antici 
pated that rectangular arch wires having common outer 
dimensions no greater than approximately 0.025 inch by 
0.032 inch are suitable for most commonly used brack 
ets. This includes the Begg-type brackets whose wire 
receiving channels may be as large as 0.022 inch by 
0.040 inch. Manufacturing techniques and tolerances 
may result in arch wires having slightly smaller or 
larger dimensions. 
The improved characteristics of the wire can be 

achieved with the rectangular wire 62 by insuring that 
the largest common internal dimension s1 is no greater 
than three times, and in some instances no greater than 
twice the thickness t of the strand out of which the arch 
wire is made. 
As described above, the use of square or rectangular 

strands and the formation of either cylindrical or rect 
angular arch wires is advantageous since it substantially 
eliminates the notches or curved indentations between 
adjacent turns, as best shown in FIGS. 1 and 5. This 
permits substantially free slidable movement of the arch 
wire through the channel without locking engagement 
with the ligatures 36. 
One method of manufacturing cylindrical arch wires 

in accordance with the present invention comprises the 
step of winding a plurality of individual strands, with 
the strands lying adjacent each other, about a mandrel 
60, as shown in FIG. 3. As suggested above, the man 
drel may either be left inside the arch wire or removed 
therefrom prior to use-the characteristics being 
slightly affected when it is left inside the arch wire and 
may prove desirable under certain circumstances. How 
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8 
ever, where most of the work involves longer lengths of 
arch wire, the mandrel is useful for providing added 
stiffness and permits the formation of arches as well as 
loops and U-shapes by deforming the arch wire and the 
mandrel 60 simultaneously. On the other hand, where 
most of the work involves bends in small spaces, the 
mandrel 60 is advantageously removed so as to increase 
the working range of the arch wire. It should also be 
noted that loops and U-shapes can similarly be made 
with this subject arch wire as were made up to now 
with conventional wires. The rectangular wire can be 
formed, for example, by compressing a cylindrical wire 
from opposing sides. A rectangular mandrel may be 
inserted through the turns prior to compression to as 
sure the formation of a square lumen 64 as shown gener 
ally in FIG. 9. 
The method according to the present invention can 

be advantageously used to produce coiled arch wires 
having a lumen diameter approaching zero or equal to 
zero. Such an arch wire which comprises three strands 
70,71,72 is illustrated, for example, in FIGS. 10 and 11. 
In accordance with the present invention, the arch wire 
of FIGS. 10 and 11 is made substantially as described 
above by winding individual adjacent strands 70,71,72 
about a mandrel, such as mandrel 60 shown in FIG. 3. 
After the wire of FIG. 3 is coiled, the mandrel is re 
moved and the coiled wires are gripped at respective 
opposite ends and twisted relative to each other to 
tighten the coil even further and to reduce the lumen 
diameter to substantially zero. The result of the further 
twisting operation with the mandrel removed is a wire 
in which the lumen diameter approaches or is virtually 
zero or if the further twisting is carried out to the 
proper degree of tightness, the resulting wire will have 
a zero lumen diameter. Also, this method can be used to 
reduce the lumen diameter to any desired size for any of 
the coiled wires described herein, after the mandrel is 
removed. This method enables obtaining a tightly 
twisted wire with a substantially zero lumen diameter 
more conveniently than has been heretofore possible. 
As should be apparent, the smaller the lumen, the more 
rigid the resulting wire will be. Also, as the size of the 
lumen decreases, the spring action in the longitudinal 
direction of the elongated coiled wire is reduced. In 
other words, by substantially eliminating the lumen, 
lateral flexibility and longitudinal springiness are sacri 
?ced in favor of more rigidity. 
While the above method is advantageously carried 

out when using three adjacent wire strands, it should be 
clear that the method is applicable to any number of 
strands, for example 2, 4, etc. 
FIGS. 12 and 13 illustrate a wire similar to that of 

FIGS. 10 and 11, but made with strands 73,74,75, each 
of which have rectangular cross-sections. The wire of 
FIGS. 12 and 13 is made similar to the wire of FIGS. 10 
and 11 to reduce the lumen to substantially zero diame 
ter. The strands may be deformed to a “sector” shape as 
seen in FIG. 13 during winding or one may start with 
strands having “sector-shaped” cross-sections. 
FIGS. 14 and 15 illustrate a further embodiment of 

the present invention, similar to that of FIGS. 1-5, but 
fabricated from two strands of wire 80,81, each of 
which having a generally circular cross-section. In the 
embodiment of FIGS. 14 and 15, the resulting arch wire 
has an internal lumen which is just less than three times 
the radial thickness of the strands. 
FIGS. 16 and 17 are similar to the embodiment of 

FIGS. 14 and 15, except the two strand con?guration is 
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fabricated from wires having generally rectangular 
cross-sections. The two strands 82,83 form a generally 
smooth outer periphery which, in actual practice, is 
slightly stepped, the slight stepping not being shown in 
FIG. 16. 
According to a further feature of the invention, a 

plurality of strands of wire may be associated together, 
for example by twisting, braiding, pressing, or any other 
suitable manner to form a single composite strand. Such 
a composite strand 90 is shown in FIG. 20 wherein the 
composite 90 is formed by twisting individual strands 
90a, 90b and 90c. Then, three such composite strands 
90,91,92 may be tightly wound into a coil with succes 
sively abutting and generally parallel turns, as shown in 
FIGS. 18 and 19 with a lumen d. In the arrangement of 
FIGS. 18 and 19 the turns of the composite strands have 
a common internal radial dimension no greater than 
three times the radial thickness of the composite strand. 
In a preferred embodiment, the turns have a common 
internal radial dimension no greater than two times the 
predetermined radial thickness of the composite strand. 
The strand of FIGS. 18 and 19 can also be wound and 
then tightened to provide an arch wire with a substan 
tially zero lumen. The method of reducing the lumen to 
substantially zero diameter is substantially similar to the 
method described above with respect to the arch wires 
of FIGS. 1-13. The wires 90a, 90b, 90c, etc. may have 
rectangular or other cross-sections. As shown in FIG. 
21, a single composite strand 90, formed ofa plurality of 
individual strands, may be wound into a helically 
wound arch wire with the same restrictions on internal 
lumen diameter d and thickness t of the composite 
strand as given above with respect to FIGS. 18 and 19. 
FIG. 22 illustrates a further embodiment of the pres 

ent invention wherein an outer helical coil 100 is wound 
around an inner helical coil 101, the pitch of the outer 
coil 100 being opposite to that of the coil 101. In FIG. 
22, each of the coils 100,101 is shown comprised of a 
single strand. However, as shown in FIG. 23, the inner 
coil may comprise a plurality of adjacent strands, such 
as shown in FIG. 1, and/or the outer coil may comprise 
either a single strand as shown in FIG. 22, or one or 
more strands as shown in FIG. 1. While the arrange 
ment of FIGS. 22 and 23 are illustrated with round 
wires, the concepts are equally applicable to rectangu 
lar wires or any other suitably shaped wire. In FIG. 23, 
the inner coil is made up of three adjacent wires, 
102,103,104 and the outer coil is made up of three adja' 
cent wires 105,106,107. The arrangement of FIG. 23 is 
exemplary and various combinations of numbers of 
strands forming the various coils can be used. The resul 
tant composite coils of FIGS. 22 and 23 may be covered 
with an elastomeric material as illustrated in FIG. 4. 

If the coils of FIGS. 22 and 23 are wound in the same 
direction, the coil diameter of both coils can be simulta— 
neously reduced by twisting opposite ends after a man 
drel is removed therefrom. 
The outer dimensions D’ in FIG. 22 is limited to 0.025 

inches so that it may fit within an arch wire channel of. 
a bracket. In a suitable arrangement, the diameters of 
the wires used in FIG. 22 are all 0.005 and the internal 
lumen of the inner wire 101 is 0.005 inches or slightly 
less. 
The inner coil in FIGS. 22 and 23 may be formed 

with or without a lumen, depending upon the desired 
characteristics of the arch wire. Alternatively, the inner 
core for the outer coil may be a twisted wire, or exam~ 
ple as shown in FIG. 20. 
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Any of the illustrated coiled wires described above 

can be rolled into rectangular coils using opposed rol 
lers as described in my copending U.S. Pat. application 
Ser. No. 535,687, ?led Dec. 23, 1974, or can be im 
pacted or pounded to change their shape from round 
coils to rectangular. 

In preferred arrangements, the orthodontic arch 
wires, for example the wires of FIGS. 1, 3 and 5, are 
fabricated from strands having diameters of from, for 
example, about 0.006 inches to about 0.009 inches. 
Other diameters may be used, depending upon the na 
ture of the wire and the desired characteristics. In a 
preferred embodiment using rectangular wire, wires 
having cross-sectional dimensions of about 0.006 by 
0.010 inches have been found to provide good results. 
While most of the above embodiments are shown as 

comprising three individual strands lying adjacent each 
other and interleaved to form the tightly wound coiled 
wire, the invention can be carried out with other num 
bers of strands, for example two strands as illustrated in 
FIG. 14, four strands, ?ve strands, etc. As the number 
of strands is reduced, the characteristics of the resulting 
wire approaches the characteristics of the wires illus 
trated in my prior U.S. Pat. Nos. 3,861,042 and 
3,878,609 and in my copending U.S. Pat. application 
Ser. No. 535,687. 
While the invention has been described above with 

respect to speci?c embodiments, numerous alterations 
of the structure herein disclosed will be apparent to 
those ordinarily skilled in the art. The illustrated em 
bodiments are only preferred embodiments of the in 
vention which are given for the purpose of illustration 
only and are not to be construed as a limitation of the 
invention as set forth in the claims. 

I claim: 
[1. An orthodontic arch wire adapted to be con 

nected to an orthodontic bracket mounted on a maloc 
cluded tooth, the arch wire comprising a plurality of 
adjacent strands coiled in the form of a tightly wound 
elongated coiled wire normally having an array of inter 
leaved turns of and generally parallel, and having a 
lumen extending therethrough, said strands when 
formed into said turns having a predetermined radial 
thickness (t), said turns having a common internal di 
mension (d-FIG. 2; sl-FIG. 9) of said lumen no greater 
than two times said predetermined radial thickness (t) of 
said strands and having a common outer dimension no 
greater than approximately 0.025 inches, said strands 
being made from a material sufficiently elastic to at least 
permit bending of the arch wire over a short length 
thereof by selectively and at least partially separating 
adjacent turns, and to provide sufficient stiffness over a 
long length to provide adequate anchoring characteris 
tics for orthodontic devices attached thereto] 

2. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 wherein said strands each 
have a generally rectangular cross-section. 

3. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 wherein said strands each 
have a generally circular cross-section. 

4. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 wherein said lumen is an 
elongate axial passage through said turns, and further 
comprising a resilient mandrel extending through said 
passage. 

5. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 further comprising an exter 
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nal ?exible coating extending along and covering the 
outer surface of said turns. 

6. [An orthodontic arch wire according to] The 
combination of claim 5 wherein said coating is made of 
an elastomeric material. 

7. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 comprising three adjacent 
strands wound adjacent each other forming said inter 
leaved turns. 

8. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 comprising two adjacent 
strands would adjacent each other forming said inter 
leaved turns. 

9. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 wherein said lumen is an 
elongate axial passage through said turns and is gener 
ally circular. 

10. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 wherein said lumen is an 
elongate axial passage through said turns and is gener 
ally rectangular. 

11. [An orthodontic arch wire according to claim 1] 
The combination of claim 52 wherein each of said adja 
cent strands comprises a plurality of individual strands 
associated together to form a composite strand. 

12. [An orthodontic arch wire according to] The 
combination of claim 11 wherein said composite strand 
comprises a plurality of individual wires twisted to 
gether. 

[13. An orthodontic arch wire adapted to be con 
nected to an orthodontic bracket mounted on a maloc 
cluded tooth, the arch wire comprising a plurality of 
adjacent strands coiled in the form of a tightly wound 
elongated coiled wire normally having an array of inter 
leaved turns of said strands, said turns being succes 
sively abutting and generally parallel, and having a 
lumen extending therethrough, said strands when 
formed into said turns having a predetermined radial 
thickness (t), said turns having a common internal di 
mension (d-FIG. 2; sl-FIG. 9) of said lumen greater 
than two times said predetermined radial thickness (t) of 
said strands and no greater than three times said prede 
termined radial thickness (t) of said strands, and having 
a common outer dimension no greater than approxi 
mately 0.025 inches, said strands being made from a 
material sufficiently elastic to at least permit bending of 
the arch wire over a short length thereof by selectively 
and at least partially separating adjacent turns, and to 
provide sufficient stiffness over a long length to provide 
adequate anchoring characteristics for orthodontic de 
vices attached thereto] 

14. [An orthodontic arch wire according to claim 
13] The combination of claim 53 wherein said strands 
each have a generally rectangular cross‘section. 

15. [An orthodontic arch wire according to claim 
13] The combination of claim 53 wherein said strands 
each have a generally circular cross-section. 

16. [An orthodontic arch wire according to claim 
13] The combination of claim 53 wherein said lumen is 
an elongate axial passage through said turns, and further 
comprising a resilient mandrel extending through said 
passage. 

17. [An orthodontic arch wire according to claim 
13] The combination of claim 53 further comprising an 
external ?exible coating extending along and covering 
the outer surface of said turns. 
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18. [An orthodontic arch wire according to] The 

combination of claim 17 wherein said coating is made of 
an elastomeric material. 

19. [An orthodontic arch wire according to claim 
13] The combination of claim 53 comprising three adja 
cent strands wound adjacent each other forming said 
interleaved turns. 

20. [An orthodontic arch wire according to claim 
13] The combination ofclaim 53 comprising two adja 
cent strands wound adjacent each other forming said 
interleaved turns. 

21. [An orthodontic arch wire according to claim 
13] The combination ofclaim 53 wherein said lumen is 
an elongate axial passage through said turns and is gen 
erally circular. 

22. [An orthodontic arch wire according to claim 
13] The combination of claim 53 wherein said lumen is 
an elongate axial passage through said turns and is gen 
erally rectangular. 

23. [An orthodontic arch wire according to claim 
13] The combination of claim 53 wherein each of said 
adjacent strands comprises a plurality of individual 
strands associated together to form a composite strand. 

24. [An orthodontic arch wire according to] The 
combination of claim 23 wherein said composite strand 
comprises a plurality of individual wires twisted to 
gether. 

[25. An orthodontic arch wire adapted to be con 
nected to an orthodontic bracket mounted on a maloc 
eluded tooth, the arch wire comprising a plurality of 
wires associated together to form a composite strand. 
said composite strand being coiled to the form of a 
tightly wound elongated coil normally having an array 
of successively abutting and generally parallel adjacent 
turns, and having a lumen extending therethrough, said 
composite strand when formed into said turns having a 
predetermined nominal radial thickness (t), said turns 
having a common internal dimension (d-FIG. 2; sl 
FIG. 9) of said lumen no greater than two times said 
predetermined radial thickness (t) of said composite 
strand and having a common outer dimension no 
greater than approximately 0.025 inches, said wires 
being made from a material sufficiently elastic to at least 
permit bending of the arch wire over a short length 
thereof by selectively and at least partially separating 
adjacent turns, and to provide sufficient stiffness over a 
long length to provide adequate anchoring characteris 
tics for orthodontic devices attached thereto] 

26. [An orthodontic arch wire according to claim 
25] The combination of claim 54 comprising three of 
said composite strands located adjacent each other. 

27. [An orthodontic arch wire according to claim 
25] The combination of claim 54 wherein said wires 
each have a generally circular cross-section. 

28. [An orthodontic arch wire according to claim 
25] The combination of claim 54 wherein said lumen is 
an elongate axial passage through said turns, and further 
comprising a resilient mandrel extending through said 
passage. 

29. [An orthodontic arch wire according to claim 
25] The combination ofclaim 54 wherein said lumen is 
an elongate axial passage through said turns and is gen 
erally circular. 

30. [An orthodontic arch wire according to claim 
25] The combination of claim 54 wherein said lumen is 
an elongate axial passage through said turns and is gen 
erally rectangular. 
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31. [An orthodontic arch wire according to claim 
25] The combination of claim 54 wherein said plurality 
of wires forming a composite strand are twisted to 
gether. 

[32. An orthodontic arch wire adapted to be con 
nected to an orthodontic bracket mounted on a maloc 
cluded tooth, the arch wire comprising a plurality of 
wires associated together to form a composite strand, 
said composite strand being coiled in the form of a 
tightly wound elongated coil normally having an array 
of successively abutting and generally parallel adjacent 
turns. and having a lumen extending therethrough, said 
composite strand when formed into said turns having a 
predetermined nominal radial thickness (t), said turns 
having a common internal dimension (d-FIG. 2; 51 
FIG. 9) of‘ said lumen greater than two times said prede 
termined radial thickness (t) of said composite strand 
and no greater than three times said predetermined 
radial thickness (t) of said composite strand, and having 
a common outer dimension no greater than approxi 
mately 0.025 inches, said wires being made from a mate 
rial suf‘?ciently elastic to at least permit bending of the 
arch wire over a short length thereof by selectively and 
at least partially separating adjacent turns, and to pro 
vide suf?cient stiffness over a long length to provide 
adequate anchoring characteristics for othodontic de~ 
vices attached thereto] 

33. [An orthodontic arch wire according to claim 
32] The combination of claim 55 comprising three of 
said composite strands located adjacent each other. 

34. [An orthodontic arch wire according to claim 
32] The combination of claim 55 wherein said wires 
each have a generally circular cross-section. 

35. [An orthodontic arch wire according to claim 
32] The combination of claim 55 wherein said lumen is 
an elongate axial passage through said turns, and further 
comprising a resilient mandrel extending through said 
passage. 

36. [An orthodontic arch wire according to claim 
32] The combination of claim 55 wherein said lumen is 
an elongate axial passage through said turns and is gen 
erally circular. 

37. [An orthodontic arch wire according to claim 
32] The combination of claim 55 wherein said lumen is 
an elongate axial passage through said turns and is gen 
erally rectangular. 

38. [An orthodontic arch wire according to claim 
32] The combination of claim 55 wherein said plurality 
of wires forming a composite strand are twisted to 
gether. 

[39. An orthodontic arch wire adapted to be con 
nected to an orthodontic bracket mounted on a maloc 
cluded tooth, the arch wire comprising at least one 
inner strand coiled in the form of a tightly wound elon 
gated coiled wire normally having an array of succes 
sively abutting adjacent turns, and at least one outer 
strand coiled around said coiled inner strand, said outer 
coil having a common outer dimension no greater than 
approximately 0.025 inches, said strands being made 
from a material sut‘?ciently elastic to at least permit 
bending of the arch wire over a short length thereof by 
selectively and at least partially separating adjacent 
turns, and to provide suf‘?cient stiffness over a long 
length to provide adequate anchoring characteristics 
for orthodontic devices attached thereto] 

40. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said at least 
one outer strand of said outer coil, when formed into 
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said turns, having a predetermined radial thickness (I), 
said outer turns having a common internal dimension 
((1) no greater than three times said predetermined ra 
dial thickness (t) of said outer strands. 

41. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said at least 
one outer strand of said outer coil, when formed into 
said turns, having a predetermined radial thickness (t), 
said outer turns having a common internal dimension 
(d) no greater than two times said predetermined radial 
thickness (t) of said outer strands. 

42. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said outer turn 
is wound in a direction opposite to the winding direc 
tion of said inner coil. 

43. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said inner coil 
is comprised of a plurality of inner strands wound adja 
cent each other to form an array of interleaved turns of 
said strands. 

44. [An orthodontic arch wire according to] The 
combination of claim 43 wherein said outer coil is wound 
from a plurality of adjacent strands coiled to form an 
array of interleaved turns of said outer adjacent strands. 

45. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said outer coil 
is wound from a plurality of adjacent strands coiled to 
form an array of interleaved turns of said outer adjacent 
strands. 

46. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said inner 
turns are wound with a substantially zero lumen. 

47. [An orthodontic arch wire according to claim 
39] The combination of claim 56 wherein said inner 
turns are wound about a mandrel to form a coil having 
a predetermined lumen extending therethrough. 

48. [An orthodontic arch wire according to] The 
combination of claim 4 wherein said resilient mandrel 
comprises a plurality of wires twisted together. 

49. [An orthodontic arch wire according to] The 
combination of claim 16 wherein said resilient mandrel 
comprises a plurality of wires twisted together. 

50. [An orthodontic arch wire according to] The 
combination of claim 28 wherein said resilient mandrel 
comprises a plurality of wires twisted together. 

51. [An orthodontic arch wire according to] The 
combination of claim 35 wherein said resilient mandrel 
comprises a plurality of wires twisted together. 

52. In combination, an orthodontic bracket adapted to 
be mounted on a tooth, the bracket having an arch wire 
receiving opening therein,‘ and an orthodontic arch wire 
?xedly mounted in said arch wire receiving opening of said 
orthodontic bracket; 

said arch wire comprising: 
a plurality of adjacent strands coiled in the form of a 

tightly wound elongated coiled wire normally having 
an array of interleaved turns of said strands, said 
turns being successively abutting and generally paral 
lel, and having a lumen extending therethrough, said 
strands when formed into said turns having a prede 
termined radial thickness (t), said turns having a 
common internal dimension (d-FIG. 2.‘ sI-FI G. 9) of 
said lumen no greater than two times said predeter 
mined radial thickness (t) of said strands and having 
a common outer dimension no greater than approxi 
mately 0.025 inches, said strands being made from a 
material sufficiently elastic to at least permit bending 
of the arch wire over a short length thereof by selec 
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tively and at least partially separating adjacent turns, 
and to provide sufficient stiffness over a long length to 
provide adequate anchoring characteristics for ortho» 
dontic devices attached thereto. 

53. In combination, on orthodontic bracket adapted to 5 
be mounted on a tooth, the bracket having an arch wire 
receiving opening therein,‘ and an orthodontic arch wire 
?xedly mounted in said arch wire receiving opening of said 
orthodontic bracket; 

said arch wire comprising: 10 
a plurality of adjacent strands coiled in the form of a 

tightly wound elongated coiled wire normally having 
an array of interleaved turns of said strands, said 
turns being successively abutting and generally paral— 
lel, and having a lumen extending therethrough. said 
strands when formed into said turns having a prede 
termined radial thickness (t), said turns having a 
common internal dimension (d-FIG. 2; sI-FIG. 9) of 
said lumen greater than two times said predetermined 
radial thickness (t) of said strands and no greater than 
three times said predetermined radial thickness (t) of 
said strands, and having a common outer dimension 
no greater than approximately 0.025 inches, said 
strands being made from a material sufficiently elas 
tic to at least permit bending of the arch wire over a 
short length thereof by selectively and at least partially 
separating adjacent turns, and to provide sufficient 
sti?‘ness over a long length to provide adequate an’ 
choring characteristics for orthodontic devices at 
tached thereto. 

54. In combination, on orthodontic bracket adapted to 
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be mounted on a tooth, the bracket having an arch wire 
receiving opening therein,‘ and an orthodontic arch wire 
fixedly mounted in said arch wire receiving opening of said 
orthdontic bracket,‘ 35 

said arch wire comprising: 
a plurality of wires associated together to form a compos 

ite strand, said composite strand being coiled to the 
form of a tightly wound elongated coil normally hav' 
ing an army of successively abutting and generally 
parallel adjacent turns, and having a lumen extend 
ing therethrough, said composite strand when formed 
into said turns having a predetermined nominal radial 
thickness (t), said turns having a common internal 
dimension (d-FIG. 2,‘ sl-FIG. 9) of said lumen no 
greater than two times said predetermined radial 
thickness (t) of said composite strand and having a 
common outer dimension no greater than approxi 
mately 0.025 inches, said wires being made from a 
material sufficiently elastic to at least permit bending 
of the arch wire over a short length thereof by selec 
tively and at least partially separating adjacent turns. 
and to provide sufficient stiffness over a long length to 
provide adequate anchoring characteristics for ortho 
dontic devices attached thereto. 

55. In combination, an orthodontic bracket adapted to 
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be mounted on a tooth, the bracket having an arch wire 
receiving opening therein; and an orthodontic arch wire 
fixedly mounted in said arch wire receiving opening of said 
orthodontic bracket,‘ 60 

said arch wire comprising: 
a plurality of wires associated together to form a compos 

ite strand, said composite strand being coiled in the 
form of a tightly wound elongated coil normally hav 
ing an array of successively abutting and generally 65 
parallel adjacent turns, and having a lumen extend 
ing therethrough, said composite strand when formed 
into said turns having a predetermined nominal radial 

16 
thickness (t), said turns having a common internal 
dimension (d-FIG. 2; sl-FIG. 9) of said lumen 
greater than two times said predetermined radial 
thickness (t) of said composite strand and no greater 
than three times said predetermined radial thickness 
(t) of said composite strand, and having a common 
outer dimension no greater than approximately 0.025 
inches, said wires being made from a material suffi 
ciently elastic to at least permit bending of the arch 
wire over a short length thereof by selectively and at 
least partially separating adjacent turns, and to pro 
vide sufficient stiffness over a long length to provide 
adequate anchoring characteristics for orthodontic 
devices attached thereto. 

56. In combination, an orthodontic bracket adapted to 
be mounted on a tooth, the bracket having an arch wire 
receiving opening therein; and an orthodontic arch wire 
?xedly mounted in said arch wire receiving opening of said 
orthodontic bracket,‘ 

said arch wire comprising: 
at least one inner strand coiled in the form of a tightly 

wound elongated coiled wire normally having an 
array of successively abutting adjacent turns, and at 
least one outer strand coiled around said coiled inner 
strand, said outer coil having a common outer dimen 
sion no greater than approximately 0.025 inches, said 
strands being made from a material sufficiently elas 
tic to at least permit bonding of the arch wire over a 
short length thereof by selectively and at least partially 
separating adjacent turns, and to provide sufficient 
stiffness over a long length to provide adequate an 
choring characteristics for orthodontic devices at 
tached thereto. 

57. The combination of claim 52 wherein the outer pe 
riphery of 'the tightly wound elongated coiled arch wire is 
substantially round. 

58. The combination of claim 52 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially rectangular. 

59. The combination of claim 53 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially round. 

60. The combination of claim 53 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially rectangular. 

61. The combination of claim 54 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially round. 

62. The combination of claim 54 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially rectangular. 

63. The combination of claim 55 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially round. 

64. The combination of claim 55 wherein the outer pe 
riphery of the tightly wound elongated coiled arch wire is 
substantially rectangular. 

65. The combination of claim 56 wherein said outer coil 
has a substantially round outer periphery. 

66. The combination of either claims 9 or 10 wherein 
said lumen is substantially empty. 

6 7. The combination of either of claims 2] or 22 wherein 
said lumen is substantially empty. 

68. The combination of either of claims 29 or 30 wherein 
said lumen is substantially empty. 

69. The combination of either of claims 36 or 3 7 wherein 
said lumen is substantially empt . 
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