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METHOD FOR CLEANING ALUMINUM AT LOW 
TEMPERATURES 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE INVENTION 

This is a Continaution-In-Part application of applica 
tion Ser. No. 607,154, ?led on Aug. 25, 1975, now US. 
Pat. No. 4,009,115, which is a continuation-in-part ap~ 
plication of application Ser. No. 442,726 ?led on Feb. 
14, 1974, now abandoned. This application is a divi 
sional application of copending application Ser. No. 
755,928, ?led on Dec. 30, 1976, now US. Pat. No. 
4,116,853. The entire disclosures of all of said applica 
tions are hereby incorporated by reference. 

Containers comprised of aluminum and alloys thereof 
are produced in a drawing and forming operation, re 
ferred to as “drawing and ironing”, which results in the 
deposition of lubricants and forming oils on the surface. 
In addition, residual aluminum ?nes, i.e. small particles 
of aluminum, are deposited on the interior and exterior 
surfaces of the container during the forming operation. 
Ordinarily, the exterior surface of the container will 
have smaller quantities of aluminum ?nes since during 
the drawing and ironing step the exterior surface is not 
subject to as much abrasion from the die as the interior 
surface. 

Prior to any processing steps, such as conversion 
coating and sanitary lacquer deposition, the surfaces of 
the aluminum containers must be clean and water 
break-free so that there are no contaminants which 
prevent further processing and which render the con 
tainers unacceptable for use. 
Acid cleaners have been employed to clean the alumi 

num surfaces and to remove aluminum ?nes deposited 
on the interior walls of aluminum containers. Acid 
cleaning is ordinarily accomplished at temperatures 
from l85° F. to 200“ F. in order to remove or dissolve 
the aluminum ?nes and to remove the lubricants and 
forming oils so that the surface is rendered water-break 
free. The cleanliness of the aluminum surface is mea 
sured by the ability of the interior and exterior surfaces 
of the formed aluminum container to support a continu 
ous break-free ?lm of water, that is to be water-break 
free. 
Due to the high temperatures at which cleaning is 

accomplished, that is from 185° F. to 200° F., and the 
acidity of the cleaning composition, the processing 
equipment employed to heat the cleaning composition, 
particularly the ?re tubes of gas ?red heat exchangers, 
are susceptible to corrosion. Furthermore, the high 
temperatures increase operating costs and fuel con 
sumption. 
Chromic acid or salts thereof have been utilized to 

minimize the corrosion of the processing equipment by 
inhibiting the corrosive attack of the acid cleaning com 
position on the processing equipment. An important 
shortcoming which cleaners of this kind possess is the 
inherent toxicity of the hexavalent and trivalent chro 
mium compounds contained therein and the resultant 
waste disposal problem created by the presence of chro 
mium in the cleaner effluent. 
Attempts have been made to include other additives 

in the cleaning compositions to provide ef?cient clean 
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2 
ing. Such additives have included ?uoride. Mainte 
nance and control of acidic cleaners at low pl-l‘s has 
proven impractical, especially when fluorides are pres 
ent. Furthermore, as such cleaning is effected at high 
temperatures, the fluoride when present in high concen 
trations can attack the metal surface and etch the sur 
face which is undesirable, especially when cleaning of 

' containers is to be effected. 
The principal object of this invention is to provide a 

cleaning composition for aluminum for removing and 
dissolving aluminum ?nes and for cleaning lubricating 
oils from the aluminum surface. 
An object of this invention is to provide a process for 

cleaning aluminum surfaces at low temperatures 
thereby reducing corrosion and attack of processing 
equipment and reducing heating costs and heating fuel 
consumption. 
An added object of this invention is to provide a 

cleaning composition possessing good cleaning ability 
and preventing corrosive attack of processing equip 
ment while having no chromate therein. 
Another object is to provide a cleaning solution 

which produces no sludge during operation. 
A concomitant object of this invention is to provide a 

cleaning solution having relatively low concentrations 
of hydro?uoric acid, which can be easily controlled and 
which enables the cleaning of aluminum surfaces with 
little or no etching of the surface. 

DETAILED DESCRIPTION OF THE 
INVENTION 

I have discovered a composition and process for 
removing and dissolving aluminum ?nes and lubricating 
oils from an aluminum surface, said composition com 
prising a concentration of hydrofluoric acid of from 
about 0.005 to about 0.7 grams per liter and a sufficient 
concentration of sulfuric acid to maintain the pH be 
tween about 0.6 and about 2.5 ordinarily below 2.0. 
When the foregoing aqueous cleaning composition is 
utilized removing and dissolving aluminum ?nes and 
lubricating oils may be accomplished at temperatures as 
low as from about 70° F. to about 140° F. 

It should be understood that the term aluminum sur 
face used herein includes aluminum and aluminum al 
loys in which aluminum is the principal constituent. It 
should be understood that by “cleaning composition”, 
or “cleaning solution” I mean the aqueous acidic clean 
ing bath of the present invention comprising hydro?u 
oric acid and sulfuric acid. 
The surprising results obtained with the use of the 

cleaning solution include the removal and dissolution of 
aluminum ?nes from a formed aluminum container, 
both on the interior walls and dome of said container, at 
temperatures within the range of from about 70° F. to 
about 140" F. In addition, it has been found that with the 
use of the cleaning solution of the present invention 
corrosive attack of the processing equipment, particu 
larly the ?re tubes of gas ?red heat exchangers, is re 
duced considerably. This is accomplished without the 
use of any inhibitors in the cleaning solution, such as 
hexavalent chromium. 

l have found that active ?uoride is a necessary con 
stituent which is responsible for assisting in dissolution 
of the aluminum ?nes and oil ?lm removal. In the pres 
ent cleaning process it is essential that the active fluo 
ride be maintained within speci?ed limits, since the 
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active ?uoride affects the aluminum fine dissolution and 
oi! ?lm removal. 
The term “active ?uoride” means the ?uoride present 

in the operating cleaning solution and measurable at a 
given pH by a ?uoride sensitive electrode of the poten 
tiometric type. For example, electrodes of this type and 
their use are described in US. Pat. No. 3,431,182 which 
is hereby incorporated by reference. The electrodes 
described therein are known to the art as ?uoride spe 
ci?c ion electrodes. 
Due to the low concentration of hydro?uoric acid in 

the cleaning solution of this invention, a potentiometric 
type electrode is found to be preferable for measuring 
active ?uoride. Other measuring devices that are not of 
the potentiometric type are insensitive to the concentra 
tion of hydro?uoric acid in the cleaning solutions of the 
present invention, as they are useful only in concen 
trated solutions or solutions having higher concentra 
tions of hydro?uoric acid. 
With the use of the potentiometric type electrode, the 

active ?uoride measurement is measured as a potential 
which is proportional to or related to the actual ?uoride 
ion concentration in the solution. 

It is known that in acid solutions containing ?uoride, 
hydrogen ion complexes a portion of the ?uoride form 
ing undissociated HF and HF2—. In addition, when 
aluminum is dissolved in such solutions, Alt3 also com 
plexes ?uoride. Due to the presence of these complex 
ing agents, it is difficult to measure actual free ?uoride 
ion concentration without extensive sample manipula 
tion. However, by the use of the potentiometric type 
electrode, once a reference point has been arrived at by 
measuring a make-up cleaning solution potential and 
taking this potential as the zero point, it is inconsequen 
tial how much ?uoride is actually complexed. The po 
tential increases negatively in more concentrated solu 
tions, that is when the active fluoride concentration 
increases, and the potential increases positively in more 
dilute solutions, that is when the active ?uoride concen 
tration decreases. When aluminum ions enter the solu 
tion as aluminum ?nes are removed from the surface, 
the electrode potential becomes more positive as the 
amount of active ?uoride decreases. When additions of 
hydro?uoric acid are effected, the potential becomes 
less positive and approaches the zero point again. Since 
the potentiometric type electrode will measure the ac 
tive ?uoride in the solution, taking no account of any 
complexed ?uoride, additions of active ?uoride, prefer 
ably as hydrofluoric acid, can be made to the operating 
cleaning solution to return the potential measurement to 
the original zero reference point. 
Such potentiometric type electrodes may also be 

utilized to measure the actual concentration of hydro 
?uoric acid present in a cleaning composition. Exem 
plary of a procedure which may be utilized to determine 
the concentration of hydro?uoric acid in a cleaning 
solution is as follows: 

EXEMPLARY PROCEDURE FOR 
DETERMINING HYDROFLUORIC ACID 

CONCENTRATION 

Utilizing standard solutions and a potentiometric type 
electrode, standard curves of “Millivolt Response” vs 
“pH of Cleaning Solution”, at various concentrations of 
hydro?uoric acid are determined. FIG. 1 is exemplary 
of such standard curves. 
The potentiometric type electrode used to prepare 

FIG. 1 and which may be utilized for determining the 
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4 
concentration of hydro?uoric acid is generally, any pH 
meter with an expanded millivolt scale, equipped with 
an Orion ?uoride ion electrode and a standard calomel 
reference electrode. Exemplary of such meters are the 
lonalyzer® Fluoride Ion Activity Electrode Model 
94-09 (Orien Research, Incorporated). 

In order to measure the concentration of hydro?u 
oric acid in a sample cleaning solution three standard 
solutions are prepared: 

Cleaning Solution Standard I-0.0l0 grams/liter HF 
Cleaning Solution Standard Il—0.020 grams/liter HF 
Cleaning Solution Standard III-0.040 grams/liter HF 
The above standard solutions are prepared from hy 

dro?uoric acid and a sufficient concentration of sulfuric 
acid to maintain the pH between 1.29 and 1.45 at 25° C. 
and, optionally surfactants, that is, from ingredients 
substantially similar to the sample cleaning composition 
for which the concentration of hydro?uoric acid is to 
be determined. 
The following procedures should be followed: 
Step 1. Rinse electrodes with DI water and wipe dry 

with soft tissue paper. 
Step 2. Immerse the electrodes into Cleaning Solution 

Standard II. The [soluton] solution should be stirred 
or swirled during measurements. Switch the function 
selector to the expanded millivolt scale. At 100% slope 
and 25° C., adjust the meter response to read 0.0 milli 
volts using the calibration knob. This corresponds to 
0.020 grams/liter HF; 

Step 3. Repeat Step 1; 
Step 4. Immerse the electrodes into one of the other 

solution standards. While stirring and having the meter 
set at 100% slope and 25° C., make the measurement. 
Cleaning Solution Standard I should read +18 milli 
volts $2.0 m.v. Cleaning Solution Standard III should 
read —22 millivolts i2.0 m.p. 

This procedure should be carried out once every 24 
hours under normal plant conditions. In case of devia 
tions greater than indicated above the ?uoride ion elec 
trode should be checked by changing to a new ?uoride 
ion electrode using the above procedure. After the 
correct ?uoride ion electrode response has been estab 
lished, Cleaning Solution Standard 11 should be used for 
standardization between sample measurements. 

SAMPLE MEASUREMENT 

After standardization and proper rinsing and drying 
of the electrodes, the sample to be checked should be 
cooled to 25° C. and the electrodes immersed into it. 
The bath sample should be stirred. After noting the 
millivolt response on the expanded scale, the pH of the 
bath sample is determined in a known manner. After 
establishing the correct pH and millivolt reading, the 
concentration of HF is determined by reading the value 
from, for example, FIG. 1. 

Eg. At a pH of 1.1. and a m.v. reading of +20, the 
concentration is equivalent to 0.0185 grams/liter HF At 
pH 1.2 and +5 rn.v.=0.025 grams/liter HF. 

It has been discovered that as a cleaning solution is 
used, aluminum is dissolved off the surface being treated 
at a speci?c rate. In general, cleaning solutions of the 
present invention will have operating characteristics 
such that at make-up the aluminum dissolution rate is 
from about 8 to about 25 milligrams per square foot 
(0.009 to 0.027 mg/cm2) of aluminum surface treated. It 
has been observed that best results, with minimal etch of 
the surface, are obtained when the aluminum dissolu 
tion rate is from 9 to 20 milligrams per square foot (0.01 
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to 0.022 mg/cmz) of aluminum surface treated. This 
dissolution rate occurs at make-up of a cleaning solution 
having a preferred concentration of hydro?uoric acid 
of from about 0.005 to about 0.1 grams/liter of hydro 
?uoric acid. By establishing a zero potential point with 
a potentiometric type electrode at make-up of the clean 
ing solution, and by recording the potential measure 
ments as metal surfaces are processed and cleaned, the 
aluminum dissolution rate is maintained within the pre 
ferred range by additions of active ?uoride, preferably 
as hydro?uoric acid. 
The potentiometric electrode is therefore used as a 

guideline for determining when to adjust the amounts of 
active ?uoride in solution, also to maintain sufficient 
active ?uoride therein to effect a desirable aluminum 
dissolution rate, and also in determining the hydro?u 
oric acid concentration of unknown cleaning solutions. 
The active ?uoride suitable for use herein is prefera 

bly added to the cleaning composition as hydro?uoric 
acid. A simple ?uoride salt can also be utilized, for 
example, an alkali metal ?uoride or bi?uoride such as 
sodium ?uoride, ammonium ?uoride or bi?uoride. 
Complex ?uoride can be employed. However, greater 
concentrations of complex ?uoride will be necessary to 
yield desirable amounts of active ?uoride, as the hydro 
lysis of complex ?uorides is not as substantial as with 
the simple ?uoride, to liberate the required active ?uo 
ride. 
The amount of active ?uoride in the cleaning solution 

is expressed herein as a concentration of hydro?uoric 
acid. This means that the active ?uoride is in the form of 
dissociated ?uoride whose concentration is expressed as 
the concentration of hydro?uoric acid. 
The active ?uoride in the cleaning solution aids in the 

removal of aluminum ?nes on the metal substrate which 
have formed during the forming operation. A surprising 
aspect of this invention is that the cleaning process can 
be effected when the amount of hydro?uoric acid pres 
ent in the solution, is as low as 0.005 grams/liter. I have 
found that by employing the preferred amount of hy 
dro?uoric acid, resulting in the presence of suf?cient 
active ?uoride, removal of the aluminum ?nes is accom 
plished without vigorous attack of the underlying alu 
minum surface. of course, should the active ?uoride be 
depleted in the cleaning solution, preferably it can be 
replenished by addition of hydro?uoric acid. 

Sulfuric acid in the cleaning solution should be pres 
ent in sufficient concentration to maintain the pH be 
tween 0.6 and 2.5. This concentration of sulfuric acid is 
an amount from about 0.1 to about 60 grams/liter, pref 
erably from about 1.0 to about 10 grams/liter. It is par 
ticularly preferred that the concentration of sulfuric 
acid be present in an amount from about 3 to about 5 
grams/liter. 
The hydro?uoric acid should be present in the clean 

ing solution in an amount from about 0.005 to about 0.7 
grams/liter, preferably about 0.005 to about 0.1 grams/ 
liter. For optimum results, it is preferred that the hydro 
?uoric acid be present in an amount from about 0.01 to 
about 0.03 grams/liter. 

In the preferred embodiment of this invention an 
operating cleaning solution is employed comprising 
hydro?uoric acid and sulfuric acid wherein the concen 
tration of constituents, at the beginning of operation as 
well as upon replenishment, is maintained such that the 
sulfuric acid is present in amount from about 3 to about 
5 grams/liter, and the active ?uoride is maintained at 
the level measured at make-up, that is when the hydro 
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6 
?uoric acid concentration at makeup is about 0.01 to 
about 0.03 grams/liter. When a cleaning solution is 
operated and maintained within these preferred limits it 
has been found that excellent cleaning of the aluminum 
surface will result. A most surprising result is that the 
surface will be free of oils and aluminum fines without 
the corrosive attack of processing equipment occurring. 
The cleaning solution preferably is prepared by em 

ploying aqueous concentrates consisting of sulfuric acid 
and water, and hydro?uoric acid and water. The aque 
ous concentrates can be added to an appropriate amount 
of water to prepare a working cleaning solution having 
constituent concentrations and pH within the operative 
ranges set forth herein. Alternatively, the hydro?uoric 
acid and sulfuric acid can be prepared as a concentrate 
and can be added simultaneously as one component to 
water to form the aqueous cleaning composition at 
concentrations for use. 

Surfactants are desirably included in the cleaning 
composition. Such materials enhance the cleaning per 
formance considerably. It has been observed that the 
use of surfactants in the cleaning solution assist in more 
rapid wetting of the surface and the removal of lubri 
cant and oils. The surface active agents to be employed 
herein can be anionic, cationic, or nonionic. Preferably 
nonionic or anionic surface active agents are used. 
Examples of surface active agents that can be utilized 

are: 

Tergitol Anionic—08 (Union Carbide Corporation) 
an anionic surfactant believed to be sodium Z-ethyl 
hexyl sulfate; 

Triton DF-l6 (Rohm & Haas Co.) a nonionic surfac 
tant believed to be a modi?ed polyethoxylated straight 
chain alcohol; 

Polytergent 8-505 LF (Oline Corp.) a nonionic sur— 
factant believed to be a modi?ed polyethoxylated 
straight chain alcohol; 

Surfonic LF-l7 (Jefferson Chemical Co.) a nonionic 
surfactant believed to be an alkyl polyethoxylated 
ether; 

Plurafac RA~30 (BASF Wyandotte Corp.) a nonionic 
surfactant, believed to be a modified oxyethylated 
straight chain alcohol; 

Plurafac D-25 (BASF Wyandotte Corp.) a nonionic 
surfactant believed to be a modified oxyethylated 
straight chain alcohol; 

Triton X-l02 (Rohm & Haas Co.) a nonionic surfac 
tant believed to be an octyl phenoxy poly ethoxy etha 
nol; 

Antarox BL 330 (GAF Corp.) a nonionic surfactant 
believed to be an alkyl poly (ethyl-eneoxy) ethanol; 

Triton CF-l0 (Rohm & Haas Co.) a nonionic surfac 
tant, and believed to be an alkylaryl polyether having a 
carbon chain of about 14 carbon atoms and approxi 
mately 16 moles of ethoxylation; 

Surfactant AR 150 (Hercules, Inc.) a nonionic surfac 
tant, and believed to be an ethoxylated abietic acid 
derivative with approximately 15 moles of ethoxylation; 

Pluronic L061 (BASF Wyandotte, Inc.) a nonionic 
surfactant, and believed to be a condensate containing 
only ethylene oxide and propylene oxide chains; 
Antarox LII-330 (GAF Corp.) a nonionic surfactant, 

believed to be an alkyl poly(ethyleneoxy) ethanol; 
Pegosperse 700-TO (Glyco Chemicals, Inc.) a non 

ionic surfactant, and believed to be an abietic acid ester 
containing approximately 14 to 16 moles of ethoxyla 
tion; 
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Igepal (IA-630 (GAF Corp.) a nonionic surfactant, 
believed to be an alkyl phenoxy poly (ethyleneoxy) 
ethanol; 

8 
-continued 

CONCENTRATES CONTAINING SULFURIC ACID 

Trycol LF-l (Emery Industries, Inc.) a nonionic BF sPlfsmcr Acid 34-50 
surfactant believed to be an alkyl poly ether; and 5 T::'(;:"B‘;:_1"6' “cums 5m ‘ 62 
Renex 20 (I.C.l. United States, Inc.) a nonionic, poly- plum” D25 :38 

Oxyethylene ester of mixed fatty aclds and resin aclds. Water 6050 
The surface active agent present in the cleaning com- ‘ _ 100% 

position can be a combination of one or more particular :PBCIIFC (lijrllvl‘tygelius 04f IE005 at 60' F. 
surface active agents. The surface active agent can be 10 reams om‘ ow ' 
present in the cleaning composition in an amount from M 
about 0.1 to about 10 grams/liter. weigh‘ % 

Concentrates which may be used in the formulation 66' Bf: Sulfuric Acid 34.50 
of aqueous cleaning compositions are exempli?ed be- ¥2';:"B;Sgfamms 7m 5 43 

1s - ' 

10W. Plurafac D-25 L57 

Water ICO% 

CONCENTRATES CONTAINING I-IYDROFLUORIC ACID speci?c Gravity: L237 i m5 at 60. R 
w??hl % Freezing Point: Below 0' F. 

FORMULA 1 20 Flash Point: None 

70% Hydro?uoric Acid 20.55 FORMULA 13 
Water 79_-4§_ Weight % 

100% . . . . . _ 66 Be Sulfuric ACld 34.50 

:pec'lk inlvnly: i ‘005 a‘ 60 F‘ Non-ionic Surfactants 7.0 
‘cums. °"“' ‘ ' 25 Plurafac RA-30 4.0 

Flash Point: None Plant-ac D_25 3O 
FORMULA 2 ' _.____ Water 58.50 

Hydrofluoric Acid (70%) 20.5 100% 
“w°“"°"'c surfacm“ “mm D'25 2-‘; Speci?c Gravity: 1.236 1 .005 it 60' F. 
at" L- Freezing Point: Below 0' F. 

I00% 30 Flash Point: None 
Speci?c Gravity: 1.051 i .[DS 
Freezing Point: -5' F. 
Flash Point: None 
Cioiid Point: 78‘ F. 

CONCENTRATES CONTAINING SURFACTANTS 

35 FORMULA 14 
Weight % 

CONCEN'I'RATES CONTAINING SULFURIC ACID Nomionic surfamm 100% 
FORMULA 3 Plurafac D-ZS 

- Speci?c Gravity: l.0l0 i .005 at 60' F. 
w 11 
"a '% 40 F. ' _,l>oiiit;0'l=.(_ll1'c.) 

66' Sulfuric Acid 34.52 Flash Point: 465‘ F. 
water 65.45 Refractive Index: 1.4560 at 25' C. (77' F.) 

5 T6 . “39H,” 60... ‘m M 
pecl lc rllvlty. . __ . at . weight % 

MAM‘ 45 Anionic Surfactant 101% 
last“ % Tergitol Anionic-08 

4 5 6 7 B Speci?c Gravity: 1.144 1- .005 iii 20' C. 

66' Be sulrtirio Acid 45 45 34.3 34.2 34.2 gl'zf?goiz‘f‘ggrz F' 
Non-ionic Surfactant l0 H 5.3 7.5 l0.6 ' 
Surforiie LF-l'l FORMULA l6 
writer 45 41 60.4 58.3 55.2 50 weigh‘ % 

100% 100% 100% 100% - 100% . . 

Speci?c Gravity 1.337 1.335 1.246 1.248 1.249 #:‘gf'?ig‘f‘cmt '00 % 
[It 60' F. (1005)] . . _ + 
Freezing Point Below Below Below Below Below §LT§£$§Z$M _ ‘005 

0' F. 0‘ F. 0' F. 0' F. 0' F. ' 
Flash Point None None None None None 55 M 

FORMULAS 9-10 Wm?" % 
Weight 9', Non-ionic Sulfactant 30.0 

9 10 Stu-tonic LF-l'l 
Sodium Nitrite .01 

66' Be Sulfuric Acid 45.0 45.58 60 Water 69.9 
Non-ionic Surfactants [0.0 10.90 103% 
TIM" ‘JP-16 9-3 10-" Speci?c Gravity: 1.01s :1: ms at 60' F. 
"mm 0-25 ~" 78 11ie sodium nitrite is added to inhibit rusting of the 
water _.._45'0 4_—_3'52 steel shipping containers 

100% 100% 
speoirio Gravity 1.318 1.320 65 M I 
[It 60' F. (1005)] w??ht % 

FORMULA H NOIl-lOIllC Slll'flClI-IIKS 30-0 
w ism % Plurafac RA-30 27.9 

‘ Plunfmc 0-25 2.1 
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continued 
CONCENTRATES CONTAINING SURFACT ANTS 

Isopropanol (91%) 3.3 
Water 66.7 

100% 
Speci?c Gravity: 1.00 :t .005 
Freezing Point: 32° F. 
Flash Point: 140'’ F. T.C.C. 
Aqueous cleaning compositions which may be employed 
are exempli?ed below. 

M 
Grams 

Hydro?uoric Acid 0.02 
Sulfuric Acid 4.0 
Anionic Surfactant 1.0 
Tergitol 03 
Water to make 1 liter 

M 
Grams 

Hydroiluoric Acid .005 
Sulfuric Acid 6.0 
Nonionic Surfactant 1.0 
Triton DF 16 
Water to make 1 liter 

FORMULA 21 
Grams 

Hydro?uoric Acid 0.1 
Sulfuric Acid 4.0 
Nonionic Surfactant 2.0 
Plurafac RA-30 
Water to make 1 liter 

The metal surface should be cleaned employing tech 
niques that result in a completely water-break-free sur 
face. The cleaning solution can be applied to the alumi 
num surface utilizing any of the contacting techniques 
to the art. Preferably, application will be effected by 
conventional spray or immersion methods. The time of 
treatment of the surface with the cleaning solution need 
only be long enough to insure complete wetting of the 
surface and can be as long as 10 minutes. Preferably, the 
surface should be treated for a time from about 15 sec 
onds to about 2 minutes. 
The aluminum fines and forming oils are removed 

from the aluminum surface by the cleaning solution at 
temperatures lower than ordinarily expected. The 
cleaning process can be operated at temperatures from 
about 70° F. to about 140° F., preferably from about 90° 
F. to about 135° F. It is highly preferred that the clean 
in g process be operated at temperatures from about 1 10° 
F. to about 125° F. Optimum results are obtained when 
the cleaning process is operated at temperatures from 
about 120° F. to about 125° F. This is a distinct advan 
tage of the present invention over prior art processes, as 
the low operating temperatures with good cleaning 
results prevents accelerated corrosion and attack of 
processing equipment. 

In accordance with the invention the cleaning solu 
tion is highly acidic, having pH below 2.5. The amount 
of sulfuric acid and hydrofluoric acid can be varied 
within limits in accordance with the ranges set forth 
hereinabove so that the pH of the cleaning solution can 
be adjusted. Preferably the pH of the cleaning solution 
is adjusted to from about 1.0 to about 1.8, and optimum 
results, that is excellent cleaning with minimal etching, 
are obtained when the pH of the cleaning solution is 
adjusted to from about 1.2 to about 1.5. The pH of the 
cleaning solution should not go below 0.6 or excessive 
etching will occur. “ 
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In accordance with broader aspects of the invention, 

there is considerable ?exibility available with respect to 
portions of the overall processing of the aluminum sub 
strate. In particular, chemical processing steps can be 
effected prior to cleaning such as, for example, a hot 
water prerinse of the surface. Following application of 
the cleaning solution, the surface can be rinsed with 
water and then dried. Ordinarily a water rinse is neces 
sary to remove any remaining residues which may have 
remained after the cleaning step. After the rinse step, 
the aluminum surface may be contacted with conver 
sion coating solutions or siccative ?nish coating compo 
sitions well known to the art. Generally, the coating 
solution will be applied directly after the cleaning oper 
ation or a short period of time thereafter. However, as 
speci?ed hereinabove, the cleaned surface can be dried 
and the coating steps may be accomplished at a later 
time. 
The following Examples are illustrative of this inven 

tion and are not considered as limiting for other materi 
als and operating conditions falling within the scope of 
this invention which might be substituted. 

EXAMPLE I 

Aluminum container test specimens of 3004 alloy, 
drawn into single piece containers, were employed in 
this procedure. The containers had been subjected to a 
drawing operation and were covered with aluminum 

, ?nes and drawing oils. 
30 

35 

40 

45 

50 

55 

65 

The test specimens were treated as follows: 
1. Treated for 60 seconds by spraying the interior and 

exterior of the specimens with the solutions listed in 
Table l. 

2. Rinsed with water by immersion in cold water for 
30 seconds at ambient temperature. 

Control specimens were treated with aqueous com~ 
positions comprising acids, as indicated in Table 1, such 
as sulfuric, hydrochloric, phosphoric, and nitric acid, as 
well as speci?ed combinations or mixtures of these 
acids. The concentrations of the aqueous solutions and 
the constituents therein are listed in Table l. The tem 
perature of each of the respective solutions when em 
ployed to treat the test and control specimens is listed in 
Table 1. 

Except when an anionic surfactant (Tergitol 08) was 
employed in the solutions as indicated in Table 1, all 
other compositions contained 0.1 grams/liter of a non 
ionic surfactant (.1 gram/liter of Triton X-102). 

In all cases the pH of the cleaning solutions were 
between 0.6 and 2.5. 
The aluminum surfaces were tested for water-break 

following cleaning. The container surfaces were treated 
by measuring the percent of water-break on the surface, 
that is the percent of the total surface area which did 
not support a continuous film of water. The results are 
listed in Table 1. 
The results reported in Table 1 include a determina 

tion of the presence of aluminum ?nes remaining on the 
surface after processing was completed. The brightness 
and appearance of the test specimens at the end of the 
processing procedure was also observed. The bright 
ness quality was determined by visually rating the de 
gree of brightness of the surface from 1 to 5 wherein the 
brightness rating of 1 represents best performance and 
appearance and rating of 5 represents poor appearance. 
The presence of aluminum ?nes on the interior surface 
was determined by rubbing the surface with a clean 
white cloth and observing the ?nes deposited on the 
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cloth. The presence of ?nes is evidenced by a dark black 
residue on the white cloth. The amount of ?nes present 
is expressed in Table 1 in gradations from excellent (E) 
for no residue, good (G) for very light residue, fair (F) 

12 

EXAMPLE 111 

An aqueous acidic cleaning bath was prepared by 
adding 4.0 grams of sulfuric acid, 0.02 grams of hydro 

for moderate residue, to poor (P) for very heavy resi- 5 l'luoric acid, and 1.0 gram ofa nonionic surfactant (Tri 
due. ton DF-l6) to each one liter of water. The temperature 

TABLE 1 

M Interior lnterior 
Temperature Exterior Interior Wipe Appearance 

2 g/l H1504 150" F. an 80 G 4 
4 g/l H1504 150'’ F. 00 30 F 4 
(2 g/l H1804 150° F. S0 10 P 4 
2 g/l HCl 150° F. 100 90 G 4 
4 g/l net 150‘ F. 100 80 G 4 
(1 g/l RU 150" F. 100 80 G 4 
2 g/l H )1’04 150“ F. 90 30 G 4 
4 g/l 1131'04 150" F. 50 80 E 4 
0 g/l H 31’04 150" F. 70 50 E 3 
2 g/l HNO] 150“ F. 100 100 E 5 
4 g/l HNOi 150° F. 100 90 E 5 
n g/l HNU; 150’ F. 100 90 G 5 
1 gfl H1504 t 2 g/l HC] 150: F. 90 30 P 3 
3 g/l H3504 l 3 g/l HC] 150“ F. 80 30 P 3 

2 g/l H3504 + 2 g/l mp0,; 150“ F 70 5 F 2 
J g/l H1504 + 3 g/l HJPOt I50’ F 70 5 G 2 
2 g/l 11504 4 2 g/l HNO3 150" F 90 30 P 3 
3 g/l H3504 + 2 g/l HNO] 150° F 90 5 P 3 
1 g/l H3594 t H]P()4 1200 F. 100 10 P 4 
.1 g/l H1504 + 3 g/l 1131104 120" F. 100 10 P 4 
4 g/l H3504 + [2.01 g/l 
NH4HF; 120° F 80 50 P 4 
4 g/l H1504 + 0.02 g/l 
NH4HF3 120° F 50 10 P 4 
4 g/l H3804 it 0.04 g/l 
NH4HF3 120° F 20 0 G 2 
4 g/l H3504 + 0.05 g/l 
Ni'hllFg 120" F 10 0 E 1 
4 g/l H3504 + 1 g/l anionic 
surfactant 1» .02 g/l HF 120" F 0 0 E 1 
100 g/l H3504 + 1.0 g/l 
anionic surfactant + 0.005 
g/] HF 135" F 0 0 G 2 
1.0 g/l H3504 + 1.0 g/l 
anionic surfactant + 010 

gr’! HF [10'' F 0 0 E l 

of the bath was elevated to and maintained at 120° F. A 
45 ?uoride speci?c ion electrode and a saturated calomel 

EXAMPLE H reference electrode were coupled to a potentiometrlc 

An aqueous acidic cleaning bath was prepared by 
adding 4.0 grams of sulfuric acid, 0.02 grams of hydro 
fluoric acid, and 1.0 gram of an anionic surfactant (Ter 
gitol 08) to each one liter of water. The temperature of 
the bath was elevated to and maintained at 120° F. A 
?uoride speci?c ion electrode and a saturated calomel 
reference electrode were coupled to a potentiometric 
meter capable of discerning changes in electrode poten 
tial of i 1.0 millivolt. The electrodes were immersed 
into the bath and the meter adjusted, by the zero offset 
control, to read on the center of the scale. 
Aluminum containers of 3004 alloy drawn into single 

piece containers were sprayed with the prepared bath 
and the meter readings became more positive. When the 
electrode potential reached +3 millivolts from center 
scale. hydrofluoric acid additions were made to restore 
the electrode potential to center scale. Electro metric 
pH measurements, and sulfuric acid additions were 
made to maintain the pH at 1.3 to 1.5. 
The containers were observed to be water-break-free 

and bright in appearance. 
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meter capable of discerning changes in electrode poten 
tial of :10 millivolt. The electrodes were immersed 
into the bath and the meter adjusted, the zero offset 
control, to read on the center of the scale. 
Aluminum containers of 3004 alloy drawn into single 

piece containers were sprayed with the prepared bath 
and the meter readings became more positive. When the 
electrode potential reached +5 millivolts from center 
scale, hydro?uoric acid additions were made to restore 
the electrode potential to center scale. Electro metric 
pH measurements, and sulfuric acid additions were 
made to maintain the pH at about 1.2. 
The containers were observed to be water-break-free 

and bright in appearance. 

EXAMPLE IV 

Aluminum container test specimens, drawn into sin 
gle piece containers, were employed in this procedure. 
The containers had been subjected to a drawing opera 
tion and were covered with aluminum ?nes and draw 
ing oils. 
The test specimens were treated as follows: 
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l. Treated for various times of from 20 to 60 seconds 
and various temperatures by spraying the interior and 
exterior of the specimens with the solutions listed in 
table 2. 

2. Rinsed with water by immersion in cold water for 
about 30 seconds at ambient temperature. 

All of the cleaning solutions contained 1.2 grams/ 
liter of surfactant comprising 92.86% Triton DF-l6 and 
7.14% Plurafac D-25. 
The aluminum surfaces were tested for water-break 

following cleaning. The container surfaces were treated 
by measuring the percent of water-break on the surface, 
that is the percent of the total surface area which did 
not support a continuous film of water. Separate evalua 
tions were made for the interior and exterior of the cans. 
The results reported in Table 2 include a determina 

tion of the presence of aluminum ?nes remaining on the 
surface after processing by observing the brightness of 
the cans. 
The degree of etching of the test specimens at the end 

of the processing procedure was also observed. 
The interior and exterior appearance (brightness 

quality-removal of ?nes) was determined by visually 
rating the degree of brightness of the surface excellent, 
good, fair, or poor (E,G,F,P), “Excellent" meaning that 
all ?nes are removed, “Good” meaning most ?nes are 
removed, “Fair" meaning few ?nes are removed, and 
“Poor" meaning no ?nes are removed. 

TABLE 2 
Tem- Aqueous Percent Appearance 

Test per- Composition Waterbreak (Fines) 
Num- ature H2504 HF Ex- ln- ln- Ex 
ber ('F.) (g/l) (g/l) terior terior terior terior 

1 70 35.21 0.252 2.5 1.0 E E 
2 70 35.2l 0.336 1.5 .5 E E 
3 70 23.47 0.336 3.5 1.0 E G 
4 70 46.94 0.504 0 0 E E 
5 90 11.74 0.252 .5 0 E E 
6 90 0.117 0.252 2.5 L0 E E 
7 90 0.117 0.336 .5 0 E E 
B 90 0.ll7 0.504 0 .5 E E 
9 84 35.21 0.336 3.0 3.0 G E 
10 90 46.94 0.672 L5 .5 E G 
ll 90 58.68 0.672 5.0 1.5 E E 
12 l25 5.87 0.042 5.0 3 5 G G 
l3 l25 5.37 0.336 2.5 0 E E 
14 [25 H7 0.336 2.5 2.5 E E 
15 l25 5.87 0.336 3.5 0 E E 
16 125 5.87 0.672 1.0 L0 E E 
17 MO 5.87 0.336 1.0 E E 
l8 140 3.5! 0.336 L0 5 E E 
19 140 3.5! 0.336 2.5 .5 E E 
20 140 2.34 0.336 5.0 2.5 E E 
2l 140 58.68 0.672 5.0 3.0 E E 
22 140 5.87 0.252 L0 3.5 E E 
23 140 5.87 0168 3.5 3.5 E E 
24 l25 3.51 0.672 .5 1.0 E B 

What is claimed is: 
l. A process for cleaning an aluminum surface having 

thereon deposits of aluminum ?nes and lubricant consist 
ing essentially of removing said deposits by contacting said 
surface with an aqueous cleaning solution comprising 
hydrofluoric acid in a comcentration of about 0.005 to 
about 0.] gram per liter of said aqueous cleaning solu 
tion and sulfuric acid in a concentration of about 1.0 to 
about 10 g/l of said aqueous cleaning solution and hav 
ing a surfactant dissolved therein. wherein the aluminum 
of said sut?tce is 3004 alloy or an aluminum alloy substan 
tially equivalent thereto. 
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2. A process according to claim 1 wherein the amount 

of sulfuric acid in said cleaning solution is suf?cient to 
reduce the pH of less than 1.8. 

3. A process according to claim 2 wherein the aque 
ous cleaning solution is contacted with an aluminum 
surface by spraying said solution on to the surface. 

4. The process according to claim 3 wherein the 
temperature of the spray solution is below 135° F. 

5. The process according to claim 4 wherein the 
aluminum surface is sprayed with said aqueous cleaning 
solution for periods of less than about 2 minutes. 

6. A process according to claim 4 wherein the alumi 
num surface is an aluminum can. 

7. A process for cleaning aluminum surfaces [to 
remove] having thereon deposits of aluminum ?nes and 
lubricants consisting essentially of removing said lubri 
cants and metallic lines [which comprises] by contact 
ing said surface with an aqueous cleaning solution, com 
prising active fluoride expressed as hydrofluoric acid at 
a concentration in said solution of about 0.005 to about 
0.1 gram per liter and sulfuric acid in a concentration of 
about L0 to about 10 g/l of said aqueous cleaning solu 
tion and having a surfactant dissolved therein, wherein 
the aluminum of said surface is 3004 alloy or aluminum 
alloy substantially equivalent thereto. 

8. A process according to claim 7 wherein an alumi 
num surface is contacted with said aqueous cleaning 
solution by spraying said surface with said solution at a 
temperature below 135° F. for a period of less than 
about 2 minutes. 

9. A process according to claim 7 wherein said alumi 
num surface is contacted with said aqueous cleaning 
solution by immersing said aluminum surface into a bath 
containing said aqueous solution maintained at a tem 
perature below about l35° F. 

10. A process according to claim 9 wherein the time 
of immersion is less than about 2 minutes. 

11. A process according to claim 7 wherein the active 
fluoride concentration of the cleaning solution is main 
tained at a level equivalent to a make-up concentration 
of about 0.005 to about 0.1 gram per liter of hydroflu 
oric acid while said solution is continuously used in 
cleaning aluminum surfaces by adding hydrofluoric 
acid to the solution at a rate sufficient to maintain elec 
trode potential of the solution as measured by a ?uoride 
speci?c ion electrode placed in the solution substan 
tially constant and adding sulfuric acid at a rate suffi 
cient to maintain the pH of the solution substantially 
constant. 

12. A process according to claim 11 wherein the 
aluminum surface is an aluminum can. 

13. A process according to claim 11 wherein the 
concentration of active fluoride in the cleaning solution 
expressed as concentration of hydrofluoric acid is main 
tained between about 0.005 and about 0.03 gram per 
liter. 

14. A process for cleaning an aluminum surface having 
thereon deposits of aluminum ?nes and lubricant consist 
ing essentially of removing said deposits by contacting said 
surface with an aqueous cleaning solution consisting essen 
tially of hydro?uoric acid in a concentration of about 0. 005 
to about 0.1 g/l of said aqueous cleaning solution and 
sulfuric acid in a concentration of about 1.0 to about IOg/l 
of said aqueous cleaning solution and having a surfactant 
dissolved therein. 

I 5. A process for cleaning an aluminum surface having 
thereon deposits of aluminum fines and lubricant. the 
aluminum of said surface being 3004 alloy or an alumi 
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num alloy substantially equivalent thereto, consisting es 
sentially of removing said deposits by contacting said sur 
face with an aqueous cleaning solution consisting essen 
tially of hydro?uoric acid in a concentration of about 0. 005 
to about 0.] g/l of said aqueous cleaning solution and 
sulfuric acid in a concentration of about 1.0 to about IOg/l 
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of said aqueous cleaning solution and having a surfactant 
dissolved therein. 

16. A process according to claim 14 or 15 wherein said 
surface is that of an aluminum can. 

i # i l # 


