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PRODUCTION OF ELECTROLYTIC BATTERY 
ACI' IVE MANGANESE DIOXIDE 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue specifica 
tion; matter printed in italics indicates the additions made 
by reissue. 

PRODUCT APPLICATIONS 

The major application of the manganese dioxide 
product is in its use as the cathode depolariser in the 
conventional Leclanche dry cell battery. This high 
grade 'y—MnO2 is ideally suited for dry cell applica 
tions because of its high electrochemical activity. 
Finely divided synthetic manganese dioxide is also used 
in ferrite manufacture and for pigments. Other applica 
tions are in ceramics, welding rods and the general 
chemical industry. 

THE CONVENTIONAL PROCESS 

The conventional process for the production of 
y-—Mn02 from a manganese dioxide feed ore consists of 
the following steps: 

1. High temperature reduction roasting of the natural 
MnOz to MnO. 

2. Acid dissolution of this MnO in the spent electro 
lyte. 

3. Puri?cation of the pregnant leach liquors (a) with a 
base, to remove iron, and (b) with a sulphide, to 
remove heavy metal impurities. 

4. Electrolysis of the ?ltered electrolyte to produce a 
high purity MnOg product at the anode according 
to equation (2) and hydrogen at the cathode. 

Notable disadvantages of the conventional process 
are: (a) the need for pretreatment (reduction roasting) of 
the feed ore which is an energy consuming step with 
polluting side effects; (b) the evolution of hydrogen 
from the hot (80°-100° C.) electrolytic cells causes ap 
preciable heat losses due to the greatly increased evapo 
ration of water and can also produce an acid mist which 
yields an unpleasant working environment and building 
corrosion; (c) depletion of the solution Mn2+ content. 

THE NOVEL PROCESS 

In essence, the process herein described concerns the 
electrore?ning of manganese dioxide to produce a high 
grade synthetic product from natural ore. The principal 
equations describing the cathode and anode reactions 
are: 

Cathode Milo; +411 + +2e_—’Mn2+ +2l-l20 (1) 

As these equations balance each other in consumption 
and formation of species, only make-up quantities of 
other materials are required. This novel process has 
simultaneously overcome all the disadvantages of the 
conventional process and has markedly reduced the 
extent of puri?cation required due to the selectivity of 
the leach. A further advantage of this novel process is a 
reduction in the cell operating voltage through the high 
anolyte Mn2+ concentrations and the lower cathode 
potential of the dissolution reaction compared with that 
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2 
for H2 evolution, this giving a notable reduction in 
power consumption. 
As this process is based upon two reversible equa 

tions, the nature of the anodic species is only signi?cant 
to the extent at which alternate reactions may occur at 
the electrodes. Thus, it must be noted that while sul 
phate, chloride and nitrate solutions may be used, sul 
phate solutions are preferred at these present least oper 
ating difficulties. 

This invention may be conducted in a cell containing 
three essential elements 

1. a cathode compartment which contains a slurry of 
particulate MnO2, the Mn content of which is 
being selectively leached by a reducing environ 
ment attributable to the cathode; 

. an anode compartment comprising a manganese 
containing electrolyte (either the sulphate, chloride 
or nitrate) from which an MnOz product is being 
produced; 

3. an ion-permeable diaphragm, which is imperme 
able to the particulate MnOz slurry, separating the 
anode and cathode regions. 

A typical such cell is illustrated in FIG. 1, this ?gure 
being provided to facilitate understanding of the pro 
cess and is not to be considered in any way limiting this 
invention. 
The conditions in the anolyte compartment may be 

controlled to produce a variety of MnOz products. For 
example, at 90°—98° C., a dense anode deposit of 'y 
MnOg may be deposited, whilst at l5°-25° C., a particu 
late product may be formed. Typical materials suitable 
for use at the anode include carbon, lead and titanium, 
all of which are currently used within the industry. The 
temperature conditions in the catholyte are by necessity 
similar to those selected for the anodic product forma 
tion step. However, markedly different solution condi 
tions may be attained by control of the diaphragm mate 
rial and electrolysis conditions. Correct selection of the 
diaphragm material is essential for the control of anoly 
te/catholyte acidities as the anode reaction is acid pro 
ducing and Mn“ ion consuming, whilst the cathode 
reaction is acid consuming and Mn2+ ion producing. 
The conditions under which this invention operates 

are: 

i. Anode Compartment A temperature from about 15° 
C. to the solution boiling point (about 120° C.), with a 
preferred temperature range of 80‘-100° C. for the pro 
duction of an adherent anode deposit of y-MnOg, and of 
l5°-25“ C. for a particulate product; a solution manga 
nese content of about 20 g/l Mn to about 200 g/l Mn, 
with a preferred value of 80 to 130 g/l, as this ensures a 
high deposit efficiency>95%; an operating solution 
acidity of up to about 5N, with a preferred acidity of 
about 2N; and an anode current density of about 30 to 
about 250 Amp/m2 for an adherent high temperature 
deposit and of about 1000 to 4000 Amp/m2 for a partic 
ulate deposit. Whilst from a capital investment stand 
point, high current densities are desirable, product 
properties, current efficiencies and cell operating condi 
tions are superior at intermediate current densities, thus 
the preferred current density range is 30 to 120 A/m2 
for titanium anodes and 80 to 140 A/m2 for carbon 
anodes to obtain a conventional adherent deposit. As 
those skilled in the art are well aware, the high pre 
ferred manganese concentrations facilitate operation at 
high current densities. 

ii. Cathode Compartment The cathode solution con 
ditions are related to those in the anolyte by the relative 
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rates of electrolytic generation or consumption and 
diffusion through the diaphragm. The nominated solu 
tion temperatures are as given for the anode, namely 15° 
C. to the solution boiling point; nominated dissolved 
manganese contents are from 30 g/] to about 220 g/l 
Mn; nominated solution acidities are from about pH7 to 
pI-lO with a value of about pH4 to pH0.5 preferred. In 
fact low catholyte acidities are particularly important in 
avoiding the dissolution of nonmanganese elements. 
A solids loading of about 20 to 350 g/l may be used 

whilst the preferred range is about 50 to 200 g/l. The 
ore feed should preferably be ?nely ground, say >95% 
less than 50 pm, to attain high dissolution efficiency, but 
the process is operable with larger particle sizes. To 
gether with catholyte acidity, selection of the cathode 
material and current density are particularly important 
to control the selective leaching of M1102 and to pre 
vent the dissolution of impurities. Typical cathode cur 
rent densities of 5 to 400 Amp/mZ may be used with 
preferred current densities of 25 to 100 Amp/m2. 

EXAMPLE 

The following example is provided to illustrate this 
invention but should not be construed as limiting this 
invention in any way whatsoever. 

1200 g of MnOg ore was agitated in 81 of MnSO4 
solution (105 g/l Mn2+ and 2.9 g/l H1804) in a dia 
phragm cell containing three titanium anodes, each 12 
cmX 10 cm submerged area and enclosed in polypro 
pylene cloth diaphragm bags, and four graphite cath 
odes, each 12 cmX 10 cm submerged area, external to 
the diaphragm bags. 

Current was passed at 60'4/m2 of anode area for 96 
hours at a temperature of 90' C. The average cell volt 
age was 2.1 Volt. The power consumption was 1.24 
KWH/Kg. 
The adherent MnOz product was stripped from the 

titanium anodes and the catholyte slurry ?ltered to 
recover the residue. 

In Table 1 below, it can be seen that product of high 
purity is formed and a large reduction in impurity level, 
one hundred fold in the case of Fe, can be obtained 
between feed ore and product. 

TABLE 1 
ANALYTICAL RESULTS 

Com~ Pro- Resi- Electrolyte 
ponent Ore duct due Start Finish 

H1804 —— — — 2.9 g/l Ano- Catho 

lyte lyte 
93.0 3/1 9.8 g/l 

Mn 45% 62% 20% 9.5% 9.3% 
Fe 20.000 200 35,1110 190 mg/l 320 mg/l 

ppm ppm Pam 
Cu 150 20 250 ll 6 
Pb I00 50 200 l4 14 
Zn 7O 20 III] 78 70 
Ni It!) 20 2(1) 130 N0 
Co 70 30 1(1) 114 It!) 
Cr 60 10 100 2 4 
M0 440 — MIX) — —— 

Ca 16,111) 200 30,0“) 1(1) 400 
Mg IOJIJO — 25,“)0 240 600 
K 5,50] 200 12.000 40 120 
Na 1,040 10 2,3“) 40 200 
Number 
of grams 1,200 675 $60 — — 

In Table 2, it can be seen that product of high electro 
chemical activity can be prepared. The product pre 
pared has been compared with a standard electrolytic 
manganese dioxide from Japan. The method used to 
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4 
determine the electrochemical activity was by the 
Kornfeil test. Manganese dioxide sample (0.50 g) and 
acetylene black (0.20 g) are mixed as a slurry with elec 
trolyte solution (Kornfeil 2 solution) to a standard mois 
ture level. This mix is then added into the Kornfeil cell 
and the wet black mix compressed with the carbon 
cathode rod by loading with a 2 kg weight. The result 
ing Kornfeil pellet was maintained under this load and 
discharged between the carbon and zinc electrodes at 
constant current drains. The residual cell voltage was 
determined as a function of time by a pulseinterrupt 
technique, to a final voltage of 1.00 volts. The time of 
discharge is taken as a measure of the electrochemical 
activity of the manganese dioxide. 

TABLE 2 
ELECTROCHEMICAL ACTIVITY OF PRODUCT-continued 

Time to 1.0V at high Time to 1.0V at 
current drain of low current 

Product 60mA drain of IZmA 

Standard Electrolytic 4,000 sec. 25,200 sec. 
M1102 (JIPIII) 
Example product 4,300 27,000 

Whilst this invention concerns a process for the elec 
trore?ning of MnO1, it must be noted that a variety of 
process ?ow sheets are possible, the following illustra 
tions of which are provided but in no way should be 
considered limiting. 
The following discussion has been limited to the for 

mation of a high temperature (80°-l00° C.) adherent 
'y-Mnoz product for illustrative purposes only. 
The simplest process flow sheet (FIG. 2) is the addi 

tion of ground ore to an electrolytic cell containing a 
prepared electrolyte, and the batchwise or semi-batch 
wise dissolution of ore occurs. When the electrolysis is 
ceased because of ore depletion of sludge accumulation, 
the manganese de?cient residue is separated from the 
solution and the solution is returned to the cell and the 
process repeated. The anode may be removed periodi 
cally and the adherent deposit stripped at any time 
throughout the batch dissolution. Modi?cations of the 
above, including continuous ore addition to a non-?ow 
cell or a continuous flow system via a multiple series of 
cells, are obvious to those skilled in the art. 
A refinement of the above single cell is the continu 

ous removal of a portion of the catholyte, and the return 
of the solution, after ?ltration, to the cell, for example to 
the anolyte (FIG. 3). If desired, some form of puri?ca 
tion treatment, eg pH adjustment, may be carried out 
before returning the electrolyte to the cell. 
What I claim is: 
l. A process for the production of high grade 'yMnOZ 

from manganese dioxide ore in an electrochemical cell 
having one or more inert anodes, immersed in an aque 
ous anolyte having a solution manganese content of 20 
g/l Mn to 200 g/l Mn and an acidity of up to 5N, and 
one or more inert cathodes, immersed in a slurry con 
sisting of particulate manganese dioxide ore and an 
aqueous catholyte having a solution manganese content 
of 30 g/l Mn to 220 g/l Mn and a pH below 7, the 
anodes and cathodes disposed on opposite sides of one 
or more porous diaphragms, the process consisting of 
applying a direct current potential between the anodes 
and cathodes to reduce the manganese dioxide slurry to 
ionic manganese which diffuses through the dia 
phragms and is oxidised at the anodes where 'yMnoz is 
formed, the anode current density being 20 to 250 
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Amp/m2 at a cell temperature of from [15 to 25‘ C.] 
80° to 100° C. or 1,000 to 4,000 Amp/m2 at a cell tem 
perature of [80° to 100° C.] 15° to 25° C. and the cath 
ode current density being 5 to 400 Amps/m2. 

2. A process as in claim 1 in which the electrolyte 
comprises the anion group, sulphate. 

3. A process as claimed in claim 1 in which the elec 
trolyte comprises the anion group, chloride. 

4. A process as claimed in claim 1 in which the elec 
trolyte comprises the anion group, nitrate. 

5. A process as claimed in claim 1 in which the cur 
rent density is from about 30 to 140 Amp/m2. 
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6. A process as claimed in claim 1 in which the ano 

lyte contains about 80 to 130 g/l Mn and about 2N acid. 
7. A process as claimed in claim 1 in which the cath 

ode current density is 25 to 100 Amp/m2. 
8. A process as claimed in claim 1 in which the ore 

content of the catholyte is about 20 to 350 g/l. 
9. A process as claimed in claim 1 in which the ore 

content of the catholyte is about 50 to 200 g/l. 
10. A process as claimed in claim 1, in which the acid 

content is such that the pH is in the range of about pH4 
to pH0.5. 
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