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1571 ABSTRACT 
A stable floor for animals which is in structural combi 
nation with a ?oor covering sheet having at least two 
layers: a compressible sublayer of a resilient and highly 
porous ?lamentary matting partly embedded in a top 
layer which is impermeable to moisture. The floor cov 
ering sheet provides good insulation and has dimen 
sional stability so as to remain resilient over a prolonged 
period of time. 

7 Claims, 5 Drawing Figures 



US. Patent Aug. 16,1983 ‘ Sheet 1 of2 Re. 31,345 



U.S. Patent Aug. 16,1983 Sheet 2 of2 Re. 31,345 

D 

up ‘ twp...» 

v @m u 



Re. 31,345 
1 

FLOOR COVERING SHEET FOR STABLES 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

This invention relates to a ?oor covering sheet for 
stables consisting of a compressible sublayer and an 
impermeable top layer. 
A floor covering sheet for stables of this type is de 

scribed, e.g. in German Design Pat. No. 1,817,678. In 
this patent the top layer consists of a super?cially struc 
tured, fabric-reinforced plastic material, whereas the 
sublayer is a foam. On the ?oor side, the sheet is lined 
with plastic film and secured in the area of the stalls 
with an adhesive to the cement or similar stable floor. 
The floor covering sheet for stables described in Ger 

man Design Pat. No. 1,864,178 has a similar structure. 
It, too, is glued to the stable floor. 
A foamed sublayer is also part of the ?oor covering 

sheet for stables described in German Design Pat. No. 
l,957,l03. In this version, the top layer is composed of 
a rubberized or plastic-coated fabric. The sheet is pref 
erably prcrnanufactured and provided with plastic 
strips by means of which it is ?rmly secured to the 
stable floor. 

In the floor covering sheet for stables described in 
Swiss Pat. No. 516,904 and German Design Pat. No. 
7,474,845; the sill-layer is also composed of a foamed 
plastic or a granular rubber composite, whereby an 
imeerrierble la er is provided on the floor side. 
The construction and production of floor covering 

sheets for stables known according to the state of the art 
are very costly. Moreover said sheets exhibit the serious 
drawback thet—unavoidably over the long term-the 
top layer, or where present, the impermeable backing of 
the sublayer is damaged and allows moisture to seep in 
and/or adhere to the ?ne pores of the foamed sublayer; 
after a relatively short time, the pores of the sublayer 
are filled with liquid so that one of the main objectives 
of such ?oor covering sheets for stables, namely insula 
tion against penetrating cold is no longer met. Another 
drawback of known floor covering sheets for stables is 
their low dimensional stability. Farm animals standing 
or lying in the stalls cause severe compression of the 
foamed sublayer and the recovery of the foam structure, 
especially when moisture has seeped in, drops sharply. 
Over the long term, the floor covering loses both its 
insulation capacity and its resilience. 
The objective was therefore to provide a floor cover 

ing sheet for stables which after prolonged use an even 
after damage to the impermeable top layer, would have 
a good insulating effect against penetrating cold. Fur 
thermore, the floor covering sheet for stables according 
to the invention should have adequate dimensional sta 
bility. The sublayer should exhibit excellent resiliency 
and softness, but. particularly a high pore component 
with a porous structure so open and wide that, on the. 
one hand, no moisture. e.g. in the form of capillary 
moisture may seep in, and that, on the other “and, e.g. 
after darfez'rre to the outer fice of the top lay-1r, any 
mositure having seeped in is quickly dissipated by fa 
vorable ventilation of ti»; structure. 

This objective is met according to the invention, with 
the floor covering sheet for stables of the above-men 
tioned type in that the compressible sublayer is a mat 
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2 
ting composed of a plurality of ?laments of a diameter 
of 0.4 to 2.5 mm intersecting one another and fused at 
their points of intersection, one of the two faces of said 
sublayer being partly embedded in the impermeable top 
layer. 
The ?laments of the matting sheet are preferably 

deposited in loops. A matting sheet of this type can e.g. 
be obtained by a process described in US. Pat. No. 
3,691,004, which is incorporated herein by reference. 

In another preferred embodiment, at least one outer 
face of the matting sheet forming the sublayer, namely 
the face away from the top layer, has a waflle~like struc 
ture. , 

The term “waffle-like" structure refers to surfaces 
presenting more or less evenly distributed recesses 
(areas devoid of ?lament) assuming a hemispherical, 
conical, truncated conical, pyramidal or truncated pyra 
midal shape. 
The matting exhibiting such waf?e-like structure 

outer faces can be obtained, e.g. by spinning a polymer 
melt onto a moving surface on which more or less 
evenly distributed hemispherical, conical, truncated 
conical, pyramidal or truncated pyramidal elements are 
fastened. Depending on the ratio of spinning speed to 
matting take-up speed, a ?lament layer of approxi 
mately uniform thickness, covering these elements and 
dropping between said elements is formed, resulting in a 
matting structured on both faces, or else the spaces 
between the elements are ?lled with yarn material so 
that a unilaterally structured matting is obtained. De 
tails of a method for the manufacture of such matting 
are given in US. patent application Ser. No. 703,277 
filed July 7, I976, incorporated herein by reference. 
To form an impermeable layer on this matting sheet, 

a coating of a few millimeter thickness of, e.g. soft PVC 
is applied, whereby the matting is partly embedded in 
this top layer to e.g. a depth of l to 5 mm for a matting 
thickness of 10 to 40 mm. 
To increase the anti-skid characteristics, the effective 

area of the top layer can be structured in a known man 
ner. Preferably, a nonwoven of synthetic ?laments or 
?bers is applied to it. Fine denier ?laments or ?bers are 
preferred here, because in addition to anti-skid charac 
teristics they impart a greater resiliency/softness to the 
surface. The nonwoven may e.g. he a card web or a 
spinning web, it may e.g. be bonded with an adhesive or 
by needle-punching. Its thickness need only be a few 
millimeters, e.g. 2 mm. A nonwoven of this type en 
hances simultaneously the wear resistance of the top 
layer. 
The ?laments of the matting to be used as sublayer 

according to the invention are composed of synthetic 
polymers, preferably polycaprolactam, because of its 
good elasticity and high resistance to decay. These 
?laments, as well as the ?laments or ?bers of the non 
woven applied to the effective area may also consist of 
other ?ber-forming polymers, such as polyhexamethyl 
ene adipamide, polyethylene terephthalate or copoly 
mers thereof, or polyolefins, in particular, polypropyl 
ene. 
The invention is described with the aid of the en 

closed drawings, wherein: 
FIG. 1 illustrates a portion of a two-layered embodi 

ment of the floor covering sheet for stables according to 
the invention with a matting structured on both sides as 
sublayer; 
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FIG. 2 illustrates a portion of the matting used in 
conjunction with the ?oor covering sheet for stables 
according to FIG. 1; 
FIG. 3 illustrates a three-layered floor covering sheet 

for stables similar to that shown in FIG. 1 using as 
sublayer a unilaterally structured matting; 
FIG. 4 illustrates a portion of another preferred em 

bodiment of the floor covering sheet for stables accord 
ing to the invention using as sublayer a matting made of 
looped ?laments; and 
FIG. 5 illustrates a section of installed ?oor covering 

sheet for stables. 
FIG. 1 illustrates structural principles of a two-lay 

ered ?oor covering sheet for stables. In this version, the 
compressible sublayer consists of a matting 1 of a plural 
ity of ?laments intersecting one another and fused at 
their points of intersection, with face 1a. or its two faces 
1a. and lb. partly embedded in impermeable top layer 2, 
face lb. away from top layer 2 assuming a waffle-like 
structure because of recesses 4 (areas devoid of yarn 
)——here of hemispherical shape—. Matting sheet 1 as 
such is shown in FIG. 2 to illustrate the waffle-like 
structured bottom face 1b. Instead of the hemispherical 
recesses 4 shown here, bottom face 1b. may have yarn 
free areas of a different shape, e.g. conical, truncated 
conical, pyramidal or truncated pyramidal recesses. 
With the matting sheet according to FIG. 1 and FIG. 

2, the areas of upper face la. between recesses 4 are not 
?lled with yarn material. To obtain an especially favor 
able bond between matting sheet 1 used as sublayer and 
impermeable top layer 2, it may be expedient to ?ll 
these areas with yarn material. 
A preferred three-layered stable ?oor covering hav 

ing a matting sheet 1' ?lled with yarn material is illus 
trated in FIG. 3. The upper face 1a. of this matting sheet 
is virtually level. Impermeable top layer 2 is substan 
tially identical to that in FIG. 1. A non-woven layer 3 of 
synthetic ?bers overlays said impermeable top layer. 

FIG. 4 illustrates another preferred ?oor covering 
sheet for stables 5 according to the invention. The sub 
layer is composed of a matting l" of looped ?laments, 
intersecting one another and fused at their points of 
intersection. Both faces 1a., 1b. of this matting 1' are 
level. 
FIG. 5 illustrates the installation of such ?oor cover 

ing sheet 5 for stables in a stall. The stalls are partitioned 
off laterally by posts 9 and frontally by feed board 8 
with feed crib 10 (in the case of a simple rest stall, a wall 
would replace these). Stable floor 7 is laid out in contin 
uous parallel alignment with feed board 8. Where con 
tinuous installation is hampered by posts 9 or other stall 
partitions, the material is cut 6 at the feed board side. 
The floor covering sheet for stables 5 is supplied in 
width accomodating the stall length, e.g. 1.8 m and is 
rolled out in the stall. Due to the weight of top layer 2 
and, where applicable, of nonwoven 3 applied on top, 
matting sheet 1' lies ?rmly on the stable floor 7. Because 
of the seamless installation of the floor covering sheet 
for stables according to the invention, farm animals 
standing or lying on it cannot readily displace it. It is 
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4 
therefore unnecessary to cement the sheet over the. 
entire stable floor; as a rule, it is quite sufficient to fasten 
the sheet material at the head end of the stall either 
mechanically or by means of an adhesive. 
The top layer 2 of the floor covering sheet for stables 

shown in FIGS. 3 and 4 is provided against skidding 
and to increase the wear-resistance with a textile non 
woven 3 that is cemented or secured to it, which non 
woven having a thickness of l to 3 mm may be rela 
tively thin compared with the top layer. 

Matting sheet 1, 1', l", essential to the invention, and 
serving as sublayer has a very high pore component, 
normally exceeding by far 90 to 92%. Air is able to 
circulate freely, any forming condensation water is able 
to dry out and the growth of decay bacteria is inhibited. 
The structure cannot become logged with liquid and 
thus lose its insulation properties. On the contrary, 
water seeping below the top layer can readily drain off 
or dry out. 
We claim: 
1. In structural combination with a stable ?oor for 

animals, a soft and resilient floor covering sheet com 
prising a highly porous, compressible sublayer in place 
ment on said floor and a polymeric top layer which is 
impermeable to moisture, said compressible sublayer 
consisting essentially of a matting sheet composed of 
continuous, looped synthetic polymeric ?laments inter 
secting one another and fused at their points of intersec 
tion, said ?laments having a diameter of 0.4 to 2.5 mm, 
said matting having in its normal non-compressed state 
a porosity exceeding 90% with its porous structure 
being suf?ciently open to prevent any accumulation of 
capillary moisture, and the upper face of said matting 
being at least partly embedded in said impermeable top 
layer. 

2. The structural combination claimed in claim 1 
wherein the lower face of said matting away from the 
top layer has a waffle-like structure. 

3. The structural combination claimed in claim 1 
which includes an overlay secured onto said imperme 
able top layer and consisting of a nonwoven of synthetic 
?laments or ?bers. 

4. The structural combination claimed in claim 1 
wherein said ?oor covering sheet is installed substan 
tially without seams over the stable ?oor. 

5. The structural combination claimed in claim 1 
wherein the impermeable top layer is formed by a PVC 
which receives the embedded matting to a depth of 
about I to 5 mm for a matting thickness of about 10 to 
40 mm. 

6. The structural combination claimed in claim 1 
wherein the matting ?laments are composed of a syn 
thetic, ?brous polymer selected from the group consist 
ing of polycaprolactam, polyhexamethylene adipamide, 
polyethylene terephthalate and polypropylene. 

7. The structural combination claimed in claim 6 
wherein the matting ?laments consist essentially of 
polycaprolactam. 
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