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[s1] ' ABSTRACT 

A process and product is presented for obtaining selec 
tive areas of distinctive appearance, i.e., matting on 
synthetic coverings. This process includes, depositing a 
polymer coating which contains at least one ?rst initia 
tor for polymerization onto at least a ?rst selected area 
or zone on an expandable or nonertpandable support 
substrate. Next, at least one second coating comprised 
of a crosslinkable monomer containing at least one sec 
ond polymerization initiator is deposited onto a second 
selected area on the substrate. This second area or zone 
may encompass at least a portion of the ?rst area. The 
?rst and second initiators should be triggered by distinct 
"spectral zones", i.e., a range of temperature conditions, 
frequency conditions, etc. capable of decomposing the 
initiator to form free radicals or ions needed for chain 
propagation in a polymerization reaction. Thereafter, 
pre-gelling is performed on the deposited material fol~ 
lowed by a graining operation which is carried out over 
at least a portion of the substrate surface. The synthetic 
covering in the ?rst‘zone or area is then polymerized via 
the ?rst initiator wherein the particular appearance 
thereof is ?xed to the substrate. Thereafter, gelling is 
carried out wherein the polymer which has not been 
?xed by the ?rst initiation polymerization will ?ow, i.e., 
?uidize such that the grained appearance in the second 
area or zone will disappear, i.e., smooth over. This 
gelling may also cause some expansion of the polymer 
on the substrate. 

40 Claims, 1 Drawing Sheet 
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PROCESS FOR OBTAINING AREAS OF 
DISTINCI'IVE APPEARANCE ON SYNTHETIC 
COVERINGS AND THE PRODUCT DERIVED 

TI-IEREFROM 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE INVENTION 

This invention relates to the ?eld of synthetic cover 
ings. More particularly, this invention relates to a pro 
cess for manufacturing synthetic coverings and the 
products obtained thereby. The process of the present 
invention is particularly well suited for providing selec 
tive areas of distinctive appearance, i.e., matting or 
graining on a synthetic covering surface, particularly 
?oor or wall coverings which are based on synthetic 
materials, usually polyvinyl chloride (PVC). This in 
vention is related to copending U.S. patent application 
Ser. No. 603,842, ?led the same day as this application, 
assigned to the assignee hereof and incorporated herein 
by reference. 
The majority of synthetic plastic coverings do not 

exhibit a sufficient visual difference between glossy 
areas and matted or grained areas on the surface 
thereof‘. A distinct difference between gloss and matt 
ness is desirable on synthetic coverings in order to pro 
vide certain distinctive appearances. For example, cer 
tain areas on the surface covering may have a design 
applied by printing or other means, while other areas 
may have a joint imitation thereon. This is particularly 
true when a synthetic covering is intended to imitate a 
ceramic tile ?ooring. Accordingly, an important feature 
for many types of synthetic coverings is that selected 
areas or zones on the surface thereof have a distinctive 
visual appearance, especially between glossy areas and 
matted areas. 

U.S. Pat. No. 4,273,819 and FR-A-No. 2531009 de 
scribe various techniques and methods which are in 
tended to provide local areas on synthetic coverings 
having distinctive matted appearances. However, both 
of these prior art patents suffer from certain disadvan 
tages and de?ciencies. 

SUMMARY OF THE INVENTION 

The above discussed and other problems of the prior 
art are overcome or alleviated by the process and prod 
uct of the present invention. In accordance with the 
present invention, a novel process is provided for ob 
taining selective areas of distinctive appearance, i.e., a 
matted appearance on the surface of a synthetic cover 
mg. 

In accordance with the present invention, this im 
proved process includes, depositing a polymeric coat 
ing which contains at least one ?rst initiator for poly 
merization onto at least a ?rst selected area or zone on 
an expandable or nonexpandable support substrate. 
Next, at least one second coating comprised of a cross‘ 
linkable monomer containing at least one second poly 
merization initiator is deposited onto a second area on 
the substrate. This second area or zone may encompass 
at least a portion of the ?rst area or zone. It will be 
appreciated that the two initiators should be chemically 
distinct, so as to be triggered by either different condi 
tions or by different "spectral zones". Thereafter, pre 
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2 
gelling is preformed on the deposited material followed 
by a graining operation which is carried out over at 
least a portion of the substrate surface. The synthetic 
covering in the ?rst zone or area is then polymerized by 
the first initiator wherein the particular appearance 
thereof is ?xed to the substrate. Thereafter, gelling is 
carried out wherein the polymer which has not been 
?xed by the ?rst initiation polymerization ?ow, i.e., 
?uidize such that the grained appearance in the second 
area or zone will disappear, i.e., smooth over. This 
gelling may also cause some expansion of the polymer 
on the substrate. 

It will be appreciated that a “spectral zone” is de?ned 
as a range of temperature conditions, a range of fre 
quency conditions, and other condition ranges capable 
of decomposing the initiator so as to form free radicals 
or ions which are needed for chain propagation in a 
polymerization reaction. 
The process of the present invention desirably per 

mits separate polymerization initiations in the selected 
areas or zones on the substrate. Thus, depending upon 
the materials utilized, the polymerization initiation en 
ergy supplied to a ?rst zone will not initiate the poly 
merization of any of the other zones. These separate 
polymerization conditions thus make it possible to poly 
merize a selected zone and thereby ?x its appearance 
and thereafter to polymerize a second zone without 
changes to the distinctive appearance of the ?rst zone. 
The above discussed and other advantages of the 

present invention will be apparent and understood by 
those skilled in the art from the following detail descrip 
tion and drawing. 

BRIEF DISCUSSION OF THE DRAWINGS 

Referring now to the drawings wherein like elements 
are numbered alike in several ?gures: 
FIG. 1 is a cross-sectional elevation view of a sub 

strate material used in accordance with the process and 
product of the present invention. 
FIG. 2 is a cross-sectional elevation view showing 

the ?rst step in the process of the present invention. 
FIG. 3 is a cross-sectional elevation view showing a 

second step in the process of the present invention 
wherein a covering has been provided after the second 
zone has been coated on the substrate. 
FIG. 4 is a cross-sectional elevation view of a third 

step in the process of the present invention indicating 
the graining operation. 
FIG. 5 is a cross-sectional elevation view of a fourth 

step in the process of the present invention showing 
polymerization via a radiation initiator. 
FIG. 6 is a cross-sectional elevation view of the ?nal 

product provided in accordance with the process of the 
present invention. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

The present invention provides a novel process of 
achieving distinctive surfaces textures, i.e., matting at 
the surface of a selected area or zone on a synthetic 
covering. In accordance with the present invention, this 
improved process includes, depositing a polymeric 
coating which contains at least one ?rst initiator for 
polymerization onto at least a ?rst selected area or zone 
on an expandable or nonexpandable support substrate. 
Next, at least one second coating comprised of a cross 
linkable monomer containing at least one second poly~ 
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merization initiator is deposited on a second selected 
area on the substrate. This second area or zone may 
encompass at least a portion of the ?rst area. It will be 
appreciated that the ?rst and second initiators should be 
chemically distinct so as to be triggered by either differ 
ent conditions or by different "spectral zones”. “Spec 
tral zone” is a term which indicates a range of tempera 
ture conditions, a range of frequency conditions, and a 
range of other conditions which are capable of decom 
posing the initiator to form free radicals or ions needed 
for chain propagation in the polymerization reaction. 
Thereafter, pre-gelling is preformed on the deposited 
material followed by a graining operation which is car‘ 
ried out over at least a portion of the substrate surface. 
The synthetic covering in the ?rst zone or area is then 
polymerized by the ?rst initiator wherein the particular 
appearance thereof is ?xed to the substrate. Thereafter, 
gelling is carried out wherein the polymer which has 
not been ?xed by the ?rst initiation polymerization 
?ow, i.e., ?uidize such that the grained appearance in 
the second area or zone will disappear, i.e., smooth 
over. This gelling may also cause some expansion of the 
polymer on the substrate. 
As previously discussed, the present invention is par 

ticularly well suited for obtaining different degress of 
mattness on a synthetic covering. Accordingly, in a 
variation of the process of the present invention, an ink 
or an extender containing an ultraviolet radiation poly 
merization initiator is deposited on an expandable or 
nonexpandable support in a ?rst zone or area on the 
synthetic covering. This ink or extender may optionally 
contain an expansion inhibitor. Next, at least one second 
coating comprised of a crosslinkable monomer contain 
ing a thermal polymerization initiator is deposited onto 
a second selected area on the substrate. This second 
area or zone may encompass at least a portion of the 
?rst area or zone. Thereafter, pre-gelling is preformed 
on the deposited material at a temperature such that the 
decomposition of the thermal initiator is negligible. A 
graining operation is then carried out over at least a 
portion of the substrate surface. The synthetic covering 
in the ?rst zone or area is then polymerized by ultravio 
let radiation initiation wherein the particular appear 
ance thereof is ?xed to the substrate. Thereafter, gelling 
is carried out wherein the polymer which has not been 
?xed by the ultraviolet radiation initiation will flow, i.e., 
fluidize such that the graining appearance in the second 
area or zone will disappear. This gelling may also cause 
some expansion of the polymer on the substrate. 

It should be understood that the above discussed 
process is not limited to thermal initiator and/ or ultravi 
olet initiators. In accordance with the present invention, 
it is possible to use two distinct thermal initiators having 
different initiation temperatures, or two ultraviolet initi 
ators having different ultraviolet initiation frequencies. 
It is also possible to combine the above mentioned initia 
tors with one another or to combine them with other 
polymerization initiations such as ionic initiators, those 
initiators in turn, being combined with one another. 
Accordingly, the process of the present invention per 
mits numerous variations depending upon the particular 
conditions and results desired. . 

It will also be appreciated that the ?rst zone or area 
may be advantageously be a joint between two tiles so as 
to imitate ceramic tiling. However, the present inven 
tion is not limited to such a design and may represent 
any desired design. Accordingly, the coating or print 
ing of the ?rst zone can be affected on an expandable 
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support or a nonexpandable or slightly expandable sup 
port depending upon the desired end product. In the 
case where the mat effect is desired in the joint area of 
the covering which imitates ceramic tiling, the inlt con 
taining the radiation initiator may also contain an expan 
sion inhibitor. It will be appreciated that conventional 
expansion inhibitors, preferably trimellitic anhydride 
(TMA) may be utilized by the present invention. 
An important feature of the process and production 

of the present invention is that the entire surface of the 
synthetic covering may be grained without necessitat 
ing a special graining roller controlled in accordance 
with the design or decoration of the covering to be 
utilized. This is because the zone which is not polymer 
ized after graining will be ?uidized during the subse 
quent gelling treatment and will become smooth 
through surface tension. - 
By way of example only, cross-linkable monomers 

suitable for use in connection with the present invention 
include, but are not limited, to the following com 
pounds: ethylene glycol dimethacrylate, ethylene gly 
col diacrylate, diethylene glycol dimethacrylate, dieth 
ylene glycol diacrylate, triethylene glycol dimethacry 
late, triethylene glycol diacrylate, tetraethylene glycol 
dimethacrylate, tetraethylene diacrylate, polyethylene 
glycol dimethacrylate, polyethylene glycol diacrylate, 
1,3-butylene glycol dimethacrylate, 1,4-butylene glycol 
dimethacrylate, l,3-butylene glycol diacrylate, 1,4 
butylene glycol diacrylate, 1,6-hexanediol dimethacry 
late, l,6-hexanediol diacrylate, neopentyl glycol diacry 
late, neopentyl glycol dimethacrylate, (ethoxylated) 
bis-phenol A dimethacrylate, divinylbenzene, divinyl 
toluene, trimethylolpropane trimethacrylate, trirnethyl 
olpropane triacrylate, pentaerythritol triacrylate, glyc 
eryl trimethacrylate, pentaerythritol tetracrylate and 
pentaerythritol tetramethacrylate. It will be appreciated 
that particularly preferred compounds are 1,4-butylene 
glycol dimethacrylate and trimethylolpropane trimeth 
acrylate (Example 2). 

Besides the above listed monomer compounds, which 
all have at least two propagation sites, monomeric com 
pounds possessing only one propagation site may be 
added thereto. The coating containing the crosslinkable 
monomer should contain 1 to 50%, preferably about 
11%, by weight of monomer possessing at least two 
chain propagation sites, optionally mixed with mono 
mers possessing one chain propagation site. 

In a preferred embodiment of the present invention, 
the polymeric coating comprising the second area or 
zone is a wear layer which is deposited on the support 
substrate in an amount of 300 g/m2 and consists of a 
mixture of 100 parts of a base varnish containing: 
100 parts of PVC obtained by emulsion polymerization 
42 parts of plasticizers (phthalates) 
3 parts of stabilizers (barium/zinc) and 
15 parts of white spirit, 
12.4 parts of an acrylic monomer (ROCRYL 980 - 
ROHM & HAAS) and 0.1 to 0.3 parts of an 80% 
strength solution of cumyl hydroperoxide (thermal 

' initiator) in cumene. 
By way of example only, and not by limitation, the 

following thermal initiators may also be used in accor 
dance with the present invention: benzoyl peroxide, 
diisobutyryl peroxide, 2,4-dichlorobenzoyl peroxide, 
diisononanoyl peroxide, decanoyl peroxide, lauroyl 
peroxide, acetyl peroxide, succinic acid peroxide, bis-p 
chlorobenzoyl peroxide, 2,5-dihydroperoxy-2,S-dime 
thylhexane, cumyl hydroperoxide, t-butyl hydroperox 
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ide, p-menthane hydroperoxide, diisopropylbenzene 
hydroperoxide, l,l,3,3-tetramethylbutyl hydroperox 
ide, di-(n-propyl) peroxydicarbonate, diisopropyl 
peroxydicarbonate, di-(sec. -butyl) peroxydicarbonate, 
di-(Z-ethylhexyl) peroxydicarbonate, bis-(#t-butylcy 
clohexyl) peroxydicarbonate, t-butylperoxyisopropyl 
monocarbonate, l,l-bis-(t-butyl-peroxy)-3,3-5-trime 
thylcyclohexane, t-butyl peroxyacetate, t-butyl perox 
yisobutyrate, t-butyl peroxy-Z-ethylhexanoate, t-butyl 
peroxypivalate, t-butyl peroxyneodecanoate, t-butyl 
hydroperoxide, t-butyl-peroxymaleic acid, di-t-butyl 
diperoxyphthalate, 2,S-dimethyl-2,5-bis-(peroxyben 
zolyl)—hexane, 2,3-dimethyl-2,5-bis(octanoylperoxy) 
hexane, t-butyl peroctoate, t-butyl perbenzoate, acetyl 
cyclohexylsulphonyl peroxide, acetyl sec.-heptyl-sul 
phonyl peroxide, methyl ethyl ketone peroxide, 2,4 
pentanedione peroxide, cyclo-hexanone peroxide. 
Among the above listed thermal initiators, preferred 

initiators include: l,l,3,3-tetra-methylbutyl hydroper 
oxide, cunyl hydroperoxide, 2,5-dimethyl-hexane-2,5 
dihydroperoxide, t-butyl hydroperoxide and 2,4-pen 
tanedione peroxide and especially cumyl hydroperoxide 
used in amounts of at least 0.000l%. 
Because a large number of these peroxides exhibit 

excessive decomposition at conventional processing 
temperatures, it may be advantageous to add in inhibi 
tors from the decomposition of the thermal initiator. 
These inhibitors include, but are not limited to the fol 
lowing: benzoic acid, pyridine, phenol, benzyl alcohol, 
resorcinol, ethylamine, benzylamine, hydroquinone, 
pyro-catechol and pyrogallol. 

It is also possible to use, as initiators, azo compounds 
of the AIBN (azo-bis-isobutyronitrile) type or inorganic 
compounds containing a peroxide bond. 
The above compounds are chosen in accordance with 

the particular temperature and pressure conditions em 
ployed and in accordance with the rate of production 
(taking into account the particular kinetics of the system 
chosen). 

Preferable ultraviolet polymerization initiators in 
clude DAROCUR ® 1173 or DAROCUR® 1116 
manufactured by Merck in amounts from 1 to 50%, 
preferably 20%, by weight of the ink or of the extender. 
Other compounds include, but are not limited to, the 
following: benzophenone, Z-chloro-thioxanthone, 2 
methyl-thioxanthone, 2-isopropyl-thioxanthone, ben 
zoin, 4,4'-dimethyoxybenzoin, benzoin ethyl ether, ben 
zoin isopropyl ether, benzyldimethylketal, l,l,l-tri 
chloro-acetophenone, l-phenyl- l ,2-propanedione-2 
(ethoxycarbonyl)-oxime, diethoxyacetophenone, diben 
zosuberone, DAROCUR ® 1398, DAROCUR @ H74 
and DAROCUR ® 1020. It should be understood that 
at least two different radiation initiators, in the same 
zone or in different zones and different layers, may also 
be used in conjunction with the process of the present 
invention. 

In accordance with one embodiment of the present 
invention, the synthetic covering may be smoothed by 
surface tension which is provided during gelling, either 
by utilizing a mechanical smoothing treatment with a 
roller or by carrying out a preferably slight hot graining 
operation. It will be appreciated that another way of 
accomplishing the smoothing operation is to expose the 
?nal synthetic covering as shown in FIG. 6 (for exam 
ple, when the ?nal product leaves an expansion oven), 
to infrared radiation so as to assist the smoothing opera 
tion of the product surface. 
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6 
In an alternative embodiment of the present inven 

tion, the method of producing a ?oor or wall covering, 
is facilitated by polymerizing the monomer at selected 
intervals. In the alternative embodiment, the second 
zone may be directly initiated or indirectly initiated by 
using an agent for energy transfer by radiation, so that 
each of the initiation stages is triggered by a speci?c 
physiochemical effect. In this manner, it is possible to 
separate the polymerization initiation in the selected 
zones in accordance with the initiators and/or physio~ 
chemical initiation properties. It will be appreciated 
that the polymerization initiation energy provided by 
radiation in a ?rst zone should not initiate the polymeri 
zation of a second or other zone. This above-described 
separation of the initiation conditions thus make it possi 
ble to polymerize one selected zone and fix its particular 
appearance and subsequently to polymerize a second 
zone without deterioration of the appearance of the ?rst 
zone. Preferably, the initiation of the polymerization of 
the second zone is by direct radiation or via an energy 
transfer agent which may be effected by X-rays, an 
electron beam or gamma radiation. In order for the 
energy transfer agent to be able to exert its full effects, 
the agent must act on a covering product in which 
suf?cient mobility of the crosslinkable monomer is as 
sured. This condition is best effected by heating the 
synthetic covering in an oven, preferably the oven 
wherein the gelling and/or optional expansion steps are 
carried out. Alternatively, the energy transfer agent 
may act on the covering product upon leaving this 
oven, i.e., while the product is still at a suf?ciently high 
temperature. 

In accordance with the above-described embodi 
ment, the polymerization in the ?rst zone can be 
achieved by the techniques described in the following 
Examples while the polymerization in the second zone 
can be provided by suitable physio-chemical means. 
Moreover, the polymerization of the second zone can 
be done without major modi?cations to production 
lines for existing ?oor coverings. It will be appreciated 
that the monomers to be used, the localized application 
techniques in the various zones, and in general, the 
overall technological process described above is identi 
cal, mutatis mutandis, to that which is described below 
in the Examples. 

It will be understood that the different initiation con 
ditions used in the respective zones or areas must be 
chosen so as to be sufficiently different in order to 
achieve a particular desired ?nal effect. Note that it may 
be difficult to control a process wherein two different 
ultraviolet initiators, i.e., each being triggered by dis 
tinct ultraviolet radiation ranges, were used because the 
separation of the initiation condition in the ultraviolet 
spectrum may be difficult to achieve. 

It should be understood that the method used for 
effecting initiation in the second zone by radiation 
means if, for example, trimethylolpropane trimethacry 
late is used as the monomer, is fully described by 
Salmon and Loan, J. Appl. Polym. Sci, 16, 671 (1972). 
When electron beams are used in accordance with the 

present invention to initiate the polymerization reac 
tion, a preferred apparatus is the ELECTROCUR 
TAIN apparatus manufactured by Ateliers de Char 
milles (Energy Sciences International) of Geneva 
(Switzerland), using suf?cient energy to penetrate into 
the proper depth of the layer which is to be crosslinked, 
for example, energy on the order of 175 KV for doses of 
2 Mrads have been found sufficient. 
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It will be appreciated that the process of matting in 
accordance with the present invention may also be 
applied to relief products produced by silk-screen tech 
niques. 
The following four examples provide particular and 

preferred embodiments of the process and product of 
the present invention. 

EXAMPLE 1 

Referring ?rst to FIG. 1, the support of the synthetic 
covering preferably consists of a substrate 1 having a 
coating, in an amount of 500 g/m2, of an expandable or 
foamable plasticol 2. On this expandable plasticol coat 
ing 2, a conventional ink containing an expansion inhibi 
tor and about 20% of the ultraviolet initiator DARO 
CUR ® 1173 or I 116 is deposited in a ?rst selected area 
or zone in one or more stages in accordance with the 
decoration which is an imitation of a tiled joint design 3 
(see FIG. 2). An ink containing an ultraviolet initiator is 
also deposited in accordance with any desired decora 
tive design 4. It will be appreciated that the ink can be 
replaced by an extender (Le, a solution without dye 
stuff or pigment) depending upon the desired decora 
tive effect to be obtained. Preferably, this deposition (of 
ink or extender) is effected by a photogravure or silk 
screen technique. 

Referring now to FIG. 3, thereafter, a transparent 
plasticol coating is deposited over the entire surface to 
serve as a wear layer 5. This wear layer 5 coating con 
tains an acrylic monomer ROCRYL 980 and the ther~ 
mal initiator which is preferably cumyl hydroperoxide. 
Next, pre-gelling is carried out at a temperature such 
that the decomposition of the thermal initiator is nil or 
negligible, which is usually between about 100' C. and 
160‘ C. 

In FIG. 4, the step of graining the entire surface by 
means of a graining roll under pressure which depends 
upon the degree of mattness desired is shown. This 
graining step is usually conducted at a temperature 
which prohibits polymerization of the plasticol, usually 
above 100' C. It will be appreciated that the pre-gelling 
and graining stages can be carried out in a single stage 
using a sufficiently heated graining roll. Referring now 
to FIG. 5, the synthetic covering is passed under an 
ultraviolet lamp 7 wherein the zone of material contain 
ing the ultraviolet initiator is crosslinked so that the 
grained or matted appearance of this zone is ?xed 
thereby. 

Thereafter, the synthetic covering product obtained 
therefrom is passed for between 1-2 minutes 30 seconds 
through an oven of about 200' C. wherein the expand 
able ooating 2 is expanded into the areas which do not 
contain an expansion inhibitor and to polymerize the 
zone containing the thermal initiator. During this poly 
merization, the zone which has not been polymerized 
during the ultraviolet initiation undergoes ?uidization 
which has the effect of smoothing the grained surface, 
while the zone which has been grained and crosslinked 
during the ultraviolet initiation retains its grained, i.e., 
matted, appearance. The resultant final product is 
shown in FIG. 6. 

EXAMPLE 2 

The same procedure as used in Example 1 is followed 
in this Example except that the ink used herein contains 
1 to 20% benzoyl peroxide dissolved in a minimum 
amount of ether or of methyl ethyl ketone. 
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The coating deposited on the entire surface contains, 

as in Example 1, the other thermal initiator, i.e., cumyl 
hydroperoxide. In this case, the desired effect is brought 
about by making use of the different initiation tempera 
tures of the initiators used. 
A ?rst heat treatment (pre-gelling) is in effect carried 

out at 120' C., and this is followed by a graining opera 
tion and finally by a gelling and expansion stage at be 
tween l80'—200' (2., which can be accompanied by a 
mechanical smoothing operation. 

EXAMPLE 3 

The procedure followed is as in Example 2, except 
that between 1 to 20% of azoisobutyronitn'le (AlBN) is 
dissolved in a minimum amount of methyl ethyl ketone 
and added to the ink. 

EXAMPLE 4 

The same procedure as used in Example 1 is followed 
in this Example, the PVC being replaced by a copoly 
mer of vinyl chloride (95%) and vinyl acetate (5%), all 
the other components remaining as before. 
The following composition was used: 

Parts by weight 

VC/VA copolymer resin 100.00 
containing 5% of vinyl acetate 
Stabilizer (barium/zinc) 31X) 
Monomer (trimethylolpropane 20.00 
trimethacrylate) 
Plasticizers 57.00 
Deaerating agent 3.3 

The pre-gelling is preferably carried out on a drum at 
130° C.; although this temperature can be exceeded, 
depending upon the speed of travel of the covering 
product. It has been found that the above composition 
provides better gelling and smoothing. 
While preferred embodiments have been shown and 

described, various modifications and substitutions may 
be made thereto without departing from the spirit and 
scope of the invention. Accordingly, it is to be under 
stood that the present invention has been described by 
way of illustrations and not limitation. 
What is claimed is: 
1. A process of obtaining areas of distinctive appear 

ance on a synthetic covering, the covering including a 
support layer, including the steps of: 

depositing at least a first polymeric coating having at 
least one ?rst polymerization initiator [thereon] 
therein onto a first selected [area] zone of said 
support layer; 

depositing at least a second [polymeric] coating 
having at least one second polymerization initiator 
therein onto a second selected [area] zone of said 
support layer, said first and second polymerization 
initiators each being comprised of one of a combi 
nation of two initiators which decompose under 
different spectral conditions, said‘ two initiators 
comprising two of the three initiators selected from 
the group consisting of thermal initiators, ultravio 
let radiation initiators and ionic initiators, at least a 
portion of said second [polymeric] coating com 
prising a polymeric material including a crosslink 
able monomer, the deposited coatings de?ning a 
synthetic covering; 

pre-gelling said [deposited coatings] synthetic cover 
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graining at least selected areas of said [deposited 
coatings] synthetic covering to form a matted sur 
face; 

polymerizing said [?rst polymeric coating] synthetic 
covering in said ?rst zone via said ?rst initiator 
wherein said [?rst polymeric coating] synthetic 
covering in said ?rst zone is ?xed to said support 
layer, and wherein said matted surface on said 
[?rst polymeric coating] synthetic covering in said 
?rst zone is ?xed thereon; [and] 

gelling [said second polymeric coating] to cause 
?uidization of said [second polymeric coating] 
synthetic covering which has not been faced by initia 
tion in said first zone thereby smoothing said matted 
surface thereon; and 

polymerizing said synthetic covering in said second zone 
via said second initiator wherein said synthetic cover 
ing in said second zone is fixed to said support layer. 

2. The process of claim 1 wherein said support layer 
is non-expandable. 

3. The process of claim 1 wherein said support layer 
is expandable. 

4. The process of claim 3 including: 
expanding said support layer during gelling. 
5. The process of claim 1 including: 
depositing said second [polymeric] coating over at 

least a portion of said ?rst [polymeric] coating. 
6. The process of claim [1] 5 wherein: 
said ?rst [polymeric] coating [is in the form of] 

comprises an ink or an extender; 
said ?rst initiator is an ultraviolet initiator; 
said second initiator is a thermal initiator; and 

wherein 
said pre-gelling is carried out at a temperature 

wherein the decomposition of said thermal initiator 
is negligible. 

7. The process of claim 6 wherein said thermal initia 
tor is selected from the group consisting of: 
benzoyl peroxide, diisobutyryl peroxide, 2,4 

dichlorobenzoyl peroxide, diisononanoyl peroxide, 
decanoyl peroxide, lauroyl perodide, acetyl perox 
ide, succinic acid peroxide, bis-p-chlorobenzoyl 
peroxide, 2,5-dihydroperoxy-2,5-dimethylhexane, 
cumyl hydroperoxide, t-butyl hydroperoxide, p 
menthane hydroperoxide, diisopropylbenzene hy 
droperoxide, l,l,3,3-tetramethylbutyl hydroperox 
ide, di-(n-propyl) peroxydicarbonate, diisopropyl 
peroxydicarbonate, di-(sec. ¢butyl) peroxydicar 
bonate, di-(Z-ethylhexyl) peroxydicarbonate, bis 
(4-butylcyclohexyl) peroxydicarbonate, t-butyl 
peroxyisopropyl monocarbonate, 1,1-bis-(t-butyl 
peroxy)-3,3-5-trimethylcyclohexane, t-butyl perox 
yacetate, t-butyl peroxyisobutyrate, t-butyl peroxy 
Z-ethylhexanoate, t-butyl peroxypivalate, t-butyl 
peroxyneodecanoate, t-butyl hydroperoxide, t 
butyl-peroxymaleic acid, di-t-butyl diperoxyphtha 
late, 2,5-dimethyl-2,5-bis(peroxybenzoyl)-hexane, 
2,3-dimethyl-2,5-bis(octanoylperoxy) hexane, t 
butyl peroctoate,‘ t-butyl perbenzoate, acetyl cy 
clohexylsulphonyl peroxide, acetyl sec.-heptyl-sul 
phonyl peroxide, methyl ethyl ketone peroxide, 
2,4-pentanedione peroxide, and cyclo-hexanone 
peroxide. 

8. The process of claim 6 wherein: 
said second [polymeric] coating contains at least 
0.000l% of an 80% strength solution of cumyl 
hydroperoxide in cumene. 

9. The process of claim 6 including: 
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10 
providing at least one decomposition inhibitor to said 

thermal initiator. 
10. The process of claim 9 wherein said decomposi 

tion inhibitor is selected from the group consisting of: 
benzoic acid, pyridine, phenol, benzyl alcohol, resor 

cinol, ethylamine, benzylamine, hydroquinone, 
pyrocatechol and pyrogallol. 

11. The process of claim 1 wherein said ?rst and 
second initiators include initiators selected from the 
group consisting of: 
A20 compounds of the AIBN (azo-bis-isobutyroni 

trile) type and inorganic compounds containing a 
peroxide bond. 

12. The process of claim 6 wherein said ultraviolet 
initiator is at least one of the initiators: selected from the 
group consisting of: 

benzophenone, Z-chloro-thioxanthone, Z-methyl-thi 
oxanthone, l-isopropyl-thioxanthone, benzoin, 
4,4’-dimethoxybenzoin, benzoin ethyl ether, ben 
zoin isopropyl ether, benzyldimethylketal, 1,1,1 
trichloro-acetophenone, l-phenyl-l,2-propaned 
ione-Z-(ethoxycarbonyl)-oxime, diethoxyacetophe 
none, dibenzosuberone, DAROCUR @ 1398, 
DAROCUR ® 1174, DAROCUR ® 1020, 
DAROCUR® 1116 and DAROCUR @ 1173. 

13. The process of claim 6 wherein: 
said ink or extender comprises between about 1 to 

about 50 weight percent of ultraviolet initiator. 
14. The process of claim 1 wherein: 
at least one of said ?rst and second [polymeric] 

coatings is provided with an expansion inhibitor. 
15. The process of claim 14 wherein: 
said expansion inhibitor is trimellitic anhydride. 
16. The process of claim 6 wherein: 
said crosslinkable monomer is a monomer having at 

least two propagation sites. 
17. The process of claim 16 wherein said crosslink 

able monomer is at least one of the monomers selected 
from the group consisting of: 

ethylene glycol dimethacrylate, ethylene glycol diac 
rylate, diethylene glycol dimethacrylate, diethyl 
ene glycol diacrylate, triethylene glycol dimethac 
rylate, triethylene glycol diacrylate, tetraethylene 
glycol dimethacrylate, tetraethylene diacrylate, 
polyethylene glycol dimethacrylate, polyethylene 
glycol diacrylate, l,3-butylene glycol dimethacry 
late, l,4-butylene glycol dimethacrylate, 1,3-buty 
lene glycol diacrylate, 1,4-butylene glycol diacry 
late, 1,6-hexanediol dimethacrylate, 1,6-hexanediol 
diacrylate, neopentyl glycol diacrylate, neopentyl 
glycol dimethacrylate, (ethoxylated) bis-phenol A 
dimethacrylate, divinylbenzene, divinyltoluene, 
trimethylolpropane trimethacrylate, trimethylol 
propane triacrylate, pentaerythritol triacrylate, 
glyceryl trimethacrylate, pentaerythritol tetracry 
late and pentaerythritol tetramethacrylate. 

18. The process of claim 16 wherein: 
said crosslinkable monomer also includes monomer 
compounds having one propagation site. 

19. The process of claim 1 wherein: 
said second coating comprises between about 2 to 

about 50 weight percent of crosslinkable monomer. 
20. The process of claim 1 including: 
depositing plasticol in accordance with a silk~screen 

printing process to obtain relief. 
21. The process of claim 6 inlcuding: 
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depositing said ink or extender via a technique se. 
lected from the group consisting of photogravure, 
silk screen and flexographic printing. 

22. The process of claim 1 wherein: 

12 
prising a polymeric material including a crosslink 
able monomer, the deposited coatings de?ning a 
synthetic covering; 

pre-gelling said [deposited coatings] synthetic cover 
said pre-gelling is carried out at a temperature of 5 ing; 
between about 100 to I60 degrees centigrade. graining at least selected areas of said [deposited 

23. The process of claim 1 wherein: coating] synthetic covering to forms a matted sur 
said graining is carried out at a temperature of about face; 

100 degrees centigrade and a pressure depending polymerizing said [?rst polymeric coating] synthetic 
upon the amount of mattness to be effected. 10 covering in said ?rst zone via said ?rst initiator 

24. The process of claim 4 wherein: wherein said [?rst polymeric coating] synthetic 
said expansion is carried out at about 200 degrees covering in said ?rst zone is ?xed to said support 

centigrade for between about one minute to about layer, and wherein said matted surface on said 
two minutes, 30 seconds. [first polymeric coating] synthetic covering in said 

25. The process of claim 1 wherein: 1S ?rst zone is ?xed thereon; [and] 
said pre-gelling and graining stages are carried out gelling [said second polymeric coating] to cause 

simultaneously using a heated graining roller. fluidization of said [second polymeric coating] 
26. The process of claim 1 including: synthetic covering which has not been fxed by initia 
heating said synthetic covering via infrared radiation. tion in said ?rst zone thereby smoothing said matted 
27. The process of claim 1 including: 20 surface thereon; and 
enhancing said fluidization by use of a mechanical 

treatment. 
28. The process of claim 27 wherein said mechanical 

polymerizing said synthetic covering in said second zone 
via said second initiator wherein said synthetic cover 
ing in said second zone is ?xed to said support layer. 

3 7. A process of obtaining areas of distinctive appearance 
on a synthetic covering. the covering including a support 
layer. including the steps of.‘ 

treatment is selected from the group consisting of a 
smooth roller and a textured roller. 25 

29. The process of claim 1 wherein: 
at least two radiation initiators are utilized in the same 

or different coatings. 
30. The process of claim 29 [wherein] including: 

the group consisting of thermal initiators, ultravio 
let radiation initiators and ionic initiators, at least a 
portion of said second [polymeric] coating com 

depositing at least a ?rst polymeric coating having at 
least one ?rst polymerization initiator therein onto a 
?rst selected zone of said support layer; 

triggering each radiation initiator via a physiochemi- 30 depositing at least a second coating having at least one 
cal e?'ect speci?c to said initiator either directly or second polymerization initiator therein onto a second 
via a radiation energy transfer agent. selected zone of said support layer. said second zone at 

31. The process of claim 29 wherein: least partially covering said ?rst zone, said ?rst and 
the polymerization initiation energy provided by second polymerization initiators each being comprised 

radiation in said ?rst [coating] zone does not initi- 35 of one of a combination of two initiators which decom 
ate polymerization in said [other coatings] second pose under di?'erent spectral conditions, said two initi 
zone. ators comprising two of the three initiators selected 

32. The process ot claim 30 wherein: from the group consisting of thermal initiators. ultra 
said radiation initiator is triggered by a physiochemi- violet radiation initiators and ionic initiators, at least 

cal effect selected from the group consisting of 40 a portion of said second coating comprising a poly 
X~rays, electron beam and gamma radiation. meric material including a crosslinkable monomer. 

33. The process of claim 30 wherein: the deposited coatings de?ning a synthetic covering: 
said radiation energy agent triggers said radiation pre-gelling said synthetic covering; 

initiator in a hot oven. graining at least selected areas of said synthetic covering 
34. The process of claim 1 wherein: 45 to form a matted surface; 
at least a portion of said support layer comprises a polymerizing said synthetic covering in said ?rst zone via 

plastisol. said ?rst initiator wherein said synthetic covering in 
35. The process of claim 1 wherein: said ?rst zone is fixed to said support layer, and 
said second [polymeric] coating includes a transpar- wherein said matted surface on said synthetic covering 

ent plastisol coating to act as a wear layer. 50 in said ?rst zone is ?xed thereon; 
36. The synthetic covering derived from a process of gelling to cause ?uidization of said synthetic covering 

obtaining areas of distinctive appearance on a synthetic which has not been fixed by initiation in said ?rst zone 
covering, the covering including a support layer, in- thereby smoothing said matted surface thereon; and 
cluding the steps of: polymerizing said synthetic covering in said second zone 

depositing at least a first polymeric coating having at 55 via said second initiator wherein said synthetic cover 
least one ?rst polymerization initiator therein onto ing in said second zone is fixed to said support layer. 
a ?rst selected [area] zone of said support layer; 38. The synthetic covering derived from a process of 

depositing at least a second [polymeric] coating obtaining areas of distinctive appearance on a synthetic 
having at least one second polymerization initiator covering, the covering including a support layer including 
therein onto a second selected [area] zone of said 60 the steps of‘ 
support layer, said ?rst and second polymerization depositing at least a ?rst polymeric coating having at 
initiators each being comprised of one of a combi- least one ?rst polymerization initiator therein onto a 
nation of two initiators which decompose under ?rst selected zone of said support layer: 
different spectral conditions, said two initiators depositing at least a second coating having at least one 
comprising two of the three initiators selected from 65 second polymerization initiator therein onto a second 

selected zone of said support layer, said second zone at 
least partially covering said ?rst zone, said ?rst and 
second polymerization initiators each being comprised 
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of one of a combination of two initiators which decom 
pose under di?'erent spectral conditions. said two initi 
ators comprising two of the three initiators selected 
from the group consisting of thermal initiators. ultra 
violet radiation initiators and ionic initiators, at least 
a portion of said second coating comprising a cross 
linkable monomer, the deposited coatings de?ning a 
synthetic covering: 

pre-gelling said synthetic covering; 
graining at least selected areas of said synthetic covering 

to form a matted surface; 
polymerizing said synthetic covering in said ?rst zone via 

said ?rst initiator wherein said synthetic covering in 
said ?rst zone is ?xed to said support layer. and 
wherein said matted surface on said synthetic covering 
in said ?rst zone is faced thereon; 

gelling to cause ?uidization of said synthetic covering 
which has not been faced by initiation in said ?rst zone 
thereby smoothing said matted surface thereon; and 

polymerizing said synthetic covering in said second zone 
via said second initiator wherein said synthetic cover 
ing in said second zone is fixed to said support layer. 

39. A process of obtaining areas of distinctive appearance 
on a synthetic covering, the covering including a support 
layer, including the steps of? 

depositing at least a first coating having at least one ?rst 
polymerization initiator therein onto a ?rst selected 
zone of said support layer, said ?rst coating compris 
ing an ink or extender; ‘ 

depositing at least a second coating having at least one 
second polymerization initiator therein onto a second 
selected zone of said support layer, said second zone at 
least partially covering said ?rst zone, said ?rst and 
second polymerization initiators each being comprised 
of one of a combination of two initiators which decom 
pose under dt?'erent spectral conditions. said two initi 
ators comprising two of the three initiators selected 
from the group consisting of thermal initiators, ultra 
violet radiation initiators and ionic initiators, at least 
a portion of said second coating comprising a cross 
linkable monomer, the deposited coatings de?ning a 
synthetic covering; 

pre-gelling said synthetic covering; 
graining at least selected areas of said synthetic covering 

to ?orm a matted surface; 
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14 
polymerizing said synthetic covering in said ?rst zone via 

said ?rst initiator wherein said synthetic covering in 
said ?rst zone is fixed to said support layer, and 
wherein said matted surface on said synthetic covering 
in said ?rst zone is fxed thereon; 

gelling to cause ?uidization of said synthetic covering 
which has not been faced by initiation in said ?rst zone 
thereby smoothing said matted surface thereon,‘ and 

polymerizing said synthetic covering in said second zone 
via said second initiator wherein said synthetic cover 
ing in said second zone is fixed to said support layer. 

40. The synthetic covering derived from a process of 
obtaining areas of distinctive appearance on a synthetic 
covering, the covering including a support layer including 
the steps of‘ 

depositing at least a ?rst coating having at least one ?rst 
polymerization initiator therein onto a ?rst selected 
zone of said support layer, said ?rst coating compris 
ing an ink or extender; 

depositing at least a second coating having at least one 
second polymerization initiator therein onto a second 
selected zone of said support layer, said second zone at 
least partially covering said ?rst zone, said ?rst and 
second polymerization initiators each being comprised 
of one of a combination of two initiators which decom 
pose under dt?'erent spectral conditions, said two initi~ 
ators comprising two of the three initiators selected 
from the group consisting of thermal initiators, ultra 
violet radiation initiators and ionic initiators, at least 
a portion of said second coating comprising a cross 
linkable monomer. the deposited coatings de?ning a 
synthetic covering; 

pre-gelling said synthetic covering; 
graining selected areas of said synthetic covering to form 

a matted surface; 
polymerizing said synthetic covering in said ?rst zone via 

said ?rst initiator wherein said synthetic covering in 
said ?rst zone is fxed to said support layer, and 
wherein said matted surface on said synthetic covering 
in said ?rst zone is fixed thereon; 

gelling to cause ?uidization of said synthetic covering 
which has not been fixed by initiation in said ?rst zone 
thereby smoothing said matted surface thereon; and 

polymerizing said synthetic covering in said second zone 
via said second initiator wherein said synthetic cover 
ing in said second zone is ?xed to said support layer. 
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