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[57] ABSTRACT 

Novel aqueous adhesive and coating compositions com 
posed 01(1) an aqueous emulsion (latex) or dispersion of 
a polymer or interpolymer of one or more vinyl mono 
mers such as an emulsion of a copolyrner of vinyl ace 
tate and butyl acrylate and (2) an aqueous emulsion or 
dispersion of a polyisocyanate which has at least par 
tially reacted with an alcohol having the formula ROI-1 
wherein R is a hydrocarbon radical having [at least one 
carbon atom] from six to 30 carbon atoms and wherein 
the dispersion or emulsion (2) is stabilized with a com- - 
bined surfactant and alcohol having the formula R’ 
wherein R’ is a hydrocarbon radical having at least one 
carbon atom are described. 

7 Claims, No Drawings 

8/1983 Powell et a1, ..................... .. 524/228 ' 



Re. 34,093 
1 

AQUEOUS ADHESIVE COMPOSITIONS 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
This invention relates to a water-base adhesive and 

coating agent which is especially useful for the coating 
andbonding of wood and other porous materials and 
which also has good pot life. 

2. Description of the Art 
At present, urea resins, melamine-urea eo-condensa 

tion resins and phenolic resins are used for the adhesives 
' in the manufacture of plywood. The evolution of form 
aldehyde from these materials has been found to have 
adverse environmental effects. This evolution of form 
aldehyde is dif?cult if not impossible to avoid in the 
production of plywood and for this reason substitute 
adhesives have been sought. Various non-formaldehyde 
yielding water-based adhesive compositions have been 
suggested but many of them have inadequate water 
resistance and/or short pot lives as well as other disad 
vantages. One such adhesive system has been suggested 
in U.S. Pat. No. 3,931,088 wherein there is disclosed an 
adhesive comprising (1) an aqueous solution of polyvi 
nyl alcohol, and (2) a hydrophobic solution of an isocy 
anate compound in an organic solvent. Such composi 
tions can also contain an anionic surface active agent. In 
contrast, the adhesive compositions of the present in 
vention require no organic solvent and no polyvinyl 
alcohol in them. 
The Official Digest (Of the Federation of Societies 

for Paint Technology), February 1960, page 213 et.seq. 
discloses the formation of “blocked" or heat-latent iso 
cyanates with alcohol and subsequent reaction of these 
materials with amine bearing resins at about 150° C. to 
form coatings. No amine-bearing resins are required in 
our invention. 

SUMMARY OF THE INVENTION 

In accordance with the present invention there is 
provided a water-based adhesive and coating composi 
tion which has excellent pot life (in excess of 40 hours at 
room temperature) and produces coatings and adhesive 
‘bonds which have excellent strength and water resis 
tance and are devoid of any formaldehyde or formalin 
evolution during use or storage. The compositions of 
this invention are made up of two main aqueous sys 
tems; namely, (1) an aqueous latex, emulsion or disper 
sion of a vinyl homopolymer or interpolymer of two or 
more vinyl monomers, and (2) an aqueous emulsion or 
dispersion of a polyisocyanate which has undergone at 
least partial reaction between some of its isocyanate 
groups with a monohydroxy alcohol having the for 
mula ROH wherein R is a hydrocarbon radical contain 
ing at least one carbon atom and preferably R contains 
from six to thirty carbon atoms and wherein aqueous 
emulsion or dispersion (2) is stabilized with an emulsion 
stabilizer composed of a surfactant and an alcohol hav 
ing the structure R‘OI-l wherein R’ is a hydrocarbon 
radical containing at least one carbon atom and more 
preferably wherein R’ contains from six to thirty carbon 
atoms. 
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Vinyl monomers useful in the present invention in 
clude the methyl, ethyl, propyl, isopropyl butyl, isobu 
tyl, pentyl, and other similar esters of acrylic, meth 
acrylic, ethacrylic, propacrylic, chloroacrylic, and 
bromoacrylic acids; the phenyl, benzyl and phenethyl 
esters of the aforementioned acids; vinyl aromatic hy 
drocarbons, such as styrene, vinyl toluene, dimethyl 
styrenes, trimethyl styrenes, ethyl styrenes, methyl 
ethyl styrenes, t-butyl styrenes, chloromethyl styrenes, 
mono chloro styrenes, dichloro styrenes, cyanosty 
renes, vinyl naphthalenes, n-vinyl carbazole and vinyl 
thiophenes; the vinyl esters of saturated aliphatic mono 
carboxylic acids such as vinyl acetate, vinyl propionate, 
vinyl butyrate and vinyl valerate; vinyl versatate; alkyl 
vinyl ketones such as methyl vinyl ketone, ethyl vinyl 
ketone and methyl isopropenyl ketone; diesters of ita 
conic acid, maleic acid and fumaric acid; alkyl esters of 
unsaturated monocarboxylic acids as well as the acids 
themselves; nitriles containing a single vinyl group such 
as acrylonitrile and methacrylonitrile. The use of poly 
vinyl monomers such as divinyl-benzene,lvinyl acrylate, 
butadiene, isoprene, and chloroprene is within the scope 
of the invention. 

Particularly useful homopolymers and interpolymers 
of vinyl monomers for the purpose of this invention can 
include polymers and interpolymers of one or more 
monomers including vinyl acetate, vinyl chloride, vi 
nylidene chloride, styrene, vinyl toluene, acrylonitrile, 

' methacrylonitrile, acrylic ester, methacrylic esters, eth 
ylene, isobutylene, butadiene, and isoprene. 

Polyisocyanates useful in this invention are organic 
isocyanates having at least two isocyanate groups per 
molecule. The polyisocyanates can be of low, high or 
intermediate molecular weight and can be any of a wide 
variety of organic polyisocyanates including ethylene 
diisocyanate, trimethylene diisocyanate, dodecamethy 
lene diisocyanate, hexamethylene diisocyanate, hexa 
methylene diisocyanate trimer, tetraethylene diisocya 
nate, pentamethylene diisocyanate, propylene-1,2 
diisocyanate, 2,3-dimethyl tetramethylene diisocyanate, 
butylene-1,2-diisocyanate, butylene- l ,3-diisocyanate, 
1,4-diisocyanato cyclohexane, cyclopentene 1,3 
diisocyanate, p-phenylene diisocyanate, l-methyl phe 
nylene-2,4-diisocyanate, naphthalene-1,4-diisocyanate, 
0,0-toluene diisocyanate, diphenyl-4,4'-diisocyanate, 
benzene-l,2,4-triisocyanate, xylylene-1,4-diisocyanate, 
xylylene-1,3-diisocyanate, 4,4’, diphenylene methane 
diisocyanate, 4,4'-diphenylene propane diisocyanate, 
l,2,3,4-tetraisocyanato butane, butane-1,2,3-triisocya 
nate, polymethylene polyphenyl isocyanate, and other 
polyisocyanates having an isocyanate functionality of at 
least two as more full disclosed in U.S. Pat. Nos. 
3,350,362 and 3,382,215. Polyisocyanates which are 
polymeric in nature including isocyanate prepolymers 
of all types are included in this invention. 

Alcohols of the type ROH and R'OH mentioned 
above in which R and R’ are independently selected 
which are most useful in this invention are preferably 
aliphatic mono alcohols including n-hexyl alcohol, n 
heptyl alcohol, n-octyl alcohol, n-nonyl alcohol, n 
decyl alcohol, lauryl alcohol, myristyl alcohol, cetyl 
alcohol, stearyl alcohol, arachidyl alcohol, behenyl 
alcohol, isohexyl alcohol, 2—ethyl hexanol, 2-ethyl iso 
hexanol, iso octyl alcohol, isononyl alcohol, isodecyl 
alcohol, isotridecyl alcohol, isocetyl alcohol, isostearyl 
alcohol, oleyl alcohol, linoleyl alcohol and the like. 
The surfactants which in combination with the alco 

hols R'OH which are useful in stabilization of the at 
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least partially modi?ed polyisocyanate emulsions of this 
invention can be one or more of any of the well-known 
anionic, cationic and nonionic surfactants. It is usually 
advantageous to use anionic surfactants because such 
surfactants are most commonly used in the preparation 
of the vinyl polymer latices used in this invention and 
for purposes of compatibility the same type of surfac 
tant is desired in both aqueous systems (1) and (2) of this 
invention. Anionic surfactants which are particularly 
useful in this invention include alkyl sulfonates, sulfo 
nated aliphatic amines and amides, diphenyl sulfonates, 
ethoxylated fatty acids, lignin and lignin derivatives, 
ole?n sulfonates, alkyl and inorganic phosphates, poly 
amine and carboxylic acids, sulfosuccinates, and alcohol 
sulfates, ethoxylated alcohol sulfates, sulfates and sulfo 
nates of ethoxylated alkyl phenols, sulfates on fatty 
esters, sulfates and sulfonates of oils and fatty acid, alkyl 
aryl sulfonates, sulfonates of benzene, toluene, and xy 
lene, sulfonates of condensed naphthalenes, sulfonates 
of dodecyl and tridecyl benzenes, sulfonates of naphtha 
lene and alkyl naphthalenes, sulfonates of petroleums, 
tridecyl and dodecyl benzene sulfonic acids, taurates, 
and the like. 

PREFERRED EMBODIMENT 

The vinyl polymer latex which constitutes part (1) of 
this invention can be made by well-known emulsion 
polymerization techniques involving the polymeriza 
tion of the vinyl monomer or monomers in aqueous 
emulsion with a free radical polymerization initiator. 
Emulsion stability is maintained by means of the usual 
surfactants emulsion stabilizers, suspending agents and 
the like as is well known to those skilled in the art. 
The organic phase of the polyisocyanate emulsion (2) 

of this invention is composed of at least one polyisocya 
nate in which at least some of the isocyanate groups 
have been allowed to react with an alcohol ROI-l to 
form an at least partially modi?ed isocyanate. This 
organic phase is prepared by the treatment of from 
about 0.032 to 0.22 equivalents of ROI-l per isocyanate 
equivalent of the polyisocyanate. The emulsi?er com 
ponent in (2) can be present in from about 1 to 3 parts by 
weight of the modi?ed isocyanate organic phase with 
the ratio of R'OH to surfactant in the emulsi?er falling 
in the range of about 2 to 4%. 
The alcohol modi?ed polyisocyanate emulsions (2) of 

this invention can be prepared by conventional meth 
ods. Batch preparation of the emulsions can be effected 
by adding a mixture of the modi?ed isocyanate and 
emulsifying agent to vigorously agitated water or con 
versely, the water may be added to the isocyanate emul 
si?er mixture. The alcohol modi?ed polyisocyanate can 
also be added to the aqueous emulsi?er mixture. Very 
uniform emulsions are obtained by using homogenizing 
equipment, but any high speed mixing device can be 
used. Continuous preparation of the emulsions can be 
performed by feeding the components at controlled 
rates into a high shear mixing zone. Although it is pre 
ferred that these emulsions contain from'about 65-75% 
by weight of the organic component, the concentrated 
emulsions can also be diluted to any desired concentra 
tion by the addition of water. The emulsions, however, 
can be prepared directly at low concentrations if so 
desired. 
The compositions of the present invention composed 

of mixtures of (l) and (2) parts as described above ex 
hibit tenacious adhesions to ?brous, non-?brous, porous 
and non-porous, flexible and rigid, metallic and non 
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4 
metallic, polymeric, leather, cork, wood and glass sur 
faces. 

In addition to their use as an adhesive and coating 
agents the compositions of this invention are ideally 
suited for use as impregnants, saturants or sealants for 
porous substances of many types. Where ?exible sub 
strates are involved, the in situ reaction of the reactive 
components confers strength and rigidity. In the case of 
moisture sensitive substrates, the presence of the com 
positions of this invention decreases water sensitivity 
and this makes them particularly valuable for treating 
wood, paper, paper board, textiles, and the like. In addi 
tion to applications to paper, the compositions of this 
invention can be used for stiffening, reinforcing, water 
proo?ng, or modifying a variety of foam plastic fabrics 
and specialty papers derived from natural and synthetic 
?bers such as asbestos, cellulose, ?ax, nylon and the 
like. The compositions of this invention can be used to 
seal wood and porous masonry such as concrete, mor 
tar, plaster, stone and brick. The compositions of this 
invention can also be used as adhesives for binding 
wood chips, ground leather, ground cork, sand, glass 
?bers, carbon ?bers and similar substances into sheet or 
molded forms. They are also useful as adhesives for 
laminating sheet materials such as wood, paper and 
cloth into plied products. They can also be used as 
?ocking adhesives, binders for non-woven fabrics and 
soil treating agents. 
The coating adhesive compositions of this invention 

can be applied to the substrates in any suitable manner 
as by dipping, padding, brushing, wiping, roller coating, 
spraying and the like. These compositions can also con 
tain antioxidants, pigments, ?llers, resins and plasticiz 
ers if so desired. Fillers can also include wheat flour, 
starches, soybean powder, wood powder, clay, kaolin, 
talc, titania, carbon, waterglass and the like. 

In this practice of this invention the polymer latex (l) 
is blended with the modi?ed polyisocyanate emulsion 
(2) and the blend is applied to a surface (wood, plastic, 
fabric, metal, etc.) which then may be brought in 
contact with another surface which may be the same or 
another material. The adhesive is then allowed to cure 
by standing at ambient temperature. The cure can be 
accelerated if desired by application of heat or electro 
magnetic radiation. 
The invention is further illustrated in the following 

examples: 

EXAMPLE I 

(I) An aqueous latex of a vinyl acetate n-butyl acry 
late copolymer (85/15 parts by weight, respectively) 
having a solids content of approximately 64% by 
weight was employed. 

(2) An emulsi?er mixture was prepared using 2 g. of 
hexadecanol, 2 g. of a water soluble octyl phenoxy 
ethanol containing 10 moles of condensed ethylene 
oxide (tritonX 100, Rohm & Hass Co.) and 13 g. of a 
70% aqueous solution of sodium bis-tridecyl sulfosucci 
mate. The resulting mixture was stirred gently until it 
was homogenous. 

(b) A mixture of 200 g. of a polymethylene poly 
phenyl isocyanate having an isocyanate content of 
about 31.5% (Mondur MR, Mobay Chemical Corp.) 
and 60 g. of isocetyl alcohol (a 23.08% solution of iso 
cetyl alcohol in Mondur MR) was shaken in a closed 
bottle until the resulting exotherm subsided. 

(c) To grams of the emulsi?er described in 2 (a) above 
were homogenized together with 50 g. of deionized 
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water. To this aqueous surfactant dispersion were 
added 100 g. of the modi?ed isocyanate described in 2 
(b) above and this mixture was homogenized by stirring 
at about 1000 RPM. (3) A mixture of 100 g. of the latex 
described in (1) above and 22.01 g. of the modi?ed 
isocyanate emulsion described in 2 (0) above was made 
and constituted an adhesive formulation in accordance 
with this invention. 

EXAMPLE II 

The adhesive and coating emulsion described in Ex 
ample I (3) was evaluated on maple wood substrates. 
The adhesive was applied to maple sheets precut to the 
dimensions of 4" X 6.5" X I" (wood grain in the 4" direc 
tion) at a spread rate of 28.85 pounds of solid per 100 sq. 
ft. of surface on one surface only. The sheets were 
pressed together for 20 hours at 175 pounds per square 
inch pressure at ambient temperature. The resulting 
panels were allowed to stand for three days at ambient 
temperature and they were then cut into test specimens 
measuring 4'’ X i X 5". 
The adhesive bonded maple wood specimens were 

conditioned in one of the following ways: 
(a) half the specimens were lapshear (ASTM D2339 

70) tested at ambient conditions the fourth day; 
(b) one the third day the remaining half of the samples 

were immersed into 60° C. deionized water for four 
hours, subsequently dried at 42' C. for 19 hours and then 
lapshear tested on the fourth day. 

Shear testing on the test samples was performed on an 
Instron machine. Tensile shear strength and work to 
break were evaluated at a cross head speed of 0.1 inches 
per minute and a chart speed of 5.0 inches per minute. 
A control adhesive made in accordance with US. 

Pat. No. 3,931,088 was also used in these tests. In test (a) 
above the control adhesive formulation was found (av 
erage of at least four test specimens) to have a lapshear 
tensile of 861.3 p.s.i. whereas the adhesive formulation 
of Example I (3) was found (average of at least four test 
specimens) to have a lapshear tensile of 1,532.2 p.s.i. In 
test (b) above the control was found to have a lapshear 
tensile of 470.9 p.s.i. and the adhesive formulation of 
Example I (3) was found to have a lapshear tensile of 
824.5 p.s.i. 
when the adhesive formulation described in Example 

I (3) was aged at room temperature for about 30 days 
before use in test (a) above, essentially no change oc 
curred in the lapshear tensile. 

EXAMPLE III 

(1) An aqueous latex of styrene/butadiene (60/40 
parts by weight, respectively) copolymer having a 
solids content at about 48% by weight was used. 

(2) (a) An emulsifier was prepared as described in 2 
(a) of Example I above. (b) A 16.7% isocetyl alcohol 
solution in Mondur MR was prepared as in 2 (b) of 
Example I above. 

(c) The homogenized isocyanate preparation of 2 (b) 
above was prepared in the same manner as described in 
2 (c) in Example 1 above. 

(3) A mixture of 100 g. of the latex in (1) above, 0.4 g. 
of Gantrez M154 (poly methyl vinyl ether from SAP 
Corp.) and 13.2 g. of the modified isocyanate emulsion 
described in 2 (c) above formed the adhesive composi 
tion of this Example. 
When the adhesive (3) of this Example was tested by 

the procedure of Example II (a) similar results in the 
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6 
lapshear test were observed and the shelf life of this 
adhesive formulation was found to be excellent. 

EXAMPLE IV 

1. An aqueous latex that is identical to that described 
in (1) of Example I above was utilized. 

(2) (a) An emulsifier was prepared by the method 
described in 2 (a) of Example I above. 

(b) A mixture of 200 g. of hexamethylene diisocya 
nate trimer (Desmodur KL 5-2444, Mobay Chemical 
Corp. having an isocyanate content of about 20%, and 
20 g. of isocetyl alcohol. (A 9% solution of isocetyl 
alcohol in the polyisocyanate was shaken in a closed 
container until the mixture was homogenous (about 6 
hours). 

' (c) The modi?ed isocyanate as described in (b) above 
was homogenized in water with emulsi?er as described 
in 2 (c) of Example I above. 

(3) A mixture of 100 g. of the latex described in (1) 
above and 15.43 g. of the isocyanate emulsion described 
in 2 (c) above constituted an adhesive within the scope 
of the invention. ' 
When the adhesive described in (3) of this Example 

was tested by the procedure described in Example 11 
the lapshear tensile in (a) was found to be 1,392.4 p.s.i. 
with 71% wood failure (indicating that the adhesive 
bond was stronger than the cohesive bonding of the 
wood itself) and the lapshear tensile in test (b) was 650.7 
p.s.i. 
We claim: 
1. A composition of matter comprising a mixture of 

an aqueous latex emulsion or dispersion of 
(a) a member selected from the group consisting of a 
homopolymer of a vinyl monomer and an inter 
polymer of two or more vinyl monomers, and 

(b) a polyisocyanate which has undergone at least 
partial reaction of some of its isocyanate groups 
with a [alcohol] C6-C30 monohya’roxy alkanol. 

2. The composition of claim 1 wherein (b) is stabilized 
with an emulsion stabilizer composed of a surfactant 
and an alcohol having the structure R'OI-I wherein R’ is 
a hydrocarbon radical having at least 1 carbon atom. 

3. The composition of claim 1 wherein the monohy 
droxy alcohol in (b) is [one having the formula ROI-I 
wherein R is a hydrocarbon radical containing at least 
one carbon atom] selected from the group consisting of 
n~hexyl alcohol, n-heptyl alcohol, n-oclyl alcohol, n-nonyl 
alcohol, n-decyl alcohol, lauryl alcohol, myristyl alco 
hol, cetyl alcohol, stearyl alcohol, arachidyl alcohol, 
behenyl alcohol, isohexyl alcohol, 2-ethyl hexanol, 2 
ethyl isohexanol, isooctyl alcohol, isononyl alcohol, isodecyl 
alcohol, isotridecyl alcohol, isocetyl alcohol, isostearyl alco 
hol, oIeyI alcohol, and Iinoleyl alcohol 

4. The composition of claim 1 wherein (a) is an aque 
ous latex of a homopolymer of an interpolymer of a 
monomer or monomers selected from the group consist 
ing of vinyl acetate, vinyl chloride, vinylidene chloride, 
styrene, vinyl toluene, acrylonitrile, methacrylonitrile, 
acrylic esters, methacrylic esters, ethylene, isobutylene, 
butadiene and isoprene. 

5. The composition of claim 4 wherein the polyisocy 
anate of [(2)] (b) is a member selected from the group 
consisting of ethylene diisocyanate, trimethylene, diiso 
cyanate, dodecamethylene diisocyanate, hexamethylene 
diisocyanate, hexamethylene diisocyanate trimer, tetra 
ethylene diisocyanate, pentamethylene diisocyanate, 
propylene-1,2-diisocyanate, 2,3-dimethyl tetramethyl 
ene diisocyanate, butylene-1,2-diisocyanate, butylene 
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1,3-diisocyanate, 1,4-diisocyanato cyclohexane, cyclo 
pentene 1,3-diisocyanate, p-phenylene diisocyanate, 
1~methyl phenylene-2,4-diisocyanate, naphthalene-1,4 
diisocyanate, 0,0,-toluene diisocyanate, diphenyl-4,4’ 
diisocyanate, benzene-1,2,4-triisocyanate, xylylene-1_.4 
diisocyanate, xylylene-1,3-diisocyanate, 4,4'-dipheny 
lene methane diisocyanate, 4,4’-diphenylene propane 
diisocyanate, l,2,3,4-tetraisocyanato butane, butane 
l,2,3-triisocyanate, polymethylene polyphenyl isocya 
nate, and polymeric polyisocyanates. 

6. A process comprising applying to at least one sur 
face of a material a mixture of an aqueous latex, emul 
sion or dispersion of 
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8 
(a) a member selected from the group consisting of a 
homopolymer of a vinyl monomer and an inter 
polymer of two or more vinyl monomers. and 

(b) a polyisocyanate which as undergone at least 
partial reaction of some of its isocyanate groups 
with a C6-C1“) monohydroxy [alcohol] alkanol. 

7. A process which comprises (1) treating at least one 
surface of a material with a mixture of an aqueous latex, 
emulsion or dispersion of (a) a member selected from 
the group consisting of a homopolymer of a vinyl mon 
omer and an interpolymer of two or more vinyl mono 
mers, and (b) a polyisocyanate which has undergone at 
least partial reaction of some of its isocyanate groups 
with a C6—C3() monohydroxy [alcohol] aIkanoI. 

# i * * Q 
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