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HYDROGEN-ABSORBING ALLOY ELECTRODE 
FOR USE IN AN ALKALINE STORAGE CELL AND 

ITS MANUFACTURING METHOD 

Matter enclosed in heavy brackets [ ] appears in the 
original patent but forms no part of this reissue speci?ca 
tion; matter printed in italics indicates the additions made 
by reissue. 

BACKGROUND OF THE INVENTION 

(1) Field of the invention 
The present invention relates to a hydrogen-absorb 

ing alloy electrode for use in an alkaline storage cell and 
its manufacturing method. 

(2) Description of the Prior Art 
In recent years, a metal-hydrogen alkaline storage 

cell employing a hydrogen-absorbing alloy for its nega 
tive electrode has attracted attention as a replacement 
for a nickel-cadmium storage cell. If a hydrogen 
absorbing alloy of the right type having the right com 
position is employed, the metal-hydrogen alkaline stor 
age cell remarkably enhances cell life and energy den 
sity. It means that developing an improved hydrogen 
absorbing alloy electrode is essential for this type of 
storage cell. 

conventionally, a hydrogen-absorbing alloy, espe 
cially the one having a small grain size, is easy to oxidize 
on its surface during its pulverization, electrode produc 
tion, or cell assembly. This oxidation increases contact 
resistance among the grains of the hydrogen-absorbing 
alloy, and thus lowers conductivity of the electrode for 
which the alloy is employed. As a result, charge-dis 
charge efficiency, especially the one during a rapid 
charge discharge, is decreased. Furthermore, since the 
rapid charge-discharge generates hydrogen gas in the 
negative electrode through a side reaction, hydrogen 
gas partial pressure in the cell is raised. This brings 
about electrolyte leakage or dryout, thereby deteriorat 
ing the cell performance. 
The following methods have been proposed in order 

to solve the above problems: a) adding a metal conduc 
tor to the hydrogen-absorbing alloy electrode as dis 
closed in Japanese Patent Publication Kokai No. 
53403543; and b) coating the hydrogen~absorbing alloy 
grains with a thin ?lm of copper as disclosed in Japanese 
Patent Publication Kokai No. 50-111546. 
However, these methods still involve the following 

problems. 
a) The metal conductor, which is added in the state of 

a metal, not in the state of a compound, comprises large 
grains. Accordingly, it is extremely hard to uniformly 
distribute it in the electrode and its effects as a conduc 
tor are not fully obtained. 

b) An additional process of coating the alloy grains 
with a thin film of copper complicates the procedure, 
which raises manufacturing cost. 

SUMMARY OF THE INVENTION 

Accordingly, a primary object of this invention is to 
offer a hydrogen~absorbing alloy electrode for use in an 
alkaline storage cell and its manufacturing method, the 
electrode having improved conductivity. 

Another object of this invention is to offer a hydro 
gen-absorbing alloy electrode for use in an alkaline 
storage cell and its manufacturing method. the elec 
trode having a conductor uniformly distributed therein 
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2 
for lowering contact resistance among grains of its hy 
drogen-absorbing alloy. 

Still another object of this invention is to offer a hy 
drogen-absorbing alloy electrode for use in an alkaline 
storage cell and its manufacturing method, the elec 
trode improving a cycle characteristic of its alkaline 
storage cell during rapid charge-discharge. 

Still another object of this invention is to offer a man 
ufacturing method of a hydrogen-absorbing alloy elec 
trode for use in an alkaline storage cell for attaining the 
above objects without raising manufacturing cost. 
The above objects are fulfilled by a hydrogen-absorb 

ing alloy electrode for use in an alkaline storage cell, the 
electrode comprising a hydrogen-absorbing alloy for 
reversibly absorbing and desorbing hydrogen; and a 
metal oxide or hydroxide existing in the state of a metal 
in a range of electric potential where the hydrogen~ 
absorbing alloy electrochemically absorbs and desorbs 
hydrogen in an alkaline electrolyte. The above elec 
trode will be referred to as the electrode [A] hereinaf 
ter. 
The electrode {A} is manufactured by a manufactur' 

ing method of a hydrogen-absorbing alloy electrode for 
use in an alkaline storage cell, comprising the steps of 
producing hydrogen-absorbing alloy powders; knead 
ing the above powders, a metal oxide or hydroxide 
existing in the state of a metal in a range of electric 
potential where the hydrogen-absorbing alloy electro 
chemically absorbs and desorbs hydrogen in an alkaline 
electrolyte, and a binder into a paste; and coating the 
paste on a conductive substrate. 
The metal oxide may be at least one selected from the 

group consisting of CuO, C1120, AggO, Ag202, PbO, 
[F203,] Auoz and AHZOE. 
The metal hydroxide may be at least one selected 

from the group consisting of Cu(Ol-l)1[, Ti(Ol~l)3] and 
Au(Ol-l)3. 

It is for the following two reasons that the above 
objects are fulfilled by the above constructions and 
methods. 

[11 The metal oxide or hydroxide employed in the 
hydrogen-absorbing alloy electrode has small enough a 
grain size to uniformly distribute in the electrode. 

[2] The metal oxide or hydroxide is reduced into a 
metal in a range of electric potential where the hydro 
gen-absorbing alloy electrochemically absorbs and de 
sorbs hydrogen in an alkaline electrolyte. Accordingly, 
the electrode has excellent conductivity when the cell is 
in operation. 

Because of the above [1] and [2], contact resistance 
among the hydrogen-absorbing alloy grains is de 
creased, whereby conductivity of the hydrogen-absorb 
ing alloy electrode is improved. The improvement is 
especially remarkable when the grain size of the hydro 
gen-absorbing alloy is small enough to easily oxidize. As 
a result of this improvement, charging-discharging effi 
ciency (especially the one during the rapid charge-dis 
charge) is enhanced and thus cycle characteristic is 
improved. 

Moreover, since hydrogen gas generation from the 
negative electrode is restricted, hydrogen gas partial 
pressure is not raised in the cell. This prevents electro 
lyte leak or dryoutI which also improves cell perfor 
mance. 

The above [2] will be explained in detail referring to 
FIGS. 1 through 3 hereinafter. FIG. 1 is an electric 
potential - pH chart in the case an oxide or hydroxide of 
Cu is employed as a conductor, FIG. 2 in the case of an 
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oxide or hydroxide of Ag, and FIG. 3 in the case of La. 
In these ?gures, Line 1 indicates the electric potential of 
the negative electrode and line 2 indicates the pH (set 
for l5 in the ?gures) ofthe electrolyte. An intersection a 
of Lines 1 and 2 is a potential of the negative electrode 
in the cell (approx. —0.9 V in every case). 
As apparent from FIG. I, the potential of CUZOZCU 

is -0.4 to -0.5 V, which is higher than that of the 
negative electrode. Accordingly, existing in the range 
of potential where hydrogen is absorbed and desorbed 
is the metal Cu, not an oxide or hydroxide of Cu. 

In FIG. 2 also, the electric potential of AgZOZAg is 
approx. 0.2 V, which is higher than that of the negative 
electrode. Accordingly, existing in the range of poten 
tial where hydrogen is absorbed and desorbed is the 
metal Ag, not an oxide or hydroxide of Ag. 

Experiments have con?rmed that the same results are 
obtained in the case of Au though not indicated by a 
?gure here. 

In the case of La, on the other hand (FIG. 3), the 
electric potential of LarzLa(OH)3 is approx. —3 V, 
which is lower than that of the negative electrode. In 
consequence, once the metal La is oxidized into La 
(OH)3, there is no turning back to La, which prevents 
improvement in the electrode conductivity. 

In the electrode [A], the metal oxide or hydroxide 
may have an average grain size of 50 pm at the maxi 
mum. 

In the above, the metal oxide or hydroxide has an 
average grain size of 50 pm or less, which further im 
proves its distribution in the electrode and thus makes 
better effects. 

In the electrode [A], an amount of the metal oxide or 
hydroxide may be set so that an amount of electricity 
required to reduce the metal oxide or hydroxide into a 
metal is 15% at the maximum of a capacity of the hy 
drogen-absorbing alloy electrode. 

If the metal oxide or hydroxide is added in a larger 
ratio than the above-mentioned, a huge amount of elec 
tricity is required to reduce the metal oxide or hydrox 
ide in the electrode during charge-discharge cycles for 
electrochemical formation or the like. This restricts 
charging of the negative electrode to the point of dam 
aging the balance in the charging amount between the 
positive and negative electrodes. However, if the 
amount of the metal oxide or hydroxide is within the 
above-mentioned range, there is no such problem and so 
the cycle characteristic of the cell is surely protected 
from deteriorating. 

BRIEF DESCRIPTION OF THE DRAWINGS 

These and other objects, advantages and features of 
the invention will become apparent from the following 
description thereof taken in conjunction with the ac 
companying drawings which illustrate speci?c embodi 
ments of the invention. In the drawings. 
FIG. 1 is an electric potential - pH chart in the case an 

oxide or hydroxide of Cu is employed as a conductor, 
FIG. 2 is an electric potential - pH chart in the case an 

oxide or hydroxide of Ag is employed as a conductor, 
FIG. 3 is an electric potential - pH chart in the case 

La is employed as a conductor, and 
FIG. 4 is a graph showing the relationship among 

cycle number, cell capacity and decreased weight con 
cerning Cell A according to this invention and Cell X as 
a comparative example. 
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DESCRIPTION OF THE PREFERRED 
EMBODIMENTS 

Embodiment I 

Embodiment according to the present invention 

Misch metal (a mixture of rare earth elements), Ni, 
Co, Al and Mn, all commercially available, were mea 
sured out in an element ratio of l:3.2:1:O.2:0.6, thereafter 
they were dissolved in an arc furnace having an argon 
inactive atmosphere, whereby an ingot of a hydrogen 
absorbing alloy expressed by MmNilzCoAlmMnos 
was obtained. Then, the ingot was mechanically pulver 
ized into grains having an average diameter of 50 pm or 
less. 
The above grains were mixed with CuO (metal oxide) 

having an average grain size of l0 pm. The amount of 
CuO was determined so that the amount of electricity 
required to reduce CuO into Cu correspond to 10% of 
the capacity of the completed negative electrode. The 
above-obtained mixture was kneaded with polytetraflu 
oroethylene (PTFE) as a binder into a paste, and the 
paste was pressure-coated on both surfaces of a collec 
tor formed of a punched metal, whereby a hydrogen 
absorbing alloy negative electrode was produced. 
The above negative electrode and a nickel sintered 

positive electrode having a larger enough capacity (600 
mAh) than the negative electrode were wound around 
with a separator interposed therebetween to obtain an 
electrode assembly. Then, the assembly was put into a 
cell can, an aqueous solution of KOH of 30wt. % was 
injected into the cell can, and the cell can was sealed to 
produce a sealed nickel-hydrogen storage cell. This cell 
will be referred to as Cell A. 

Comparative example 
Cell X was produced by the same method as Cell A 

except that CuO was not added. 

Experiment 
Cycle characteristics of Cells A and X were checked 

and shown in FIG. 4. The cells were charged with a 
charging current of 500 mA per 1 g of the hydrogen 
absorbing alloy used for the negative electrode until a 
set charging amount of 720 mAh is ful?lled and then 
were discharged by a discharge current as large as the 
charging current until the cell voltages reached 1.0 V. 
As apparent from FIG. 4, Cell A reduced its capacity 

in the course of the cycles by a smaller ratio than Cell 
X. In other words, deterioration of the negative elec 
trode was better restricted in Cell A than in Cell X, 
which means Cell A had excellent cycle characteristic 
than Cell X. 
As for the weight decreased in the course of the 

cycles, Cell A was smaller than Cell X. This means 
generation of hydrogen gas was better restricted in the 
Cell A than Cell X. 
The above two results are attributed to the higher 

conductivity of the hydrogen-absorbing alloy electrode 
of Cell A than that of Cell X. 

Embodiment II 

Embodiments I through [VII] VI according to the 
present invention 

Cells B, through [B1] B5 were produced by the 
same method as Cell A except that CugO, Cu(OH)1, 
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AggO, A002, Au(OH)3, and PbO, [and Tl203] were 
respectively used instead of CuO. 

Experiment 
Cells Bl through [B7] B5. A and X were subjected to a 

cycle test to check the decreased weight of each cell 
after the 50th cycle. The results are shown in Table l. 
The experiment conditions were the same as in Embodi 
ment 1. 

TABLE 1 
Meta! oxide or 

Cell hydroxide added Decreased weight 7: 

A CH0 0.07 
B] CuO 0.08 
B; Cu(OH)3 0.05 
B3 AggO 009 
B4 Alto; U.ll 
B5 Au(OH)3 0.10 
Br, PbO 0.21 
[a T1203 0-19] 
X None 0.49 

As well as Cell A, Cells B; through [B7] 13¢, each of 
which decreased smaller weight than Cell X, were ex 
cellent in cycle characteristic. 
Moreover, Cells B1 through B5 (employing an oxide 

or hydroxide of Cu, Ag or Au, which belong to the lb 
group) decreased smaller weight than Cell 86 [and B7] 
(employing [other] another metal [oxides] oxide). 
This is attributed to that the excellent conductivity of 
Cu, Ag and Au generated by reduction in the hydrogen 
absorbing alloy electrode highly enhances the conduc 
tivity of the above electrode. 
The grain size of the metal oxide or hydroxide em 

ployed in the present invention is desirably as small as 
possible, considering its distribution in the cell. It is 
con?rmed through experiments, though. that good 
enough effects are obtained if the average grain size is 
50pm or less. 

If the above metal oxide or hydroxide is added exces' 
sively, its reduction requires a huge amount of electric 
ity in the hydrogen-absorbing alloy electrode during 
the charge-discharge cycles for electrochemical forma 
tion or the like. When this occurs, the negative elec 
trode is not charged enough, which damages the bal 
ance in the charging amount between the positive and 
negative electrodes. This deteriorates the cycle charac 
teristic of the cell. Experiments have con?rmed that it is 
desirable to set the amount of the metal oxide or hy 
droxide in the following way: the amount of electricity 
required to reduce the metal oxide or hydroxide is ob 
tained ?rst, and the amount of the above metal oxide or 
hydroxide is set so that the above electricity amount is 
15% or less of the capacity of the completed hydrogen 
absorbing alloy electrode. 
Employable as the hydrogen-absorbing alloy instead 

of MmN?gCOAlogMnqg are a rare earth alloy such as 
LaNigCog, ‘Ti-Ni alloy, Ti-Mn alloy, Ti-Fe alloy, Mg-Ni 
alloy, Ti-Zr alloy or Zr-Mn alloy. 

In the above embodiments, the hydrogen-absorbing 
alloy powders were obtained by pulverizing the hydro 
gen-absorbing alloy ingot. Needless to say, however, 
the hydrogen-absorbing alloy powders may be obtained 
by the atomizing method, the low pressure gas evapora 
tion method. the active hydrogen - molten metal reac» 
tion method, the chloride reaction method, the pyrolyz 
ing method or the volatile condensation method. 
Although the present invention has been fully de 

scribed by way of embodiments with references to the 
accompanying drawings, it is to be noted that various 
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6 
changes and modi?cations will be apparent to those 
skilled in the art. Therefore, unless otherwise such 
changes and modi?cations depart from the scope of the 
present invention, they should be construed as being 
included therein. 
What is claimed is: 
l. A hydrogen-absorbing alloy electrode for use in an 

alkaline storage cell, the electrode comprising: 
a hydrogen-absorbing alloy for reversibly absorbing 

and desorbing hydrogen; and 
a metal oxide existing in the state of a metal in a range 

of electric potential where said hydrogen-absorb 
ing alloy electrochemically absorbs and desorbs 
hydrogen in an alkaline electrolyte; 

wherein said metal oxide is at least one selected from 
the group consisting of CuO, C1130, AggO, AggOg, 
PbO, [Ti203,] Ant); and AugOg. 

2. A hydrogen-absorbing alloy electrode of claim 1, 
wherein said metal oxide has an average grain size of 50 
pm at the maximum. 

3. A hydrogen-absorbing alloy electrode of claim 1, 
wherein an amount of said metal oxide is set so that an 
amount of electricity required to reduce said metal 
oxide into a metal is 15% at the maximum of a capacity 
of the hydrogen-absorbing alloy electrode. 

4. A hydrogen-absorbing ailoy electrode for use in an 
alkaline storage cell, the electrode comprising: 

a hydrogen-absorbing alloy for reversibly absorbing 
and desorbing hydrogen; and 

a metal hydroxide existing in the state of a metal in a 
range of electric potential where said hydrogen 
absorbing alloy electrochemically absorbs and de 
sorbs hydrogen in an alkaline electrolyte; 

wherein said metal hydroxide is at least one seiected 
from the group consisting of Cu(OH)2[. Ti(OH)3] 
and Au(OH)3. 

5. A hydrogen-absorbing alloy electrode of claim 4, 
wherein said metal hydroxide has an average grain size 
of 50 pm at the maximum. 

6. A hydrogen-absorbing alloy electrode of claim 4, 
wherein an amount of said metal hydroxide is set so that 
an amount of electricity required to reduce said metal 
hydroxide into a metal is 15% at the maximum of a 
capacity of the hydrogen-absorbing alloy electrode. 

7. A manufacturing method of a hydrogen-absorbing 
alloy electrode for use in an alkaline storage cell, com 
prising the steps of: 

producing hydrogen-absorbing alloy powders; 
kneading the above powders, a metai oxide existing in 

the state of a metal in a range of electric potential 
where the hydrogen-absorbing alloy electrochemi 
cally absorbs and desorbs hydrogen in an alkaline 
electrolyte, and a binder into a paste, wherein the 
metal oxide is at least one selected from the group 
consisting of CuO, Cu1O, A320, Agzoz, PbO, 
[11:03,] A110; and Auzoji; 

coating the paste on a conductive substrate. 
8. A manufacturing method of claim 7, wherein the 

metal oxide has an average grain size of 50 pm at the 
maximum. 

9. A manufacturing method of claim 7, wherein an 
amount of the metal oxide is set so that an amount of 
electricity required to reduce the metal oxide into a 
metal is 15% at the maximum of a capacity of the hy 
drogen-absorbing alloy electrode. 
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10. A manufacturing method of a hydrogen-absorb 
ing alloy, electrode for use in an alkaline storage cell. 
comprising the steps of: 

producing hydrogen-absorbing alloy powders; 
kneading the above powders. a metal hydroxide exist 

ing in the state of a metal in a range of electric 

potential where the hydrogen-absorbing alloy elec 
trochemically absorbs and desorbs hydrogen in an 
alkaline electrolyte, and a binder into a paste, 
wherein the metal hydroxide is at least one selected 
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8 
from the group consisting of Cu(Ol-l); [. Ti(OH)3] 
and Au(OH)3; and 

coating the paste on a conductive substrate. 
11. The method of claim 10, wherein the metal hy 

droxide has an average grain size of 50 pm at the maxi 
mum‘ 

12. The method of claim 10, wherein an amount of 
the metal hydroxide is set so that an amount of electric 
ity required to reduce said metal hydroxide into a metal 
is 15% at the maximum of a capacity of the hydrogen 
absorbing alloy electrode. 
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